423.11 Wood: fire-retardant treated wood (FRTW). FRTW shall not be used in permanent educational facilities.  

Exception: Only FRTW which does not contain ammonium phosphates, sulfates, or halides, may be used in roof structures of noncombustible Type II ancillary facilities as allowed by the Florida Building Code, but only under the following conditions: 

423.11.1 Fire-retardant treated wood. All FRTW must meet the requirements of Section 2303.2. 

423.11.2 Inspection access panels shall be provided for annual inspection of the condition of the structure and the connectors. 

423.11.3 Evidence of compliance shall be provided.
423.27 New relocatable buildings.

423.27.7 Fire-retardant-treated wood (FRTW). Only FRTW which does not contain ammonium phosphates, sulfates, or halides may be used in the roof structure of Type II construction, as authorized by other sections of the Florida Building Code. FRTW shall comply with the specific requirements found elsewhere in these public educational facilities requirements. Contractors shall provide evidence of compliance to inspectors. Inspection access panels shall be provided to facilitate initial and annual inspections for general condition assessment of FRTW and connectors.

