2107.5 TMS 402/ ACI 530/ASCE 5/TMS 402, Section 2.1.10 9.3, Development of bars in tension and compression.  Modify Section 2.1.10 9.3 as follows:
2.1.10 9.3 The required development length of reinforcing bars shall be determined by Equation (2- 9 12), but shall not be less than 12 in. (305 mm), but need not be greater than 72 db. 
 

            EQUATION 2- 9 12 from TMS 402/ ACI 530/ASCE 5/ [UNCHANGED]
 

K shall not exceed the lesser of the masonry cover, clear spacing between adjacent reinforcement, nor 5 times db . 
 

  g  = 1.0 for No. 3 (M#10) through No. 5 (M#16) bars; 
 g  = 1.04 for No. 6 (M#19) through No. 7 (M#22) bars; and 
  g  = 1.2 for No. 8 (M#25) through No. 11 (M#36) bars
 g – Reinforcement size factor “Lamda”
Where epoxy coated bars are used, lap length shall be increased by 50 percent.
 

 

 
NOTE: The provided materials to use for code modifications use to develop this modification contained some of the stricken and underlined text. This proposal retains those changes and makes some further modifications. 
