Testing Application Standards (TAS)
 Chapter No. 112-95 - Standard Requirements for Concrete Roof Tiles
11.1 The Chief Code Compliance Officer local building official shall certify that the tile is in compliance with this protocol by the issuance of a Product Approval to the applicant. Tile forms part of a system that requires testing under additional protocols for usage in the high- velocity hurricane zone jurisdiction.

 Chapter No. 112-95 Appendix A - Clarification of Testing Frequency and Sampling Method
3.4 Testing shall be conducted quarterly. All sampling, testing and calculations shall be conducted by an approved testing agency. All test results, including calculations, shall be signed by a Registered Design Professional per F.S., Section 471 or 481 professional engineer or Registered Roof Consultant.
