Testing Application Standards (TAS)
 Chapter 117(A)-95 - Test Procedure for Withdrawal Resistance Testing of Mechanical Fasteners Used In Roof System Assemblies
 1.3 All testing and calculations shall be conducted by an approved testing agency and all test reports, including calculations, shall be signed by a Registered Design Professional per F.S., Section 471 or 481 professional engineer or Registered Roof Consultant.
