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CLADDING SYSTEM INFORMATION

ABBREVIATIONS

Panel System: 

Finish:
Skin Thickness:

Core Material:
Material Thickness:

Nominal Depth:
Material Manufacturer:

Color:

SERIES 20 EXTRUSION IDENTIFICATION CHART

SERIES 20 ACM 1/2" JOINT

THERMOPLASTIC
4MM

2 1/4"
ALPOLIC OR ALPOLIC FR

BASED ON PROJECT SPECIFIC SPECIFICATIONS
BASED ON PROJECT SPECIFIC SPECIFICATIONS
.020

C
O

V
ER

 S
H

EE
T

AFF ABOVE FINISHED FLOOR
ALUM ALUMINUM
ABD AS BUILT DIMENSION
ARCH ARCHITECT
BO BOTTOM OF
CLG CEILING
CL CENTER LINE
DIA DIAMETER
DIM DIMENSION
DWG DRAWING
ELEV ELEVATION

EQ EQUAL
EJ EXPANSION JOINT
EIFS EXT. INSULATED FINISH SYS
FD FIELD DIMENSION
FIN FINISH
GA GAUGE
GC GENERAL CONTRACTOR
MDS METAL DESIGN SYSTEMS
MIR MIRRORED VIEW
MOD MODULAR DIMENSION
NTS NOT TO SCALE

OA OVERALL
OC ON CENTER
OPP OPPOSITE HAND
PFD PANEL FACE DIM
RO ROUGH OPENING
SS STAINLESS STEEL
TO TOP OF
TYP TYPICAL
VIF VERIFY IN FIELD
WP WORK POINT

SYMBOLS

DETAIL MARKER

SECTION MARKER

ELEVATION INDICATOR

GRAIN DIRECTION INDICATOR

ELEVATION TARGET

SYMBOLS

2002 WALL EXTRUSION

2006 PERIMETER EXTRUSION

2000 PANEL FRAME EXTRUSION

ALPOLIC AND ALPOLIC/FR

MATERIAL INFORMATION

1.  Alpolic and Alpolic/FR Composite Panels are composed of a thermoplastic
core faced on both sides with .020" thick 3105-H14 alloy aluminum. See
table below for Alpolic and Alpolic/FR face sheet properties.

2. Panels are manufactured in nominal thickness of 3, 4 and 6mm.
3. Panels are manufactured by Mitsubishi Chemical Composites America, Inc.

401 Volvo Parkway-Building 1, Chesapeake, VA 23320
4. Panels and extrusion systems are fabricated by Metal Design System, Inc.,

4150 C Street SW, Cedar Rapids, IA 52404
5. Aluminum extrusions are 6063-T6 and are proprietary to Metal Design

Systems, Inc.
6. Metal studs and track are 16ga. galvanized steel 50ksi yield.
7. Plywood is 5 ply exterior grade sheathing.
8. Fastening Schedule - see table on sheet 101.

MITSUBISHI CHEMICAL COMPOSITES AMERICA, INC.
ALUMINUM COMPOSITE WALL PANEL SYSTEMS

SERIES 20 

2009 CORNER GUSSET

GENERAL NOTES:

1. THESE ALPOLIC AND ALPOLIC/FR COMPOSITE PANELS SHALL BE USED FOR WALL
CONSTRUCTION AND OTHER EXTERIOR DETAILS WHOSE REQUIREMENTS FOR
POSITIVE AND NEGATIVE PRESSURES ARE WITHIN THE VALUES STATED IN NOTE 2 OF
THIS DRAWING. EACH ACTUAL WALL PROJECT SHALL BE CONSTRUCTED USING THE
DETAILS SHOWN ON THESE DRAWINGS AS MINIMUM REQUIRED SPECIFICATIONS

2. THE WALL DESIGN ALLOWABLE PRESSURES FOR THESE WALL PANEL SYSTEMS ARE
+ 90 PSF/ -90 PSF.

3. THESE ALPOLIC and ALPOLIC/FR COMPOSITE WALL PANEL SYSTEMS ARE TESTED IN
ACCORDANCE WITH THE FOLLOWING PROTOCOLS PER THE 9th EDITION (2026)
FLORIDA BUILDING CODE: TAS-202-94, UNIFORM STATIC AIR PRESSURE TEST AND
TAS-203-94, CYCLIC WIND PRESSURE TEST. THEY SHALL BE INSTALLED ON FRONT OF
A 5/8" (5 PLY) PLYWOOD SUBSTRATE SUPPORTED BY STEEL STUDS AT 16" O.C. AS
SHOWN IN THESE APPROVED DRAWINGS.

4. DEVIATIONS FROM THE APPROVED INSTALLATION METHODS SHOWN ON THIS
PRODUCT APPROVAL DRAWING SHALL REQUIRE SITE SPECIFIC EVALUATION BY A
LICENSED DESIGN PROFESSIONAL.
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This item has been digitally
signed and sealed by Robert
J. Amoruso, PE on the date

adjacent to the seal.
Signature must be verified on

any electronic copies.
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Fastener Schedule Table Notes
ALL FASTENERS AND CONNECTORS TO BE CORROSION RESISTANT, AND/OR HAVE A

CORROSION RESISTANT COATING, OR MEET THE REQUIREMENTS OF SECTION 1711, 9TH
EDITION (2026) FBC AND SECTION R332, 9TH EDITION (2026) FRC  WHEN APPLICABLE.
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