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SCOPE
Category: Roofing
Subcategory: Underlayments
Code Edition: Florida Building Code, 9" Edition (2026) including High-Velocity Hurricane Zones (HVHZ)
Code Sections: 1507.1.1, 1507.2.9.2, 1518.2, 1523.1.1
Properties: Physical properties
REFERENCES
Entity Report No. Standard Year
PRI Construction Materials Technologies (TST5878) GAPF-005-02-02 ASTM D 4869 2016(2021)
PRI Construction Materials Technologies (TST5878) GAPF-009-02-01 ASTM D 4601 2004(2020)
TAS 110 2000
PRI Construction Materials Technologies (TST5878) GAPF-011-02-01 ASTM D 3909 2022
TAS 110 2000
PRI Construction Materials Technologies (TST5878) GAPR-026-02-01A ASTM D 1623 2017
PRI Construction Materials Technologies (TST5878) GAPR-027-02-01 ASTM D 226 2017(2023)
PRI Construction Materials Technologies (TST5878) GAPR-031-02-01 ASTM D 226 2017(2023)
PRI Construction Materials Technologies (TST5878) 104770010 ASTM D 1623 2017
PRI Construction Materials Technologies (TST5878) 104770039 ASTM D 2626 2004(2020)

PRODUCT DESCRIPTION

GAP ASTM 15 D226 Felt
GAP ASTM 30 D226 Felt
GAP 30 ASTM 4869

GAP Fiberglass #90 Mineral
Surface Roll Roofing

GAP Fiberglass Base Sheet
G2

GAP Tile Underlayment

GAP #43 Organic Base
Sheet

GAP19001.5

An ASTM D 226, Type | asphalt saturated organic felt underlayment.
An ASTM D 226, Type |l asphalt saturated organic felt underlayment.
An ASTM D 4869, Type Il asphalt saturated organic felt underlayment.

An ASTM D 3909 asphalt roll roofing felt made from fiberglass mat that is coated on
both sides with weathering grade asphalt and surfaced with ceramic mineral slate
granules.

An ASTM D 4601, Type Il made from fiberglass mat that is coated on both sides
with weathering grade asphalt and surfaced with white sand fines.

An ASTM D 6380, Class M, Type |l asphalt saturated organic felt underlayment
coated on both sides with weathering grade coating asphalt and covered with head
lap granules.

An ASTM D 2626 underlayment constructed of asphalt-saturated felt that is coated
on both sides with weathering grade asphalt and surfaced with mineral surface
fines.
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This evaluation report is provided for State of Florida product approval under Rule 61G20-3. The manufacturer shall notify CREEK
Technical Services, LLC of any product changes or quality assurance changes throughout the duration for which this report is valid.
This evaluation report does not express nor imply warranty, installation, recommended use, or other product attributes that are not

specifically addressed herein.
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CREEK G.A.P. ROOFING, INC
Underlayments

TECHNICAL SERVICES, LLC

APPLICATION

Installation shall be in accordance with the published manufacturer’s installation instructions, the FBC, and the
requirements below.

Deck substrates shall be clean, dry, and free from any irregularities and debris. All fasteners in the deck shall be
checked for protrusion and corrected prior to underlayment application.

The roof deck shall be constructed in accordance with FBC requirements. Underlayments shall be installed in
accordance with FBC Sections 1507.1.1 and 1507.2.9.2 for the non-HVHZ, FBC Section 1518.2 for the HVHZ, and
the manufacturer’s installation instructions.

Roof coverings shall be mechanically fastened through the underlayment to the roof deck as prescribed in FBC
Sections 1507.1.1 and 1507.2.9.2 for the non-HVHZ and FBC Section 1518.2 for the HVHZ.

LIMITATIONS
1. Fire Classification is not within the scope of this evaluation.
2. Wind uplift resistance in not within scope of this evaluation.
3. Installation of the evaluated product shall comply with this report, the FBC, and the manufacturer’s published

application instructions. Where discrepancies exist between these sources, the more restrictive and FBC

compliant installation detail shall prevail.

Roof slope limitations shall be in accordance with FBC requirements.

Underlayments may be used as described in other current FBC product approval documents.

Underlayments without granule surfacing shall not be exposed on the roof deck for greater than 30 days.

Materials shall conform to FBC Section 1711 as well as FBC Section 1506 outside of the HVHZ and FBC

Section 1517 within the HVHZ.

8. All products listed in this report shall be manufactured under a quality assurance program in compliance with
Rule 61G20-3.

No ok

COMPLIANCE STATEMENT

This report has been prepared in accordance with F.A.C. Rule 61G20-3.
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CERTIFICATION OF INDEPENDENCE

CREEK Technical Services, LLC does not have, nor will it acquire, a financial interest in any company manufacturing or distributing
products under this evaluation.

CREEK Technical Services, LLC is not owned, operated, or controlled by any company manufacturing or distributing products under
this evaluation.

Zachary R. Priest, P.E. does not have, nor will acquire, a financial interest in any company manufacturing or distributing products
under this evaluation.

Zachary R. Priest, P.E. does not have, nor will acquire, a financial interest in any other entity involved in the approval process of the
product.

END OF REPORT
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