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Manufacturer 
 

Product Series, Model and/or Description 

ProVia LLC 
301 Industrial Park Rd. 
Booneville, MS 38829 

Vinyl (PVC) Soffit 
 

 

 
Code: Current Edition of the Florida Building Code including the 8th Edition (2023) Florida Building Code 
 
Compliance Methods: Product Approval Rule 61G20-3.015(5)(d) – Equivalency of Standards  
 
Product Testing Results: testing by RADCO - Resources, Applications, Designs and Controls, Inc. Listing and Testing 
Division, 3220 E. 59th Street, Long Beach, CA 90805 – See Appendix A Matrix for more details. 
 

• RAD-1200A, Report Date: 6/19/2009, ASTM D3679-88 
• RAD‐2249A, Report Date: 6/15/2009, ASTM D5206-96  
• RAD‐4221A, Report Date: 6/12/2009, ASTM D5206-06a and ASTM D3679-06a  
• RAD‐5161, Report Date: 05/15/2012, ASTM D5206-06a and ASTM D3679-09a  

  
Product Installation Instructions:  
 

• HSL0021, Revision B, dated 6/23/23, ProVia LLC, Vinyl (PVC) Soffit - Installation Anchorage Details, signed and 
sealed by Robert J. Amoruso, P.E., FL License No. 49752. 

 
Performance Testing: See Appendix A Matrix for more details. 
 

• ASTM D3679-88, Standard Specification for Rigid Poly (Vinyl Chloride) (PVC) Siding 
• ASTM D3679-06a, Standard Specification for Rigid Poly (Vinyl Chloride) (PVC) Siding 
• ASTM D3679-09a, Standard Specification for Rigid Poly (Vinyl Chloride) (PVC) Siding 
• ASTM D5206-96, Standard Test Method for Windload Resistance of Rigid Plastic Siding 
• ASTM D5206-06a, Standard Test Method for Windload Resistance of Rigid Plastic Siding 

 
Product Evaluation:  
 

• Engineering Evaluation No. 2416, Rev. 3, Installation Evaluation, signed and sealed by Robert J. Amoruso, P.E., FL 
License No. 49752. 

• Equivalency Evaluation No. 2420, Rev. 2, ProVia LLC Vinyl (PVC) Soffit Product Evaluation Report, signed and sealed 
by Robert J. Amoruso, P.E., FL License No. 49752. 
 

Equivalency Evaluation:  
 

The 8th Edition (2023) Florida Building Code requires the following revision levels for the product testing standards listed 
previously. 
 

• ASTM D3679-17, Standard Specification for Rigid Poly (Vinyl Chloride) (PVC) Siding 
• ASTM D5206, Standard Test Method for Windload Resistance of Rigid Plastic Siding is not listed in the FBC/FRC 

 
The above code-referenced performance standards were reviewed against the revision level of the standards employed in 
testing and found to be equivalent. Therefore, all testing is in conformance with the current edition of the Florida Building 
Code. 
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Certificate of Independence per Product Approval 
Rule 61G20-3.009 

 

PTC Product Design Group, LLC and Robert J. Amoruso, P.E. 
does not have, nor will acquire, any financial interest in the 
company manufacturing or distributing product(s) covered 

by this Product Evaluation Report.  PTC Product Design 
Group, LLC and Robert J. Amoruso, P.E. do not have, nor 

will acquire any financial interest in any other entity 
involved in the approval process or testing of the 

product(s) covered by this Product Evaluation Report. 

 
 
 
 
 
 
 
 
 
 
 

Evaluated by: 
Robert J. Amoruso, P.E. 
FL PE License No. 49752 
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Appendix A - Test Reports/Product Matrix 

Soffit Specs 
Tested Neg. 

Pressure 
(psf) 

Maximum 
Neg. 

Design 
Presssure 
(psf) (1) 

Test Reports 

Rational 
Evaluation 

BOM 
ITEM 
No. 

Description Type 
Nominal 
Exposure 

(in) 

Overall 
Height (In) 

Thickness 
(in) Materials Windload 

1 Universal Double 5" 
(D5) 10 11.388 0.04 31.2 20.8 

RAD-
1200A, 
Report 
Date: 

6/19/2009 

RAD‐2249A, 
Report Date: 
6/15/2009 

Note 2 

2 Universal Triple 4" (T4) 12 13.328 0.04 31.2 20.8 
RAD‐5161, 

Report Date: 
05/15/2012 

  

3 HeartTech Double 6" 
(D6) 11.5 12.841 0.046 29.29 19.53 

RAD‐4221A, 
Report Date: 
6/12/2009 

  

4 Woodhaven Triple 3-1/2" 9.875 11.573 0.044 31.2 20.8 
RAD‐2249A, 
Report Date: 
6/15/2009 

Note 2 

5 Beaded Triple 1-3/4"  6.1 6.1 0.042 31.89 21.26 
RAD‐5161, 

Report Date: 
05/15/2012 

  

NOTES:                     
1) DP=STP / 1.5                   
2) Test Pressure and subsequent DP revised to 20.8 psf to allow for 12" anchor spacing (Engineering Evaluation No. 2416).     
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