NEmO | etc.

Certificate of Authorization #32455
353 Christian Street, Unit #13
Oxford, CT 06478

(203) 262-9245

®

ENGINEER TEST CONSULT

P.E. EVALUATION REPORT (PEER)

Carlisle SynTec Systems PEER-CRL-001.A.R10
P.O. Box 7000 FL1601-R16 (NON-HVHZ)
Carlisle, PA 17013 Date of Issuance: 11/28/2011
(717) 245-7264 Revision 10: 09/10/2026
SCOPE:

This P.E. Evaluation Report (henceforth ‘PEER’) is issued under F.A.C. Rule 61G20-3 and the applicable rules and regulations governing the
use of construction materials in the State of Florida, and the Third-Party Evaluation Report acceptance by the Texas Department of
Insurance. The documentation submitted has been reviewed by Robert Nieminen, P.E. for compliance with the 9t Edition (2026) Florida
Building Code and 2024 International Building Code sections noted herein.

DEescrIPTION: Carlisle EPDM Single Ply Roof Systems (NON-HVHZ)

LABELING: Labeling shall be in accordance with the requirements of the Accredited Quality Assurance Agency noted herein.

CoNnTINUED ComPLIANCE: This PEER is valid until such time as the named product(s) changes, the referenced Quality Assurance or production
facility location(s) changes, or Code provisions that relate to the product(s) change. Acceptance of our PEERs by the named client constitutes
agreement to notify NEMO ETC, LLC of any changes to the product(s), the Quality Assurance or the production facility location(s). NEMO
ETC, LLC requires a complete review of its PEER relative to updated Code requirements with each Code Cycle. Reference is made to the
Nemo | etc. Directory of P.E. Evaluations to ascertain the status and/or current version of this PEER. If the PEER is not listed at the Nemo
Directory, then it is no longer valid.

ADVERTISEMENT: “NEMo P.E. Evaluated” may be displayed in advertising literature. If any portion of the PEER is displayed, then it shall be in
its entirety.

InsPecTION: Upon request, a copy of this entire PEER shall be provided to the user by the manufacturer or its distributors and shall be available
for inspection at the job site at the request of the Building Official.
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CERTIFICATION OF INDEPENDENCE:

1. NEMO ETC, LLC does not have, nor does it intend to acquire or will it acquire, a financial interest in any company manufacturing or distributing
products it evaluates.

2. NEMO ETC, LLC is not owned, operated or controlled by any company manufacturing or distributing products it evaluates.

3.  Robert Nieminen, P.E. does not have nor will acquire, a financial interest in any company manufacturing or distributing products for which the
PEERs are being issued.

4. Robert Nieminen, P.E. does not have, nor will acquire, a financial interest in any other entity involved in the approval process of the product.

5. Robert Nieminen, P.E. is also Registered in the States of Connecticut (PE-24802), Texas (PE-96420) and Washington (PE-39055). Use of this
PEER in support of permitting is at the discretion of the Authority Having Jurisdiction.

6. Thisis a building code evaluation. Neither NEMO ETC, LLC nor Robert Nieminen, P.E. are, in any way, the Designer of Record for any project on
which this PEER, or previous versions thereof, is/was used for permitting or design guidance unless retained specifically for that purpose.
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ROOFING SYSTEMS EVALUATION:

1. SCOPE:
Product Category: Roofing
Sub-Category: Single Ply Roof Systems
Product Approval Method: Method 1, Option D — Codified Material, Evaluation by Engineer

Compliance Statement: Carlisle EPDM Single Ply Roof Systems, as produced by Carlisle SynTec Systems, have
demonstrated compliance with the following sections of the referenced Building Codes through testing in
accordance with the following Standards. Compliance is subject to the Installation Requirements and Limitations

of Use set forth herein.

2. STANDARDS:

CoDE SECTION PROPERTY STANDARD

2026 Florida Building Code 1504.3.1 Wind resistance FM 4474
1504.7 Impact resistance FM 4470, Section 4.6
1507.11.2 Material standard ASTM D6163, D6164
1507.12.2 Material standard ASTM D4637
1523.6.2 Wind resistance TAS 114

2024 International Building 1504.4.1 Wind resistance FM 4474

Code 1504.7 Impact resistance FM 4470, Section 4.6
1507.11.2 Material standard ASTM D6163, D6164
1507.12.2 Material standard ASTM D4637

. REFERENCES:

Entity Examination Reference Date

ERD (TST6049) ASTM D4637 CRL-5C10340.01.17-1C 01/04/2017
NEMO CERT (CER13842) ASTM D4637 Certifications Current

PRI CMT(TST5878) ASTM D6163 165570009 01/21/2022
PRI CMT(TST5878) ASTM D6164 1655T0010 01/21/2022
CTL (TST1577) TAS 114 CTLA-105R 10/13/2008
CTL (TST1577) TAS 114 CTLA-105R-1 10/13/2008
CTL (TST1577) TAS 114 CTLA-105R-2 10/13/2008
CTL (TST1577) TAS 114 CTLA-106R-2 10/16/2008
FM (TST1867) FM 4470/4474 3B5A1.AM 04/28/1997
FM (TST1867) FM 4470/4474 272A8.AM 05/16/1997
FM (TST1867) FM 4470/4474 2B2A1.AM 05/29/1997
FM (TST1867) FM 4470/4474 3B8Q4.AM 06/04/1997
FM (TST1867) FM 4470/4474 4B2A1.AM 06/11/1997
FM (TST1867) FM 4470/4474 273A9.AM 07/30/1997
FM (TST1867) FM 4470/4474 1B7A5.AM 02/23/1998
FM (TST1867) FM 4470/4474 4D9A6.AM 08/03/1998
FM (TST1867) FM 4470/4474 2D6A6.AM 10/07/1998
FM (TST1867) FM 4470/4474 3003326 04/12/1999
FM (TST1867) FM 4470/4474 3000348 04/19/1999
FM (TST1867) FM 4470/4474 1B7A4.AM 07/08/1999
FM (TST1867) FM 4470/4474 3009502 12/21/2000
FM (TST1867) FM 4470/4474 3012458 02/23/2002
FM (TST1867) FM 4470/4474 3013584 06/27/2003
FM (TST1867) FM 4470/4474 3014692 08/05/2003
FM (TST1867) FM 4470/4474 3016162 11/25/2003
FM (TST1867) FM 4470/4474 3020353 03/25/2004
FM (TST1867) FM 4470/4474 3016161 06/04/2004
FM (TST1867) FM 4470/4474 3022181 09/01/2005
FM (TST1867) FM 4470/4474 3022187 09/15/2005
FM (TST1867) FM 4470/4474 3019897 10/07/2005
FM (TST1867) FM 4470/4474 3024994 02/28/2006
FM (TST1867) FM 4470/4474 3021941 03/20/2006
FM (TST1867) FM 4470/4474 3024593 07/27/2006
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Entity Examination Reference Date

FM (TST1867) FM 4470/4474 3025930 08/30/2006
FM (TST1867) FM 4470/4474 3022174 09/25/2006
FM (TST1867) FM 4470/4474 3021235 06/01/2007
FM (TST1867) FM 4470/4474 3026964 07/25/2007
FM (TST1867) FM 4470/4474 3028441 10/16/2007
FM (TST1867) FM 4470/4474 3031511 08/28/2008
FM (TST1867) FM 4470/4474 797-04381-267 03/12/2009
FM (TST1867) FM 4470/4474 3034066 04/14/2009
FM (TST1867) FM 4470/4474 3034776 08/07/2009
FM (TST1867) FM 4470/4474 3035794 08/07/2009
FM (TST1867) FM 4470/4474 3034977 04/09/2010
FM (TST1867) FM 4470/4474 3038140 08/04/2010
FM (TST1867) FM 4470/4474 3041535 06/08/2011
FM (TST1867) FM 4470/4474 3039340 06/24/2011
FM (TST1867) FM 4470/4474 797-06605-267 07/06/2011
FM (TST1867) FM 4470/4474 3043858 08/25/2011
FM (TST1867) FM 4470/4474 3041797 10/13/2011
FM (TST1867) FM 4470/4474 3039073 11/22/2011
FM (TST1867) FM 4470/4474 3040260 02/27/2012
FM (TST1867) FM 4470/4474 3043710 03/23/2012
FM (TST1867) FM 4470/4474 3042075 10/23/2012
FM (TST1867) FM 4470/FM 4474 3056745 09/28/2016
FM (TST1867) FM 4474 3063373 07/23/2018
FM (TST1867) FM 4474 PR451812 04/24/2020
FM (TST1867) Criticality PR463540 (data) 08/10/2022
FM (TST1867) FM 4474 PR463540 (data x 3) 02/01/2023
UL, LLC (QUA9625) Quality Control Service Confirmation 03/14/2025
UL, LLC (QUA9625) Quality Control Florida BCIS Current

4. PRODUCT DESCRIPTION:

4.1 This PEER covers Carlisle EPDM Single Ply Roof Systems installed in accordance with Carlisle SynTec Systems
published installation instructions and the Limitations of Use herein.

4.1.1 For products listed as NEmo Certified, consult Directory of Certified Products for allowable production location(s).

TABLE 1: EVALUATED MEMBRANES
NOMINAL MATERIAL STANDARD
TYPE Probuct PLANT(S)
THIcK (ML) REFERENCE TyPE | GRADE
Sure-Seal FR Nonreinforced EPDM 45 ASTM D4637 | N/A Carlisle, PA
Sure-Seal FR Nonreinforced EPDM 45, 60 ASTM D4637 | N/A Certified
Sure-White EPDM 60, 90 ASTM D4637 | N/A Certified
Sure-Tough 45, 60, 75 ASTM D4637 1l N/A Certified
ROOF COVEROR | Sure-White Reinforced EPDM 60 ASTM D4637 1l N/A Certified
CAP PLY
Sure-Seal Black FleeceBACK EPDM .
Membrane 100, 115 and 145 45, 60, 90 ASTM D4637 1 N/A Certified
Sure-Seal AFX 90 and 105 45, 60 ASTM D4637 1l N/A Certified
Sure-White FleeceBACK EPDM
D -
Membrane 100, 115 and 145 45, 60, 90 ASTM D4637 1! N/A Certified
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TABLE 1: EVALUATED MEMBRANES
MATERIAL STANDARD
TYPE PRODUCT PLANT(S)
REFERENCE TYPE GRADE

SureMB 90 Base ASTM D6163 | S TX

SureMB 90TG Base ASTM D6163 | S X
VAPORBARRIER 7 |~ /15 '150TG Base ASTM D6163 | S ™
MEMBRANES

SureMB 90 Poly Base ASTM D6164 | S TX

SureMB 120 Poly Base ASTM D6164 | S TX

5. LIMITATIONS:

5.1 This is a building code evaluation. Neither NEMO ETC, LLC nor Robert Nieminen, P.E. are, in any way, the Designer
of Record for any project on which this PEER, or previous versions thereof, is/was used for permitting or design
guidance. PEERs are not to be construed as representing any attributes not specifically listed, nor are PEERs to be
construed as an endorsement of the subject, or a recommendation for its use. There is no warranty by NEMO ETC,
LLC or Robert Nieminen, P.E., express or implied, as to any finding or other matter in this PEER, or as to any product
covered by the PEER.

5.2 This PEER is not for use in FBC High Velocity Hurricane Zone jurisdictions, as defined in FBC Chapter 2 (Broward
and Miami-Dade Counties).

5.3 This PEER pertains to above-deck roof components. Roof decks and structural members shall be in accordance
with the requirements of the applicable Code to the satisfaction of the Authority Having Jurisdiction.

5.4 This PEER does not include evaluation of fire classification. Refer to FBC or IBC 1505 for requirements and
limitations regarding roof assembly fire classification. Refer to FBC or IBC 2603 for requirements and limitations
concerning the use of foam plastic insulation.

5.5 This PEER does not include evaluation of roof edge termination. Refer to FBC 1504.5 or IBC 1504.6 for
requirements and limitations regarding edge securement for low-slope roofs.

5.6 Refer to FBC 1511 or IBC 1512 for requirements and limitations regarding recover installations.

5.6.1 For mechanically attached components over existing roof decks, fasteners shall be tested in the existing deck for
withdrawal resistance. A qualified design professional shall review the data for comparison to the minimum
requirements for the system. Testing shall be in accordance with ANSI/SPRI FX-1 or Testing Application Standard
TAS 105.

5.6.2 For bonded insulation or membrane over existing substrates in a re-roof (tear off) or recover installation, the
existing deck or existing roof surface shall be examined for compatibility with the adhesive to be installed. If any
surface conditions exist that bring system performance into question, field uplift testing in accordance with
ANSI/SPRI IA-1, ASTM E907, FM Loss Prevention Data Sheet 1-52 or Testing Application Standard TAS 124 shall
be conducted on mock-ups of the proposed new roof assembly.

5.6.3 For bonded insulation or membrane over existing substrates in a recover installation, the existing roof system shall
be capable of resisting project design pressures on its own merit to the satisfaction of the Authority Having
Jurisdiction, as documented through field uplift testing in accordance with ASTM E907, FM Loss Prevention Data
Sheet 1-52 or Testing Application Standard TAS 124.

5.7 Refer to Appendix 1 for system attachment requirements for wind load resistance.

5.7.1 “MDP” = Maximum Design Pressure is the result of testing for wind load resistance based on allowable wind loads,
and reflects the ultimate passing pressure divided by 2 (the 2 to 1 margin of safety per FBC 1504.9 has already
been applied). Refer to FBC or IBC 1609 for determination of design wind loads.
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5.7.2  For mechanically attached components or partially-bonded insulation, the maximum design pressure for the
selected assembly shall meet or exceed at least the Zone 1 PRIME design pressure determined in accordance with
FBC or IBC Chapter 16. Elevated pressure zones shall employ an attachment density designed by a qualified design
professional to resist the elevated pressure criteria. Commonly used methods are ANSI/SPRI WD1, FM Loss
Prevention Data Sheet 1-29, Roofing Application Standard RAS 117 or RAS 137. Assemblies marked with an
asterisk* carry the limitations set forth in Section 2.2.10.1 of FM Loss Prevention Data Sheet 1-29 for Zone 2/3
enhancements.

5.7.3 For assemblies with all components fully bonded in place, the maximum design pressure for the selected assembly
shall meet or exceed critical design pressure determined in accordance with FBC or IBC Chapter 16. No rational
analysis is permitted for these systems.

5.8 Corrosion Resistance — Saltwater Environments:
Fasteners and connectors, if applicable, in areas within 3,000 feet of a saltwater coastline shall demonstrate
compliance with FBC 1711 to the satisfaction of the Authority Having Jurisdiction.

5.9 All components in the roof assembly shall have quality assurance audit in accordance with F.A.C. Rule 61G20-3.
Refer to the Product Approval of the component manufacturer for components listed in Appendix 1 that are
produced by a Product Manufacturer other than the report holder on Page 1 of this PEER.

6. INSTALLATION:

Carlisle EPDM Single Ply Roof Systems shall be installed in accordance with Carlisle SynTec Systems published
installation instructions, subject to the Limitations of Use noted herein.

7. BUILDING PERMIT REQUIREMENTS:
As required by the Building Official or Authority Having Jurisdiction to properly evaluate the installation of this
product.

|

. IMANUFACTURING PLANTS:

Contact the named QA entity for manufacturing facilities covered by F.A.C. Rule 61G20-3 QA requirements. Refer
to Section 4 herein for products and production locations having met codified material standards.

0. QUALITY ASSURANCE ENTITY:
UL LLC — QUA9625; (360) 817-5512; bsai.inspections@ul.com
- THE 38-PAGES THAT FOLLOW FORM PART OF THIS PEER -
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APPENDIX 1: ATTACHMENT REQUIREMENTS FOR WIND UPLIFT RESISTANCE

TABLE DECK APPLICATION TYPE DESCRIPTION PAGE
1A Wood New, Reroof (Tear-Off), Recover C-1 Mechanically Attached Insulation, Bonded Roof Cover 8
2A Steel or Structural Concrete New, Reroof (Tear-Off), Recover B-1 Mechanically Attached Base Insulation, Bonded Top Insulation, Bonded Roof Cover 10
2B Steel New, Reroof (Tear-Off), Recover B-2 Mech Attached Base Insulation, Bonded Temp Roof, Bonded Top Insulation, Bonded Roof Cover 14
2Cc Steel or Structural Concrete New, Reroof (Tear-Off), Recover C-1 Mechanically Attached Insulation, Bonded Roof Cover 14
2D Steel or Structural Concrete New, Reroof (Tear-Off), Recover D-1 Insulated, Mechanically Attached Roof Cover (Stress Plates) 22
2E Steel or Structural Concrete New, Reroof (Tear-Off), Recover D-1 Insulated, Mechanically Attached Roof Cover (Battens) 22
3A Structural Concrete New, Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 23
3B Structural Concrete New, Reroof (Tear-Off) F Non-Insulated, Bonded Roof Cover 30
4A LWC / Steel or Structural Concrete New, Reroof (Tear-Off) A-2 Mechanically Attached Anchor Sheet, Bonded Insulation, Bonded Roof Cover 32
48 LWC / Steel or Structural Concrete New F Non-Insulated, Bonded Roof Cover 32
5A Various Recover A-1 Bonded Insulation, Bonded Roof Cover 34
58 Various Recover F Non-Insulated, Bonded Roof Cover 37

The following notes apply to the systems outlined herein:

1

2

The roof system evaluation herein pertains to above-deck roof components. Roof decks and structural members shall be in accordance with FBC or IBC requirements to the satisfaction of the Authority Having
Jurisdiction.

Unless otherwise noted, fasteners and stress plates shall be as follows. Fasteners shall be of sufficient length for the following engagements:

FASTENER/PLATE OPTIONS

DECK TYPE By

FBC FiLE NO. PARTS

MINIMUM ENGAGEMENT

Wood Carlisle SynTec

N/A Carlisle HP Fastener with Carlisle Insulation Fastening Plate

Minimum %-inch plywood penetration or minimum 1-inch wood plank embedment

Steel Carlisle SynTec

N/A Carlisle HP Fastener with Carlisle Insulation Fastening Plate

Minimum %-inch steel penetration and engage the top flute of the steel deck

Structural
Concrete

Carlisle SynTec

N/A

Carlisle HD 14-10 Fastener, Carlisle CD-10 or HP Concrete Spike
(1/4) with Carlisle Insulation Fastening Plate

manufacturer’s published installation instructions

Minimum 1-inch embedment. Fastener installed with a pilot hole in accordance with the fastener

RESERVED
Minimum 200 psi, minimum 2-inch thick FBC or IBC Approved lightweight insulating concrete may be substituted for rigid insulation board for System Types B-1, C-1, C-2, D-1 or D-2, whereby fasteners are installed
through the lightweight insulating concrete to engage the structural deck. The structural deck shall be of equal or greater type, thickness and strength to the steel and structural concrete deck listings. Roof decks
and structural members shall be in accordance with FBC or IBC requirements to the satisfaction of the Authority Having Jurisdiction. This is a wind uplift resistance allowance and does not purport to address non-
wind-uplift-related issues, such as deck venting or moisture levels within the LWIC and the potential effect on overlying components.

RESERVED

Unless otherwise noted, insulation adhesive application rates are as follows.
Ribbon or bead width is at the time of application; the ribbons/beads shall expand as noted in the manufacturer’s published instructions.

When multiple layers(s) of insulation and/or coverboard are installed in ribbon-applied adhesive, board joints shall be staggered.

The maximum edge distance from the adhesive ribbon to the edge of the insulation board shall be not less than one-half the specified ribbons spacing.
“FULL” or “SPLATTER” applications may be used wherever “RIBBON” is referenced for insulation securement, except direct-to-steel-deck applications, where ribbons at the top flanges are required.
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INSULATION ADHESIVE REFERENCES

ADHESIVE METHOD REFERENCE MINIMUM RATE
Flexible FAST full-coverage Flexible FAST (FULL) Continuous ribbons, 4-inch o.c. or spray-applied at 1 gal./square
Flexible FAST splatter-applied Flexible FAST (SPLATTER) Splatter-applied at 0.5 gal/square (wet) = 4.7 Ib/square (dry)
Flexible FAST ribbon-applied Flexible FAST (RIBBON) Continuous ribbons, 12-inch o.c.
Flexible FAST Dual-Tank full-coverage Flexible FAST DT (FULL) Continuous ribbons, 4-inch o.c. or spray-applied at 1 gal./square
Flexible FAST Dual-Tank splatter-applied Flexible FAST DT (SPLATTER) Splatter-applied at 0.4 gal/square (wet) = 3.7 Ib/square (dry)
Flexible FAST Dual-Tank ribbon-applied Flexible FAST DT (RIBBON) Continuous ribbons, 12-inch o.c.
Carlisle OlyBond 500 BA ribbon-applied 0OB500 Continuous 0.75-inch wide ribbons, 12-inch o.c. (PaceCart, SpotShot or Canister)

7  Unless otherwise noted, all insulations are flat-stock or taper board of the minimum thickness noted. Tapered polyisocyanurate at the following thickness limitations may be substituted with the following Maximum
Design Pressure (MDP) limitations. In no case shall these values be used to ‘increase’ the MDP listings in the tables; rather if MDP listing below meets or exceeds that listed for a particular system in the tables,
then the thinner board listed below may be used as a drop-in for the equivalent thicker material listed in the table.

MDP LIMITATIONS FOR TAPERED POLYISOCYANURATE INSULATIONS
INSULATION MIN. TAPERED
ADHESIVE MDP (psF)
LisTep PRODUCT FBC FiLE NoO. THICKNESS (IN)
Flexible FAST Any polyisocyanurate listed with adhesive herein Various 0.5 -157.5
0OB500 Any polyisocyanurate listed with adhesive herein Various 0.5 -187.5

8 For adhered roof insulation and board-size: Unless otherwise noted, refer to Section 2.2.10.6.2 of FM Loss Prevention Data Sheet 1-29.

9  For mechanically attached components or partially-bonded insulation, the maximum design pressure for the selected assembly shall meet or exceed at least the Zone 1 PRIME design pressure determined in
accordance with FBC or IBC Chapter 16. Elevated pressure zones shall employ an attachment density designed by a qualified design professional to resist the elevated pressure criteria. Commonly used methods
are ANSI/SPRI WD1, FM Loss Prevention Data Sheet 1-29, Roofing Application Standard RAS 117 and RAS 137. Assemblies marked with an asterisk* carry the limitations set forth in Section 2.2.10.1 of FM Loss
Prevention Data Sheet 1-29 for Zone 2/3 enhancements.

10  For assemblies with all components fully bonded, the maximum design pressure for the selected assembly shall meet or exceed critical design pressure determined in accordance with FBC or IBC Chapter 16. No
rational analysis is permitted for these systems.

11  For mechanically attached components over existing decks, fasteners shall be tested in the existing deck for withdrawal resistance. A qualified design professional shall review the data for comparison to the
minimum requirements for the system. Testing and analysis shall be in accordance with ANSI/SPRI FX-1 or Testing Application Standard TAS 105.

12 For bonded insulation or membrane over existing substrates in a re-roof (tear off) or recover installation, the existing deck or existing roof surface shall be examined for compatibility with the adhesive to be
installed. If any surface conditions exist that bring system performance into question, field uplift testing shall be conducted on mock-ups of the proposed new roof assembly. For bonded insulation or membrane
over existing substrates in a recover installation, the existing roof system shall be capable of resisting project design pressures on its own merit to the satisfaction of the Authority Having Jurisdiction, as documented
through field uplift testing. Field uplift testing shall be in accordance with ASTM E907, FM Loss Prevention Data Sheet 1-52 or Testing Application Standard TAS 124.

13 Refer to FBC or IBC 1511 for requirements and limitations regarding recover installations. For Structural Concrete Deck or Recover Applications using System Type C-1 the base insulation layer is optional and for
System Type C-2, D-1 or D-2, the insulation is optional. Alternatively, an FBC or IBC Approved insulation board or coverboard may be used as a separation layer. Board products shall be preliminarily attached prior
to roof cover installation (Note 17). The separator component shall be documented as meeting FBC or IBC 1505 and, for foam plastic, FBC or IBC Chapter 26, when installed with the roof cover in Recover
applications.

14  Lightweight insulating concrete (LWIC) shall be cast in accordance with FBC Section 1917 to the satisfaction of the Authority Having Jurisdiction. For systems where specific LWIC is referenced, refer to current LWIC
Product Approval for specific deck construction and limitations. Unless otherwise noted, for systems where specific LWIC is not referenced, the minimum design mix shall be 300 psi. In all cases, the minimum top-
coat thickness is 2-inches. For LWIC over structural concrete, reference is made to FBC Section 1917.4.1, Point 1. For “pre-existent” LWIC references, listings were established through testing over lightweight
concrete cast using only foaming agent (ASTM C896), water and Portland cement (ASTM C150), with no proprietary additives, in accordance with procedures adopted by Miami-Dade BCCO (FBC CER1592). Use of
these listings in new construction or re-roof (tear-off) applications is at the discretion of the Designer of Record and Authority Having Jurisdiction.
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15 For bonded membrane applications, unless otherwise noted, refer to the following.
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MEMBRANE / ADHESIVE COMBINATIONS

IMEMBRANE

ADHESIVE METHOD

RATE

Sure-Seal FR Nonreinforced EPDM

Sure-Tough

Sure-White EPDM

CAV-GRIP Ill Adhesive/Primer Contact (both sides)

Sure-White Reinforced EPDM

0.225 gal/square per surface [0.45 gal/square (222 ft2/gal) finish]

Sure-Seal FR Nonreinforced EPDM

Sure-Tough

Sure-White EPDM

Sure-Seal 90-8-30A Bonding Adhesive Contact (both sides)

Sure-White Reinforced EPDM

0.83 gal/square per surface [(1.66 gal/square (60 ft2/gal) finish]

Sure-Seal FR Nonreinforced EPDM

Sure-Tough

EPDM x-23 Low-VOC Bonding Adhesive | Contact (both sides)

Sure-White EPDM

0.83 gal/square per surface [(1.66 gal/square (60 ft2/gal) finish]

Sure-Seal FR Nonreinforced EPDM

Sure-Tough Aqua Base 120 Bonding Adhesive Contact (both sides) 0.42 gal/square per surface [0.84 gal/square (120 ft2/gal) finish]
Sure-White EPDM
Sure-Seal Black FleeceBACK EPDM Membrane or Sure-White FleeceBACK
. . ,
EPDM Membrane Aqua Base 120 Bonding Adhesive Wet lay (substrate) 0.83 gal/square (120 ft?/gal)
Sure-Seal Black FleeceBACK EPDM Membrane or Sure-White FleeceBACK Flexible FAST Wet lay (substrate) FULL Coverage = 1 gal/square or continuous ribbons, maximum 4-inch
EPDM Membrane Y o.c. or splatter-applied at 0.5 gal/square (wet) = 4.7 Ib/square (dry)
Sure-Seal Black FleeceBACK EPDM Membrane or Sure-White FleeceBACK . FULL Coverage = 1 gal/square, continuous ribbons, maximum 4-inch o.c.
FI le FAST Dual-Tank Wet |

EPDM Membrane exible FAST Dual-Tan et lay (substrate) or splatter-applied at 0.4 gal/square (wet) = 3.7 Ib/square (dry)
Sure-Seal Black FleeceBACK EPDM Membrane or Sure-White FleeceBACK Flexible FAST Wet lay (substrate) RIBBON, X spaced ‘X-inch o.c.” as noted herein
EPDM Membrane

-Seal Black FI BACK EPDM M -White Fl BACK
sure-Seal Black FleeceBAC embrane or Sure ite FleeceBAC Flexible FAST Dual-Tank Wet lay (substrate) RIBBON, X spaced ‘X-inch o.c.” as noted herein
EPDM Membrane
Sure-Seal AFX SureMB MC Adhesive Wet lay (substrate) 1.5 gal/square
Sure-Seal AFX Hot asphalt Wet lay (substrate) 25 lbs/square

15A  For single-ply membranes in System Type D-1 steel deck applications, the roof membrane shall be run with its length perpendicular to the steel deck flutes.

15B  For membrane attachment using batten-strips, end laps shall be spliced with sufficient dimension to allow for minimum 2-fasteners at each batten-strip lap.

15C  Side laps shall be sealed in accordance with Carlisle requirements:
»  Primed with Sure-Seal HP-250 Primer or Low-VOC EPDM Primer and adhered with Sure-Seal SecurTAPE or Sure-White SecurTAPE
»  Primed with Sure-Seal HP-250 Primer and sealed with pre-applied seam tape.
»  Cleaned with Weathered Membrane Cleaner, optional priming with Sure-Seal HP-250 Primer or Low-VOC EPDM Primer, and adhered with Sure-Seal EP-95 or Sure-White Splicing Cement.

16 Thermal Barrier and/or Vapor Barrier Options:

16A  Structural Concrete Decks: The lesser of the MDP listings below vs. that for the selected assembly applies.

VAPOR BARRIER OPTIONS, STRUCTURAL CONCRETE DECK, ADHERED INSULATION

OpTION # PRIMER VAPOR BARRIER INSULATION ADHESIVE PER TABLE 3A MDP
TYPE APPLICATION (NoTEs 6,7,8) (psp)*
702 Primer, 702 LV Primer, CAV-GRIP < . .
C-VB-1. Primer or CAV-GRIP IIl LVOC-AP VapAir Seal 725TR Self-adhering Flexible FAST (RIBBON) -157.5
702 Primer, 702 LV Primer, CAV-GRIP . . .
C-VB-2. Primer or CAV-GRIP IIl LVOC-AP VapAir Seal 725TR Self-adhering Flexible FAST DT (RIBBON) -172.5
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VAPOR BARRIER OPTIONS, STRUCTURAL CONCRETE DECK, ADHERED INSULATION
OPTION # PRIMER VARORIBARRIER INSULATION ADHESIVE PER TABLE 3A MbDP
TYPE APPLICATION (NotEs 6,7,8) (psp)*
702 Primer, 702 LV Primer, CAV-GRIP . . Flexible FAST (RIBBON, 6-inch o.c. or SPLATTER) or Flexible
CVB-3- | primer or CAV-GRIP IIl LVOC-AP VapAir Seal 725TR Self-adhering FAST DT (RIBBON, 6-inch o.c. or SPLATTER) 270.0
CAV-GRIP Primer or CAV-GRIP IlI . . Flexible FAST (FULL COVERAGE, 1 gal/square), Flexible FAST
CVB-A- 1 voc-ap VapAir Seal 725TR Self-adhering (SPLATTER) or Flexible FAST DT (SPLATTER) 421.5
SureMB 90 Base, SureMB 90 Poly Base or
C-VB-5. ASTM D41 SureMB 120 Poly Base Hot-asphalt Hot asphalt at 25 Ibs/square -172.5
C-VB-6. ASTM D41 SureMB 90TG or 120TG Base Torch-applied Hot asphalt at 25 Ibs/square -180.0
C-VB-7. None SureMB 90 Base, SureMB 90 Poly Base or SureMB MC Adhesive, 1-inch ribbons, 12-inch Flexible FAST (RIBBON) or Flexible FAST DT (RIBBON) -180.0
SureMB 120 Poly Base o.c.
C-VB-8 None SureMB 90 Base, SureMB 90 Poly Base or SureMB MC Adhesive, 1-inch ribbons, 6-inch Flexible FAST (RIBBON, 6-inch o.c. or SPLATTER) or Flexible 255.0
i SureMB 120 Poly Base o.c. FAST DT (RIBBON, 6-inch o.c. or SPLATTER) i
C-VB-9. ASTM D41 SureMB 90TG or 120TG Base Torch-applied Flexible FAST (RIBBON) or Flexible FAST DT (RIBBON) -307.5
. Flexible FAST (RIBBON, 6-inch o.c. or SPLATTER) or Flexible
C-VB-10. | ASTM D41 SureMB 90TG or 120TG Base Torch-applied FAST DT (RIBBON, 6-inch o.c. or SPLATTER) -495.0

168  For System Types B-1, B-2, C-1, C-2, D-1 or D-2, VapAir Seal 725TR or VapAir Seal MD may be installed atop the roof deck prior to installation of the insulation and roof cover. Refer to FM Loss Prevention Data
Sheet 1-29 for design and installation limitations.
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17  Insulation Attachment:
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17A  Unless otherwise noted, insulation may be any one layer or combination of FBC Approved (Local or Statewide) board(s) that meet FBC or IBC 1505 and, for foam plastic, FBC or IBC Chapter 26, when installed with

the roof cover.

17B  For System Types B-1, C-1 or C-2, optional one or more layer(s) of FBC Approved board-stock roof insulation may be installed atop the substrate prior to mechanical attachment of the subsequent top layer, with
no adverse effect on the MDP performance limitation.

17C  Preliminary insulation attachment:

Unless otherwise noted, use Approved roofing fasteners and plates; minimum two (2) parts per 4x4 ft board, minimum four (4) parts per 4x8 ft board or minimum six (6) parts per 4x12 ft board.

For systems where a vapor barrier is installed refer to Section 2.2.10.1.3 of FM Loss Prevention Data Sheet 1-29. For 4x12-ft boards, increase preliminary attachment requirements proportionally relative to FM

LPDS 1-29 requirements for 4x8-ft boards.

For systems where no vapor barrier is installed, Carlisle InsulFast may be used in place of Carlisle HP Fastener for preliminary attachment purposes over wood and steel deck.

17D  Unless otherwise noted, insulation or coverboard attachment patterns for Type B-1, Type B-2, Type C-1 and C-2 systems are as outlined below.

INSULATION ATTACHMENT PATTERNS —4X4 FT BOARDS

-12-in.~—24-in. - 6-in.———18-in.— 6-in 6-in.~—-+18-in. - 6-in. 6-in.——-18-in. - 6-in.
| { T i I T [ | T i
12-in ' 6-in 6-in.
! 18-in. 124n.
. : 24-in |
24:in 12-in.
18-in. t 1
! 6-in 6-in.
12-in 6-in. ' . |
! I 6-in -12-in.~ 6-in.
1 per 4.0 ft2 (4 per board) 1 per 3.2 ft2 (5 per board) 1 per 2.7 ft2 (6 per board) 1 per 2.0 ft2 (8 per board)
6-in.———18-in.— 6-in. 6-in. - -~ 18-in. - 6-in 6-in.~—-18-in. 7 6-in. 6-in.~~12-in.|- 6-in.
: 12-in. | | B :
| 12-in. 12-in. 12-in.
18-in 1 | i
: 24-in 12-in. 1Zin. 12-in.
18-in ' 12-in. o
8 : 12-in. , 12in.
: 12-in ; 6-in. 6-in.
6-in | 6-in. T 1 i
i i - 18-in. -~ -16-in. -12-in.~—6-in.
1 per 1.8 ft2 (9 per board) 1 per 1.6 ft2 (10 per board) 1 per 1.3 ft2 (12 per board) 1 per 1.0 ft2 (16 per board)
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INSULATION ATTACHMENT PATTERNS — 4X8 FT BOARDS
-12-in.[- 12-in. 12-in.— = 6-in. - 6-in. 6-in. - -~ 18-in. -
12-in. 12%n . 12.—in. 12‘4|n. 12:in. B-Iln
: ‘ L ‘ 1 ) 18-in.
12-in. .
Jahin. 1 " 24-in. 24-in. 24-in.
12-in | | 18-in.
24-in. G I I
24-in. 280, I 24-in. 24-in. 12I|n.
| : [ SR ] ' 18-in.
12in. 24-in. 24-in. 24-in.
24-in. T _
12-in. 5 0 ( | .-l : | 18-in.
i g & i 12-in. 12-in. 12-in. B-Iin
12-in. 12-in. - < I in.
: ' —24-in— -24-in.—- 412-in.~ 24-in. -
1 per 4.0 ft2 (8 per board) 1 per 3.2 ft2 (10 per board) 1 per 2.9 ft2 (11 per board) 1 per 2.7 ft2 (12 per board) 1 per 2.0 ft2 (16 per board)
6-in.—+—12-in.|12-in.— = - B-in. 6-in.f——18-in. ,|, ~+B-in. B-in.-- 6-in.~—12-in.-
T T + ! T L ! I i !
6-in. ! 6-in. | | | 6in. | 6-in. 6-in.
18in. | : ' ' I 12-in.
. 12-in.
18-in. 18:in. | 18-in. L !
i 120n. | ' 5t 12-in. 12-in.
1 :
24-in 18 ' 18in. 12-in. 12-in.
’ ! 18-in. L ! > :
12:in. l e ! 1250, 12‘-m. ) 12!-|n.
) ) 18in. | T 12-in. 12-in.
24-in. 18;in. | 18-in. 1 PN
i i - 12-in. 12-in.
121|n. G G B | . |
18:in. 18 ¥ 181in. 12-in. 12-in.
| ] R L] '
| 6-in. 18in. | - S 6-in. f 6-in.
6-in. f 6-in. f [ [ i
1 - 24-in. - | ~—24-in. -12-in.~ - 6-in.
1 per 1.9 ft2 (17 per board) 1 per 1.8 ft2 (18 per board) 1 per 1.6 ft2 (20 per board) 1 per 1.3 ft2 (24 per board) 1 per 1.0 ft2 (32 per board)
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18 The following products are interchangeable within the scope of this Evaluation Report:
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ACCEPTABLE ALTERNATES

SuB-CATEGORY By LISTED PRODUCT HEREIN ALTERNATE FBCFILE
Sure-Seal Black FleeceBACK EPDM Membrane Includes 100, 115 and 145

MEMBRANE Carlisle SynTec Sure-Seal AFX Includes AFX 90 and AFX 105 FL14083
Sure-White FleeceBACK EPDM Membrane Includes 100, 115 and 145

ADHESIVES Carlisle SynTec 0OB500 OMG OlyBond 500 Adhesive Fastener FL1608
InsulBase InsulBase NH, H-Shield, H-Shield NH
SecurShield SecurShield NH, H-Shield CG, H-Shield CG NH

ROOFING Carlisle SynTec SecurShield HD SecurShield HD NH, H-Shield HD, H-Shield HD NH FL5968

——— SecurShield HD Plus SecurShield HD Plus NH, H-Shield HD90, H-Shield HD90 NH
SecurShield HD Composite H-Shield HD Composite
StormBase H-Shield NB

Georgia-Pacific Gypsum, LLC DensDeck Prime DensDeck StormX Prime Roof Board FL1250

19  “MDP” = Maximum Design Pressure is the result of testing for wind load resistance based on allowable wind loads. Refer to FBC or IBC 1609 for determination of design wind loads. (Note 9 and Note 10)
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TABLE 1A: WOOD DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

e o 2 T Top Insulation Layer i
ystem ec ase Insulation Layer
Roof Note 15
No. (Note 1) (Note 13, Note 17) Type iz Attach oof Cover (Note 15) sf
(Note 2, Note 11) | (Note17)
MEMBRANE APPLIED IN CAV-GRIP |1l ADHESIVE/PRIMER OR SURE-SEAL 90-8-30A:
. . . Carlisle InsulFast Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-

W-1 Nlm;',ol:gizr w;P;dCDX I(Sitrlsnaar:) One or more Min. 0.5-inch SecurShield HD, SecurShield HD Plus with SecurFast 1 per White EPDM or Sure-White Reinforced EPDM applied in 300
plznk_ AP coymbi,nati»:m loose laig | O EcoStorm VSH Insulation 2.0ft2 | CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A :
plank; p , Fastening Plate Bonding Adhesive

. . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
Min. 19/32-inch CDX | i . . o L

W-2 Ilr\l/o:g-zr :/cgodc I(Sztrlsnaan) One or more Min. 0.5-inch SecurShield HD, SecurShield HD Plus Sla;tr::sll:st:ilgiSt 1 per White EPDM or Sure-White Reinforced EPDM applied in 375

EIan' At spans e Y oose laig | O EcoStorm VSH Fastening plate | 20t | CAV-GRIP lll Adhesive/Primer or Sure-Seal 90-8-30A ‘
T ! Bonding Adhesive
Min. 19/32-inch (Optional) One or more Min. 0.5-inch thick HP Recovery Board, min. 0.25- Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-

W-3 | V\.IOOd or wood la pers an inch thick DensDeck, DensDeck Prime or SECUROCK Note 2 1 per White EPDM or Sure-White Reinforced EPDM applied in 45.0*
pIan coymb{nat?;n loose laid | GYPsum-Fiber Roof Board, min. 1.5-inch InsulBase, 2.0ft2 | CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A :
P ! SecurShield, Polyiso HP-N or Polyiso HP-W Bonding Adhesive

. . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-

W-a N:”\:\'[::éizr-wg:d I(aopetrlsnaar:) One or more Min. 1.5-inch Polyiso HP-H Composite or H-Shield- Note 2 1 per White EPDM or Sure-White Reinforced EPDM applied in 45.0*
pl‘;nk coymbi’nati\:)n ose laid | WF 2.9ft2 | CAV-GRIP IIl Adhesive/Primer or Sure-Seal 90-8-30A :
P ! Bonding Adhesive

. . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
W-5 '\/Illr\:\;::é?;zr-wgr;d I(Spetrlsnaar:) One or more Min. 2.0-inch InsulBase, SecurShield, Polyiso HP-N Note 2 1 per White EPDM or Sure-White Reinforced EPDM applied in -45.0*
pIan coymbi,natit)n loose laid or Polyiso HP-W 4.0 ft? CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A :
P ! Bonding Adhesive
Min. 23/32-inch (Optional) One or more 1 per 3\‘/’;?{:‘;';& 'zfrs]zer:]f\;\)/rl:iet: ;Zaxlrs:;eé;gﬁglpspl:ir:é in
- ’ ) | in 0.5-i -Fi A -45.0*
w-6 plywood ci)ynirkfi,nzr':i\:)n loose laid NEPIRS-inch SRERQNS YPgler Reof Board Note 2 3.2ft> | CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A 45.0
’ Bonding Adhesive
MEMBRANE APPLIED IN EPDM X-23 Low-VOC BONDING ADHESIVE:
Min. 23/32-inch (Optional) One or more 1 per Sure-Seal FR Nonreinforced EPDM, Sure-Tough or Sure-

W-7 | V\-IOOd layers, any Min 0.5-inch SECUROCK Gypsum-Fiber Roof Board Note 2 3 prtz White EPDM applied in EPDM x-23 Low-VOC Bonding -45.0*
ply combination, loose laid ’ Adhesive

MEMBRANE APPLIED IN FLEXIBLE FAST OR FLEXIBLE FAST DUAL-TANK:

. : : Carlisle InsulFast
Min. 19/32-inch CDX (Optional) One or more Min. 0.5-inch SecurShield HD, SecurShield HD Plus with SecurFast 1 per Surg Seal Black FleeceBACK EPDM Membrjane' or Sure

W-8 plywood or wood layers, any or EcoStorm VSH Insulation 20f2 White FleeceBACK EPDM Membrane applied in Flexible -30.0
plank; 2-ft spans combination, loose laid Fastening Plate ’ FAST (FULL) or Flexible FAST DT (FULL)

Min. 19/32-inch CDX (Optional) One or more Min. 0.5-inch SecurShield HD, SecurShield HD Plus c§r|is|e |nsu_|Fast 1 per Surg—SeaI Black FleeceBACK EPDM Membr.ane. or Sure—

W-9 plywood or wood layers, any or EcoStorm VSH with Insulation 50 fe White FleeceBACK EPDM Membrane applied in Flexible -37.5
plank; 2-ft spans combination, loose laid Fastening Plate ' FAST (FULL) or Flexible FAST DT (FULL)
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TABLE 1A: WOOD DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER
e o 2 T Top Insulation Layer i
ystem ec ase Insulation Layer
No. (Note 1) (Note 13, Note 17) Type Fasteners Attach Roof Cover (Note 15) _sf
(Note 2, Note 11) | (Note17) (esf)
Min. 23/32-inch (Optional) One or more 1 per Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
W-10 | V\'/ood layers, any Min 0.5-inch SECUROCK Gypsum-Fiber Roof Board Note 2 3 prtz White FleeceBACK EPDM Membrane applied in Flexible -45.0*
Py combination, loose laid : FAST (FULL) or Flexible FAST DT (FULL)
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TABLE 2A: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer
System Deck MDP
No. (Note 1) T Fasten Attach T Attach Roof Cover (Note 15) (osf)
ype ype
(Note 2, Note 11) (Note 17) (Notes 6,7,8)
MEMBRANE APPLIED IN CAV-GRIP 11l ADHESIVE/PRIMER OR SURE-SEAL 90-8-30A:
Min. 0 5-inch Flexible FAST Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade DensDeck followed 1 per (RIBBON, 6 or Tough, Sure-White EPDM or Sure-White
SC-1 33 steel or min. 2,500 psi by min. 2-inch Note 2 272 Min. 1.5-inch InsulLam (OSB) SPLATTER) or Flexible Reinforced EPDM applied in CAV-GRIP IlI -37.5%
structural concrete Insulfo.am Vil ' FAST DT (RIBBON, 6 or | Adhesive/Primer or Sure-Seal 90-8-30A
SPLATTER) Bonding Adhesive
Min. 0.5-inch Flexible FAST Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade DensDeck followed 1 per (RIBBON, 6 or Tough, Sure-White EPDM or Sure-White
SC-2 33 steel or min. 2,500 psi by min. 2-inch Note 2 202 Min. 2-inch Insulfoam HD Composite | SPLATTER) or Flexible Reinforced EPDM applied in CAV-GRIP III -45.0*
structural concrete Insulfoam VIl ' FAST DT (RIBBON, 6 or | Adhesive/Primer or Sure-Seal 90-8-30A
SPLATTER) Bonding Adhesive
Insulation: (Optional) Additional Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade Min. 1.5-inch St.eﬁlz InsrlF_aSt 1 layer(s) base insulation Flexible FAST or Tough, Sure-White EPDM or Sure-White
sc-3 33 steel or min. 2,500 psi | InsulBase, ‘F"gzte':;”gf,':t'; . g‘fetrz Coverboard: Min. 0.5-inch Flexible FAST DT Reinforced EPDM applied in CAV-GRIP Il 525
structural concrete SecurShield Concrete: Note 2 ' SecurShield HD, SecurShield HD Plus (RIBBON, 6-inch o.c.) Adhesive/Primer or Sure-Seal 90-8-30A
or EcoStorm VSH Bonding Adhesive
Insulation: (Optional) Additional
layer(s) base insulation Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade Min. 1.5-inch afi:llr:zzr;;zs: 1 per Coverboard: Min. 0.5-inch DensDeck | Flexible FAST or Tough, Sure-White EPDM or Sure-White
SC-4 33 steel or min. 2,500 psi InsulBase, Fastening Plate ) gftz Prime, SECUROCK Gypsum-Fiber Flexible FAST DT Reinforced EPDM applied in CAV-GRIP IlI -60.0
structural concrete SecurShield Concrete: Note 2 ’ Roof Board, SecurShield HD, (RIBBON) Adhesive/Primer or Sure-Seal 90-8-30A
SecurShield HD Plus or EcoStorm Bonding Adhesive
VSH
Insulation: (Optional) Additional Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade | Min. 2-inch St.e:h InsrlF.aSt h layer(s) base insulation Flexible FAST or Tough, Sure-White EPDM or Sure-White
SC-5 33 steel or min. 2,500 psi InsulBase, gztelnn;ugitf:tz 1 ;?trz Coverboard: Min. 0.5-inch Flexible FAST DT Reinforced EPDM applied in CAV-GRIP III -60.0
structural concrete SecurShield Concrete: Note 2 ' SecurShield HD, SecurShield HD Plus (RIBBON, 6-inch o.c.) Adhesive/Primer or Sure-Seal 90-8-30A
or EcoStorm VSH Bonding Adhesive
Insulation: (Optional) Additional
layer(s) base insulation Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade Min. 2-inch St,eﬁli Insr'EaSt 1 Coverboard: Min. 0.5-inch DensDeck | Flexible FAST or Tough, Sure-White EPDM or Sure-White
sC-6 33 steel or min. 2,500 psi | InsulBase, ‘F"gzte:;”gf,':tz . g ?trz Prime, SECUROCK Gypsum-Fiber Flexible FAST DT Reinforced EPDM applied in CAV-GRIP Ill 67.5
structural concrete SecurShield Concrete: Note 2 ' Roof Board, SecurShield HD, (RIBBON, 6-inch o.c.) Adhesive/Primer or Sure-Seal 90-8-30A
SecurShield HD Plus or EcoStorm Bonding Adhesive
VSH
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TABLE 2A: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

NEmoO | etc.e

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer
System Deck MDP
No Fasten Attach Attach Roof Cover (Note 15)
5 (Note 1) Type Type sf
(Note 2, Note 11) (Note 17) (Notes 6,7,8)
Insulation: (Optional) Additional Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade Min. 1.5-inch a:ﬁ:llr::zra:;f: 1 per layer(s) base insulation Flexible FAST or Tough, Sure-White EPDM or Sure-White
SC-7 33 steel or min. 2,500 psi InsulBase, Fastening Plate 1 ?”thz Coverboard: Min. 0.5-inch Flexible FAST DT Reinforced EPDM applied in CAV-GRIP IlI -82.5
structural concrete SecurShield Concrete: Note 2 ' SecurShield HD, SecurShield HD Plus (FULL) Adhesive/Primer or Sure-Seal 90-8-30A
or EcoStorm VSH Bonding Adhesive
Insulation: (Optional) Additional Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade | Min. 2-inch afﬁﬁllr::zra:;?: 1 per layer(s) base insulation Flexible FAST or Tough, Sure-White EPDM or Sure-White
SC-8 80 steel or min. 2,500 psi InsulBase, Fastening Plate 1 3pft2 Coverboard: Min. 0.5-inch Flexible FAST DT Reinforced EPDM applied in CAV-GRIP IlI -90.0
structural concrete SecurShield Concrete: Note 2 ' SecurShield HD, SecurShield HD Plus (FULL) Adhesive/Primer or Sure-Seal 90-8-30A
or EcoStorm VSH Bonding Adhesive
Insulation: (Optional) Additional
layer(s) base insulation Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade Min. 2-inch \Snfiﬁllnlzzral;?: 1 per Coverboard: Min. 0.5-inch DensDeck | Flexible FAST or Tough, Sure-White EPDM or Sure-White
SC-9 80 steel or min. 2,500 psi InsulBase, Fastening Plate 1 (?ftz Prime, SECUROCK Gypsum-Fiber Flexible FAST DT Reinforced EPDM applied in CAV-GRIP IlI -112.5
structural concrete SecurShield Concrete: Note 2 ' Roof Board, SecurShield HD, (FULL) Adhesive/Primer or Sure-Seal 90-8-30A
SecurShield HD Plus or EcoStorm Bonding Adhesive
VSH
Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 22 ga., type B, Grade Min. 2-inch . . Tough, Sure-White EPDM or Sure-White
1 . 0.25-inch SECUROCK - . Lo
$C-10 33 steel or min. 2,500 psi | InsulBase or Note 2 . 3”;'2 'Fvi'l')';rioi fIEZarsd CUROCK Gypsum- 1 55500 Reinforced EPDM applied in CAV-GRIP Ii| -60.0
structural concrete SecurShield ' Adhesive/Primer or Sure-Seal 90-8-30A
Bonding Adhesive
MEMBRANE APPLIED IN FLEXIBLE FAST OR FLEXIBLE FAST DUAL-TANK:
One or more layers
. Min. 1.5-inch . Sure-Seal Black FleeceBACK EPDM
Min. 22 ga., type B, Grad.e InsulBase, 1 per Min. 0.25-inch DensDeck, DensDeck Flex!ble FAST or Membrane or Sure-White FleeceBACK
SC-11 33 steel or min. 2,500 psi . - Note 2 > . Flexible FAST DT S - -37.5*
structural concrete SecurShield, Polyiso 2.0 ft Prime (RIBBON) EPDM Membrane applied in Flexible FAST
HP-N or Polyiso HP- (RIBBON) or Flexible FAST DT (RIBBON)
W
Min. 22 ga., type B, Grade Min. 0.5-inch 1 per Min. 1.5-inch Kingspan GreenGuard Flexible FAST or ;ziﬂ-z(:::lz:ksjIri?\(;\(;:@:ilg:cDe'\;ACK
SC-12 33 steel or min. 2,500 psi DensDeck or Note 2 5 (?ftz Extruded Polystyrene followed by Flexible FAST DT EPDM Membrane anolied in Flexible FAST -37.5%
structural concrete DensDeck Prime ' min. 0.25-inch DensDeck Prime (RIBBON) (RIBBON) or FlexiblepIF:AST DT (RIBBON)
Flexible FAST
Min. 22 sa. tvoe B Grade | Min- 0-5-inch (RT;'BOEN oo Sure-Seal Black FleeceBACK EPDM
- 2< B, yPe ig ) DensDeck followed 1 per ) . ! ) Membrane or Sure-White FleeceBACK
SC-13 33 steel or min. 2,500 psi . R Note 2 ) Min. 1.5-inch InsulLam (OSB) SPLATTER) or Flexible . . -37.5%
structural concrete by min. 2-inch 2.7 ft FAST DT (RIBBON, 6 or EPDM Membrane applied in Flexible FAST
Insulfoam VI SPLATTER) (FULL) or Flexible FAST DT (FULL)
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NEmoO | etc.e
TABLE 2A: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer
System 2o Roof Cover (Note 15) MoP
No. (Note 1) ne Fasten Attach Type Attach (psf)
(Note 2, Note 11) (Note 17) (Notes 6,7,8)
One or more layers
SC-14 33 steel or min. 2,500 psi - . Note 2 P ) Additional layers of base insulation Flexible FAST DT . . -45.0*
structural concrete SecurShield, Polyiso 2.0 ft (RIBBON) EPDM Membrane applied in Flexible FAST
HP-N or Polyiso HP- (RIBBON) or Flexible FAST DT (RIBBON)
W
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per Flexible FAST or i:;:zi::\?(i:ksj:':?\c/\?:i?ecilgzlc)e'\gACK
SC-15 33 steel or min. 2,500 psi InsulBase or Note 2 P ) Min. 1.0-inch base insulation Flexible FAST DT L . -45.0*
structural concrete securShield 3.2 ft (RIBBON) EPDM Membrane applied in Flexible FAST
(FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 1.5-inch 1 per Flexible FAST or i:;:zi::\?(i:ksj:':?\c/\?:i?ecilgzlc)e'\gACK
SC-16 33 steel or min. 2,500 psi InsulBase or Note 2 P ) Min. 0.25-inch DensDeck Prime Flexible FAST DT L . -45.0*
structural concrete SecurShield 3.2 ft (RIBBON) EPDM Membrane applied in Flexible FAST
(FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 2.0-inch Flexible FAST or sure-Seal Black FIeeceBACK EPDM
; . 1 per ' ' ) ; . Membrane or Sure-White FleeceBACK "
SC-17 33 steel or min. 2,500 psi InsulBase or Note 2 ) Min. 1.0-inch base insulation Flexible FAST DT L . -45.0
structural concrete SecurShield 4. QL (RIBBON) EPDM Membrane applied in Flexible FAST
(FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade | Min. 2.0-inch 1\ Flexible FAST or ;‘;ﬁ;iﬁ::\:'g:"sﬁLZ?&?E@;EIEZCD;\Q K
SC-18 33 steel or min. 2,500 psi InsulBase or Note 2 P > | Min. 0.25-inch DensDeck Prime Flexible FAST DT S ) -45.0%
structural concrete SecurShield 4.0 ft (RIBBON) EPDM Membrane applied in Flexible FAST
(FULL) or Flexible FAST DT (FULL)
. Min. 0.5-inch Flexible FAST Sure-Seal Black FleeceBACK EPDM
Min. 22 ga., type B, Grade DensDeck followed 1 per (RIBBON, 6 or Membrane or Sure-White FleeceBACK
SC-19 33 steel or min. 2,500 psi . ) Note 2 P o Min. 2-inch Insulfoam HD Composite | SPLATTER) or Flexible Lo . -45.0*
structural concrete by min. 2-inch 2.0 ft FAST DT (RIBBON, 6 or EPDM Membrane applied in Flexible FAST
Insulfoam VIII SPLATTER) (FULL) or Flexible FAST DT (FULL)
Insulation: (Optional) Additional Sure-Seal Black FleeceBACK EPDM
Min. 22 ga., type B, Grade Min. 1.5-inch Stfselz I"SUIF_aSt layer(s) base insulation Flexible FAST or u .
K . with Insulation 1 per . . . Membrane or Sure-White FleeceBACK
SC-20 33 steel or min. 2,500 psi InsulBase, 0 > Coverboard: Min. 0.5-inch DensDeck | Flexible FAST DT . . -60.0
structural concrete Securshield Fostening Plate | 20t | e, SecurShield HD, Securshield | (RIBBON) EPDM Membrane applied in Flexible FAST
Concrete: Note 2 rime, Secursield i, securshie (FULL) or Flexible FAST DT (FULL)
HD Plus or EcoStorm VSH
Flexible FAST
- B B EPD
Min. 22 ga., type B, Grade | Min. 1.5-inch Loer (RIBBON, 6 or ;’;;Z‘::Le'zfzﬁlze\clihﬁ:'élezce'\g oK
SC-21 33 steel or min. 2,500 psi InsulBase or Note 2 P 2 Min. 1.0-inch base insulation SPLATTER) or Flexible L X -67.5
. 1.6 ft EPDM Membrane applied in Flexible FAST
structural concrete SecurShield FAST DT (RIBBON, 6 or (FULL) or Flexible FAST DT (FULL)
SPLATTER)
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TABLE 2A: STEEL or STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

. e Base Insulation Layer Top Insulation Layer i
stem ec QYT
yN . Note 1 . Fasten Attach e Attach Roof Cover (Note 15) of
[fote ) e (Note 2, Note 11) | (Note17) Ui (Notes 6,7.8)
Insulation: (Optional) Additional sureReal Black FleeceBACK EPDM
Min. 22 ga., type B, Grade Min. 2-inch a:ﬁ:llr:::;l;zs: 1 per layer(s) base insulation Flexible FAST or Memb(:ane or Sure-White FleeceBACK
SC-22 33 steel or min. 2,500 psi InsulBase, Fastening Plate 1 prtz Coverboard: Min. 0.5-inch DensDeck | Flexible FAST DT EPDM Membrane applied in Flexible FAST -67.5
structural concrete SecurShield Concrete: Note 2 ' Prime, SecurShield HD, SecurShield (RIBBON, 6-inch o.c.) (FULL) or Flexible FAST DT (FULL)
HD Plus or EcoStorm VSH
Insulation: (Optional) Additional Sure-Seal Black Fl BACK EPDM
Min. 22 ga., type B, Grade Min. 1.5-inch iﬁ:lnizljﬂ;is: 1 per layer(s) base insulation Flexible FAST or h:efnb(::ne Z:Surif\c/\?hite FleeceBACK
SC-23 33 steel or min. 2,500 psi InsulBase, Fastening Plate 1 3pft2 Coverboard: Min. 0.5-inch Flexible FAST DT EPDM Membrane applied in Flexible FAST -82.5
structural concrete SecurShield Concrete: Note 2 SecurShield HD, SecurShield HD Plus (FULL) (FULL) or Flexible FAST DT (FULL)
or EcoStorm VSH
Insulation: (Optional) Additional Sure-Seal Black Fl BACK EPDM
Min. 22 ga., type B, Grade Min. 2-inch iﬁ:lnizljﬂ;is: 1 per layer(s) base insulation Flexible FAST or h:efnb(::ne Z: Sur?\c/\?hite FleeceBACK
SC-24 80 steel or min. 2,500 psi InsulBase, Fastening Plate 1 3pft2 Coverboard: Min. 0.5-inch Flexible FAST DT EPDM Membrane applied in Flexible FAST -90.0
structural concrete SecurShield Concrete: Note 2 SecurShield HD, SecurShield HD Plus (FULL) (FULL) or Flexible FAST DT (FULL)
or EcoStorm VSH
Insulation: (Optional) Additional Sure-Seal Black FleeceBACK EPDM
Min. 22 ga., type B, Grade Min. 2-inch afﬁﬁllr:::ﬂ;zs: 1 per layer(s) base insulation Flexible FAST or NLIjembrane or Sure-White FleeceBACK
SC-25 80 steel or min. 2,500 psi InsulBase, Fastening Plate 1 gftz Coverboard: Min. 0.5-inch DensDeck | Flexible FAST DT EPDM Membrane applied in Flexible FAST -112.5
structural concrete SecurShield Concrete: Note 2 Prime, SecurShield HD, SecurShield (FULL) (FULL) or Flexible FAST DT (FULL)
HD Plus or EcoStorm VSH
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NEmoO | etc.e
TABLE 2B: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-2: MECHANICALLY ATTACHED BASE INSULATION, BONDED TEMP ROOF, BONDED TOP INSULATION, BONDED ROOF COVER

Thermal Barrier Base Insulation Layer Top Insulation Layer(s)
System Deck Fasten . Vapor Roof Cover MDP
Attach Primer h Attach Attach
No. (Note 1) T Barrier T T (Note 15) (psf)
YPe r(\lh:t):eli) (Note 17) i (Notes 6,7,8) ype (Notes 6,7,8)
MEMBRANE APPLIED IN FLEXIBLE FAST OR FLEXIBLE FAST DUAL-TANK:
Sure-Seal Black
. Min. O.S—mCh . Insulation: (Optional) Additional Flexible FleeceBACK EPDM
Min. 22 DensDeck Prime VapAir Seal Min. 1.5-inch Flexible FAST 7Iayer(s) base insulation FAST or Membrane or Sure-
sco6 | 8 type B, | or min. 0.625- Note 2 1 per CAV-GRIP 72§TR self Insu.IBe.xse or Flexible c board: Min. 0.5-inch Flexible White FleeceBACK 45.0%
Grade33 | inch SECUROCK 2.0t | Primer Cherin Securshiold | FASTDT %.HD”]S. \ 'Sr: Hp | FASTDT EPDM Membrane :
steel Gypsum-Fiber J (RIBBON) P<I-:-cur Ele ot ! \e/gl:-lr e (RIBBON, 6- | applied in Flexible
Roof Board us or 50>al" inch o.c.) FAST (FULL) or Flexible
FAST DT (FULL)
Sure-Seal Black
. CAV-GRIP , Flexible FleeceBACK EPDM
Min. 22 . ) ) ) Flexible FAST Membrane or Sure-
. . Primer or VapAir Seal Min. 1.5-inch . . . . FAST or .
ga., type B, | Min. 0.5-inch 1 per or Flexible Insulation: (Optional) Additional X White FleeceBACK
SC-27 X Note 2 ) CCW-702 725TR, self- InsulBase, PRTRTR . Flexible -52.5
Grade 33 DensDeck Prime 2.0 ft . X ¢ FAST DT layer(s) base insulation EPDM Membrane
Quick Dry adhering SecurShield FAST DT L .
steel Primer (RIBBON) (RIBBON) applied in Flexible
FAST (FULL) or Flexible
FAST DT (FULL)
Insulation: (Optional) Additional Sure-Seal Black
SureMB X layer(s) base insulation . FleeceBACK EPDM
FI le FAST Fl |
Min. 22 InsulFast 90TG or ) ) exib © S Coverboard: Min. 0.25-inch exible Membrane or Sure-
. . with Min. 1.5-inch | or Flexible _— FAST or .
ga., type B, | Min. 0.5-inch ) 1 per SureMB DensDeck Prime or SECUROCK . White FleeceBACK
SC-28 X Insulation ) None InsulBase, FAST DT X Flexible -67.5
Grade 33 DensDeck Prime ) 1.6 ft 120TG, : Gypsum-Fiber Roof Board or EPDM Membrane
Fastening SecurShield (RIBBON, 6- ' . - FAST DT . .
steel Plate torch- inch 0.c.) min. 0.5-inch SecurShield HD, (RIBBON) applied in Flexible
applied - SecurShield HD Plus or FAST (FULL) or Flexible
EcoStorm VSH FAST DT (FULL)

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

G el e e Top Insulation Layer R
ystem ec ase Insulation Layer
Roof C (Note 15)
No. (Note 1) (Note 13, Note 17) Type Fasteners Attach oot Cover {Note (psf)
(Note 2, Note 11) (Note 17)
MEMBRANE APPLIED IN CAV-GRIP |1l ADHESIVE/PRIMER OR SURE-SEAL 90-8-30A:
Min. 22 ga., type B, Grade itefl: '_nsu::a:t with ACCUTRAC Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
. . 'y . . astening Plate . . N
. 1.5 - EPD - EPD
5C-29 33 steel or min. 2,500 psi | M- LS-inchInsulBase, -\ o o Securshield HD | Concrete: HD 14-10, CD-10 or HP Lper | Sure-White EPDM or Sure-White Reinforced EPOM | 3, ,
SecurShield, loose laid ) - 4.0 ft applied in CAV-GRIP Ill Adhesive/Primer or Sure-
structural concrete Concrete Spike (1/4) with ACCUTRAC . .
Insulation Fastening Plate Seal 90-8-30A Bonding Adhesive
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

. ey B — Top Insulation Layer i
ystem ec ase Insulation Layer
Roof Note 15
No. (Note 1) (Note 13, Note 17) Type Fasteners Attach oof Cover {Note 15) (psf)
(Note 2, Note 11) (Note 17)
Min. 22 ea. tvoe B, Grade Min. 1.5-inch thick. one Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
SC-30 33 s.teelgor.;ni»;p 2 SIOO Si or rr;orle layers, an , Min. 0.5-inch SecurShield HD Note 2 1 per SURg/hite ERDM or Sure-White Reinforced EPDM 37.5%
structural conc.ret’e P combinatiZn I;OSZIaid o 2.7 ft2 | applied in CAV-GRIP Ill Adhesive/Primer or Sure- ’
! Seal 90-8-30A Bonding Adhesive
. . Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
sc-31 2/';2;2; i?_';;i\:]piBS'o%ragf I(Sztrlsnaar:) 22emct))irnn;tci)cr)i Min. 0.5-inch thick HP Note 2 1 per Sure-White EPDM or Sure-White Reinforced EPDM 45.0%
structural conc;'et’e P IoZ)se iaidy ! Recovery Board 2.0ft2 | applied in CAV-GRIP Ill Adhesive/Primer or Sure- ’
Seal 90-8-30A Bonding Adhesive
Min. 22 ga., type B, Grade (Optional) One or more Min. 0.25-inch thick DensDeck, Sure-Sea! FR Nonreinforced E?DM' sure-Tough,
. R I . 1 per Sure-White EPDM or Sure-White Reinforced EPDM
SC-32 33 steel or min. 2,500 psi layers, any combination, DensDeck Prime or SECUROCK Note 2 20 f2 applied in CAV-GRIP IIl Adhesive/Primer or Sure- -45.0*
structural concrete loose laid Gypsum-Fiber Roof Board ' PP . .
Seal 90-8-30A Bonding Adhesive
. . Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
sC.33 ?’\,/‘l’lr;'t::l gozi.;ntﬁpezBéO%ratsiie I(:)petrlsnaar:) c:g;g:nr:g;i Min. 1-inch InsulBase or Note 2 1per | Sure-White EPDM or Sure-White Reinforced EPDM _45.0*
structural conc.retle P IoZ)se ]aidy ! SecurShield 1.6 ft2 | applied in CAV-GRIP Il Adhesive/Primer or Sure- ’
Seal 90-8-30A Bonding Adhesive
-Seal FR N inf EPDM -T h
Min. 22 ga., type B, Grade (Optional) One or more Min. 1.5-inch InsulBase, Sure Sea. onreinforced ) S.ure ough,
; R I R . 1 per Sure-White EPDM or Sure-White Reinforced EPDM
SC-34 33 steel or min. 2,500 psi layers, any combination, SecurShield, Polyiso HP-N or Note 2 ) L . i -45.0*
structural concrete loose laid Polyiso HP-W 2.0 ft applied in CAV-GRIP Il Adhesive/Primer or Sure-
Seal 90-8-30A Bonding Adhesive
Min. 22 ga., type B, Grade (Optional) One or more Min. 2.0-inch InsulBase, Sure-Sea! FR Nonreinforced EP.DM' $ure-Tough,
. R I R . 1 per Sure-White EPDM or Sure-White Reinforced EPDM
SC-35 33 steel or min. 2,500 psi layers, any combination, SecurShield, Polyiso HP-N or Note 2 ) L . R -45.0*
structural concrete loose laid Polyiso HP-W 4.0ft applied in CAV-GRIP Il Adhesive/Primer or Sure-
Seal 90-8-30A Bonding Adhesive
. . Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
sc.36 gﬂs':tj; iz:';;;:]pi%o%ragf I(Sitr'snaar:) 22;2;23:1 Min. 1.5-inch Polyiso HP-H Note 2 Lper | Sure-White EPDM or Sure-White Reinforced EPDM | .,
e P IO‘(’)SE o dy " | Composite or H-Shield-WF 2.9f2 | applied in CAV-GRIP Il Adhesive/Primer or Sure- :
Seal 90-8-30A Bonding Adhesive
. . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
Min. 22 ga., type B, Grade | Min. 1.5-inch InsulBase, | . o oy securshield HD 1per | Sure-White EPDM or Sure-White Reinforced EPDM
SC-37 33 steel or min. 2,500 psi SecurShield, Polyiso HP- Note 2 2 o . . -45.0*
structural concrete N or Polviso HP-W Plus or EcoStorm VSH 4.0 ft applied in CAV-GRIP Ill Adhesive/Primer or Sure-
{ Seal 90-8-30A Bonding Adhesive
. Sure-Seal FR Nonreinforced EPDM, Sure-Tough
Min. 22 ga., type B, Grade . . . oo ¢
h R Min. 1-inch InsulBase or . . . 1 per Sure-White EPDM or Sure-White Reinforced EPDM
- 33 steel . 2,500 DensD 2 L . A -52.
SC-38 Strjcfjra"lrc?:;ret’e PSE 1 securshield Min. 0.5-inch DensDeck Prime | Note 1.6t | applied in CAV-GRIP lll Adhesive/Primer or Sure- 525
Seal 90-8-30A Bonding Adhesive
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

. ey B — Top Insulation Layer i
ystem ec ase Insulation Layer
Roof Note 15
No. (Note 1) (Note 13, Note 17) Type Fasteners Attach oof Cover {Note 15) sf
(Note 2, Note 11) (Note 17)
. . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
sC.39 ?'Y;r;.tsezl goz:.;;%pezBéo%ra(:ie ’swelcnl;rls.:i-;ﬁ;:hpt:ls?slga}jsi Min. 0.5-inch SecurShield HD Note 2 1 per Sure-White EPDM or Sure-White Reinforced EPDM 60.0
structural conc.ret’e P N or Pol iso’ HP \\/N Plus or EcoStorm VSH 1.8 ft> | applied in CAV-GRIP Ill Adhesive/Primer or Sure- ’
¥ Seal 90-8-30A Bonding Adhesive
. . Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
SC-40 gﬂslr;tsezl i?-.;rmpezlséo%ragie I(S Ztrls? naar:) 22emct:|rnn;t?cr)en Min. 2-inch SecurShield Note 2 Lper | Sure-White EPDM or Sure-White Reinforced EPDM |,
structural conc;'et’e P Io\(/)se iaidy ! ’ 2.0ft2 | applied in CAV-GRIP Ill Adhesive/Primer or Sure- ’
Seal 90-8-30A Bonding Adhesive
Min. 0.5-inch DensDeck,
Min. 22 ga., type B, Grade DensDeck Prime or Min. 0.5-inch DensDeck,
sc.a1 33 steel or min. 2,500 psi SECUROCK Gypsum-Fiber DensDeck Prime or SECUROCK | Note 2 1 perZ Sure-Tough applied in CAV—QRIP 1 Aqhe5|ve/Pr|mer 675
Roof Board, followed by X 1.3ft or Sure-Seal 90-8-30A Bonding Adhesive
structural concrete . . Gypsum-Fiber Roof Board
min. 1.5-inch Styrofoam
Roofmate or Highload 60
Min. 22 ga., type B, Grade . . Min. 0.5-inch DensDeck, N . .
SC-42 33 steelormin. 2,500 psi | "M L->nchInsulBase | p ) he ol prime or SECUROCK | Note 2 Lper | Sure-Tough applied in CAV-GRIP lll Adhesive/Primer |, ¢
or SecurShield . 1.3 ft or Sure-Seal 90-8-30A Bonding Adhesive
structural concrete Gypsum-Fiber Roof Board
Min. 22 ga., type B, Grade (Optional) One or more Min. 2.0-inch InsulBase, Sure—Sea! FR Nonreinforced EP.DM' S.ure—Tough,
. R I R . 1 per Sure-White EPDM or Sure-White Reinforced EPDM
SC-43 33 steel or min. 2,500 psi layers, any combination, SecurShield, Polyiso HP-N or Note 2 2 o . . -75.0
structural concrete loose laid Polyiso HP-W 1.6 ft applied in CAV-GRIP Ill Adhesive/Primer or Sure-
Seal 90-8-30A Bonding Adhesive
Min. 22 ea.. tvoe B. Grade Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
sc.a4 33 s.teelir.;‘ni»;\p 2 5;00 si Min. 1-inch InsulBase or Min. 0.5-inch SECUROCK Note 2 1 per Sure-White EPDM or Sure-White Reinforced EPDM 75.0
structural conc-retle P SecurShield Gypsum-Fiber Roof Board 1.6 ft>2 | applied in CAV-GRIP Ill Adhesive/Primer or Sure- ’
Seal 90-8-30A Bonding Adhesive
. Sure-Seal FR Nonreinforced EPDM, Sure-Tough
Min. 22 ga., type B, Grade ) ) . oo ¢
; R Min. 2-inch InsulBase or . . 1 per Sure-White EPDM or Sure-White Reinforced EPDM
- | .2 . - L . A -82.
S8 ) :t?;jztejra()lrcgnr::retlzoo pst SecurShield g 7/16-fgch APA rated OSB Note 2 1.6 ft? applied in CAV-GRIP Ill Adhesive/Primer or Sure- 82.5
Seal 90-8-30A Bonding Adhesive
Min. 0.5-inch DensDeck,
Min. 22 ga., type B, Grade DensQeck Prime or Min. 0.5-inch DensDeck,
SC-46 33 steel or min. 2,500 psi | SCCUROCK Gypsum-Fiber | oo 4 brime or SECUROCK | Note 2 1per | Sure-Tough applied in CAV-GRIP Ill Adhesive/Primer |~ g, ¢
Roof Board, followed by X 1.0 ft or Sure-Seal 90-8-30A Bonding Adhesive
structural concrete . . Gypsum-Fiber Roof Board
min. 1.5-inch Styrofoam
Roofmate or Highload 60
Min. 22 ga., type B, Grade . . Min. 0.5-inch DensDeck, L . .
. 1.5- B . 1 - -
SC-47 33 steel or min. 2,500 psi yin- '} |n'ch phisase DensDeck Prime or SECUROCK | Note 2 perz Sure-Tough applied in CAV .GRIP ! Ad.heswe/aner -97.5
or SecurShield X 1.0ft or Sure-Seal 90-8-30A Bonding Adhesive
structural concrete Gypsum-Fiber Roof Board
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

. ey B — Top Insulation Layer i
ystem ec ase Insulation Layer
Roof Note 15
No. (Note 1) (Note 13, Note 17) Type Fasteners Attach oof Cover {Note 15) (psf)
(Note 2, Note 11) (Note 17)
. Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
Min. 22 ga., type B, Grade . ) . . .
h R Min. 1.5-inch InsulBase . . 1 per Sure-White EPDM or Sure-White Reinforced EPDM
R :tg;lj(t:fjlaolrc?r::.r:t’soo pst or SecurShield Min. 7/16-inch APA rated 0SB Note 2 1.0 ft? applied in CAV-GRIP Il Adhesive/Primer or Sure- -105.0
Seal 90-8-30A Bonding Adhesive
. . Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
SC-49 2A3|2.t§ezl i?'.;;;peZBS,O%ragf I(Sztrlsnaar:) 22emct))irnn;tci)gi Min. 2-inch SecurShield or Note 2 1 per Sure-White EPDM or Sure-White Reinforced EPDM 112.5
e P Io\(/)se o dy " | securShield HD Composite 1.0f2 | applied in CAV-GRIP IIl Adhesive/Primer or Sure- :
Seal 90-8-30A Bonding Adhesive
. . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough
Min. 22 ga. B Min. 1.5-inch | B . oo ¢
SC-50 33”;teeli?' ;T:i\;peZ S'O%ragie SeI:urs:i;T; PZISLiJsoang,- Min. 0.5-inch SecurShield HD Note2 1 per Sure-White EPDM or Sure-White Reinforced EPDM 1125
structural conc.ret,e P N or Pol iso’ HPXN Plus or EcoStorm VSH 1.3 ft2 | applied in CAV-GRIP Il Adhesive/Primer or Sure- ’
Y Seal 90-8-30A Bonding Adhesive
. . Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
SC.51 g/lolr;'t:ezl gozi.;ntﬁpezBéO%ratsiie I(aopetrlsnaar:) c:g;gli—nr:t?;i Min. 2-inch SecurShield or Note 2 1 per Sure-White EPDM or Sure-White Reinforced EPDM 1275
structural conc.retle P IoZ)se ]aidy ! SecurShield HD Composite 1.0 ft2 | applied in CAV-GRIP Il Adhesive/Primer or Sure- ’
Seal 90-8-30A Bonding Adhesive
. . Steel: InsulFast Fastener and Sure-Seal FR Nonreinforced EPDM, Sure-Tough,
5C-52 :';/(IJI :tezezl iz:';‘:i»;pezio%ragie |(a? petrf naar:) 22;(t)>|rnr:tc|)cr>i Min. 0.5-inch EcoStorm VSH Insulation Fastening late or Securfast | - 1 per | Sure-White EPDM or Sure-White Reinforced EPDM |, o)
et conc-retle p I0\c/>se ]aidy ) -0 Insulation Fastening Plate 1.0 ft2 | applied in CAV-GRIP Ill Adhesive/Primer or Sure- )
Concrete: Note 2 Seal 90-8-30A Bonding Adhesive
MEMBRANE APPLIED IN AQUA BASE 120 BA ADHESIVE:
Min. 22 ga., type B Gradg (Optional) One ormore M 0.5-|n§h HP Re.covery 1per | Sure-Seal FR Nonreinforced EPDM or Sure-Tough "
SC-53 33 steel or min. 2,500 psi layers, any combination, Board or min. 0.25-inch Note 2 ) . . X -30.0
. . 4.0ft applied in Aqua Base 120 Bonding Adhesive
structural concrete loose laid DensDeck Prime
Min. 22 ga., type B, Grade . . .
sc-54 33 steel or min. 2,500 psi None Min. 0.5-inch HP Recovery Note 2 1 perz Sure. Sez?ﬂ FR Nonreinforced EPPM or Surfe Tough 37.5%
Board 2.0 ft applied in Aqua Base 120 Bonding Adhesive
structural concrete
Min. 22 ga., type B Gradg Min. 1.5.-Inch InSL'JIBase, Min. 0.5-inch HP Recovery 1per | Sure-Seal FR Nonreinforced EPDM or Sure-Tough "
SC-55 33 steel or min. 2,500 psi SecurShield, Polyiso HP- Note 2 2 L . X -45.0
. Board 2.0ft applied in Aqua Base 120 Bonding Adhesive
structural concrete N or Polyiso HP-W
in. 22 ga. B i . . .
Min ga., type 4 Gradg IR Sae o.r mc?re Min. 0.25-inch DensDeck 1 per Sure-Seal FR Nonreinforced EPDM or Sure-Tough "
SC-56 33 steel or min. 2,500 psi layers, any combination, X Note 2 > L . . -45.0
. Prime 2.0 ft applied in Aqua Base 120 Bonding Adhesive
structural concrete loose laid
SC.57 ?'\,/g:.tezjl i?'&:it]pezlaéo%ragf I(;)Zt:naar:) (zzigirnn;tci);i Min. 7/16-inch APA Rated Note 2 1 per Sure-Seal FR Nonreinforced EPDM or Sure-Tough -45.0*
o i TR ' | oriented strand board 2.0ft2 | applied in Aqua Base 120 Bonding Adhesive ’
structural concrete loose laid
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

. ey B — Top Insulation Layer i
ystem ec ase Insulation Layer
Roof Note 15
No. (Note 1) (Note 13, Note 17) Type Fasteners Attach oof Cover {Note 15) (psf)
(Note 2, Note 11) (Note 17)
Min. 22 ga., t.ype B, Grad.e (Optional) One ormore Min. 1-inch InsulBase or 1per | Sure-Seal FR Nonreinforced EPDM or Sure-Tough
SC-58 33 steel or min. 2,500 psi layers, any combination, . Note 2 2 . . . -45.0*
structural concrete loose laid SecurShield 1.6 ft applied in Aqua Base 120 Bonding Adhesive
Min. 22 ga., type B, Gradfe (Optional) One o.r m(?re Min. 1.5.—|nch |nSL.J|BaSE, 1per Sure-Seal FR Nonreinforced EPDM or Sure-Tough
SC-59 33 steel or min. 2,500 psi layers, any combination, SecurShield, Polyiso HP-N or Note 2 202 abplied in Aqua Base 120 Bonding Adhesive -45.0*
structural concrete loose laid Polyiso HP-W ' PP q g
Min. 22 ga., type B, Grade Min. 1.5-inch InsulBase, Min. 0.5-inch HP Recover 1 per Sure-Seal Black FleeceBACK EPDM Membrane or
SC-60 33 steel or min. 2,500 psi SecurShield, Polyiso HP- Boat:d ’ v Note 2 5 cr)thZ Sure-White FleeceBACK EPDM Membrane applied -45.0*
structural concrete N or Polyiso HP-W ' in Aqua Base 120 Bonding Adhesive
Min. 22 ga., type B, Grade (Optional) One or more ) ) Sure-Seal Black FleeceBACK EPDM Membrane or
SC-61 33 steel or min. 2,500 psi layers, any combination, 2/:;;:.25 inch DensDeck Note 2 21(';:1 Sure-White FleeceBACK EPDM Membrane applied -45.0*
structural concrete loose laid ' in Aqua Base 120 Bonding Adhesive
Min. 22 ga., type B, Grade (Optional) One or more Min. 1.5-inch InsulBase, 1 per Sure-Seal Black FleeceBACK EPDM Membrane or
SC-62 33 steel or min. 2,500 psi layers, any combination, SecurShield, Polyiso HP-N or Note 2 ) gftz Sure-White FleeceBACK EPDM Membrane applied -45.0%*
structural concrete loose laid Polyiso HP-W ' in Aqua Base 120 Bonding Adhesive
MEMBRANE APPLIED IN EPDM x-23 Low-VOC BONDING ADHESIVE:
Min. 22 ga., type B, Grade (Optional) One or more Min. 1.5-inch InsulBase or 1 per Sure-Seal FR Nonreinforced EPDM, Sure-Tough or
SC-63 33 steel or min. 2,500 psi layers, any combination, SectjrS.hieId Note 2 3 prtz Sure-White EPDM applied in EPDM x-23 Low-VOC -45.0*
structural concrete loose laid ' Bonding Adhesive
Min. 22 ga., type B, Grade (Optional) One or more Min. 2.0-inch InsulBase or 1 per Sure-Seal FR Nonreinforced EPDM, Sure-Tough or
SC-64 33 steel or min. 2,500 psi layers, any combination, Secmirs-hield Note 2 4 (’))ftz Sure-White EPDM applied in EPDM x-23 Low-VOC -45.0*
structural concrete loose laid ' Bonding Adhesive
Min. 22 ga., type B, Grade Min. 1.5-inch InsulBase, Min. 0.5-inch HP Recover 1 per Sure-Seal FR Nonreinforced EPDM, Sure-Tough or
SC-65 33 steel or min. 2,500 psi SecurShield, Polyiso HP- Boa;d ’ v Note 2 5 (’))ftz Sure-White EPDM applied in EPDM x-23 Low-VOC -45.0*
structural concrete N or Polyiso HP-W ' Bonding Adhesive
Min. 22 ga., type B, Grade (Optional) One or more Min. 2.0-inch InsulBase or 1 per Sure-Seal FR Nonreinforced EPDM, Sure-Tough or
SC-66 33 steel or min. 2,500 psi layers, any combination, Secnjrs.hield Note 2 1 (?ftz Sure-White EPDM applied in EPDM x-23 Low-VOC -75.0
structural concrete loose laid ' Bonding Adhesive
Min. 22 ga., type B, Grade (Optional) One or more 1 per Sure-Seal FR Nonreinforced EPDM, Sure-Tough or
SC-67 33 steel or min. 2,500 psi layers, any combination, Min. 2-inch SecurShield Note 2 1 (;thz Sure-White EPDM applied in EPDM x-23 Low-VOC -75.0
structural concrete loose laid ' Bonding Adhesive
MEMBRANE APPLIED IN FLEXIBLE FAST OR FLEXIBLE FAST DUAL-TANK:
Steel: InsulFast with ACCUTRAC
Min. 22 ga., type B, Grade Min. 1.5-inch InsulBase Fastening Plate 1 per Sure-Seal Black FleeceBACK EPDM Membrane or
SC-68 33 steel or min. 2,500 psi SECL;FS'hieh‘J loose laid ’ Min. 0.5-inch SecurShield HD Concrete: HD 14-10, CD-10 or HP 4 (?ftz Sure-White FleeceBACK EPDM Membrane applied -30.0*
structural concrete ! Concrete Spike (1/4) with ACCUTRAC ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Fastening Plate
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

. ey B — Top Insulation Layer i
ystem ec ase Insulation Layer
Roof Note 15
No. (Note 1) (Note 13, Note 17) Type Fasteners Attach oof Cover {Note 15) (psf)
(Note 2, Note 11) (Note 17)
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one 1 per Sure-Seal Black FleeceBACK EPDM Membrane or
SC-69 33 steel or min. 2,500 psi or more layers, any Min. 0.5-inch SecurShield HD Note 2 ) 7pft2 Sure-White FleeceBACK EPDM Membrane applied -37.5*%
structural concrete combination, loose laid ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
. . . . Sure-Seal Black FleeceBACK EPDM Membrane or
$C-70 2";2;:; i?_';;;:]p(;%o%ragf ('\)/r":q.olr.es_ll,—;‘nc:rsth:nk’ one Min 0.5-inch HP Recovery Note 2 1 per Sure-White FleeceBACK EPDM Membrane applied 45.0%
&0 reayers, any Board 2.0f2 | in Flexible FAST (RIBBON) or Flexible FAST DT :
structural concrete combination, loose laid
(RIBBON)
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one Sure—Sea! Black FleeceBACK EPDM Membrane c?r
SC-71 33 steel or min. 2,500 psi or more layers, an Min 0.5-inch DensDeck Prime Note 2 1 per sure-White FleeceBACK EPDM Membrane applied -45.0*
P e layers, any : 2.0ft2 | in Flexible FAST (RIBRON) or Flexible FAST DT :
structural concrete combination, loose laid
(RIBBON)
Min. 22 ga., type B, Grade Min. 1.5-inch InsulBase, ) . . Sure-Seal Black FleeceBACK EPDM Membrane or
SC-72 33 steel or min. 2,500 psi SecurShield, Polyiso HP- m;r;.:r.?gézg?os,-z:l:/rssgleld HD Note 2 :g?trz Sure-White FleeceBACK EPDM Membrane applied -45.0*
structural concrete N or Polyiso HP-W ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 1.5-inch InsulBase, . . . Sure-Seal Black FleeceBACK EPDM Membrane or
; . } . Min. 0.5-inch hield HD 1 . .
SC-73 33 steel or min. 2,500 psi SecurShield, Polyiso HP- PI:; :rSEclzgtOSrt:L\J/rSSHle d Note 2 1 ;?trz Sure-White FleeceBACK EPDM Membrane applied -60.0
structural concrete N or Polyiso HP-W ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one ) . Sure-Seal Black FleeceBACK EPDM Membrane or
SC-74 33 steel or min. 2,500 psi or more layers, any ?:L:J/Ol:BmCh QRN Note 2 :;?tl; Sure-White FleeceBACK EPDM Membrane applied -75.0
structural concrete combination, loose laid ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one Steel: thUIFaSt F?Stener and Sure-Seal Black FleeceBACK EPDM Membrane or
h A ) ) Insulation Fastening Plate or SecurFast 1 per ) i
SC-75 33 steel or min. 2,500 psi or more layers, any Min. 0.5-inch EcoStorm VSH Insulation Fastening Plate 1.0 22 Sure-White FleeceBACK EPDM Membrane applied -82.5
structural concrete combination, loose laid Concrete: Note 2 ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one 1 per Sure-Seal Black FleeceBACK EPDM Membrane or
SC-76 33 steel or min. 2,500 psi or more layers, any Min. 0.5-inch DensDeck Prime Note 2 1 (’))ftz Sure-White FleeceBACK EPDM Membrane applied -97.5
structural concrete combination, loose laid ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade (Optional) One or more Min. 2-inch Polviso HP-H 1 per Sure-Seal Black FleeceBACK EPDM Membrane or
SC-77 33 steel or min. 2,500 psi layers, any combination, Insu.IBase Y ! Note 2 1 gftz Sure-White FleeceBACK EPDM Membrane applied -112.5
structural concrete loose laid ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 1.5-inch InsulBase, . . . Sure-Seal Black FleeceBACK EPDM Membrane or
.0.5- D 1 . .
5C-78 33 steel or min. 2,500 psi | SecurShield, Polyiso HP- 'F\,/I'l:'; :ric'gg?osr?\’/f:'e'd H Note 2 L ;?trz Sure-White FleeceBACK EPDM Membrane applied | -112.5
structural concrete N or Polyiso HP-W ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one . . Sure-Seal Black FleeceBACK EPDM Membrane or
SC-79 33 steel or min. 2,500 psi or more layers, any g’lmsgr: L?ﬁ:rslfsngéf)itd Note 2 11(';?:2 Sure-White FleeceBACK EPDM Membrane applied -127.5
structural concrete combination, loose laid P ’ in Flexible FAST (FULL) or Flexible FAST DT (FULL)
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NEmoO | etc.e
TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

. ey B — Top Insulation Layer i
ystem ec ase Insulation Layer
Roof Note 15
No. (Note 1) (Note 13, Note 17) Type Fasteners Attach oof Cover {Note 15) (psf)
(Note 2, Note 11) (Note 17)
Min. 22 ga., type B, Grade (Optional) One or more 1 per Sure-Seal Black FleeceBACK EPDM Membrane or
SC-80 33 steel or min. 2,500 psi layers, any combination, Min. 2-inch SecurShield Note 2 1 (;)ftz Sure-White FleeceBACK EPDM Membrane applied -135.0
structural concrete loose laid ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one . . Sure-Seal Black FleeceBACK EPDM Membrane or
Min 7/16-inch APA or TECO 1
SC-81 33 steel or min. 2,500 psi or more layers, any ral:d /OSBmc or Note 2 1 g?trz Sure-White FleeceBACK EPDM Membrane applied -135.0
structural concrete combination, loose laid ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., type B, Grade Min. 1.5-inch thick, one lsr::j;tl?::LF::QE?:?:':;;:: securFasy 1 per Sure-Seal Black FleeceBACK EPDM Membrane or
SC-82 80 steel or min. 2,500 psi or more layers, any Min. 0.5-inch EcoStorm VSH Insulation Fastening Plate 1 (?ftz Sure-White FleeceBACK EPDM Membrane applied -135.0
structural concrete combination, loose laid Concrete: Note 2 ' in Flexible FAST (FULL) or Flexible FAST DT (FULL)
MEMBRANE APPLIED IN SUREMB MC ADHESIVE:
Min. 22 ga., type B, Grade (Optional) One or more ) .
) . S Min. 0.5-inch HP R 1 - .
SC-83 33 steel or min. 2,500 psi layers, any combination, Bolgrd inc ecovery Note 2 ) g?trz Sure-Seal AFX applied in SureMB MC Adhesive -45.0*
structural concrete loose laid '
Min. 22 ga., type B, Grade (Optional) One or more . .
Min. 0.25-inch DensDeck 1
SC-84 33 steel or min. 2,500 psi layers, any combination, Pr;nm: >-inch Dengdec Note 2 5 (';?trz Sure-Seal AFX applied in SureMB MC Adhesive -45.0*
structural concrete loose laid '
Min. 22 ga., type B, Grade (Optional) One or more Min. 2-inch InsulBase, 1 per
SC-85 33 steel or min. 2,500 psi layers, any combination, SecurShield, Polyiso HP-N or Note 2 1 6pft2 Sure-Seal AFX applied in SureMB MC Adhesive -60.0
structural concrete loose laid Polyiso HP-W '

TABLE 2p: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER (STRESS PLATES)

Insulation
Roof Cover (Note 15)
System Deck (Note 13, Note 17) MDP
No. (Note 1) (psf)
e Type HET Membrane Fasteners (Note 11) Attachment
(Note 17)
Min. 22 ga, t\(pe B, Gradg Min. 1.5-inch thick, one or Prelim Sure-Tough (0.070-inch Carlisle HP Fastener (steel only), H.D 14-10, CD-10 12-inch o.c. within 7-inch wide
SC-86 80 steel or min. 2,500 psi D R (concrete only) or HP Concrete-Spike (concrete X -30.0
more layers, any combination attach thick) R . laps spaced 115-inch o.c.
structural concrete only) with Sure-Seal 2 in. Polymer Seam plates
Min. 22 ga, type B, Gradc—j_‘ Min. 1.5-inch thick, one or Prelim Carlisle HP Fastener (steel only), H.D 14-10, CD-10 12-inch o.c. within 6-inch wide
SC-87 80 steel or min. 2,500 psi .9 Sure-Tough (concrete only) or HP Concrete-Spike (concrete K -30.0
more layers, any combination attach R . laps spaced 90-inch o.c.
structural concrete only) with Sure-Seal 2 in. Polymer Seam plates
Min. 22 ga, type B, Gradg Min. 1.5-inch thick, one or Prelim Carlisle HP Fastener (steel only), H.D 14-10, CD-10 6-inch o.c. within 6-inch wide
SC-88 33 steel or min. 2,500 psi S Sure-Tough (concrete only) or HP Concrete-Spike (concrete X -37.5
more layers, any combination attach R . laps spaced 114-inch o.c.
structural concrete only) with Sure-Seal 2 in. Polymer Seam plates
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TABLE 2p: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER (STRESS PLATES)

NEmoO | etc.e

Insulation
Roof Cover (Note 15)
System Deck (Note 13, Note 17) MDP
No. Note 1 sf
{Note 1) Type Attach Membrane Fasteners (Note 11) Attachment
(Note 17)
Min. 22 t B, Grad Carlisle HP Fast teel only), HD 14-10, CD-10
n ga, Ype » ora (.e Min. 1.5-inch thick, one or Prelim Sure-Tough (0.070-inch arlisie astgger Dteel ORY), \ o 6-inch o.c. within 6-inch wide
SC-89 40 steel or min. 2,500 psi S R (concrete only) or HP Concrete-Spike (concrete X -52.5
more layers, any combination attach thick) R e laps spaced 114-inch o.c.
structural concrete only) with Sure-Seal 2 in. Polymer Seam plates
Min. 22 ga, type B, Gradg Min. 1.5-inch thick, one or prelim Carlisle HP Fastener (steel only), H‘D 14-10, CD-10 6-inch o.c. within 6-inch wide
SC-90 80 steel or min. 2,500 psi S Sure-Tough (concrete only) or HP Concrete-Spike (concrete X -52.5
more layers, any combination attach K . laps spaced 114-inch o.c.
structural concrete only) with Sure-Seal 2 in. Polymer Seam plates
Min. 22 ga, type B, Gradg Min. 1.5-inch thick, one or Prelim -ariQle HP Fastener (el gply), H.D 14-10, CD-10 6-inch o.c. within 6-inch wide
SC-91 33 steel or min. 2,500 psi S Sure-Tough (concrete only) or HP Concrete-Spike (concrete . -52.5
more layers, any combination attach R . laps spaced 90-inch o.c.
structural concrete only) with Sure-Seal 2 in. Polymer Seam plates
Min. 22 ga, type B, Gradg Min. 1.5-inch thick, one or Prelim Sure-White FleeceBACK QIR N astencREteel only), H.D 14-10, CD-10 6-inch o.c. within 6-inch wide
SC-92 33 steel or min. 2,500 psi S (concrete only) or HP Concrete-Spike (concrete X -52.5
more layers, any combination attach EPDM Membrane 145 ) \ laps spaced 112-inch o.c.
structural concrete only) with Sure-Seal 2 in. Polymer Seam plates
Min. 22 B lisle HP F I only), HD 14-10, CD-1
n g2, type . Gradg Min. 1.5-inch thick, one or Prelim Sure-Tough (0.070-inch AN astener (steel only), ) 0, CD-10 6-inch o.c. within 7-inch wide
SC-93 80 steel or min. 2,500 psi s R (concrete only) or HP Concrete-Spike (concrete . -60.0
more layers, any combination attach thick) R . laps spaced 115-inch o.c.
structural concrete only) with Sure-Seal 2 in. Polymer Seam plates
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TABLE 2e: STEEL orR STRUCTURAL CONCRETE DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE D-1: INSULATED, MECHANICALLY ATTACHED ROOF COVER (BATTENS)

NEmoO | etc.e

Insulation
Roof Cover (Note 15)
System Deck (Note 13, Note 17) MDP
No. Note 1 sf
(Note1) Type Attach Membrane Fasteners (Note 11) Attachment
(Note 17)
Carlisle HP-X (steel only), HD 14-10 t | D-10
Min. 22 ga, type B, Grade 40 | Min. 1.5-inch thick, one or . arisie (steel only), . (concrete only), C . Fasteners 12-inch o.c. through
K . Prelim (concrete only) or HP Concrete-Spike (concrete only) with L .
SC-94 steel or min. 2,500 psi more layers, any Sure-Tough R . batten within 6-inch wide laps -30.0
Lo attach Sure-Seal Metal Fastening Bars or Sure-Tite Fasteners (steel .
structural concrete combination R N spaced 114-inch o.c.
only) with ST Membrane Fastening Bars
Min. 22 ga, type B, Grade 33 | Min. 1.5-inch thick, one or prelim Carlisle HP-X (steel only), HD 14-10 (concrete only), CD-10 Fasteners 12-inch o.c. through
SC-95 steel or min. 2,500 psi more layers, any Sure-Tough (concrete only) or HP Concrete-Spike (concrete only) with batten within 6-inch wide laps -30.0
Lo attach R .
structural concrete combination OMG Polymer Batten Strip. spaced 90-inch o.c.
Min. 22 ga, type B, Grade 80 | Min. 1.5-inch thick, one or prelim Carlisle HP-X (steel only), HD 14-10 (concrete only), CD-10 Fasteners 12-inch o.c. through
SC-96 steel or min. 2,500 psi more layers, any attach Sure-Tough (concrete only) or HP Concrete-Spike (concrete only) with batten within 6-inch wide laps -30.0
structural concrete combination Sure-Seal Metal Fastening Bars spaced 90-inch o.c.
Min. 22 ga, type B, Grade 80 | Min. 1.5-inch thick, one or . Carlisle HP-X (steel only), HD 14-1(.) (concrete only), CD-.10 Fasteners 12-inch o.c. through
K . Prelim (concrete only) or HP Concrete-Spike (concrete only) with . . .
SC-97 steel or min. 2,500 psi more layers, any Sure-Tough \ . batten within min. 5-inch wide laps | -37.5
L attach Sure-Seal Metal Fastening Bars or Sure-Tite Fasteners (steel .
structural concrete combination R K spaced max 115-inch o.c.
only) with ST Membrane Fastening Bars
. Min. 1.5-inch thick, one or . X . . Fasteners 12-inch o.c. through
sc.98 Min. 22 ga, type B, Grade 80 more layers, any Prelim Sure-Tough Sure-Tite Fasteners (steel only) with ST Membrane Fastening batten within 6-inch wide laps -45.0
steel S attach Bars .
combination spaced 114-inch o.c.
Min. 1.5-inch thick, F 12-inch o.c. th h
Min. 22 ga, type B, Grade 33 in. 1.5-inch thick, one or Prelim Sure-Tite Fasteners (steel only) with ST Membrane Fastening astener§ . |nc. o¢ t roug
SC-99 more layers, any Sure-Tough batten within 6-inch wide laps -45.0
steel L attach Bars .
combination spaced 90-inch o.c.
Min. 22 ga, type B, Grade 40 | Min. 1.5-inch thick, one or . Carlisle HP-X (steel only), HD 14_1(.) (concrete only), CD-.10 Fasteners 6-inch o.c. through
K . Prelim (concrete only) or HP Concrete-Spike (concrete only) with L. .
SC-100 steel or min. 2,500 psi more layers, any Sure-Tough R . batten within 6-inch wide laps -52.5
N attach Sure-Seal Metal Fastening Bars or Sure-Tite Fasteners (steel .
structural concrete combination R K spaced 114-inch o.c.
only) with ST Membrane Fastening Bars
. Min. 1.5-inch thick, one or . X . . Fasteners 12-inch o.c. through
SC-101 Min. 22 ga, type B, Grade 80 more layersg@hy Prelim Sure-Tough Sure-Tite Fasteners (steel only) with ST Membrane Fastening batten within 6-inch wide laps 525
steel o attach Bars .
combination spaced 90-inch o.c.
lisle HP-X I only), HD 14-1 ly), CD-1
Min. 22 ga, type B, Grade 80 | Min. 1.5-inch thick, one or . Carlisle (steel only), 0 (concrete only), C . 0 Fasteners 6-inch o.c. through
K . Prelim (concrete only) or HP Concrete-Spike (concrete only) with T . .
SC-102 steel or min. 2,500 psi more layers, any Sure-Tough . . batten within min. 5-inch wide laps -60.0
a . attach Sure-Seal Metal Fastening Bars or Sure-Tite Fasteners (steel .
structural concrete combination R K spaced max. 115-inch o.c.
only) with ST Membrane Fastening Bars
Min. 22 ga, type B, Grade 33 | Min. 1.5-inch thick, one or prelim Carlisle HP-X (steel only), HD 14-10 (concrete only), CD-10 Fasteners 6-inch o.c. through
SC-103 steel or min. 2,500 psi more layers, any Sure-Tough (concrete only) or HP Concrete-Spike (concrete only) with batten within 6-inch wide laps -60.0
. 8 attach A .
structural concrete combination OMG Polymer Batten Strip. spaced 90-inch o.c.
Min. 22 ga, type B, Grade 80 | Min. 1.5-inch thick, one or prelim Carlisle HP-X (steel only), HD 14-10 (concrete only), CD-10 Fasteners 6-inch o.c. through
SC-104 steel or min. 2,500 psi more layers, any attach Sure-Tough (concrete only) or HP Concrete-Spike (concrete only) with batten within 6-inch wide laps -82.5
structural concrete combination Sure-Seal Metal Fastening Bars spaced 90-inch o.c.
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TABLE 3A: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
NoTE: REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

Base Insulation Layer

Top Insulation Layer

NEmoO | etc.e

System Deck Attach Attach Roof Cover (Note 15) MEP
No. (Note 1) Type Type (psf)
(Notes 6,7,8) (Notes 6,7,8)
MEMBRANE APPLIED IN CAV-GRIP IIl ADHESIVE/PRIMER OR SURE-SEAL 90-8-30A:
Min. 2.500 psi Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c1 stru.ctl,'lral P Min. 0.5-inch InsulBase or Hot Asphalt (Optional) Additional layers Hot Asphalt White EPDM or Sure-White Reinforced EPDM applied in 157.5
’ . SecurShield P of base insulation P CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete (primed) K .
Bonding Adhesive
. . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
Min. 2 Min. 1.5-inch | B . . o T
c2 St:lr]Ctl;fflo pst SeI:urSP?ielT; PQISLiJsoanE,-N or Hot Asphalt (Optional) Additional layers Hot Asphalt White EPDM or Sure-White Reinforced EPDM applied in 3300
' . R + POl P of base insulation P CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A '
concrete (primed) | Polyiso HP-W ) .
Bonding Adhesive
. . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c3 x:zctzl:lfglo pst gilcnl,.lrls.:i:T;hPlcr)‘ISlijslganE:N or Hot Asphalt Min 0.5-inch HP Recovery Hot Asohalt White EPDM or Sure-White Reinforced EPDM applied in 23300
: . . PO P Board P CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A :
concrete (primed) | Polyiso HP-W X .
Bonding Adhesive
. . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
ca :frlzctztiaolo pst 'S\ilalan;rls.:i;TdChPlcr:ISlijs!ga}js'—N or Hot Asphalt Min. 0.25-inch DensDeck, Hot Asphalt White EPDM or Sure-White Reinforced EPDM applied in 3525
: . . dhad P DensDeck Prime P CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A :
concrete (primed) | Polyiso HP-W K .
Bonding Adhesive
C-5. structural Min. 1.5-inch InsulLam (OSB) Flexible FAST DT None N/A CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A -105.0
concrete (FULL) K .
Bonding Adhesive
. . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c6 's\:lrlzctztifaolo pst Min. 0.5-inch InsulBase or E:Z:E:z Eﬁg g‘:l_ (Optional) Additional layers Flexible FAST or Flexible White EPDM or Sure-White Reinforced EPDM applied in 157.5
’ SecurShield of base insulation FAST DT (RIBBON) CAV-GRIP IIl Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete (RIBBON) X .
Bonding Adhesive
. . . . \ Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
o gfr'chufgo psl gﬂe':qus':i?_l?;hpzsﬂgaﬁﬁ'N o E::i:g:s Eﬁg ng Min 0.5-inch HP Recovery | Flexible FAST or Flexible | White EPDM or Sure-White Reinforced EPDM applied in 1575
’ ) » PO Board FAST DT (RIBBON) CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete Polyiso HP-W (RIBBON) X .
Bonding Adhesive
. . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
s . 2,590 P Min. 0.5-inch InsulBase or E:Zz:g:z oo | Min.0.25inch SECUROCK | Flexible FAST or Flexible | White EPDM or Sure-White Reinforced EPDM appliedin | _ 1575
’ concrete SecurShield (RIBBON) Gypsum-Fiber Roof Board FAST DT (RIBBON) CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’

Bonding Adhesive
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TABLE 3A: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
NoTE: REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer
System Deck MDP
Attach Attach Roof Cover (Note 15)
No. (Note 1) Type Type (psf)
(Notes 6,7,8) (Notes 6,7,8)
Insulation: (Optional)
Additional layer(s) base - i - -
Min. 2,500 psi . . Flexible FAST or / : yer(s) . . Sur(.e Seal FR Nonrelnforc.ed EPPM, Sure-Tough, Su.re .
-9 structural Min. 0.5-inch InsulBase, Flexible EAST DT insulation Flexible FAST or Flexible White EPDM or Sure-White Reinforced EPDM applied in 1575
' concrete Securshield (RIBBON) Coverboard: Min. 0.5-inch FAST DT (RIBBON) CAV-GRIP IIl Adhesive/Primer or Sure-Seal 90-8-30A )
SecurShield HD, SecurShield Bonding Adhesive
HD Plus or EcoStorm VSH
C-10. structural Min. 1.5-inch InsulLam (GYP) Flexible FAST DT None N/A CAV-GRIP 11l Adhesive/Primer or Sure-Seal 90-8-30A -157.5
concrete (FULL) K .
Bonding Adhesive
. . . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c11 :frlzctztiaolo pst 'S\ilalan;rlsllfi;TcJChPlc?ISlijs!ga}js'—N or E::z:g:: Eﬁg ng Min. 0.25-inch DensDeck, Flexible FAST or Flexible White EPDM or Sure-White Reinforced EPDM applied in 2325
’ ) i DensDeck Prime FAST DT (RIBBON) CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete Polyiso HP-W (RIBBON) K .
Bonding Adhesive
. . . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c-12 L\frlzctzt;faolo pst 'S\ilalcnt;rlsl:i:TdChPI:ISlijslgaljs'—N or E::z:E:Z Eﬁ§ g;_ (Optional) Additional layers Flexible FAST or Flexible White EPDM or Sure-White Reinforced EPDM applied in 240.0
’ A + POV of base insulation FAST DT (RIBBON) CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete Polyiso HP-W (RIBBON) . .
Bonding Adhesive
. . . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c13 2:':3;[;?;0 psl :Ialcnl;rls.:i;T;hP:ls?slga;E’-N or E::i:g:s Eig ng Min. 2-inch Polyiso HP-H Flexible FAST or Flexible White EPDM or Sure-White Reinforced EPDM applied in 2400
’ ) + POl Composite FAST DT (RIBBON) CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete Polyiso HP-W (RIBBON) X .
Bonding Adhesive
C-14. structural Min. 1.5-inch InsulLam (WF) Flexible FAST DT None N/A CAV-GRIP 11l Adhesive/Primer or Sure-Seal 90-8-30A -255.0
concrete (FULL) X .
Bonding Adhesive
Min. 2,500 psi . ) ) Flexible FAST or Min. 1.5-inch SecurShield . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough applied in
C-15. structural (S?aszlr?sr;l?vla)lgﬂtlrr].Hl.SSP;iIEIthCG Flexible FAST DT HD Composite or H-Shield Efg}b;rl:(ARf;B%’;)lemble CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A -270.0
concrete (RIBBON) HD Composite Bonding Adhesive
. . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
cie | ooin 2,599 psl Min. L.5-inch Insulfoam HD E::i:g:g oo | None N/A White EPDM or Sure-White Reinforced EPDM appliedin |
’ Composite CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete (FULL) . .
Bonding Adhesive
. . . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
.2 . 1.5- B . - . . . R . Loy
c-17 s'\frlzctl;fz?lo psi S'\ilelcnurls:i;TdChPEISl:sloaSE:N - E::i:g:i Eﬁg ng (Optional) Additional layers Flexible FAST or Flexible White EPDM or Sure-White Reinforced EPDM applied in 23300
’ ) 7O of base insulation FAST DT (FULL) CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete Polyiso HP-W (FULL) X .
Bonding Adhesive
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TABLE 3A: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
NoTE: REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer
System Deck MDP
Attach Attach Roof Cover (Note 15)
No. (Note 1) Type Type (psf)
(Notes 6,7,8) (Notes 6,7,8)
. . . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c-18 s'\frlzctzlifa?lo pst ’S\/Ielan;rlsl:i-;T;hP:]ISLilslga}-slsl-N or E::z:z:z Eﬁg ng Min 0.5-inch HP Recovery Flexible FAST or Flexible White EPDM or Sure-White Reinforced EPDM applied in 330.0
’ ) s POl Board FAST DT (FULL) CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete Polyiso HP-W (FULL) X .
Bonding Adhesive
. . . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c-19 x:zctzl:lfglo pst gilcnl;rls.:i:?;hplas?slga;gN or E::i:g:z Eﬁg CI;EI' Min. 2-inch Polyiso HP-H Flexible FAST or Flexible White EPDM or Sure-White Reinforced EPDM applied in 330.0
’ ) » POl Composite FAST DT (FULL) CAV-GRIP IIl Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete Polyiso HP-W (FULL) K .
Bonding Adhesive
Insulation: (Optional)
Min. 2.500 osi (Optional) Min. 1.5-inch Additional layer(s) base Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c-20 stru.ctl,’lral P InsulBase, SecurShield or Flexible FAST insulation Flexible FAST (RIBBON) White EPDM or Sure-White Reinforced EPDM applied in 3525
’ concrete Min. 1-inch Insulfoam I, I, IX, | (RIBBON) Coverboard: Min. 0.5-inch CAV-GRIP IIl Adhesive/Primer or Sure-Seal 90-8-30A :
VI, XIV or XV SecurShield HD, SecurShield Bonding Adhesive
HD Plus or EcoStorm VSH
s
C-21. structural 0.5-inch EcoStorm VSH Flexible FAST DT None N/A CAV-GRIP Ill Adhesive/Primer or Sure-Seal 90-8-30A -495.0
concrete (FULL) . .
Bonding Adhesive
. . . . Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
Min. 2,500 psi Min. 1.5-inch InsulBase ) ) . . o S
! . . ! Min 0.5-inch HP Recovery White EPDM or Sure-White Reinforced EPDM applied in
C-22. structural Secu.rShleId, Polyiso HP-N or OB500 Board OB500 CAV-GRIP 11l Adhesive/Primer or Sure-Seal 90-8-30A -120.0
concrete Polyiso HP-W X .
Bonding Adhesive
Min. 2,500 psi Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
7 . . Min 0.5-inch HP Recovery White EPDM or Sure-White Reinforced EPDM applied in
C-23. structural Min. 1.0-inch Foamular 250 OB500 Board OB500 CAV-GRIP 11l Adhesive/Primer or Sure-Seal 90-8-30A -120.0
concrete . .
Bonding Adhesive
Min. 2,500 psi Min. 0.25-inch DensDeck or Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c-24 stru.ctL;raI P Min. 2.0-inch, min. 1.0 pcf, 0B500 DensDeck Prime or 0B500 White EPDM or Sure-White Reinforced EPDM applied in 1200
’ Insulfoam SECUROCK Gypsum-Fiber CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete ) .
Roof Board Bonding Adhesive
Min. 2.500 psi Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c-25 stru.ctL;raI P Min. 1.5-inch Polyiso HP-N or 0B500 (Optional) Additional layers 0B500 White EPDM or Sure-White Reinforced EPDM applied in 150.0
’ Polyiso HP-W of base insulation CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A :
concrete ) .
Bonding Adhesive
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TABLE 3A: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
NoTE: REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

Base Insulation Layer

Top Insulation Layer

NEmoO | etc.e

System 250 Attach Attach Roof Cover (Note 15) MDE
No. (Note 1) Type Type (psf)
(Notes 6,7,8) (Notes 6,7,8)
R e o e
c-26. structural securshield, Polyiso HP-Nor | OB500 SECUROCK Gypsum-Fiber 08500 CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A -150.0
concrete Polyiso HP-W X .
Roof Board Bonding Adhesive
Min. 2,500 psi Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c-27 stru.ctl,’lral P Min. 0.5-inch InsulBase or 0B500 (Optional) Additional layers 0B500 White EPDM or Sure-White Reinforced EPDM applied in 157.5
’ SecurShield of base insulation CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete ) .
Bonding Adhesive
Min. 2,500 psi Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
c-28 stru.ctl,’lral P Min. 1.0-inch Styrofoam 0B500 Min. 0.25-inch DensDeck, 0B500 White EPDM or Sure-White Reinforced EPDM applied in 2325
’ Roofmate or Highload 60 DensDeck Prime CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A ’
concrete ) .
Bonding Adhesive
Min. 2,500 psi Sure-Seal FR Nonreinforced EPDM, Sure-Tough, Sure-
Y . . Min. 0.25-inch DensDeck or White EPDM or Sure-White Reinforced EPDM applied in
C29. | structural Min. 1.0-inch Foamular 250 | OB500 DensDeck Prime R’ CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A 277
concrete ) .
Bonding Adhesive
MEMBRANE APPLIED IN AQUA BASE 120 BA ADHESIVE:
Min. 2 i i 1) Min. 1.5-inch
in. 2,500 psi (Optional) Min 5. inc Min. 0.5-inch HP Recovery Sure-Seal FR Nonreinforced EPDM or Sure-Tough applied
C-30. structural InsulBase, SecurShield, Hot Asphalt Board Hot Asphalt in Aqua Base 120 Bonding Adhesive -90.0
concrete (primed) | Polyiso HP-N or Polyiso HP-W a g
Min. 2,500 psi Min. 0.5-inch InsulBase or (Optional) Additional layers Sure-Seal FR Nonreinforced EPDM or Sure-Tough applied
C-31. structural L Hot Asphalt " ) ) 4 Hot Asphalt . . . En app -157.5
. SecurShield of base insulation in Aqua Base 120 Bonding Adhesive
concrete (primed)
Min. 2,500 psi Min. 1.5-inch InsulBase, N . . .
C-32. structural SecurShield, Polyiso HP-N or Hot Asphalt (Optlonél) Add.ltlonal layers Hot Asphalt .Sure-SeaI FR Nonrelnfo.rced EPDM or Sure-Tough applied -165.0
. R of base insulation in Aqua Base 120 Bonding Adhesive
concrete (primed) | Polyiso HP-W
Min. 2,500 psi (Optional) Min. 1.5'-|nch Min. 0.25-inch DensDeck Sure-Seal FR Nonreinforced EPDM or Sure-Tough applied
C-33. structural InsulBase, SecurShield, Hot Asphalt Prime Hot Asphalt in Aqua Base 120 Bonding Adhesive -165.0
concrete (primed) | Polyiso HP-N or Polyiso HP-W q J
Min. 2,500 psi (Optional) Min. 1.5.—|nch Flex!ble FAST or Min. 0.5-inch HP Recovery Flexible FAST or Flexible Sure-Seal FR Nonreinforced EPDM or Sure-Tough applied
C-34. structural InsulBase, SecurShield, Flexible FAST DT Board FAST DT (RIBBON) in Aqua Base 120 Bondine Adhesive -90.0
concrete Polyiso HP-N or Polyiso HP-W | (RIBBON) q J
Min. 2,500 psi . . FIex!bIe FAST or Min. 0.5-inch HP Recovery Flexible FAST or Flexible Sure-Seal FR Nonreinforced EPDM or Sure-Tough applied
C-35. structural Min. 1-inch Insulfoam | Flexible FAST DT . . . -90.0
Board FAST DT (RIBBON) in Aqua Base 120 Bonding Adhesive
concrete (RIBBON)
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TABLE 3A: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
NoTE: REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer
System Deck MDP
Attach Attach Roof Cover (Note 15)
No. (Note 1) Type Type (psf)
(Notes 6,7,8) (Notes 6,7,8)
Min. 2,500 psi Flexible FAST or .
C-36. structural Min. 1.5-inch InsulLam (WF) Flexible FAST DT None N/A Sur(.e-Seal o Nonr.elmforced EPDM, Sure-Tough or Sure:- -90.0
White EPDM applied in Aqua Base 120 Bonding Adhesive
concrete (FULL)
Min. 2,500 psi Min. 0.5-inch InsulBase or FIex!bIe FAST or (Optional) Additional layers Flexible FAST or Flexible Sure-Seal FR Nonreinforced EPDM or Sure-Tough applied
C-37. structural ; Flexible FAST DT . . . R ) -157.5
SecurShield of base insulation FAST DT (RIBBON) in Aqua Base 120 Bonding Adhesive
concrete (RIBBON)
Min. 2,500 psi Min. 1.5.-|nch InSL.JIBase, FIex!bIe FAST or (Optional) Additional layers | Flexible FAST or Flexible Sure-Seal FR Nonreinforced EPDM or Sure-Tough applied
C-38. structural SecurShield, Polyiso HP-N or Flexible FAST DT of base insulation FAST DT (RIBBON) in Aqua Base 120 Bonding Adhesive -165.0
concrete Polyiso HP-W (RIBBON) q &
Min. 2,500 psi (Optional) Min. 1.5.—|nch FIex!bIe FAST or Min. 0.25-inch DensDeck Flexible FAST or Flexible Sure-Seal FR Nonreinforced EPDM or Sure-Tough applied
C-39. structural InsulBase, SecurShield, Flexible FAST DT Prime FAST DT (RIBBON) in Aqua Base 120 Bonding Adhesive -165.0
concrete Polyiso HP-N or Polyiso HP-W | (RIBBON) q g
Min. 2,500 psi Min. 1.5-inch InsulBase, Flexible FAST or . . . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-40. structural SecurShield, Polyiso HP-N or Flexible FAST DT E)?Eggg?r:)sl:g(tj;g:nal layers EIAe;(_:_b:;I_F(/:LSJ{Sr Flexible White FleeceBACK EPDM Membrane applied in Aqua Base | -232.5
concrete Polyiso HP-W (FULL) 120 Bonding Adhesive
Min. 2,500 psi Min. 1.5-inch InsulBase, . - . R
c.a1. structural SecurShield, Polyiso HP-N or 0B500 (Optlonél) Add.|t|onal layers 0B500 §ure Seal FR Nonremfo'rced EPDM or Sure-Tough applied -105.0
) of base insulation in Aqua Base 120 Bonding Adhesive
concrete Polyiso HP-W
Min. 2,500 psi (Optional) Min. 1.5-inch . . . .
C-42. structural InsulBase, SecurShield, OB500 BM()I;.'(?.S NP FEbvery OB500 iSnu/t;e i:aBI;sZ '\i;grggn:gifeisﬁgx’:r Sure-Tough applied -90.0
concrete Polyiso HP-N or Polyiso HP-W a g
Min. 2,500 psi (Optional) Min. 1.5-inch . X . .
c43. | structural InsulBase, SecurShield, 0B500 PMr:xg.zs inch Densbeck | og500 oure 3233';1hi?grgl,n:;fe‘iﬁﬁfmfr sure-Toughapplied | 150
concrete Polyiso HP-N or Polyiso HP-W q g
MEMBRANE APPLIED IN EPDM X-23 Low-VOC BONDING ADHESIVE:
C-aa 's\:lrlzctztifaolo pst Min. 0.5-inch InsulBase or E:Zz:s:z Eﬁg g;_ Min. 0.25-inch SECUROCK Flexible FAST or Flexible Sure-Seal FR Nonreinforced EPDM, Sure-Tough applied in 75.0
’ SecurShield Gypsum-Fiber Roof Board FAST DT (RIBBON) EPDM x-23 Low-VOC Bonding Adhesive ’
concrete (RIBBON)
Min. 2,500 psi Flexible FAST or . L
C-45. structural Min. 1.5-inch InsulLam (GYP) Flexible FAST DT None N/A Sure-Seal FR Nonrelnforcec.j EPDM, S.ure Tough applied in -75.0
EPDM x-23 Low-VOC Bonding Adhesive
concrete (FULL)
C-a6 's\:lrlzctztifflo pst (Optional) Min. 1.5-inch E:Zz:z:s Eﬁg g;_ m:l)n(.:iihlgzi:esgil:-sshr:ieelfd Flexible FAST or Flexible Sure-Seal FR Nonreinforced EPDM, Sure-Tough applied in 285.0
’ SecurShield or H-Shield CG P . FAST DT (RIBBON) EPDM x-23 Low-VOC Bonding Adhesive ’
concrete (RIBBON) HD Composite
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TABLE 3A: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
NoTE: REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer
System Deck MDP
Attach Attach Roof Cover (Note 15)
No. (Note 1) Type Type (psf)
(Notes 6,7,8) (Notes 6,7,8)
Min. 2,500 psi Min. 1.5-inch Insulfoam HD FIex!bIe FAST or Sure-Seal FR Nonreinforced EPDM, Sure-Tough applied in
C-47. structural . Flexible FAST DT None N/A . . -472.5
Composite EPDM x-23 Low-VOC Bonding Adhesive
concrete (FULL)
.48 x;zctzl;f:lo pst (Optional) Min. 1.5-inch E::i:g:z Eﬁg CI;EI' mnéi}:_IESi::z?ﬁsshrﬂ?d Flexible FAST or Flexible Sure-Seal FR Nonreinforced EPDM, Sure-Tough applied in 495.0
! SecurShield or H-Shield CG P . FAST DT (FULL) EPDM x-23 Low-VOC Bonding Adhesive :
concrete (FULL) HD Composite
MEMBRANE APPLIED IN FLEXIBLE FAST OR FLEXIBLE FAST DUAL-TANK:
(Optional) Min. 0.5-inch Insulation: (Optional) Sure-Seal Black FI BACK EPDM Membrane or Sur:
Min. 2,500 psi priona’) Min. 0.>-Inc Flexible FASTor | Additional layer(s) base . . ure-sea’ Flack eece emorane or sure
InsulBase, SecurShield or . . . Flexible FAST or Flexible White FleeceBACK EPDM Membrane applied in Flexible
C-49. structural K . Flexible FAST DT insulation . . -90.0
Min. 1-inch Insulfoam I, 11, IX, ) A FAST DT (RIBBON) FAST (RIBBON, 6-inch o.c.) or Flexible FAST DT (RIBBON, 6-
concrete (RIBBON) Coverboard: Min. 0.5-inch .
VIII, XIV or XV —_— inch o.c.)
EcoStorm VSH
Min. 2,500 psi Flexible FAST or R . . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-50. structural Min. 1-inch Insulfoam | Flexible FAST DT g/cl:g.r;).S—mch W Regery Ef:}b;l:(ARf;Bz'\T;eXIble White FleeceBACK EPDM Membrane applied in Flexible -142.5
concrete (RIBBON) FAST (FULL) or Flexible FAST DT (FULL)
Min. 2,500 psi Min. 1.5-inch InsulBase, Flexible FAST or . < . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-51. structural SecurShield, Polyiso HP-N or Flexible FAST DT BMOIS;(?'S-mCh HRGPoVY Efg}b;rl:(ARf;B%’;)lemble White FleeceBACK EPDM Membrane applied in Flexible -157.5
concrete Polyiso HP-W (RIBBON) FAST (FULL) or Flexible FAST DT (FULL)
. . Min. 1.5-inch Kingspan .
Min. 2,500 psi GreenGuard or Min. 1.0-inch FIex!bIe 80ST N Min. 0.5-inch HP Recovery Flexible FAST or Flexible Sur?—SeaI Black FleeceBACK EPDM Membr.ane. or Su.re—
C-52. structural Dow STYROFOAM Flexible FAST DT Board FAST DT (RIBBON) White FleeceBACK EPDM Membrane applied in Flexible -157.5
concrete ROOFMATE (RIBBON) FAST (FULL) or Flexible FAST DT (FULL)
Insulation: (Optional)
Additional layer(s) base
Min. 2,500 psi Min. 0.5-inch InsulBase Flexible FAST or insulation ver(s) Flexible FAST or Flexible Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-53. structural Sea;rs.hield Y Flexible FAST DT c board: Min. 0.5-inch FAST DT (RIBBON) White FleeceBACK EPDM Membrane applied in Flexible -157.5
concrete (RIBBON) zoverboard: Viin. 9.>-Inc FAST (FULL) or Flexible FAST DT (FULL)
SecurShield HD, SecurShield
HD Plus or EcoStorm VSH
Min. 2,500 psi (Optional) InsulBase, Flexible FAST or . . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
Pol HP-NB, St B Flexible FAST or Flexibl
C54. | structural Securshield, Polyiso HP-N or | Flexible FAST DT | /°>0 (T8 ZIOMMBaE, ) B (FULSr P | White FleeceBACK EPDM Membrane applied in Flexible | -187.5
concrete Polyiso HP-W (FULL) FAST (FULL) or Flexible FAST DT (FULL)
Min. 2,500 psi Min. 0.5-inch HP Recove Flexible FAST or Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-55. structural Boa;d \ ry Flexible FAST DT None N/A White FleeceBACK EPDM Membrane applied in Flexible -202.5
concrete (RIBBON) FAST (FULL) or Flexible FAST DT (FULL)
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TABLE 3A: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
NoTE: REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer
System Deck MDP
Attach Attach Roof Cover (Note 15)
No. (Note 1) Type Type (psf)
(Notes 6,7,8) (Notes 6,7,8)
Min. 2,500 psi (Optional) Min. 1.5-inch Flexible FAST or gslg';/ii:nghzéi':cr;tw Flexible FAST or Flexible Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-56. structural InsulBase, SecurShield, Flexible FAST DT DensDeck o.r I£)ensDeck FAST DT (RIBBON) White FleeceBACK EPDM Membrane applied in Flexible -240.0
concrete Polyiso HP-N or Polyiso HP-W | (RIBBON) Prime FAST (FULL) or Flexible FAST DT (FULL)
Min. 2,500 psi Flexible FAST or Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-57. structural Min. 1.5-inch InsulLam (WF) Flexible FAST DT None N/A White FleeceBACK EPDM Membrane applied in Flexible -255.0
concrete (FULL) FAST (FULL) or Flexible FAST DT (FULL)
Min. 2,500 psi Flexible FAST or . . . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-58. structural Min. 1-inch Insulfoam | Flexible FAST DT BMOI;];(?'S-mCh HP Recovery IilAe;(':'bII;I'F(/I;\LSJ{Sr Flexible White FleeceBACK EPDM Membrane applied in Flexible -300.0
concrete (FULL) FAST (FULL) or Flexible FAST DT (FULL)
Min. 2,500 psi Min. 1-inch FM Approved EPS | Flexible FAST or R . . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-59. structural (BASF, NOVA, or Huntsman Flexible FAST DT g/c')';;‘s"mh R Efg}%ﬁiﬁﬁ{gr Flexible |\ ite FleeceBACK EPDM Membrane applied in Flexible 3225
concrete beads) (FULL) FAST (FULL) or Flexible FAST DT (FULL)
Min. 2,500 psi Min. 1.5-inch InsulBase, Flexible FAST or . . . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-60. structural SecurShield, Polyiso HP-N or Flexible FAST DT BMOI;];(?'S-mCh HRGEP” % z\e;(':'bII;I'F(/:LSJ{Sr Flexible White FleeceBACK EPDM Membrane applied in Flexible -330.0
concrete Polyiso HP-W (FULL) FAST (FULL) or Flexible FAST DT (FULL)
. . Min. 1.5-inch Kingspan .
Min. 2,500 psi GreenGuard or Min. 1.0-inch FIex!bIe FAST or Min. 0.5-inch HP Recovery Flexible FAST or Flexible Sur?—SeaI Black FleeceBACK EPDM Membr.ane. or Su.re—
C-61. structural Dow STYROFOAM Flexible FAST DT Board FAST DT (FULL) White FleeceBACK EPDM Membrane applied in Flexible -330.0
concrete ROOFMATE (FULL) FAST (FULL) or Flexible FAST DT (FULL)
Insulation: (Optional)
i in. 1.5-i Additional layer(s) base
Min. 2,500 psi I(r?sFLtIII;)::eI) 'S\ilelcnur:;hsi:ddc])r Flexible FAST insulaltion ver(s) Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-62. structural X o i X Flexible FAST (RIBBON) White FleeceBACK EPDM Membrane applied in Flexible -352.5
concrete Min. 1-inch Insulfoam |, 11, IX, (RIBBON) Coverboard: Min. 0.5-inch FAST (FULL) or Flexible FAST DT (FULL)
VIII, XIV or XV SecurShield HD, SecurShield
HD Plus or EcoStorm VSH
Min. 2,500 psi (Optional) Min. 1.5-inch Flexible FAST or gslg';/;i:nghzéil:cfmd Flexible FAST or Flexible Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-63. structural InsulBase, SecurShield, Flexible FAST DT DensDeck o.r bensDeck FAST DT (FULL) White FleeceBACK EPDM Membrane applied in Flexible -457.5
concrete Polyiso HP-N or Polyiso HP-W | (FULL) Prime FAST (FULL) or Flexible FAST DT (FULL)
Min. 2,500 psi Flexible FAST or Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-64. structural Min. 1.5-inch InsulLam (OSB) Flexible FAST DT None N/A White FleeceBACK EPDM Membrane applied in Flexible -457.5
concrete (FULL) FAST (FULL) or Flexible FAST DT (FULL)
Min. 2,500 psi Flexible FAST or Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
C-65. structural EcoStorm VSH Flexible FAST DT None N/A White FleeceBACK EPDM Membrane applied in Flexible -495.0
concrete (FULL) FAST (FULL) or Flexible FAST DT (FULL)
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NEmMO | etc.e
TABLE 3A: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
NoTE: REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

. e Base Insulation Layer Top Insulation Layer i

stem ec| =

yNo (Note 1) Tvpe Attach Type Attach Roof Cover (Note 15) o

P (Notes 6,7,8) P (Notes 6,7,8)

MEMBRANE APPLIED IN HOT ASPHALT:
Min. 2,500 psi (Optional) Min. 1.5-inch . )

C-66. structural InsulBase, SecurShield, HA 2/22;:'5 inch HP Recovery HA Sure-Seal AFX applied in hot asphalt -150.0
concrete (primed) | Polyiso HP-N or Polyiso HP-W

MEMBRANE APPLIED IN SUREMB MC ADHESIVE:
Min. 2,500 psi (Optional) Min. 1.5-inch Flexible FAST or . . ) Y

C-67. structural InsulBase, SecurShield, Flexible FAST DT BMOI;"dO'S inch HP Recovery Ef;_:_b:;rF(ARIS;B%”\T)IeXIbIe Sure-Seal AFX applied in SureMB MC Adhesive -157.5
concrete Polyiso HP-N or Polyiso HP-W | (RIBBON)
Min. 2,500 psi (Optional) Min. 1.5-inch Flexible FAST or ) . ) .

C-68. structural InsulBase, SecurShield, Flexible FAST DT g’g:‘sgfi :’rci:‘:enSDeCk or ifg}b;iﬁls;;g;;ex'b'e Sure-Seal AFX applied in SureMB MC Adhesive -240.0
concrete Polyiso HP-N or Polyiso HP-W | (RIBBON)
Min. 2,500 psi Min. 1.5-inch InsulBase, Flexible FAST or . " . .

C-69. structural SecurShield, Polyiso HP-N or Flexible FAST DT (Optlonfal) Add.ltlonal layers FlexTQ FAST or Flexible Sure-Seal AFX applied in SureMB MC Adhesive -240.0
concrete Polyiso HP-W (RIBBON) of base insulation FAST DT (RIBBON)
Min. 2,500 psi (Optional) Min. 1.5-inch Flexible FAST or ) ) . .

c-70. structural InsulBase, SecurShield, Flexible FAST DT BMO':“?'S Qh HP Betgery ifg}b;iﬁa{g Flexible | ¢ o Seal AFX applied in SureMB MC Adhesive -330.0
concrete Polyiso HP-N or Polyiso HP-W | (FULL)
Min. 2,500 psi (Optional) Min. 1.5-inch Flexible FAST or K . . .

c-71. structural InsulBase, SecurShield, Flexible FAST DT g"e':'sgfk 'F[‘rci:;ze"SDeCk or Efg}b;ieisr Flexible | ¢ o Seal AFX applied in SureMB MC Adhesive -375.0
concrete Polyiso HP-N or Polyiso HP-W | (FULL)
Min. 2,500 psi Min. 1.5-inch InsulBase, Flexible FAST or < . . .

c-72. structural Securshield, Polyiso HP-N or | Flexible FasT T | (OPtional) Additionallayers | Flexible FAST or Flexible | ¢ ' <o Arx applied in SureMB MC Adhesive -457.5
concrete Polyiso HP-W (FULL) of base insulation FAST DT (FULL)

TABLE 3B: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

System Deck
1! D
No. " Roof Cover (Note 15) MDP (psf)

C-73. Min. 2,500 psi structural concrete Sure-White EPDM applied in CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A Bonding Adhesive -240.0

C-74. Min. 2,500 psi structural concrete Sure-Tough applied in CAV-GRIP lll Adhesive/Primer or Sure-Seal 90-8-30A Bonding Adhesive -240.0

C-75. Min. 2,500 psi structural concrete Sure-Seal FR Nonreinforced EPDM applied in CAV-GRIP Il Adhesive/Primer or Sure-Seal 90-8-30A Bonding Adhesive -315.0

C-76. Min. 2,500 psi structural concrete (S:l;il—jeal Black FleeceBACK EPDM Membrane or Sure-White FleeceBACK EPDM Membrane applied in Flexible FAST (FULL) or Flexible FAST DT 4950

C-77. Min. 2,500 psi structural concrete Sure-Seal AFX applied in hot asphalt -97.5
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TABLE 3B: CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

NEmMO | etc.e

System Deck
No. Tt Roof Cover (Note 15) MDP (psf)
Min. 2,500 psi structural concrete primed -
C-78. with CCW-702 or D41 primer Sure-Seal AFX applied in hot asphalt -495.0
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NEmoO | etc.e
TABLE 4A: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION orR REROOF (TEAR-

SYSTEM TYPE A-2: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

e Anchor Sheet Insulation E—- A
V:l oem Deck (Note 1) LWC (Note 14) T Fast Attach . . Attach o: i 2\;er z
. ote
ype asteners ac ase op N ( )
ELASTIZELL (FLA994):
Min. 22 ga., Type B, M!n. 25.0 pst ) OMG CR 9.-|nch o€ n the 3-|nch. Min. 1.0-inch InsulBase, Min. 1.0-inch Sure-Seal AFX
Grade 33 vented steel Min. 2-inch Johns Manville Assembled side lap and 9-inch o.c. in . ; L
LWC-1 . . . . . SecurShield, Polyiso HP-N or HP Recovery Hot asphalt applied in hot -45.0
or min. 2,500 psi thick, Elastizell Perma Ply 28 Base Sheet two staggered rows in the .
Polyiso HP-W Board asphalt
structural concrete Range Il LWIC Fasteners center of the sheet

TABLE 4B: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

LWC (Note 14)
System Deck (Note 1) Roof Cover (Note 15) MDE
No. Type | Surface Treatment sf
CELCORE (FL2037):
MEMBRANE APPLIED IN FLEXIBLE FAST OR FLEXIBLE FAST DUAL-TANK:
) ) . . R h . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
LWC-2 Is\ilér;.l'zrigj.,GTfipse :\]/S, Grade 33 (I\:/Iellr;ug? E(C)L\é\z_zizast density, min. 200 psi, min. 2-inch thick Celcore MF ﬁ:Cl)Jr:itrl]ong(l))r:e(l)cL?r:z PVA White FleeceBACK EPDM Membrane applied in -60.0
s max. STt sp : g tomp Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., Type BV, Grade 33 Min. 38 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF Celcore PVA Curing Surg-Seal Black FleeceBACK EPDM Membrane. or Sure-
Ltwe-s steel; max. 4 ft spans Cellular Concrete with Celcore HS Rheology Modifying Admixture Compound White FleeceBACK EPDM Membrane applied in 675
s max. & Tt spans. @ N\ 3 ' P Flexible FAST (FULL) or Flexible FAST DT (FULL)
) Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF ) Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
LWC-4 'S\fg;'l -Zr?wag:.'Gszpse SrYs’ Grade 33 Cellular Concrete. When walkable, LWIC is attached with Carlisle HP i:%?:rzon(?(i)r:elcfr:g PVA White FleeceBACK EPDM Membrane applied in -67.5
! ’ P Fasteners & Insulation Plates at a density of 1 per 9 ft2. & P Flexible FAST (FULL) or Flexible FAST DT (FULL)
. Min. 36 pcf wet cast density, min. 200 psi, min. 2-inch thick Celcore MF . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
Min. 22 ga., T BV | | PVA
LWC-5 stzlar:al- mf: ’6 fipse ans’ Grade 33 Cellular Concrete. When walkable, LWIC is attached with Carlisle HP E;?J’:it,:onéo)nfeocf,:g White FleeceBACK EPDM Membrane applied in -120.0
! : P Fasteners & Insulation Plates at a density of 1 per 1.0 ft2. s P Flexible FAST (FULL) or Flexible FAST DT (FULL)
ELASTIZELL (FL4994):
MEMBRANE APPLIED IN FLEXIBLE FAST OR FLEXIBLE FAST DUAL-TANK:
. . \ . R . . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
LWC.6 L\il(ler;.|.2:‘ag:.,6Té;)se ;3[\1/5, Grade 33 :2: :TI T_&f/:/\c/et cast density, min. 250 psi, min. 2-inch thick, Elastizell None White FleeceBACK EPDM Membrane applied in -30.0
s max. 5 1t spans. € Flexible FAST (FULL) or Flexible FAST DT (FULL)
. . . . Lo . . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
LWC-7 :il;r;.l.z:é:.,;ép;e :rYS Grade 33 l';/;l: :TI T_::/]:/;I(V;Et cast density, min. 250 psi, min. 2-inch thick, Elastizell None White FleeceBACK EPDM Membrane applied in -45.0
» max. > Tt spans. g Flexible FAST (FULL) or Flexible FAST DT (FULL)
Min. 22 ga., Type BV, Grade 33 S . . L . . . Sure-Seal Black FleeceBACK EPDM Membrane or Sure-
Min. 27 pcf wet cast densit . 250 . 2-inch thick, Elastizell
LWC-8 steel; max. 5 ft spans; primed with Ral: . ”T_&/:Acle cast density, min psl, min. 2-inch thick, tlastize None White FleeceBACK EPDM Membrane applied in -60.0
Zell Bonding Agent. e Flexible FAST (FULL) or Flexible FAST DT (FULL)
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TABLE 4B: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER
System LWC (Note 14) DP

Deck (Note 1) Roof Cover (Note 15)
No. Type Surface Treatment (psf)

Sure-Seal Black FleeceBACK EPDM Membrane or Sure-

Min. 27 pcf wet cast density, min. 250 psi, min. 2-inch thick, Elastizell None White FleeceBACK EPDM Membrane applied in -90.0

LWC-9 Min. 2,500 psi structural concrete

Range Il LWIC Flexible FAST (FULL) or Flexible FAST DT (FULL)
©NEMO ETC, LLC P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC PEER-CRL-001.A.R10 for FL1601-R16 (NON-HVHZ)
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SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

TABLE 5A: RECOVER APPLICATIONS

NEmoO | etc.e

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the
substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

Base Insulation Layer

Top Insulation Layer

System Substrate e - Roof Cover (Note 15 MDli
No. (Note 1, Note 12) Type Type (Note 15) (psf)
(Notes 6,7,8) (Notes 6,7,8)
MEMBRANE APPLIED IN CAV-GRIP |1l ADHESIVE/PRIMER OR SURE-SEAL 90-8-30A:
Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 1.5-inch InsulBase, (Optional) Additional layers of base Tough, Sure-White EPDM or Sure-White
R-1 Existing asphaltic BUR SecurShield, Polyiso HP-N or Hot Asphalt insr:JIation v Hot Asphalt Reinforced EPDM applied in CAV-GRIP IlI -330.0
Polyiso HP-W Adhesive/Primer or Sure-Seal 90-8-30A
Bonding Adhesive
Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 1.5-inch InsulBase, Tough, Sure-White EPDM or Sure-White
R-2 Existing asphaltic BUR SecurShield, Polyiso HP-N or Hot Asphalt Min 0.5-inch HP Recovery Board Hot Asphalt Reinforced EPDM applied in CAV-GRIP III -330.0
Polyiso HP-W Adhesive/Primer or Sure-Seal 90-8-30A
Bonding Adhesive
Sure-Seal FR Nonreinforced EPDM, Sure-
Min. 1.5-inch InsulBase, . . Tough, Sure-White EPDM or Sure-White
R-3 | Existing asphaltic BUR SecurShield, Polyiso HP-N or Hot Asphalt g’:;:;:'zs"“h DensDeck, DensDeck |\ A ohalt Reinforced EPDM applied in CAV-GRIP 11| 3525
Polyiso HP-W Adhesive/Primer or Sure-Seal 90-8-30A
Bonding Adhesive
Existing fullv-adhered | Insulation: (Optional) Additional
s:j':,;:fd :syhaalt EL?It—irarr];oT’ (BUR) layer(s) base insulation Flexible FAST Sure-Seal FR Nonreinforced EPDM, Sure-
p p - ! ) ) Flexible FAST or | Coverboard: (Optional) Min. 0.25-inch ) Tough, Sure-White EPDM or Sure-White
smooth-surfaced asphalt built-up Min. 1-inch InsulBase, . R or Flexible . L
R-4 . Flexible FAST DensDeck Prime or SECUROCK Reinforced EPDM applied in CAV-GRIP III -167.5
roof (BUR), granule-surfaced APP or SecurShield X X FAST DT ; R
i . DT (RIBBON) Gypsum-Fiber Roof Board or min. 0.5- Adhesive/Primer or Sure-Seal 90-8-30A
SBS modified bitumen or smooth- X . X (RIBBON) . .
e . inch SecurShield HD, SecurShield HD Bonding Adhesive
surfaced SBS modified bitumen
Plus or EcoStorm VSH
Insulation: (Optional) Additional
. layer(s) base insulation . Sure-Seal FR Nonreinforced EPDM, Sure-
Existing fully-adhered asphalt built- . . Flex!ble FAST or Coverboard: (Optional) Min. 0.25-inch FIeXIbI? FAST Tough, Sure-White EPDM or Sure-White
R Min. 1-inch InsulBase, Flexible FAST . or Flexible X .
R-5 up roof (BUR) with flood coat & . DensDeck Prime or SECUROCK Reinforced EPDM applied in CAV-GRIP IlI -167.5
SecurShield DT (RIBBON, 6- . . FAST DT ) .
gravel (loose gravel removed) inch o.c.) Gypsum-Fiber Roof Board or min. 0.5- (RIBBON) Adhesive/Primer or Sure-Seal 90-8-30A
h inch SecurShield HD, SecurShield HD Bonding Adhesive
Plus or EcoStorm VSH
Existing fuIIy—adhen?d granule- Ml.n. 0.25-inch DensDeck Sure-Seal FR Nonreinforced EPDM, Sure-
surfaced asphalt built-up roof (BUR), Prime or SECUROCK Gypsum- . R .
smooth-surfaced asphalt built-u Fiber Roof Board or min. 0.5- Flexible FAST or Tough, Sure-White EPDM or Sure-White
R-6 roof (BUR) ranuIe-Fs’urfaced APs A inch SecurShield HD o Flexible FAST None N/A Reinforced EPDM applied in CAV-GRIP IlI -302.5
'8 ! DT (RIBBON) Adhesive/Primer or Sure-Seal 90-8-30A

SBS modified bitumen or smooth-
surfaced SBS modified bitumen

SecurShield HD Plus or
EcoStorm VSH

Bonding Adhesive

©ONEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC
Carlisle EPDM Single Ply Roof Systems; (717) 245-7264
TOP OF APPENDIX

PEER-CRL-001.A.R10 for FL1601-R16 (NON-HVHZ)
Revision 10: 09/10/2026
Appendix 1, Page 34 of 38




TABLE 5A: RECOVER APPLICATIONS

NEmoO | etc.e

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the
substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

Base Insulation Layer

Top Insulation Layer

S Substrate Attach Attach Roof Cover (Note 15) —MDi
No. (Note 1, Note 12) Type Type (psf)
(Notes 6,7,8) (Notes 6,7,8)
mli;;);azrss_:ingSRDC()eglzDGeCksum- Flexible FAST or sure-Seal FR Nonreinforced EPDM, Sure-
Existing fully-adhered asphalt built- Fiber Roof Board or miynp 05 Flexible FAST Tough, Sure-White EPDM or Sure-White
R-7 up roof (BUR) with flood coat & . . T None N/A Reinforced EPDM applied in CAV-GRIP III -302.5
inch SecurShield HD, DT (RIBBON, 6- . .
gravel (loose gravel removed) . . Adhesive/Primer or Sure-Seal 90-8-30A
SecurShield HD Plus or inch o.c.) Bonding Adhesive
EcoStorm VSH €
Sure-Seal FR Nonreinforced EPDM, Sure-
L ) . Min. 1.5-inch InsulBase, . " Tough, Sure-White EPDM or Sure-White
R-8 SEX'rSf;':eg ::pha't'c BUR or mineral SecurShield, Polyiso HP-Nor | OB500 fnos’f;;?:'? Additional layers of base | 555, Reinforced EPDM applied in CAV-GRIP Il | -120.0
u P Polyiso HP-W Adhesive/Primer or Sure-Seal 90-8-30A
Bonding Adhesive
Sure-Seal FR Nonreinforced EPDM, Sure-
Existing asphaltic BUR or mineral Min. 1.5-inch InsulBase, Min 0.5-inch HP Recovery Board or Tough, Sure-White EPDM or Sure-White
R-9 surfacegca P SecurShield, Polyiso HP-N or 0OB500 min. 0.25-inch DensDeck or DensDeck | OB500 Reinforced EPDM applied in CAV-GRIP III -120.0
P Polyiso HP-W Prime Adhesive/Primer or Sure-Seal 90-8-30A
Bonding Adhesive
. . Sure-Seal FR Nonreinforced EPDM, Sure-
Existing asphaltic BUR or mineral 2:':;):(')2::;22?2;:'2:250 94 Min 0.5-inch HP Recovery Board or Tough, Sure-White EPDM or Sure-White
R-10 g asp .y . . OB500 min. 0.25-inch DensDeck or DensDeck | OB500 Reinforced EPDM applied in CAV-GRIP IlI -120.0
surface cap Highload 60 or min. 2.0-inch, R . R
. Prime Adhesive/Primer or Sure-Seal 90-8-30A
min. 1.0 pcf, Insulfoam . .
Bonding Adhesive
Sure-Seal FR Nonreinforced EPDM, Sure-
- . . . . Tough, Sure-White EPDM or Sure-White
R-11 fﬁ;sf;':f::pha't'c BUR or mineral Min. 1.0-inch Foamular 250 0B500 m;;eo.zs-mch DensDeck or DensDeck | pc g Reinforced EPDM applied in CAV-GRIP 11| -120.0
P Adhesive/Primer or Sure-Seal 90-8-30A
Bonding Adhesive
MEMBRANE APPLIED IN AQUA BASE 120 BA ADHESIVE:
Min. 1.5-inch InsulBase, (Optional) Additional layers of base Sure-Seal FR Nonreinforced EPDM or Sure-
R-12 Existing asphaltic BUR SecurShield, Polyiso HP-N or Hot Asphalt . P R v Hot Asphalt Tough applied in Aqua Base 120 Bonding -165.0
R insulation .
Polyiso HP-W Adhesive
(Optional) Min. 1.5-inch Sure-Seal FR Nonreinforced EPDM or Sure-
R-13 Existing asphaltic BUR InsulBase, SecurShield, Polyiso Hot Asphalt Min. 0.5-inch HP Recovery Board Hot Asphalt Tough applied in Aqua Base 120 Bonding -90.0
HP-N or Polyiso HP-W Adhesive
(Optional) Min. 1.5-inch Sure-Seal FR Nonreinforced EPDM or Sure-
R-14 Existing asphaltic BUR InsulBase, SecurShield, Polyiso Hot Asphalt Min. 0.25-inch DensDeck Prime Hot Asphalt Tough applied in Aqua Base 120 Bonding -165.0

HP-N or Polyiso HP-W

Adhesive
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SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

TABLE 5A: RECOVER APPLICATIONS

NEmoO | etc.e

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the
substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

Base Insulation Layer

Top Insulation Layer

System Substrate e - Roof Cover (Note 15 MDli
No. (Note 1, Note 12) Type Type (Note 15) (psf)
(Notes 6,7,8) (Notes 6,7,8)
. . . Min. 1.5-inch InsulBase, . . Sure-Seal FR Nonreinforced EPDM or Sure-
R-15 Existing asphaltic BUR or mineral SecurShield, Polyiso HP-N or 0OB500 ?Optlor}al) Additional igggrs JRase OB500 Tough applied in Aqua Base 120 Bonding -105.0
surface cap R insulation .
Polyiso HP-W Adhesive
Existing asphaltic BUR or mineral (Optional) Min. 1.5-inch Sure-Seal FR Nonreinforced EPDM or Sure-
R-16 g asp InsulBase, SecurShield, Polyiso 0OB500 Min. 0.5-inch HP Recovery Board OB500 Tough applied in Aqua Base 120 Bonding -90.0
surface cap R .
HP-N or Polyiso HP-W Adhesive
Existing asphaltic BUR or mineral (Optional) Min. 1.5-inch Sure-Seal FR Nonreinforced EPDM or Sure-
R-17 E asp InsulBase, SecurShield, Polyiso 0OB500 Min. 0.25-inch DensDeck Prime OB500 Tough applied in Aqua Base 120 Bonding -150.0
surface cap R .
HP-N or Polyiso HP-W Adhesive
MEMBRANE APPLIED IN EPDM x-23 Low-VOC BONDING ADHESIVE:
e . . . . . ) Sure-Seal FR Nonreinforced EPDM, Sure-
R-18 Existing asphaltic BUR or mineral Min. 0.5.—|nch InsulBase or 0B500 Mln. 0.25-inch SECUROCK Gypsum- OB500 Tough applied in EPDM x-23 Low-VOC 75.0
surface cap SecurShield Fiber Roof Board . .
Bonding Adhesive
Existing asphaltic BUR or mineral Sure-Seal FR Nonreinforced EPDM, Sure-
R-19 E asp Min. 1.5-inch InsulLam (GYP) OB500 None N/A Tough applied in EPDM x-23 Low-VOC -75.0
surface cap . .
Bonding Adhesive
. . . . . Sure-Seal FR Nonreinforced EPDM, Sure-
R-20 Existing asphaltic BUR or mineral Min. 1.5'—|nch Insulfoam HD 0B500 None N/A Tough applied in EPDM x-23 Low-VOC -120.0
surface cap Composite ) )
Bonding Adhesive
MEMBRANE APPLIED IN FLEXIBLE FAST OR FLEXIBLE FAST DUAL-TANK:
Existing fuIIy-adhergd granule- Insulation: (Optional) Additional ) Sure-Seal Black FleeceBACK EPDM
surfaced asphalt built-up roof (BUR), . TR . Flexible FAST .
K . ) . Flexible FAST or | layer(s) base insulation X Membrane or Sure-White FleeceBACK
smooth-surfaced asphalt built-up (Optional) Min. 1-inch . . . or Flexible L )
R-21 roof (BUR), granule-surfaced APP or InsulBase. SecurShield Flexible FAST Coverboard: Min. 0.5-inch FAST DT EPDM Membrane applied in Flexible FAST -90.0
e £ . ! DT (RIBBON) SecurShield HD, SecurShield HD Plus (RIBBON, 6-inch o.c.) or Flexible FAST DT
SBS modified bitumen or smooth- EcaSt VSH (RIBBON) (RIBBON, 6-inch o.c.)
surfaced SBS modified bitumen or tcostorm ! -
Insulation: (Optional) Additional -
o . Flexible FAST or nsulation: ( .p |ona.) itiona Flexible FAST Sure-Seal Black FIeeceBACK EPDM
Existing fully-adhered asphalt built- Min. 1-inch InsulBase Flexible FAST layer(s) base insulation or Flexible Membrane or Sure-White FleeceBACK
R-22 up roof (BUR) with flood coat & SeCL;rShieId ’ DT (RIBBON, 6- Coverboard: Min. 0.5-inch FAST DT EPDM Membrane applied in Flexible FAST -90.0
gravel (loose gravel removed) . ’ SecurShield HD, SecurShield HD Plus (RIBBON, 6-inch o.c.) or Flexible FAST DT
inch o.c.) (RIBBON) .
or EcoStorm VSH (RIBBON, 6-inch o.c.)
. Sure-Seal Black FleeceBACK EPDM
e R R K . Flexible FAST or .
Existing fully-adhered asphalt built- Min. 0.5-inch SecurShield HD, Flexible FAST Membrane or Sure-White FleeceBACK
R-23 up roof (BUR) with flood coat & SecurShield HD Plus or DT (RIBBON, 6- None N/A EPDM Membrane applied in Flexible FAST -90.0
gravel (loose gravel removed) EcoStorm VSH inch o.c.) ! (RIBBON, 6-inch o.c.) or Flexible FAST DT

(RIBBON, 6-inch o.c.)
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SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

TABLE 5A: RECOVER APPLICATIONS

NEmoO | etc.e

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the
substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

Base Insulation Layer

Top Insulation Layer

System Substrate e - Roof Cover (Note 15) MDli
No. (Note 1, Note 12) Type Notes 6.7.8 Type Notes 6.7.8 (psf)
e Insulation: (Optional) Additional
Existing fully-adhered granule- 7Iayer(s) base insulation
surfaced asphalt built-up roof (BUR), . R . . Flexible FAST Sure-Seal Black FleeceBACK EPDM
K . ) Flexible FAST or | Coverboard: (Optional) Min. 0.25-inch X .
R-24 smooth-surfaced asphalt built-up Min. 1-inch InsulBase, Flexible FAST DensDeck Pri SECUROCK or Flexible Membrane or Sure-White FleeceBACK 1675
roof (BUR), granule-surfaced APP or SecurShield DT (RIBBON) Gens ecF.brlmRe orf Board in0.5 FAST DT EPDM Membrane applied in Flexible FAST ’
S$BS modified bitumen or smooth- =ypsum-FIber Root Board or min. ©.0- 1| giggap) (FULL) or Flexible FAST DT (FULL)
. . inch SecurShield HD, SecurShield HD
surfaced SBS modified bitumen Plus or FéoStorm VSH
Insulation: (Optional) Additional
| base insulati
Existing fullv-adhered asohalt built. Flexible FAST or ;yer(z) S (omtional) Min. 0.25.inch | FIexible FAST | Sure-Seal Black FleeceBACK EPDM
R-25 u roo?(ll;U\I/R) with floodpcoat &u Min. 1-inch InsulBase, Flexible FAST %'_( ptlor;:();URIg.ck L or Flexible Membrane or Sure-White FleeceBACK 1675
gfavel (loose gravel removed) SecurShield DT (RIBBON, 6- GsszuricFibz:nI:o(;:‘ Boal¥ or min. 0.5 FAST DT EPDM Membrane applied in Flexible FAST ’
inch o.c. , * 2" | (RIBBON FULL) or Flexible FAST DT (FULL,
inch o.c.) inch SecurShield HD, SecurShield HD ( ON) (FULL) or Flexible FAS (FuLL)
Plus or EcoStorm VSH
Existing fully-adhered granule- Min. 0.25-inch DensDeck
surfaced asphalt built-up roof (BUR), Prime or SECUROCK Gypsum- Flexible FAST or Sure-Seal Black FleeceBACK EPDM
R-26 smooth-surfaced asphalt built-up Fiber Roof Board or min. 0.5- Flexible FAST None N/A Membrane or Sure-White FleeceBACK 3025
roof (BUR), granule-surfaced APP or inch SecurShield HD, DT (RIBBON) EPDM Membrane applied in Flexible FAST '
SBS modified bitumen or smooth- SecurShield HD Plus or (FULL) or Flexible FAST DT (FULL)
surfaced SBS modified bitumen EcoStorm VSH
Min. 0.25-inch DensDeck
Existing fullv-adhered asphalt built- Prime or SECUROCK Gypsum- Flexible FAST or Sure-Seal Black FleeceBACK EPDM
R-27 u roo?(BU\;{) with roodpcoat & Fiber Roof Board or min. 0.5- Flexible FAST None N/A Membrane or Sure-White FleeceBACK 3025
:)avel (loose gravel removed) inch SecurShield HD, DT (RIBBON, 6- EPDM Membrane applied in Flexible FAST ’
& 8 SecurShield HD Plus or inch o.c.) (FULL) or Flexible FAST DT (FULL)

EcoStorm VSH

TABLE 5B: RECOVER APPLICATIONS
SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the substrate (See Note 12).
The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

System Substrate MDP
Roof C (Note 15) Y
No. (Note 1, Note 12) e (psf)*
. Sure-Seal Black FleeceBACK EPDM Membrane or Sure-White FleeceBACK EPDM Membrane applied in Flexible FAST
5 E - EPD -30.
R-28 xisting, fully-adhered EPDM (RIBBON) or Flexible FAST DT (RIBBON) 30.0
R-29 Existing, fully-adhered asphaltic BUR Sure-Seal AFX applied in SureMB MC Adhesive -60.0
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NEmMO | etc.e

TABLE 5B: RECOVER APPLICATIONS
SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the substrate (See Note 12).
The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

System Substrate MDP
Roof C Note 15
No. (Note 1, Note 12) oof Cover (Note 15) (psf)*
. Sure-Seal Black FleeceBACK EPDM Membrane or Sure-White FleeceBACK EPDM Membrane applied in Flexible FAST
R-30 | Existing, fully-adhered EPDM (RIBBON, 6-inch o.c.) or Flexible FAST DT (RIBBON, 6-inch o.c.) 750
. Sure-Seal Black FleeceBACK EPDM Membrane or Sure-White FleeceBACK EPDM Membrane applied in Flexible FAST
R-31 Existing, fully-adhered EPDM (FULL) or Flexible FAST DT (FULL) -315.0
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