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ScoPE:

This P.E. Evaluation Report (henceforth ‘PEER’) is issued under F.A.C. Rule 61G20-3 and the applicable rules and regulations governing the
use of construction materials in the State of Florida, and the Third-Party Evaluation Report acceptance by the Texas Department of
Insurance. The documentation submitted has been reviewed by Robert Nieminen, P.E. for compliance with the 9t Edition (2026) Florida
Building Code and 2024 International Building Code sections noted herein.

DEescripTION: Tremco Modified Bitumen Roof Systems (NON-HVHZ)

LABELING: Labeling shall be in accordance with the requirements of the Accredited Quality Assurance Agency noted herein.

CoNTINUED CoMPLIANCE: This PEER is valid until such time as the named product(s) changes, the referenced Quality Assurance or production
facility location(s) changes, or Code provisions that relate to the product(s) change. Acceptance of our PEERs by the named client constitutes
agreement to notify NEMO ETC, LLC of any changes to the product(s), the Quality Assurance or the production facility location(s). NEMO
ETC, LLC requires a complete review of its PEER relative to updated Code requirements with each Code Cycle. Reference is made to the
Nemo | etc. Directory of P.E. Evaluations to ascertain the status and/or current version of this PEER. If the PEER is not listed at the Nemo
Directory, then it is no longer valid.

ADVERTISEMENT: “NEmo P.E. Evaluated” may be displayed in advertising literature. If any portion of the PEER is displayed, then it shall be in
its entirety.

InspecTION: Upon request, a copy of this entire PEER shall be provided to the user by the manufacturer or its distributors and shall be available
for inspection at the job site at the request of the Building Official.
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CERTIFICATION OF INDEPENDENCE:

1. NEMO ETC, LLC does not have, nor does it intend to acquire or will it acquire, a financial interest in any company manufacturing or
distributing products it evaluates.

2. NEMO ETC, LLC is not owned, operated, or controlled by any company manufacturing or distributing products it evaluates.

3. Robert Nieminen, P.E. does not have nor will acquire, a financial interest in any company manufacturing or distributing products for
which the evaluation reports are being issued.

4. Robert Nieminen, P.E. does not have, nor will acquire, a financial interest in any other entity involved in the approval process of the
product.

5. This is a building code evaluation. Neither NEMO ETC, LLC nor Robert Nieminen, P.E. are, in any way, the Designer of Record for any
project on which this PEER, or previous versions thereof, is/was used for permitting or design guidance unless retained specifically for
that purpose.
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ROOFING SYSTEMS EVALUATION:

1. SCOPE:
Product Category: Roofing
Sub-Category: Modified Bitumen Roof Systems

Product Approval Method: Method 1, Option D — Codified Material, Evaluation by Engineer

Compliance Statement: Tremco Modified Bitumen Roof Systems, as produced by Tremco CPG, Inc., have
demonstrated compliance with the following sections of the Codes listed below through testing in accordance with
the following Standards. Compliance is subject to the Installation Requirements and Limitations of Use set forth
herein.

2. STANDARDS:

M SECTION PROPERTY STANDARD
2026 Florida Building  1504.3.1 Wind resistance FM 4474
Code 1504.7 Impact resistance FM 4470, Section 4.6
1507.10.2 Material standards ASTM D2178, D4601
1507.11.2 Material standards ASTM D6162, ASTM D6163, ASTM
D6164, ASTM D6222, ASTM D6509
2024 International 1504.4.1 Wind resistance FM 4474
Building Code 1504.7 Impact resistance FM 4470, Section 4.6
1507.10.2 Material standard ASTM D2178
1507.10.2, 1507.11.2.1 Material standard ASTM D4601
1507.11.2 Material standards ASTM D6162, ASTM D6163, ASTM

D6164, ASTM D6222, ASTM D6509

3. REFERENCES:

ENTITY EXAMINATION REFERENCE M ENTITY EXAMINATION REFERENCE M
NEMO (TST6049)  ASTM D2178 4-TRM-18-002.04.18-2 04/27/18 FM (TST1867) 4470/4474 3055491 (LTR) 02/10/16
NEMO (TST6049)  ASTM D6162 45-TRM-18-002.11.18 11/28/18 NEMO (TST11294) FM 4474 13625.01.18-1 01/08/18
NEMO (TST6049)  ASTM D6163 TRM-SC16860.04.18 04/27/18 NEMO (TST11294) FM 4474 13625.01.18-3B 01/08/18
NEMO (TST6049)  ASTM D6162 49-TRM-19-SSMBB-01.B 10/24/19 NEMO (TST11294) FM 4474 13625.01.18-4B 01/08/18
NEMO (TST6049)  ASTM D6162 4g-TRM-19-SSMBB-01.C 10/24/19 NEMO (TST11294) FM 4474 13625.01.18-6B 01/09/18
NEMO (TST6049)  ASTM D6162 49-TRM-19-SSMBB-01.D 10/24/19 NEMO (TST11294) FM 4474 13625.01.18-7 01/12/18
NEMO (TST6049)  ASTM D6163 49-TRM-19-SSMBB-01.E 10/24/19 NEMO (TST11294) FM 4474 TRM-CTL15770.09.17-2 01/15/18
NEMO (TST6049)  ASTM D6163 4g-TRM-19-SSMBB-01.F 10/24/19 NEMO (TST11294) FM 4474 2-TRM-18-001.01.18-1B 01/29/18
NEMO (TST6049)  ASTM D6164 49-TRM-19-SSMBB-01.G 10/24/19 NEMO (TST11294) FM 4474 2-TRM-18-001.05.18-1 05/17/18
NEMO (TST6049)  ASTM D6164 4g-TRM-19-SSMBB-01.H 10/24/19 NEMO (TST11294) FM 4474 2-TRM-18-001 07/13/18
NEMO (TST6049)  ASTM D6162 49-TRM-19-SSMBB-01.A 02/07/20 NEMO (TST11294) FM 4474 2-TRM-18-001.07.18-1A 07/16/18
NEMO (TST6049)  ASTM D6163 49-TRM-19-SSMBB-03.A 04/22/20 NEMO (TST11294) FM 4474 2-TRM-18-001.07.18-2A 07/16/18
NEMO (TST6049)  ASTM D6163 4g-TRM-19-SSMBB-03.B 04/22/20 NEMO (TST11294) FM 4474 2-TRM-18-001; TRM-C18 08/15/18
NEMO (TST6049)  ASTM D6163 49-TRM-19-SSMBB-03.C 04/22/20 NEMO (TST11294) FM 4474 2-TRM-18-001 10/11/18
NEMO (TST6049)  ASTM D6163 40-TRM-19-SSMBB-03.D 04/22/20 NEMO (TST11294) FM 4474 2-TRM-18-001 10/26/18
NEMO (TST6049)  ASTM D6164 49-TRM-21-SSMBB-01.A 07/20/21 NEMO (TST11294) FM 4474 2-TRM-18-001.10.18.A 10/31/18
NEMO (TST6049)  ASTM D4601 4q-TRM-21-SSMBB-02.A.R1 01/04/22 NEMO (TST11294) FM 4474 2-TRM-18-001 11/09/18
NEMO (TST6049)  ASTM D6162 4g-TRM-21-SSMBB-03.A 07/19/22 NEMO (TST11294) FM 4474 2a-TRM-19-LSWUS-01.A 01/15/20
NEMO (TST6049) = ASTM D4601 49-TRM-SSMBB-001.A 07/21/26 NEMO (TST11294) FM 4474 2a-TRM-20-LSWUS-01 04/08/20
PRI (TST5878) ASTM D6509 50770190 05/02/22 NEMO (TST11294) FM 4474 2a-TRM-20-LSWUS-03.A 09/23/20
PRI (TST5878) ASTM D6222 JMC-330-02-01 10/17/18 NEMO (TST11294) FM 4474 2a-TRM-20-LSWUS-02.A 11/11/20
PRI (TST5878) ASTM D6222 JMC-330-02-03 10/17/18 NEMO (TST11294) FM 4474 2a-TRM-21-LSWUS-01.A 01/18/22
PRI (TST5878) ASTM D6163 50770104 05/11/21 NEMO (TST11294) FM 4474 2a-TRM-23-LSWUS-01 09/11/23
PRI (TST5878) ASTM D6163 507T0105 05/11/21 NEMO (TST6049) FM 4474 TRM-5C13940.01.18-1B 01/12/18
PRI (TST5878) ASTM D6163 824T0047 06/09/22 NEMO (TST6049) FM 4474 4-TRM-18-006.03.18-1 03/27/18
ACRC (TST4671) TAS 114 07-015 04/17/07 NEMO (TST6049) FM 4474 4-TRM-18-006.05.18-1 05/25/18
ERD (TST11294) FM 4474 JM-5C11190.03.16 03/11/16 NEMO (TST6049) FM 4474 4-TRM-18-006; TRM-C13 06/28/18
ERD (TST11294) FM 4474 13625.04.17; TRM-S1 04/06/17 NEMO (TST6049) FM 4474 4-TRM-18-006; TRM-C18 07/26/18
ERD (TST11294) FM 4474 13625.04.17-1; TRM-S2 04/20/17 NEMO (TST6049) FM 4474 4-TRM-18-006.08.18-1 08/02/18
ERD (TST11294) FM 4474 13625.05.17-1-R1 06/05/17 NEMO (TST6049) FM 4474 4-TRM-18-006.08.18-2 08/02/18
ERD (TST11294) FM 4474 13625.05.17-2A 06/05/17 NEMO (TST6049) FM 4474 4-TRM-18-006.08.18-3 08/02/18
ERD (TST11294) FM 4474 13625.07.17-2 07/20/17 NEMO (TST6049) FM 4474 2-TRM-18-001; TRM-B7 08/10/18
ERD (TST11294) FM 4474 15770.09.17-2 09/20/17 NEMO (TST6049) FM 4474 4-TRM-18-006.11.18 11/20/18
ERD (TST11294) FM 4474 13625.11.17-2 12/07/17 NEMO (TST6049) FM 4474 4-TRM-18-006; TRM-C23 12/04/18
ERD (TST11294) FM 4474 13625.12.17-2B 12/21/17 NEMO (TST6049) FM 4474 43-TRM-19-LSWUS-02.A 03/18/19
ERD (TST6049) FM 4474 4674.11.01-1 11/21/01 NEMO (TST6049) FM 4474 43-TRM-19-LSWUS 06/11/19
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ENTITY EXAMINATION REFERENCE DATE ENTITY EXAMINATION REFERENCE DATE
ERD (TST6049) FM 4474 2011.K39690SC 08/20/12 NEMO (TST6049) Criticality 4i-TRM-19-SSCRT 06/17/19
ERD (TST6049) FM 4474 TRM-5C6775.12.14 12/31/14 NEMO (TST6049) FM 4474 4a-TRM-20-LSWUS-01.A 06/15/20
ERD (TST6049) FM 4474 TRM-SC6775.01.15 01/02/15 NEMO (TST6049) FM 4474 4a-TRM-20-LSWUS-04.A 11/17/20
ERD (TST6049) FM 4474 TRM-SC6775.11.15-09-1 11/12/15 NEMO (TST6049) Criticality 4i-TRM-20-SSCRT-02.A 11/17/20
ERD (TST6049) FM 4474 TRM-5C9625.11.15-2-R1 11/17/15 NEMO (TST6049) Criticality 4i-TRM-20-SSCRT-01.A 05/06/21
ERD (TST6049) FM 4474 11675.06.16-1 06/08/16 NEMO (TST6049) FM 4474 4a-TRM-21-LSWUS-01.A 06/15/21
ERD (TST6049) FM 4474 11090.07.16-1 07/18/16 NEMO (TST6049) FM 4474 4a-TRM-21-LSWUS-02.A 10/08/21
ERD (TST6049) FM 4474 12530.10.16-2; TRM-20A 10/11/16 NEMO (TST6049) FM 4474 4a-TRM-21-LSWUS-04.A 10/08/21
ERD (TST6049) FM 4474 12935.10.16; TRM-21 10/11/16 NEMO (TST6049) FM 4474 4i-TRM-21-SSCRT-02.A 11/11/21
ERD (TST6049) FM 4474 11090.10.16-1 10/20/16 NEMO (TST6049) Criticality 4i-DAP-21-SSCRT-01.A.R1 03/03/22
ERD (TST6049) FM 4474 11675.10.16; TRM-19 10/20/16 NEMO (TST6049) FM 4474 4a-TRM-22-LSWUS-01.A 05/24/22
ERD (TST6049) FM 4474 TRM-5C13940.09.17 09/20/17 NEMO (TST6049) FM 4474 4a-TRM-22-LSWUS-02.A 05/24/22
FM (TST1867) 4470/4474 3002823 04/01/99 NEMO (TST6049) Criticality 4i-TRM-22-SSCRT-03.A 06/27/22
FM (TST1867) 4470/4474 4D2A3.AM 09/04/99 NEMO (TST6049) Criticality 4i-TRM-22-SSCRT-04.A 10/12/22
FM (TST1867) 4470/4474 3005298 05/10/02 NEMO (TST6049) Criticality 4u-ACES-23-SSMFP-01.A 05/24/23
FM (TST1867) 4470/4474 3018579 10/09/03 NEMO (TST6049) Criticality 4i-ACES-23-SSCRT-01 08/30/23
FM (TST1867) 4470/4474 3018436 02/09/04 NEMO (TST6049) Criticality 4i-TRM-23-SSCRT.01.A.R1 11/07/23
FM (TST1867) 4470/4474 3018437 02/09/04 NEMO (TST6049) FM 4474 4a-TRM-23-LSWUS-04.A 11/20/23
FM (TST1867) 4470/4474 3015502 12/30/04 NEMO (TST6049) Criticality 4i-TRM-23-SSCRT.03.A 03/18/24
FM (TST1867) 4470/4474 3026215 05/19/06 NEMO (TST6049) FM 4474 4a-TRM-23-LSWUS-03.A 03/27/24
FM (TST1867) 4470/4474 3027863 11/08/06 NEMO (TST6049) FM 4474 4a-TRM-LSWUS-001.A 11/15/24
FM (TST1867) 4470/4474 3025185 05/22/07 NEMO (TST6049) FM 4474 4a-TRM-LSWUS-003.A 11/21/25
FM (TST1867) 4470/4474 3033461 09/16/08 PRI (TST5878) FM 4474 TRE-162-02-02 06/22/15
FM (TST1867) 4470/4474 3039057 04/21/11 NEMO Traceability NE-FRM-0025-01 06/11/21
FM (TST1867) 4470/4474 3043423 12/14/11 NEMO Traceability NE-FRM-0025-01 06/11/21
FM (TST1867) 4470/4474 3043018 01/27/12 NEMO Traceability TRFM-0020-JM 02/28/23
FM (TST1867) 4470/4474 3045534 04/04/12 NEMO Traceability NE-FRM-0025-01-GAF 11/21/23
FM (TST1867) 4470/4474 3040922 06/13/12 UL LLC (QUA9625) Traceability L14A, MLA 12/27/22
FM (TST1867) 4470/4474 3045650 09/27/12 UL (QUA9625) QA Service Confirmation 07/31/25
FM (TST1867) 4470/4474 3048493 09/24/13 UL (QUA9625) QA Florida BCIS Current
FM (TST1867) 4470/4474 3051558 12/04/15

4. PRODUCT DESCRIPTION:

This PEER covers Tremco Modified Bitumen Roof Systems installed in accordance with Tremco published
installation instructions and the Limitations of Use herein.

TABLE 1: EVALUATED MEMBRANES

MATERIAL STANDARD

TYPE ProbuCT PLANT(S)
REFERENCE TYPE GRADE
BURmastic Glass Ply D4601 1] N/A OH
BURmastic Glass Ply — 28 Ib D4601 I N/A OH
BASE SHEETS BURmastic Composite Ply HT D4601 1] N/A OH
BURmastic Composite Ply Premium D4601 1] N/A OH
BURmastic Composite Ply HT Green D4601 1] N/A OH
THERMglass Type IV D2178 v N/A OK
PLy SHEETS
THERMglass Premium VI D2178 \ N/A OK
POWERply APP Base Sheet D6509 N/A N/A GA
APP, SMOOTH-SURFACE
POWERply APP Smooth D6222 | S GA
APP, GRANULE-SURFACE POWERply APP FR D6222 | G GA
POWERply SBS Base HW D6162 I} S TX
POWERply Endure 300 Smooth D6162 ] S OH
POWERply Endure 320 Smooth D6162 I} S OH
POWERply Standard Smooth D6163 | S OH
SBS, SMOOTH-SURFACE POWERply Standard Smooth HW D6163 | S GA
POWERply Endure 100 Smooth D6163 ] S OH
POWERply Heavy Duty Base Sheet D6163 ] S OH
POWERply 2PM D6164 | S OH
POWERply Endure 200 Smooth D6164 | S OH
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TABLE 1 (CONTINUED): EVALUATED MIEMBRANES
MATERIAL STANDARD
TYPE PRODUCT PLANT(S)
REFERENCE TYPE GRADE
POWERply Endure 300 FR D6162 11l G OH
POWERply Endure 320 FR D6162 11l G OH
POWERply SBS Deluxe HW D6162 1 G TX
POWERply Standard D6163 | G OH
POWERply Standard FR D6163 | G OH
SBS, GRANULE SURFACE
POWERply Standard FR GT24C D6163 | G AR
POWERply Standard FR HW D6163 | G OH
POWERply Endure 100 FR D6163 1 G OH
POWERply 3GR D6164 | G OH
POWERply Endure 200 FR D6164 1] G OH

5. LIMITATIONS:

5.1 This is a building code evaluation. Neither NEMO ETC, LLC nor Robert Nieminen, P.E. are, in any way, the Designer
of Record for any project on which this PEER, or previous versions thereof, is/was used for permitting or design
guidance. PEERs are not to be construed as representing any attributes not specifically listed, nor are PEERs to be
construed as an endorsement of the subject, or a recommendation for its use. There is no warranty by NEMO ETC,
LLC or Robert Nieminen, P.E., express or implied, as to any finding or other matter in this PEER, or as to any product
covered by the PEER.

5.2 This PEER is not for use in FBC High Velocity Hurricane Zone jurisdictions, as defined in FBC Chapter 2 (Broward
and Miami-Dade Counties).

5.3 This PEER pertains to above-deck roof components. Roof decks and structural members shall be in accordance
with requirements of the applicable Code to the satisfaction of the Authority Having Jurisdiction.

5.4 This PEER does not include evaluation of fire classification. Refer to FBC or IBC 1505 for requirements and
limitations regarding roof assembly fire classification. Refer to FBC or IBC 2603 for requirements and limitations
concerning the use of foam plastic insulation.

5.5 This PEER does not include evaluation of roof edge termination. Refer to FBC 1504.5 or IBC 1504.6 for
requirements and limitations regarding edge securement for low-slope roofs.

5.6 Recover Installations, Refer to FBC 1511 or IBC 1512:

5.6.1 For mechanically attached components over existing roof decks, fasteners shall be tested in the existing deck for
withdrawal resistance. A qualified design professional shall review the data for comparison to the minimum
requirements for the system. Testing shall be in accordance with ANSI/SPRI FX-1 or Testing Application Standard
TAS 105.

5.6.2 For bonded insulation or membrane over existing substrates in a re-roof (tear off) or recover installation, the
existing deck or existing roof surface shall be examined for compatibility with the adhesive to be installed. If any
surface conditions exist that bring system performance into question, field uplift testing in accordance with
ANSI/SPRI IA-1, ASTM E907, FM Loss Prevention Data Sheet 1-52 or Testing Application Standard TAS 124 shall
be conducted on mock-ups of the proposed new roof assembly.

5.6.3 For bonded insulation or membrane over existing substrates in a recover installation, the existing roof system shall
be capable of resisting project design pressures on its own merit to the satisfaction of the Authority Having
Jurisdiction, as documented through field uplift testing in accordance with ASTM E907, FM Loss Prevention Data
Sheet 1-52 or Testing Application Standard TAS 124.
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5.7 Attachment Requirements for Wind Load Resistance, Appendix 1:

5.7.1 “MDP” = Maximum Design Pressure is the result of testing for wind load resistance based on allowable wind loads,
and reflects the ultimate passing pressure divided by 2 (the 2 to 1 margin of safety per FBC 1504.9 has already
been applied). Refer to FBC or IBC 1609 for determination of design wind loads.

5.7.2 For mechanically attached components or partially-bonded insulation, the maximum design pressure for the
selected assembly shall meet or exceed at least the Zone 1 PRIME design pressure determined in accordance with
FBC or IBC Chapter 16. Elevated pressure zones shall employ an attachment density designed by a qualified design
professional to resist the elevated pressure criteria. Commonly used methods are ANSI/SPRI WD1, FM Loss
Prevention Data Sheet 1-29, Roofing Application Standard RAS 117 or RAS 137. Assemblies marked with an
asterisk* carry the limitations set forth in Section 2.2.10.1 of FM Loss Prevention Data Sheet 1-29 for Zone 2/3
enhancements.

5.7.3 For assemblies with all components fully bonded in place, the maximum design pressure for the selected assembly
shall meet or exceed critical design pressure determined in accordance with FBC or IBC Chapter 16. No rational
analysis is permitted for these systems.

5.8 Corrosion Resistance — Saltwater Environments:

Fasteners and connectors, if applicable, in areas within 3,000 feet of a saltwater coastline shall demonstrate
compliance with FBC 1711 to the satisfaction of the Authority Having Jurisdiction.

5.9 All components in the roof assembly shall have quality assurance audit in accordance with F.A.C. Rule 61G20-3.
Refer to the Product Approval of the component manufacturer for components listed in Appendix 1 that are
produced by a Product Manufacturer other than the report holder on Page 1 of this PEER.

6. INSTALLATION:

Tremco Modified Bitumen Roof Systems shall be installed in accordance with Tremco CPG, Inc. current, published
installation instructions, subject to the Limitations of Use noted herein.

7. BUILDING PERMIT REQUIREMENTS:
As required by the Building Official or Authority Having Jurisdiction to properly evaluate the installation of this
product.

|

. IMANUFACTURING PLANTS:

Contact the named QA entity for manufacturing facilities covered by F.A.C. Rule 61G20-3 QA requirements. Refer
to Section 4 herein for products and production locations having met codified material standards.

9. QUALITY ASSURANCE ENTITY:
UL (QUA9625): (360) 817-5512; bsai.inspections@ul.com

- THE 158-PAGES THAT FOLLOW FORM PART OF THIS PEER -
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APPENDIX 1: ATTACHMENT REQUIREMENTS FOR WIND UPLIFT RESISTANCE

TABLE DECK APPLICATION TYPE DESCRIPTION PAGE
1A Wood New or Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 11
18 Wood New, Reroof (Tear-Off) or Recover B-1 Mechanically Attached Base Insulation, Bonded Top Insulation, Bonded Roof Cover 19
1c Wood New, Reroof (Tear-Off) B-2 Mechanically Attached Thermal Barrier, Bonded Vapor Barrier, Bonded Insulation, Bonded Roof Cover 24
1p Wood New or Reroof (Tear-Off) B-3 Mechanically Attached Anchor Sheet, Bonded Insulation, Bonded Roof Cover 26
1e Wood New, Reroof (Tear-Off) or Recover Cc-1 Mechanically Attached Insulation, Bonded Roof Cover 28
1F Wood New, Reroof (Tear-Off) or Recover D-2 Insulated, Mechanically Attached Base Sheet, Bonded Roof Cover 33
16 Wood New, Reroof (Tear-Off) or Recover D-2 Insulated, Mechanically Attached PowerFAST, Bonded Roof Cover 34
1H Wood New or Reroof (Tear-Off) E-2 Non-Insulated, Mechanically Attached Base Sheet (nails), Bonded Roof Cover 36
1 Wood New, Reroof (Tear-Off) or Recover E-2 Non-Insulated, Mechanically Attached Base Sheet (screws & plates), Bonded Roof Cover 37
] Wood New, Reroof (Tear-Off) or Recover E-2 Non-Insulated, Mechanically Attached PowerFAST, Bonded Roof Cover 38
2A Steel New, Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 40
28 Steel New, Reroof (Tear-Off) A-3 Bonded Thermal Barrier, Bonded Vapor Barrier, Bonded Insulation, Bonded Roof Cover 51
2C Steel or Structural Concrete New, Reroof (Tear-Off) or Recover B-1 Mechanically Attached Base Insulation, Bonded Top Insulation, Bonded Roof Cover 54
2D Steel New, Reroof (Tear-Off) B-2 Mechanically Attached Thermal Barrier, Bonded Vapor Barrier, Bonded Insulation, Bonded Roof Cover 72
2E Steel or Structural Concrete New, Reroof (Tear-Off) or Recover C-1 Mechanically Attached Insulation, Bonded Roof Cover 84
2F Steel New, Reroof (Tear-Off) or Recover D-2 Insulated, Mechanically Attached Base Sheet, Bonded Roof Cover 94
2G Steel New, Reroof (Tear-Off) or Recover D-2 Insulated, Mechanically Attached PowerFAST, Bonded Roof Cover 95
3A Structural Concrete New or Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 97
38 Structural Concrete New or Reroof (Tear-Off) F Non-Insulated, Bonded Roof Cover 104
4A Deck with Lightweight concrete Reroof (Tear-Off) A-1 LWC to Deck, Bonded Insulation, Bonded Roof Cover 105
48 Deck with Lightweight concrete New, Reroof (Tear-Off) B-3 Mechanically Attached Anchor Sheet, Bonded Insulation, Bonded Roof Cover 109
4c Deck with Lightweight concrete Reroof (Tear-Off) or Recover C-1 LWC to Deck, Mechanically Attached Insulation, Bonded Roof Cover 112
4D Deck with Lightweight concrete New, Reroof (Tear-Off) E-2 LWC to Deck, Mechanically Attached Base Sheet, Bonded Roof Cover 124
4E Deck with Lightweight concrete New, Reroof (Tear-Off) or Recover E-2 LWC to Deck, Mechanically Attached PowerFAST, Bonded Roof Cover 129
4F Deck with Lightweight concrete  New, Reroof (Tear-Off) E-2 Vapor Barrier to Deck, LWC to Vapor Barrier, Mechanically Attached Base Sheet, Bonded Roof Cover 130
4G Deck with Lightweight concrete New, Reroof (Tear-Off) F LWC to Deck, Bonded Roof Cover 135
4H Deck with Lightweight concrete New, Reroof (Tear-Off) F Vapor Barrier to Deck, LWC to Vapor Barrier, Bonded Roof Cover 136
5A Cementitious wood fiber New, Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 137
58 Cementitious wood fiber New, Reroof (Tear-Off) or Recover B-3 Mechanically Attached Anchor Sheet, Bonded Insulation, Bonded Roof Cover 139
6A Existing gypsum Reroof (Tear-Off) A-1 Bonded Insulation, Bonded Roof Cover 142
68 Existing gypsum Reroof (Tear-Off) A-1a Bonded Vapor Barrier, Bonded Insulation, Bonded Roof Cover 144
6C Existing gypsum Reroof (Tear-Off) or Recover B-3 Mechanically Attached Anchor Sheet, Bonded Insulation, Bonded Roof Cover 146
6D Existing gypsum Reroof (Tear-Off) or Recover E-2 Non-Insulated, Mechanically Attached Base Sheet, Bonded Roof Cover 151
7A Various Recover A-1 Bonded Insulation, Bonded Roof Cover 154
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The following notes apply to the systems outlined herein:
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1  The roof system evaluation herein pertains to above-deck roof components. Roof decks and structural members shall be in accordance with requirements of the applicable Code to the satisfaction of the Authority
Having Jurisdiction.

2 Unless otherwise noted, fasteners and stress plates shall be as follows. Recessed plates are not for use with cement-based or gypsum-based hardboard coverboards. Fastener shall be of sufficient length for the
following engagements:

FASTENER/PLATE OPTIONS
DEcK TYPE By EBCFUEOR PARTS MINIMUM ENGAGEMENT
NOA
Tremco CPG N/A Tremco #12. DP or Trem'co #1.4 HD with Tremco 3” Metal Insul‘fxtionv Plate o'r Tremco #1211 Fastener or Tremco #1410
Fastener with Tremco Disc 3 in. Steel Stress Plate or Tremco Disc Ribbed 3 in. Steel Stress Plate
ACE #12 or ACE #15 with ACE 3” BE Insulation Plate or ACE 3” WW Insulation Plate (with polyisocyanurate insulation, Minimum %-inch plywood
WooD Ace Screws FL41667 TremBoard AC, DEXcell Cement Roof Board, DensDeck Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Gypsum- penetration or wood plank
Fiber Roof Board) embedment
Altenloh, Brinck and Co. U.S., Inc. FL4500 Trufast #12 DP or Trufast #14 HD with Trufast 3” Metal Insulation Plate
OMG, Inc. FL699 OMG #12 Standard or OMG #14 Heavy Duty with OMG 3 in. Galvalume Steel Plate or 3 in. Ribbed Galvalume Plate
Tremco CPG N/A Tremco #12. DP or Trem:':o #1.4 HD with Tremco 3” Metal Insul.atiorT Plate or Tremco #1211 Fastener or Tremco #1410
Fastener with Tremco Disc 3 in. Steel Stress Plate or Tremco Disc Ribbed 3 in. Steel Stress Plate
ACE #12 or ACE #15 with ACE 3” BE Insulation Plate or ACE 3” WW Insulation Plate (with polyisocyanurate insulation, Minimum %-inch steel
STEEL Ace Screws FL41667 TremBoard AC, DEXcell Cement Roof Board, DensDeck Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Gypsum- penetration and engage the
Fiber Roof Board) top flute of the steel deck
Altenloh, Brinck and Co. U.S., Inc. FL4500 Trufast #12 DP or Trufast #14 HD with Trufast 3” Metal Insulation Plate
OMG, Inc. FL699 OMG #12 Standard or OMG #14 Heavy Duty with OMG 3 in. Galvalume Steel Plate or 3 in. Ribbed Galvalume Plate
Tremco CPG N/A Tremco #14 HD with Trer.nco 3” Metal Insulation Plate or Tremco #1410 Fastener with Tremco Disc 3 in. Steel Stress Plate | pMinimum 1-inch embedment.
or Tremco Disc Ribbed 3 in. Steel Stress Plate Fastener installed with a pilot
STRUCTURAL Ace Screws FLA1667 ACE #15 with ACE 3” BE Insulation Plate or ACE 3” WW Insulation Plate (with polyisocyanurate insulation, TremBoard AC, hole in accordance with the
CONCRETE DEXcell Cement Roof Board, DensDeck Prime, DEXcell FA Glass Mat Roof Board or SECUROCK Gypsum-Fiber Roof Board) fastener manufacturer’s
Altenloh, Brinck and Co. U.S., Inc. FL4500 Trufast #14 HD with Trufast 3” Metal Insulation Plate published installation
OMG, Inc. FL699 OMG #14 Heavy Duty or CD-10 with OMG 3 in. Galvalume Steel Plate or 3 in. Ribbed Galvalume Plate instructions
3 RESERVED

4 Minimum 200 psi, minimum 2-inch thick FBC Approved lightweight insulating concrete may be substituted for, or installed below, rigid insulation board for System Types B-1, C-1, C-2, D-1 or D-2, whereby fasteners
are installed through the lightweight insulating concrete to engage the structural deck. The structural deck shall be of equal or greater type, thickness and strength to the steel and structural concrete deck listings.
Roof decks and structural members shall be in accordance with requirements of the applicable Code to the satisfaction of the Authority Having Jurisdiction. This is a wind uplift resistance allowance and does not
purport to address non-wind-uplift-related issues, such as deck venting or moisture levels within the LWIC and the potential effect on overlying components.

5 RESERVED
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Unless otherwise noted, insulation adhesive application rates are as follows.
e Ribbon or bead width is at the time of application; the ribbons/beads shall expand as noted in the manufacturer’s published instructions.
o |f applying hot asphalt to concrete deck, deck shall be primed with ASTM D41 primer.
e When multiple layers(s) of insulation and/or coverboard are installed in ribbon-applied adhesive, board joints shall be staggered.
e The maximum edge distance from the adhesive ribbon to the edge of the insulation board shall be not less than one-half the specified ribbons spacing.

INSULATION ADHESIVE REFERENCES

By ADHESIVE REFERENCE MiNIMUM RATE NoOTE

Tremco Low Rise Foam Insulation Adhesive LRFIA Continuous ribbons, 12-inch o.c.
Tremco Low Rise Foam Insulation Adhesive (BG) | LRFIA(BG) Continuous ribbons, 12-inch o.c.

Refer to Note 18 for allowable alternates

Tremco PSF Adhesive may be used as an alternate to LRFIA or LRFIA(BG) with the following substrates:
SUBSTRATE USE SUBSTRATE OPTIONS
Deck: | plywood, OSB, steel, structural concrete, Tectum and existing gypsum deck
TreGmco Vapor Barrier: | AVC Max, BURmastic Composite Ply HT, BURmastic Composite Ply Premium,
CP! . ) . ) POWERply Standard Smooth, POWERply Endure 100 Smooth, POWERply Endure
Tremco PSF Adhesive PSFA Continuous ribbons, 12-inch o.c. 200 Smgo»;h or POWERply Standard Ss"lzoth HW Pl
Insulation: | Trisotech G or Trisotech CGF
Coverboard: | TremBoard AC, DEXcell Cement Roof Board, Structodek HD with Primed Red
Coating, DensDeck, DensDeck Prime or DEXcell FA Glass Mat Roor Board
Recover substrate: | Existing smooth-surface or granule-surface BUR or SBS modified bitumen

Generic Hot asphalt Full coverage at 25-30 lbs/square

Unless otherwise noted, all insulations are flat-stock or taper board of the minimum thickness noted. Tapered polyisocyanurate at the following thickness limitations may be substituted with the following Maximum
Design Pressure (MDP) limitations. In no case shall these values be used to ‘increase’ the MDP listings in the tables; rather if MDP listing below meets or exceeds that listed for a particular system in the tables,
then the thinner board listed below may be used as a drop-in for the equivalent thicker material listed in the table.
MDP LIMITATIONS FOR TAPERED POLYISOCYANURATE INSULATIONS
INSULATION MIN. TAPERED
MDP (psF)
LISTED PRODUCT FBCFILE THICKNESS (IN)

LRFIA or LRFIA(BG) Any polyisocyanurate listed with adhesive herein Various 0.5 -157.5

ADHESIVE

For adhered roof insulation and board-size: Unless otherwise noted, refer to Section 2.2.10.6.2 of FM Loss Prevention Data Sheet 1-29.

For mechanically attached components or partially-bonded insulation, the maximum design pressure for the selected assembly shall meet or exceed at least the Zone 1 PRIME design pressure determined in
accordance with FBC or IBC Chapter 16. Elevated pressure zones shall employ an attachment density designed by a qualified design professional to resist the elevated pressure criteria. Commonly used methods
are ANSI/SPRI WD1, FM Loss Prevention Data Sheet 1-29, Roofing Application Standard RAS 117 or RAS 137. Assemblies marked with an asterisk* carry the limitations set forth in Section 2.2.10.1 of FM Loss
Prevention Data Sheet 1-29 for Zone 2/3 enhancements.

For assemblies with all components fully bonded, the maximum design pressure for the selected assembly shall meet or exceed critical design pressure determined in accordance with FBC or IBC Chapter 16. No
rational analysis is permitted for these systems.

For mechanically attached components over existing decks, fasteners shall be tested in the existing deck for withdrawal resistance. A qualified design professional shall review the data for comparison to the
minimum requirements for the system. Testing and analysis shall be in accordance with ANSI/SPRI FX-1 or Testing Application Standard TAS 105. For systems using Trufast Versa-Fast, the number of Versa-Fast
Fasteners installed through the Versa-Fast Plate may be increased from the minimum noted in order to yield minimum required withdrawal resistance.
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For bonded insulation or membrane over existing substrates in a re-roof (tear off) or recover installation, the existing deck or existing roof surface shall be examined for compatibility with the adhesive to be
installed. If any surface conditions exist that bring system performance into question, field uplift testing shall be conducted on mock-ups of the proposed new roof assembly. For bonded insulation or membrane
over existing substrates in a recover installation, the existing roof system shall be capable of resisting project design pressures on its own merit to the satisfaction of the Authority Having Jurisdiction, as documented
through field uplift testing. Field uplift testing shall be in accordance with ASTM E907, FM Loss Prevention Data Sheet 1-52 or Testing Application Standard TAS 124.

12A  Reference to “Existing gravel-surfaced asphaltic built-up roof, brushed / spudded and vacuumed to
remove loose gravel” in Table 7A is intended to convey an as-tested condition whereby any loose-gravel
that does not remain embedded in the asphalt flood coat after brushing and/or spudding be removed.
The gravel that remains embedded in the asphalt flood coat remains.

13 Referto FBC 1511 or IBC 1512 for requirements and limitations regarding recover installations. For Structural Concrete Deck or Recover Applications using System Type C-1 the base insulation layer is optional and
for System Type C-2, D-1 or D-2, the insulation is optional. Alternatively, an FBC Approved insulation board or coverboard may be used as a separation layer. Board products shall be preliminarily attached prior to
roof cover installation (Note 17). The separator component shall be documented as meeting FBC or IBC 1505 and, for foam plastic, FBC or IBC Chapter 26, when installed with the roof cover in Recover applications.

14  Florida Specific: Lightweight insulating concrete (LWIC) shall be cast in accordance with FBC Section 1917 to the satisfaction of the Authority Having Jurisdiction. For systems where specific LWIC is referenced,
refer to current LWIC Product Approval for specific deck construction and limitations. Unless otherwise noted, for systems where specific LWIC is not referenced, the minimum design mix shall be 300 psi. In all
cases, the minimum top-coat thickness is 2-inches. For LWIC over structural concrete, reference is made to FBC Section 1917.4.1, Point 1.

14A  For “pre-existent” LWIC references, listings were established through testing over lightweight concrete cast using only foaming agent (ASTM C896), water and Portland cement (ASTM C150), with no proprietary
additives, in accordance with procedures adopted by Miami-Dade BCCO (FBC CER1592). Use of these listings in new construction or re-roof (tear-off) applications is at the discretion of the Designer or Record and
Authority Having Jurisdiction.
As a field QA measure of the pre-existent cellular lightweight concrete:
» Compressive strength testing shall be conducted in accordance with ASTM €513 and shall yield an average result as per the system listing.
» Field withdrawal resistance testing in accordance with Note 11 shall yield an average result as per the system listing.
» If question exists as to wind uplift performance of the pre-existent cellular lightweight concrete, or adhesion to the LWC surface, field uplift testing in accordance with Note 12 is recommended.
All testing shall be performed by an accredited testing agency acceptable to the Authority Having Jurisdiction
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MEMBRANE / ADHESIVE COMBINATIONS
REFERENCE LAYER MATERIAL APPLICATION
el Base Ply or Ply: | BURmastic Glass Ply, BURmastic Glass Ply — 28 Ib, BURmastic Composite Ply HT, BURmastic Composite Ply Premium, BURmastic Composite Ply HT Green
Cap Ply: | BURmastic Glass Ply, BURmastic Glass Ply — 28 Ib, BURmastic Composite Ply HT, BURmastic Composite Ply Premium, BURmastic Composite Ply HT Green POWERply Standard Cold
Base Ply or Plv: POWERply Endure 300 Smooth, POWERply Endure 320 Smooth, POWERply Standard Smooth, POWERply Endure 100 Smooth, POWERply Heavy Duty Base, Adhesive or BURmastic
Y Or"¥: | poWERply Endure 200 Smooth Adhesive at full-coverage,
SBS-CA1 1.5-2.0 gal/square
Cap Ply : POWERply Standard Smooth, POWERply Heavy Duty Base, POWERply Endure 300 FR, POWERply Endure 320 FR, POWERply Standard, POWERply Standard FR,
prly: POWERDply Standard FR GT24C, POWERply Endure 100 FR, POWERply 3GR, POWERply Endure 200 FR
Tremco LR Adhesive [LRA],
BP-CA4 Base Ply or Ply: | BURmastic Composite Ply HT, BURmastic Composite Ply Premium, BURmastic Composite Ply HT Green . ive [LRA]
ribbons spaced per Tables
RS Base Ply or Ply: | One or more BURmastic Composite Ply HT, BURmastic Composite Ply Premium, BURmastic Composite Ply HT Green
Cap Ply: | BURmastic Composite Ply HT, BURmastic Composite Ply Premium, BURmastic Composite Ply HT Green
Base Plv or Plv: One or more POWERply Endure 300 Smooth, POWERply Endure 320 Smooth, POWERply Standard Smooth, POWERply Endure 100 Smooth, POWERply Heavy POWERDply Endure BIO
¥ v Duty Base, POWERply 2PM, POWERply Endure 200 Smooth Adhesive TF at full-
SBS-CA5 Can Pl : POWERply Standard Smooth, POWERply Heavy Duty Base, POWERply Endure 300 FR, POWERply Endure 320 FR, POWERply Standard, POWERply Standard FR, coverage, 2.0 gal/square
PFy: POWERply Standard FR GT24C, POWERply Endure 100 FR, POWERply 3GR, POWERply Endure 200 FR
Note: | POWERply Endure BIO Adhesive TF shall not be utilized in combination with solvent-based, cold-process adhesives.
G Base Ply or Ply: | BURmastic Glass Ply, BURmastic Glass Ply — 28 Ib, BURmastic Composite Ply HT, BURmastic Composite Ply Premium, BURmastic Composite Ply HT Green
Cap Ply: | BURmastic Glass Ply, BURmastic Glass Ply — 28 b, BURmastic Composite Ply HT, BURmastic Composite Ply Premium, BURmastic Composite Ply HT Green A .
BURmastic Adhesive MC at
Base Ply or Ply: ggwggp:y S:(:Aursg\?ﬁ;;n}o?hé POV;/goRgly EndI:Jre 320 Smooth, POWERply Standard Smooth, POWERply Endure 100 Smooth, POWERply Heavy Duty Base, full-coverage, 2.0
SBS-CA6 ply , ply Endure moot gal/square
Cap Ply : POWERply Standard Smooth, POWERply Heavy Duty Base, POWERply Endure 300 FR, POWERply Endure 320 FR, POWERply Standard, POWERply Standard FR,
pFy: POWERply Endure 100 FR, POWERply 3GR, POWERply Endure 200 FR
One or more BURmastic Glass Ply, BURmastic Glass Ply — 28 Ib, THERMglass Type IV, THERMglass Premium VI, BURmastic Composite Ply HT, BURmastic
Base Ply or Ply: . R . 4
BP-AA Composite Ply Premium, BURmastic Composite Ply HT Green
Cap Ply: | BURmastic Composite Ply HT, BURmastic Composite Ply Premium, BURmastic Composite Ply HT Green Hot asphalt at 20-40
ot asphalt at 20-
Base Plv or Plv: One or more POWERply Endure 300 Smooth, POWERply Endure 320 Smooth, POWERply Standard Smooth, POWERply Endure 100 Smooth, POWERply Heavy Ibs/sql?are
SBS.AA YOrFY: | buty Base, POWERply 2PM, POWERply Endure 200 Smooth
Cap Ply : POWERply Standard Smooth, POWERply Heavy Duty Base, POWERply Endure 300 FR, POWERply Endure 320 FR, POWERply Standard, POWERply Standard FR,
Pl POWERply Standard FR GT24C, POWERply Endure 100 FR, POWERply 3GR, POWERply Endure 200 FR
One or more BURmastic Glass Ply, BURmastic Glass Ply — 28 b, THERMglass Type IV, THERMglass Premium VI, BURmastic Composite Ply HT, BURmastic
BP-SEBS Base Ply or Ply: . . . K
Composite Ply Premium, BURmastic Composite Ply HT Green
Base Plv or Plv: One or more POWERply Endure 300 Smooth, POWERply Endure 320 Smooth, POWERply Standard Smooth, POWERply Endure 100 Smooth, POWERply Heavy THERMastic 80 at 25-30
sBS.SEBS YOr™Y: | buty Base, POWERply 2PM, POWERply Endure 200 Smooth Ibs/square
Cap Ply : POWERply Standard Smooth, POWERply Heavy Duty Base, POWERply Endure 300 FR, POWERply Endure 320 FR, POWERply Standard, POWERply Standard FR,
prly: POWERply Standard FR GT24C, POWERply Endure 100 FR, POWERply 3GR, POWERply Endure 200 FR
S Base Ply or Ply: | One or more POWERply SBS Base HW, POWERply Standard Smooth HW
Cap Ply: | POWERply SBS Deluxe HW, POWERply Standard FR HW .
Torch-Applied
e Base Ply or Ply: | One or more POWERply APP Base Sheet, POWERply APP Smooth
CapPly: | POWERply APP Smooth, POWERply APP FR
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15A  Unless otherwise noted, side-laps in PowerFAST systems are sealed as follows. The adhesive is applied over the seam-plate row and troweled to an even film thickness over the entire lap area.

POWERFAST SIDE LAPS
ADHESIVE RATE
POWERply Endure BIO Adhesive TF 75 lineal feet / gallon
Tremco LF Adhesive 26 lineal feet / 1.5 liter cartridge

15B  For Base Ply applications BP-CAS and BP-CA6, substrates of Structodek HD with Primed Red Coating, DensDeck, DensDeck Prime, DEXcell FA Glass Mat Roof Board and SECUROCK Gypsum-Fiber Roof Board may be
primed with DETEC “TruGround Conductive Primer” prior to Base Ply installation.

15C  The following surfacings may be applied to the Cap Ply without adverse effect on the system wind load performance. Refer to current Florida Product Approval for approved roof coatings and the Roofing Materials
Directory for fire ratings associated with coating usage. Note: Tremco CPG requires use of an FBC Approved Tremco CPG roof coating over smooth surface Cap Ply membranes. Solvent-based and 1-part urethane
type coatings are not permitted for installation over systems involving POWERply Endure BIO Adhesive TF. Consult Tremco CPG for all compatibility limitations.

SURFCING OPTIONS FOR TREMCO CPG MODIFIED BITUMEN ROOF SYSTEMS
OPTION # SURFACING FBC FiLE OR NOA
SURF-1. AlphaGuard MTS or AlphaGuard BIO FL15546
SURF-2. Alumanation 101, Alumanation 201 or Alumanation 301 at 2.0 to 2.5 gal./sq. FL3818
SURF-3. ECOLastic FL21064
SURF-4. Flood coat of hot asphalt or THERMastic 80 at 60 Ibs/square followed by embedded gravel at 400 lbs/square FL3818
SURF-5. Flood coat of BURmastic Adhesive or POWERply Standard Cold Adhesive at 4 to 5 gal./sq. followed by embedded gravel at 400 lbs/square FL3818
SURF-6. Flood coat of Rock-It Adhesive or Rock-It Adhesive WB at 5 gal./sq. followed by aggregate stone at 200 Ibs/square FL3818
SURF-7. ICE Coating at 4 to 5 gal./sq. FL3818
SURF-8. Geogard Base Coat or Geogard LO Base Coat followed by Geogard Finish Coat FL16939
SURF-9. Solargard 6083, Solargard 4083, Solargard 2083, TremPro Elastomeric 2400 Roof Coating or TremPro Elastomeric 2200 FL16939
SURF-10. | Tremlastic S at4 to 5 gal./sq. FL3818
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16 Thermal Barrier and/or Vapor Barrier Options:
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16A  Wood Decks: The lesser of the MDP listings below vs. that for the selected assembly applies.
VAPOR BARRIER OPTIONS; WOOD DECK; FOLLOWED BY ADHESIVE-APPLIED INSULATION
VAPOR BARRIER ADHESIVE PER TABLE 1A
OrPTION # PRIMER e MDP (psF)
TYPE APPLICATION (NOTES 6,7,8)
W-VB-1. | Tremco AVC Membrane Primer or AVC Membrane Primer (WB) Tremco AVC Max Self-adhering LRFIA, LRFIA(BG) or PSFA, 12-inch o.c. -52.5
W-VB-2. | Tremco AVC Membrane Primer or AVC Membrane Primer (WB) Tremco AVC Max Self-adhering LRFIA, LRFIA(BG) or PSFA, 6-inch o.c. -75.0
16B  Steel Decks: The lesser of the MDP listings below vs. that for the selected assembly applies.
VAPOR BARRIER OPTIONS; STEEL DECK; FOLLOWED BY ADHESIVE-APPLIED INSULATION
VAPOR BARRIER ADHESIVE PER TABLE 2A
OPTION # PRIMER e MDP (psF)
TYPE APPLICATION (NOTES 6,7,8)
S-VB-1. (Optional) Tremco AVC Membrane Primer or AVC Membrane Primer (WB) Tremco AVC Max Self-adhering LRFIA, LRFIA(BG) or PSFA, 6-inch o.c. -90.0
16C  Structural Concrete Decks: The lesser of the MDP listings below vs. that for the selected assembly applies.
VAPOR BARRIER OPTIONS; STRUCTURAL CONCRETE DECK; FOLLOWED BY ADHESIVE-APPLIED INSULATION
OPTION VAPOR BARRIER ADHESIVE PER TABLE 3A
PRIMER I MDP (psF)
# TyPE APPLICATION (NoTes 6,7&8)
C-VB-1. | Tremco AVC Primer Tremco AVC Membrane Self-adhering LRFIA or LRFIA(BG) -150.0
Tremco AVC Membrane Primer or i
C-VB-2. Tremco AVC Membrane Primer (WB) Tremco AVC Max Self-adhering LRFIA or LRFIA(BG) -150.0
C-VB-3. | ASTM D41 THERMglas IV, THERMglas Premium VI hot asphalt hot asphalt -225.0
BURmastic Composite Ply HT, BURmastic Composite Ply ) .
C-VB-4. | None Premium, BURmastic Composite Ply HT Green BURmastic Adhesive MC at 2 gal/square LRFIA or LRFIA(BG) 250.0
BURmastic Composite Ply HT, BURmastic Composite Ply
C-VB-5. | None Premium, BURmastic Composite Ply HT Green or POWERply Endure BIO Adhesive TF at 2 gal/square | LRFIA or LRFIA(BG) -262.5
POWERply Heavy Duty Base Sheet
POWERply Standard Smooth, POWERply Endure 100 .
C-VB-6. | None Smooth, POWERply Endure 200 Smooth POWERply Endure BIO Adhesive TF at 2 gal/square LRFIA or LRFIA(BG) -292.5
C-VB-7. | TREMprime WB Primer POWERply Standard Smooth HW Torch-applied LRFIA or LRFIA(BG) -345.0
16D  For System Types B-1, B-2, C-1, C-2, D-1 or Type D-2, an optional thermal barrier and/or Tremco AVC Membrane or Tremco AVC Max (self-adhering) may be installed atop the roof deck prior to installation of the

insulation and roof cover. Refer to FM Loss Prevention Data Sheet 1-29 for design and installation recommendations and limitations.
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17 Insulation Attachment:

NEmoO | etc.e

17A  Unless otherwise noted, insulation may be any one layer or combination of FBC Approved (Local or Statewide) board(s) that meet FBC or IBC 1505 and, for foam plastic, FBC or IBC Chapter 26, when installed with

the roof cover.

17B  For System Types B-1, C-1 or C-2, optional one or more layer(s) of FBC Approved board-stock roof insulation may be installed atop the substrate prior to mechanical attachment of the subsequent top layer, with no

adverse effect on the MDP performance limitation.

17C  Preliminary insulation attachment: Unless otherwise noted, use FBC Approved roofing fasteners and plates and refer to Section 2.2.10.1.3 of FM Loss Prevention Data Sheet 1-29.

17D  Unless otherwise noted, insulation or coverboard attachment patterns for Type B-1, Type B-2, Type C-1 and C-2 systems are as outlined below.

INSULATION ATTACHMENT PATTERNS —4X4 FT BOARDS

=12-in.~—24-in. 6-in,~——=-18-in. - 6-in. 6-in.~ -~ 18-in. - 6-in.
12-in i 6-in
1 18-in.
. ' 24-in,
24-in i
18-in. t
! 6-in.
12-in. 6-in |
' i 6-in.
1 per 4.0 ft2 (4 per board) 1 per 3.2 ft2 (5 per board) 1 per 2.7 ft2 (6 per board)
6-in. - - 18-in. - 6-in. 6-in+—18-in.— 6-in. 6-in. - -~ 18-in. - 6-in.
6-in. 12:|n. 12..
! 18-in : -in.
12-in. 1
i ! 24-in. 12-in.
12-in. '
; 18-in !
6-in. } 12-in
] : 12-in. ) L
6-in ,I 6-in
-12-in.- 6-in. T i
1 per 2.0 ft2 (8 per board) 1 per 1.8 ft2 (9 per board) 1 per 1.6 ft2 (10 per board)
6-in. = == 18-in. - 6-in. 6-in. - -~ 18-in. - 6-in. 6-in. -~ -12-in.- 6-in.
24-in, 12-in. 12-in. 12-in.
' 12-in 12:in. 12:in.
I 12-in. i
12-in . 12'|n.
L 6-in. 6-in.
6-in T T i | | | L
i ~-18-in.———6-in. =12-in.~——6-in.

1 per 1.45 ft2 (11 per board)

1 per 1.3 ft2 (12 per board)

1 per 1.0 ft2 (16 per board)
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NEmoO | etc.e

INSULATION ATTACHMENT PATTERNS — 4X8 FT BOARDS
-12-in.[- 12-in.4-——12-in [~ GHin. = 6-in. 6ein. - -~ 18-in. -
12-in. 12in 12-in 12-in. 12-in. &in
i 7 SR E— ) ! i i 18-in.
12-in 18-in.
24-in. ' 24-in in 24-in.
12-in | ! 18-in.
511 i 18-in. |
24-in. 24in 24-in 24-in. 12‘-|n.
| 18-in. |
: ! ! 18-in.
12-in. 24-in ) 24-in.
24-in. ; 18;in. ,
12-in. 1 : : 18-in.
! : 12-in 12-in. 12-in. !
. . | 6-in.
12-in, 12-in. | ? | + | !
| | - 24-in. - - 24-in. - =12-in.- 24-in.
1 per 4.0 ft2 (8 per board) 1 per 3.2 ft2 (10 per board) 1 per 2.7 ft2 (12 per board) 1 per 2.13 ft2 (15 per board) 1 per 2.0 ft2 (16 per board)
-~ 6-in. 6-in.{-—-—18-in.~+-—6-in. 6-in+—12-in.|12-in.- 6-in. ] 6-in. = -{12-in.~-
| i | - | L | | ) :
6-in. f 6-in. 12 6-in. 6-in.
' 18-in. | T 12%in 12-in.
18-in. 184in i . | 14
H I : 12-in o P
| 124in | | ! 12-in. 127in.
) : 12-in I !
18-in. 18-in ! 12-in. 12-in.
{ 18:in | 12-in i i
12-in. ) 12%in ! 12-in. 12-in.
i | 12-in I 1
) 18-in | ! 12-in. 12-in.
18;in. ‘ 18:in 12-in \ —
L | | 12-in. 12-in.
18-in il | 12:in : i
' ! 18:in ! 12-in. 12:in.
6-in. 18:n I 1in 6-in. [ 6ein.
f | 6-in. [ i 3
24-in. i -12-in.-—24-in.— -—24-in. -12-in.- = 6-in.
1 per 1.8 ft2 (18 per board) 1 per 1.6 ft2 (20 per board) 1 per 1.45 ft2 (22 per board) 1 per 1.3 ft2 (24 per board) 1 per 1.0 ft2 (32 per board)
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18 The following products are interchangeable within the scope of this PEER:

NEmoO | etc.e

ACCEPTABLE ALTERNATES
Sus- ALTERNATE
CATEGORY By LISTED PRODUCT HEREIN PrRoODUCT FBC FiLE oR NOA
Tremco Low Rise Green Foam Insulation Adhesive N/A
Tremco Low Rise Foam Insulation Adhesive Millennium One Step Foamable Adhesive
Adhesives Tremco CPG Millennium One Step Green Foamable Adhesive oo
Tremco Low Rise Foam Insulation Adhesive (BG) Millennium PG-1 Pump Grade Adhesive
Tremco LR Adhesive Millennium PG-1 Pump Grade Adhesive
Trisotech G ACFoam Il
- FL17989
Roofing Tremco CPG Trisotech CGF ACFoam Il
Insulation Trisotech ENRGY 3 FL4205
Georgia-Pacific Gypsum DensDeck Prime DensDeck StormX Prime Roof Board FL1250
Tremco #12 DP Fastener Trufast #12 DP
Tremco #14 HD Fastener Trufast #14 HD
Tremco #15 EHD Fastener Trufast #15 EHD
Tremco FM-90 Base Sheet Fastener Trufast FM-90 Base Sheet Fastener FL4500
Tremco Twin Loc-Nail Assembled Fastener Trufast Twin Loc-Nail Assembled Fastener
. Tremco 2” Barbed Seam Plate Trufast 2” Barbed Metal Seam Plate
E;)sotz:irs Tremco CPG Tremco 2.4” Barbed Seam Plate Trufast 2.4” Scoop Seam Plate
Tremco 3” Metal Insulation Plate Trufast 3” Metal Insulation Plate
Tremco #1211 Fastener OMG #12 Standard
Tremco #1410 Fastener OMG #14 Heavy Duty
Tremco #1510 XHD Fastener OMG XHD Fastener FL699
Tremco Disc 3 in. Steel Stress Plate OMG 3 in. Galvalume Steel Plate
Tremco Disc Ribbed 3 in. Steel Stress Plate OMG 3 in. Ribbed Galvalume Plate

19  “MDP” = Maximum Design Pressure is the result of testing for wind load resistance based on allowable wind loads. Refer to FBC or IBC 1609 for determination of design wind loads. (Notes 9 and 10)
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System MDP
No. Deck (Note 1 Type FHEED Type S Base Ply Ply Cap Ply (psf)
(Notes 6,7,8) (Notes 6,7,8)
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Min. 15/32-inch Additional Insulation Layer(s): (Optional) Min. 1- (Optional) O
W |Ir\:\}ood at'r':gx Min. 1.5-inch Trisotech G, LRFIA or inch base insulation LRFIA or BP-CAL or SBS- oriﬁrr;asp-gil BP-CALorSBS- | .,
P y. " | Trisotech CGF or Trisotech LRFIA(BG) Coverboard: Min. 0.5-inch Structodek HD with LRFIA(BG) CAl ! CAl '
24-inch span T X or SBS-CA1
Primed Red Coating
Min. 15/32-inch Additional Insulation Layer(s): (Optional) Min. 1- (Optional) O
Wo2 |lr\:\}ood at'r':ZX Min. 1.5-inch Trisotech G, LRFIA or inch base insulation LRFIA or BP-CAL or SBS- Or&frTBP_gzl BP-CALorSBS- | o
gz-inch span " | Trisotech CGF or Trisotech LRFIA(BG) Coverboard: Min. 0.5-inch DensDeck Prime or LRFIA(BG) CAl or SBS-CA1 ! CAl '
P SECUROCK Gypsum-Fiber Roof Board
Additional
Additional Insulation Layer(s): (Optional) Min. 1- Layer(s): LRFIA
in. -i inch b insulati LRFIA(BG i
Min. 15/32-inch |\ 1o 5 i ch Trisotech G, Trisotech | LRFIA or inch base Insulation or LRFIA(BG) BP-CA1 orsps. | (OPtionall One | op 1) o s .
W-3 plywood at max. CGE Trisotech or H-Shield LRFIA(BG) Coverboard: Min. 1-inch MonoBoard Plus or Coverboard: CA1 or more BP-CA1 CAL -52.5
24-inch span ! Min. 2-inch TopRock DD Plus (no extrapolation LRFIA or or SBS-CA1
permitted for ribbon attachment) LRFIA(BG), 6-
inch o.c.
. ) Additional Insulation Layer(s): (Optional) Min. 1-
Min. 15/32-inch . . . . N - N
W-a vwood at max. | Min- 2-inch Trisotech G, Trisotech | LRFIA or inch base insulation LRFIA or BP-CAlorSBS- | \ o BP-CALorSBS- | . o«
g:—inch span " | CGF or Trisotech LRFIA(BG) Coverboard: Min. 0.5-inch DensDeck Prime or LRFIA(BG) CAl CAl '
P SECUROCK Gypsum-Fiber Roof Board
Min. 15/32-inch Additional Insulation Layer(s): (Optional) Min. 1- LRFIA
E Ilr\:\./ood at-:::x Min. 2-inch Trisotech G, Trisotech | LRFIA or inch base insulation LRFIA((I;rG) 6 BP-CA1 or SBS- None BP-CA1 or SBS- 75.0%
gz-inch <oan " | CGF or Trisotech LRFIA(BG) Coverboard: Min. 0.25-inch DensDeck Prime or inch o.c ! CAl CAl '
P SECUROCK Gypsum-Fiber Roof Board e
Min. 15/32-inch LRFIA Additional Insulation Layer(s): (Optional) Min. 1- LRFIA
W I”\:\./oo it at':::X Min. 1.5-inch Trisotech G, er A(ng) inch base insulation Rt A(E'G) o | BPcAtorses- | BP-CALOrSBS- | .
;X-inch span " | Trisotech CGF or Trisotech 6-inch o c’ Coverboard: Min. 0.25-inch DensDeck Prime or inch o.c ! CAl CAl '
P - SECUROCK Gypsum-Fiber Roof Board e
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 1.5-inch Trisotech G, (Optional) One
in. -i i i - Additional Insulation Layer(s): (Optional) Min. 1- - -
Min. 15/32-inch Trl.sotech CGf, Trisotech, H LRFIA or / ' . yer(s): (Op ) LRFIA or BP-CAG or SBS- | or more BP-CAL, BP-CA1, BP
W-7 plywood at max. | Shield, Multi-Max FA3 or LRFIA(BG) inch base insulation LRFIA(BG) CAG BP-CAB. SBS-CAL CA6, SBS-CAL -52.5
24-inch span Styrofoam Brand Roofmate, Coverboard: Min. 0.125-inch TremBoard AC ! or SBS-CA6
. - or SBS-CA6
Highload 60 or Plazamate
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System MDP
No. Deck (Note 1) Type FHEED Type S Base Ply Ply Cap Ply (psf)
(Notes 6,7,8) (Notes 6,7,8)
Additional Insulation Layer(s): (Optional) Min. 1-
inch base insulation verlsh (07 ) Additigal
i . ) Layer(s): LRFIA )
Min. 15/32-inch | (Optional) Min. 2-inch Trisotech Coverboard: Min. 0.5-inch Structodek HD with or LRFIA(BG) (Optional) One | oy 1 gp.
W-8 plywood at max. | G, Trisotech CGF, Trisotech or H- LRFIA or Primed Red Coating, DensDeck Prime, DEXce.II FA Coverboard: BP-CA6 or SBS- or more BP-CA1, CA6, SBS-CAL -60.0
24-inch span Shield LRFIA(BG) Glass Mat Roof Board, SECUROCK Gypsum-Fiber LRElAor. o CA6 BP-CA6, SBS-CA1 or SBS-CAG
Roof Board or SECUROCK Cement Roof Board or LRFIA(BG), 6- or SBS-CA6
min. 7/16-inch DEXcell Cement Roof \ \
BoardSECUROCK Cement Roof Board i o.c.
Additional
Additional Insulation Layer(s): (Optional) Min. 1- Layer(s): LRFIA
Min. 15/32-inch inch base insulation rene O or LRFIA(BG) (Optional) One | g5 p7 gp.
Min. 2-inch Trisotech G, Trisotech | LRFIA or . X BP-CA6 or SBS- or more BP-CA1, !
W-9 plywood at max. ) B Coverboard: Min. 1-inch MonoBoard Plus or Coverboard: CA6, SBS-CA1 -60.0*
K CGF, Trisotech or H-Shield LRFIA(BG) _— . I E— CA6 BP-CA®6, SBS-CA1
24-inch span Min. 2-inch TopRock DD Plus (no extrapolation LRFIA or or SBS-CA6 or SBS-CA6
permitted for ribbon attachment) LRFIA(BG), 6-
inch o.c.
Additional Insulation Layer(s): (Optional) Min. 1-
inch base insulation
Min. 15/32-inch (Optional) Min. 2-inch Trisotech LRFIA or Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA or BP-CA6 or SBS- (Optional) One BP-CA1, BP-
W-10 plywood at max. | G, Trisotech CGF, Trisotech or H- LRFIA(BG) DEXcell FA Glass Mat Roof Board, SECUROCK LRFIA(BG), 6- CAG or more BP-CA6 CA®b, SBS-CA1 -67.5
24-inch span Shield Gypsum-Fiber Roof Board or SECUROCK Cement inch o.c. or SBS-CA6 or SBS-CA6
Roof Board or min. 7/16-inch DEXcell Cement
Roof BoardSECUROCK Cement Roof Board
Min. 2-inch Trisotech G, Trisotech
Min. 15/32-inch | CCF Trisotech, Elevate ISOGARD Min. 0.5-inch SECUROCK Gypsum-Fiber Roof (Optional) One | BP-CAL, BP-
GL, Multi-Max FA3, Elevate LRFIA or . LRFIA or BP-CA6 or SBS-
W-11 plywood at max. ISOGARD CG. UltraMax or LRFIA(BG) Board or SECUROCK Cement Roof Board or min. LRFIA(BG) CAG or more BP-CA6 CA®b, SBS-CA1 -75.0
24-inch span ! 7/16-inch DEXcell Cement Roof Board or SBS-CA6 or SBS-CA6
Styrofoam Brand Roofmate,
Highload 60 or Plazamate
Min. 0.5-inch DensDeck Prime,
. . Min. 0.25-inch SECUROCK .
W2 mifﬁztﬁit Gypsum-Fiber Roof Board, Min. | LRFIA or Nome N/A BP-CAG6 or SBS- g?i:f;agp?gz o | BPCAGorsES |
24-inch span 0.5-inch SECUROCK Cement Roof LRFIA(BG) CA6 or SBS-CA6 CA6
Board or min. 7/16-inch DEXcell
Cement Roof Board
. . Additional Insulation Layer(s): (Optional) Min. 1- .
W3 Z'\'/:'N:jé?tﬁgt Min. 2-inch Trisotech G, Trisotech | LRFIAor | inch base insulation tﬁi:ﬁ\\(;rc-;) o | BP-cAGorsBS- ﬁ?iﬁf&agfxe BP-CAG or SBS- | o ¢
K CGF, Trisotech or H-Shield LRFIA(BG) Coverboard: Min. 0.5-inch SECUROCK Gypsum- . ! CA6 CA6 '
24-inch span 7Fiber Roof Board inch o.c. or SBS-CA6
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System MDP
No. Deck (Note 1) Type FHEED Type S Base Ply Ply Cap Ply (psf)
(Notes 6,7,8) (Notes 6,7,8)
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Min. 1.5-inch Trisotech G,
i -i i i - Additi I Insulation L. : (Opti 1) Min. 1- i
Min. 15/32-inch Trl.sotech CGf, Trisotech, H LRFIA or Additional Insulation ayer(s): (Optional) Min A\ BECAS or SBS- (Optional) One BP-CAS or SBS-
W-14 plywood at max. | Shield, Multi-Max FA3 or LRFIA(BG) inch base insulation LRFIA(BG) CAS or more BP-CA5 CAS -52.5
24-inch span Styrofoam Brand Roofmate, Coverboard: Min. 0.125-inch TremBoard AC or SBS-CA5
Highload 60 or Plazamate
-, . . : Additional
ﬁ](iilt;gg:lirl‘r;lsjll,lel‘iit(l)(;n Layer(s): (Optional) Min. 1- r‘ or(s): LREIA
Min. 15/32-inch Opti 1) Min. 2-inch Trisotech or LRFIA(BG Opti I)O
in. 15/32-inc (Op I.Ona ) Min m.c risotec LRFIA or Coverboard: Min. 0.5-inch Structodek HD with (86) BP-CA5 or SBS- (Optional) One BP-CAS or SBS-
W-15 plywood at max. | G, Trisotech CGF, Trisotech or H- —_— X R Coverboard: or more BP-CA5 -60.0
. ) LRFIA(BG) Primed Red Coating, DensDeck Prime or [ — CA5 CAS5
24-inch span Shield N . LRFIA or or SBS-CA5
SECUROCK Cement Roof Board or min. 7/16-inch LRFIA(BG), 6
DEXcell Cement Roof Board . !
inch o.c.
Additional
L : LRFIA
Min. 15/32-inch Additional Insulation Layer(s): (Optional) Min. 1- oJar%(:I%(BG) (Optional) O
W-16 Ilr\:\;ood at_ll'::x Min. 2-inch Trisotech G, Trisotech | LRFIA or inch base insulation c board: SBS-CAS orFr’nft:eaBP 2;5 BP-CA5S or SBS- 60.0*
Py " | CGF, Trisotech or H-Shield LRFIA(BG) Coverboard: Min. 1-inch MonoBoard (no soverpoard: CAS5 '
24-inch span 7t lati itted for ribb ttach Y LRFIA or or SBS-CAS
extrapolation permitted for ribbon attachmen LRFIA(BG), 6-
inch o.c.
Additional
Additional Insulation Layer(s): (Optional) Min. 1- Layer(s): LRFIA
in. -i inch b insulati LRFIA(BG i
Min. 15/32-inch Min. 2-inch Trisotech G, Trisotech LRFIA or iNehase fhsu é |on' or (86) BP-CAS or SBS- (Optional) One BP-CAS or SBS- «
W-17 plywood at max. . K Coverboard: Min. 1-inch MonoBoard Plus or Coverboard: or more BP-CA5 -60.0
) CGF, Trisotech or H-Shield LRFIA(BG) N N . [ — CA5 CA5
24-inch span Min. 2-inch TopRock DD Plus (no extrapolation LRFIA or or SBS-CA5
permitted for ribbon attachment) LRFIA(BG), 6-
inch o.c.
Additional Insulation Layer(s): (Optional) Min. 1-
. . . . . . inch base insulation .
Min. 15/32-inch (Optl.onal) Min. 2-|th Trisotech LRFIA or Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA or BP-CAS or SBS- (Optional) One BP-CA5 or SBS-
W-18 plywood at max. G, Trisotech CGF, Trisotech or H- EE—— . LRFIA(BG), 6- or more BP-CA5 -67.5
24-inch span Shield LRFIA(BG) SECUROCK Gypsum-Fiber Roof Board or inch o.c CAS or SBS-CAS CAS
SECUROCK Cement Roof Board or min. 7/16-inch o
DEXcell Cement Roof Board
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System MDP
No. Deck (Note 1) Type FHEED Type S Base Ply Ply Cap Ply (psf)
(Notes 6,7,8) (Notes 6,7,8)
Min. 2-inch Trisotech G, Trisotech
. . CGF, Trisotech, Elevate ISOGARD . . . )
Min. 15/32-inch | & "\ i Max FA3, Elevate LRFIA or Min. 0.5-inch SECUROCK Gypsum-Fiber Roof LRFIA or BP-CAS or sgs- | (OPtionallOne 1 op e o sps.
W-19. plywood at max. Board or SECUROCK Cement Roof Board or min. or more BP-CAS -75.0
. ISOGARD CG, UltraMax or LRFIA(BG) . LRFIA(BG) CAS CA5
24-inch span 7/16-inch DEXcell Cement Roof Board or SBS-CA5
Styrofoam Brand Roofmate,
Highload 60 or Plazamate
Additional Insulation Layer(s): (Optional) Min. 1-
. . inch base insulation .
W-20 mlr‘:\";jés;ztm:: Min. 2-inch Trisotech G, Trisotech LRFIA or Coverboard: Min. 0.5-inch DensDeck Prime, Min. tx:ﬁ(gg) 6- SBS-CAS g?i:f:eagp?gzs BP-CAS or SBS- 975
: ZZ-inch span " | CGF, Trisotech or H-Shield LRFIA(BG) 0.25-inch SECUROCK Gypsum-Fiber Roof Board, inch o.c ! or SBS-CAS CA5 ’
P Min. 0.5-inch SECUROCK Cement Roof Board or -
min. 7/16-inch DEXcell Cement Roof Board
Min. 0.5-inch DensDeck Prime,
Min. 0.25-inch SECUROCK
Min. 15/32-inch . . (Optional) One
Gypsum-Fiber Roof Board, Min. LRFIA or BP-CAS or SBS-
W-at g'}_‘i"r’]‘;ﬁdsa;:"ax‘ 0.5-inch SECUROCK Cement Roof | LRFIA(BG) | "O"° N/A SBS-CAS o ?Bc;r-ecig 4> | cas 12>
P Board or min. 7/16-inch DEXcell
Cement Roof Board
HOT-ASPHALT-APPLIED BASE PLY:
Min. 1.5-inch Trisotech G, )
Min. 15/32-inch | Trisotech CGF, Trisotech, H- Additional Insulation Layer(s): (Optional) Min. 1- (Optional) One BP-CA1, BP-
. . LRFIA or P ¥ © LRFIA or or more BP-AA, AA, SBS-CA1,
W-22 plywood at max. | Shield, Multi-Max FA3 or inch base insulation BP-AA, SBS-AA -52.5
) LRFIA(BG) i . LRFIA(BG) SBS-AA or APP- SBS-AA or
24-inch span Styrofoam Brand Roofmate, Coverboard: Min. 0.125-inch TremBoard AC
. N TA APP-TA
Highload 60 or Plazamate
Additional Insulation Layer(s): (Optional) Min. 1-
Min. 15/32-inch inch base insulation (Optional) One BP-CA1, BP-
W-23 | V\.IOOd at max Min. 2-inch Trisotech G, Trisotech LRFIA or Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA or BP-AA SBS-AA or more BP-AA, AA, SBS-CA1, -60.0
‘2’ X_ o o | CGF, Trisotech or H-Shield LRFIA(BG) | SECUROCK Gypsum-Fiber Roof Board or LRFIA(BG) g SBS-AA or APP- | SBS-AA or :
P SECUROCK Cement Roof Board or min. 7/16-inch TA APP-TA
DEXcell Cement Roof Board
Additional
Additional Insulation Layer(s): (Optional) Min. 1- Layer(s): LRFIA
. . X " - ! N : ver(s): (Opti I Mi Layer(s) (Optional) One BP-CA1, BP-
Min. 15/32-inch ) ) ) . inch base insulation or LRFIA(BG)
W-24 lvwood at max Min. 2-inch Trisotech G, Trisotech LRFIA or c board: Min. 1-inch M Board PI c board: BP-AA SBS-AA or more BP-AA, AA, SBS-CA1, -60.0*
N e " | CGF, Trisotech or H-Shield LRFIA(BG) | =overvoard: Win. L-inch MonoBoard Fius or Loverpoard: ' SBS-AA or APP- | SBS-AA or :
24-inch span Min. 2-inch TopRock DD Plus (no extrapolation LRFIA or T APP-TA
permitted for ribbon attachment) LRFIA(BG), 6-
inch o.c.
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System MDP
No. Deck (Note 1) Type FHEED Type S Base Ply Ply Cap Ply (psf)
(Notes 6,7,8) (Notes 6,7,8)
Min. 2-inch Trisotech G, Trisotech
Min. 15/32-inch | CGF Trisotech, Elevate ISOGARD Min. 0.5-inch SECUROCK Gypsum-Fiber Roof (Optional) One | BP-CAL, BP-
W-25 lywood at max GL, Multi-Max FA3, Elevate LRFIA or Board or SECUROCK Cement Roof Board or min QR BP-AA, SBS-AA or more BP-AA, AA, SBS-CAL, -75.0
gz—inch span ’ ISOGARD CG, UltraMax or LRFIA(BG) 7/16-inch DEXcell Cement Roof Board ’ LRFIA(BG) ! SBS-AA or APP- SBS-AA or ’
P Styrofoam Brand Roofmate, TA APP-TA
Highload 60 or Plazamate
Min. 0.25-inch SECUROCK
Min. 15/32-inch Gyp.s,um—Flber Roof B.oard, Mm.. (Optional) One BP-CA1, BP-
W-26 lvwood at max 0.5-inch DensDeck Prime or Min. LRFIA or None N/A BP-AA. SBS-AA or more BP-AA, AA, SBS-CA1, 975
g:- h " | 0.5-inch SECUROCK Cement Roof LRFIA(BG) ! SBS-AA or APP- SBS-AA or '
inch span Board or min. 7/16-inch DEXcell TA APP-TA
Cement Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-
X . inch base insulation (Optional) One BP-CA1, BP-
W2 'vl""’,v;jﬁztr'::: Min. 2-inch Trisotech G, Trisotech | LRFIAor | Coverboard: Min. 0.5-inch DensDeck Prime, tEE:Q(E'G) 6 | Bran sms.an | OTMOTEBP-AA, | AASBS-CAL | .
Fz)lzl—inch | CGF, Trisotech or H-Shield LRFIA(BG) | SECUROCK Gypsum-Fiber Roof Board or rehoe g SBS-AA or APP- | SBS-AA or :
P SECUROCK Cement Roof Board or min. 7/16-inch e TA APP-TA
DEXcell Cement Roof Board
Min. 1.5-inch Trisotech G,
Min. 15/32-inch Trisotech CGF, Trisotech, H- Additional Insulation Layer(s): (Optional) Min. 1- .
W-28 plywood at max. | Shield, Multi-Max FA3 or tgi:i(grc_;) inch base insulation II:EE:Q(CI:G) SBS-AA ‘(A()Aptslc;r;ill_LSBS— SBS-TA -52.5
24-inch span Styrofoam Brand Roofmate, Coverboard: Min. 0.125-inch TremBoard AC !
Highload 60 or Plazamate
Additional Insulation Layer(s): (Optional) Min. 1-
. . inch base insulation
Min. 15/32-inch . . . . . . . :
W-29 vwood at max Min. 2-inch Trisotech G, Trisotech | LRFIA or Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA or SBS-AA (Optional) SBS- SBS-TA -60.0
‘Z’X_inch a1 CGF, Trisotech or H-Shield LRFIA(BG) | SECUROCK Gypsum-Fiber Roof Board or LRFIA(BG) AA, SBS-TA :
P SECUROCK Cement Roof Board or min. 7/16-inch
DEXcell Cement Roof Board
Additional
Additional Insulation Layer(s): (Optional) Min. 1- Layer(s): LRFIA
Min. 15/32-inch . . . . inch base insulation or LRFIA(BG) )
Min. 2-inch Trisotech G, Trisotech | LRFIA or Optional) SBS-
W-30 plywood at max. CéF Trliscc)techl or HC—ShieId l ¢ LRFIA(BG) Coverboard: Min. 1-inch MonoBoard Plus or Coverboard: SBS-AA (AApSIBS—T)A SBS-TA -60.0*
24-inch span ! Min. 2-inch TopRock DD Plus (no extrapolation LRFIA or !
permitted for ribbon attachment) LRFIA(BG), 6-
inch o.c.
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System MDP
No. Deck (Note 1) Type FHEED Type S Base Ply Ply Cap Ply (psf)
(Notes 6,7,8) (Notes 6,7,8)
Min. 2-inch Trisotech G, Trisotech
Min. 15/32-inch | COF Trisotech, Elevate ISOGARD Min. 0.5-inch SECUROCK Gypsum-Fiber Roof .

W-31 lywood at max GL, Multi-Max FA3, Elevate LRFIA or Board or SECUROCK Cement Roof Board or min Nl SBS-AA (Optional) SB5- SBS-TA -75.0
Py " | ISOGARD CG, UltraMax or LRFIA(BG) ; " | LRFIA(BG) AA, SBS-TA :
24-inch span 7/16-inch DEXcell Cement Roof Board

Styrofoam Brand Roofmate,
Highload 60 or Plazamate
Min. 0.25-inch SECUROCK
. ) Gypsum-Fiber Roof Board, Min.
Min. 15/32-inch . . . )
0.5-inch DensDeck Prime or Min. LRFIA or (Optional) SBS-
w-32 gz‘f"c’ﬁd ALMAX- | ) ¢ inch SECUROCK Cement Roof | LRFIA(BG) | o€ A SBS-AA AA, SBS-TA SBS-TA 975
inch span Board or min. 7/16-inch DEXcell
Cement Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-
inch base insulation
Min. 15/32-inch . . . . LRFIA or .
Min. 2-inch Trisotech G, Trisotech | LRFIA or Coverboard: Min. 0.5-inch DensDeck Prime, (Optional) SBS-

W-33. | plywoodatmax. | oo ric e ch or H-Shield LRFIA(BG) | SECUROCK Gypsum-Fiber Roof Board or LRFIA(BG), 6 SBS-AA AA, SBS-TA SBS-TA 975

24-inch span X i inch o.c.
SECUROCK Cement Roof Board or min. 7/16-inch
DEXcell Cement Roof Board
SEBS-APPLIED BASE PLY:
Min. 1.5-inch Trisotech G,
i -i i i - Additional Insulation Layer(s): (Optional) Min. 1-
Min. 15/32-inch | Trisotech CGF, Trisotech, H LRFIA or 3 : . ver(s): (Optional) LRFIA or BP-SEBS or SBS- | (Optional) BP-

W-34 plywood at max. | Shield, Multi-Max FA3 or LRFIA(BG) inch base insulation LRFIA(BG) SEBS SEBS. SBS-SEBS SBS-SEBS -52.5

24-inch span Styrofoam Brand Roofmate, Coverboard: Min. 0.125-inch TremBoard AC !
Highload 60 or Plazamate
Additional Insulation Layer(s): (Optional) Min. 1-
. ) inch base insulation
W-35 N:”;'Ijjé?;i_;::: Min. 2-inch Trisotech G, Trisotech | LRFIA or Coverboard: Min. 0.5-inch DensDeck Prime, ::E'F::Q(c;;s) 6- BP-SEBS or SBS- | (Optional) BP- SBS-SEBS -60.0
‘2’ X_ o o | CGF, Trisotech or H-Shield LRFIA(BG) | SECUROCK Gypsum-Fiber Roof Board or S SEBS SEBS, SBS-SEBS :
P SECUROCK Cement Roof Board or min. 7/16-inch -
DEXcell Cement Roof Board
Additional
Additional Insulation Layer(s): (Optional) Min. 1- Layer(s): LRFIA
in. -i inch base insulation or LRFIA(BG

W-36 N:”‘:v:jf;i r'::: Min. 2-inch Trisotech G, Trisotech | LRFIA or ICC b ld. LI:/I ! 1-inch MonoBoard PI c b ( d') BP-SEBS or SBS- | (Optional) BP- SBS-SEBS -60.0*
Piyv " | CGF, Trisotech or H-Shield LRFIA(BG) | =overvoard: Win. L-inch MonoBoard Fius or Loverpoard: SEBS SEBS, SBS-SEBS :
24-inch span Min. 2-inch TopRock DD Plus (no extrapolation LRFIA or

permitted for ribbon attachment) LRFIA(BG), 6-
inch o.c.
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)
SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System MDP
No. Deck (Note 1) Type GELLL Type GHEL Base Ply Ply Cap Ply (psf)
(Notes 6,7,8) (Notes 6,7,8)
Min. 2-inch Trisotech G, Trisotech
. . CGF, Trisotech, Elevate ISOGARD . . )

o | | e | a0 EcnocK o tbiod | i | st | omoer | oo | g
P y. ’ ISOGARD CG, UltraMax or LRFIA(BG) . ’ LRFIA(BG) SEBS SEBS, SBS-SEBS '
24-inch span 7/16-inch DEXcell Cement Roof Board

Styrofoam Brand Roofmate,
Highload 60 or Plazamate
Min. 15/32-inch .
. . . LRFIA or BP-SEBS or SBS- | (Optional) BP-

W-38 pIy\fvood atmax. | Min. 0.5-inch DensDeck Prime LRFIA(BG) None N/A SEBS SEBS, SBS-SEBS SBS-SEBS -97.5

24-inch span
Additional Insulation Layer(s): (Optional) Min. 1-
. . inch base insulation

W39 '\’l""‘,vjjﬁztr'::: Min. 2-inch Trisotech G, Trisotech | LRFIAor | Coverboard: Min. 0.5-inch DensDeck Prime, tgi:ﬁé’m 6 | BP-SEBSorses- | (Optional)BP- | o o 975
P y. " | CGF, Trisotech or H-Shield LRFIA(BG) SECUROCK Gypsum-Fiber Roof Board or . ! SEBS SEBS, SBS-SEBS '
24-inch span X i inch o.c.

SECUROCK Cement Roof Board or min. 7/16-inch
DEXcell Cement Roof Board
Min. 0.25-inch SECUROCK
Min. 15/32-inch Gypsum-Fiber Roof Board or min. .
W-40. | plywood at max. | 0.5-inch SECUROCK Cement Roof tgi:ﬁ(‘;;) None N/A S:BSSEBS o83 (S(EES%”SQ_SBEPBS SBS-SEBS 1125
24-inch span Board or min. 7/16-inch DEXcell !
Cement Roof Board
TORCH-APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional) Min. 1-
. . inch base insulation
Min. 15/32-inch . . . . . . . :
Min. 2-inch Trisotech G, Trisotech | LRFIA or Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA or (Optional) APP- APP-TA, SBS-

W-41. plywood at max. . R . APP-TA, SBS-TA -60.0

24-inch span CGF, Trisotech or H-Shield LRFIA(BG) SECUROCK Gypsum-Fiber Roof Board or LRFIA(BG) TA, SBS-TA TA
P SECUROCK Cement Roof Board or min. 7/16-inch
DEXcell Cement Roof Board
Additional
Additional Insulation Layer(s): (Optional) Min. 1- Layer(s): LRFIA
Min. 15/32-inch . . . X inch base insulation or LRFIA(BG) .
Min. 2-inch Trisotech G, Trisotech | LRFIA Optional) SBS-

W-42. plywood at max. C(;r; Tr:z(jtec::inor ilc-shi(,aldnso N LRFIA((I;;E) Coverboard: Min. 1-inch MonoBoard Plus or Coverboard: SBS-TA (TAp ional) SBS-TA -60.0*

24-inch span ! Min. 2-inch TopRock DD Plus (no extrapolation LRFIA or
permitted for ribbon attachment) LRFIA(BG), 6-
inch o.c.
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TABLE 1A: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System MDP
No. Deck (Note 1) Type GELLL Type GHEL Base Ply Ply Cap Ply (psf)
(Notes 6,7,8) (Notes 6,7,8)
Min. 2-inch Trisotech G, Trisotech
. . CGF, Trisotech, Elevate ISOGARD . . )
W-43 “Tlsvijﬁztﬂgt GL, Multi-Max FA3, Elevate LRFIA or g/g;: 05r ?ECQUS:SEE 22:15:? :{lg:f :::rrngro rfnin gl Y APP-TA, sBs-TA | \OPtional) APP-— | APP-TA, SBS- | ¢
I e " | ISOGARD CG, UltraMax or LRFIA(BG) ; " | LRFIA(BG) ' TA, SBS-TA TA :
24-inch span 7/16-inch DEXcell Cement Roof Board
Styrofoam Brand Roofmate,
Highload 60 or Plazamate
Min. 15/32-inch .
W-44. | plywood at max. | Min. 0.5-inch DensDeck Prime LRFIA or None N/A APP-TA (Optional) APP- |\ pp 1a -97.5
) LRFIA(BG) TA
24-inch span
Additional Insulation Layer(s): (Optional) Min. 1-
inch base insulation
Min. 15/32-inch . . . . LRFIA or .
Min. 2-inch Trisotech G, Trisotech | LRFIA or Coverboard: Min. 0.5-inch DensDeck Prime, (Optional) APP- APP-TA, SBS-
W-45. | plywoodatmax. | oo ric e ch or H-Shield LRFIA(BG) | SECUROCK Gypsum-Fiber Roof Board or LRFIA(BG), 6 APP-TA, SBSTA | 1p sBs-TA A 975
24-inch span X i inch o.c.
SECUROCK Cement Roof Board or min. 7/16-inch
DEXcell Cement Roof Board
Min. 15/32-inch )
W-46. plywood at max. | Min. 0.5-inch DensDeck Prime LRFIA or None N/A SBS-TA (Optional) SBS- SBS-TA -112.5
) LRFIA(BG) TA
24-inch span
Min. 15/32-inch ) ) POWERply )
W-47. plywood at max. '(\Emnsgrrzl-slg:kr)tr :jg?:ooafg tgi:ﬁ(ng) None N/A Standard _(r('/)\ptlonal) SBS- SBS-TA -112.5
24-inch span vp Smooth HW
Min. 15/32-inch Min. 0.5-inch SECUROCK Cement .
W-48. plywood at max. | Roof Board or min. 7/16-inch tgi::(gre) None N/A APP-TA _(r(iptlonal) APP- APP-TA -112.5
24-inch span DEXcell Cement Roof Board
Min. 15/32-inch Min. 0.5-inch SECUROCK Cement )
W-49. plywood at max. | Roof Board or min. 7/16-inch tgi:ﬁ(gr(;) None N/A SBS-TA _(r('/)\ptlonal) SBS- SBS-TA -112.5
24-inch span DEXcell Cement Roof Board
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TABLE 18: WOOD DECKS —NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

ISOGARD CG, Multi-Max

FA3 Insulation Plate

Roof Board

CA6

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck F - e MDP
No. (Note 1) Type astener AL Type ac Base PI PI Cap PI (psf)
yp (Note 11) (Note 17) yp (Notes 6,7,8) v Y PFY
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD AHESIVE APPLIED BASE PLY:
2-inch Trisotech G,
. Trisotech CGF, Trisotech, Tr.emco #15 EI-,I,D Fastener Additional Insulation Layer(s):
Min. 19/32- EnergyGuard Polyiso with Tremco 3" Metal (Optional) Min. 1-inch base insulation Optional) O
inch CDX &Y v Insulation Plate or ACE #15 | 1 per P y , LRFIA or BP-CALorsgs- | (OPtionalOne | gp hg o
W-50 ” Insulation, Elevate . ” . Coverboard: Min. 0.5-inch DensDeck or more BP-CAl -52.5
plywood; 24 with ACE 3” BE Insulation 20f2 | =/ — : LRFIA(BG) CAl SBS-CA1
<pan ISOGARD GL, Elevate Plate or ACE 3" WW Prime or SECUROCK Gypsum-Fiber or SBS-CA1
P ISOGARD CG, Multi-Max . Roof Board
Insulation Plate
FA3
Additional Insulation Layer(s): (Optional)
; : Min. 1-inch Trisotech G, Trisotech CGF Additional
2-inch Trisotech G, ’ ’ —=
Trisotech CGE. Trisotech Tremco #15 EHD Fastener EnergyGuard Polyiso Insulation, Trisotech, | Layer(s):
Min. 19/32- EneravGuard I’Dol iso ! with Tremco 3” Metal H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA or Ovtionall O
wesy | inchCOX crereyouae Foy Insulation Plate or ACE #15 | 1per | FA3,Elevate ISOGARD CG, UltraMaxor | LRFIA(BG) | BP-CAL or SBS- Lr;frfgp_ e | mecator o er
plywood; 24” g with ACE 3” BE Insulation 2.0ft2 | Styrofoam Brand Roofmate, Highload 60 Coverboard: | CA1 SBS-CA1 ’
ISOGARD GL, Elevate ” Pl t or SBS-CA1
span ISOGARD CG, Multi-Max | ©12te O ACE 3" Ww i o, LRFIA or
» ViU Insulation Plate Coverboard: Min. 1-inch MonoBoard Plus LRFIA(BG),
FA3 (no extrapolation permitted for ribbon 6-inch o.c.
attachment)
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
2-inch Trisotech G,
Coseran e | wvcn o
inch CDX gy. v i 1 per (Optional) Min. 1-inch base insulation LRFIA or BP-CA6 or CA®b, SBS-
W-52 vwood: 24” Insulation, Elevate Plate or ACE #15 with ACE 2022 C board: Min. 0.125-inch LRFIA(BG) SBS-CAG CA1, BP-CA6, CA1 or SBS- -52.5
i";n ’ ISOGARD GL, Elevate 3” BE Insulation Plate or : %Ac n. ©.125-Inc SBS-CALorSBs- | o
s ISOGARD CG, Multi-Max | ACE 3” WW Insulation Plate remsoar CA6
FA3
2-inch Trisotech G
! Tremco #15 EHD Fastener . )
i i Addit I Insulation L : i
itz | TS CEE | o 3 o 2 e
inch CDX &y’ v Insulation Plate or ACE #15 1 per P . _ LRFIA or BP-CA6 or CA6, SBS-
W-53 ” Insulation, Elevate X . ] ) Coverboard: Min. 0.5-inch DensDeck CA1l, BP-CAS6, -60.0
plywood; 24 ISOGARD GL. Elevate with ACE 3” BE Insulation 2.0 ft ﬁCUROCK G Fib LRFIA(BG) SBS-CA6 SBS-CA1 oF SBS- CA1 or SBS-
span ! Plate or ACE 3” WW rime or ypsum-Hiber CA6
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TABLE 18: WOOD DECKS —NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

ISOGARD CG, Multi-Max
FA3

ACE 3” WW Insulation Plate

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck F - e MDP
No. (Note 1) Type astener Attac Type ac Base Pl PI Cap PI (psf)
yp (Note 11) (Note 17) yp (Notes 6,7,8) & Y SRy
Additional Insulation Layer(s): (Optional)
: : Min. 1-inch Trisotech G, Trisotech CGF Additional
2-inch Trisotech G, ’ ’ .
Trisotech CGE. Trisotech Tremco #15 EHD Fastener EnergyGuard Polyiso Insulation, Trisotech, | Layer(s):
Min. 19/32- EneravGuard E’ol iso " | with Tremco 3” Metal H-Shield, Elevate ISOGARD GL, Multi-Max | LRFIA or (Optional) One BP-CA1 BP
W-54 inch CDX Insulilion Elevatiz Insulation Plate or ACE #15 1 per FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) BP-CA6 or SBS- | or more BP-CA1, CA-G SB,S-C/—\l 0.0
’ plywood; 24” , with ACE 3” BE Insulation 2.0ft2 | Styrofoam Brand Roofmate, Highload 60 Coverboard: | CA6 BP-CA6, SBS-CAL ’ )
ISOGARD GL, Elevate ” r Plazamat or SBS-CA6
>paf ISOGARD CG, Multi-Max | T\2t€ O ACE 3" WW or Marama’e L W or SBS-CA6
’ Insulation Plate Coverboard: Min. 1-inch MonoBoard Plus LRFIA(BG),
FA3 (no extrapolation permitted for ribbon 6-inch o.c.
attachment)
2-inch Trisotech G,
. Trisotech CGF, Trisotech, Tr.emco #15 EI-,I,D Fastener Additional Insulation Layer(s):
Min. 19/32- EnergyGuard Polyiso with Tremco 3” Metal (Optional) Min. 1-inch base insulation LRFIA or (Optional) One
inch CDX S v Insulation Plate or ACE #15 1 per - , BP-CA6 or P BP-CA6 or
W-55 wood: 24” Insulation, Elevate with ACE 3” BE Insulation 102 Coverboard: Min. 0.5-inch DensDeck LRFIA(BG), SBS-CAG or more BP-CA6 SBS-CAG -82.5
s\;n ! ISOGARD GL, Elevate Plate or ACE 3" WW ’ Prime or SECUROCK Gypsum-Fiber 6-inch o.c. or SBS-CA6
P ISOGARD CG, Multi-Max . Roof Board
Insulation Plate
FA3
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Additional Insulation Layer(s): .
- - - . ! (Optional)
(Optional) Min. 1.5-inch base insulation POWERply POWERply
. . POWERply
. Coverboard: Min. 0.125-inch Endure 100, Endure 100,
Min. 15/32- TremBoard AC, min. 0.25-inch 200, 300 or Endure 100, 200, 300 or
inch CDX Min. 1.5-inch Trisotech or | Note 2 (min. #14 fasteners 1 per g -oar » Min. - -inc LRFIA or ! . 200, 300 or 320 o
W-56 vwood: 24” Trisotech G only) 2022 DenDeck, DensDeck Prime, DEXcell FA LRFIA(BG) 320 Smooth in Smooth in 320 FRin -45.0
Py ’ v ’ Glass Mat Roof Board or SECUROCK POWERply POWERply
span . . POWERpIy
Gypsum-Fiber Roof Board or min. 0.5- Endur BIO Endur BIO Endur BIO
inch Structodek HD with Primed Red Adhesive TF . Adhesive TF
. Adhesive TF
Coating
2-inch Trisotech G,
Min. 19/32- E::(:teéthiFé’l{I?s;eCh’ I:Emig g’%-rl’leeI:EI ‘IArImI:EIation Additional Insulation Layer(s): (Optional) One
inch CDX ey’ v ! 1per | (Optional) Min. 1-inch base insulation | LRFIA or BP-CAS or P BP-CAS or
W-57 wood: 24” Insulation, Elevate Plate or ACE #15 with ACE 20f2 c board: Min. 0.125-inch LRFIA(BG) SBS-CAS or more BP-CA5 SBS-CAS -52.5
plywood; ISOGARD GL, Elevate 3” BE Insulation Plate or : zoverboard: Min. £.22>-Inc or SBS-CAS
span TremBoard AC
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TABLE 18: WOOD DECKS —NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck F - e MDP
No. (Note 1) Type astener AL Type ac Base Pl Pl Cap PI (psf)
yp (Note 11) (Note 17) yp (Notes 6,7,8) & Y SRy
2-inch Trisotech G,
. Trisotech CGF, Trisotech, Tr.emco #15 EI-,I,D Fastener Additional Insulation Layer(s):
Min. 19/32- EnergyGuard Polyiso with Tremco 3" Metal (Optional) Min. 1-inch base insulation (Optional) One
inch CDX gy. v Insulation Plate or ACE #15 1 per P N . LRFIA or BP-CAS or P BP-CAS or
W-58 lywood: 24” Insulation, Elevate with ACE 3” BE Insulation 20f2 Coverboard: Min. 0.5-inch DensDeck LRFIA(BG) SBS-CAS or more BP-CA5 SBS-CAS -60.0
?‘;n ’ ISOGARD GL, Elevate blate or ACE 3" WW : Prime or SECUROCK Gypsum-Fiber or SBS-CAS
P ISOGARD CG, Multi-Max . Roof Board
Insulation Plate
FA3
Additional Insulation Layer(s): (Optional)
2-inch Trisotech G, Min. 1-inch Trlsot(?ch G, Tr|59tech FGF, Additional
Trisotech CGE. Trisotech Tremco #15 EHD Fastener EnergyGuard Polyiso Insulation, Trisotech, | Layer(s):
Min. 19/32- EnerevGuard I’Dol io ’ with Tremco 3” Metal H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA or Outional) O
W.sg | inch CDX |nsu|§¥ion Elevat‘; Insulation Plate or ACE #15 1per | FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) SBS.CAS Lrﬁ'c‘)’r“:gp g:s BP-CAS or €0.0¢
plywood; 24” g with ACE 3” BE Insulation 2.0ft2 | Styrofoam Brand Roofmate, Highload 60 Coverboard: SBS-CAS :
ISOGARD GL, Elevate . Pl \ or SBS-CAS
span ISOGARD CG. Multi-Max Plate or ACE 3” WW or Flazamate LRFIA or
, Ml Insulation Plate Coverboard: Min. 1-inch MonoBoard (no LRFIA(BG),
FA3 extrapolation permitted for ribbon 6-inch o.c.
attachment)
Additional Insulation Layer(s): (Optional)
2-inch Trisotech G, Min. 1-inch Trlsot(?ch G, Tr|59tech FGF, Additional
Trisotech CGE. Trisotech Tremco #15 EHD Fastener EnergyGuard Polyiso Insulation, Trisotech, | Layer(s):
Min. 19/32- EneravGuard |,°ol iso ! with Tremco 3” Metal H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA or Otionall O
Weeo, | inch CDX Insul?t/ion Eleuatn Insulation Plate or ACE#15 | 1per | FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) | BP-CAS or SBS- i)rFr)'r:frneaI;P a5 | BP-CASor €0.0*
’ plywood; 24” ’ with ACE 3” BE Insulation 2.0ft2 | Styrofoam Brand Roofmate, Highload 60 Coverboard: | CAS SBS-CAS )
ISOGARD GL, Elevate ” Pl t or SBS-CAS5
span ISOGARD CG. Multi-Max Plate or ACE 3” WW. or Plazamate LRFIA or
» ViU Insulation Plate Coverboard: Min. 1-inch MonoBoard Plus LRFIA(BG),
FA3 (no extrapolation permitted for ribbon 6-inch o.c.
attachment)
2-inch Trisotech G,
) Trisotech CGF, Trisotech, Tr'emco v EI_,',D Fasteriy Additional Insulation Layer(s):
Min. 19/32- EnergyGuard Polyiso witlghlene@ 3" Metal (Optional) Min. 1-inch base insulation LRFIA or (Optional) One
inch CDX 24 v Insulation Plate or ACE #15 1 per . _ BP-CAS or P BP-CAS5 or
W-61. wood: 24” Insulation, Elevate with ACE 3” BE Insulation 102 Coverboard: Min. 0.5-inch DensDeck LRFIA(BG), SBS-CAS or more BP-CA5 SBS-CAS -82.5
i";n ’ ISOGARD GL, Elevate oiate Yoce Nvvw : Prime or SECUROCK Gypsum-Fiber 6-inch o.c. or SBS-CAS
P ISOGARD CG, Multi-Max ! Roof Board
FA3 Insulation Plate

HOT-ASPHALT-APPLIED BASE PLY:
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TABLE 18: WOOD DECKS —NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck F - e MDP
No. (Note 1) Type astener CIELE Type ac Base Pl Pl Cap PI (psf)
yp (Note 11) (Note 17) yp (Notes 6,7,8) & Y SRy
Additional Insulation Layer(s): (Optional)
: : Min. 1-inch Trisotech G, Trisotech CGF Additional
2-inch Trisotech G, ’ ’ .
Trisotech CGE. Trisotech Tremco #15 EHD Fastener EnergyGuard Polyiso Insulation, Trisotech, | Layer(s): ional
Min. 19/32- EnerevGuard Polvies | With Tremco 3” Metal H-Shield, Elevate ISOGARD GL, Multi-Max | LRFIA or (Opt"’”agpo(’:‘:l BP-CAL, BP-
W-62 inch CDX Insulilion Elevatiz Insulation Plate or ACE #15 1 per FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) BP-AA. SBSAA cB’rP—rRZreSBS-CAll AA, SBS-CA1, -60.0%
: plywood; 24” ISOGARD IGL Elevat with ACE 3” BE Insulation 2.0ft2 | Styrofoam Brand Roofmate, Highload 60 Coverboard: ’ SBS—AA or APP- " | SBS-AAor )
span » levate Plate or ACE 3” WW or Plazamate LRFIA or APP-TA
s ISOGARD CG, Multi-Max A
’ Insulation Plate Coverboard: Min. 1-inch MonoBoard Plus LRFIA(BG),
FA3 (no extrapolation permitted for ribbon 6-inch o.c.
attachment)
Additional Insulation Layer(s):
(Optional) Min. 1.5-inch base insulation
i 1572 S W oo e, | wem e
inch CDX Min. 1.5-inch Trisotech or | Note 2 (min. #14 fasteners 1 per % | AA, SBS-CAL,
W-63. plywood; 24” Trisotech G m( 5 gﬂz DenDeck, DensDeck Prime, DEXcell FA Hot asphalt | BP-AA, SBS-AA BP-AA, SBS-CA1, SBS-AA or -60.0
o v : Glass Mat Roof Board or SECUROCK sBs-AAor APP- | o DT
Gypsum-Fiber Roof Board or min. . 0.5- TA
inch Structodek HD with Primed Red
Coating
. Optional) One
Min. 15/32- L. . ( BP-CA1, BP-
. . . . . Additional Insulation Layer(s): or more BP-CA1, !
W-64. inch CDX ” M!n. L.5-inch Trisotech or | Note 2 (min. #14 fasteners 1 per (Optional) Min. 1.5-inch base insulation | Hot asphalt BP-AA, SBS-AA BP-AA, SBS-CA1, AA, SBS-CAL, -60.0*
plywood; 24 Trisotech G only) 2.0 ft? ) . SBS-AA or
Coverboard: Min. 1-inch MonoBoard Plus SBS-AA or APP-
span EE— A APP-TA
SEBS-APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional)
: : Min. 1-inch Trisotech G, Trisotech CGF Additional
2-inch Trisotech G, ’ ’ —
Trisotech CGF. Trisotech Tremco #15 EHD Fastener EnergyGuard Polyiso Insulation, Trisotech, | Layer(s):
Min. 19/32- EneravGuard I;ol iso ! with Tremco 3” Metal H-Shield, Elevate ISOGARD GL, Multi-Max | LRFIA or
neE inch CDX ns I?t/ion EIevat\:a Insulation Plate or ACE #15 1 per FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) BP-SEBS, SBS- (Optional) BP- SBS-SEBS 60.0%
’ plywood; 24” IS oL:s ARD 'GL Elevat with ACE 3” BE Insulation 2.0 ft2 | Styrofoam Brand Roofmate, Highload 60 Coverboard: | SEBS SEBS, SBS-SEBS ’
span SOGARD CG’ Mevlf. i/l Plate or ACE 3” WW or Plazamate LRFIA or
» Multi-Max Insulation Plate Coverboard: Min. 1-inch MonoBoard Plus LRFIA(BG),
FA3 (no extrapolation permitted for ribbon 6-inch o.c.

attachment)
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TABLE 18: WOOD DECKS —NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck F - e MDP
No. (Note 1) T GRS Attac T ac Base PI Pl Pl (psf)
vee (Note 11) (Note 17) yee (Notes 6,7,8) ase Ply y Cap Ply
Additional Insulation Layer(s):
(Optional) Min. 1.5-inch base insulation
i 15752 Cobent Mo DI
inch CDX Min. 1.5-inch Trisotech Note 2 (min. #14 fast 1 Coe BP-SEBS, SBS- | (Optional) BP-
W-66. :]I\(;wood' 247 Tr;:otechlr(]ic risotech or ﬁ (min asteners 2 (’;:2 DenDeck, DensDeck Prime, DEXcell FA Hot asphalt SEBS ! éEgSIO::S)—SEBS SBS-SEBS -60.0
o v : Glass Mat Roof Board or SECUROCK '
Gypsum-Fiber Roof Board or min. . 0.5-
inch Structodek HD with Primed Red
Coating
Min. 15/32- - .
. . . . . Additional Insulation Layer(s):
inch CDX Min. 1.5-inch Trisotech or | Note 2 (min. #14 fasteners 1 per - N X . . BP-SEBS, SBS- (Optional) BP- .
W-67. plywood: 24” | Trisotech G only) 200 (Optional) Mln'. 1.5.-|nch base insulation | Hot asphalt SEBS SEBS, SBS-SEBS SBS-SEBS -60.0
Coverboard: Min. 1-inch MonoBoard Plus
span e
TORCH-APPLIED BASE PLY:
Additional Insulation Layer(s):
Min. 15/32- (Optional) Min. 1.5-inch base insulation
W-68 inch CDX Min. 1.5-inch Trisotech or | Note 2 (min. #14 fasteners 1 per Coverboard: Min. 0.25-inch DensDeck LRFIA or APP-TA, SBS- (Optional) APP- | APP-TA, SBS- 45.0
’ plywood; 24” | Trisotech G only) 2.0 ft? Prime, DEXcell FA Glass Mat Roof LRFIA(BG) TA TA, SBS-TA TA '
span Board or SECUROCK Gypsum-Fiber
Roof Board
2-inch Trisotech G,
. Trisotech CGF, Trisotech, Tr.emco #15 EI-,I,D Fasteng Additional Insulation Layer(s):
Min. 19/32- EnergyGuard Polyiso with Tremco 3" Metg) (Optional) Min. 1-inch base insulation
inch CDX gy. v Insulation Plate or ACE #15 1 per P N . LRFIA or APP-TA, SBS- (Optional) APP- | APP-TA, SBS-
W-69. ” Insulation, Elevate X ” ) b Coverboard: Min. 0.5-inch DensDeck -60.0
plywood; 24 with ACE 3” BE Insulation 2.0 ft —_— ; LRFIA(BG) TA TA, SBS-TA TA
span ISOGARD GL, Elevate Plate or ACE 3" WW Prime or SECUROCK Gypsum-Fiber
s ISOGARD CG, Multi-Max ! Roof Board
Insulation Plate
FA3
2-inch Trisotech G, T #15 EHD Fast
. Trisotech CGF, Trisotech, r'emco N asigner Additional Insulation Layer(s):
Min. 19/32- EnergyGuard Polyiso withiremeg 3 “Wgidl (Optional) Min. 1-inch base insulation LRFIA or
inch CDX gy’ v Insulation Plate or ACE #15 1 per . _ APP-TA, SBS- | (Optional) APP- | APP-TA, SBS-
W-70. " Insulation, Elevate X " . ) Coverboard: Min. 0.5-inch DensDeck LRFIA(BG), -82.5
plywood; 24 with ACE 3” BE Insulation 1.0 ft — : R TA TA, SBS-TA TA
span ISOGARD GL, Elevate Plate or ACE 3" WW Prime or SECUROCK Gypsum-Fiber 6-inch o.c.
P ISOGARD CG, Multi-Max ! Roof Board
FA3 Insulation Plate
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NEmoO | etc.e
TABLE 1c: WOOD DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER

Thermal Barrier Insulation Layer(s Roof Cover (Note 15
System Deck R ;/::;:r yerls) e 15) MDP
No. Note 1 Type Fastener (Note 11 ac Type Base PI Pl Cap PI (psf)
{Note 1} w (Note 11) (Note 17) (Note 15) U (Notes 6,7,8) v v LY
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
. Min. 0.5-inch ACE #15 with eCE 3" BE |nSI:J|atI0n Insulation Layer(s): One or more, min. 1-inch Trisotech G, .
Min. Plate or ACE 3” WW Insulation Plate, y . £ . (Optional)
15/32-inch DensDeck Dekfast DE-#14-PH3 with Dekfast PLT- Base Ply: Trisotech CGF, EnergyGuard Polyiso Insulation, Trisotech, One or
W-71 DX Prime or R-3. Tremco #1410 Fastener with 1per2.0 | Oneortwo H-Shield, Elevate ISOGARD GL, Multi-Max FA3, Elevate LRFIA or BP-CAlor more BP- BP-CAlor 45.0%
T SECUROCK ’ . . ft2 plies,BP-CAS ISOGARD CG or UltraMax LRFIA(BG) SBS-CA1 SBS-CA1 !
plywood; . Tremco Disc 3 in. Steel Stress Plate or . . i CAl, or
' Gypsum-Fiber X or SBS-CA5 Coverboard: Min. 0.5-inch DensDeck Prime or SECUROCK
24” span Tremco #14 HD Fastener with Tremco - SBS-CA1
Roof Board ” . Gypsum Fiber Roof Board
3” Metal Insulation Plate
ACE #15 with ACE 3” BE Insulation AVC Primer . - y
. ” . followed by Insulation Layer(s): One or more, min. 1-inch Trisotech G, .
Min. . . Plate or ACE 3” WW Insulation Plate, N . . . (Optional)
15/32-inch Min. 0.5-inch Dekfast DF-#14-PH3 with Dekfast PLT AVC or AVC Trisotech CGF, EnergyGuard Polyiso Insulation, Trisotech, 0
W72 oo e sEcurock R_es i:emc; 41410 F:’S'tenef W?tsh " | 1per2.0 | Primeror H-Shield, Elevate ISOGARD GL, Multi-Max FA3, Elevate LRFIA or BP-CAL or m’;er:gp_ BP-CALor | o
e Gypsum-Fiber ! . . ft2 AVC Primer ISOGARD CG or UltraMax LRFIA(BG) SBS-CA1 SBS-CA1 -
plywood; Tremco Disc 3 in. Steel Stress Plate or . \ i CAl, or
) Roof Board X (WB) Coverboard: Min. 0.5-inch DensDeck Prime or SECUROCK
24" span Tremco #14 HD Fastener with Tremco Wy SBS-CA1
" . followed by Gypsum Fiber Roof Board
3” Metal Insulation Plate
AVC Max
. Min. 0.5-inch ACE #15 with ﬁCE 3" BE Insglatlon Insulation Layer(s): One or more, min. 1-inch Trisotech G,
Min. DensDeck Plate or ACE 3" WW Insulation Plate, Base Ply: Trisotech CGF, EnergyGuard Polyiso Insulation, Trisotech
W.73 éSD/;Z"Mh Prime or Ezkf?t DF’“;;‘Z?FW'F Dekf'f‘;: PLT | 1per13 | Oneortwo | H-Shield, Elevate ISOGARD GL, Multi-Max FA3, Elevate tgi:ﬁ(‘ég) o | BP-CALor | BP-CALor | o
s SECUROCK S TemeoTiane rasiener W f | plies,BP-CAS | ISOGARD CG or UltraMax , "% | sBs-ca1 one ses-cal |
plywood; . Tremco Disc 3 in. Steel Stress Plate or . ) ! inch o.c.
' Gypsum-Fiber X or SBS-CAS Coverboard: Min. 0.25-inch DensDeck Prime or
24” span Tremco #14 HD Fastener with Tremco > w—— X
Roof Board ” . SECUROCK Gypsum Fiber Roof Board
3” Metal Insulation Plate
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
] " . Insulation Layer(s): , min. 1-inch Tri hG,
' ‘ ACE #15 with ACE 3” BE Insulation nsu ation Layer(s): One or more min. 1-inc rlsgtec G
. Min. 0.5-inch ” . Trisotech CGF, EnergyGuard Polyiso Insulation, Trisotech, .
Min. Plate or ACE 3” WW Insulation Plate, . . (Optional)
. DensDeck . Base Ply: H-Shield, Elevate ISOGARD GL, Multi-Max FA3, Elevate
15/32-inch R Dekfast DF-#14-PH3 with Dekfast PLT- One or
W-74 DX Prime or R-3. Tremco #1410 Fastener with 1per2.0 | Oneortwo ISOGARD CG, UltraMax or Styrofoam Brand Roofmate, LRFIA or BP-CA6 or more BP- BP-CA6 or -45.0%
: SECUROCK ! . . ft2 plies,BP-CAS Highload 60 or Plazamate LRFIA(BG) SBS-CA6 SBS-CA6 '
plywood; X Tremco Disc 3 in. Steel Stress Plate or R . . CAG6 or SBS-
” Gypsum-Fiber . or SBS-CA5 Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK
24" span Tremco #14 HD Fastener with Tremco —— CA6
Roof Board 37 Metal Insulation Plate Gypsum Fiber Roof Board or SECUROCK Cement Roof
Board or min. 7/16-inch DEXcell Cement Roof Board
. N i | lation L. : , min. 1-inch Tri hG,
ACE #15 with ACE 3” BE Insulation AVC Primer nfu ation Layer(s): One or more 'mln |nc. rlsgtec G
Mi Plat ACE 3" WW Insulation Plat followed by Trisotech CGF, EnergyGuard Polyiso Insulation, Trisotech, (Optional)
18/32-nch | Min-0sinch | o H14-PH3 with Dekfast PLT- AVCorAVC | H-Shield, Elevate ISOGARD GL, Multi-Max FA3, Elevate oona
| securock s o 1per2.0 | Primer or ISOGARD CG, UltraMax or Styrofoam Brand Roofmate, LRFIA or BP-CAGoOr | o0 BP-CA6 or
W-75. CDX . R-3, Tremco #1410 Fastener with . . more BP- -45.0*
Gypsum-Fiber . . ft2 AVC Primer Highload 60 or Plazamate LRFIA(BG) SBS-CA6 SBS-CA6
plywood; Tremco Disc 3 in. Steel Stress Plate or i . . CA6 or SBS-
Y Roof Board X (WB) Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK
24” span Tremco #14 HD Fastener with Tremco P CA6
37 Metal Insulation Plate followed by Gypsum Fiber Roof Board or SECUROCK Cement Roof
AVC Max Board or min. 7/16-inch DEXcell Cement Roof Board
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SYSTEM TYPE B-2: MECHANICALLY ATTACHED THER

TABLE 1c: WOOD DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

AL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Thermal Barrier Insulation Layer(s Roof Cover (Note 15
System Deck R ;/::;:r yerls) e 15) MDP
No. (Note 1) Type Fastener (Note 11) ac Type Base PI Pl Cap PI (psf)
w (Note 17) Note 15 U (Notes 6,7,8) v v LY
ACE #15 with ACE 3” BE Insulati Insulation Layer(s): One or more, min. 1-inch Trisotech G,
. Min. 0.5-inch wi ” nSl,J ation Trisotech CGF, EnergyGuard Polyiso Insulation, Trisotech, .
Min. Plate or ACE 3” WW Insulation Plate, . . (Optional)
. DensDeck X Base Ply: H-Shield, Elevate ISOGARD GL, Multi-Max FA3, Elevate
15/32-inch R Dekfast DF-#14-PH3 with Dekfast PLT- LRFIA or One or
W-76 DX Prime or R-3. Tremco #1410 Fastener with 1lper1.3 | Oneortwo ISOGARD CG, UltraMax or Styrofoam Brand Roofmate, LRFIA(BG), 6 BP-CA6 or more BP BP-CA6 or 90.0
e SECUROCK ! . . ft2 plies,BP-CA5 Highload 60 or Plazamate ; ’ SBS-CA6 SBS-CA6 :
plywood; X Tremco Disc 3 in. Steel Stress Plate or i i . inch o.c. CAG6 or SBS-
) Gypsum-Fiber X or SBS-CAS Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK
24" span Tremco #14 HD Fastener with Tremco " CA6
Roof Board 37 Metal Insulation Plate Gypsum Fiber Roof Board or SECUROCK Cement Roof
Board or min. 7/16-inch DEXcell Cement Roof Board
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
. . | lation Lay : , min. 1-inch Tri hG,
. . ACE #15 with ACE 3” BE Insulation n?u ation Layer(s): One or more -mln ch rlsc?tec N
. Min. 0.5-inch ” . Trisotech CGF, EnergyGuard Polyiso Insulation, Trisotech, .
Min. Plate or ACE 3” WW Insulation Plate, : . (Optional)
. DensDeck X Base Ply: H-Shield, Elevate ISOGARD GL, Multi-Max FA3, Elevate
15/32-inch . Dekfast DF-#14-PH3 with Dekfast PLT- One or
W-77 COX Prime or R-3. Tremco #1410 Fastener with 1per2.0 | Oneortwo ISOGARD CG, UltraMax or Styrofoam Brand Roofmate, LRFIA or BP-CAS or more BP- BP-CAS or 45.0%
e SECUROCK ! . . ft2 plies,BP-CA5 Highload 60 or Plazamate LRFIA(BG) SBS-CAS SBS-CAS -
plywood; . Tremco Disc 3 in. Steel Stress Plate or i i . CAS or SBS-
' Gypsum-Fiber X or SBS-CA5 Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK
24" span Tremco #14 HD Fastener with Tremco - .8 CA5
Roof Board 37 Metal Insulation Plate Gypsum Fiber Roof Board or SECUROCK Cement Roof
Board or min. 7/16-inch DEXcell Cement Roof Board
] ] - - ; - min. 14 - ]
ACE #15 with ACE 3” BE Insulation AVC Primer In§u|at|on Layer(s): One or more -mln 1 |n§h Tr|sc‘)tech G
Min Plate or ACE 3 WW Insulation Plat followed by Trisotech CGF, EnergyGuard Polyiso Insulation, Trisotech, (Optional)
15/32-inch | Min-0:5-nch Dakf °t OF#14.PH3 'St:?;cl)(f taPi:I' AVCorAVC | H-Shield, Elevate ISOGARD GL, Multi-Max FA3, Elevate o P
NN securock Sxlast DT b S With DEast L 1 1 per2.0 | Primeror ISOGARD CG, UltraMax or Styrofoam Brand Roofmate, LRFIA or BP-CASOr | o O BP-CAS or
W-78. CDX . R-3, Tremco #1410 Fastener with . . more BP- -45.0*
Gypsum-Fiber . . ft2 AVC Primer Highload 60 or Plazamate LRFIA(BG) SBS-CA5 SBS-CA5
plywood; Tremco Disc 3 in. Steel Stress Plate or R X . CAS or SBS-
' Roof Board X (WB) Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK
24" span Tremco #14 HD Fastener with Tremco ., AN CA5
37 Metal Insulation Plate followed by Gypsum Fiber Roof Board or SECUROCK Cement Roof
AVC Max Board or min. 7/16-inch DEXcell Cement Roof Board
A ‘ ACE #15 with ACE 3” BE Insulation In§ulation Layer(s): One or more,Amin. 1-in§h Trisc?tech G,
. Min. 0.5-inch ” . Trisotech CGF, EnergyGuard Polyiso Insulation, Trisotech, .
Min. Plate or ACE 3” WW Insulation Plate, E . (Optional)
. DensDeck X Base Ply: H-Shield, Elevate ISOGARD GL, Multi-Max FA3, Elevate
15/32-inch i Dekfast DF-#14-PH3 with Dekfast PLT- LRFIA or One or
Prime or R 1per1.3 | Oneortwo ISOGARD CG, UltraMax or Styrofoam Brand Roofmate, BP-CAS or BP-CAS or
W-79. CDX R-3, Tremco #1410 Fastener with . ) LRFIA(BG), 6- more BP- -90.0
SECUROCK X . ft2 plies,BP-CA5 Highload 60 or Plazamate . SBS-CAS SBS-CAS
plywood; . Tremco Disc 3 in. Steel Stress Plate or . . . inch o.c. CAS5 or SBS-
) Gypsum-Fiber . or SBS-CAS Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK
24” span Tremco #14 HD Fastener with Tremco — CA5
Roof Board 37 Metal Insulation Plate Gypsum Fiber Roof Board or SECUROCK Cement Roof
Board or min. 7/16-inch DEXcell Cement Roof Board
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SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

TABLE 1p: WOOD DECKS —NEW CONSTRUCTION orR REROOF (TEAR-OFF)

NEmoO | etc.e

Anchor Sheet Vapor Base Insulation Top Insulation Roof Cover (Note 15)
System Deck e Barrier e e MDP
asten ac acl
No. (Note 1) Type Attach Type Type Base Pl Pl Cap PI (psf)
u (Note 11) (Note 15) U (Notes 6,7,8) o (Notes 6,7,8) Y v DY
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
BURmastic Glass
Ply, BURmastic Min. 1-inch
Glass Ply — 28 Ib, 12 ga. x 3/8-inch 9-inch o.c. at 2- Trisotech G,
i sy | e | bedameter | a3 | g g, | Tl o i G Vo g optona
W-80 inch CDX BUR:'nastic V' shank roofii three (3) SBS-AA, EnergyG ,ard LRFIA or DensDeck.Pr‘ime or LRFIA or BP-CAG or One or more BP-CAG or -45.0
0| piywood; 247 i i & ’ SBS-SEBS or gybuard LRFIA(BG) i LRFIA(BG) SBS-CA6 | BP-CAGor SBS-CA6 .
cpan Composite Ply nails* through equally spaced, SBS-TA Polyiso Insulation, SECUROCK Gypsum-Fiber SBS-CAG
P Premium or 32ga.x 1-5/8- staggered H-Shield, Elevate Roof Board
BURmastic inch dia. tin caps center rows ISOGARD GL, Multi-
Composite Ply HT Max FA3
Green
Min. 1-inch
Min. 7/16- Trufast Versa 6-inch o.c. at 4- Trisotech G,
inch APA BURmas.tlc Fastener & !nch lap and 6- $BS-CA6, Tr!sotech CGF, ' A (Optional)
rated OSB at Composite Ply HT Plate; 2 screws inch o.c. at Trisotech, LRFIA or Min. 0.5-inch DensDeck LRFIA or
” . SBS-AA, . BP-CA6 or One or more BP-CA6 or
max. 24” span or BURmastic per plate three (3), EnergyGuard LRFIA(BG), 6- Prime or SECUROCK LRFIA(BG), 6- -97.5
W-81. " . ; . SBS-SEBS or k ) . ) : SBS-CA6 BP-CA6 or SBS-CA6
& blocked 48 Composite Ply installed 180 equally spaced, SBS-TA Polyiso Insulation, inch o.c. Gypsum-Fiber Roof Board inch o.c. SBS-CA6
o.c.; #10 Premium into the holes of staggered H-Shield, Elevate
screws, 6” o.c. the plate* center rows ISOGARD GL, Multi-
Max FA3
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 85 Ibf.
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
BURmastic Glass
Ply, BURmastic Min. 1-inch
Glass Ply — 28 b, 12 ga. x 3/8-inch 9-inch o.c. at 2- Trisotech G,
sy, | hnase || bt | o g o < i - Temonrs opton
) inch CDX BUR:\ ti vRb e ﬁi three [3) sBs-CAsor | o0 LRFIA or AC or min. 0.25-inch LRFIA or BP-CASor | Oneormore | BP-CASor | .o
®% | plywood; 24” o oo g > SBS-TA revadart LRFIA(BG) SECUROCK Gypsum-Fiber | LRFIA(BG) SBS-CAS | BP-CASor | SBS-CAS :
cpan Composite Ply nails* through equally spaced, Polyiso Insulation, Roof Board SBS-CAS
P Premium or 32 ga.x 1-5/8- staggered H-Shield, Elevate
BURmastic inch dia. tin caps center rows ISOGARD GL, Multi-
Composite Ply HT Max FA3
Green
Min. 1-inch
Min. 7/16- Trufast Versa 6-inch o.c. at 4- Trisotech G,
inch APA BURmastic Fastener & inch lap and 6- Trisotech CGF, (Optional)
rated OEB at Composite P_Iy HT Plate; 2 screws inch o.c. at SBS-CAS or Trisotech, LRFIA or Min. 0.5-inch SECUROCK LRFIA or BP-CAS or One or more BP-CAS or
max. 24” span or BURmastic per plate three (3), SBS-TA EnergyGuard LRFIA(BG), 6- Gypsum-Fiber Roof Board LRFIA(BG), 6- SBS-CAS BP-CAS or SBS-CAS -127.5
W-83. & blocked 48” Composite Ply installed 180° equally spaced, Polyiso Insulation, inch o.c. P inch o.c. SBS-CAS
o.c.; #10 Premium into the holes of staggered H-Shield, Elevate
screws, 6” o.c. the plate* center rows ISOGARD GL, Multi-
Max FA3
Note: *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 85 Ibf.

© NEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC
Tremco Modified Bitumen Roof Systems; (800) 562-2728
TOP OF APPENDIX

PEER-TRM-006.A.R22 for FL20325-R22 (NON-HVHZ)
Revision 22: 08/12/2026
Appendix 1, Page 26 of 158



SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

TABLE 1p: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

NEmoO | etc.e

Anchor Sheet Vapor Base Insulation Top Insulation Roof Cover (Note 15)
Sy:‘tem Deck Fasten Barrier Attach Attach MpE
o. (Note 1) Type . Attach (Note 15) Type R Type N——— Base Ply Ply Cap Ply (psf)
SEBS-APPLIED BASE PLY:
BURmastic Glass
Ply, BURmastic Min. 1-inch
Glass Ply — 28 Ib, 12 ga. x 3/8-inch 9-inch o.c. at 2- Trisotech G,
Min. 15/32- BURmas‘tic head diar‘neter ?nch laps and 9- $BS-CAG, Tr!sotech CGF, Min. l/g»inch TrgmBoard -
inch CDX Composn‘e Ply HT, annular rlng inch o.c. at SBS-AA, Trisotech, LRFIA or AC or min. 0.‘25—|nch LRFIA or BP-SEBS (Optional)
W-84. plywood; 24” BURmastic shank roofing three (3), SBS-SEBS or EnergyGuard LRFIA(BG) DensDeck Prime or LRFIA(BG) or SBS- BP-SEBS, SBS-SEBS -45.0
span ! Composite Ply nails* through equally spaced, SBS-TA Polyiso Insulation, SECUROCK Gypsum-Fiber SEBS SBS-SEBS
Premium or 32 ga.x 1-5/8- staggered H-Shield, Elevate Roof Board
BURmastic inch dia. tin caps center rows ISOGARD GL, Multi-
Composite Ply HT Max FA3
Green
Min. 1-inch
Min. 7/16- Trufast Versa 6-inch o.c. at 4- Trisotech G,
inch APA BURmastic Fastener & inch lap and 6- Trisotech CGF,
rated OSB at Composite Ply HT Plate; 2 screws inch o.c. at SBS-AA, Trisotech, LRFIA or Min. 0.5-inch DensDeck LRFIA or BP-SEBS (Optional)
max. 24” span or BURmastic per plate three (3), SBS-SEBS or | EnergyGuard LRFIA(BG), 6- Prime or SECUROCK LRFIA(BG), 6- or SBS- BP-SEBS, SBS-SEBS -127.5
W-85. | gblocked 48" | Composite Ply installed 180° equally spaced, | SBS-TA Polyiso Insulation, | inch o.c. Gypsum-Fiber Roof Board | inch o.c. SEBS SBS-SEBS
o.c.; #10 Premium into the holes of staggered H-Shield, Elevate
screws, 6” o.c. the plate* center rows ISOGARD GL, Multi-
Max FA3
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 85 Ibf.
TORCH-APPLIED BASE PLY:
BURmastic Glass
Ply, BURmastic Min. 1-inch
Glass Ply — 28 b, 12 ga. x 3/8-inch 9-inch o.c. at 2- Trisotech G,
Min. 15/32- BURmasFic head diameter inch laps and 9- $BS-CAG, Trisotech CGF, Min. 1/§-inch Trf-:ntoard
. Composite Ply HT, annular ring inch o.c. at Trisotech, AC or min. 0.25-inch .
W-86. inch CDX ” BURmastic shank roofing three (3), RO EnergyGuard LRFIA or DensDeck Prime or LRFIA or SBS-TA (Optional) SBS-TA -45.0
plywood; 24’ . ok SBS-SEBS or . . LRFIA(BG) . LRFIA(BG) SBS-TA
span Composme Ply nails* through equally spaced, SBS-TA Polylfso Insulation, SECUROCK Gypsum-Fiber
Premium or 32 ga.x 1-5/8- staggered H-Shield, Elevate Roof Board
BURmastic inch dia. tin caps center rows ISOGARD GL, Multi-
Composite Ply HT Max FA3
Green
Min. 1-inch
Min. 7/16- Trufast Versa 6-inch o.c. at 4- Trisotech G,
inch APA BURmastic Fastener & inch lap and 6- Trisotech CGF,
rated OSB at Composite Ply HT Plate; 2 screws inch o.c. at SBS-AA, Trisotech, LRFIA or Min. 0.5-inch DensDeck LRFIA or (Optional)
W-87 max. 24” span or BURmastic per plate three (3), SBS-SEBS or | EnergyGuard LRFIA(BG), 6- Prime or SECUROCK LRFIA(BG), 6- SBS-TA SBS-TA SBS-TA -127.5
g io & blocked 48” Composite Ply installed 180° equally spaced, SBS-TA Polyiso Insulation, inch o.c. Gypsum-Fiber Roof Board inch o.c.
o.c.; #10 Premium into the holes of staggered H-Shield, Elevate
screws, 6” o.c. the plate* center rows ISOGARD GL, Multi-
Max FA3

Note:

*Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 85 Ibf.
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NEmoO | etc.e

TABLE 1e: WOOD DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) OR RECOVER

SyYSTEM TYPE C-1: IMECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

Syste Deck Base Insulation Top Insulation Roof Cover (Note 15) MDP
m No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) | Attach (Note 17) Base Ply | Ply | Cap Ply (psf)
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Min. 0.5-inch DensDeck
Min. 15/32-inch (Optional) One or more layers, Prime or SECUROCK Tremco #14 HD Fastener BP-CA1 or (Optional) One or BP-CA1 or SBS-
W-88. CDX plywood at any combination, min. 1.5-inch | Gypsum-Fibrer Roof Board with Tremco 3” Metal 1 per 2.0 ft? SBS-CA1 more BP-CA1 or CAL -37.5%
max. 24-inch span total thickness, loose laid or Structodek HD with Insulation Plate SBS-CA1
Primed Red Coating
Tremco #14 HD Fastener
with Tremco 3” Metal 1 per 1.3 ft2
Insulation Plate
c £ £ c £ £ &
o5 HEREREIERE R
Min. 0.5-inch DensDeck [ | I |
Min. 15/32-inch (Optional) One or more layers, Prime or SECUROCK 3 3 ; ! (Optional) One or
- . . . BP-CA1 BP-CAl BS-
W-89. CDX plywood at any combination, min. 1.5-inch | Gypsum-Fibrer Roof Board SBS?CAlor more BP-CA1 or CAlc orSBS -45.0
max. 24-inch span total thickness, loose laid or Structodek HD with E SBS-CA1
Primed Red Coating L o
& =
H 2
- . £ c
e ~
(= -
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 15/32-inch Trufast Versa Fastener & (Optional) One or
| BP-CA1, BP-CA
plywood or min. ?;ni;;;:g: :liirsi-?:Zh total Min. 1/8-inch TremBoard Plate; 4 screws per plate 1 per 4.0 ft? BP-CA6 or more BP-CA1, BP- SBS?CAll or SCBSG-’ -30.0*
W-90. 7/16-inch OSB at . ! 3 AC installed in square (8 per 4x8 ft board) | SBS-CA6 CA6, SBS-CA1 or '
} thickness, loose laid * CA6
max. 24-inch span pattern SBS-CA6
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
Min. 15/32-'”.Ch One or more layers, any Min. %-inch TremBoard AC Trufast Versa Fastener & ) (Optional) One or BP-CA1, BP-CA®6,
plywood or min. combination, min. 1-inch total or min. 0.5-inch SECUROCK Plate; 4 screws per plate 1per4Oft BP-CA6 or more BP-CAL, BP- SBS-CA1 or SBS 37.5%
W-91. 7/16-inch OSB at . ! ; S installed in square (8 per 4x8 ft board) | SBS-CA6 CA6, SBS-CAL1 or '
R thickness, loose laid Gypsum-Fiber Roof Board « CA6
max. 24-inch span pattern SBS-CA6
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 300 Ibf.
Min. 15/32-|n.ch (Optional) One or more layers, Min. 1/§—|nch TremBoard Trufast Versa Fastener & 1per 2.9 f2 (Optional) One or BP-CAL, BP-CAS,
plywood or min. anv combination. min. 1-inch AC or min. 0.5-inch Plate; 2 screws per plate (11 per 4x8 ft BP-CA6 or more BP-CA1, BP- SBS-CA1 oF SBS- 37.5%
W-92. 7/16-inch OSB at tottal thickness I(;ose I.aid SECUROCK Gypsum-Fiber installed 180° into the Ifoard) SBS-CA6 CA6, SBS-CA1 or CAG '
max. 24-inch span | Roof Board holes of the plate* SBS-CA6
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 218 Ibf.
Min. 15/32-|n.ch (Optional) One or more layers, Min. 1/§—|nch TremBoard Trufast Versa Fastener & 1per2.13 f2 (Optional) One or BP-CAL, BP-CAG,
plywood or min. anv combination. min. 1-inch AC or min. 0.5-inch Plate; 2 screws per plate (15 per 4x8 ft BP-CA6 or more BP-CA1, BP- SBS-CA1 oF SBS- -25.0%
W-93. | 7/16-inch OSB at tot‘gl e W V' = SECUROCK Gypsum-Fiber installed 180° into the ;’ 0 SBS-CAG CAG, SBS-CALor | :
max. 24-inch span g Roof Board holes of the plate* oar SBS-CA6
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 192 Ibf.
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NEmoO | etc.e
TABLE 1e: WOOD DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) OR RECOVER

SyYSTEM TYPE C-1: IMECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

Syste Deck Base Insulation Top Insulation Roof Cover (Note 15) MDP
m No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) | Attach (Note 17) Base Ply | Ply | Cap Ply (psf)
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:

Min. 15/32-inch One or more lavers. an Trufast Versa Fastener & (Optional) One or
plywood or min. combination myin :’l-inZh total Min. 1/8-inch TremBoard Plate; 4 screws per plate 1 per 4.0 ft? BP-CAS or m(?re BP-CAS or BP-CAS5 or SBS- 30,0
W-94. | 7/16-inch OSB at ; Lo AC installed in square (8 per 4x8 ft board) | SBS-CAS5 CA5 ’
; thickness, loose laid * SBS-CA5
max. 24-inch span pattern
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
Min. 15/32-'“.Ch One or more layers, any Min. %-inch TremBoard AC Trufast Versa Fastener & ) (Optional) One or
plywood or min. N R . . . Plate; 4 screws per plate 1 per4.0ft BP-CAS or BP-CA5S or SBS- «
R combination, min. 1-inch total or min. 0.5-inch SECUROCK . . more BP-CAS5 or -37.5
W-95. | 7/16-inch OSB at ; . - installed in square (8 per 4x8 ft board) | SBS-CA5 CA5
R thickness, loose laid Gypsum-Fiber Roof Board * SBS-CA5
max. 24-inch span pattern
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 300 Ibf.
Min. 15/32-|n.ch (Optional) One or more layers, Min. 1/8.-|nch T.remBoard Trufast Versa Fastener & 1per 2.9 f2 (Optional) One or
plywood or min. anv combination. min. 1-inch AC or min. 0.5-inch Plate; 2 screws per plate (11 per 4x8 ft BP-CAS or more BP-CAS or BP-CAS or SBS- 37.5%
W-96. 7/16-inch OSB at v ) ! o SECUROCK Gypsum-Fiber installed 180° into the P SBS-CA5 CAS '
) total thickness, loose laid h: board) SBS-CAS
max. 24-inch span Roof Board holes of the plate
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 218 Ibf.
Min. 15/32-|n.ch (Optional) One or more layers, Min. 1/8.-|nch T.remBoard Trufast Versa Fastener & 1per2.13 f (Optional) One or
plywood or min. anv combination. min. 1-inch AC or min. 0.5-inch Plate; 2 screws per plate (15 per 4x8 ft BP-CAS or more BP-CAS or BP-CAS or SBS- -45.0%
W-97. | 7/16-inch OSB at ¥ ColT ! o SECUROCK Gypsum-Fiber installed 180° into the P SBS-CA5 CA5 '
- total thickness, loose laid « board) SBS-CAS
max. 24-inch span Roof Board holes of the plate
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 192 Ibf.
Min. 0.25-|nc'h DenDeck, POWERply (Optional) POWERply
DensDeck Prime, DEXcell FA Endure 100,
. . ) POWERply Endure Endure 100, 200,
Min. 15/32-inch One or more layers, any Glass Mat Roof Board or Note 2 (min. #14 fasteners 1 per2.0ft 200, 300 or 100. 200, 300 or 300 or 320 FR in
W-98. CDX plywood; 24” combination, min. 1.5-inch SECUROCK Gypsum-Fiber — : (16 per 4x8 ft 320 Smooth in ! T -60.0
. . . ) only) 320 Smooth in POWERply
span total thickness, loose laid Roof Board or min. 0.5-inch board) POWERply
) ) POWERply Endure | Endure BIO
Structodek HD with Primed Endure BIO BIO Adhesive TF Adhesive TF
Red Coating Adhesive TF
HOT-ASPHALT-APPLIED BASE PLY:
Nlllr\:\./:c?éizr-:ﬂc: One or more layers, any Min. 1/8-inch TremBoard ::tf:'sz\:i::jvzaséfnztge( 1 per 4.0 ft? (Optional) BP-CA1, | BP-CAL, BP-AA,
Weoo. | Hieanchossae | combination, min. Linch total | e berP " et boar g) | BPAA SBSAA | BP-AA, SBSCAL, | SBSCAL SBS-AA | -30.0*
’ B thickness, loose laid * g P SBS-AA or APP-TA | or APP-TA
max. 24-inch span pattern
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
in. 15/32-i .
Nll”\:vojf:)r ;:lc: One or more layers, any llr::le\gi::i/zaszfn(lzti 1 per 4.0 &2 (Optional) BP-CA1, | BP-CA1, BP-AA,
W-100. | Yf16anch 0SB st | COMbination, min. Linch total | Min. %inch TremBoard AC | 2510 58 PP " P b ) | BPAA SBS-AA | BP-AA, SBS.CAL, | SBS-CAL SBS-AA | -37.5%
: . thickness, loose laid cnsa perax @ SBS-AA or APP-TA | or APP-TA
max. 24-inch span pattern
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 300 Ibf.
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NEmoO | etc.e
TABLE 1e: WOOD DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) OR RECOVER

SyYSTEM TYPE C-1: IMECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

Syste Deck Base Insulation Top Insulation Roof Cover (Note 15) MDP
m No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
lvlllr‘:\.loljéizr—lr:ic: (Optional) One or more layers, Min. 1/8-inch TremBoard ;{:{:f;zs::jvzaséfnfgtg 1 per 2.9 ft? (Optional) BP-CA1, | BP-CA1, BP-AA,
W01 ;’ /‘/16_inch sB o | anycombination, min. Linch | ™ o 180° in‘;o tﬁe (11 per 4x8 ft BP-AA, SBS-AA | BP-AA, SBS-CA1, | SBS-CAL, SBS-AA | -37.5*
’ total thickness, loose laid board) SBS-AA or APP-TA | or APP-TA

max. 24-inch span holes of the plate*
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 218 Ibf.

Nlm\:v;:ffr'r:f: (Optional) One or more layers, Min. 1/8-inch TremBoard H:::?;!i:;ivzaséfn:ti 1 per 2.13 ft? (Optional) BP-CA1, | BP-CA1, BP-AA,
w102 | 5 Ji6uinch 0SB ot | @7 combination, min. L-inch | (" o 1800 P (15per4x8ft | BP-AA, SBS-AA | BP-AA, SBS-CAL, | SBS-CAL SBS-AA | -45.0%
' total thickness, loose laid board) SBS-AA or APP-TA or APP-TA

max. 24-inch span holes of the plate*

Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 192 Ibf.
Min. 0.25-inch DenDeck,
DensDeck Prime, DEXcell FA POWERply (Optional)

Min. 15/32-inch One or more layers, any Glass Mat Roof Board or ) 1 per 2.0 ft? Endure 100, POWERply Endure POWERply
” L R ; . Note 2 (min. #14 fasteners Endure 100, 200,
W-103. | CDX plywood; 24 combination, min. 1.5-inch SECUROCK Gypsum-Fiber —onl ) (16 per 4x8 ft 200, 300 or 100, 200, 300 or 300 or 320 FR in -60.0
span total thickness, loose laid Roof Board or min. 0.5-inch v board) 320 Smooth in | 320 Smooth in hot hot asphalt
Structodek HD with Primed hot asphalt asphalt P
Red Coating
Min. 15/32-inch One or more layers, any Trufast Versa Fastener & (Optional) One or
I in. 4 in. 1/8-i Plate; 4 | 1 4.0 ft?
P ywqod or min combination, min. 1-inch total Min. 1/8-inch TremBoard . TR sFrews per plate per SBS-AA more SBS-AA, SBS- | SBS-TA -30.0*
W-104. | 7/16-inch OSB at . ) AC installed in square (8 per 4x8 ft board)
R thickness, loose laid TA
max. 24-inch span pattern*
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
Min. 15/32-inch Trufast Versa Fastener & .
lywood or min One or more layers, any Plate; 4 screws per plate 1 per 4.0 ft? (Optional) One or
P R ) combination, min. 1-inch total Min. %-inch TremBoard AC . Lo : SBS-AA more SBS-AA, SBS- | SBS-TA -37.5*
W-105. | 7/16-inch OSB at . . installed in square (8 per 4x8 ft board)
R thickness, loose laid TA
max. 24-inch span pattern*
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 300 Ibf.
Shywoodormin, | (Optional Oneor more avers, | oo | e e perpite | 1P 29T (Optionsl) One or
plywo * | any combination, min. 1-inch : rlate; Vs per p (11 per 4x8 ft SBS-AA more SBS-AA, SBS- | SBS-TA -37.5%
W-106. | 7/16-inch OSB at R . AC installed 180° into the
total thickness, loose laid board) TA

max. 24-inch span holes of the plate*
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 218 Ibf.

ramiind | ontoncneor more et | gt | P g | L o) oecr
plywo ' any combination, min. 1-inch : rlate; VS Per p (15 per 4x8 ft SBS-AA more SBS-AA, SBS- | SBS-TA -45.0%
W-107. | 7/16-inch OSB at R . AC installed 180° into the
total thickness, loose laid board) TA

max. 24-inch span holes of the plate*
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 192 Ibf.

SEBS-APPLIED BASE PLY:
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NEmoO | etc.e
TABLE 1e: WOOD DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) OR RECOVER

SyYSTEM TYPE C-1: IMECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

Syste Deck Base Insulation Top Insulation Roof Cover (Note 15) MDP
m No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
Min. 15/32-inch One or more lavers. an Trufast Versa Fastener &
plywood or min. combination myin :’l-inZh total Min. 1/8-inch TremBoard Plate; 4 screws per plate 1 per 4.0 ft2 BP-SEBS, SBS- (Optional) BP- SBS-SEBS 30,0
W-108. | 7/16-inch OSB at R ! . AC installed in square (8 per 4x8 ft board) | SEBS SEBS, SBS-SEBS '
R thickness, loose laid
max. 24-inch span pattern*
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
:;lll:,:v:cfﬁzr:uc: One or more layers, any Min. %4-inch TremBoard AC rT)Ir:tf:S Z\:i::vza:;?r;arti 1 per 4.0 ft2 BP-SEBS, SBS- | (Optional) BP
! : bination, min. 1-inch total in. 0.5-inch SECUROCK | . "~/ "> : el ) BS-SEB -37.5%
W-109. | 7/16-inchOsBat | compination, min. w-inchtotal ) ormin. L.>-inc installed in square (8 per 4x8 ft board) | SEBS SEBS, SBS-SEBS SBS-SEBS 375
R thickness, loose laid Gypsum-Fiber Roof Board «
max. 24-inch span pattern
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 300 Ibf.
Min. 15/32-inch . Min. 1/8-inch TremBoard Trufast Versa Fastener &
. | | 3 . . 1 per 2.9 ft? .
plywood or min. g?]ptclgr:b)irz:i)zrrr:ic:]rel_?:cer:s AC or min. 0.5-inch Plate; 2 screws per plate (11p or 4x8 ft BP-SEBS, SBS- (Optional) BP- SBS-SEBS 37.5%
W-110. | 7/16-inch OSB at v ) ! o SECUROCK Gypsum-Fiber installed 180° into the P SEBS SEBS, SBS-SEBS '
} total thickness, loose laid « board)
max. 24-inch span Roof Board holes of the plate
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 218 Ibf.
Min. 15/32-inch . Min. 1/8-inch TremBoard Trufast Versa Fastener &
1 2.13 ft?
plywood or min. g(r)]ptclc;r:kl))irz:i)ﬁrrr:icr)]rell-?r\]/cerr]s, AC or min. 0.5-inch Plate; 2 screws per plate (1§erer 4i8f;t BP-SEBS, SBS- (Optional) BP- SBS-SEBS -45.0*
W-111. | 7/16-inch OSB at v R ! o SECUROCK Gypsum-Fiber installed 180° into the P SEBS SEBS, SBS-SEBS '
) total thickness, loose laid « board)
max. 24-inch span Roof Board holes of the plate
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 192 Ibf.
Min. 0.25-inch DenDeck
! POWERpI
DensDeck Prime, DEXcell FA Endure F:ioyo (Optional) POWERG!
Min. 15/32-inch One or more layers, any Glass Mat Roof Board or ) 1 per 2.0 ft? ! POWERply Endure Py
” L R ; . Note 2 (min. #14 fasteners 200, 300 or Endure 100, 200,
W-112. | CDX plywood; 24 combination, min. 1.5-inch SECUROCK Gypsum-Fiber — (16 per 4x8 ft . 100, 200, 300 or . -60.0
. . ) ) only) 320 Smooth in K 300 or 320 FRin
span total thickness, loose laid Roof Board or min. 0.5-inch board) THERMastic 320 Smooth in THERMastic 80
Structodek HD with Primed THERMastic 80
R 80
Red Coating
TORCH-APPLIED BASE PLY:
Min. 15/32-inch One or more layers, any Trufast Versa Fastener & POWERply
in. ! in. -i ; 1 4.0 ft? i -
pIywqod or min combination, min. 1-inch total Min. 1/8-inch TremBoard ?Iate, 4 sFrews per plate per 4.0 ft APP Smooth, (Optional) APP-TA, APP-TA, SBS-TA -30.0*
W-113. | 7/16-inch OSB at . ) AC installed in square (8 per 4x8 ft board) SBS-TA
R thickness, loose laid SBS-TA
max. 24-inch span pattern*
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
in. 15/32-i
Nlllr\:vojé?:)r Ir:lc: One or more layers, any ;r:::s Z\gi::i/zai?mlearti 1 per 4.0 ft2 POWERply (Optional) APP-TA
plywo " | combination, min. 1-inch total | Min. %-inch TremBoard AC | | -/ SCTeWs Perp per & APP Smooth, P " | APP-TA,SBS-TA | -37.5*
W-114. | 7/16-inch OSB at . N installed in square (8 per 4x8 ft board) SBS-TA
R thickness, loose laid SBS-TA
max. 24-inch span pattern*
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 300 Ibf.
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SyYSTEM TYPE C-1: IMECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

TABLE 1e: WOOD DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) OR RECOVER

NEmoO | etc.e

Syste Deck Base Insulation Top Insulation Roof Cover (Note 15) MDP
m No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
Min. 15/32-inch One or more layers, any Trufast Versa Fastener &
plywood or min. L A Min. 0.5-inch SECUROCK Plate; 4 screws per plate 1 per 4.0 ft2 . «
W-115. | 7/16-inch OSB at co.mblnatlon, mln..l inch total Gypsum-Fiber Roof Board installed in square (8 per 4x8 ft board) i (Optional) SBS-TA | SBS-TA 375
) thickness, loose laid «
max. 24-inch span pattern
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 300 Ibf.
Nlhr\:v:c?ﬁzrlr:uc: One or more [ayers, any Min. 1/8-inch TremBoard rT>|r:tf:S tz\:irr:vzai?n:tg 1per29ft POWERply (Optional) APP-TA
Pl ; ’ combination, min. 1-inch total ’ . ! P perp (11 per 4x8 ft APP Smooth, P " | APP-TA, SBS-TA -37.5*
W-116. | 7/16-inch OSB at R ) AC installed 180° into the SBS-TA
R thickness, loose laid « board) SBS-TA
max. 24-inch span holes of the plate
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 218 Ibf.
Min. 15/32-inch One or more layers, any Trufast Versa Fastener & 1 per 2.9 ft2
plywood or min. L A Min. 0.5-inch SECUROCK Plate; 2 screws per plate y .
R bination, . 1-inch total . . . BS-TA 1) SBS-TA BS-TA -37.5%
W-117. | 7/16-inch OSB at co.m ination mln. inch tota Gypsum-Fiber Roof Board installed 180° into the (11 per 4x8 ft 58S (Optional) SBS 58S 375
R thickness, loose laid « board)
max. 24-inch span holes of the plate
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 218 Ibf.
Min. 15/32_'“.Ch (Optional) One or more layers, . R Trul@ETNgEsa Rgterfg& 1 per2.13 ft? POWERply .
plywood or min. anv combination. min. 1-inch Min. 1/8-inch TremBoard Plate; 2 screws per plate (15 per 4x8 ft APP Smooth (Optional) APP-TA, APP-TA. SBS-TA -45.0%
W-118. | 7/16-inch OSB at v X ! o AC installed 180° into the P ! SBS-TA ’ ’
) total thickness, loose laid « board) SBS-TA
max. 24-inch span holes of the plate
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 192 Ibf.
m:,r\:v:cfﬁzr:uc: (Optional) One ormore layers, |\ . g & inch secUROCK llr:tfzs tz\:irr::vza:;f:ﬂti 1per2.13 ft
. . . in. 1-i h . U.o- )y E . X E _ ) *
W-119. | 7/16-inch OSB at any conj!bmahon, min . Inc Gypsum-Fiber Roof Board installed 180° into the (15 per 4x8 ft SBS-TA (Optional) SBS-TA SBS-TA 45.0
) total thickness, loose laid * board)
max. 24-inch span holes of the plate
Note: | *Versa Fastener screws shall be of sufficient length for min. 1-inch penetration through the sheathing. For existing decks, field withdrawal resistance testing (Note 11) shall yield minimum 192 Ibf.
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TABLE 1F: WOOD DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER
SYSTEM TYPE D-2: INSULATED, IMECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

S Deck ) Insulation and/or Base Sheet Roof Cover (Note 15) MDP
No N Slip Sheet Thermal Barrier i of
b (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Spacing Base Ply Cap Ply (psf)
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 19/32-inch (Optional) UL Certified, One or more layers, BURmastic Composite Ply HT, Tremco #14 HD Fastener 6-|nch. oc.at One or more
Type G2 base sheet - ) . ) . \ the min. 4- BP-CA1 or SBS-
W-120. plywood at max. (ASTM D4601, Type Il) any combination, BURmastic Composite Ply Premium or with Tremco 2.4” Barbed inch wide side BP-CA6 or CA1 -60.0
24-inch span . »type prelim. attach BURmastic Composite Ply HT Green Seam Plate SBS-CA6
loose laid laps
Min. 19/32-inch (Optional) UL Certified, One or more layers, BURmastic Composite Ply HT, Tremco #14 HD Fastener 6—|nch. o.c.at One or more
Type G2 base sheet - . X . R ” the min. 4- BP-CAG6 or SBS-
W-121. plywood at max. (ASTM D601, Type Il) any combination, BURmastic Composite Ply Premium or with Tremco 2.4” Barbed inch wide side BP-CA6 or CAG -67.5
24-inch span ; + 1Ype Tk prelim. attach BURmastic Composite Ply HT Green Seam Plate SBS-CA6
loose laid laps
HOT-ASPHALT-APPLIED BASE PLY:
Min. 19/32-inch (Optional) UL Certified, One or more layers, BURmastic Composite Ply HT, Tremco #14 HD Fastener 6—|nch. o.c.at
Type G2 base sheet - . . . . ” the min. 4- One or more BP-AA, SBS-AA or
W-122. plywood at max. any combination, BURmastic Composite Ply Premium or with Tremco 2.4” Barbed X o -67.5
. (ASTM D4601, Type Il), . . . inch wide side | BP-AA, SBS-AA | APP-TA
24-inch span . prelim. attach BURmastic Composite Ply HT Green Seam Plate
loose laid laps
Min. 19/32-inch (TOPZZnZaBal:: (;s;t;?ed, One or more layers, BURmastic Composite Ply HT, Tremco #14 HD Fastener g—:rc:i:'z_at One or more
W-123. plywood at max. P any combination, BURmastic Composite Ply Premium or with Tremco 2.4” Barbed X . SBS-TA -67.5
R (ASTM D4601, Type Il), . . . inch wide side | SBS-AA
24-inch span . prelim. attach BURmastic Composite Ply HT Green Seam Plate
loose laid laps
SEBS-APPLIED BASE PLY:
Min. 19/32-inch (Optional) UL Certified, One or more layers, BURmastic Composite Ply HT, Tremco #14 HD Fastener 6-|nch. oc.at One or more
Type G2 base sheet - . X . . ” the min. 4- BP-SEBS, SBS-
W-124. plywood at max. (ASTM D4601, Type Il) any combination, BURmastic Composite Ply Premium or with Tremco 2.4” Barbed inch wide side BP-SEBS, SBS- SEBS -67.5
24-inch span . » Type f, prelim. attach BURmastic Composite Ply HT Green Seam Plate SEBS
loose laid laps
TORCH-APPLIED BASE PLY:
ional) UL ifi -inch o.c.
Min. 19/32-inch S_Optelcz;nzab)aLSJe Sﬁ;teltled’ One or more layers, BURmastic Composite Ply HT, Tremco #14 HD Fastener tehle?(r:ni: Z_at One or more
W-125. | plywood at max. P any combination, BURmastic Composite Ply Premium or with Tremco 2.4” Barbed . o APP-TA, SBS- APP-TA, SBS-TA -67.5
R (ASTM D4601, Type I1), . . X inch wide side
24-inch span loose laid prelim. attach BURmastic Composite Ply HT Green Seam Plate laps TA
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TABLE 1G: WOOD DECKS — NEW CONSTRUCTION, REROOF (TeArR-OFF) oR RECOVER

SYSTEM TYPE D-2: INSULATED, MEECHANICALLY ATTACHED POWERFAST, BONDED ROOF COVER

NEmoO | etc.e

System Deck Slip Sheet Ir;;l::::r;anr(rii{:r PowerFAST (Note 15A) Roof Cover (Note 15) MDP
b (Note 1) .
No ote (Note 17, Note 13) Type Fastener (Note 11) Spacing Base Ply Cap Ply (psf)
POWERPLY ENDURE 100 SMOOTH WITH FASTENER AND STRESS PLATE:
o} POWERply End
Min. 15/32- | (Optional) UL Certified, | —c " more 6-inch o.c. within the min. | (Optional) POWERply ply tndure
. layers, any POWERply . . . 100, 200, 300 or 320
W-126 inch plywood Type G2 base sheet combination. min Endure 100 Tremco #15 EHD with Tremco | 5-inch wide, POWERply Endure 100, 200, 300 or FR in POWERply -60.0
" | atmax. 24- (ASTM D4601, Type Il), ) o ’ 2.4” Barbed Seam Plate Endure BIO Adhesive TF 320 Smooth in POWERply . '
X K 2-inch thick, Smooth X . Endure BIO Adhesive
inch span loose laid X sealed side laps Endure BIO Adhesive TF
prelim. attach TF
POWERPLY HEAVY DUTY BASE SHEET WITH FASTENER AND STRESS PLATE:
One or more Trufast Versa Fastener (min.
Min. 15/32- (Optional) UL Certified, |~ " .= POWERDI %” penetration) & Plate; 2 18-inch o.c. within the (Optional) BP-CA1 (iaps BP-CAL (laps sealed with
inch plywood | Type G2 base sheet inzh a;n ’ Heav Dpuz screws per plate installed min. 5-inch wide, Tremco sealed with Tremco LF Adhesive) | Tremco LF Adhesive) OF SBS- 375
W-127. | at max.24- (ASTM D4601, Type II), -any ¥ DUty 180° into the holes of the LF Adhesive sealed side or SBS-CA1 (laps hot air CAL1 (iaps hot air welded or ’
. . combination, Base Sheet . welded or sealed with Tremco LF sealed with Tremco LF
inch span loose laid prelim. attach plate, parallel to the width- laps Adhesive) Adhesive)
’ direction of the sheet*
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 291 Ibf.
Trufast Versa Fastener (min.
Min. 15/32- (Optional) UL Certified One or more %" penetration) & Plate; 2 18-inch o.c. within the
. " | layers, min. 1- POWERply ; ! A L (Optional) BP-AA, SBS-
inch plywood Type G2 base sheet inch. an Heavy Dut screws per plate installed min. 5-inch wide, Tremco AA. BP-SEBS. SBS.SEBS or BP-AA, SBS-AA, SBS- 375
W-128. | at max.24- (ASTM D4601, Type Il), " y. Y buty 180° into the holes of the LF Adhesive sealed side 4 ! SEBS or SBS-TA '
X K combination, Base Sheet R SBS-TA
inch span loose laid relim. attach plate, parallel to the width- laps
P ’ direction of the sheet*
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 291 Ibf.
One or more Trufast Versa Fastener (min.
Min. 15/32- (Optional) UL Certified, lavers. min. 1- ol %" penetration) & Plate; 2 12-inch o.c. within the (Optional) BP-CA1 (iaps BP-CAL (laps sealed with
inch plywood | Type G2 base sheet inZh a;n ) i, | DFL\t/ screws per plate installed min. 5-inch wide, Tremco sealed with Tremco LF Adhesive) | Tremco LF Adhesive) OF SBS- 5.0
W-129. | at max. 24- (ASTM D4601, Type Il), - any. %" 180° into the holes of the LF Adhesive sealed side or SBS-CAL flaps hot air CA1 (iaps hot air welded or )
N _ combination, Base Sheet ) welded or sealed with Tremco LF sealed with Tremco LF
inch span loose laid prelim. attach plate, parallel to the width- laps Adhesive) Adhesive)
’ direction of the sheet*
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 232 Ibf.
Trufast Versa Fastener (min.
Min. 15/32- | (Optional) UL Certified, | ON€ °F more %" penetration) & Plate; 2 12-inch o.c. within the
— " | layers, min. 1- POWERply . ! ; L (Optional) BP-AA, SBS-
inch plywood Type G2 base sheet inch. an Heavy Dut screws per plate installed min. 5-inch wide, Tremco AA BP-SEBS. SBS.SEBS or BP-AA, SBS-AA, SBS- 45.0
W-130. at max. 24- (ASTM D4601, Type Il), ' y. ¥ ¥ 180° into the holes of the LF Adhesive sealed side ’ ! SEBS or SBS-TA ’
X K combination, Base Sheet K SBS-TA
inch span loose laid relim. attach plate, parallel to the width- laps
P ’ direction of the sheet*
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 232 Ibf.
Min. 19/32- (Optional) UL Certified, | One or more POWERO| 9-inch o.c. within the min. | (CPtional) BP-CAL faps BP-CA1 (laps sealed with
W.131 | nchplywood | Type G2 base sheet layers, any Heav DFL\t/ Tremco #15 EHD with Tremco | .~ w.icie Tremco LF © | sealed with Tremco LF Adhesive) | Tremco LF Adhesive) OF SBS- 55
| atmax. 24- (ASTM D4601, Type Il), | combination, Y Duty 2” Barbed Seam Plate ) ) or SBS-CAL (laps hot air CA1 (iaps hot air welded or :
X K R Base Sheet Adhesive sealed side laps welded or sealed with Tremco LF sealed with Tremco LF
inch span loose laid prelim. attach Adhesive) Adhesi
esive)
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TABLE 1G: WOOD DECKS — NEW CONSTRUCTION, REROOF (TeArR-OFF) oR RECOVER

SYSTEM TYPE D-2: INSULATED, MEECHANICALLY ATTACHED POWERFAST, BONDED ROOF COVER

NEmoO | etc.e

System Deck Slip Sheet "_;_;‘::::In;ar:crii{:r PowerFAST (Note 15A) Roof Cover (Note 15) .
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11 Spacing Base Ply Cap Ply (psf)
Min. 19/32- (Optional) UL Certified, | One or more POWERplY Z:::zE Sv.icd.:ggl\;lvfirl‘:pwm.
inch pl d T G2 b heet | T #15 EHD with T Opti 1) BP-CAS or SBS-
w-132. | Nehplywoo ype B2 base shee avers, any Heavy Duty remco withTremco | ¢ re BIO Adhesive TF or | (OPtional or BP-CAS or SBS-CAS 52.5
at max. 24- (ASTM D4601, Type Il), | combination, 2” Barbed Seam Plate . CA5
X K R Base Sheet Tremco LF Adhesive sealed
inch span loose laid prelim. attach .
side laps
Min. 19/32- (Optional) UL Certified, | One or more . 1 ¥ : .
POWERpI -inch o.c. hin th ; 1) BP-AA, SBS-
inch plywood Type G2 base sheet layers, any 0 Py Tremco #15 EHD with Tremco 9 !nc © c withigthe ITi® (Optional) » SBS BP-AA, SBS-AA, SBS-
W-133. R Heavy Duty ” 4-inch wide Tremco LF AA, BP-SEBS, SBS-SEBS or -52.5
at max. 24- (ASTM D4601, Type ), | combination, 2” Barbed Seam Plate . . SEBS or SBS-TA
. . . Base Sheet Adhesive sealed side laps SBS-TA
inch span loose laid prelim. attach
Min. 19/32- (Optional) UL Certified, | One or more POWERDI 6-inch o.c. within the min (Optional) BP-CA1 (iaps BP-CA1 (laps sealed with
o inch plywood | Type G2 base sheet layers, any Heav DFL\t/ Tremco #15 EHD with Tremco Aiinch w.id.e Tremco LE " | sealed with Tremco LF Adhesive) Tremco LF Adhesive) OF SBS- 0.0
* | at max. 24- (ASTM D4601, Type ll), | combination, Yy Uty 2” Barbed Seam Plate . ) or SBS-CA1 (1aps hot air CA1 (1aps hot air welded or '
X K R Base Sheet Adhesive sealed side laps welded or sealed with Tremco LF sealed with Tremco LF
inch span loose laid prelim. attach Adhesive) Adhesive)
Trufast Versa Fastener (min.
Min. 19/32- (Optional) UL Certified One or more %" penetration) & Plate; 2 12-inch o.c. within the
inch. lywood Type G2 base sheet * | layers, min. 1- POWERply screws per plate installeld min. 5 inc.h.wide Tremco (Optional) BP-AA, SBS- BP-AA, SBS-AA, BP-
PY yp inch, any Heavy Duty WS perp - o e AA, BP-SEBS, SBS-SEBS or | SEBS, SBS-SEBS or SBS- | -67.5
W-135. | at max. 24- (ASTM D4601, Type Il), S 180° into the holes of the LF Adhesive sealed side
X K combination, Base Sheet . SBS-TA TA
inch span loose laid ) plate, parallel to the width- laps
prelim. attach o "
direction of the sheet
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 349 Ibf.
Min. 19/32- (Optional) UL Certified, | One or more . L .
. POWERply . 6-inch o.c. within the min. .
h pl T 2 h | 15 EHD hT 1) BP-CA BS-
W-136. inch plywood ype G2 base sheet ayers., any Heavy Duty T’r’emco #15 with Tremco 4-inch wide Tremco LF (Optional) BP-CAS or SBS BP-CAS or SBS-CAS 825
at max. 24- (ASTM D4601, Type ), | combination, 2” Barbed Seam Plate . . CA5
X . R Base Sheet Adhesive sealed side laps
inch span loose laid prelim. attach
Min. 19/32- (Optional) UL Certified, | One or more . L . .
inch plywood | Type G2 base sheet layers, any RN Tremco #15 EHD with Tremco 6—!nch 0C. within the min. | (Optional) BP-AA, SBS- BP-AA, SBS-AA, SBS-
W-137. I Heavy Duty ” 4-inch wide Tremco LF AA, BP-SEBS, SBS-SEBS or -82.5
at max. 24- (ASTM D4601, Type Il), | combination, 2” Barbed Seam Plate . . SEBS or SBS-TA
X . R Base Sheet Adhesive sealed side laps SBS-TA
inch span loose laid prelim. attach
Min. 19/32- (Optional) UL Certified, | One or more POWERGI 6-inch o.c. within the min.
W-138 inch plywood Type G2 base sheet layers, any Heav DFLZ Tremco #15 EHD with Tremco | 4-inch wide POWERply (Optional) BP-CAS5, SBS- BP_CAS, SBS-CAS 975
: at max. 24- (ASTM D4601, Type ), | combination, v ¥ 2” Barbed Seam Plate Endure BIO Adhesive TF CA5 ! ’
X K R Base Sheet .
inch span loose laid prelim. attach sealed side laps
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TABLE 1H: WOOD DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE E-2: NON-INSULATED, MECHANICALLY ATTACHED BASE SHEET (NAILS), BONDED ROOF COVER

NEmoO | etc.e

System Deck
No. (Note 1)

Slip Sheet

BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:

Min. 15/32-inch
plywood or min.
7/16-inch OSB at
max. 24-inch span

W-139.

(Optional) UL Certified,
Type G2 base sheet (ASTM
D4601, Type II), loose laid

BURMASTIC ADHESIVE MC APPLIED BASE PLY:

Min. 15/32-inch
plywood or min.
7/16-inch OSB at
max. 24-inch span

W-140.

(Optional) UL Certified,
Type G2 base sheet (ASTM
D4601, Type II), loose laid

POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:

Min. 15/32-inch
plywood or min.
7/16-inch OSB at
max. 24-inch span

W-141.

(Optional) UL Certified,
Type G2 base sheet (ASTM
D4601, Type Il), loose laid

HOT-ASPHALT-APPLIED BASE PLY:

Min. 15/32-inch
plywood or min.
7/16-inch OSB at
max. 24-inch span

W-142.

(Optional) UL Certified,
Type G2 base sheet (ASTM
D4601, Type Il), loose laid

SEBS-APPLIED BASE PLY:

Min. 15/32-inch
plywood or min.
7/16-inch OSB at
max. 24-inch span

W-143.

(Optional) UL Certified,
Type G2 base sheet (ASTM
D4601, Type Il), loose laid

TORCH-APPLIED BASE PLY:

Min. 15/32-inch
plywood or min.
7/16-inch OSB at
max. 24-inch span

W-144.

(Optional) UL Certified,
Type G2 base sheet (ASTM
D4601, Type Il), loose laid

Base Sheet Roof Cover (Note 15) MDP
Type | Fastener (Note 11) I Spacing Base Ply Cap Ply (psf)
BURmastic Glass Ply, BURmastic Glass Ply —28 | 12 ga. x 3/8-inch head 9-inch o.c. at 2-inch lap One or
Ib, BURmastic Composite Ply HT, BURmastic diameter annular ring shank | and 9-inch o.c. at three more BP- "
Composite Ply Premium or BURmastic roofing nails through 32 ga. (3), equally spaced, CA1 or SBS- BP-CAL or SB5-CAL -45.0
Composite Ply HT Green x 1-5/8-inch dia. tin caps staggered center rows CA1
BURmastic Glass Ply, BURmastic Glass Ply —28 | 12 ga. x 3/8-inch head 9-inch o.c. at 2-inch lap One or
. . . . . . BP-CA1, BP-CAS6,

Ib, BURmastic Composite Ply HT, BURmastic diameter annular ring shank | and 9-inch o.c. at three more BP- SBS-CA1 or SBS- -45.0%
Composite Ply Premium or BURmastic roofing nails through 32 ga. (3), equally spaced, CAG6 or SBS- CAG ’
Composite Ply HT Green x 1-5/8-inch dia. tin caps staggered center rows CA6
BURmastic Glass Ply, BURmastic Glass Ply —28 | 12 ga. x 3/8-inch head 9-inch o.c. at 2-inch lap One or
Ib, BURmastlc Comp95|te Ply HT, BUBmastlc dlameter aTnnuIar ring shank | and 9-inch o.c. at three more BP- BP-CAS or SBS-CAS 45.0*
Composite Ply Premium or BURmastic roofing nails through 32 ga. (3), equally spaced, CAS or SBS-
Composite Ply HT Green x 1-5/8-inch dia. tin caps staggered center rows CAS
BURmastic Glass Ply, BURmastic Glass Ply —28 | 12 ga. x 3/8-inch head 9-inch o.c. at 2-inch lap BP-CAL BP-AA
Ib, BURmastic Composite Ply HT, BURmastic diameter annular ring shank | and 9-inch o.c. at three BP-AA, SBS- SBS—CAll SBS—A:A 45.0*
Composite Ply Premium or BURmastic roofing nails through 32 ga. (3), equally spaced, AA SBS-TA c,ar APP T/,A ’
Composite Ply HT Green x 1-5/8-inch dia. tin caps staggered center rows
BURmastic Glass Ply, BURmastic Glass Ply —28 | 12 ga. x 3/8-inch head 9-inch o.c. at 2-inch lap
Ib, BURmastlc Comppsne Ply HT, BUBmastlc dlameter aTnnuIar ring shank | and 9-inch o.c. at three BP-SEBS, BP-SEBS, SBS-SEBS -45.0*
Composite Ply Premium or BURmastic roofing nails through 32 ga. (3), equally spaced, SBS-SEBS
Composite Ply HT Green x 1-5/8-inch dia. tin caps staggered center rows
BURmastic Glass Ply, BURmastic Glass Ply —28 | 12 ga. x 3/8-inch head 9-inch o.c. at 2-inch lap BP-CA1, BP-AA, BP-
Ib, BURmastic Composite Ply HT, BURmastic diameter annular ring shank | and 9-inch o.c. at three SBS-TA SEBS, SBS-CA1, SBS- 45.0*
Composite Ply Premium or BURmastic roofing nails through 32 ga. (3), equally spaced, AA, SBS-SEBS or '
Composite Ply HT Green x 1-5/8-inch dia. tin caps staggered center rows SBS-TA
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TABLE 11: WOOD DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE E-2: NON-INSULATED, MECHANICALLY ATTACHED BASE SHEET (SCREWS & PLATES), BONDED ROOF COVER

NEmoO | etc.e

24-inch span

D4601, Type l1), loose laid

Composite Ply HT Green

side laps

System Deck Slip Sheet Base Sheet Roof Cover (Note 15) MDP
No. (Note 1) Type I Fastener (Note 11) | Spacing Base Ply Cap Ply (psf)

BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 19/32-inch (Optional) UL Certified, BURmastic Composite Ply HT, BURmastic Tremco #14 HD Fastener with 6-inch o.c. at the One or more

W-145. plywood at max. Type G2 base sheet (ASTM | Composite Ply Premium or BURmastic Tremco 2.4” Barbed Seam Plate min. 4-inch wide BP-CA6 or BP-CA1 or SBS-CA1 -60.0
24-inch span D4601, Type Il), loose laid Composite Ply HT Green side laps SBS-CA6
Min. 19/32-inch (Optional) UL Certified, BURmastic Composite Ply HT, BURmastic Tremco #14 HD Fastener with 6-inch o.c. atthe | One or more

W-146. plywood at max. Type G2 base sheet (ASTM | Composite Ply Premium or BURmastic Tremco 2.4” Barbed Seam Plate min. 4-inch wide BP-CA6 or BP-CA6 or SBS-CA6 | -67.5
24-inch span D4601, Type Il), loose laid Composite Ply HT Green side laps SBS-CA6

HOT-ASPHALT-APPLIED BASE PLY:
Min. 19/32-inch Optional) UL Certified, BURmastic Composite Ply HT, BURmastic . 6-inch o.c. at the

W-147. pIywooé at max. (Tyze G2 b)ase sheet (ASTM | Composite Ply PFr)emium :;r BURmastic 1:2:22 glﬁ, }‘I;ngszc;eSr:\rmwlltIZte min. 4-inch wide BP-AA, SBS-AA ii:?ASBS_AA or -67.5
24-inch span D4601, Type l1), loose laid Composite Ply HT Green side laps
Min. 19/32-inch (Optional) UL Certified, BURmastic Composite Ply HT, BURmastic Tremco #14 HD Eastener with 6-inch o.c. at the

W-148. plywood at max. Type G2 base sheet (ASTM | Composite Ply Premium or BURmastic Tremco 2.4” Barbed Seam Plate min. 4-inch wide SBS-AA SBS-TA -67.5
24-inch span D4601, Type Il), loose laid Composite Ply HT Green side laps

SEBS-APPLIED BASE PLY:
Min. 19/32-inch Optional) UL Certified, BURmastic Composite Ply HT, BURmastic . 6-inch o.c. at the

W-149. pIywooé at max. (Tyze G2 tzase sheet (ASTM | Composite Ply PFr)emium :;r BURmastic EE:ES g_lﬁ, Zgrz"’:;zz;‘w;tlzte min. 4-inch wide E:‘;SSEBS' SBS | Bp_sems, sBs-seBs | -67.5
24-inch span D4601, Type l1), loose laid Composite Ply HT Green side laps

TORCH-APPLIED BASE PLY:
Min. 19/32-inch Optional) UL Certified, BURmastic Composite Ply HT, BURmastic . 6-inch o.c. at the

W-150. pIywooé at max. '(rySe G2 tZase sheet (ASTM | Composite Ply P'r:')emium ZJF BURmastic 1:2222 21‘3’ Fégr:)aestit'eszzt;nw;’ﬁZte min. 4-inch wide ?APP-TA’ SBS- APP-TA, SBS-TA -67.5
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TABLE 1): WOOD DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE E-2: NON-INSULATED, MECHANICALLY ATTACHED POWERFAST, BONDED ROOF COVER

NEmoO | etc.e

System Deck R PowerFAST (Note 15A) Roof Cover (Note 15) MDP
ip Shee
No. (Note 1) P Type Fastener (Note 11) Spacing Base Ply Cap Ply (psf)
POWERPLY ENDURE 100 SMOOTH WITH FASTENER AND STRESS PLATE:
. . . . 6-inch o.c. within the min. 5- (Optional) POWERply POWERply Endure 100,
W51 Nll"\l,;jézzt r':;: (TOpEZ”ZaQali: Sﬁ;ﬂ:'f:ém Emszgo Tremco #15 EHD with Tremco 2.4” inch wide, POWERply Endure | Endure 100, 200, 300 or 320 | 200, 300 or 320 FR in €0.0
’ g:inch span ’ D\:lr(’501 Type Il), loose laid Smooth Barbed Seam Plate BIO Adhesive TF sealed side Smooth in POWERply POWERply Endure BIO '
P + 1YPE L laps Endure BIO Adhesive TF Adhesive TF
POWERPLY HEAVY DUTY BASE SHEET WITH FASTENER AND STRESS PLATE:
Trufast Versa Fastener (min. %" .
Min. 15/32-inch | (Optional) UL Certified, POWERply | penetration) & Plate; 2 screws per 18-inch o.c. within the min. (thlonal) BP'CAl (taps sealed | BP-CAL1 (laps sealed with Tremco
W-152 plywood at max. | Type G2 base sheet (ASTM | Heavy Duty | plate installed 180° into the holes of 5-inch wide, Tremco LF g;hlm"'w LF Adhesive) OF SBS- ;"—Ad””""led) 3" SBSI'SAlh("’PS -37.5
- . o . . _ : . (laps hot air welded or sealed ot air welded or sealed witl
24-inch span D4601, Type Il), loose laid Base Sheet Lhe ptlja\te, p:catl:lle:qto :I:e width Adhesive sealed side laps with Tremeo LF Adhesive) Tremeo LF Adhesive)
irection of the shee
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 291 Ibf.
Trufast Versa Fastener (min. %”
Min. 15/32-inch (Optional) UL Certified, POWERply penetration) & Plate; 2 screws per 18-inch o.c. within the min. (Optional) BP-AA, SBS-AA, BP-AA. SBS-AA. SBS-SEBS
e plywood at max. | Type G2 base sheet (ASTM | Heavy Duty | plate installed 180° into the holes of 5-inch wide, Tremco LF BP-SEBS, SBS-SEBS or SBS- o SBS‘—TA ! -37.5
“722 | 24-inch span D4601, Type Il), loose laid Base Sheet | the plate, parallel to the width- Adhesive sealed side laps TA
direction of the sheet*
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 291 Ibf.
Trufast Versa Fastener (min. %” ional
Min. 15/32-inch | (Optional) UL Certified, POWERply | penetration) & Plate; 2 screws per 12-inch o.c. within the min. (th|ona ) BP'CA_l (laps sealed | BP-CAL (laps sealed with Tremco
e plywood at max. | Type G2 base sheet (ASTM | Heavy Duty | plate installed 180° into the holes of 5-inch wide, Tremco LF E’Zhlm'"“’ LF Adhesive) OF SBS- ;FA""E""I? ;)r SBSI'SAlh("’P‘ -45.0
- . K f . _ . f (laps hot air welded or sealed ot air welded or sealed witl
24-inch span D4601, Type Il), loose laid Base Sheet ';he p:ate, pfatflleLto ::e width Adhesive sealed side laps with Tremeo LF Adhesive) Tremco LF Adhesive)
irection of the shee
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 232 Ibf.
Trufast Versa Fastener (min. %"
Min. 15/32-inch (Optional) UL Certified, POWERply penetration) & Plate; 2 screws per 12-inch o.c. within the min. (Optional) BP-AA, SBS-AA, BP-AA SBS-AA SBS-SEBS
e plywood at max. | Type G2 base sheet (ASTM | Heavy Duty | plate installed 180° into the holes of 5-inch wide, Tremco LF BP-SEBS, SBS-SEBS or SBS- or SBSITA ! -45.0
T 24-inch span D4601, Type Il), loose laid Base Sheet the plate, parallel to the width- Adhesive sealed side laps TA
direction of the sheet*
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 232 |bf.
Min. 19/32-inch | (Optional) UL Certified, POWERDlY | o o o 9-inch o.c. within the min. 4- | (Optional) BP-CAL (lapssealed | BP-CA1 (iops sealed with Tremco
W-156. | plywood at max. | Type G2 base sheet (ASTM | Heavy Duty Barbed Seam Plate inch wide Tremco LF :‘:’Zhlrre’"c" LF Adhesive) OF SBS- ;FA‘”’ES""IZ) ;)r SBS]‘SAlh”"PS -52.5
i H : : (laps hot air welded or sealed ot air welded or sealed witl
24-inch span D4601, Type I1), loose laid Base Sheet Adhesive sealed side laps with Tremeo LF Adhesive) Tremeo LF Adhesive)
9-inch o.c. within the min. 4-
in. 19/32-i i L ifi E R . . .
Min. 19/32-inch (Optional) UL Certified, POWERply Tremco #15 EHD with Tremco 2” inch wide POWERply Endure (Optional) BP-CAS or SBS-
W-157. plywood at max. | Type G2 base sheet (ASTM | Heavy Duty . BP-CAS or SBS-CA5 -52.5
. < Barbed Seam Plate BIO Adhesive TF or Tremco LF | CA5
24-inch span D4601, Type I1), loose laid Base Sheet

Adhesive sealed side laps
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TABLE 1): WOOD DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE E-2: NON-INSULATED, MECHANICALLY ATTACHED POWERFAST, BONDED ROOF COVER

NEmoO | etc.e

System Deck Slio Sheet PowerFAST (Note 15A) Roof Cover (Note 15) MDP
ip Shee P
No. (Note 1) P Type Fastener (Note 11) Spacing Base Ply Cap Ply (psf)
Min. 19/32-inch (Optional) UL Certified, POWERply . ” 9-inch o.c. within the min. 4- (Optional) BP-AA, SBS-AA,
W-158 plywood at max. | Type G2 base sheet (ASTM | Heavy Duty g;i?:;::asnfggt?th Tremco 2 inch wide Tremco LF BP-SEBS, SBS-SEBS or SBS- zf-sgé,_?ABS-AA, SBS-SEBS -52.5
24-inch span D4601, Type ll), loose laid Base Sheet Adhesive sealed side laps TA
Min. 19/32-inch | (Optional) UL Certified, POWERPlY | - 6-inch o.c. within the min, 4- | (OPtional) BP-CAL (laps sealed | BP-CA1 (iops sealed with Tremco
W-159. | plywood at max. | Type G2 base sheet (ASTM | Heavy Duty Barbed Seam Plate inch wide Tremco LF E’Zhlrre"’m LF Adhesive) OF SBS- ;FA‘”’“"VI? Lc;r SBS]‘SAlh”"PS -60.0
-i i : A (laps hot air welded or sealed ot air welded or sealed witl
24-inch span D4601, Type Il), loose laid Base Sheet Adhesive sealed side laps il remeo LF Adhesive) Tremco LF Adhesive)
Trufast Versa Fastener (min. %”
Min. 19/32-inch (Optional) UL Certified, POWERply penetration) & Plate; 2 screws per 12-inch o.c. within the min. (Optional) BP-AA, SBS-AA, BP-AA SBS-AA BP-SEBS
i plywood at max. | Type G2 base sheet (ASTM | Heavy Duty | plate installed 180° into the holes of 5-inch wide, Tremco LF BP-SEBS, SBS-SEBS or SBS- SBS-SE’BS or SB’S-TA ’ -67.5
e 24-inch span D4601, Type Il), loose laid Base Sheet the plate, parallel to the width- Adhesive sealed side laps TA
direction of the sheet*
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 349 Ibf.
Min. 19/32-inch (Optional) UL Certified, POWERply . K 6-inch o.c. within the min. 4- .
W-161. plywood at max. | Type G2 base sheet (ASTM | Heavy Duty g;er?ec;felasnfglzt?th Tremco 2 inch wide Tremco LF E:C;gtlonal) BP-CAS or SBS- BP-CAS or SBS-CA5 -82.5
24-inch span D4601, Type Il), loose laid Base Sheet Adhesive sealed side laps
Min. 19/32-inch (Optional) UL Certified, POWERply . ” 6-inch o.c. within the min. 4- (Optional) BP-AA, SBS-AA,
W-162. | plywood at max. | Type G2 base sheet (ASTM | Heavy Duty g;er?ec;felasnfglzt?th "y inch wide Tremco LF BP-SEBS, SBS-SEBS or SBS- Sf-séé’__?ABs-AA’ SBS-SEBS -82.5
24-inch span D4601, Type Il), loose laid Base Sheet Adhesive sealed side laps TA
6-inch o.c. within the min. 4-
Min. 19/32-inch (Optional) UL Certified, POWERply . N . .
W-163. plywood at max. | Type G2 base sheet (ASTM | Heavy Duty Tremco #LERQ W Tréhco 2 inch wide POWERPIV End.ure (Optional) BP-CA5, SBS-CAS5 BP-CA5, SBS-CA5 -97.5
B . Barbed Seam Plate BIO Adhesive TF sealed side
24-inch span D4601, Type ll), loose laid Base Sheet laps
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TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck o e MDP
No. (Note 1) T ac T ac Base Pl Pl Cap Pl (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly Y ap Fly
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Min. 22 ga., Additional Insulation Layer(s): (Optional) .
51 type B, Min. 2-inch Trisotech G, Trisotech ;F;T:cﬁrOLSF(leA\(I:rG)' Min. 1-inch base insulation LRFIA or LRFIA(BG) BP-CA1l or g?i:g:eagpc-)gil BP-CA1l or 37.5%
’ Grade 40 CGF or Trisotech - Y Coverboard: Min. 0.5-inch Structodek HD SBS-CA1 " | SBS-CAl ’
other deck flange) TR X or SBS-CA1
steel with Primed Red Coating
Min. 22 ga., . . . . LRFIA or LRFIA(BG), Ad.dltlo.nal Insulatllon Layer(s): (Optional)
) type B, Min. 2-inch Trisotech G, Trisotech 12-inch o.c. (ever Min. 1-inch base insulation LRFIA or LRFIA(BG) BP-CA1 or One or more BP- BP-CA1 or 145.0*
’ Grade 40 CGF or Trisotech other dec.k .flan e\)/ Coverboard: Min. 0.5-inch DensDeck Prime SBS-CA1 CALl, or SBS-CA1 SBS-CA1 '
steel € or SECUROCK Gypsum-Fiber Roof Board
Additional Insulation Layer(s): (Optional)
Min. 22 ga., Min. 1-inch base insulation Additional Layer(s): .
<3 type B, Min. 2-inch Trisotech G, Trisotech Iigfilr?c(;roLSF(leA\(/zf)l Coverboard: Min. 1-inch MonoBoard Plus LRFIA or LRFIA(BG) BP-CA1 or g?‘:;f:;gpc_)gzl BP-CA1 or §2.5*
’ Grade 40 CGF, Trisotech or H-Shield other dec.k .flan e\)/ or Min. 2-inch TopRock DD Plus (no Coverboard: LRFIA or | SBS-CA1 or SBS-CA1 " | SBS-CA1 ’
steel g extrapolation permitted for ribbon LRFIA(BG), 6-inch o.c.
attachment)
Min. 22 ga., Additional Insulation Layer(s): (Optional)
o4 type B, Min. 2-inch Trisotech G, Trisotech igi':c‘;roLSF('g(lzf)' Min. 1-inch base insulation LRFIA or LRFIA(BG) BP-CAL or None BP-CAL or 600"
’ Grade 40 CGF or Trisotech other dec-k .flan e\)/ Coverboard: Min. 0.5-inch DensDeck Prime SBS-CA1 SBS-CA1 ’
steel & or SECUROCK Gypsum-Fiber Roof Board
. Additional Insulation Layer(s): (Optional)
Min. 22 ga., LRFIA or LRFIA(BG), | Min. 1-inch base insulation
type B, Min. 2-inch Trisotech G, Trisotech X L ) R . LRFIA or LRFIA(BG), BP-CA1 or BP-CA1 or
S-5. Grade 40 CGF or Trisotech 12-inch o.c. (every Coverboard: Min. 0.25-inch DensDeck 6-inch o.c SBS-CA1 None SBS-CA1 -75.0*
steel other deck flange) Prime or SECUROCK Gypsum-Fiber Roof e
Board
. Additional Insulation Layer(s): (Optional)
Min. 22 ga., LRFIA or LRFIA(BG), | Min. 1-inch base insulation
type B, Min. 1.5-inch Trisotech G, \ X ) R . LRFIA or LRFIA(BG), BP-CA1 or BP-CA1 or
S-6. . A 6-inch o.c. (every Coverboard: Min. 0.25-inch DensDeck . None -75.0
Grade 40 Trisotech CGF or Trisotech — . 6-inch o.c. SBS-CA1 SBS-CA1
steel deck flange) Prime or SECUROCK Gypsum-Fiber Roof
Board
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 1.5-inch Trisotech G
in. 22 ga. . . ! - . . . BP-CA1, BP-
![v'”:e B ga. Trisotech CGF, Trisotech, H- LRFIA or LRFIA(BG), | Additional Insulation Layer(s): (Optional) BP-CA6 or (Optional) One CZGCASBS- P
S-7. gr':de,40 Shield, Multi-Max FA3 or 12-inch o.c. (every Min. 1-inch base insulation LRFIA or LRFIA(BG) SBS-CAG or more BP-CA6 CAl'or SBs- -52.5
Styrofoam Brand Roofmate, other deck flange) Coverboard: Min. 0.125-inch TremBoard AC or SBS-CA6
steel . EEEEE— CA6
Highload 60 or Plazamate
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TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck o e MDP
No. (Note 1) T ac T ac Base Pl Pl Pl (psf)
yee (Notes 6,7,8) ype (Notes 6,7,8) asery v S
Min. 22 ga., LRFIA or LRFIA(BG) AMdi:Itll?ir:?clhlrz)sauslztil:sr:l:-aat\i/:;(s): (Optional) Additional Layer(s): (Optional) One BP-CA1, BP-
type B, Min. 2-inch Trisotech G, Trisotech . ! ) R R LRFIA or LRFIA(BG) BP-CA6 or or more BP-CA1, CA®6, SBS-
S-8. . X 12-inch o.c. (every Coverboard: Min. 0.5-inch Structodek HD -60.0
Grade 40 CGF, Trisotech or H-Shield TR . Coverboard: LRFIA or | SBS-CA6 BP-CA6, SBS-CA1 | CA1l or SBS-
other deck flange) with Primed Red Coating or DEXcell FA T oW W
steel LRFIA(BG), 6-inch o.c. or SBS-CA6 CA6
Glass Mat Roof Board
Additional Insulation Layer(s): (Optional)
Min. 22 ga., LRFIA or LRFIA(BG) Min. 1-inch base insulation Additional Layer(s): (Optional) One BP-CA1, BP-
59 type B, Min. 2-inch Trisotech G, Trisotech 12-inch o.c. (ever ! Coverboard: Min. 1-inch MonoBoard Plus LRFIA or LRFIA(BG) BP-CA6 or or more BP-CA1, CA®6, SBS- -60.0*
’ Grade 40 CGF, Trisotech or H-Shield other dec.k .flan e\)/ or Min. 2-inch TopRock DD Plus (no Coverboard: LRFIA or | SBS-CA6 BP-CA6, SBS-CA1 | CA1 or SBS- ’
steel g extrapolation permitted for ribbon LRFIA(BG), 6-inch o.c. or SBS-CA6 CA6
attachment)
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD ) Min. 1-inch base insulation ) BP-CA1, BP-
510 type B, GL, Multi-Max FA3, Elevate I('::;é’ ifh:rcge(zlfl Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA BP-CA6 or L?F:T:f;agpc.)gzs CA6, SBS- 60.0
’ Grade 40 ISOGARD CG, UltraMax or flan Z) SECUROCK Gypsum-Fiber Roof Board or SBS-CA6 or SBS-CAG CA1 or SBS- ’
steel Styrofoam Brand Roofmate, & SECUROCK Cement Roof Board or min. CA6
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, . Min. 1-inch base insulation . BP-CA1, BP-
s11 type B, Elevate ISOGARD GL, Elevate I(')RCFI(A;(\ZGr)’ itzf;:r(:h Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA(BG) BP-CA6 or E;??]:f;agp?gf\s CA®, SBS- 60.0
’ Grade 40 ISOGARD CG, UltraMax or d;ac.k fIanye) SECUROCK Gypsum-Fiber Roof Board or SBS-CA6 or SBS-CAG CAL1 or SBS- ’
steel Styrofoam Brand Roofmate, s SECUROCK Cement Roof Board or min. CA6
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
. Min. 1.5-inch Trisotech G, . . .
Min. 2283, | 1risotech CGF, Trisotech, H- LRFIA or LRFIA(BG), | Min: 0-5-inch SECUROCK Gypsum-Fiber (Optional) One | BP-CAL BP-
type B, ) . X Roof Board or SECUROCK Cement Roof BP-CA6 or CA®6, SBS-
S-12. Shield, Multi-Max FA3 or 12-inch o.c. (every . . LRFIA or LRFIA(BG) or more BP-CA6 -75.0
Grade 80 Board or min. 7/16-inch DEXcell Cement SBS-CA6 CA1 or SBS-
Styrofoam Brand Roofmate, other deck flange) or SBS-CA6
steel . Roof Board CA6
Highload 60 or Plazamate
Min. 0.5-inch DensDeck Prime,
Min. 22 ga., Min. 0.25—'|nch SECUROCK ' LRFIA or LRFIA(BG), (Optional) One BP-CA1, BP-
513 type B, Gypsum-Fiber Roof Board, Min. 12-inch o.c. (ever None N/A BP-CA6 or or more BP-CAG CA®6, SBS- 975
’ Grade 40 0.5-inch SECUROCK Cement Roof other dec'k 'flan e\)/ SBS-CA6 or SBS-CAG CA1 or SBS- ’
steel Board or min. 7/16-inch DEXcell & A6
Cement Roof Board
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NEmoO | etc.e
TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck o e MDP
No. (Note 1) Type Notes 6.7 8 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD . Min. 1-inch base insulation . BP-CA1, BP-
c1a | tPeB, GL, Multi-Max FA3, Elevate (L:\f;’:y ifh::geoc; Coverboard: Min. 0.5-inch DensDeck Prime, | oo BP-CA6 or g?i:';’r’;agpc_)gjs CAS, SBS- 75
Grade 40 ISOGARD CG, UltraMax or flange) SECUROCK Gypsum-Fiber Roof Board or ! SBS-CA6 or SBS-CAG CA1 or SBS-
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min. CA6
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, . Min. 1-inch base insulation . BP-CA1, BP-
o1, type B, Elevate ISOGARD GL, Elevate ZTS\?SI; itzh':rCh Coverboard: Min. 0.5-inch DensDeck Prime, | | ¢c o oo | BP-CAG of g:‘r’]:fr';agfg; o | cA6,SBS- 975
Grade 40 ISOGARD CG, UltraMax or deck flange) SECUROCK Gypsum-Fiber Roof Board or ! SBS-CA6 or SBS-CAG CA1 or SBS-
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min. CA6
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Min. 22 ga., an. 1.5-inch Tris‘otech G, N . . ‘
type B, Tr|§otech CGf, Trisotech, H- LRF.IA or LRFIA(BG), Ac{dltlo.nal Insulat.lon La\(er(s): (Optional) BP-CAS or (Optional) One BP-CAS or
S-16. Grade 40 Shield, Multi-Max FA3 or 12-inch o.c. (every Min. 1-inch base insulation LRFIA or LRFIA(BG) SBS-CAS or more BP-CA5 SBS-CAS -52.5
steel Styrofoam Brand Roofmate, other deck flange) Coverboard: Min. 0.125-inch TremBoard AC or SBS-CA5
Highload 60 or Plazamate
Min. 22 ga., Additional Insulation Layer(s): (Optional) Additional Layer(s): .
s type B, Min. 2-inch Trisotech G, Trisotech Iiil-:il:c(;roLEF(leA\(/ErGy)' Min. 1-inch base insulation LRFIA or LRFIA(BG) BP-CAS or g:i:ls::gp?gzs BP-CAS or 60,0
! Grade 40 CGF, Trisotech or H-Shield other dec-k .flange) Coverboard: Min. 0.5-inch Structodek HD Coverboard: LRFIA or | SBS-CA5 or SBS-CAS SBS-CA5 :
steel with Primed Red Coating LRFIA(BG), 6-inch o.c.
. Additional Insulation Layer(s): (Optional) .
Min. 22 ga., N ; N ’ Additional Layer(s): .
type B, ’ Min. 2-inch Trisotech G, Trisotech | -x A OF LRFIA(BG), | Min. 1-inch base insulation LRFIA or LRFIA(BG) (Optional) One BP-CAS or
S-18. . R 12-inch o.c. (every Coverboard: Min. 1-inch MonoBoard (no SBS-CAS5 or more BP-CA5 -60.0*
Grade 40 CGF, Trisotech or H-Shield ». .. . . Coverboard: LRFIA or SBS-CAS5
other deck flange) extrapolation permitted for ribbon . or SBS-CAS5
steel LRFIA(BG), 6-inch o.c.
attachment)
Additional Insulation Layer(s): (Optional)
Min. 22 ga., Min. 1-inch base insulation Additional Layer(s): .
5-19 type B, Min. 2-inch Trisotech G, Trisotech ;’;:I:C?OLEF(I':\E:E)' Coverboard: Min. 1-inch MonoBoard Plus LRFIA or LRFIA(BG) BP-CAS or E;??]:f;agp?gf\s BP-CAS or -60.0*
’ Grade 40 CGF, Trisotech or H-Shield » or Min. 2-inch TopRock DD Plus (no Coverboard: LRFIA or | SBS-CA5 SBS-CA5 ’
other deck flange) X . . X or SBS-CA5
steel extrapolation permitted for ribbon LRFIA(BG), 6-inch o.c.
attachment)
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TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck o e MDP
No. (Note 1) T cl T ac Base PI Pl Cap PI (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly Y ap Fly
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD . Min. 1-inch base insulation .
<0 | tPEB, GL, Multi-Max FA3, Elevate (L:\IF:: ifh::geoc; Coverboard: Min. 0.5-inch DensDeck Prime, | .. BP-CAS or g?i:ﬁr';agp?gis BP-CAS or 600
’ Grade 40 ISOGARD CG, UltraMax or flan Z) SECUROCK Gypsum-Fiber Roof Board or SBS-CA5 or SBS-CAS SBS-CA5 ’
steel Styrofoam Brand Roofmate, & SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, . Min. 1-inch base insulation .
<y | tPeB, Elevate ISOGARD GL, Elevate (L)RCF'S\?S_)’ itzh':rCh Coverboard: Min. 0.5-inch DensDeck Prime, | | ocx o BP-CAS or L?z:f;agp?gis BP-CASOr | o
’ Grade 40 ISOGARD CG, UltraMax or d.ec.k fIanye) SECUROCK Gypsum-Fiber Roof Board or SBS-CAS or SBS-CAS SBS-CAS5 ’
steel Styrofoam Brand Roofmate, g SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
. Min. 1.5-inch Trisotech G, . . .
Min. 2283 | Trisotech CGF, Trisotech, H- LRFIA o LRFIA(BG), | Mn: 0-5-inch SECUROCK Gypsum-Fiber (Optional) One
type B, ) R X Roof Board or SECUROCK Cement Roof BP-CAS or BP-CAS or
S-22. Shield, Multi-Max FA3 or 12-inch o.c. (every . . LRFIA or LRFIA(BG) or more BP-CA5 -75.0
Grade 80 Board or min. 7/16-inch DEXcell Cement SBS-CA5 SBS-CA5
Styrofoam Brand Roofmate, other deck flange) or SBS-CA5
steel ) Roof Board
Highload 60 or Plazamate
Min. 22 ga.
t ”; B ga. Min. 0.25-inch DensDeck, Deck LRFIA or LRFIA(BG), BP-CAS or (Optional) One BP-CAS or
S-23. ype B, Prime or DEXcell FA Glass Mat 6-inch o.c. (every None N/A or more BP-CA5 -82.5*%
Grade 80 T SBS-CA5 SBS-CA5
Roof Board deck flange) or SBS-CAS
steel
. Min. 2—|.nch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD LRFIA or LRFIA(BG) Min. 1-inch base insulation (Optional) One
524 type B, GL, Multi-Max FA3, Elevate 12-inch o.c. (ever ! o ) Board: Min. 0.25-inch DensDeck LRFIA or LRFIA(BG), BP-CAS or or?nore BP-CAS BP-CAS or _82.5*
‘ Grade 40 ISOGARD CG, UltraMax or c-\every ) toverboard: Min. 0.25-inch Densbeck, 6-inch o.c. SBS-CAS5 SBS-CA5 :
other deck flange) Deck Prime or DEXcell FA Glass Mat Roof or SBS-CA5
steel Styrofoam Brand Roofmate, Board
Highload 60 or Plazamate oar
Min. 2-inch Trisotech G, Trisotech
Min. 22 ga., CGF, T”s.OteCh' Elevate IS0GAZD LRFIA, 12-inch o.c. Additional Insulation Layer(s): (Optional) (Optional) One
type B, GL, Multi-Max FA3, Elevate N - - . . BP-CAS or
S-25. (every other deck Min. 1-inch base insulation LRFIA, 6-inch o.c. SBS-CA5 or more BP-CA5 -97.5
Grade 40 ISOGARD CG, UltraMax or R i . SBS-CA5
flange) Coverboard: Min. 0.5-inch DensDeck Prime or SBS-CA5
steel Styrofoam Brand Roofmate, _—
Highload 60 or Plazamate
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD . Min. 1-inch base insulation .
s26. | Peb GL, MulgVERgR3, E'gate (L:vFeU: other derk | Coverboard: Min.0.5-inch SECUROCK LRFIA, 6-inch o.c secasor | OO s | BPeser | g
’ Grade 40 ISOGARD CG, UltraMax or Y Gypsum-Fiber Roof Board or SECUROCK ! h SBS-CAS SBS-CAS ’
flange) i . or SBS-CA5
steel Styrofoam Brand Roofmate, Cement Roof Board or min. 7/16-inch
Highload 60 or Plazamate DEXcell Cement Roof Board
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TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

Base Insulation Layer

Top Insulation Layer

Roof Cover (Note 15)

NEmoO | etc.e

System Deck o e MDP
No. (Note 1) T ac T ac Base Pl Pl Cap Pl (psf)
yee (Notes 6,7,8) ype (Notes 6,7,8) asery v apry
Min. 2-inch Trisotech G, Trisotech
Min. 22 ga., CGF, Trisotech or H-Shield, LRFIA(BG), 12-inch Additional Insulation Layer(s): (Optional) (Optional) One
type B, Elevate ISOGARD GL, Elevate N . N . X BP-CAS or
S-27. o.c. (every other Min. 1-inch base insulation LRFIA(BG), 6-inch o.c. | SBS-CA5 or more BP-CA5 -97.5
Grade 40 ISOGARD CG, UltraMax or R i . SBS-CA5
deck flange) Coverboard: Min. 0.5-inch DensDeck Prime or SBS-CA5
steel Styrofoam Brand Roofmate, —_—
Highload 60 or Plazamate
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, . Min. 1-inch base insulation .
<28 type B, Elevate ISOGARD GL, Elevate (L)RCF'SVBS_)’ itzh':rCh Coverboard: Min. 0.5-inch SECUROCK LRFIABG), 6-inch o.c. | BP-CASOF f,?ﬂ:frlagfc"ﬁs BP-CAS or 975
’ Grade 40 ISOGARD CG, UltraMax or - Y Gypsum-Fiber Roof Board or SECUROCK ’ " | SBS-CAS SBS-CAS5 )
deck flange) . . or SBS-CA5
steel Styrofoam Brand Roofmate, Cement Roof Board or min. 7/16-inch
Highload 60 or Plazamate DEXcell Cement Roof Board
LV"';' ;2 g3~ LRFIA or LRFIA(BG), (Optional) One BP-CAS or
S-29. ype B, Min. 0.5-inch DensDeck Prime 12-inch o.c. (every None N/A SBS-CA5 or more BP-CA5 -112.5
Grade 40 SBS-CA5
other deck flange) or SBS-CAS
steel
Min. 22 ga Min. 0.25-inch SECUROCK
¢ e' B ga. Gypsum-Fiber Roof Board, Min. LRFIA or LRFIA(BG), (Optional) One BP-CAS or
S-30. C;Irgde’40 0.5-inch SECUROCK Cement Roof 12-inch o.c. (every None N/A SBS-CA5 or more BP-CA5 SBS-CAS -157.5
Board or min. 7/16-inch DEXcell other deck flange) or SBS-CA5
steel
Cement Roof Board
HOT-ASPHALT-APPLIED BASE PLY:
. Min. 1.5-inch Trisotech G, )
Min. 22 ga., Trisotech CGF, Trisotech, H- LRFIA or LRFIA(BG), Additional Insulation Layer(s): (Optional) (Optional) One BP-CAL BP-
type B, . . . A . A X BP-AA, SBS- or more BP-AA, AA, SBS-CA1,
S-31. Shield, Multi-Max FA3 or 12-inch o.c. (every Min. 1-inch base insulation LRFIA or LRFIA(BG) -52.5
Grade 40 R X AA SBS-AA or APP- SBS-AA or
Styrofoam Brand Roofmate, other deck flange) Coverboard: Min. 0.125-inch TremBoard AC
steel ) E— TA APP-TA
Highload 60 or Plazamate
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD LRFIA. 12-inch o.c Min. 1-inch base insulation (Optional) One BP-CA1, BP-
532 type B, GL, Multi-Max FA3, Elevate (ever’ other dec-k. Coverboard: Min. 0.5-inch DensDeck Prime, LREIA BP-AA, SBS- or more BP-AA, AA, SBS-CA1, -60.0
’ Grade 40 ISOGARD CG, UltraMax or flan Z) SECUROCK Gypsum-Fiber Roof Board or AA SBS-AA or APP- SBS-AA or ’
steel Styrofoam Brand Roofmate, e SECUROCK Cement Roof Board or min. TA APP-TA
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
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TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck o e MDP
No. (Note 1) Type Notes 6.7 8 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, LRFIA(BG), 12-inch Min. 1-inch base insulation (Optional) One BP-CA1, BP-
s33 type B, Elevate ISOGARD GL, Elevate o.C. (every, other Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA(BG) BP-AA, SBS- or more BP-AA, AA, SBS-CA1, 60,0
’ Grade 40 ISOGARD CG, UltraMax or deck flange) SECUROCK Gypsum-Fiber Roof Board or AA SBS-AA or APP- SBS-AA or ’
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min. TA APP-TA
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Additional Insulation Layer(s): (Optional)
Min. 22 ga., LRFIA or LRFIA(BG) Min. 1-inch base insulation Additional Layer(s): (Optional) One BP-CA1, BP-
5-34 type B, Min. 2-inch Trisotech G, Trisotech 12-inch o.c (every’ Coverboard: Min. 1-inch MonoBoard Plus LRFIA or LRFIA(BG) BP-AA, SBS- or more BP-AA, AA, SBS-CA1, -60.0*
’ Grade 40 CGF, Trisotech or H-Shield " or Min. 2-inch TopRock DD Plus (no Coverboard: LRFIAor | AA SBS-AA or APP- SBS-AA or ’
steel other deck flange) extrapolation permitted for ribbon LRFIA(BG), 6-inch o.c. TA APP-TA
attachment)
Min. 22ga, | Min-1.3-inch Trisotech G, Min. 0.5-inch SECUROCK Gypsum-Fiber (Optional) One | BP-CAL, BP-
Trisotech CGF, Trisotech, H- LRFIA or LRFIA(BG),
5-35. type B, Shield. Multi-Max FA3 or 12-inch o.c. (every Roof Board.or SECUBOCK Cement Roof LRFIA or LRFIA(BG) BP-AA, SBS- or more BP-AA, AA, SBS-CA1, 75.0
Grade 80 g Board or min. 7/16-inch DEXcell Cement AA SBS-AA or APP- SBS-AA or
steel St.yrofoam Brand Roofmate, other deck flange) Roof Board TA APP-TA
Highload 60 or Plazamate
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD LREIA. 12-inch o.c. Min. 1-inch base insulation (Optional) One BP-CA1, BP-
536 type B, GL, Multi-Max FA3, Elevate (ever\l/ other deck Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA. 6-inch o.c. BP-AA, SBS- or more BP-AA, AA, SBS-CA1, 975
’ Grade 40 ISOGARD CG, UltraMax or flange) SECUROCK Gypsum-Fiber Roof Board or ! AA SBS-AA or APP- SBS-AA or
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min. TA APP-TA
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, LRFIA(BG), 12-inch Min. 1-inch base insulation (Optional) One BP-CA1, BP-
537, type B, Elevate ISOGARD GL, Elevate o (every’ other Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA(BG), 6-inch o.c. BP-AA, SBS- or more BP-AA, AA, SBS-CA1, 975
Grade 40 ISOGARD CG, UltraMax or deck flange) SECUROCK Gypsum-Fiber Roof Board or ! AA SBS-AA or APP- SBS-AA or
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min. TA APP-TA
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 0.25-inch SECUROCK
Min. 22 ga., Gypsum-Fiber Roof Board, Min. (Optional) One BP-CA1, BP-
s | tPeB, 0.5-inch DensDeck Prime or Min. ;F;z':c;’roff('g(lgfy' None N/A BP-AA,SBS- | ormoreBP-AA, | AA SBS-CAL | .
’ Grade 40 0.5-inch SECUROCK Cement Roof AA SBS-AA or APP- SBS-AA or ’
steel Board or min. 7/16-inch DEXcell other deck flange) TA APP-TA
Cement Roof Board
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TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck o e MDP
No. (Note 1) Type Notes 6.7 8 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 22 ga., Min. 1.5-inch Tris.otech G, N . .
type B Trl.sotech CG.F, Trisotech, H- LRF.IA or LRFIA(BG), Ad.dltlo.nal Insulat.lon Layer(s): (Optional) (Optional) SBS-
S-39. Grade,40 Shield, Multi-Max FA3 or 12-inch o.c. (every Min. 1-inch base insulation LRFIA or LRFIA(BG) SBS-AA AA SBS-TA SBS-TA -52.5
steel Styrofoam Brand Roofmate, other deck flange) Coverboard: Min. 0.125-inch TremBoard AC !
Highload 60 or Plazamate
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD LRFIA 12-inch o.c Min. 1-inch base insulation ( )
type B, GL, Multi-Max FA3, Elevate ! o Coverboard: Min. 0.5-inch DensDeck Prime, Optional) SBS-
540 | Grade 40 ISOGARD CG, UltraMax or i:negrz)omer deck | SECUROCK Gypsum-Fiber Roof Board or ERFLA SBS-AA AA, SBS-TA SBS-TA -60.0
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
in. . F, Tri h or H-Shield, . Min. 1-inch base insulation
541 x:or:e ;}2 s Elc;vate Isgtt)chARoD GL? Elzjate LRFIA(BG), 12r;|nch Coverboard: Min. 0.5-inch DensDeck Prime, LREIA(BG SBS-AA (Optional) SBS- SBS-TA 60.0
% | Grade 40 ISOGARD CG, UltraMax or Zecck(‘:l‘; enryec)’t er SECUROCK Gypsum-Fiber Roof Board or (BG) - AA, SBS-TA ” o
steel Styrofoam Brand Roofmate, € SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Additional Insulation Layer(s): (Optional)
Min. 22 ga., . . . . LRFIA or LRFIA(BG), Min. 1-inch bas.e insx.JIation Additional Layer(s): .
542, type B, Min. 2-inch Trisotech G, Trisotech 12-inch o.c. (every Coverboard: Min. 1-inch MonoBoard Plus LRFIA or LRFIA(BG) SBS-AA (Optional) SBS- SBS-TA -60.0*
Grade 40 CGF, Trisotech or H-Shield or Min. 2-inch TopRock DD Plus (no Coverboard: LRFIA or AA, SBS-TA
steel other deck flange) extrapolation permitted for ribbon LRFIA(BG), 6-inch o.c.
attachment)
. Min. 1.5-inch Trisotech G, < . .
x:& éz 83+ | Trisotech CGF, Trisotech, H- LRFIA or LRFIA(BG), ;/'O'Zf g':; 'rgcgrSSE:CUURR%CCKKGCVEpniZTt";ssfr (Optional) SBS-
S-43. ! Shield, Multi-Max FA3 or 12-inch o.c. (every . . LRFIA or LRFIA(BG) SBS-AA SBS-TA -75.0
Grade 80 Board or min. 7/16-inch DEXcell Cement AA, SBS-TA
steel Styrofoam Brand Roofmate, other deck flange) Roof Board
Highload 60 or Plazamate
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD LREIA. 1-inch o.c Min. 1-inch base insulation
type B, GL, Multi-Max FA3, Elevate ! o Coverboard: Min. 0.5-inch DensDeck Prime, . (Optional) SBS-
544 | Grade 40 ISOGARD CG, UltraMax or i&vnegz)other deck | SECUROCK Gypsum-Fiber Roof Board or LRFIA, -inch o.c. SBS-AA AA, SBS-TA SBS-TA 975
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
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TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

Base Insulation Layer

Top Insulation Layer

Roof Cover (Note 15)

NEmoO | etc.e

System Deck o e MDP
No. (Note 1) Type Notes 6.7 8 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga. CGF, Trisotech or H-Shield Min. 1-inch base insulation
545 type B, g Elev’ate ISOGARD GL, Eleva;te LRFIA(BG), 1t2};inch Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA(BG). 6-inch SBS-AA (Optional) SBS- SBS-TA 975
| Grade 40 ISOGARD CG, UltraMax or Z:d((‘:;; irgec)’ er SECUROCK Gypsum-Fiber Roof Board or (BG), 6-inch o.c. - AA, SBS-TA - =7
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 0.25-inch SECUROCK
b 2260 | Sypesber ot o | i or s, S
5-46. Grade 40 0.5-inch SECUROCK Cement Roof | 2-nch o.c. (every | None NG SBS-AA AA, SBS-TA SBS-TA 975
steel Board or min. 7/16-inch DEXcell other deck flange)
Cement Roof Board
SEBS-APPLIED BASE PLY:
Min. 22 ga., M?n. 1.5-inch Tris.otech G, N . .
type B, Tr|§otech CG.F, Trisotech, H- LRF.IA or LRFIA(BG), Ac!dmo.nal Insulat.|on La\(er(s): (Optional) BP-SEBS or (Optional) BP-
S-47. Grade 40 Shield, Multi-Max FA3 or 12-inch o.c. (every Min. 1-inch base insulation LRFIA or LRFIA(BG) SBS-SEBS SEBS. SBS-SEBS SBS-SEBS -52.5
Styrofoam Brand Roofmate, other deck flange) Coverboard: Min. 0.125-inch TremBoard AC !
steel ) Loverboard
Highload 60 or Plazamate
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trlisotech, EIevaTe ISOGARD LREIA. 12-inch o.c Min. 1-inch base insulation
type B, GL, Multi-Max FA3, Elevate ! ‘i Coverboard: Min. 0.5-inch DensDeck Prime, BP-SEBS or (Optional) BP-
S48 | Grade 40 ISOGARD CG, UltraMax or ﬁ:negrz)mher deck | SECUROCK Gypsum-Fiber Roof Board or LRFIA SBS-SEBS SEBS, SBS-SEBS | B oEBS -60.0
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, LRFIA(BG), 12-inch Min. 1-inch base insulation
type B, Elevate ISOGARD GL, Elevate ! Coverboard: Min. 0.5-inch DensDeck Prime, BP-SEBS or (Optional) BP-
S-49, o.c. (every other — R LRFIA(BG) SBS-SEBS -60.0
Grade 40 ISOGARD CG, UltraMax or deck flange) SECUROCK Gypsum-Fiber Roof Board or SBS-SEBS SEBS, SBS-SEBS
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Additional Insulation Layer(s): (Optional)
Min. 22 ga., LRFIA or LRFIA(BG) Min. 1-inch base insulation Additional Layer(s):
550 type B, Min. 2-inch Trisotech G, Trisotech 12-inch o.c (every, Coverboard: Min. 1-inch MonoBoard Plus LRFIA or LRFIA(BG) BP-SEBS or (Optional) BP- SBS-SEBS -60.0%
’ Grade 40 CGF, Trisotech or H-Shield » or Min. 2-inch TopRock DD Plus (no Coverboard: LRFIA or | SBS-SEBS SEBS, SBS-SEBS ’
other deck flange) X . . X
steel extrapolation permitted for ribbon LRFIA(BG), 6-inch o.c.
attachment)

© NEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC
Tremco Modified Bitumen Roof Systems; (800) 562-2728

TOP OF APPENDIX

PEER-TRM-006.A.R22 for FL20325-R22 (NON-HVHZ)
Revision 22: 08/12/2026
Appendix 1, Page 47 of 158




TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck o e MDP
No. (Note 1) T cl T ac Base PI Pl Pl (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly Y Cap Ply
. Min. 1.5-inch Trisotech G, . . .
Min. 2283, | 1ricotech CGF, Trisotech, H- LRFIA or LRFIA(BG), | Min: 0-5-inch SECUROCK Gypsum-Fiber .
ss1. | ped Shield, Multi-Max FA3 or 12-inch o.c. (every | Koo Board or SECUROCK Cement Roof LRFIA or RFIA(BG) | Brocosor | (Optional) BP- g qpps -75.0
! Grade 80 ! o Y Board or min. 7/16-inch DEXcell Cement SBS-SEBS SEBS, SBS-SEBS !
Styrofoam Brand Roofmate, other deck flange)
steel . Roof Board
Highload 60 or Plazamate
Min. 22 ga.,
LRFIA or LRFIA(BG), .
type B, . . . . BP-SEBS or (Optional) BP-
S-52. Grade 40 Min. 0.5-inch DensDeck Prime 12-inch o.c. (every None N/A SBS-SEBS SEBS, SBS-SEBS SBS-SEBS -97.5
other deck flange)
steel
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD LRFIA 12-inch o.c Min. 1-inch base insulation
) type B, GL, Multi-Max FA3, Elevate ! - Coverboard: Min. 0.5-inch DensDeck Prime, ’ BP-SEBS or (Optional) BP- } ]
553 | Grade 40 ISOGARD CG, UltraMax or i:nerz)omer deck | SECUROCK Gypsum-Fiber Roof Board or LRFIA, 6-inch o.c. SBS-SEBS SEBS, SBS-SEBS | B oEBS 975
steel Styrofoam Brand Roofmate, 3 SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, LRFIA(BG), 12-inch Min. 1-inch base insulation
S5 type B, Elevate ISOGARD GL, Elevate o.c. (ever ! other Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA(BG), 6-inch o.c BP-SEBS or (Optional) BP- SBS-SEBS 975
’ Grade 40 ISOGARD CG, UltraMax or d;ec-k fIanye) SECUROCK Gypsum-Fiber Roof Board or ! " | SBS-SEBS SEBS, SBS-SEBS ’
steel Styrofoam Brand Roofmate, 8 SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 22 ga.
! . . LRFIA or LRFIA(BG), .
type B, Min. 0.25-inch SECUROCK . BP-SEBS or (Optional) BP-
555 Grade 40 Gypsum-Fiber Roof Board 12-inch agfeveRy NQjone N/A SBS-SEBS SEBS, SBS-SEBS | B> OEBS 1575
other deck flange)
steel
on 2282 | Min. 0.5-inch SECUROCK Cement | LRFIA or LRFIA(BG), 8p-sEBSor | (Optional) BP-
S-56. ype B, Roof Board or min. 7/16-inch 12-inch o.c. (every None N/A P SBS-SEBS -157.5
Grade 40 SBS-SEBS SEBS, SBS-SEBS
steel DEXcell Cement Roof Board other deck flange)
TORCH-APPLIED BASE PLY:
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD LRFIA 12-inch o.c Min. 1-inch base insulation
557 type B, GL, Multi-Max FA3, Elevate (ever, other dec'k' Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA APP-TA, SBS- | (Optional) APP- APP-TA, SBS- -60.0
’ Grade 40 ISOGARD CG, UltraMax or flan Z) SECUROCK Gypsum-Fiber Roof Board or TA TA, SBS-TA TA ’
steel Styrofoam Brand Roofmate, g SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
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TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck o e MDP
No. (Note 1) Type Notes 6.7 8 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, LRFIA(BG), 12-inch Min. 1-inch base insulation
s-58 type B, Elevate ISOGARD GL, Elevate oc. (every, other Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA(BG) APP-TA, SBS- | (Optional) APP- APP-TA, SBS- 600
’ Grade 40 ISOGARD CG, UltraMax or deck flange) SECUROCK Gypsum-Fiber Roof Board or TA TA, SBS-TA TA ’
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Additional Insulation Layer(s): (Optional)
Min. 22 ga., . . . . LRFIA or LRFIA(BG), Min. 1-inch bas.e inSL.JIation Additional Layer(s): .
5-50. type B, Min. 2-inch Trisotech G, Trisotech 12-inch o.c. (every Coverboard: Min. 1-inch MonoBoard Plus LRFIA or LRFIA(BG) SBS-TA (Optional) SBS- SBS-TA -60.0*
Grade 40 CGF, Trisotech or H-Shield or Min. 2-inch TopRock DD Plus (no Coverboard: LRFIA or TA
steel other deck flange) extrapolation permitted for ribbon LRFIA(BG), 6-inch o.c.
attachment)
Min. 1.5-inch Trisotech G
Min. 22 ga., . A ! Min. 0.5-inch SECUROCK Gypsum-Fiber
ceo, | tPEB, ;Iuseolttiecr\:j?mgls:/:;c:r " ;Z:':CELLSF(':\ES?’ Roof Board or SECUROCK Cement Roof LRFIAor LRFIA(BG) | APPTA/SBS- | (Optional) APP- | APP-TA, SBS- |
: Grade 80 g o Board or min. 7/16-inch DEXcell Cement TA TA, SBS-TA TA '
steel Styrofoam Brand Roofmate, other deck flange) Roof Board
Highload 60 or Plazamate
x:& 2280 LRFIA or LRFIA(BG), (Optional) APP-
S-61. ! Min. 0.5-inch DensDeck Prime 12-inch o.c. (every None N/A APP-TA APP-TA -97.5
Grade 40 TA
other deck flange)
steel
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech, Elevate ISOGARD LREIA. 12¢inch o.¢ Min. 1-inch base insulation
562 type B, GL, Multi-Max FA3, Elevate (ever\l/ other dec-k‘ Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA. 6-inch o.c APP-TA, SBS- | (Optional) APP- APP-TA, SBS- 975
’ Grade 40 ISOGARD CG, UltraMax or flange) SECUROCK Gypsum-Fiber Roof Board or ! h TA TA, SBS-TA TA ’
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
Min. 2-inch Trisotech G, Trisotech Additional Insulation Layer(s): (Optional)
Min. 22 ga., CGF, Trisotech or H-Shield, LRFIA(BG), 12-inch Min. 1-inch base insulation
563, type B, Elevate ISOGARD GL, Elevate o (every’ other Coverboard: Min. 0.5-inch DensDeck Prime, LRFIA(BG), 6-inch o.c. APP-TA, SBS- | (Optional) APP- APP-TA, SBS- 975
Grade 40 ISOGARD CG, UltraMax or deck flange) SECUROCK Gypsum-Fiber Roof Board or ! TA TA, SBS-TA TA
steel Styrofoam Brand Roofmate, SECUROCK Cement Roof Board or min.
Highload 60 or Plazamate 7/16-inch DEXcell Cement Roof Board
in. 22 ga.
x;’; . ga. LRFIA or LRFIA(BG), (Optional) SES-
S-64. ! Min. 0.5-inch DensDeck Prime 12-inch o.c. (every None N/A SBS-TA SBS-TA -112.5
Grade 40 TA
steel other deck flange)
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NEmoO | etc.e
TABLE 2A: STEEL DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
REFER TO NOTE 16 FOR VAPOR BARRIER OPTIONS

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck o e MDP
No. (Note 1) T ac T ac Base Pl Pl PI (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly Y Cap Ply
Min. 22 ga.,
type B, Min. 0.25-inch SECUROCK LRFIA or LRFIA(BG), POWERPlY | (5 tional) SBs-
S-65. . 12-inch o.c. (every None N/A Standard SBS-TA -157.5
Grade 40 Gypsum-Fiber Roof Board TA
other deck flange) Smooth HW
steel
Lv'";' ;2 83| Min. 0.5-inch SECUROCK Cement | LRFIA or LRFIA(BG), (Optional) APP-
5-66. Ve 5 Roof Board or min. 7/16-inch 12-inch o.c. (every | None N/A APP-TA g APP-TA -157.5
Grade 40 TA
steel DEXcell Cement Roof Board other deck flange)
Lv'";' ;2 83| Min. 0.5-inch SECUROCK Cement | LRFIA or LRFIA(BG), (Optional) SES-
5-67. Ve 5 Roof Board or min. 7/16-inch 12-inch o.c. (every | None N/A SBS-TA g SBS-TA -157.5
Grade 40 TA
steel DEXcell Cement Roof Board other deck flange)
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SYSTEM TYPE A-3: BONDED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER

TABLE 2B: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

Thermal Barrier Insulation Layer(s Roof Cover (Note 15)
Y i Primer I.\’,I:rpr::r e Attach MDP
No. (Note 1) Type Attach Type ac Base Pl Pl Cap Pl (psf)
ke (Note 15) ke (Notes 6,7,8) & v IR
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 0.25-inch Insulation Layer(s): One or more, min. 1-inch
SECUROCK Gypsum- LRFIA or Trisotech G, Trisotech CGF, EnergyGuard
. ; . . . . (Optional) BP-CAL,
Min. 22 ga., Fiber Roof Board or LRFIA(BG), (Optional) Base Ply: Polyiso Insulation, Trisotech, H-Shield, ). . BP-CAG or One or more BP-CAG
S-68. type B, Grade | Min. 0.5-inch SECUROCK | 12-inch o.c. P Vi Elevate ISOGARD GL, Multi-Max FA3, Elevate 4 -52.5
ASTM D41 SBS-TA LRFIA(BG) SBS-CA6 BP-CA6 or SBS-CA1 or
40 steel Cement Roof Board or (every other ISOGARD CG, UltraMax or Styrofoam Brand
R R ! SBS-CA6 SBS-CA6
min. 7/16-inch DEXcell deck flange) Roofmate, Highload 60 or Plazamate
Cement Roof Board Coverboard: Min. 0.125-inch TremBoard AC
Insulation Layer(s): One or more, min. 1-inch
T AVC Trisotech G, Trisotech CGF, EnergyGuard
Min. 0.5-inch DensDeck LRFIA or erem&l:)o Polyiso Insulation, Trisotech, H-Shield, Elevate Optional BP-CAL
Min. 22 ga., N 2.07INCN DENSDECK, | ) peia(BG), 6- | oo ane ISOGARD GL, Multi-Max FA3, Elevate ISOGARD (Optional) AL
DensDeck Prime or . Primer or Tremco AVC LRFIA or BP-CA6 or One or more BP-CAS6,
S-69. type B, Grade inch o.c. CG, UltraMax or Styrofoam Brand Roofmate, -52.5
SECUROCK Gypsum- Tremco AVC Max - LRFIA(BG) SBS-CA6 BP-CA6 or SBS-CA1 or
40 steel . (every deck Highload 60 or Plazamate
Fiber Roof Board Membrane X . SBS-CA6 SBS-CA6
flange) Primer (WB) Coverboard: Min. 0.125-inch TremBoard AC or
min. 0.5-inch SECUROCK Gypsum-Fiber Roof
Board
) ) Insulation Layer(s): One or more, min. 1-inch
Min. 0.25-inch Trisotech G, Trisotech CGF, EnergyGuard
Min. 22 :EbCUF:{OCfKBGypsdum- tgi:: CE)er Polyiso Insulation, Trisotech, H-Shield, (Optional) BP-CA1,
<70 e o | M o ainch SECUROCK 12_inc(h 0)'c (Optional) Base Ply: Elevate ISOGARD GL, Multi-Max FA3, Elevate | LRFIA or BP-CA6or | Oneormore | BP-CA6, 675
’ ype 5, - o ASTM D41 SBS-TA ISOGARD CG, UltraMax or Styrofoam Brand LRFIA(BG) SBS-CA6 BP-CA6 or SBS-CA1 or ’
40 steel Cement Roof Board or (every other Roofmate. Highload 60 or Pl ¢ SBS-CAG SBS-CAG
min. 7/16-inch DEXcell deck flange) ootmate, Highloa or Flazamate
Cement Roof Board Coverboard: Min. 0.5-inch SECUROCK
Gypsum-Fiber Roof Board
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Min. 0.25-inch Insulation Layer(s): One or more, min. 1-inch
SECUROCK Gypsum- LRFIA or Trisotech G, Trisotech CGF, EnergyGuard onal
Min.22ga., | Fiber Roof Board or LRFIA(BG), Base Ply: Polyiso Insulation, Trisotech, H-Shield, LRFIA or BP-CAS or gi‘:::ilre BP-CAS o
S-71. type B, Grade | Min. 0.5-inch SECUROCK | 12-inch o.c. None BP-CAS or Elevate ISOGARD GL, Multi-Max FA3, Elevate LRFIA(BG SBS.CAS BP-CAS or SBS.CAS -52.5
40 steel Cement Roof Board or (every other SBS-CAS5 ISOGARD CG, UltraMax or Styrofoam Brand (8G)
R R ] SBS-CA5
min. 7/16-inch DEXcell deck flange) Roofmate, Highload 60 or Plazamate
Cement Roof Board Coverboard: Min. 0.125-inch TremBoard AC
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SYSTEM TYPE A-3: BONDED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER

TABLE 2B: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

Thermal Barrier Insulation Layer(s Roof Cover (Note 15)
Y i Primer I.\’,I:rpr::r e Attach MDP
No. (Note 1) Type Attach Type ac Base Pl PI Cap Pl (psf)
ke (Note 15) ke (Notes 6,7,8) & v IR
Min. 0.25-inch Insulation Layer(s): One or more, min. 1-inch
SECUROCK Gypsum- LRFIA or Trisotech G, Trisotech CGF, EnergyGuard
Min. 22 ga., Fiber Roof Board or LRFIA(BG), Ootional Base Ply: Polyiso Insulation, Trisotech, H-Shield, .- BP-CAS (oOptionaI) Bp-CAS
s-72. type B, Grade | Min. 0.5-inch SECUROCK | 12-inch o.c. Ls?r\f Bii S;ZET Ay. Elevate ISOGARD GL, Multi-Max FA3, Elevate | " A(ng) oo B;_eczgz:)re cocne | 525
40 steel Cement Roof Board or (every other ; ISOGARD CG, UltraMax or Styrofoam Brand
R R ] SBS-CA5
min. 7/16-inch DEXcell deck flange) Roofmate, Highload 60 or Plazamate
Cement Roof Board Coverboard: Min. 0.125-inch TremBoard AC
Insulation Layer(s): One or more, min. 1-inch
T AVC Trisotech G, Trisotech CGF, EnergyGuard
Min. 0.5-inch DensDeck LRFIA or Nl;em;o Polyiso Insulation, Trisotech, H-Shield, Elevate Optional
Min. 22 ga., N 2->7INCN DENSDECK, || RFIA(BG), 6- | o orane ISOGARD GL, Multi-Max FA3, Elevate ISOGARD (Optional)
573 tvoe B. Grade DensDeck Prime or inch o.c Primer or Tremco AVC CG, UltraMax or Styrofoam Brand Roofmate LRFIA or BP-CAS5 or One or more BP-CAS or 525
: ype b, SECUROCK Gypsum- e Tremco AVC Max > ’ LRFIA(BG) | SBS-CAS BP-CAS or SBS-CAS :
40 steel . (every deck Highload 60 or Plazamate
Fiber Roof Board Membrane p A SBS-CA5
flange) Primer (WB) Coverboard: Min. 0.125-inch TremBoard AC or
min. 0.5-inch SECUROCK Gypsum-Fiber Roof
Board
) ] Insulation Layer(s): One or more, min. 1-inch
Min. 0.25-inch Trisotech G, Trisotech CGF, EnergyGuard
. S_ECUROCfK Gypsum- LRFIA or I Polyiso Insulation, Trisotech, H-Shield, (Optional)
o LV"“- ;2 & ;l‘,’:rg‘g",nBﬁerchrROCK ;FZ‘F_';*(:G)' \ g;sz:sy' .| Elevate ISOGARD GL, Mutti-Max FA3, Elevate | LRFIA or BP-CASor | Oneormore | BP-CAS or 7
s ype 5, Grade | Win. 9.>7inc inch .. one ° ISOGARD CG, UltraMax or Styrofoam Brand | LRFIA(BG) | SBS-CAS BP-CAS or SBS-CAS o/
40 steel Cement Roof Board or (every other SBS-CAS Roof Hizhload 60 or Pl SBS-CAS
min. 7/16-inch DEXcell deck flange) oofmate, Highloa or Plazamate
Cement Roof Board Coverboard: Min. 0.5-inch SECUROCK
Gypsum-Fiber Roof Board
) ) Insulation Layer(s): One or more, min. 1-inch
Min. 0.25-inch Trisotech G, Trisotech CGF, EnergyGuard
Min. 22 :EbCUF:{OCfKBGypsdum- tgi:: CE)er Polyiso Insulation, Trisotech, H-Shield, (Optional)
o5 e | M o amch SECUROCK 12_inc(h 0)'c (Optional) Base Ply: Elevate ISOGARD GL, Multi-Max FA3, Elevate | LRFIA or BP-CASor | Oneormore | BP-CASor | .
’ ype 5, - o ASTM D41 SBS-TA ISOGARD CG, UltraMax or Styrofoam Brand LRFIA(BG) SBS-CA5 BP-CAS or SBS-CA5 ’
40 steel Cement Roof Board or (every other Roofmate. Highload 60 or Pl ¢ SBS-CAS
min. 7/16-inch DEXcell | deck flange) ootmate, Highload 60 or Flazamate
Cement Roof Board Coverboard: Min. 0.5-inch SECUROCK
Gypsum-Fiber Roof Board

TORCH-APPLIED BASE PLY:
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TABLE 2B: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

SYSTEM TYPE A-3: BONDED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Thermal Barrier Insulation Layer(s Roof Cover (Note 15
System e Primer I.\’,Iaarpri(:r vere) Attach S MDP
No. (Note 1) Type Attach (Note 15) Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Insulation Layer(s): One or more, min. 1-inch
Tremco AVC Trisotech G, Trisotech CGF, Trisotech,
. Min. 0.5-inch DensDeck, LRFIA or Membrane EnergyGuard Polyiso Insulation, H-Shield,
$-76 xg; ;ZGgrz::{e DensDeck Prime or :"nRCFr:/.:)(?:G)’ 6 Primer or Tremco AVC | Elevate ISOGARD GL, Multi-Max FA3, Elevate LRFIA or SES-TA (Optional) SBS-TA 525
’ ’ SECUROCK Gypsum- o Tremco AVC Max ISOGARD CG or UltraMax LRFIA(BG) SBS-TA ’
40 steel . (every deck . R
Fiber Roof Board flange) Membrane Coverboard: Min. 0.5-inch DEXcell FA Glass
Primer (WB) Mat Roof Board or SECUROCK Gypsum-Fiber
Roof Board
Insulation Layer(s): One or more, min. 1-inch
Min. 0.25-inch Trisotech G, Trisotech CGF, EnergyGuard
) SECUROCK Gypsum- LRFIA or Polyiso Insulation, Trisotech, H-Shield,
Min. 22 ga., | Fiber Roof Board or Min. | LRFIA(BG), Base Ply: | loyate ISOGARD GL, Multi-Max FA3, Elevate | LRFIA or (Optional)
S-77. type B, Grade | 0.5-inch SECUROCK 12-inch o.c. None BP-CAS or ISOGARD CG. UltraMax LRFIA(BG) SBS-TA SBS-TA SBS-TA -67.5
40 steel Cement Roof Board or (every other SBS-CAS ' 4 .
min. 7/16-inch DEXcell deck flange) Coverboard: Min. 0.5-inch DEXcell FA Glass
Cement Roof Board Mat Roof Board or SECUROCK Gypsum-Fiber
Roof Board
Insulation Layer(s): One or more, min. 1-inch
Min. 0.25-inch Trisotech G, Trisotech CGF, EnergyGuard
) SECUROCK Gypsum- LRFIA or Polyiso Insulation, Trisotech, H-Shield,
o m cege g'gﬁ;iﬁ‘;‘;ﬁz‘:{g SeMin: ;F;:':c(ﬁ?'c (Optional) Base Ply: | Elevate ISOGARD GL, Multi-Max FA3, Elevate | LRFIA or <A (Optional) s TA o
: ! ’ o ASTM D41 SBS-TA ISOGARD CG, UltraMax LRFIA(BG) SBS-TA :
40 steel Cement Roof Board or (every other ) .
min. 7/16-inch DEXcell deck flange) Coverboard: Min. 0.5-inch DEXcell FA Glass
Cement Roof Board Mat Roof Board or SECUROCK Gypsum-Fiber
Roof Board
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
. Min. 2-inch Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type . .
Grade 33 steel Trisotech G, Multi-Max FA3, Elevate ISOGARD CG, UltraMax or (Optional) One
.79, g’r min. 2,500 psi EnergyGuard Note 2 1 per Styrofoam Brand Roofmate, Highload 60 or Plazamate LRFIA or BP-CA1l or or more BP- BP-CAl or 37.5%
structurall Polyi-so Insulation, I 4.0 ft2 Coverboard: Min. 0.5-inch Structodek HD with Primed LRFIA(BG) SBS-CA1 CA1 or SBS-CAL SBS-CA1
concrete H-Shield, Elevate Red Coating, min. 0.25-inch DensDeck Prime, DEXcell FA
ISOGARD GL Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 22 ga., type M.in. 1.5-inch Insulgtion, Trisotech, H-Shield, Elevate ISOGARD GL,
B, Grade 33: steel Trisotech G, Multi-Max FA3, Elevate ISOGABD CG, UltraMax or (Optional) One
580, or min. 2,500 psi Ener‘gyGuard ) Note 2 1 per Styrofoam Brand Roofmate, Highload 60 or Plazamate LRFIA or BP-CAl or or more BP- BP-CAl or _45.0%
structural Poly|-50 Insulation, I 2.0 ft2 Coverboard: Min. 0.5-inch Structodek HD with Primed LRFIA(BG) SBS-CA1 CA1 or SBS-CAL SBS-CA1
concrete H-Shield, Elevate Red Coating, min. 0.25-inch DensDeck Prime, DEXcell FA
ISOGARD GL Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
B, Grade 40 steel . ' CG or Styrofoam Brand Roofmate, Highload 60 or LRFIA o (Optional) One
s-81. ormin. 2,500 psi | Min- 2-inch Note 2 % | N LRFIA(BG), 6-inch | Cr-CALOT 1 o ore BP- BP-CAL or 525
structura,l Trisotech G - 2.0 ft2 Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA oc. ! SBS-CA1 CA1 or SBS-CA1 SBS-CA1
concrete Glass Mat Roof Board or SECUROCK Gypsum-Fiber Roof
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
"I\'/rl':snotze-(l:;cg Elevate | Tremca@ o) Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type ISOGARD Gi_ Faste T wihre o Trisotth G, Trisotech CGF., EnergyGuard Polyiso Additional
B Grade 40’ steel Elevate ISOG’ARD o - Insulation, Trisotech, H-Shield, Elevate ISOGARD GL, Layer(s): LRFIA or (Optional) One
.82 olr min. 2,500 psi CG. Multi-Max FA3 Rec o 2 i) 1 per Multi-Max FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) BP-CA1l or or more BP- BP-CA1l or 52.5*
: o ’ ! . 2.0 ft2 Styrofoam Brand Roofmate, Highload 60 or Plazamate Coverboard: LRFIA | SBS-CAl SBS-CA1 ’
structural Ultra-Max or ACE 3” BE Insulation . . . R TS CA1 or SBS-CA1
concrete Styrofoam Brand Plate or ACE 3" WW Coverboard: Min. 1-inch MonoB.oard PIu§ or Min. ?—mch 9r LRFIA(BG), 6-
. . TopRock DD Plus (no extrapolation permitted for ribbon inch o.c.
Roofmate, Highload | Insulation Plate
attachment)
60 or Plazamate

BURMASTIC ADHESIVE MC APPLIED BASE PLY:
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NEmoO | etc.e

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. Note 1 Type Fastener (Note 11 ac Type ac Base PI Pl Cap PI sf
(Note 1) Yp (Note 11) Note 17 yp Notes 6..6] y y p Ply (psf)
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 2-inch Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type Tr;:(;te::rr]uce Multi-Max FA3, Elevate ISOGARD CG, UltraMax or (Optional) One | o 0 oo
B, Grade 33 steel ! Styrofoam Brand Roofmate, Highload 60 or Plazamate or more BP- !
. R EnergyGuard 1 per X R . LRFIA or BP-CA6 or CA®6, SBS-
S-83. or min. 2,500 psi h . Note 2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- CA1, BP-CAS, -37.5*
Polyiso Insulation, I 4.0 ft2 T . A . . LRFIA(BG) SBS-CA6 CA1 or SBS-
structural H-Shield. Elevate inch Structodek HD with Primed Red Coating, min. 0.25- SBS-CA1 or CAG
concrete ISOGARE‘) GL inch DensDeck Prime, DEXcell FA Glass Mat Roof Board, SBS-CA6
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Min. 0.5-inch Tremco #12 DP Fastener Additional Insulation Layer(s):Min. 1-inch, min. 1.35 pcf,
DensDeck, or Tremco #14 HD unfaced Cellofoam Type Il EPS Roof Insulation or
. Fastener with Tremco 3” .
) DensDeck Prime, ' unfaced Insulfoam Il EPS (Optional) One
S-84. g’“grz’j gz(.), t\t/pel DEXcell FA Glass /’\Aﬂcegillg?rlflc?#ilgt\;i;: 31;:2 Coverboard: Min. 0.5-inch DensDeck Prime, DEXcell FA tﬁi:ﬁ(ng) SBBP;CQEGOI’ or more BP- SBBP;CSEGOI’ -45.0*
» Grade a0 stee Mat Roof Board or ACE 3” BE Insulation ' Glass Mat Roof Board or SECUROCK Gypsum-Fiber CA®6 or SBS-CA6
SECUROCK Gypsum- | pj,te or ACE 3" WW Roof Board or SECUROCK Cement Roof Board or min.
Fiber Roof Board Insulation Plate 7/16-inch DEXcell Cement Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 1.5-inch Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type Trisc.>te.ch G Multi-Max FA3, Elevate ISOGARD CG, UltraMax or (Optional) One BP-CAL BP-
B, Grade 33 steel ! Styrofoam Brand Roofmate, Highload 60 or Plazamate or more BP- !
. R EnergyGuard 1 per X i i LRFIA or BP-CA6 or CA®6, SBS- "
S-85. or min. 2,500 psi . . Note 2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- CA1, BP-CA®, -45.0
Polyiso Insulation, I 2.0 ft2 T, S . . . . LRFIA(BG) SBS-CA6 CA1 or SBS-
structural H-Shield. Elevate inch Structodek HD with Primed Red Coating, min. 0.25- SBS-CA1 or CAG
concrete ISOGARIS GL inch DensDeck Prime, DEXcell FA Glass Mat Roof Board, SBS-CA6
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
(Optional) One
) o TremcagiiQ DF Additional Insulation Layer: Min. 1-inch Insulfoam IX EPS or more BP- BP-CAL BP-
Min. 22 ga., type Min. 2-inch Fastener with Tremco 1 per R R . LRFIA or BP-CA6 or CA6, SBS- .
S-86. ” . Coverboard: Min. 0.25-inch DensDeck Prime or CA1, BP-CA®6, -45.0
B, Grade 80 steel Insulfoam IX EPS 3” Metal Insulation 2.0 ft2 P— . LRFIA(BG) SBS-CA6 CA1 or SBS-
Plate SECUROCK Gypsum-Fiber Roof Board SBS-CA1 or CAG
SBS-CA6
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ¢ Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD (Optional) O
In. 2= ga., type CG or Styrofoam Brand Roofmate, Highload 60 or ptiona’) Une BP-CA1, BP-
B, Grade d0steel |\ o i o lper | Plazamate LRFIA or BP-CAG or | OTMore BP- CA6, 5BS
-87. in.2 [ - Note 2 LRFIA(BG), 6-i ) 1, BP- Sy -52.
>8 ;’trrumc't”ura'lsoo P | Trisotech 6 <D 2.0f€2 | Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA ORCF'A( Gl &inch | oas.cas (szgs-'c APl(;?& CAlorses- | °%°
concrete Glass Mat Roof Board or SECUROCK Gypsum-Fiber Roof - SBS-CAG CA6
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
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NEmoO | etc.e

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. Note 1 Type Fastener (Note 11 ac Type ac Base PI Pl Cap PI sf
(Note 1) Yp (Note 11) Note 17 yp Notes 6..6] y y p Ply (psf)
Min. 22 ga., type (Optional) BP-CAL BP-
Additional Insulation Layer(s): (Optional) Min. 1-inch One or more !
B Grade d0steel |\ u 5 inch 1 per 1ONaLT ver(s): (Optional) LRFIA or BP-CA6 or CA6, SBS-
S-88. or min. 2,500 psi Trisotech G Note 2 20f2 base insulation LRFIA(BG) SBS-CAG BP-CA1, BP- CA1 or SBS -52.5
structural ' Coverboard: Min. 0.125-inch TremBoard AC CA6, SBS-CA1 CAG
concrete or SBS-CA6
Min. 2-inch Additional Insulation Layer(s): (Optional) Min. 1-inch
Tri .t h G Elevat Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 22 ¢ I;IOS(G):IQCD G;. evate Tremco #14 HD Fastener Insulation, Trisotech, H-Shield, Elevate ISOGARD GL, Additional (Optional) O
in. 22 ga., ype g with Tremco 3” Metal Multi-Max FA3, Elevate ISOGARD CG, UltraMax or Layer(s): LRFIA or ptional) Un€ | pp_ca1, BP-
B, Grade 40 steel Elevate ISOGARD X R or more BP-
-89 or min. 2.500 psi CG. Multi-Max FA3 Insulation Plate or ACE 1 per Styrofoam Brand Roofmate, Highload 60 or Plazamate LRFIA(BG) BP-CA6 or CAL BP-CAG CA®6, SBS- -60.0
: structl.;ra,l P Ultlra-Max or ’ #15 with ACE 3” BE 2.0 ft2 Coverboard: Min. 0.5-inch Structodek HD with Primed Coverboard: LRFIA | SBS-CA6 SBS-,CAl or ’ CA1l or SBS- :
concrete Stvrofoam Brand Insulation Plate or ACE 3” Red Coating, DensDeck Prime, DEXcell FA Glass Mat Roof | or LRFIA(BG), 6- SBS.-CAB CA6
v ) WW Insulation Plate Board, SECUROCK Gypsum-Fiber Roof Board or inch o.c.
Roofmate, Highload K .
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
60 or Plazamate
Cement Roof Board
Min. 2-inch . . . ) !
Trisotech G, Elevate Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga.. type ISOGARD Gi_ Tremco #1‘} HD Trisotech G, Trisotech CGF, EnergyGuard Polyiso Additional (Optional) One
it g46 ‘t’p ' | Blevnte ISOGARD Fastener with Tremco Insulation, Trisotech, H-Shield, Elevate ISOGARD GL, Layer(s): LRFIA or P o BP-CAL, BP-
<00 o mrl": ‘; 50; e:i Cg"mlti_Max s 3" Metal Insulation 1per | Multi-Max FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) BP-CA6 or SLT‘;‘: oo CA6, SBS- 00"
: o P ’ ! Plate or ACE #ls_w'th 2.0 ft2 Styrofoam Brand Roofmate, Highload 60 or Plazamate Coverboard: LRFIA | SBS-CA6 ’ ! CA1 or SBS- .
structural Ultra-Max or ACE 3” BE Insulation . . . R SBS-CA1 or
B Coverboard: Min. 1-inch MonoBoard Plus or Min. 2-inch or LRFIA(BG), 6- CA6
concrete Styrofoam Brand Plate or ACE 3” WW . . . . SBS-CA6
. . TopRock DD Plus (no extrapolation permitted for ribbon inch o.c.
Roofmate, Highload | Insulation Plate
attachment)
60 or Plazamate
Additional Insulation Layer(s): (Optional) Min. 1-inch
. Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
Min. 22 ga., type CG or Styrofoam Brand Roofmate, Highload 60 or BP-CA1, BP-
B, Grade 40 steel . ) Y » g LRFIA or (Optional) One !
591 ormin. 2,500 psi | Min- 2-inch Note 2 TRy Plazamate LRFIA(BG), 6-inch | Cr-CABOT 1 o ore BP- CAG, SBS- 67.5
: structt.;ra,l P Trisotech G 1.0 ft2 Coverboard: Min. 0.5-inch DensDeck Prime, DEXcell FA oc ! SBS-CA6 CAG or SBS-CAG CA1l or SBS- :
concrete Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof e CA6
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
ACE #15 with ACE 3” BE
Insulation Plate or ACE 3”
WW Insulation Plate, Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 2-inch Dekfast DF-#15-PH3 with Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
o R- CG or Styrofoam Brand Roofmate, Highload 60 i
Min. 22 ga., type Trisotech G, Dekfast PLT-R-3, Tremc_o 1 per or Styrofoam Brand Roofmate, Highloa or LRFIA or ' BP-CAG or (Optional) One BP-CAG or
S-92. B. Grade 80 steel Trisotech CGF or #1510 XHD Fastener with 1.0 ft2 Plazamate LRFIA(BG), 6-inch SBS-CAG or more BP- SBS-CAG -97.5
! Trisotech Tremco Disc Ribbed 3 in. ’ Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK o.c. CA6 or SBS-CA6
Steel Stress Plate, Gypsum-Fiber Roof Board or SECUROCK Cement Roof
Tremco #15 EHD Board or min. 7/16-inch DEXcell Cement Roof Board
Fastener with Tremco 3”
Metal Insulation Plate
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 2-inch Ad.ditional Insu‘Iation Layer(s): (Optional) Min.- 1-inch
Trisotech G, Elevate Trlsote‘ch G, Trlsotech CGF., EnergyGuard Polyiso
Min. 22 ga., type ISOGARD GL, Tliemco #14 HD Fastener Insu[atlon, Trisotech, H-Shield, Elevate ISOGARD GL, (Optional) One
B, Grade 40 steel Elevate ISOGARD with Tr.emco 3” Metal Multi-Max FA3, Elevate ISOGABD CG, UltraMax or or more BP- BP-CA1, BP-
593, or min. 2,500 psi CG, Multi-Max FA3, InsuIapon Plate”or ACE 1 per Styrofoam Bran'd Roofmate, Highload 60 or.PIaza'mate Hot asphalt BP-CA6 or CAL, BP-CAG, CA®6, SBS- -60.0
structural Ultra-Max or #15 WIFh ACE 3” BE ’ 2.0 ft? Coverboard: Min. 0.5-inch Structodek HD with Primed SBS-CA6 SBS-CA1 or CA1 or SBS-
concrete Styrofoam Brand Insulation P!ate orACE3 Red Coating, DensDeck Prime‘z, DEXcell FA Glass Mat Roof SBS-CAG CA6
Roofmate, Highload WW Insulation Plate Board, SECUROCK Gypsum-Fiber Rogf Board or
60 or Plazamate SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
N Tremco #1410 Fastener
: Min. 2-inc| with Tremco Disc 3 in.
g/,“g-rjjeg;; ?t/g:I Trisotech G, Steel Stress Plate or , _ ‘ (Optional) One | BP-CAL BP-
s.94. or min. 2,500 psi Ener‘gyGuard ) Tremco Disc Ribbed 3 in. 1 per Min. 0.25-inch DensDeck Prime, DEXcell FA Glass Mat Hot asphalt BP-CA6 or or more BP- CA®6, SBS- 750
structural Poly|§o Insulation, Steel S‘tress PIaEe or ACE 1.45ft2 | Roof Board or SECUROCK Gypsum-Fiber Roof Board SBS-CA6 CAG6 or SBS-CAG CA1 or SBS-
concrete H-Shield, Elevate #15 Wth ACE 3" BE . CA6
ISOGARD GL Insulation Plate or ACE 3
WW Insulation Plate
: Min. 2-inch Tremco #14 HD Fastener
g/,llg-rsjeg;; ?t/seel Trisotech G, Elevat_e with Tremco 3” Metal ' _ ‘ (Optional) One BP-CA1, BP-
595, or min. 2,500 psi ISOGARD GL, Multi- InsuIaFion Plate"or ACE 1 per Min. 0.25-inch DensDeck Prime, DE)fceII FA Glass Mat Hot asphalt BP-CA6 or or more BP- CA6, SBS- 750
structural Max FA3, Elevate #15 WIFh ACE 3” BE 1.45ft2 | Roof Board or SECUROCK Gypsum-Fiber Roof Board SBS-CA6 CAG or SBS-CAG CA1 or SBS-
ISOGARD CG, Ultra- Insulation Plate or ACE 3” CA6
concrete Max WW Insulation Plate
POWERPLY ENDURE BIO ADHESIVE TF ADHESIVE APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
. . Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type "I\'/rl::otzt;zcg, Multi-Max FA3, Elevate ISOGABD CG, UltraMax or 4
B, Gr.ade 33 stee.l EnergyGuard 1 per Styrofoam Bran-d Roofma.te, Highload 60 or Plaza.mate LRFIA or BP-CAS or (Optional) One BP-CAS or
S-96. or min. 2,500 psi . . Note 2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- or more BP- -37.5*
Polyiso Insulation, 4.0 ft2 T . X X A LRFIA(BG) SBS-CA5 SBS-CA5
structural H-Shield, Elevate inch Structodek HD with Primed Red Coating, min. 0.25- CAS or SBS-CAS
concrete ISOGARIS 6L inch DensDeck Prime, DEXcell FA Glass Mat Roof Board,
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Min. 0.5-inch Tremco #12 DP Fastener Additional Insulation Layer(s):Min. 1-inch, min. 1.35 pcf,
DensDeck, or Tremco #t“ HD ; unfaced Cellofoam Type Il EPS Roof Insulation or
. DensDeck Prime, Fasteger with Tremco 3" unfaced Insulfoam Il EPS (Optional) One
S-97. gﬂlg.razjegza 3’2:' DEXcell FA Glass chegillg?rl‘—:&nﬁilsat;if; 31;?:2 Coverboard: Min. 0.5-inch DensDeck Prime, DEXcell FA tgi:ﬁ(gg) sBBP:?:;r or more BP- SBBP:?:;r -45.0*
’ Mat Roof Board or ACE 3” BE Insulation ’ Glass Mat Roof Board or SECUROCK Gypsum-Fiber CAS or SBS-CAS
SECUROCK Gypsum- | p|ate or ACE 3” WW Roof Board or SECUROCK Cement Roof Board or min.
Fiber Roof Board Insulation Plate 7/16-inch DEXcell Cement Roof Board
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 1.5-inch Insulétion, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type Trisotech G, Multi-Max FA3, Elevate ISOGABD CG, UltraMax or .
B, Gr.ade 33 stee.l EnergyGuard 1 per Styrofoam Bran'd Roofma‘te, Highload 60 or PIaza.mate LRFIA or BP-CAS or (Optional) One BP-CAS or
S-98. or min. 2,500 psi Polyiso Insulation Note 2 20f2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- LRFIA(BG) SBS-CAS or more BP- SBS-CAS -45.0*
structural H-Shield. Elevate ! inch Structodek HD with Primed Red Coating, min. 0.25- CAS5 or SBS-CAS
concrete ISOGARIS GL inch DensDeck Prime, DEXcell FA Glass Mat Roof Board,
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Tremco #12 DP - . . Y .
Min. 22 ga., type Min. 2-inch Fastener with Tremco 1 per Additional Insu!atlon La.ver: - 1-gh Ihsulfoam IXEPS LRFIA or BP-CAS or (Optional) One BP-CAS or
5-99. B, Grade 80 steel | Insulfoam IX EPS 3” Metal Insulation 201tz | Coverboard: Min. 0.25-inch DensDeck Prime or LRFIA(BG) SBS-CAS or more BP- SBS-CAS -45.0%
Plate SECUROCK Gypsum-Fiber Roof Board CAS or SBS-CAS
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
B, Grade 40 steel . ' CG or Styrofoam Brand Roofmate, Highload 60 or LRFIA o (Optional) One
5-100. ormin. 2,500 psi | Min- 2-inch Note 2 Lper | Plazamate LRFIA(BG), 6-inch | S -CA% 0" | o more BP- BP-CAS or 52.5
structura,l Trisotech G — 2.0 ft2 Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA oc. ! SBS-CAS5 CAS or SBS-CAS SBS-CAS5
concrete Glass Mat Roof Board or SECUROCK Gypsum-Fiber Roof
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
Min. 22 ga., type
B, Gr‘ade 40 stegl Min. 2-inch 1 per Addlt.lonal Ir}sulatlon Layer(s): (Optional) Min. 1-inch LRFIA or BP-CAS or (Optional) One BP-CAS or
S-101. or min. 2,500 psi Trisotech G Note 2 2.0 ft2 base insulation LRFIA(BG) SBS-CAS or more BP- SBS-CAS -52.5
structural ' Coverboard: Min. 0.125-inch TremBoard AC CAS or SBS-CA5
concrete
. Min. 0.5-inch (Optional) One
Min. 22 ga., type 1 per . . . LRFIA or BP-CAS or BP-CAS or
S-102. SECUROCK Gypsum- | Note 2 Min. 0.5-inch SECUROCK Gypsum Fiber Roof Board or more BP- -52.5
B, Grade 40 steel Fiber Roof Board - 2.0 ft2 LRFIA(BG) SBS-CAS5 CAS or SBS-CAS SBS-CAS5
Min. 2-inch
. Trisotech G, Elevate Tremco #14 HD Fastener Additional Insulation Layer(s): (Optional) Min. 1-inch Additional
Min. 22 ga., type ISOGARD GL, . < ’ - TR
B, Grade 40 steel | Elevate ISOGARD with\(gefpico 3"t base insulation , o Layer{s}: LRFIA or (Optional) One
5103, or min. 2,500 psi CG, Multi-Max FA3, InsuIaFlon Plate”or ACE 1 per C()Lboa.rd: Min. 0.5—|nch Structodek HD with Primed LRFIA(BG) BP-CA5S or or more BP- BP-CA5S or -60.0
structural Ultra-Max or #15 WIFh ACE 3” BE 2.0 ft2 Red Coating, DensDeck Prime or SECUROCK Cement Coverboard: LRFIA | SBS-CAS5 CAS or SBS-CAS SBS-CAS5
Insulation Plate or ACE 3” Roof Board or min. 7/16-inch DEXcell Cement Roof or LRFIA(BG), 6-
concrete Styrofoam Brand WW Insulation Plate Board inch o.c
Roofmate, Highload o
60 or Plazamate
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SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 2-inch
Trisotech G, Elevate Tremco #14 HD Additional Insulation Layer(s): (Optional) Min. 1-inch Additional
Min. 22 ga., type ISOGARD GL, Fastener with Tremco Trisotech G, Trisotech CGF, EnergyGuard Polyiso mRFIA or
B, Grade 40 steel Elevate ISOGARD 3” Metal Insulation 1 per Insulation, Trisotech, H-Shield, Elevate ISOGARD GL, LRFIA(Bé) (Optional) One BP-CAS or
S-104. or min. 2,500 psi CG, Multi-Max FA3, Plate or ACE #15 with 202 Multi-Max FA3, Elevate ISOGARD CG, UltraMax or Coverboard: LRFIA SBS-CAS or more BP- SBS-CAS -60.0*
structural Ultra-Max or ACE 3” BE Insulation ’ Styrofoam Brand Roofmate, Highload 60 or Plazamate . S e CAS or SBS-CAS
concrete Styrofoam Brand Plate or ACE 3" WW Coverboard: Min. 1-inch MonoBoard (no extrapolation ?r SREEG), 6-
Roofmate, Highload | Insulation Plate permitted for ribbon attachment) ingg o.c.
60 or Plazamate
'II\'Ar::otze-(I::CQ Elevate | Tremco #14 HD Acfditional Inst{lation Layer(s): (Optional) Min.. 1-inch N
Min. 22 ga., type ISOGARD Gi_ Fastener with Tremco Trlsotth G, Trlsotech CGF, EnergyGuard Polyiso Additional
B Grade 46 steel Elevate ISOG,ARD 37 Metal Insulation Insulfxtlon, Trisotech, H-Shield, Elevate ISOGARD GL, Layer(s): LRFIA or (Optional) One
105 olr min. 2,500 psi CG. Multi-Max FA3 Plate or ACE 15 with 1 per Multi-Max FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) BP-CAS5 or or more BP- BP-CAS5 or 60.0*
: ’ ’ ! . 2.0 ft2 Styrofoam Brand Roofmate, Highload 60 or Plazamate Coverboard: LRFIA | SBS-CA5 SBS-CAS5 :
structural Ultra-Max or ACE 3” BE Insulation ) ) . . ot Ao~ CAS5 or SBS-CAS
W Coverboard: Min. 1-inch MonoBoard Plus or Min. 2-inch or LRFIA(BG), 6-
concrete Styrofoam Brand Plate or ACE 3” WW TiR « DD PI A Iati itted for ribb inch
Roofmate, Highload | Insulation Plate opRocl us (no extrapolation permitted for ribbon inch o.c.
attachment)
60 or Plazamate
Min. 22 ga., type Additional Insulation Layer(s): (Optional) Min. 1-inch
B, Grade 40 steel ) ) base insulation LRFIA or (Optional) One
5-106. or min. 2,500 psi ?"r::otzeézcg Note 2 11 g ?{2 Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK | LRFIA(BG), 6-inch SBBP:?:SW or more BP- SBBP:?:SW 67.5
structural ' Gypsum-Fiber Roof Board or SECUROCK Cement Roof o.c. CAS5 or SBS-CAS
concrete Board or min. 7/16-inch DEXcell Cement Roof Board
Min. 2-inch Tremco #15 EHD Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Elevate Fastener with Tremco 3” Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD LRFIA or (Optional) One
5107 Min. 22 ga., type ISOGARD CG or Metal Insulation Plate or 1 per CG or Styrofoam Brand Roofmate, Highload 60 or LRFIA(BG), 6-inch BP-CAS5 or or more BP- BP-CAS5 or 1125
: B, Grade 40 steel Styrofoam Brand ACE #15 with ACE 3” BE 1.3 ft2 Plazamate ! SBS-CAS SBS-CAS :
Roofmate, Highload | Insulation Plate or ACE 3” Coverboard: Min. 0.5-inch SECUROCK Gypsum-Fiber 0c CAS or SBS-CAS
60 or Plazamate WW Insulation Plate Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 2-inch remdEN X nor Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 22 ga., type Trisotech G, Elevate | with Tremco 3" Metal Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
B, Grade 40 steel ’ . Multi-Max FA3, Elevate ISOGARD CG, UltraMax (Optional) One
. R ISOGARD GL, Insulation Plate or ACE 1 per . . . X BP-CAS or BP-CAS or
S-108. or min. 2,500 psi Elevate ISOGARD #15 with ACE 3" BE 20102 Coverboard: Min. 0.5-inch Structodek HD with Primed Hot asphalt SBS-CAS or more BP- SBS-CAS -60.0
structural CG. Multi-Max FA3 Insulation Plate or ACE 3" ’ Red Coating, DensDeck Prime, DEXcell FA Glass Mat Roof CAS or SBS-CA5S
concrete Ultlra—Max " | WW Insulation Plate Board, SECUROCK Gypsum-Fiber Roof Board or
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
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SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. Note 1 Type Fastener (Note 11 ac Type ac Base PI Pl Cap PI sf
(Note 1) Yp (Note 11) Note 17 yp Notes 6..6] y y p Ply (psf)
Min. 22 ga., type M.in. 2-inch Tremco #14 HD Fastener
B, Grade 40 steel Trisotech G, Elevate | with Tremco 3" Metal (Optional) One
- R ISOGARD GL, Multi- Insulation Plate or ACE 1 per . . . . . BP-CAS or BP-CAS or
S-109. otr mltn. 2,ISOO psi Max FA3, Elevate #15 with ACE 3” BE 202 Min. 0.5-inch Structodek HD with Primed Red Coating Hot asphalt SBS-CAS grA;noreéBBg-CAS SBS-CAS -67.5
structura ISOGARD CG, Ultra- Insulation Plate or ACE 3” or 5B>-
concrete Max WW Insulation Plate
. ) Tremco #1410 Fastener
Min. 22 ga., type M!n. 2-inch with Tremco Disc 3 in.
B, Grade 33 steel Trisotech G, Steel Stress Plate or (Optional) One
5110 olr min. 2.500 bsi EnergyGuard Tremco Disc Ribbed 3 in. 1 per Min. 0.25-inch DensDeck Prime or SECUROCK Gypsum- Hot asphalt BP-CAS or or more BP BP-CAS or 75.0
: structl.;ra,l P Polyiso Insulation, Steel Stress Plate or ACE 1.45 ft2 Fiber Roof Board P SBS-CAS CAS or SBS-CAS SBS-CAS !
H-Shield, Elevate #15 with ACE 3” BE
concrete ISOGARD GL Insulation Plate or ACE 3”
WW Insulation Plate
Min. 22 ga., type M‘in. 2-inch Tremco #14 HD Fastener
B, Grade 33 steel | 150tech G, Elevate | with Tremco 3" Metal (Optional) One
S111 o’r min. 2.500 psi ISOGARD GL, Multi- Insulation Plate or ACE 1 per Min. 0.25-inch DensDeck Prime or SECUROCK Gypsum- Hot asphalt BP-CAS5 or orrr)nore BP- BP-CAS5 or 75.0
: e P Max FA3, Elevate #15 with ACE 3" BE 1452 | Fiber Roof Board P SBS-CAS OAS or S CAS | SBS-CAS :
structura ISOGARD CG, Ultra- Insulation Plate or ACE 3” or 5B>-
concrete Max WW Insulation Plate
HOT-ASPHALT-APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 2-inch Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type In. &-ne Multi-Max FA3, Elevate ISOGARD CG, UltraMax or (Optional) One
Trisotech G, R BP-CA1, BP-
B, Grade 33 steel Styrofoam Brand Roofmate, Highload 60 or Plazamate or more BP-
. R EnergyGuard 1 per . K . LRFIA or BP-AA, AA, SBS-CA1, «
S-112. or min. 2,500 psi A . Note 2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- CA1, BP-AA, -37.5
Polyiso Insulation, 4.0 ft2 . ) . . . LRFIA(BG) SBS-AA SBS-AA or
structural X inch Structodek HD with Primed Red Coating, min. 0.25- SBS-CA1, SBS-
H-Shield, Elevate . X APP-TA
concrete ISOGARD GL inch DensDeck Prime, DEXcell FA Glass Mat Roof Board, AA or APP-TA
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 1.5-inch Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type in- 2.>-ne Multi-Max FA3, Elevate ISOGARD CG, UltraMax or (Optional) One
Trisotech G, R BP-CA1, BP-
B, Grade 33 steel Styrofoam Brand Roofmate, Highload 60 or Plazamate or more BP-
. R EnergyGuard 1 per . K R LRFIA or BP-AA, AA, SBS-CA1, .
S-113. or min. 2,500 psi ) N Note 2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- CA1, BP-AA, -45.0
Polyiso Insulation, . 2.0 ft2 — . X X ) LRFIA(BG) SBS-AA SBS-AA or
structural H-Shield. Elevate inch Structodek HD with Primed Red Coating, min. 0.25- SBS-CA1, SBS- APP-TA
concrete ISOGARIS aL inch DensDeck Prime, DEXcell FA Glass Mat Roof Board, AA or APP-TA
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

system B, Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15) MDP
Attach Attach
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
(Optional) One
Tremco #12 DP - . . . BP-CA1, BP-
s-114 Min. 22 ga., type Min. 2-inch Fastener with Tremco 1 per égsg:sgaa:‘;r_]SMu::“8“2;\:13; gﬂ:;ég:i::?ﬂiﬂ?ﬁm IX EP3 LRFIA or BP-AA, grA;.noBrlf-i/':- AA, SBS-CA1, -45.0*
: B, Grade 80 steel Insulfoam IX EPS 3” Metal Insulation 2.0 ft2 — U LRFIA(BG) SBS-AA ’ ! SBS-AA or !
Plate SECUROCK Gypsum-Fiber Roof Board SBS-CA1, SBS- APP-TA
AA or APP-TA
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD (Optional) One
! " CG or Styrofoam Brand Roofmate, Highload 60 or BP-CA1, BP-
o115 B, Gr.ad;z;%gtee_l Min. 2-inch Note 2 1per | Plazamate tﬁi:ﬁ ng cinch | BPAA g;lm‘;f 2/':' AR, SBS-CAL, |
S Strr:::ljrall ps! Trisotech G Note2 2.0 ft2 Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA oc. (BG), -inc SBS-AA SBS-’CAl- SB,S- SBS-AA or e
concrete Glass Mat Roof Board or SECUROCK Gypsum-Fiber Roof AA or AP’P—TA APP-TA
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
Min. 22 ga., type N ) ) _ ) (Optional) One BP-CA1 BP-
B, Gr.ade 40 stee.l Min. 2-inch 1 per Addlt.lonal Ir)sulatlon Layer(s): (Optional) Min. 1-inch LRFIA or BP-AA, or more BP- AA, SBS.CAL,
SU6.ormin. 2300pst | pycorech 6 Note2 20fp | baseinsulation LRFIA(BG) ses-aA | LBPAA  spsanor | 92
structural ' Coverboard: Min. 0.125-inch TremBoard AC SBS-CA1, SBS- APP-TA
concrete AA or APP-TA
Min. 2-inch Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Elevate Trisotth G, Trisotech CGF., EnergyGuard Polyiso N
Min. 22 ga., type ISOGARD GL, Tremco #14 HD Fastener Insults\tlon, Trisotech, H-Shield, Elevate ISOGARD GL, Additional (Optional) One
B. Grade 40 steel Elevate ISOGARD with Tremco 3” Metal Multi-Max FA3, Elevate ISOGABD CG, UltraMax or Layer(s): LRFIA or or more BP- BP-CA1, BP-
S117. o’r min. 2,500 psi CG. Multi-Max FA3 Insulafcion Plate or ACE 1 per Styrofoam Brand Roofmate, Highload 60 or Plazamate LRFIA(BG) BP-AA, CAL BP-AA AA, SBS-CA1, -60.0
structura‘l UIt’ra—Max or ’ #15 WIFh ACE 3” BE ’ 2.0 ft2 Coverboard: Min. 0.5-inch Structodek HD with Primed Coverboard: LRFIA | SBS-AA SBS—’CAl, SBlS— SBS-AA or
concrete Styrofoam Brand Insulation P!ate orACE 3 Red Coating, DensDeck Prime, DEXcell FA Glass Mat Roof | or LRFIA(BG), 6- AA or APP-TA APP-TA
Roofmate, Highload WW Insulation Plate Board, SECUROCK Gypsum-Fiber Roof Board or inch o.c.
60 or Plazamate SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Min. 2-inch - . . . .
Trisotech G, Elevate Ac?d|t|ona| Insu.Iatlon Layer(s): (Optional) Mln.. 1-inch B
Min. 22 ga., type ISOGARD Gi_ Tremco #14 HD Fastener TI’ISOtth G, 'I.'rlsotech CGF., EnergyGuard Polyiso Additional (Optional) One
B Grade 40’ steel Elevate ISOG’ARD with Tremco 3” Metal InsuI?tlon, Trisotech, H-Shield, Elevate ISOGARD GL, Layer(s): LRFIA or or more BP- BP-CA1, BP-
5118, olr min. 2,500 psi CG. Multi-Max FA3 Insulation Plate or ACE 1 per Multi-Max FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) BP-AA, CAL BP-AA AA, SBS-CA1, -60.0*
structura,l UIt’ra—Max o ’ #15 wiFh ACE 3” BE i 2.0 ft2 Styrofoam Brand Roofmate, Highload 60 or Plazamate Coverboard: LRFIA | SBS-AA SBS—’CAl, SB’S— SBS-AA or
concrete Styrofoam Brand Insulation P!ate or ACE 3 Coverboard: Min. 1-inch MonoBoard Plus or Min. 2-inch | or LRFIA(BG), 6- AA or APP-TA APP-TA
Roofmate, Highload WW Insulation Plate TopRock DD Plus (no extrapolation permitted for ribbon | inch o.c.
60 or Plazamate attachment)
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. Note 1 Type Fastener (Note 11 ac Type ac Base PI Pl Cap PI sf
(Note 1) Yp (Note 11) Note 17 yp Notes 6..6] y y p Ply (psf)
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ¢ Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
In. 22 ga., type CG or Styrofoam Brand Roofmate, Highload 60 or (Optional) One BP-CA1, BP-
B, Grade 33 steel . . LRFIA or
5119 or min. 2.500 psi Min. 2-inch Note 2 1 per Plazamate LRFIA(BG), 6-inch BP-AA, or more BP-AA, | AA, SBS-CA1, 675
: structu.rall P Trisotech G I— 1.0 ft2 Coverboard: Min. 0.5-inch DensDeck Prime, DEXcell FA Mouc A SBS-AA SBS-AA or APP- | SBS-AA or .
concrete Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof S TA APP-TA
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Min. 2-inch Tremco #15 EHD Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Elevate | Fastener with Tremco 3” Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD LRFIA o (Optional) One BP-CA1, BP-
5120 Min. 22 ga., type ISOGARD CG or Metal Insulation Plate or 1 per CG or Styrofoam Brand Roofmate, Highload 60 or LRFIA(BG), 6-inch BP-AA, or more BP-AA, | AA, SBS-CA1, 112.5
: B, Grade 40 steel Styrofoam Brand ACE #15 with ACE 3” BE 1.3 ft2 Plazamate oc ! SBS-AA SBS-AA or APP- | SBS-AA or :
Roofmate, Highload | Insulation Plate or ACE 3” Coverboard: Min. 0.5-inch SECUROCK Gypsum-Fiber - TA APP-TA
60 or Plazamate WW Insulation Plate Roof Board
Min. 2-inch Additional Insulation Layer(s): (Optional) Min. 1-inch
Trist;tech G, Elevate Trisotech G, Trisotech CGF, EnergyGuard Polyiso
! | lation, Trisotech, H-Shield, Elevate ISOGARD GL, .
Min. 22 ga., type ISOGARD GL, Tliemco #14 HD Fastener nsuration, MRQS* < yate (Optional) One
with Tremco 3” Metal Multi-Max FA3, Elevate ISOGARD CG, UltraMax or BP-CA1, BP-
B, Grade 40 steel Elevate ISOGARD X R or more BP-
5121 or min. 2.500 psi CG. Multi-Max FA3 Insulation Plate or ACE 1 per Styrofoam Brand Roofmate, Highload 60 or Plazamate Hot asphalt BP-AA, CA1 BP-AA AA, SBS-CA1, 50.0
: oo P Uraanon | #15 with ACE 3" BE 2.0ft2 | Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5 P SBS-AA oBs.CAL sis. | SES-AAOr :
concrete Stvrofoam Brand Insulation Plate or ACE 3” inch Structodek HD with Primed Red Coating, DensDeck AB or AP’P—TA APP-TA
v ) WW Insulation Plate Prime, DEXcell FA Glass Mat Roof Board, SECUROCK
Roofmate, Highload R
60 or Plazamate Gypsum-Fiber Roof Board or SECUROCK Cement Roof
Board or min. 7/16-inch DEXcell Cement Roof Board
Min. 2-inch
Trisotech G, Elevate Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type | ISOGARD GL, Tremco #14 H? Fastenfgg Trisotech G, Trisotech CGF, EnergyGuard Polyiso (Optional) One | CAL BP
B, Grade 40 steel Elevate ISOGARD :N'tth;echTi Me;?:IE T Insulation, Trisotech, H-Shield, Elevate ISOGARD GL, BP-AA or more BP- AA SBS’ CA1
$-122. or min. 2,500 psi | CG, Multi-Max FA3, | .=wation "late or P Multi-Max FA3, Elevate ISOGARD CG, UltraMax or Hot asphalt ' CA1, BP-AA, ' " | -60.0*
#15 with ACE 3” BE 2.0 ft2 . SBS-AA SBS-AA or
structural Ultra-Max or Insulation Plate or ACE 3" Styrofoam Brand Roofmate, Highload 60 or Plazamate SBS-CA1, SBS- APP-TA
concrete Styrofoam Brand WW Insulation Plate Coverboard: Min. 1-inch MonoBoard Plus or min. 2-inch AA or APP-TA
Roofmate, Highload TopRock DD Plus
60 or Plazamate
. Min. 2-inch Tremco #14 HD Fastener
g/llg.rjjegz(.), ggeel Trisotech G, Elevate | with Tremco 3” Metal (Optional) One | BP-CAL, BP-
5123 o‘r min. 2.500 bsi ISOGARD GL, Multi- Insulation Plate or ACE 1 per Min. 0.125-inch TremBoard AC or min.0.5-inch Hot asphalt BP-AA, or more BP-AA, | AA, SBS-CA1, 67.5
’ truct ) ’I P Max FA3, Elevate #15 with ACE 3" BE 2.0ft2 | Structodek HD with Primed Red Coating P SBS-AA SBS-AA or APP- | SBS-AA or )
structura ISOGARD CG, Ultra- Insulation Plate or ACE 3” TA APP-TA
concrete Max WW Insulation Plate
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck MDP
No. (Note 1) Type Fastener (Note 11) ﬁt::“l::‘ Type No’:zt::: s Base Ply Ply Cap Ply (psf)
Min. 2-inch Tremco #1410 Fastener
: In. Z-inc with Tremco Disc 3 in.
BM,Ig.r:jeg;; ?t/s:I Trisotech G, Steel Stress Plate or ) . - ) (Optional) One BP-CA1, BP-
s-124. or min. 2,500 psi EnergyGuard Tremco Disc Ribbed 3 in. 1 per Min. 0.125-inch TremBoard AC or min. 0.25-inch Hot asphalt BP-AA, or more BP-AA, | AA, SBS-CA1, 75.0
structural Polyiso Insulation, Steel S.treSS Plate or ACE 1.45ft2 | DensDeck Prime or SECUROCK Gypsum-Fiber Roof Board SBS-AA SBS-AA or APP- | SBS-AA or
H-Shield, Elevate #15 with ACE 3” BE TA APP-TA
concrete ISOGARD GL Insulation Plate or ACE 3”
WW Insulation Plate
X Min. 2-inch Tremco #14 HD Fastener
g’lllg'r:jeg;'s' ;z;:l Trisotech G, Elevat-e with Tremco 3” Metal . - - . (Optional) One BP-CA1, BP-
125, or min. 2,500 psi ISOGARD GL, Multi- Insulation Plate or ACE 1 per Min. 0.125-inch TremBoard AC or min. 0.25-inch Hot asphalt BP-AA, or more BP-AA, | AA, SBS-CA1, 750
’ Max FA3, Elevate #15 with ACE 3” BE 1.45ft2 | DensDeck Prime or SECUROCK Gypsum-Fiber Roof Board SBS-AA SBS-AA or APP- | SBS-AA or
structural ISOGARD CG, Ultra- Insulation Plate or ACE 3” TA APP-TA
concrete Max WW Insulation Plate
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 2-inch Insulétion, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type Trisotech G Multi-Max FA3, Elevate ISOGABD CG, UltraMax or
B, Grade 33 steel EnergyGuar’d 1 per Styrofoam Brand Roofmate, Highload 60 or Plazamate LRFIA o (Optional) One
S-126. or min. 2,500 psi Polyiso Insulation Note 2 2.0 fi2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- LRFIA(BG) SBS-AA or more SBS- SBS-TA -37.5%
structural H-Shield. Elevate ! ' inch Structodek HD with Primed Red Coating, min. 0.25- AA, SBS-TA
concrete ISOGARIS GL inch DensDeck Prime, DEXcell FA Glass Mat Roof Board,
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
. X Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type x::otlecsh"gh Multi-Max FA3, Elevate ISOGARD CG, UltraMax or
B, Grade 33 steel EnergyGuar’d 1 per Styrofoam Brand Roofmate, Highload 60 or Plazamate LRFIA or (Optional) One
S-127. or min. 2,500 psi Polyiso Insulation Note 2 20f2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- LRFIA(BG) SBS-AA or more SBS- SBS-TA -45.0*
structural H-Shield. Elevate ! ' inch Structodek HD with Primed Red Coating, min. 0.25- AA, SBS-TA
concrete ISOGARIS GL inch DensDeck Prime, DEXcell FA Glass Mat Roof Board,
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
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NEmoO | etc.e

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
B, Grade 40 steel Min. 2-inch 1 per Egzc;rn?;\t/;ofoam Brand Roofmate, Highload 60 or LRFIA or (Optional) One
5-128. s{rum;:q;’lsoo ps! Trisotech G Note 2 2.0 ft? Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA (I;'.‘CF.IA(BG)’ rcn SBS-AA :rAmS(;r::?iS— SBS-TA 525
concrete Glass Mat Roof Board or SECUROCK Gypsum-Fiber Roof ’
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
Min. 22 ga., type
B, Grade 40 steel Min. 2-inch 1 per Additional Insulation Layer(s): (Optional) Min. 1-inch LRFIA or (Optional) One
S-129. or min. 2,500 psi TriS(;tech G Note 2 20f2 base insulation LRFIA(BG) SBS-AA or more SBS- SBS-TA -52.5
structural ’ Coverboard: Min. 0.125-inch TremBoard AC AA, SBS-TA
concrete
Min. 2-inch Acfditional Inst{lation Layer(s): (Optional) Min.' 1-inch
Trisotech G, Elevate Trlsotth G, Trlsotech CGF., EnergyGuard Polyiso N
Min. 22 ga., type ISOGARD GL, Tremco #14 HD Fastener Insul.atlon, Trisotech, H-Shield, Elevate ISOGARD GL, Additional
with Tremco 3” Metal Multi-Max FA3, Elevate ISOGARD CG, UltraMax or Layer(s): LRFIA or .
B, Grade 40 steel Elevate ISOGARD ) A (Optional) One
$-130. or min. 2,500 psi CG, Multi-Max FA3, Insulafclon Plate"or ACE 1 per Styrofoam Brar!d Roofmate, Highload 60 or‘PIaza-mate LRFIA(BG) SBS-AA or more SBS- SBS-TA -60.0
structural Ultra-Max or #15 WIFh ACE 3” BE § 2.0 ft2 Coverboard: Min. 0.5-inch Structodek HD with Primed Coverboard: LRFIA AA SBS-TA
concrete Styrofoam Brand Insulation Plate or ACE 3 Red Coating, DensDeck Prime, DEXcell FA Glass Mat Roof | or LRFIA(BG), 6- ’
Roofmate, Highload WW Insulation Plate Board, SECUROCK Gypsum-Fiber Roof Board or inch o.c.
60 or Plazamate SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
_';/:::ofe_ézcgl Elevate Additional Insulation Layer(s): (Optional) Min. 1-inch B
Min. 22 ga., type ISOGARD GL, Tr‘emco #14 HD Fastener TI’ISOtth G, 'I.'rlsotech CGF., EnergyGuard Polyiso Additional
with Tremco 3” Metal Insulation, Trisotech, H-Shield, Elevate ISOGARD GL, Layer(s): LRFIA or .
B, Grade 40 steel Elevate ISOGARD ) ) (Optional) One
5131, or min. 2,500 psi CG, Multi-Max FA3, InsuIaFlon Plate"or ACE 1 per Multi-Max FA3, Elevate ISOGABD CG, UltraMax or LRFIA(BG) SBS-AA or more SBS- SBS-TA 60.0*
structural Ultra-Max or #15 w@h ACE 3” BE ’ 2.0 ft2 Styrofoam Brand Roofmate, Highload 60 or Plazamate Coverboard: LRFIA AA SBS-TA
concrete Styrofoam Brand Insulation P!ate or ACE3 Coverboard: Min. 1-inch MonoBoard Plus or Min. 2-inch | or LRFIA(BG), 6- '
Roofmate, Highload WW Insulation Plate TopRock DD Plus (no extrapolation permitted for ribbon inch o.c.
60 or Plazamate attachment)
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
B, Grade 33 steel Min. 2-inch 1 per ggz(;rn?;yt/;ofoam Brand Roofmate, Highload 60 or LRFIA or (Optional) One
5-132. StrrumcI:L;ri,lsoo psi Trisotech G Note 2 1.0 ft2 Coverboard: Min. 0.5-inch DensDeck Prime, DEXcell FA I(;T‘lA(BG)’ G-inch SBS-AA Z;_\T‘ch:jis— SBS-TA 675
concrete Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
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NEmoO | etc.e

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 2-inch Tremco #15 EHD Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Elevate Fastener with Tremco 3” Trisotech Gf, TrisotecthGF,fTrisotech,hEIIevgte ISOGARD LREIA of (Optional) One
Min. 22 ga., type ISOGARD CG or Metal Insulation Plate or 1 per CG or Styrofoam Brand Roofmate, Highload 60 or .
S-133. B, Grade 40 steel Styrofoam Brand ACE #15 with ACE 3” BE 1.3 ft2 Plazamate LR {BGY &-iggh SBS-AA or more SBS- SBS-TA 1125
Roofmate, Highload | Insulation Plate or ACE 3” Coverboard: Min. 0.5-inch SECUROCK Gypsum-Fiber 0c AR, SBS-TA
60 or Plazamate WW Insulation Plate Roof Board
Min. 2-inch Ad-ditional Insu‘Iation Layer(s): (Optional) Min.- 1-inch
Trisotech G, Elevate Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 22 ga., type ISOGARD Gi_ Tremco #14 HD Fastener Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
5 " ! with Tremco 3” Metal Multi-Max FA3, Elevate ISOGARD CG, UltraMax or .
B, Grade 40 steel Elevate ISOGARD Insulation Plate or ACE 1 per Styrofoam Brand Roofmate, Highload 60 or Plazamate (Optional) One
S-134. or min. 2,500 psi CG, Multi-Max FA3, X " . o . Hot asphalt SBS-AA or more SBS- SBS-TA -60.0
structural Ultra-Max or #15 WIFh ACE 3” BE § 2.0 ft2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- AA SBS-TA
concrete Styrofoam Brand Insulation P!ate orACE3 inc-h Structodek HD with Primed Red Coating, DensDeck ’
Roofmate, Highload WW Insulation Plate Prime, DEXcell FA Glass Mat Roof Board, SECUROCK
60 or Plazamate Gypsum-Fiber Roof Board or SECUROCK Cement Roof
Board or min. 7/16-inch DEXcell Cement Roof Board
Min. 2-inch
Trisotech G, Elevate Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type ISOGARD GL, Tremco #14 HE: Fastener Trisotech G, Trisotech CGF, EnergyGuard Polyiso
B, Grade 40 steel | Elevate ISOGARD m;*:l;if:;‘l’;e ';"re;i'E Loer | Imsulation, Trisotech, H-Shield, Elevate ISOGARD GL, (Optional) One
S-135. or min. 2,500 psi CG, Multi-Max FA3, #15 with ACE 3” BE 2 (’;ftZ Multi-Max FA3, Elevate ISOGARD CG, UltraMax or Hot asphalt SBS-AA or more SBS- SBS-TA -60.0*
structural Ultra-Max or Insulation Plate or ACE 3" ’ Styrofoam Brand Roofmate, Highload 60 or Plazamate AA, SBS-TA
concrete Styrofoam Brand WW Insulation Plate Coverboard: Min. 1-inch MonoBoard Plus or min. 2-inch
Roofmate, Highload TopRock DD Plus
60 or Plazamate
Min. 22 ga., type M.in. 2-inch Tr‘emco #14 HD Fastener
B, Grade 40 steel Trisotech G, Elevat.e with Tremco 3" Metal . : . . (Optional) One
5136 o,r min. 2,500 psi ISOGARD GL, Multi- InsuIaFion Plate or ACE 1 per Min. 0.125-inch TremBoard AC or min. 0.5-inch Hot asphalt SBS-AA or more SBS- SBS-TA 675
structura‘l Max FA3, Elevate #15 W|Fh ACE 3” BE i 2.0 ft2 Structodek HD with Primed Red Coating AA SBSTA
concrete ISOGARD CG, Ultra- Insulation P!ate or ACE 3 ’
Max WW Insulation Plate
. . Tremco #1410 Fastener
Min 2ga, type | i TEE e o
5137, g’r ﬁ:,id; f(’);ts:il EnergyGuard Tremco Disc Ribbed 3 in. 1 per Min. 0.125-inch TremBoard AC or min. 0.25-inch Hot asphalt SBS-AA L?F:;:rr;ag;;?e SBS-TA 750
structura‘l Polyiso Insulation, Steel S_tress Plaﬁe or ACE 1.45ft2 | DensDeck Prime or SECUROCK Gypsum-Fiber Roof Board AA SBSTA
concrete H-Shield, Elevate #15 WIFh ACE 3” BE i 4
ISOGARD GL Insulation Plate or ACE 3
WW Insulation Plate
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SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 22 ga., type M.in. 2-inch Tr.emco #14 HD Fastener
B, Grade 33 steel Eggfr:g gL Elljvelltt'e .W'thf{-em?? i Me;tils 1 Min. 0.125-inch TremBoard AC or min. 0.25-inch (Optional) One
. A , Multi- nsulation Plate or per in. 0.125-inch TremBoar or min. 0.25-inc
Sk or min. 2,500 psi Max FA3, Elevate #15 with ACE 3” BE 1.45 ft2 DensDeck Prime or SECUROCK Gypsum-Fiber Roof Board A <k | SBS-AA or more SBS- SBS-TA 75.0
structural ISOGARD CG, Ultra- Insulation Plate or ACE 3” AA, SBS-TA
concrete Max WW Insulation Plate
SEBS-APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
X . Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type ":'/,Ir::()»(z;:cg gllulti;Max ;A3,§I§vatfe ISOGQRaCGé lGJ(I:raNFI’zlax or
B, Grade 33 steel ! tyrofoam Brand Roofmate, Highloa or Plazamate .
S-139. or min. 2,500 psi f’zaifl:sa:?ation, Note 2 415?:2 Foverboard: Min. 0.1?5-ith TremBoard‘AC, min. 0.5- tEi::(OBrG) SB;S?EEB;’S (S(égg,osnBasl)-sBEPB-S SBS-SEBS -37.5%
structural H-Shield. Elevate inch Structodek HD with Primed Red Coating, min. 0.25-
concrete ISOGARE,) GL inch DensDeck Prime, DEXcell FA Glass Mat Roof Board,
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 1.5-inch Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 2; ga., typeI Trisotech G gllulti];Max FA3,§Ieva;e ISOGAR?ICG(,j UItraMTx or
B, Grade 33 stee ! tyrofoam Brand Roofmate, Highload 60 or Plazamate .
$-140. ormin. 2,500 psi | CnergyGuard Note 2 1per | overboard: Min. 0.125-inch TremBoard AC, min. 0.5- LRFIA or BP-SEBS, | (Optional) BP- | oo orpg -45.0%
Polyiso Insulation, — 2.0 ft2 -, S . R . R LRFIA(BG) SBS-SEBS SEBS, SBS-SEBS
structural H-Shield. Elevate inch Structodek HD with Primed Red Coating, min. 0.25-
concrete ISOGARIS GL inch DensDeck Prime, DEXcell FA Glass Mat Roof Board,
SECUROCK Gypsum-Fiber Roof Board or min. 0.5-inch
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Tremco #12 DP - . . .
s141 Min. 22 ga., type Min. 2-inch Fastener with Tremco 1 per 2:3::22:::;::ztlggls'i\:\ecrr; g;:;é::i::;il?ram IXEPS LRFIA or BP-SEBS, (Optional) BP- SBS-SEBS _45.0*
: B, Grade 80 steel Insulfoam IX EPS 3” Metal Insulation 2.0 ft2 P———— — LRFIA(BG) SBS-SEBS SEBS, SBS-SEBS !
Plate SECUROCK Gypsum-Fiber Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
: " CG or Styrofoam Brand Roofmate, Highload 60 or
10 B Gr.ad;‘;%;tee.l Min. 2-inch . 1per | Plazamate tﬁi::(g;) oinch | BP-SEBS, | (OptionalBP- | oo s
e Strrzqcltnx.;ra‘l ps! Trisotech G Totes 2.0ft2 | Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA o, » -ine SBS-SEBS SEBS, SBS-SEBS ) e
concrete Glass Mat Roof Board or SECUROCK Gypsum-Fiber Roof
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
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SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 22 ga., type
Additional Insulation Layer(s): (Optional) Min. 1-inch
5-143. gr ?nriit.jigcs)tzzl Min. 2-inch Note 2 1per | pase insulation verlsk: (Optiona) RRFIA Cf BP-SEBS, | (Optional) BP- | (oo orpg 525
' Trisotech G I 2.0 ft2 i i LRFIA(BG) SBS-SEBS SEBS, SBS-SEBS ’
structural Coverboard: Min. 0.125-inch TremBoard AC
concrete
Min. 2-inch Agditional Insu‘Iation Layer(s): (Optional) Min.- 1-inch
Trisotech G, Elevate Trlsote‘ch G, Trlsotech CGF-, EnergyGuard Polyiso N
Min. 22 ga., type ISOGARD GL, Tremco #14 HD Fastener Insulfxtlon, Trisotech, H-Shield, Elevate ISOGARD GL, Additional
B Grade 40 steel Elevate ISOGARD with Tremco 3” Metal Multi-Max FA3, Elevate ISOGABD CG, UltraMax or Layer(s): LRFIA or )
144, o,r min. 2,500 psi CG. Multi-Max FA3 InsuIaFion Plate or ACE 1 per Styrofoam Brand Roofmate, Highload 60 or Plazamate LRFIA(BG) BP-SEBS, (Optional) BP- SBS-SEBS -60.0
structura,l Ultlra-Max or ! #15 WIFh ACE 3” BE ’ 2.0 ft2 Coverboard: Min. 0.5-inch Structodek HD with Primed Coverboard: LRFIA | SBS-SEBS SEBS, SBS-SEBS
concrete Styrofoam Brand Insulation P!ate orACE3 Red Coating, DensDeck Prime, DEXcell FA Glass Mat Roof | or LRFIA(BG), 6-
Roofmate, Highload WW Insulation Plate Board, SECUROCK Gypsum-Fiber Roqf Board or inch o.c.
60 or Plazamate SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Min. 2-inch . . . ) !
Trisotech G, Elevate Acfdltlonal Insublatlon Layer(s): (Optional) Mm.- 1-inch N
Min. 22 ga., type ISOGARD GL, Tremco #14 HD Fastener Trlsote‘ch G, Trlsotech CGF', EnergyGuard Polyiso Additional
B. Grade 40 steel Elevate ISOGARD with Tremco 3” Metal Insulfxtlon, Trisotech, H-Shield, Elevate ISOGARD GL, Layer(s): LRFIA or 4
$-145. olr min. 2,500 psi CG, Multi-Max FA3, Insulafcion Plate or ACE 1 per Multi-Max FA3, Elevate ISOGARD CG, UltraMax or LRFIA(BG) BP-SEBS, (Optional) BP- SBS-SEBS 60.0*
structural Ultra-Max or #15 WIFh ACE 3” BE ’ 2.0 ft2 Styrofoam Brand Roofmate, Highload 60 or Plazamate Coverboard: LRFIA | SBS-SEBS SEBS, SBS-SEBS
concrete Styrofoam Brand Insulation P!ate orACE3 Coverboard: Min. 1-inch MonoBoard Plus or min. 2-inch or LRFIA(BG), 6-
Roofmate, Highload WW Insulation Plate TopRock DD Plus (no extrapolation permitted for ribbon | inch o.c.
60 or Plazamate angenre Q)
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
B. Grade 33; steel ) . CG or Styrofoam Brand Roofmate, Highload 60 or LRFIA or .
s-146. or min. 2,500 psi | M- 2-inch Note 2 NG\ | M'azamate LRFIA(BG), 6-inch | CP-SEBS, | (Optional) BP- | (o (pne 67.5
structura‘l Trisotech G I 1.0 ft2 Coverboard: Min. 0.5-inch DensDeck Prime, DEXcell FA oc. ! SBS-SEBS SEBS, SBS-SEBS
concrete Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Min. 22 ga., type Min. 2-inch Tremco #15 EHD Acfditional Insu‘Iation Laye_r(gl:‘ (Optional) Min. 1-inch
B Grade 40' steel Trisotech G, Elevate Fastener with Tremco 3” Trisotech G, Trisotech CGF, Trlsotech, Elevate ISOGARD LRFIA or
5147, o’r min. 2,500 psi ISOGARD CG or Metal Insu!ation Plate or 1 per CG or Styrofoam Brand Roofmate, Highload 60 or LRFIA(BG), 6-inch BP-SEBS, (Optional) BP- SBS-SEBS 1125
structural Styrofoam Bljand ACE #1; with ACE 3” BE | 1.3 ft2 Plazamate oc. SBS-SEBS SEBS, SBS-SEBS
concrete Roofmate, Highload | Insulation P!ate or ACE 3 Coverboard: Min. 0.5-inch SECUROCK Gypsum-Fiber
60 or Plazamate WW Insulation Plate Roof Board
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TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
ACE #15 with ACE 3” BE
Insulation Plate or ACE 3”
WW Insulation Plate,
Min. 2-inch Dekfast DF-#15-PH3 with LRFIA or
3 Min. 22 ga., type | Trisotech G, PLT-R-3, OMG XHD with 1 per Min. 0.125-inch TremBoard AC or min. 0.5-inch Zinch BP-SEBS, (Optional) BP- SBS-SEBS 135.0
5-148. B, Grade 80 steel | Trisotech, H-Shield OMG 3 in. Galvalume 1.0 ft2 DensDeck Prime or SECUROCK Gypsum-Fiber Roof Board LRFIA(BG), 4-inc SBS-SEBS SEBS, SBS-SEBS !
or Multi-Max FA3 Steel Plate or 3 in. Ribbed R
Galvalume Plate, Trufast
#15 EHD with Trufast 3”
Metal Insulation Plate
Trufast #15 EHD with
Min. 2-inch Trufast 3” Metal LRFIA or
5149 Min. 22 ga., type | Styrofoam Brand Insulation Plate or ACE 1 per Min. 0.125-inch TremBoard AC or min. 0.5-inch LRFIA(BG), 4-inch BP-SEBS, (Optional) BP- SBS-SEBS 135.0
’ B, Grade 80 steel | Roofmate, Highload | #15 with ACE 3” BE 1.0 ft2 DensDeck Prime or SECUROCK Gypsum-Fiber Roof Board ! SBS-SEBS SEBS, SBS-SEBS !
60 or Plazamate Insulation Plate or ACE 3” o.C.
WW Insulation Plate,
Min. 2-inch Additional Insulation Layer(s): (Optional) Min. 1-inch
T .|n. -inc Trisotech G, Trisotech CGF, EnergyGuard Polyiso
. risotech G, Elevate Tremco #14 HD Fastener Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Min. 22 ga., type ISOGARD GL, . X
with Tremco 3” Metal Multi-Max FA3, Elevate ISOGARD CG, UltraMax or
B, Grade 40 steel Elevate ISOGARD X R .
$-150. or min. 2,500 psi CG, Multi-Max FA3, InsuIapon PIate"or ACE 1 per Styrofoam Bran-d Roofmafte, Highload 60 or PIa‘zamate Hot asphalt BP-SEBS, (Optional) BP- SBS-SEBS 60.0
structural Ultra-Max or #15 WIFh ACE 3” BE ’ 2.0 ft2 Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- SBS-SEBS SEBS, SBS-SEBS
concrete Styrofoam Brand Insulation P!ate or ACE 3 inch Structodek HD with Primed Red Coating, DensDeck
Roofmate, Highload WW Insulation Plate Prime, DEXcell FA Glass Mat Roof Board, SECUROCK
60 or Plazamate Gypsum-Fiber Roof Board or SECUROCK Cement Roof
Board or min. 7/16-inch DEXcell Cement Roof Board
Min. 2-inch
Trisotech G, Elevate Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type ISOGARD GL, Tremco #14 HB Fastener Trisotech G, Trisotech CGF, EnergyGuard Polyiso
B, Grade 40 steel | Elevate ISOGARD with Tremco 3 Jyetal Insulation, Trisotech, H-Shield, Elevate ISOGARD GL, )
. . . Insulation Plate or ACE 1 per X BP-SEBS, (Optional) BP-
S-151. or min. 2,500 psi CG, Multi-Max FA3, . 9 Multi-Max FA3, Elevate ISOGARD CG, UltraMax or Hot asphalt SBS-SEBS -60.0*
#15 with ACE 3” BE 2.0 ft2 R SBS-SEBS SEBS, SBS-SEBS
structural Ultra-Max or Insulation Plate or ACE 3" Styrofoam Bran.d Ro.ofmate, Highload 60 or PIavzamavte
concrete Styrofoam Brand WW Insulation Plate Coverboard: Min. 1-inch MonoBoard Plus or min. 2-inch
Roofmate, Highload TopRock DD Plus
60 or Plazamate
Min. 22 ga., type M.in. 2-inch Tr_emco #14 HD Fastener
B. Grade 40 steel Trisotech G, Elevate with Tremco 3” Metal
- . ISOGARD GL, Multi- Insulation Plate or ACE 1 per Min. 0.125-inch TremBoard AC or min. 0.5-inch BP-SEBS, (Optional) BP-
S-152. or min. 2,500 psi X " ) i . R Hot asphalt SBS-SEBS -67.5
structural Max FA3, Elevate #15 w@h ACE 3” BE 2.0ft Structodek HD with Primed Red Coating SBS-SEBS SEBS, SBS-SEBS
ISOGARD CG, Ultra- Insulation Plate or ACE 3”
concrete Max WW Insulation Plate

© NEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC

Tremco Modified Bitumen Roof Systems; (800) 562-2728

TOP OF APPENDIX

PEER-TRM-006.A.R22 for FL20325-R22 (NON-HVHZ)
Revision 22: 08/12/2026
Appendix 1, Page 68 of 158




TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Base Insulation Layer

Top Insulation Layer (s)

Roof Cover (Note 15)

System Deck R Attach MDP
ac
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Tremco #1410 Fastener
Min. 22 ga., type M.in. 2-inch with Tremco Disc 3 in.
B, Grade 33 steel Trisotech G, Steel Stre?s Plgte or . . . . .
5153, or min. 2,500 psi Ener.gyGuard . Tremco Disc Ribbed 3 in. 1 per Min. 0.125—|r‘1ch TremBoard AC or min. O..25—|nch Hot asphalt BP-SEBS, (Optional) BP- SBS-SERS 75.0
structural Polyiso Insulation, Steel S.treSS Plate or ACE 1.45 ft2 DensDeck Prime or SECUROCK Gypsum-Fiber Roof Board SBS-SEBS SEBS, SBS-SEBS
H-Shield, Elevate #15 with ACE 3" BE
concrete ISOGARD GL Insulation Plate or ACE 3”
WW Insulation Plate
Min. 22 ga., type Mﬁn~ 2-inch Tremco #14 HD Fastener
B, Grade 33 steel Trisotech G, Elevat-e with Tremco 3" Metal . . . . .
s-154. olr min. 2,500 psi ISOGARD GL, Multi- Insulation Plate or ACE 1 per Min. 0.125-inch TremBoard AC or min. 0.25-inch Hot asphalt BP-SEBS, (Optional) BP- SBS-SEBS 750
’ Max FA3, Elevate #15 with ACE 3” BE 1.45 ft2 DensDeck Prime or SECUROCK Gypsum-Fiber Roof Board SBS-SEBS SEBS, SBS-SEBS
structural ISOGARD CG, Ultra- Insulation Plate or ACE 3”
concrete Max WW Insulation Plate
TORCH-APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
B Grade 33’ steel 4 - CG or Styrofoam Brand Roofmate, Highload 60 or 4
155, olr min. 2,500 psi Min. 2-inch Note 2 1 per Plazamate LRFIA or APP-TA, (Optional) APP- | APP-TA, SBS- 37.5%
structurall Trisotech G I 4.0 ft2 Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA LRFIA(BG) SBS-TA TA, SBS-TA TA
concrete Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
B Grade 33; steel . . CG or Styrofoam Brand Roofmate, Highload 60 or .
156 o,r min. 2,500 psi M!n. 1.5-inch Note 2 1 per Plazamate LRFIA or APP-TA, (Optional) APP- | APP-TA, SBS- _45.0*
structura,l Trisotech G - 2.0 ft? Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA LRFIA(BG) SBS-TA TA, SBS-TA TA
concrete Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
Tremco #12 DP - . . .
157 Min. 22 ga., type | Min. 2-inch Fastener with Tremco 1 per /é:“j:r's;‘:'r;"SM“::t'gnz's‘al‘r’i:‘ g’g:sée':lf';:‘;‘;”:ram XEPS | LRFIA or APP-TA, (Optional) APP- | APP-TA, SBS- | . .
’ B, Grade 80 steel Insulfoam IX EPS 3” Metal Insulation 2.0 ft2 ——— N LRFIA(BG) SBS-TA TA, SBS-TA TA ’
Plate SECUROCK Gypsum-Fiber Roof Board
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
B Grade 46 steel . . CG or Styrofoam Brand Roofmate, Highload 60 or LREIA or .
5158, o,r min. 2,500 psi Min. 2-inch Note D 1 per Plazamate LRFIA(BG), 6-inch APP-TA, (Optional) APP- | APP-TA, SBS- 525
structura‘l Trisotech G B 2.0 ft2 Coverboard: Min. 0.25-inch DensDeck Prime, DEXcell FA oc. ! SBS-TA TA, SBS-TA TA
concrete Glass Mat Roof Board or SECUROCK Gypsum-Fiber Roof
Board or min. 0.5-inch SECUROCK Cement Roof Board or
min. 7/16-inch DEXcell Cement Roof Board
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SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 2-inch Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Elevate Trisotech G, Trisotech CGF, EnergyGuard Polyiso .
Min. 22 ga., type | ISOGARD GL, Tremco #14 HD Fastener Insulation, Trisotech, H-Shield, Elevate ISOGARD GL, gJditio’gl
B, Grade 40 steel | Elevate ISOGARD | With Tremco 3" Metal Multi-Max FA3, Elevate ISOGARD CG, UltraMax or Laver(s): LRFIA or ,
- . . Insulation Plate or ACE 1 per . LRFIA(BG) APP-TA, (Optional) APP- | APP-TA, SBS-
S-159. or min. 2,500 psi CG, Multi-Max FA3, . Y Styrofoam Brand Roofmate, Highload 60 or Plazamate -60.0
#15 with ACE 3” BE 2.0 ft? ) . : Coverboard: LRFIA | SBS-TA TA, SBS-TA TA
structural Ultra-Max or Insulation Plate or ACE 3” Coverboard: Min. 0.5-inch DensDeck Prime, DEXcell FA or LRFIA(BG), 6-
concrete Styrofoam Brand WW Insulation Plate Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof inch o.c !
Roofmate, Highload Board or SECUROCK Cement Roof Board or min. 7/16- o
60 or Plazamate inch DEXcell Cement Roof Board
'II\'/rl::otze-L:CQ Elevate Acfditional Inst{lation Layer(s): (Optional) Min.. 1-inch N
Min. 22 ga., type ISOGARD Gi_ Tremco #14 HD Fastener Trlsotth G, Trlsotech CGF, EnergyGuard Polyiso Additional
B Grade 46 steel Elevate ISOGlARD with Tremco 3” Metal Insulfxtlon, Trisotech, H-Shield, Elevate ISOGARD GL, Layer(s): LRFIA or ‘
$-160. olr min. 2,500 psi CG. Multi-Max FA3 Insulafcion Plate or ACE 1 per Multi-Max FA3, Elevate ISOGABD CG, UltraMax or LRFIA(BG) SBS-TA (Optional) SBS-TA 60.0*
structurall UIt’ra—Max or ’ #15 WIFh ACE 3” BE ’ 2.0 ft2 Styrofoam Brand Roofmate, Highload 60 or Plazamate Coverboard: LRFIA SBS-TA
concrete Styrofoam Brand Insulation P!ate orACE3 Coverboard: Min. 1-inch Monoboard Plus or min. 2-inch or LRFIA(BG), 6-
Roofmate, Highload WW Insulation Plate TopRock DD Plus (no extrapolation permitted for ribbon | inch o.c.
60 or Plazamate attachment)
Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga,, type Trisotech G, Trisotech CGF, Trisotech, Elevate ISOGARD
B Grade 33; steel CG or Styrofoam Brand Roofmate, Highload 60 or LRFIA or
_ ; Min. 2-inch 1 per Plazamate . APP-TA, (Optional) APP- | APP-TA, SBS-
S-161. or min. 2,500 psi X Note 2 ) ) ) LRFIA(BG), 6-inch 67.5
structural Trisotech G I 1.0 ft2 Coverboard: Min. 0.5-inch DensDeck Prime, !)EXceII FA oc. SBS-TA TA, SBS-TA TA
concrete Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Min. 22 ga., type Min. 2-inch Tremco #15 EHD Ac!ditional Insu.Iation Lavg(gl:. (Optional) Min. 1-inch
B, Grade 40’ steel Trisotech G, Elevate Fastener with Tremco 3” Trisotech G, Trisotech CGF, Trlsotech, Elevate ISOGARD LRFIA o 4
$162. or min. 2,500 psi ISOGARD CG or Metal Insu'lation Plate or 1 per CG or Styrofoam Brand Roofmate, Highload 60 or LRFIA(BG), 6-inch APP-TA, (Optional) APP- | APP-TA, SBS- 1125
structural Styrofoam Brand ACE #1; with ACE 3” BE . 1.3 ft2 Plazamate oc. SBS-TA TA, SBS-TA TA
concrete Roofmate, Highload | Insulation P!ate or ACE 3 Coverboard: Min. 0.5-inch SECUROCK Gypsum-Fiber
60 or Plazamate WW Insulation Plate Roof Board
Min. 2-inch Additional Insulation Layer(s): (Optional) Min. 1-inch
Trisotech G, Elevate Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 22 ga., type | ISOGARD GL, T’_’i:‘? g *;D i:s:elner Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Wi remco eta .
B Grade 40 steel | Elevate ISOGARD Insulation Plate or ACE 1per | Multi-MaxFA3, Elevate ISOGARD CG, UltraMax or APP-TA, (Optional) APP- | APP-TA, SBS-
S-163. or min. 2,500 psi CG, Multi-Max FA3, X " Styrofoam Brand Roofmate, Highload 60 or Plazamate Hot asphalt -60.0
#15 with ACE 3” BE 2.0 ft2 . . . SBS-TA TA, SBS-TA TA
structural Ultra-Max or Insulation Plate or ACE 3” Coverboard: Min. 0.5-inch DensDeck Prime, DEXcell FA
concrete Styrofoam Brand WW Insulation Plate Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Roofmate, Highload Board or SECUROCK Cement Roof Board or min. 7/16-
60 or Plazamate inch DEXcell Cement Roof Board
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NEmoO | etc.e
TABLE 2c: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE B-1: MECHANICALLY ATTACHED BASE INSULATION, BONDED TOP INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer (s) Roof Cover (Note 15)
System Deck R Attach MDP
No. (Note 1) Type Fastener (Note 11) Note 17 Type Notes 6.7 8 Base Ply Ply Cap Ply (psf)
Min. 2-inch
Trisotech G, Elevate Additional Insulation Layer(s): (Optional) Min. 1-inch
Min. 22 ga., type ISOGARD GL, Tremco #14 HD Fastener Trisotech G, Trisotech CGF, EnergyGuard Polyiso
B, Grade 40 steel | Elevate ISOGARD with Tremco 3” Metal ) Insulation, Trisotech, H-Shield, Elevate ISOGARD GL, ootional
s-164. ormin. 2,500 psi | CG, Multi-Max FA3, :‘f;fntt'ﬁ’kz'gt;,‘;’*“ 5 g‘;trz Multi-Max FA3, Elevate ISOGARD CG, UltraMax or Hot asphalt SBS-TA (SBE_'T‘X‘a ) SBS-TA -60.0*
structural Ultra-Max or Insulation Plate or ACE 3 ’ Styrofoam Brand Roofmate, Highload 60 or Plazamate
concrete Styrofoam Brand WW Insulation Plate Coverboard: Min. 1-inch Monoboard Plus or min. 2-inch
Roofmate, Highload TopRock DD Plus
60 or Plazamate
Tremco #1410 Fastener
Min. 22 ga., type M.in. 2-inch with Tremco Disc 3 in.
B, Grade 33 steel Trisotech G, Steel Stress Plate or _ _ _ )
S-165. or min. 2,500 psi Ener‘gyGuard ) Tremco Disc Ribbed 3 in. 1 per Min. 0.25-inch DensDeck Prime or DEXcell FA Glass Mat Hot asphalt APP-TA, (Optional) APP- | APP-TA, SBS- 75.0
Structura’l Polyiso Insulation, Steel Stress Plate or ACE 1.45ft2 | Roof Board SBS-TA TA, SBS-TA A
H-Shield, Elevate #15 with ACE 3” BE
concrete ISOGARD GL Insulation Plate or ACE 3”
WW Insulation Plate
Min. 22 ga., type M.in. 2-inch Tr‘emco #14 HD Fastener
B, Grade 33 steel Trisotech G, Elevat-e with Tremco 3" Metal . Y b .
5166 o,r min. 2,500 psi ISOGARD GL, Multi- Insulation Plate or ACE 1 per Min. 0.25-inch DensDeck Prime or DEXcell FA Glass Mat Hot asphalt APP-TA, (Optional) APP- | APP-TA, SBS- 750
: ’ Max FA3, Elevate #15 with ACE 3” BE 1.45 ft2 Roof Board SBS-TA TA, SBS-TA TA !
structural ISOGARD CG, Ultra- Insulation Plate or ACE 3”
concrete Max WW Insulation Plate
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
system B, Thermal Barrier p— Vapor Barrier Insulation Layer(s) — Roof Cover (Note 15) — MDP
No. (Note 1) Type Fastener (Note 11) Note 17 (Note 15) Type Notes 6.7 8 Base Ply Ply (psf)
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 0.5-inch Tremco #15 EHD Fastener Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional)
Min. 22 ga., | DensDeck with Tremco 3” Metal Base Ply: One | Elevate ISOGARD CG, UltraMax or Styrofoam Brand
. . . . BP-CAl One or BP-CAl
5167 Type B, Prime or In‘sulatlon Plate or ACI% #15 1 per or two plies, Roofmate, Highload 60 or Plazamate LRFIA or or SBS- more BP- or SBS- 45,0
Grade 40 SECUROCK with ACE 3” BE Insulation 3.2 ft2 BP-CA6, SBS- Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof LRFIA(BG) CA1 CA1 or SBS- CA1
steel Gypsum-Fiber | Plate or ACE 3" WW CA6 or SBS-TA | Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof CA1
Roof Board Insulation Plate Board, Structodek HD with Primed Red Coating or
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Tremco #15 EHD Fastener Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional)
Min. 22 ga., Min. 0.5-inch with Tr'emco 3” Metal AVC Primer Elevate ISOGARD CG, UltraMax or Styrofoam Brand BP-CA1 One or BP-CA1
<168, Type B, SECUROCK Insulation Plate or ACE #15 1 per followed by Roofmate, Highload 60 or Plazamate LRFIA or or SBS- more BP- or SBS- 45.0*
Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 3.2 ft? AVC Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof LRFIA(BG) cAl CA1 or SBS- cAl
steel Roof Board Plate or ACE 3" WW Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof CA1
Insulation Plate Board, Structodek HD with Primed Red Coating or
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 0.5-inch Tremco #15 EHD Fastener AVC Primer or Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional)
Min. 22 ga., DensDeck with Tremco 3” Metal . Elevate ISOGARD CG, UltraMax or Styrofoam Brand
. . AVC Primer . BP-CAl Oneor BP-CAl
$-169. Type B, Prime or Insulation Plate or ACE #15 1 per (WB) Roofmate, Highload 60 or Plazamate LRFIA or or SBS- more BP- or SBS- 45.0*
Grade 40 SECUROCK with ACE 3” BE Insulation 3.2 ft2 followed by Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof LRFIA(BG) CA1 CA1 or SBS- CA1
steel Gypsum-Fiber | Plate or ACE 3" WW AVC Max Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof CA1
Roof Board Insulation Plate Board, Structodek HD with Primed Red Coating or
SECUROCK Cement Roof Board or min. 7/16-inch DEXcell
Cement Roof Board
Tremco #15 EHD Fastener ?gﬁ&g?g;
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal AVC oF AVC Insulation Layer(s): (Optional) One or more, min. 1-inch BP-CAL BP-CAL
5170 Type B, SECUROCK Insulation Plate or ACE #15 1 per Primer or AVC Trisotech G, Trisotech CGF or Trisotech LRFIA or or SBS- None or SBS- 525+
: Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 Primer (WB) Coverboard: Min. 0.5-inch DensDeck Prime or LRFIA(BG) CA1 CA1 ’
steel Roof Board Plate or ACE 3" WW SECUROCK Gypsum Fiber Roof Board
Insulation Plate followed by
AVC Max
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
System P Thermal Barrier — Vapor Barrier Insulation Layer(s) — Roof Cover (Note 15) — MDP
No. (Note 1) Type Fastener (Note 11) Note 17 (Note 15) Type Notes 6.7 8 Base Ply Ply (psf)
Tremco #14 HD Fastener
Min. 0.5-inch with Tremco 3” Metal Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 22 ga., DensDeck Insulation Plate or Dekfast Base Ply: One G, Trisotech CGF, EnergyGuard Polyiso Insulation, BP-CA1 BP-CA1
s171 Type B, Prime or DF-#14-PH3 with Dekfast 1 per or two plies, Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, | LRFIA or or SBS- None or SBS- 50.0*
: Grade 40 SECUROCK PLT-R-3 or ACE #15 with 1.8 ft2 BP-CA6, SBS- Elevate ISOGARD CG or UltraMax LRFIA(BG) CA1 CA1 ’
steel Gypsum-Fiber | ACE 3” BE Insulation Plate CA6 or SBS-TA | Coverboard: Min. 0.25-inch SECUROCK Gypsum-Fiber
Roof Board or ACE 3” WW Insulation Roof Board
Plate
Tremco #14 HD Fastener
with Tremco 3” Metal Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 22 ga., Min. 0.5-inch Insulation Plat.e or Dekfast Base PIy:' One G,.Trisotech CG.F, EnergyGuard Polyiso Insulati.on, BP-CA1 BP-CA1
$172. Type B, DensDeck DF-#14-PH3 with Dekfast 1 per or two plies, Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, | LRFIA or or SBS- None or SBS- 67.5%
Grade 40 Prime PLT-R-3 or ACE #15 with 2.0 ft2 BP-CA6, SBS- Elevate ISOGARD CG or UltraMax LRFIA(BG) CA1 CA1
steel ACE 3” BE Insulation Plate CA6 or SBS-TA | Coverboard: Min. 0.5-inch DensDeck Prime or
or ACE 3” WW Insulation SECUROCK Gypsum Fiber Roof Board
Plate
Tremco #14 HD Fastener Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal Base Ply: One | G, Trisotech CGF, EnergyGuard Polyiso Insulation, BP-CA1 BP-CA1
5173 Type B, SECUROCK Insulation Plate or ACE #15 1 per or two plies, Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, | LRFIA or or SBS- None or SBS- 675+
: Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 BP-CA®6, SBS- Elevate ISOGARD CG or UltraMax LRFIA(BG) CA1 CA1 :
steel Roof Board Plate or ACE 3” WW CA6 or SBS-TA | Coverboard: Min. 0.5-inch DensDeck Prime or
Insulation Plate SECUROCK Gypsum Fiber Roof Board
Tremco #14 HD Fastener
Min. 0.5-inch with Tremco 3” Metal Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 22 ga., | DensDeck Insulation Plate or Dekfast Base Ply: One | G, Trisotech CGF, EnergyGuard Polyiso Insulation, LREIA or BP-CAL BP-CAL
5174 Type B, Prime or DF-#14-PH3 with Dekfast 1 per or two plies, Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LRFIA(BG), 6- or SBS- None or SBS- 750
: Grade 40 SECUROCK PLT-R-3 or ACE #15 with 1.3 ft2 BP-CA6, SBS- Elevate ISOGARD CG or UltraMax X ! ’
steel Gypsum-Fiber | ACE 3” BE Insulation Plate CA6 or SBS-TA | Coverboard: Min. 0.5-inch DensDeck Prime or inch o.c. CAL CAL
Roof Board or ACE 3” WW Insulation SECUROCK Gypsum Fiber Roof Board
Plate
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Additional Insulation Layer(s): Min. 1-inch, min. 1.35 pcf,
unfaced Cellofoam Type Il EPS Roof Insulation or
‘ ‘ Tremeo #12 D Nasteber unfaced Insulfoam I EPS, Trl'sotech G, TrlsotechACGF, (Optional)
Min. 0.5-inch Tremco #14 HD Fastener EnergyGuard Polyiso Insulation, Trisotech, H-Shield, One or BP-CAL
Min. 22 ga., | DensDeck : " Base Ply: One | Elevate ISOGARD GL, Multi-Max FA3, Elevate ISOGARD !
. with Tremco 3” Metal . R BP-CA6 more BP- BP-CA®6,
5175, type B, Prime or Insulation Plate or ACE #12 1 per or two plies, CG, UltraMax or Styrofoam Brand Roofmate, Highload LRFIA or or SBS- CAL, BP- SBS-CAL 45.0%
Grade 40 SECUROCK . " 3.2 ft2 BP-CA6, SBS- 60 or Plazamate LRFIA(BG)
steel Gypsum-Fiber or ACE.#15 Rt REE 3 B,,E CA6 or SBS-TA | Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5- CAG CAG, SBS- or SBS-
Insulation Plate or ACE 3 = . CA1 or SBS- CA6
Roof Board WW Insulation Plate inch DensDeck Prime, DEXcell FA Glass Mat Roof Board CA6
or SECUROCK Gypsum-Fiber Roof Board or SECUROCK
Cement Roof Board or min. 7/16-inch DEXcell Cement
Roof Board
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
Thermal Barrier Insulation Layer(s Roof Cover (Note 15)
System Deck [ Vapor Barrier yer(s) e Cap Ply MDP
No. (Note 1) Type Fastener (Note 11) EXE (Note 15) Type Base Pl Pl (psf)
YR e (Note 17) P (Notes 6,7,8) v v
Additional Insulation Layer(s): Min. 1-inch, min. 1.35 pcf,
unfaced Cellofoam Type Il EPS Roof Insulation or
faced | If Il EPS, Trisotech G, Trisotech CGF, .
Tremco #12 DP Fastener or untacednsu oam I'I.SO ec . risoteq \ (Optional)
T #14 HD Fast EnergyGuard Polyiso Insulation, Trisotech, H-Shield, o BP-CA1
Min. 22 ga., | Min.0.5-inch | oc@ o rastener , Elevate ISOGARD GL, Multi-Max FA3, Elevate ISOGARD ne or g
with Tremco 3” Metal AVC Primer . BP-CA6 more BP- BP-CA6,
type B, SECUROCK . 1 per CG, UltraMax or Styrofoam Brand Roofmate, Highload LRFIA or
S-176. X Insulation Plate or ACE #12 followed by or SBS- CA1, BP- SBS-CA1 -45.0*
Grade 40 Gypsum-Fiber . N 3.2 ft? 60 or Plazamate LRFIA(BG)
or ACE #15 with ACE 3” BE AVC . . y CA6 CA6, SBS- or SBS-
steel Roof Board . " Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5-
Insulation Plate or ACE 3 T . CA1 or SBS- CA6
WW Insulation Plate inch DensDeck Prime, DEXcell FA Glass Mat Roof Board CAG
or SECUROCK Gypsum-Fiber Roof Board or SECUROCK
Cement Roof Board or min. 7/16-inch DEXcell Cement
Roof Board
Additional Insulation Layer(s): Min. 1-inch, min. 1.35 pcf,
unfaced Cellofoam Type Il EPS Roof Insulation or
faced | If Il EPS, Trisotech G, Trisotech CGF, .
. ) Tremco #12 DP Fastener or untaced ins oan? rl.so & . risotec . (Optional)
Min. 0.5-inch . EnergyGuard Polyiso Insulation, Trisotech, H-Shield,
. Tremco #14 HD Fastener AVC Primer or . One or BP-CA1,
Min. 22 ga., | DensDeck h W . Elevate ISOGARD GL, Multi-Max FA3, Elevate ISOGARD
i with Tremco 3” Metal AVC Primer R BP-CA6 more BP- BP-CA®6,
type B, Prime or ) 1 per CG, UltraMax or Styrofoam Brand Roofmate, Highload LRFIA or
S-177. Insulation Plate or ACE #12 (WB) or SBS- CA1, BP- SBS-CA1 -45.0*
Grade 40 SECUROCK . ” 3.2 ft2 60 or Plazamate LRFIA(BG)
X or ACE #15 with ACE 3” BE followed by X . . CA6 CA®6, SBS- or SBS-
steel Gypsum-Fiber . " Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5-
Insulation Plate or ACE 3 AVC Max T . CA1 or SBS- CA6
Roof Board WW Insulation Plate inch DensDeck Prime, DEXcell FA Glass Mat Roof Board CA6
or SECUROCK Gypsum-Fiber Roof Board or SECUROCK
Cement Roof Board or min. 7/16-inch DEXcell Cement
Roof Board
Tremco #15 EHD Fastener W © Prim=y . . . . (Optional)
. ) ) . ” followed by Insulation Layer(s): (Optional) One or more, min. 1-inch One or BP-CA1,
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal N N .
Type B SECUROCK Insulation Plate or ACE #15 1 per AVC or AVC Trisotech G, Trisotech CGF or Trisotech LREIA or BP-CA6 more BP- BP-CA®6,
5-178. ypes, . . ’ i P Primer or AVC | Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5- or SBS- CAL, BP- SBS-CAL | -525
Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 . o . . LRFIA(BG)
” Primer (WB) inch DensDeck Prime or SECUROCK Gypsum Fiber Roof CA6 CA6, SBS- or SBS-
steel Roof Board Plate or ACE 3" WW
Insulation Plate followed by Board CA1l or SBS- CA6
Y AVC Max CA6
Min. 0.5-inch
DEXcell FA L?:::?;::OZB 'I:::::rer Insulation Layer(s): One or more, min. 1-inch Trisotech (Optional)
Min. 22 2 Glass Mat Insulation Plate or Dekfast G, Trisotech CGF, EnergyGuard Polyiso Insulation, One or BP-CA1,
T i B ga. Roof Board, DF:#14—PH3 ith Dekfast 1 per Base Ply: One | Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LRFIA or BP-CA6 more BP- BP-CA®6,
5-179. ype s, DensDeck Wt R 2 P or two plies, Elevate ISOGARD CG, UltraMax or Styrofoam Brand or SBS- CA1, BP- SBS-CA1 60.0
Grade 40 . PLT-R-3 or ACE #15 with 1.8 ft2 : LRFIA(BG)
steel Prime or ACE 3” BE Insulation Plate SBS-TA Roofmate, Highload 60 or Plazamate CA6 CA6, SBS- or SBS-
SECUROCK D, . Coverboard: Min. 0.25-inch SECUROCK Gypsum-Fiber CA1 or SBS- CA6
. or ACE 3” WW Insulation —
Gypsum-Fiber Plate Roof Board CA6
Roof Board
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
system B, Thermal Barrier p— Vapor Barrier Insulation Layer(s) — Roof Cover (Note 15) — MDP
No. (Note 1) Type Fastener (Note 11) Note 17 (Note 15) Type Notes 6.7 8 Base Ply Ply (psf)
Insulation Layer(s): One or more, min. 1-inch Trisotech
Lﬁi:‘??eﬂ:oge 'I;Tzizrer G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga Insulation Plate or Dekfast Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional) BP-CA1,
i v Min. 0.5-inch ) Base Ply: One | Elevate ISOGARD CG, UltraMax or Styrofoam Brand BP-CA6 One or BP-CA6,
Type B, DF-#14-PH3 with Dekfast 1 per . ) LRFIA or
S-180. Grade 40 DensDeck PLT-R-3 or ACE #15 with 20f2 or two plies, Roofmate, Highload 60 or Plazamate LRFIA(BG) or SBS- more BP- SBS-CA1 -67.5
steel Prime ACE 3” BE Insulation Plate SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof CA6 CAG6 or SBS- or SBS-
or ACE 3" WW Insulation Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof CA6 CA6
Plate Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
X ) ) Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional) BP-CA1,
Min. 22ga,, | Min. 0.5-inch Base Ply: One | Elevate ISOGARD CG, UltraMax or Styrofoam Brand BP-CA6 One or BP-CA6,
Type B, DEXcell FA Dekfast #14 with Dekfast 1 per . f ! LRFIA or ’
S-181. Grade 40 Glass Mat PLT-R-3 20f2 or two plies, Roofmate, Highload 60 or Plazamate LRFIA(BG) or SBS- more BP- SBS-CA1l -67.5
steel Roof Board SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof CA6 CAG6 or SBS- or SBS-
Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof CA6 CA6
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22, | Min. 0.5-inch K:ﬁ’ei}c“c’? E::::I”e' Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional) BP-CAL,
i v _ . Base Ply: One | Elevate ISOGARD CG, UltraMax or Styrofoam Brand BP-CA6 One or BP-CA®6,
Type B, SECUROCK Insulation Plate or ACE #15 1 per . . LRFIA or
S-182. Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 20f2 or two plies, Roofmate, Highload 60 or Plazamate LRFIA(BG) or SBS- more BP- SBS-CA1 -67.5
steel Roof Board Plate or ACE 3" WW SBS-TA Coverboard: Min. 0:5—inch DEXcell FA Glass M-at Roof CA6 CAG6 or SBS- or SBS-
Insulation Plate Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof CA6 CA6
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Tremco #14 HD Fastener Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 0.5-inch with Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation, Optional
Min. 22 ga., DensDeck Insulation Plate or Dekfast Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional)
. . Base Ply: One LRFIA or BP-CA6 Oneor BP-CA6
5183, Type B, Prime or DF-#14-PH3 with Dekfast 1 per or two plies Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIA(BG), 6- or SBS- more BP- or SBS- -90.0
Grade 40 SECUROCK PLT-R-3 or ACE #15 with 1.3 ft2 SBS-TA ’ Roofmate, Highload 60 or Plazamate inch o.c ! CAG CAG or SBS- CAG
steel Gypsum-Fiber | ACE 3” BE Insulation Plate Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK o CAG
Roof Board or ACE 3” WW Insulation Gypsum Fiber Roof Board or SECUROCK Cement Roof
Plate Board or min. 7/16-inch DEXcell Cement Roof Board
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
Thermal Barrier Insulation Layer(s Roof Cover (Note 15)
System Deck [ Vapor Barrier yer(s) e Cap Ply MDP
No. (Note 1) Type Fastener (Note 11) EXE (Note 15) Type Base Pl Pl (psf)
YR e (Note 17) P (Notes 6,7,8) v v
Additional Insulation Layer(s): Min. 1-inch, min. 1.35 pcf,
unfaced Cellofoam Type Il EPS Roof Insulation or
unfaced Insulfoam Il EPS, Trisotech G, Trisotech CGF,
. . Tremco #12 DP Fastener or . . . ;
Min. 0.5-inch T #14 HD Fast EnergyGuard Polyiso Insulation, Trisotech, H-Shield, (Optional)
Min. 22 ga., | DensDeck remeo o rastener Base Ply: One | Elevate ISOGARD GL, Multi-Max FA3, Elevate ISOGARD ptiona
. with Tremco 3” Metal X . BP-CA5 One or BP-CA5
type B, Prime or ) 1 per or two plies, CG, UltraMax or Styrofoam Brand Roofmate, Highload LRFIA or
S-184. Insulation Plate or ACE #12 or SBS- more BP- or SBS- -45.0*
Grade 40 SECUROCK or ACE #15 with ACE 3” BE 3.2 ft? BP-CAS5, SBS- 60 or Plazamate LRFIA(BG) CAS CAS or SBS- CAS
steel Gypsum-Fiber Insulation Plate or ACE 3” CA5 or SBS-TA | Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5- CAS
Roof Board WW Insulation Plate inch DensDeck Prime, DEXcell FA Glass Mat Roof Board
or SECUROCK Gypsum-Fiber Roof Board or SECUROCK
Cement Roof Board or min. 7/16-inch DEXcell Cement
Roof Board
Additional Insulation Layer(s): Min. 1-inch, min. 1.35 pcf,
unfaced Cellofoam Type Il EPS Roof Insulation or
unfaced Insulfoam Il EPS, Trisotech G, Trisotech CGF,
Tremco #12 DP Fastener or . . . .
EnergyGuard Polyiso Insulation, Trisotech, H-Shield, .
. . . Tremco #14 HD Fastener . (Optional)
Min. 22 ga., | Min. 0.5-inch . W ) Elevate ISOGARD GL, Multi-Max FA3, Elevate ISOGARD
with Tremco 3” Metal AVC Primer R BP-CA5 One or BP-CA5
type B, SECUROCK ) 1 per CG, UltraMax or Styrofoam Brand Roofmate, Highload LRFIA or
S-185. ) Insulation Plate or ACE #12 followed by or SBS- more BP- or SBS- -45.0*
Grade 40 Gypsum-Fiber . N 3.2 ft2 60 or Plazamate LRFIA(BG)
or ACE #15 with ACE 3” BE AVC . . . CA5 CAS5 or SBS- CA5
steel Roof Board . " Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5-
Insulation Plate or ACE 3 T . CAS
WW Insulation Plate inch DensDeck Prime, DEXcell FA Glass Mat Roof Board
or SECUROCK Gypsum-Fiber Roof Board or SECUROCK
Cement Roof Board or min. 7/16-inch DEXcell Cement
Roof Board
Additional Insulation Layer(s): Min. 1-inch, min. 1.35 pcf,
unfaced Cellofoam Type Il EPS Roof Insulation or
unfaced Insulfoam Il EPS, Trisotech G, Trisotech CGF,
. . Tremco #12 DP Fastener or . . . .
Min. 0.5-inch Tremco #14 HD Fastener AVC Primer or EnergyGuard Polyiso Insulation, Trisotech, H-Shield, (Optional)
Min. 22 ga., | DensDeck . ” \ Elevate ISOGARD GL, Multi-Max FA3, Elevate ISOGARD P
. with Tremco 3” Metal AVC Primer R BP-CA5 Oneor BP-CA5
type B, Prime or . 1 per CG, UltraMax or Styrofoam Brand Roofmate, Highload LRFIA or
S-186. Insulation Plate or ACE #12 (WB) or SBS- more BP- or SBS- -45.0*
Grade 40 SECUROCK R » 3.2 ft2 60 or Plazamate LRFIA(BG)
. or ACE #15 with ACE 3” BE followed by . ) . CAS CAS5 or SBS- CAS
steel Gypsum-Fiber Insulation Plate or ACE 3" AVC Max Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5- CAS
Roof Board WW Insulation Plate inch DensDeck Prime, DEXcell FA Glass Mat Roof Board
or SECUROCK Gypsum-Fiber Roof Board or SECUROCK
Cement Roof Board or min. 7/16-inch DEXcell Cement
Roof Board
AVC Primer
. . . Tr.emco ¥ EI’,',D FasterRy followed by Insulation Layer(s): (Optional) One or more, min. 1-inch (Optional)
Min. 22 ga., | Min. 0.5-inch with Tremco 3” Metal - " .
. AVC or AVC Trisotech G, Trisotech CGF or Trisotech BP-CA5 One or BP-CA5
Type B, SECUROCK Insulation Plate or ACE #15 1 per ; A . . LRFIA or
S-187. 4 X ” . Primer or AVC | Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5- or SBS- more BP- or SBS- -52.5
Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 . o~ . R LRFIA(BG)
” Primer (WB) inch DensDeck Prime or SECUROCK Gypsum Fiber Roof CA5 CAS or SBS- CA5
steel Roof Board Plate or ACE 3" WW
Insulation Plate followed by Board CA5
AVC Max
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
Thermal Barrier Insulation Layer(s Roof Cover (Note 15)
System Deck [ Vapor Barrier yer(s) e Cap Ply MDP
No. (Note 1) Type Fastener (Note 11 ac (Note 15) Type Base PI Pl sf
YR (Note 11) (Note 17) P (Notes 6,7,8) v v (L)
Min. 0.5-inch
DEXcell FA Tr‘etz}:n;o 14 I-;? 'I;elzs:erer Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 22 Glass Mat :NI | tr.em;cl) " eDa Kfast Base Plv: O G, Trisotech CGF, EnergyGuard Polyiso Insulation, (Optional)
In. 22 ga. Roof Board, nsuiation "la ?Or exras ase y: ne Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, BP-CAS5 One or BP-CAS5
Type B, DF-#14-PH3 with Dekfast 1 per or two plies, LRFIA or
S-188. DensDeck . Elevate ISOGARD CG, UltraMax or Styrofoam Brand or SBS- more BP- or SBS- -60.0
Grade 40 . PLT-R-3 or ACE #15 with 1.8 ft2 BP-CAS, SBS- . LRFIA(BG)
steel Prime or ACE 3” BE Insulation Plate CAS or SBS-TA Roofmate, Highload 60 or Plazamate CA5 CAS5 or SBS- CA5
SECUROCK ” . Coverboard: Min. 0.25-inch SECUROCK Gypsum-Fiber CA5
. or ACE 3” WW Insulation
Gypsum-Fiber Plate Roof Board
Roof Board
- : 5, % -
Tremco #14 HD Fastener Insuljatlon Layer(s): One or more ml'n 1-inch Trlsotech
with Tremeco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga Insulation Plat Dekfast Base Plv: O Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional)
288 | Min, 0.5-inch | [ou@non Tate or Bekias ase TV ON€ | Elevate ISOGARD CG, UltraMax or Styrofoam Brand BP-CAS | Oneor BP-CAS
Type B, DF-#14-PH3 with Dekfast 1 per or two plies, y LRFIA or
S-189. DensDeck . Roofmate, Highload 60 or Plazamate or SBS- more BP- or SBS- -67.5
Grade 40 . PLT-R-3 or ACE #15 with 2.0 ft2 BP-CAS5, SBS- X . LRFIA(BG)
Prime ” R Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof CA5 CAS or SBS- CA5
steel ACE 3” BE Insulation Plate CA50rSBS-TA | — ; )
or ACE 3” WW Insulation Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof CA5
Plate Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
. . ) ) Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional)
Min. 22 ga., | Min. 0.5-inch _ Base Ply: One | 0\ te ISOGARD CG, UltraMax or Styrofoam Brand BP-CA5 | Oneor BP-CAS
Type B, DEXcell FA Dekfast #14 with Dekfast 1 per or two plies, R LRFIA or
S-190. Grade 40 Glass Mat PLT-R-3 2002 BP-CAS, SBS- Roofmate, Highload 60 or Plazamate LRFIA(BG) or SBS- more BP- or SBS- -67.5
steel Roof Board ' CAS or ,SBS—TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof CAS CAS5 or SBS- CAS
Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof CA5
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
) . . Tremco #14 HD Fastener Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional)
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal Base Ply: One
. . Elevate ISOGARD CG, UltraMax or Styrofoam Brand BP-CA5 One or BP-CA5
Type B, SECUROCK Insulation Plate or ACE #15 1 per or two plies, A LRFIA or
S-191. ) ) ” i Roofmate, Highload 60 or Plazamate or SBS- more BP- or SBS- -67.5
Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 BP-CAS5, SBS- . ; LRFIA(BG)
steel Roof Board Plate or ACE 3" WW CAS or SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof CA5 CAS or SBS- CA5
Insulation Plate Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof CA5
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
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SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BAR

TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

IER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER

Thermal Barrier Insulation Layer(s Roof Cover (Note 15)
System Deck [ Vapor Barrier yer(s) e Cap Ply MDP
No. (Note 1) Type Fastener (Note 11 ac (Note 15) Type Base PI Pl sf
YR (Note 11) (Note 17) P (Notes 6,7,8) v v lL)
Tremco #14 HD Fastener
Min. 0.5-inch with Tremco 3” Metal Insulation Layer(s): One or more, min. 1-inch Trisotech (Optional)
Min. 22 ga., DensDeck Insulation Plate or Dekfast Base Ply: One G, Trisotech CGF, EnergyGuard Polyiso Insulation, LREIA or BP-CAS OnZ or BP-CAS
5192 Type B, Prime or DF-#14-PH3 with Dekfast 1 per or two plies, Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LRFIA(BG), 6 SBS BP SBS 835
e Grade 40 SECUROCK PLT-R-3 or ACE #15 with 1.3ft2 | BP-CAS5,SBS- | Elevate ISOGARD CG, UltraMax or Styrofoam Brand w 21\5 ?:srir <as 21\5 :
steel Gypsum-Fiber | ACE 3” BE Insulation Plate CA5 or SBS-TA | Roofmate, Highload 60 or Plazamate inch o.c. CAS
Roof Board or ACE 3” WW Insulation Coverboard: Min. 0.5-inch DensDeck, DensDeck Prime
Plate
Tremco #14 HD Fastener Insulation Layer(s): One or more, min. 1-inch Trisotech
with Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation, (Optional)
Min. 22 ga., | Min. 0.5-inch Insulation Plate or Dekfast Base Ply: One | Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LRFIA or BP-CAS Onfa or BP-CAS
5193 Type B, SECUROCK DF-#14-PH3 with Dekfast 1 per or two plies, Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIA(BG), 6 or SBS more BP or SBS 90.0
. Grade 40 Gypsum-Fiber | PLT-R-3 or ACE #15 with 1.3 ft2 BP-CAS5, SBS- Roofmate, Highload 60 or Plazamate inch o.c ! CAS CAS or SBS- CAS ’
steel Roof Board ACE 3” BE Insulation Plate CA5 or SBS-TA | Coverboard: Min. 0.5-inch SECUROCK Gypsum Fiber o CAS
or ACE 3” WW Insulation Roof Board or SECUROCK Cement Roof Board or min.
Plate 7/16-inch DEXcell Cement Roof Board
HOT-ASPHALT-APPLIED BASE PLY:
Tremco #15 EHD Fastener AVEC Primer . . _ : BP-CAL,
. . . ’ ” followed by Insulation Layer(s): (Optional) One or more, min. 1-inch (Optional)
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal N N . BP-AA,
. AVC or AVC Trisotech G, Trisotech CGF or Trisotech One or
Type B, SECUROCK Insulation Plate or ACE #15 1 per i . . . LRFIA or BP-AA, SBS-CA1,
S-194. ) . ” X Primer or AVC | Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5- more BP- -52.5
Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 . . ; 8 LRFIA(BG) SBS-AA SBS-AA
" Primer (WB) inch DensDeck Prime or SECUROCK Gypsum Fiber Roof AA, SBS-AA
steel Roof Board Plate or ACE 3" WW or APP-
Insulation Plate followed by Board or APP-TA TA
AVC Max
- : min, 14 -
Tremco #14 HD Fastener Insul.atlon Layer(s): One or more ml.n 1-inch Tnsotech
with Tremeco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation, BP-CA1
. . Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional) ’
Min. 22 ga., ) ) Insulation Plate or Dekfast BP-AA,
Min. 0.5-inch X Base Ply: One Elevate ISOGARD CG, UltraMax or Styrofoam Brand One or
Type B, DF-#14-PH3 with Dekfast 1 per : ) LRFIA or BP-AA, SBS-CA1,
S-195. Grade 40 DensDeck PLT-R-3 or ACE #15 with 20f2 or two plies, Roofmate, Highload 60 or Plazamate LRFIA(BG) SBS-AA more BP- SBS-AA -67.5
Prime ” K ’ SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof AA, SBS-AA
steel ACE 3” BE Insulation Plate - ; ) or APP-
or ACE 3” WW Insulation Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof or APP-TA TA
Plate Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation, BP-CAL
. . . Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional) !
Min. 22 ga., | Min. 0.5-inch Base Ply: O Elevate ISOGARD CG, UltraMax or Styrofoam Brand One or BP-AA,
Type B, DEXcell FA Dekfast #14 with Dekfast 1 per y.. ne R ! LRFIA or BP-AA, SBS-CA1,
S-196. Grade 40 Glass Mat PLT-R-3 202 or two plies, Roofmate, Highload 60 or Plazamate LRFIA(BG) SBS-AA more BP- SBS-AA -67.5
steel Roof Board ’ SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof AA, SBS-AA or APP-
Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof or APP-TA TA
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
Thermal Barrier Insulation Layer(s Roof Cover (Note 15)
System Deck [ Vapor Barrier yer(s) e Cap Ply MDP
No. Note 1 Type Fastener (Note 11) EXE Note 15 Type Base Pl Pl (psf)
(Note ) YR e (Note 17) {Note 15] P (Notes 6,7,8) v v
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
. . . Tr‘emco #14 H? Fastener Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional) BP-CAL
Min. 22 ga., | Min. 0.5-inch with Tremco 3" Metal Base Ply: O Elevate ISOGARD CG, UltraMax or Styrofoam Brand One or BP-AA,
197 Type B, SECUROCK Insulation Plate or ACE #15 | 1 per of:‘;o yl.iesne Roofmate. Hiehioad 60 or Plazamatey LRFIA or BP-AA, o . SBS-CAL | .
: Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft? pres, » T . . LRFIA(BG) SBS-AA SBS-AA ’
steel Roof Board Plate or ACE 3" WW SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof AA, SBS-AA or APP-
Insulation Plate Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof or APP-TA A
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Tremco #14 HD Fastener Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 0.5-inch with Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation, (Optional) BP-CA1,
Min. 22 ga., DensDeck Insulation Plate or Dekfast B Plv: O Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LREIA or Onia or BP-AA,
5198 Type B, Prime or DF-#14-PH3 with Dekfast 1 per Ofi‘io ylliesne Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIA(BG), 6- BP-AA, more BP- SBS-CA1, 90.0
: Grade 40 SECUROCK PLT-R-3 or ACE #15 with 1.3 ft2 SBS-TAp ! Roofmate, Highload 60 or Plazamate inch o.c ’ SBS-AA AA SBS-AA SBS-AA ’
steel Gypsum-Fiber | ACE 3” BE Insulation Plate Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK o or IAPP—TA or APP-
Roof Board or ACE 3” WW Insulation Gypsum Fiber Roof Board or SECUROCK Cement Roof TA
Plate Board or min. 7/16-inch DEXcell Cement Roof Board
Tremco #15 EHD Fastener QI/I(;:IZ??
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal AVC or Avg Insulation Layer(s): (Optional) One or more, min. 1-inch (Optional)
5199 Type B, SECUROCK Insulation Plate or ACE #15 1 per Primer or AVC Trisotech G, Trisotech CGF or Trisotech LRFIA or SBS-AA One or SBS-TA 525
: Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 Primer (WB) Coverboard: Min. 0.5-inch DensDeck Prime or LRFIA(BG) more SBS- ’
steel Roof Board Plate or ACE 3" WW followed by SECUROCK Gypsum Fiber Roof Board AA, SBS-TA
Insulation Plate AVC Max
- ; in. 14 -
Tremco #14 HD Fastener Insuljatlon Layer(s): One or more, ml.n 1-inch Trlsotech
ith Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 :"r’l' | t,en CPCI’ " reDa Kfast Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, (Optional)
IN- 22823 | Min. 0.5-inch suation Plate or Dekias Base Ply: One | Elevate ISOGARD CG, UltraMax or Styrofoam Brand ptiona
Type B, DF-#14-PH3 with Dekfast 1 per : ) LRFIA or One or
S-200. DensDeck . or two plies, Roofmate, Highload 60 or Plazamate SBS-AA SBS-TA -67.5
Grade 40 I PLT-R-3 or ACE #15 with 2.0 ft2 . . LRFIA(BG) more SBS-
Prime ” . SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof
steel ACE 3” BE Insulation Plate ; . AA, SBS-TA
or ACE 3" WW Insulation Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof
Plate Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3
Min. 22 ga., | Min. 0.5-inch ! ! ! ! (Optional)
: Elevate ISOGARD CG, UltraMax or Styrofoam Brand
Type B, DEXcell FA Dekfast #14 with Dekfast 1per | BasePly:One v ) X or Sty LRFIA or One or
S-201. or two plies, Roofmate, Highload 60 or Plazamate SBS-AA SBS-TA -67.5
Grade 40 Glass Mat PLT-R-3 2.0 ft2 . . LRFIA(BG) more SBS-
steel Roof Board SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof AA SBS-TA
Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof !
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
Thermal Barrier Insulation Layer(s Roof Cover (Note 15)
System Deck [ Vapor Barrier yer(s) e Cap Ply MDP
No. (Note 1) Type Fastener (Note 11 ac (Note 15) Type Base PI Pl sf
YR (Note 11) (Note 17) P (Notes 6,7,8) v v lL)
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
. . . Tr‘emco 14 H? Fastener Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, .
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal (Optional)
. Base Ply: One Elevate ISOGARD CG, UltraMax or Styrofoam Brand
Type B, SECUROCK Insulation Plate or ACE #15 1 per . ) LRFIA or One or
S-202. ) ) ” X or two plies, Roofmate, Highload 60 or Plazamate SBS-AA SBS-TA -67.5
Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft? . . LRFIA(BG) more SBS-
steel Roof Board Plate or ACE 3" WW SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof AA SBS-TA
Insulation Plate Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof !
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Tremco #14 HD Fastener Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 0.5-inch with Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga., DensDeck Insulation Plate or Dekfast B Plv: O Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LREIA or (Optional)
5203 Type B, Prime or DF-#14-PH3 with Dekfast 1 per Ofi‘io ylliesne Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIA(BG), 6- SBS-AA One or SBS-TA -90.0
: Grade 40 SECUROCK PLT-R-3 or ACE #15 with 1.3 ft2 SBS-TAp ! Roofmate, Highload 60 or Plazamate inch o.c ! more SBS- !
steel Gypsum-Fiber | ACE 3” BE Insulation Plate Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK o AA, SBS-TA
Roof Board or ACE 3” WW Insulation Gypsum Fiber Roof Board or SECUROCK Cement Roof
Plate Board or min. 7/16-inch DEXcell Cement Roof Board
SEBS-APPLIED BASE PLY:
Tremco #15 EHD Fastener AVC Primer . , o
. . . . ” followed by Insulation Layer(s): (Optional) One or more, min. 1-inch
Min. 22 ga., | Min. 0.5-inch with Tremco 3” Metal - - . .
. AVC or AVC Trisotech G, Trisotech CGF or Trisotech (Optional)
Type B, SECUROCK Insulation Plate or ACE #15 1 per . . ) . LRFIA or BP-SEBS,
S-204. . . ” R Primer or AVC | Coverboard: Min. 0.125-inch TremBoard AC or min. 0.5- BP-SEBS, SBS-SEBS -52.5
Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 . T . . LRFIA(BG) SBS-SEBS
” Primer (WB) inch DensDeck Prime or SECUROCK Gypsum Fiber Roof SBS-SEBS
steel Roof Board Plate or ACE 3" WW
Insulation Plate followed by coRe
AVC Max
Tremco #14 HD Fastener Aqdltlonal Insuilatlon Layer(s): (Optional) Mm.‘ 1-inch
ithT 3" Metal Trisotech G, Trisotech CGF, EnergyGuard Polyiso
Min. 22 ga :l;:lsulatriir:;cl)ate oreDZkfast 5 PIv: O Insulation, Trisotech, H-Shield, Elevate ISOGARD GL,
Tvon g 83| Min. 0.5-inch P14 PH3 with Dekfact Loer Of‘:“fw yl‘ies"e Multi-Max FA3, Elevate ISOGARD CG or UltraMax gp.segs | (Optional)
$-205. ype B, DensDeck . P ples, Coverboard: Min. 0.125-inch TremBoard AC, min. 0.5- Hot asphalt " | BP-SEBS, SBS-SEBS | -60.0
Grade 40 . PLT-R-3 or ACE #15 with 2.0 ft2 SBS-AA or TP ; : . SBS-SEBS
Prime ” R inch Structodek HD with Primed Red Coating, DensDeck SBS-SEBS
steel ACE 3” BE Insulation Plate SBS-TA X
or ACE 3” WW Insulation Prime, DEXcell FA Glass Mat Roof Board, SECUROCK
Plate Gypsum-Fiber Roof Board or SECUROCK Cement Roof
Board or min. 7/16-inch DEXcell Cement Roof Board
Tremé@¥14 HD Fabtener Insul.ation Layer(s): One or more, mi.n. 1-inch Trisotech
ith Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ¢ :’:’]'S A W i Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3,
N 2283 | Min. 0.5-inch o . Base Ply: One Elevate ISOGARD CG, UltraMax or Styrofoam Brand (Optional)
Type B, DF-#14-PH3 with Dekfast 1 per . . LRFIA or BP-SEBS,
S-206. Grade 40 DensDeck PLT-R-3 or ACE #15 with 20f2 or two plies, Roofmate, Highload 60 or Plazamate LRFIA(BG) SBS-SEBS BP-SEBS, SBS-SEBS -67.5
Prime p . ’ SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof SBS-SEBS
steel ACE 3” BE Insulation Plate X X
or ACE 3 WW Insulation Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof
Plate Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BAR

NEmoO | etc.e

IER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER

Thermal Barrier Insulation Layer(s Roof Cover (Note 15)
System Deck [ Vapor Barrier yer(s) e Cap Ply MDP
No. (Note 1) Type Fastener (Note 11 ac (Note 15) Type Base PI Pl sf
YR (Note 11) (Note 17) P (Notes 6,7,8) v v lL)
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga Min. 0.5-inch Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3,
: N e : Elevate ISOGARD CG, UltraM Styrofoam Brand i
Type B, DEXcell FA Dekfast #14 with Dekfast 1 per Base PIy: One evate . ravlax or Styrotegl ' LRFIA or BP-SEBS, (Optional)
S-207. Grade 40 Glass Mat PLT-R-3 20f2 or two plies, Roofmate, Highload 60 or Plazamate LRFIA(BG) SBS-SEBS BP-SEBS, SBS-SEBS -67.5
steel Roof Board ’ SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof SBS-SEBS
Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
_ o Tremco #14 HD Fastener Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3,
Min. 22 ga., | Min. 0.5-inch with Tremco 3" Metal Base Ply: Of Elevate ISOGARD CG, UltraMax or Styrofoam Brand (Optional)
Type B, SECUROCK Insulation Plate or ACE #15 | 1 per ase Fly: One . X LRFIA or BP-SEBS, P
S-208. X X ” ) or two plies, Roofmate, Highload 60 or Plazamate BP-SEBS, SBS-SEBS -67.5
Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 Y . LRFIA(BG) SBS-SEBS
steel Roof Board Plate or ACE 3" WW SBS-TA Coverboard: Min. 0.5-inch DEXcell FA Glass Mat Roof SBS-SEBS
Insulation Plate Board, DensDeck Prime, SECUROCK Gypsum Fiber Roof
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Tremco #14 HD Fastener Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 0.5-inch with Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga., DensDeck Insulation Plate or Dekfast B PIv: O Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LRFIA or (Optional)
5209 Type B, Prime or DF-#14-PH3 with Dekfast 1 per Orafvevo yl'ies"e Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIAGG), 6. | BPSEBS BP’_’SEBS sms.sess | 90,0
: Grade 40 SECUROCK PLT-R-3 or ACE #15 with 1.3 ft2 SBS—TAp < Roofmate, Highload 60 or Plazamate inch o.c ! SBS-SEBS SBs SEB,S ’
steel Gypsum-Fiber | ACE 3” BE Insulation Plate Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK o
Roof Board or ACE 3” WW Insulation Gypsum Fiber Roof Board or SECUROCK Cement Roof
Plate Board or min. 7/16-inch DEXcell Cement Roof Board
TORCH-APPLIED BASE PLY:
Tremco #15 EHD Fastener ?;{E);Zg\zr
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal AVC or Avg Insulation Layer(s): (Optional) One or more, min. 1-inch
5210 Type B, SECUROCK Insulation Plate or ACE #15 1 per Primer or AVC Trisotech G, Trisotech CGF or Trisotech LRFIA or SBS-TA (Optional) SBS-TA 525
: Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 . Coverboard: Min. 0.5-inch DensDeck Prime or LRFIA(BG) SBS-TA ’
” Primer (WB) p—— X
steel Roof Board Plate or ACE 3" WW SECUROCK Gypsum Fiber Roof Board
Insulation Plate followed by
AVC Max
Min. 0.5-inch
DEXcell FA Tr.emco #14 H? Fasggner Insulation Layer(s): One or more, min. 1-inch Trisotech
with Tremco 3” Metal - . .
Min. 22 aa Glass Mat Insulation Plate or Dekfast G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Y i é B 83 | Roof Board, DF-u#14I—PH3 Moclfast 1 per Base Ply: One Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LRFIA or (Optional)
$-211. ype & DensDeck N R P ortwoplies, | Elevate ISOGARD CG, UltraMax or Styrofoam Brand SBS-TA Pt SBS-TA -60.0
Grade 40 . PLT-R-3 or ACE #15 with 1.8 ft2 A LRFIA(BG) SBS-TA
steel Prime or ACE 3” BE Insulation Plate SBS-TA Roofmate, Highload 60 or Plazamate
SECUROCK b, . Coverboard: Min. 0.25-inch SECUROCK Gypsum-Fiber
. or ACE 3” WW Insulation —
Gypsum-Fiber Roof Board
Plate
Roof Board
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
system B, Thermal Barrier p— Vapor Barrier Insulation Layer(s) — Roof Cover (Note 15) — MDP
No. (Note 1) Type Fastener (Note 11) Note 17 (Note 15) Type Notes 6.7 8 Base Ply Ply (psf)
Insulation Layer(s): One or more, min. 1-inch Trisotech
Lrii:_??ef:foie 'I;Tzizrer G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga. Insulation Plate or Dekfast Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3,
| Min. 0.5-inch . Base Ply: One Elevate ISOGARD CG, UltraMax or Styrofoam Brand )
S-212. Type B, DensDeck DF-#14-PH3 with Dekfast 1 per or two plies, Roofmate, Highload 60 or Plazamate e SBS-TA (Optional) SBS-TA -67.5
Grade 40 . PLT-R-3 or ACE #15 with 2.0 ft2 . . X LRFIA(BG) SBS-TA
Prime ” . SBS-TA Coverboard: Min. 0.5-inch DensDeck Prime, DEXCell FA
steel ACE 3” BE Insulation Plate POV :
or ACE 3" WW Insulation Glass Mat Roof Board, SECUROCK Gypsum-FH:?er Roof
Plate Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga Min. 0.5-inch Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3,
Type B, DEXcell FA Dekfast #14 with Dekfast 1 per Base Plyi One Elevate ISOG.ARD CG, UltraMax or Styrofoam Brand LRFIA or (Optional)
S-213. Grade 40 Glass Mat PLT-R-3 20f2 or two plies, Roofmate, Highload 60 or Plazamate LRFIA(BG) SBS-TA SBS-TA SBS-TA -67.5
steel Roof Board SBS-TA Coverboard: Min. 0.5-inch DensDeck Prime, DEXCell FA
Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
) ) . Tremco #14 HD Fastener Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3,
Min. 22 ga., | Min.0.5-inch | with Tremco 3" Metal : levate ISOGARD CG, UltraMax or Styrofoam Brand
Type B, SECUROCK Insulation Plate or ACE #15 | 1per | 52¢Ply:One | Eleva : ' LRFIA or (Optional)
S-214. X X " A or two plies, Roofmate, Highload 60 or Plazamate SBS-TA SBS-TA -67.5
Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 . . . LRFIA(BG) SBS-TA
steel Roof Board Plate or ACE 3" WW SBS-TA Coverboard: Min. 0.5-inch DensDeck Prlme,‘DEXCeII FA
Insulation Plate Glass Mat Roof Board, SECUROCK Gypsum-Fiber Roof
Board or SECUROCK Cement Roof Board or min. 7/16-
inch DEXcell Cement Roof Board
Tremco #14 HD Fastener Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 0.5-inch with Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga., DensDeck Insulation Plate or Dekfast Base Ply: One Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LREIA or
$215 Type B, Prime or DF-#14-PH3 with Dekfast 1 per or two pl.ies Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIA(BG), 6- SBS-TA (Optional) SBS-TA -90.0
: Grade 40 SECUROCK PLT-R-3 or ACE #15 with 1.3 ft2 SBS-TA ’ Roofmate, Highload 60 or Plazamate inch o.c ! SBS-TA ’
steel Gypsum-Fiber | ACE 3” BE Insulation Plate Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK o
Roof Board or ACE 3” WW Insulation Gypsum Fiber Roof Board or SECUROCK Cement Roof
Plate Board or min. 7/16-inch DEXcell Cement Roof Board
Tremco #15 EHD Fastener fA\fIC Prlgmsr
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal Aci/(c:)vngvg Insulation Layer(s): (Optional) One or more, min. 1-inch
5216 Type B, SECUROCK Insulation Plate or ACE #15 1 per Primer or AVC Trisotech G, Trisotech CGF or Trisotech LRFIA or APP-TA (Optional) APP-TA 525
: Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft2 Primer (WB) Coverboard: Min. 0.5-inch DensDeck Prime or LRFIA(BG) APP-TA '
steel Roof Board Plate or ACE 3" WW followed by SECUROCK Gypsum Fiber Roof Board
Insulation Plate
AVC Max
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TABLE 2p: STEEL DECKS - NEW CONSTRUCTION, REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-2: MECHANICALLY ATTACHED THERMAL BARRIER, BONDED VAPOR BARRIER, BONDED TOP INSULATION, BONDED ROOF COVER
system B, Thermal Barrier p— Vapor Barrier Insulation Layer(s) — Roof Cover (Note 15) — MDP
No. (Note 1) Type Fastener (Note 11) Note 17 (Note 15) Type Notes 6.7 8 Base Ply Ply (psf)
Tremco #14 HD Fastener Insulation Layer(s): One or more, min. 1-inch Trisotech
with Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga., . . Insulation Plate or Dekfast Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3,
Min. 0.5-inch . Base Ply: One .
$217. Type B, Densbeck DF-#14-PH3 with Dekfast 1 per or two plies, Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIA or APP-TA (Optional) APP-TA €75
Grade 40 Prime PLT-R-3 or ACE #15 with 2.0 ft2 SBS-TA Roofmate, Highload 60 or Plazamate LRFIA(BG) APP-TA
steel ACE 3” BE Insulation Plate Coverboard: Min. 0.5-inch DensDeck Prime, DEXCell FA
or ACE 3” WW Insulation Glass Mat Roof Board or SECUROCK Cement Roof Board
Plate or min. 7/16-inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga., Min. 0.5-inch ) Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3,
5218 Type B, DEXcell FA Dekfast #14 with Dekfast 1 per gfizrz;ine Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIA or APP-TA (Optional) APP-TA 675
: Grade 40 Glass Mat PLT-R-3 2.0 ft2 SBS-TA ! Roofmate, Highload 60 or Plazamate LRFIA(BG) APP-TA ’
steel Roof Board Coverboard: Min. 0.5-inch DensDeck Prime, DEXCell FA
Glass Mat Roof Board or SECUROCK Cement Roof Board
or min. 7/16-inch DEXcell Cement Roof Board
Insulation Layer(s): One or more, min. 1-inch Trisotech
Tremco #14 HD Fastener G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga., Min. 0.5-inch with Tremco 3” Metal Base Ply: One Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3,
5219 Type B, SECUROCK Insulation Plate or ACE #15 1 per oF two pl.ies Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIA or APP-TA (Optional) APP-TA 675
: Grade 40 Gypsum-Fiber | with ACE 3” BE Insulation 2.0 ft? SBS-TA ! Roofmate, Highload 60 or Plazamate LRFIA(BG) APP-TA ’
steel Roof Board Plate or ACE 3" WW Coverboard: Min. 0.5-inch DensDeck Prime, DEXCell FA
Insulation Plate Glass Mat Roof Board or SECUROCK Cement Roof Board
or min. 7/16-inch DEXcell Cement Roof Board
Tremco #14 HD Fastener Insulation Layer(s): One or more, min. 1-inch Trisotech
Min. 0.5-inch with Tremco 3” Metal G, Trisotech CGF, EnergyGuard Polyiso Insulation,
Min. 22 ga., DensDeck Insulation Plate or Dekfast Base Ply: One Trisotech, H-Shield, Elevate ISOGARD GL, Multi-Max FA3, LRFIA or
5220 Type B, Prime or DF-#14-PH3 with Dekfast 1 per -~ leies Elevate ISOGARD CG, UltraMax or Styrofoam Brand LRFIA(BG), 6- APP-TA (Optional) APP-TA 90.0
. Grade 40 SECUROCK PLT-R-3 or ACE #15 with 1.3 ft2 SBS-TA ’ Roofmate, Highload 60 or Plazamate inch o.c ! APP-TA !
steel Gypsum-Fiber | ACE 3” BE Insulation Plate Coverboard: Min. 0.5-inch DensDeck Prime, SECUROCK o
Roof Board or ACE 3” WW Insulation Gypsum Fiber Roof Board or SECUROCK Cement Roof
Plate Board or min. 7/16-inch DEXcell Cement Roof Board
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NEmoO | etc.e
TABLE 2e: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply l Ply | Cap Ply (psf)
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Min. 0.5-inch
DensDeck Prime
Min. 22 ga., type B, Grade One or more layers, any ! (Optional) One or
SECUROCK G - BP-CA1 or SBS- BP-CA1 or SBS-
S-221. 40 steel or min. 2,500 psi combination, min. 1.5-inch X ypsum Note 2 1 per 2.0 ft? Y 4 more BP-CA1 or or -37.5*
. . Fiber Roof Board or E— CAl CAl
structural concrete total thickness, loose laid . SBS-CA1l
Structodek HD with
Primed Red Coating
Min. 0.5-inch
Min. 22 ga., type B, Grade One or more layers, any . (Optional) One or
) . L . . DensDeck P , BP-CA1 BS- BP-CAl BS-
S-222. 40 steel or min. 2,500 psi combination, min. 1.5-inch ensbeck Frime Note 2 1 per 1.8 ft? CAL or 5BS more BP-CA1 or CAL or 5BS -37.5
. . SECUROCK Gypsum- - CAl CAl
structural concrete total thickness, loose laid . SBS-CA1
Fiber Roof Board
Note 2 1 per 1.3 ft2
Min. 0.5-inch |
. DensDeck Prime, .
Min. 22 ga., type B, Grad-e One qr mf)re Iay.ers, any SECUROCK Gypsum- |, BP-CA1 or SBS- (Optional) One or BP-CA1 or SBS-
S-223. 40 steel or min. 2,500 psi combination, min. 1.5-inch | = more BP-CA1 or -45.0
. . Fiber Roof Board or - 5 CAl CAl
structural concrete total thickness, loose laid . . N SBS-CA1
Structodek HD with £ '
Primed Red Coating = :
Ed e
Min. 1-inch Roxul 12-inch o.c.
| T #15 EHD F ith i |
Min. 22 ga., type B, Grade | ON'¢ OF morelayers, any MonoBoard Plus or remco #15 astener wit through bars | BP-CALorsps- | (OPtonallOneor | pp 1) o sps.
S-224. 10 steel combination, min. 1.5-inch Min. 2-inch TopRock Trufast Coiled Batten Bar-Deep spaced 18- CA1 more BP-CA1 or CAL -52.5
total thickness, loose laid ’ P Well (BB-20R-3-DW) p SBS-CA1
DD Plus inch o.c.
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
. (Optional) One or
Min. 22 ga., type B, Grade | One or morefayers, any | yin g 55.inch Rote 2 or , | BP-cAGorses- | more Bp-cat, gp- | BPCAL BP .
S-225. 40 steel or min. 2,500 psi combination, min. 1.5-inch . Dekfast DF-#12-PH3 (steel only) or DF- 1 per 4.0 ft CA®6, SBS-CA1 -30.0
. . DensDeck Prime . CA6 CA6, SBS-CA1 or
structural concrete total thickness, loose laid #14-PH3 with Dekfast PLT-R-3 SBS.CAG or SBS-CA6
ACE #12 or ACE #15 with ACE 3” BE
Insulation Plate or ACE 3” WW .
Min. 22 ga., type B, Grade One or more layers, any Min. 0.25-inch '(”tsm"l"t'f’:‘ )P|ateDfFD:1klfla;L2F-§t1h2-PH3 BP-CA6 or SBS- fgrt;o;;_lgjglnegc;r. BP-CA1, BP-
$-226. | 40steel ormin. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- | & STV & 250 - 7 U lperd0ft | o CAG.SBS.CATor | A6/ SBS-CAL -30.0*
structural concrete total thickness, loose laid Fiber Roof Board Fastener (steel ;my) or Tremco #1410 SBS-’CA6 or SBS-CA6
Fastener with Tremco Disc 3 in. Steel
Stress Plate

PEER-TRM-006.A.R22 for FL20325-R22 (NON-HVHZ)

P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC
Tremco Modified Bitumen Roof Systems; (800) 562-2728
TOP OF APPENDIX

© NEMO ETC, LLC

Certificate of Authorization #32455 Revision 22: 08/12/2026

Appendix 1, Page 84 of 158



TABLE 2e: STEEL or STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
. Min. 0.5-inch (Optional) One or
Min. 22 ga., type B, Grade One or more layers, any . BP-CA1, BP-
S-227. 33 steel or min. 2,500 psi combination, min. 1.5-inch DensDeck Prime or Note 2 1 per 1.6 ft? L Wk g more BP-CAL, BP- CA6, SBS-CA1 -60.0
structural concrete total thickness, loose laid SECUROCK Gypsum- = 4 CAG, SBS-CAL or or SBS-CA6
! Fiber Roof Board SBS-CA6
Min. 22 ga., type B, Grade One or more layers, any mg]r;;l;g;hd?zslor Tremco #15 EHD Fastener with tii;ﬂc: E;'S BP-CAG or SBS- (Optional) One or | BP-CA1, BP-
S-228. 40 steel or min. 2,500 psi combination, min. 1.5-inch Min. 2-inch TopRock Trufast Coiled Batten Bar-Deep s acgd 18- CAG more BP-CA1 or CA6, SBS-CA1 -60.0
structural concrete total thickness, loose laid ’ P Well (BB-20R-3-DW) p SBS-CA1 or SBS-CA6
DD Plus inch o.c.
Min. 22 ga., type B, Grade One or more layers, any mg]r;oll;»:::]dﬁzglor Tremco #15 EHD Fastener with t:‘f;::c: E;r.s BP-CAG or SBS- (Optional) One or | BP-CA1, BP-
S-229. 40 steel or min. 2,500 psi combination, min. 1.5-inch Min. 2-inch TopRock Trufast Coiled Batten Bar-Deep s aczd 18- CAG more BP-CA6 or CA6, SBS-CA1 -67.5
structural concrete total thickness, loose laid ’ P Well (BB-20R-3-DW) p SBS-CA6 or SBS-CA6
DD Plus inch o.c.
ACE #15 with ACE 3” BE Insulation
Plate or ACE 3” WW Insulation Plate,
. One or more layers, any . . Dekfast DF-#15-PH3 with Dekfast PLT- (Optional) One or | BP-CA1, BP-
5-230. gﬂo”;tjé ga, type B, Grade |\ ination, min. 1.5-inch TMr;”mg:::j 'Eéh R-3, Tremco #1510 XHD Fastener with | 1 per 2.0 ft2 EZ 6CA6 OrSBS- | ore BP-CAGor | CA6, SBS-CA1 67.5
total thickness, loose laid Tremco Disc Ribbed 3 in. Steel Stress SBS-CA6 or SBS-CA6
Plate or Tremco #15 EHD with Tremco
3” Metal Insulation Plate
ACE #15 with ACE 3” BE Insulation
I Plate or ACE 3” WW Insulation Plate, : | BP-CA1. BP-
Min. 22 ga., type B, Grade One o.r mgre ay.ers, any Min. 0.5-inch Tremco #1510 XHD Fastener with BP-CA6 or SBS- (Optional) One or CAL
S-231. combination, min. 1.5-inch . L - 1 per 2.0 ft2 more BP-CA6 or CA6, SBS-CA1 -75.0
80 steel . X DensDeck Prime Tremco Disc Ribbed 3 in. Steel Stress CA6
total thickness, loose laid Plate or Tremco #15 EHD with Tremco SBS-CA6 or SBS-CA6
3” Metal Insulation Plate
) One or more layers, any Min. 0.5-inch ACE #15 with ACE 3” BE Insulation (Optional) One or | BP-CA1, BP-
Min. 22 ga. B 4 i BP-CA BS-
$-232. in.22 ga, type B, Grade | i ation, min. 1.5-inch | SECUROCK Gypsum- | F2te OF ACE 3" WW Insulation Plate, 1per 2.0 fe2 CABOrSBS- | @ ore BP-CAGor | CA6, SBS-CA1 -75.0
80 steel X N N Tremco #15 EHD with Tremco 3 CA6
total thickness, loose laid Fiber Roof Board Metal Insulation Plate SBS-CA6 or SBS-CA6
. Min. 0.5-inch .
Min. 22 ga., type B Grad}e One O.r m?re Iay.ers, an}/ DensDeck Prime or Tremco #14 HD Fastener with Tremco N BP-CAG6 or SBS- (Optional) One or | BP-CAL, BP-
S-233. 33 steel or min. 2,500 psi combination, min. 1.5-inch ” . 1 per 1.3 ft more BP-CA6 or CA6, SBS-CA1 -97.5
) . SECUROCK Gypsum- 3” Metal Insulation Plate CA6
structural concrete total thickness, loose laid < SBS-CA6 or SBS-CA6
Fiber Roof Board
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Min. 22 ga., type B, Grade One or more layers, any . . Note 2 or (Optional) One or
.0.25- — BP- BS- BP- BS-
5-234. | 40 steel ormin. 2,500 psi | combination, min. 1.5-inch | M- 0-257inch Dekfast DF-#12-PH3 (steel only) or DF- | 1 per 4.0 ft? P-CASOrSBS- | ore BP-CAS or P-CASOrSBS- | 30 0

structural concrete

total thickness, loose laid

DensDeck Prime

#14-PH3 with Dekfast PLT-R-3

CA5

SBS-CA5

CAS
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TABLE 2e: STEEL or STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
ACE #12 or ACE #15 with ACE 3” BE
Insulation Plate or ACE 3" WW
f f f Insulation Plate, Dekfast DF-#12-PH3 .
Min. 22 ga., type B, Grad.e One qr mf)re Iay.ers, an}l Min. 0.25-inch (steel only) or DF-#14.PH3 with ) BP-CAS or SBS- (Optional) One or BP-CAS or SBS- .
S-235. 40 steel or min. 2,500 psi combination, min. 1.5-inch | SECUROCK Gypsum- 1 per4.0ft more BP-CAS or -30.0
‘ . . Dekfast PLT-R-3, Tremco #1211 CA5 CA5
structural concrete total thickness, loose laid Fiber Roof Board Fastener (steel only) or Tremco #1410 SBS-CAS
Fastener with Tremco Disc 3 in. Steel
Stress Plate
R R (Optional)
Min. 0.25-inch POWERply POWERply POWERDy
DenDeck, DensDeck Endure 100, Endure 100, 200 Endure 100
Min. 22 ga., type B, Grade One or more layers, any Prime, DEXcell FA 1 per 2.0 ft? 200, 300 or 320 300 or 320 ! ’ 200, 300 orl320
S-236. 40 steel or min. 2,500 psi combination, min. 1.5-inch | Glass Mat Roof Board Note 2 (min. #14 fasteners only) (16 per 4x8 ft | Smooth in . ! -52.5
) . I Smooth in FR in POWERply
structural concrete total thickness, loose laid or SECUROCK board) POWERply
. POWERply Endure BIO
Gypsum-Fiber Roof Endure BIO N
Board Adhesive TE Endure BIO Adhesive TF
Adhesive TF
(Optional)
POWERply POWERply POWERply
Endure 100, Endure 100, 200, | Endure 100
Min. 22 ga., type B, Grade | One or more layers, any Min. 0.5-inch 1per2.0ft> | 200,300 or 320 3000r320 | 200300 or 320
S-237. 40 steel or min. 2,500 psi combination, min. 1.5-inch | Structodek HD with Note 2 (min. #14 fasteners only) (16 per 4x8 ft | Smooth in Smooth in R i;1 POWERD -60.0
structural concrete total thickness, loose laid Primed Red Coating board) POWERply ply
POWERply Endure BIO
Endure BIO K
Adhesive TE Endure BIO Adhesive TF
Adhesive TF
Min. 0.5-inch
Min. 22 ga., type B, Grade One or more layers, any . (Optional) One or
5-238. | 33steel or min. 2,500 psi | combination, min. 1.5-inch | CensDeck Prime or Note 2 1per16fe | BPCASOTSBS I eBP-CASor | DPCASOrSBS -60.0
. . SECUROCK Gypsum- CA5 CAS
structural concrete total thickness, loose laid . SBS-CA5
Fiber Roof Board
Min. 1-inch Roxul 12-inch o.c.
| T #15 EHD F ith i |
Min. 22 ga., type B, Grade One o.r mgre ay.ers, any MonoBoard Plus or remco .5 astener wit through bars BP-CAS5 or SBS- (Optional) One or BP-CAS5 or SBS-
S-239. 10 steel combination, min. 1.5-inch Min. 2-inch TopRock Trufast Coiled Batten Bar-Deep spaced 18- CAS more BP-CAS or CAS -67.5
total thickness, loose laid ’ P Well (BB-20R-3-DW) p SBS-CA5
DD Plus inch o.c.
ACE #15 with ACE 3” BE Insulation
Plate or ACE 3” WW Insulation Plate,
) One or more layers, any . ) Dekfast DF-#15-PH3 with Dekfast PLT- (Optional) One or
s-240, | Min-22ga,typeB,Grade | o\ tion, min. 15-inch | Min- 0-125-inch R-3, Tremco #1510 XHD Fastener with | 1per2.0f2 | o cho OFSBS | oreBp-cas or | BPCASOMSBS- 1 g7 5

80 steel

total thickness, loose laid

TremBoard AC

Tremco Disc Ribbed 3 in. Steel Stress
Plate, Tremco #15 EHD Fastener with
Tremco 3” Metal Insulation Plate

CA5

SBS-CA5

CAS

© NEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC
Tremco Modified Bitumen Roof Systems; (800) 562-2728

TOP OF APPENDIX

PEER-TRM-006.A.R22 for FL20325-R22 (NON-HVHZ)
Revision 22: 08/12/2026
Appendix 1, Page 86 of 158




TABLE 2e: STEEL or STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
ACE #15 with ACE 3” BE Insulation
0 I Plate or ACE 3” WW Insulation Plate, Obti o
s 201 Min. 22 ga., type B, Grade ”e;’.r "lf’re ay_ersi ‘;’”V , | Min. 0.5-inch Tremco #1510 XHD Fastener with Loer 2.0t | BP-CAS or SBS- (Op '°g:_3: A;e " | BP-CAS or SBS- 50
Bl 80 steel com In.a fon, min. L. IT]C DensDeck Prime Tremco Disc Ribbed 3 in. Steel Stress per 2. CAS more or CAS oo
total thickness, loose laid Plate or Tremco #15 EHD with Tremco SBS-CAS
3” Metal Insulation Plate
) 0 | Min. 0.5-inch ACE #15 with ACE 3” BE Insulation Optional) O
Min. 22 ga., type B, Grade ne qr mf)re ayers, an}l n inc Plate or ACE 3” WW Insulation Plate, 5 BP-CAS or SBS- (Optional) One or BP-CA5 or SBS-
S-242. 30 steel combination, min. 1.5-inch | SECUROCK Gypsum- Tremco #15 EHD with Tremco 3” 1 per2.0ft CAS more BP-CAS or CAS -75.0
total thickness, loose laid Fiber Roof Board Metal Insulation Plate SBS-CA5
Min. 22 ga. B | i |
in. 22 ga., type B, Grade | One or more fayers, any |y 4 5 jnch pens Tremco #14 HD Fastener with Tremco . | Br-casorsas. | (OptionallOneor | gy 5 cps.
S-243. 33 steel or min. 2,500 psi combination, min. 1.5-inch Deck Prime 3" Metal Insulation Plate 1per1.3ft CAS more BP-CAS or CAS -82.5
structural concrete total thickness, loose laid SBS-CA5
ACE #15 with ACE 3” BE Insulation
Plate or ACE 3” WW Insulation Plate,
) One or more layers, any Min. 0.5-inch Dekfast DF-#15-PH3 with Dekfast PLT- (Optional) One or
S-244. gﬂolr;'t:; ga. type B, Grade combination, min. 1.5-inch | SECUROCK Gypsum- R-3, Tremco #1510 XHD Fastener with 1 per 1.0 ft2 EZ-SCAS or SBS- more BP-CAS or gZ-SCAS or SBS- -165.0
total thickness, loose laid Fiber Roof Board Tremco Disc Ribbed 3 in. Steel Stress SBS-CAS
Plate, Tremco #15 EHD Fastener with
Tremco 3” Metal Insulation Plate
HOT-ASPHALT-APPLIED BASE PLY:
(Optional) One or
Min. 22 ga., type B, Grade One or more layers, any Min. 0.25-inch Note 2 or more BP-CA1, BP- | BP-CAl, BP-AA,
S-245. 40 steel or min. 2,500 psi combination, min. 1.5-inch Den.sD.eck Prime Dekfast DF-#12-PH3 (steel only) or DF- 1 per 4.0 ft2 BP-AA, SBS-AA AA, SBS-CA1, SBS-CA1, SBS- -30.0*
structural concrete total thickness, loose laid #14-PH3 with Dekfast PLT-R-3 SBS-AA or APP- AA or APP-TA
TA
ACE #12 or ACE #15 with ACE 3” BE
Insulat?on Plate or ACE 3" WW (Optional) One or
Min. 22 ga., type B, Grade | One or more layers, any Min. 0.25-inch '(n:“th'or )Plate[‘;'FD:ﬂa;tgF'ilhz'PHg more BP-CA1, BP- | BP-CA1, BP-AA,
$-246. | 40steel ormin. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- | > of¥ & X070 00 lperd.0ft? | BP-AA, SBS-AA | AA, SBS-CAL SBS-CAL, SBS- | -30.0*
structural concrete total thickness, loose laid Fiber Roof Board Fastener (steel c'm|y) or Tremco #1410 SBS-AA or APP- AA or APP-TA
Fastener with Tremco Disc 3 in. Steel TA
Stress Plate
ACE #12 or ACE #15 with ACE 3” BE
Insulat?on Plate or ACE 3” WW (Optional) One or
Min. 22 ga., type B, Grade | One or more layers, any Min. 0.125-inch ::"S‘t”at'm; Tatle' T'Ire)mc"T#lm 41410 more BP-CA1, BP- | BP-CA1, BP-AA,
S-247. 40 steel or min. 2,500 psi | combination, min. 1.5-inch | & - o2 F:t:::;;IfheT‘r’;‘r:Cg;l::’;f: ctoel 1perd.0ft2 | BP-AA, SBS-AA | AA, SBS-CA1, SBS-CA1, SBS- -30.0%
structural concrete total thickness, loose laid p SBS-AA or APP- AA or APP-TA

Stress Plate or Tremco #12 DP (steel
only) or Tremco #14 HD with Tremco
3” Metal Insulation Plate

TA
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TABLE 2e: STEEL or STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
Min. 0.25-inch (Optional)
DenDeck, DensDeck POWERply PORNER | POWERply
Min. 22 ga., type B, Grade One or more layers, any Prime, DEXcell FA 1 per 2.0 ft? Endure 100, Endure ggo 200 Endure 100,
S-248. 40 steel or min. 2,500 psi combination, min. 1.5-inch | Glass Mat Roof Board Note 2 (min. #14 fasteners only) (16 per 4x8 ft | 200, 300 or 320 ! ! 200, 300 or 320 -52.5
. . I ) 300 or 320 ;
structural concrete total thickness, loose laid or SECUROCK board) Smooth in hot . FRin hot
. Smooth in hot
Gypsum-Fiber Roof asphalt asphalt
asphalt
Board
POWERply L%F:;\;E:all) POWERply
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch 1 per2.0ft? Endure 100, Endure ggo 200 Endure 100,
S-249, 40 steel or min. 2,500 psi combination, min. 1.5-inch | Structodek HD with Note 2 (min. #14 fasteners only) (16 per 4x8 ft | 200, 300 or 320 300 or 320 ! ’ 200, 300 or 320 -60.0
structural concrete total thickness, loose laid Primed Red Coating board) Smooth in hot . FRin hot
asphalt Smooth in hot asphalt
P asphalt P
. Min. 0.5-inch (Optional) One or
Min. 22 ga., type B, Grade One or more layers, any DensDeck Prime or more BP-CA1, BP- | BP-CA1, BP-AA,
S-250. 33 steel or min. 2,500 psi combination, min. 1.5-inch SECUROCK Gybsum- Note 2 1 per 1.6 ft? BP-AA, SBS-AA AA, SBS-CA1, SBS-CA1, SBS- -60.0
structural concrete total thickness, loose laid . vp SBS-AA or APP- AA or APP-TA
Fiber Roof Board
TA
. . . (Optional) One or
Min. 22 ga., type B, Grade One or more layers, any mg]r;;B:::]dRP?szr Tremco #15 EHD Fastener with t:‘folgc: E;r.s more BP-CA1, BP- | BP-CA1, BP-AA,
S-251. 40 steel or min. 2,500 psi combination, min. 1.5-inch Min. 2-inch TopRock Trufast Coiled Batten Bar-Deep . acgd 18- BP-AA, SBS-AA AA, SBS-CA1, SBS-CA1, SBS- -67.5
structural concrete total thickness, loose laid ’ P Well (BB-20R-3-DW) p SBS-AA or APP- AA or APP-TA
DD Plus inch o.c.
TA
ACE #15 with ACE 3” BE Insulation i
Plate or ACE 3” WW Insulation Plate, (Optional) One or
. One or more layers, any , . Dekfast DF-#15-PH3 with Dekfast PLT- more BP-CA1, BP- | BP-CA1, BP-AA,
5-252. g/(']':t:; ga, type B, Grade | i ation, min. 1.5-inch TMr'e"r'ng'::; ':éh R-3, Tremco #1510 XHD Fastener with | 1per2.0ft2 | BP-AA, SBS-AA | AA, SBS-CA1, SBS-CA1, SBS- 67.5
total thickness, loose laid Tremco Disc Ribbed 3 in. Steel Stress SBS-AA or APP- AA or APP-TA
Plate or Tremco #15 EHD with Tremco TA
3” Metal Insulation Plate
ACE #15 with ACE 3” BE Insulation (Optional) One or
) One or more layers, any ) . Plate or ACE 3" WW Insulation Plate, more BP-CA1, BP- | BP-CA1, BP-AA,
s-253, | Min-22ga,typeB, Grade | Lo vion, min. 15-inch | Min- 0-5-inch Tremco #1510 XHD Fastener with 1per2.0ft2 | BP-AA, SBS-AA | AA, SBS-CAL, SBS-CAL, SBS- -75.0
80 steel . . DensDeck Prime Tremco Disc Ribbed 3 in. Steel Stress
total thickness, loose laid Plate or Tremco #15 EHD with Tremco SBS-AA or APP- AA or APP-TA
3” Metal Insulation Plate TA
) ) (Optional) One or
Min. 22 ea. tvoe B. Grade | ©ON€ OF More layers, any Min. 0.5-inch ’:lcf ”15/32“3??;; IBE 'I"St‘ﬂ'at';’lnt more BP-CA1, BP- | BP-CA1, BP-AA,
5-254. < << 83, ype B combination, min. 1.5-inch | SECUROCK Gypsum- ate or Y Insulation Plate, 1per2.0ft2 | BP-AA, SBS-AA | AA, SBS-CAL, SBS-CA1, SBS- 75.0
80 steel \ N N Tremco #15 EHD with Tremco 3
total thickness, loose laid Fiber Roof Board Metal Insulation Plate SBS-AA or APP- AA or APP-TA
TA
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TABLE 2e: STEEL or STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch T #14 HD Fast. th T (Optional) BP-AA, | BP-CAL, BP-AA,
$-255. 33 steel or min. 2,500 psi | combination, min. L5-inch | o UL 3593‘;;' lnsulati:j ;ng with fremeo 1per1.3ft2 | BP-AA, SBS-AA | SBS-AA or APP- SBS-CA1, SBS- 11125
structural concrete total thickness, loose laid TA AA or APP-TA
Min. 22 ga., type B, Grade One or more layers, any . . ) (Optional) BP-AA,
Min. 0.5-inch BP-AA, SBS-AA
$-256. | 33steelor min. 2,500 psi | combination, min. 1.5-inch Del:sDecII(nI:rime Tmeo A HD Fastener withTremco | 4 ot 102 | BP-AA, SBS-AA | SBS-AA or APP- o APIA 1575
structural concrete total thickness, loose laid TA
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch . (Optional) BP-AA,
$257. | 33steelormin.2,500psi | combination, min. L5-inch | SECUROCK Gypsum- | 1°C0 44 D Fastener with Tremeo. | 4 por g 312 | Bp-AA, SBS-AA | SBS-AA or APP- Ef AAP/:' iis M| 575
structural concrete total thickness, loose laid Fiber Roof Board TA
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch .
) ) L . i i 1) BP-AA, | BP-AA, SBS-AA,
S-258. 33 steel or min. 2,500 psi combination, min. 1.5-inch | SECUROCK Gypsum- ;;ﬁ:&ﬁi:;rﬁﬁg: A i lper1.0ft* | BP-AA, SBS-AA (s(;gff:a/.\)PP-TA APP—TAS > -172.5
structural concrete total thickness, loose laid Fiber Roof Board ’
Min. 22 ga., type B, Grade One or more layers, any Min. 0.25-inch Note 2 or (Optional) One or
S-259. 40 steel or min. 2,500 psi combination, min. 1.5-inch Den.sD.eck Prime Dekfast DF-#12-PH3 (steel only) or DF- 1 per 4.0 ft? SBS-AA more SBS-AA, SBS-TA -30.0*
structural concrete total thickness, loose laid #14-PH3 with Dekfast PLT-R-3 SBS-TA
ACE #12 or ACE #15 with ACE 3” BE
Insulation Plate or ACE 3" WW
Min. 22 ga., type B, Grade One or more layers, any Min. 0.25-inch 'ntsm?tior PlatgFD:ﬂa:t'_gF'ilhz'PHa (Optional) One or
S-260. 40 steel or min. 2,500 psi combination, min. 1.5-inch | SECUROCK Gypsum- Sei?a;nP{)T?r:-s '-I'rem—co #1“;11 1 per 4.0 ft? SBS-AA more SBS-AA, SBS-TA -30.0*
structural concrete total thickness, loose laid Fiber Roof Board Fastener (steel (',my) or Tremco #1410 SBS-TA
Fastener with Tremco Disc 3 in. Steel
Stress Plate
ACE #12 or ACE #15 with ACE 3” BE
Insulation Plate or ACE 3” WW
: Insulation Plate, Tremco #1211 :
Min. 22 ga., type B, Grade One or more layers, any . . ' (Optional) One or
Min. 0.125-inch
S261. | 40steelormin. 2,500 psi | combination, min. 15-inch | - <2 Fostener [stee onlv) or Tremeo #1410 | 1 pera.0ftz | ses-AA more SBS-AA, SBS-TA -30.0%
structural concrete total thickness, loose laid Stress Plate or Tremco #12 DP (steel SBS-TA
only) or Tremco #14 HD with Tremco
3” Metal Insulation Plate
in. 0.5-inch .
Min. 22 ga., type B, Grade One or more layers, any gy inc . (Optional) One or
DensDeck Prime or
S-262. 33 steel or min. 2,500 psi combination, min. 1.5-inch SECUROCK Gybsum- Note 2 1 per 1.6 ft? SBS-AA more SBS-AA, SBS-TA -60.0
structural concrete total thickness, loose laid . yp SBS-TA
Fiber Roof Board
Min. 22 ga., type B, Grade One or more layers, any mrr;;é::rditl)ﬁslor Tremco #15 EHD Fastener with tif;::c: Z;:\cr.s (Optional) One or
S-263. 40 steel or min. 2,500 psi combination, min. 1.5-inch Min. 2-inch TopRock Trufast Coiled Batten Bar-Deep s acgd 18- SBS-AA more SBS-AA, SBS-TA -67.5
structural concrete total thickness, loose laid DD I;Ius P Well (BB-20R-3-DW) ?nch oc SBS-TA
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TABLE 2e: STEEL or STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
ACE #15 with ACE 3” BE Insulation
Plate or ACE 3” WW Insulation Plate,
) One or more layers, any ) ) Dekfast DF-#15-PH3 with Dekfast PLT- (Optional) One or
Min. 22 ga,, t B, Grad ! Min. 0.125-inch
S-264. 80'” : Iga +YPe B, Brade 1 mbination, min. 1.5-inch T n . ':é R-3, Tremco #1510 XHD Fastener with | 1per2.0ft2 | SBS-AA more SBS-AA, SBS-TA -67.5
stee total thickness, loose laid remboar Tremco Disc Ribbed 3 in. Steel Stress SBS-TA
Plate or Tremco #15 EHD with Tremco
3” Metal Insulation Plate
ACE #15 with ACE 3” BE Insulation
late or ACE 3” WW Insulation Plate :
. One or more layers, any . . P ’ (Optional) One or
Min. 22 ga. B L AR, Min. 0.5-inch i
5-265. in. 22 ga., type B, Grade | o\ tion, min. 1.5-inch | Vin- 0-5-inch Tremco #1510 XHD Fastener with 1per2.0ft2 | SBS-AA more SBS-AA, SBS-TA -75.0
80 steel . . DensDeck Prime Tremco Disc Ribbed 3 in. Steel Stress
total thickness, loose laid Plate or Tremco #15 EHD with Tremco SBS-TA
3” Metal Insulation Plate
Min. 22 ea. tvoe B. Grade | On OF more layers, any Min. 0.5-inch lp\lcf #15::‘2?;353;'% 'I”St%"at:’lnt (Optional) One or
S-266. 30 s.teel ga., type b, combination, min. 1.5-inch | SECUROCK Gypsum- Trzni:;#ls Ao withn;:]e?nfona”a & 1 per 2.0 ft2 SBS-AA more SBS-AA, SBS-TA -75.0
total thickness, loose laid Fiber Roof Board Metal Insulation Plate SBS-TA
Min. 22 ga., type B, Grade One or more layers, any R R , (Optional) One or
Min. 0.5-inch
$-267. | 33steelor min. 2,500 psi | combination, min. 1.5-inch Dé:sg :d'("lfrime NN withTremco |4 Jor13f2 | sBS-AA more SBS-AA, SBS-TA 1125
structural concrete total thickness, loose laid SBS-TA
Min. 22 ga., type B, Grade One or more layers, any . . (Optional) One or
Min. 0.5-inch i
$268. | 33steelormin.2,500psi | combination, min. 1.5-inch | [ R Tiemco LA HD Fastener W THeMm<o | 1 per 1.0 | SBS-AA more SBS-AA, SBS-TA -157.5
structural concrete total thickness, loose laid SBS-TA
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch T 1414 HD Fastener with Tr (Optional) One or
5-269. 33 steel or min. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- 3,,eM:;I Insulatic?r? :I:e with fremeo 1per1.3f2 | SBS-AA more SBS-AA, SBS-TA -157.5
structural concrete total thickness, loose laid Fiber Roof Board SBS-TA
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch T #14 HD Fast thT (Optional) One or
$-270. 33 steel or min. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- 2 Mol nelation e MO 1 per 1.0 | SBS-AA more SBS-AA, SBS-TA -172.5
structural concrete total thickness, loose laid Fiber Roof Board SBS-TA
SEBS-APPLIED BASE PLY:
Min. 22 ga., type B, Grade One or more layers, any . . Note 2 or .
. 0.25-inch - BP-SEBS, SBS- 1) BP-
S-271. | 40steel or min. 2,500 psi | combination, min. 1.5-inch ge':sgecsk ':rcime Dekfast DF-#12-PH3 (steel only) or DF- | 1 per 4.0 ft2 sssss S, SBS (s(gggogsas)-ssss SBS-SEBS -30.0*
structural concrete total thickness, loose laid #14-PH3 with Dekfast PLT-R-3 ’
ACE #12 or ACE #15 with ACE 3” BE
Insulation Plate or ACE 3” WW
Min. 22 ga., type B, Grade | One or more layers, any Min. 0.25-inch '(n:”|Tti°|r' )PlatgFD:ﬂa;LzF'ilhz'PHg BP-SEBS. SBS- (Optional) BP-
$-272. | 40steel ormin. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- | & STV & -7 - 7l U0 lperd0ft | = ssgs sms.ceps | SBSSEBS -30.0*
structural concrete total thickness, loose laid Fiber Roof Board Fastener (steel c'm|y) or Tremco #1410 !
Fastener with Tremco Disc 3 in. Steel
Stress Plate
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NEmoO | etc.e
TABLE 2e: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
ACE #12 or ACE #15 with ACE 3” BE
Insulation Plate or ACE 3” WW
f Insulation Plate, Tremco #1211
5273 Zl\lltl)”;'tsezl go'::.;:%pezBS,o%raiie ?Onri;;::gﬁ l?:iirsi a;?;ch Min. 0.125-inch Fastener (steel only) or Tremco #1410 1 400 BP-SEBS, SBS- (Optional) BP- SBS-SEBS 30.0*
Ters. i P ‘ 4 ce TremBoard AC Fastener with Tremco Disc 3 in. Steel per 4. SEBS SEBS, SBS-SEBS i e
structural concrete total thickness, loose laid Stress Plate or Tremco #12 DP (steel
only) or Tremco #14 HD with Tremco
3” Metal Insulation Plate
Min. 0.25-inch (Optional)
DenDeck, DensDeck POWERply PO?NER | POWERply
Min. 22 ga., type B, Grade One or more layers, any Prime, DEXcell FA 1 per 2.0 ft? Endure 100, Endure ‘;(\)/0 200 Endure 100,
S-274. 40 steel or min. 2,500 psi combination, min. 1.5-inch | Glass Mat Roof Board Note 2 (min. #14 fasteners only) (16 per 4x8 ft | 200, 300 or 320 ! ! 200, 300 or 320 -52.5
. . ; 300 or 320 .
structural concrete total thickness, loose laid or SECUROCK board) Smooth in Smooth in FRin
Gypsum-Fiber Roof THERMastic 80 THERMastic 80 THERMastic 80
Board
POWERply L%’z/t\;ggall) POWERply
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch 1 per 2.0 ft? Endure 100, Endure ‘;(\)/0 200 Endure 100,
S-275. 40 steel or min. 2,500 psi combination, min. 1.5-inch | Structodek HD with Note 2 (min. #14 fasteners only) (16 per 4x8 ft | 200, 300 or 320 300 or 320 ! ! 200, 300 or 320 -60.0
structural concrete total thickness, loose laid Primed Red Coating board) Smooth in Smooth in FRin
THERMasti THERMasti
astic 80 THERMastic 80 astic 80
Min. 0.5-inch
Min. 22 ga., type B, Grade One or more layers, any . .
) R L . . DensDeck Prime or BP-SEBS, SBS- (Optional) BP-
-276. | .2 . 1.5-inch Note 2 .6 ft? ’ - -60.
S-276 33 steel or min. 2,500 psi combln?tlon, min. 1.5 n.wc SECUROCK Gypsum- ote 1per1.6ft SEBS SEBS, SBS-SEBS SBS-SEBS 60.0
structural concrete total thickness, loose laid .
Fiber Roof Board
. Min. 1-inch Roxul . 12-inch o.c.
Min. 22 ga., type B Grad.e One o.r mgre Iay.ers, any MonoBoard Plus or Tremco #1.5 EHD Fastener with through bars BP-SEBS, SBS- (Optional) BP-
S-277. 40 steel or min. 2,500 psi combination, min. 1.5-inch Min. 2-inch TopRock Trufast Coiled Batten Bar-Deep spaced 18- SEBS SEBS, SBS-SEBS SBS-SEBS -67.5
structural concrete total thickness, loose laid ’ P Well (BB-20R-3-DW) p !
DD Plus inch o.c.
ACE #15 with ACE 3” BE Insulation
Plate or ACE 3” WW Insulation Plate,
. One or more layers, any . . Dekfast DF-#15-PH3 with Dekfast PLT- :
5-278. gx(l;n. 22| ga., type B, Grade |\ ination, min. 1.5-inch TM'”' 3'12‘3 '/:(C:h R-3, Tremco #1510 XHD Fastener with | 1 per 2.0 ft? EEBSSEBS’ 585 (SOEEE"’S";S” SBEPBS SBS-SEBS 67.5
stee total thickness, loose laid yemboar Tremco Disc Ribbed 3 in. Steel Stress ’ i
Plate or Tremco #15 EHD with Tremco
3” Metal Insulation Plate
ACE #15 with ACE 3” BE Insulation
Plate or ACE 3” WW Insulation Plate,
5279 Min. 22 ga., type B, Grade ?;:;;3?;: lfr:/iirsi aSr-]i\:mh Min. 0.5-inch Tremco #1510 XHD Fastener with 1 per 2.0 &2 BP-SEBS, SBS- (Optional) BP- SBS-SEBS 75.0
’ 80 steel Y ! T DensDeck Prime Tremco Disc Ribbed 3 in. Steel Stress per & SEBS SEBS, SBS-SEBS '
total thickness, loose laid Plate or Tremco #15 EHD with Tremco
3” Metal Insulation Plate
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NEmoO | etc.e
TABLE 2e: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
: . ACE #15 with ACE 3” BE Insulation
5280 Min. 22 ga., type B, Grade ?Onr:;;:;?gﬁ l?:iirsi a;—]i»:'lch SNIIEIQUCQSCIECQ sum- Plate or ACE 3” WW Insulation Plate, 1 202 BP-SEBS, SBS- (Optional) BP- SBS-SEBS 750
e 80 steel | thick ! | T laid ib ¢ Vpd Tremco #15 EHD with Tremco 3” per 2. SEBS SEBS, SBS-SEBS B oo
total thickness, loose lai Fiber Roof Boar Metal Insulation Plate
Min. 22 ga., type B, Grade One or more layers, any . . .
. . - ; . Min. 0.5-inch Tremco #14 HD Fastener with Tremco BP-SEBS, SBS- (Optional) BP-
S-281. 33 steel or min. 2,500 psi combination, min. 1.5-inch . ) 1 per 1.3 ft? ! SBS-SEBS -112.5
3” Metal Insulation Plate -
structural concrete total thickness, loose laid DensDeck Prime $°> SEBS, SBS-SEBS
Min. 22 ga., type B, Grade One or more layers, any R R .
. R - ; . Min. 0.5-inch Tremco #14 HD Fastener with Tremco BP-SEBS, SBS- (Optional) BP-
S-282. 33 steel or min. 2,500 psi combination, min. 1.5-inch . ) 1 per 1.0 ft? ’ SBS-SEBS -157.5
’ ’ DensDeck P 3” Metal Insulation Plate EB:! EBS, SBS-SEB
structural concrete total thickness, loose laid ensbeck Frime SEBS SEBS, SBS-SEBS
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch . .
S-283. 33 steel or min. 2,500 psi combination, min. 1.5-inch | SECUROCK Gypsum- ';rle'{/ln:;fllnt:aDt::;;t;r;te; witfgremco 1 per1.3ft? SEBSSEBS’ 585 (sOEgtslo:;sl) SBEPBS SBS-SEBS -157.5
structural concrete total thickness, loose laid Fiber Roof Board !
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch .
) . I . . i BP-SEBS, SBS- 1) BP-
5-284. | 33steel or min. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- | 1/ne® #14 M8 Fasiener withTremeo |4 o010 fi2 SEBSS S SBS (s(zggo:;s)-sms SBS-SEBS 1725
structural concrete total thickness, loose laid Fiber Roof Board !
TORCH-APPLIED BASE PLY:
Min. 22 ga., type B, Grade One or more layers, any . . Note 2 or .
$-285. | 40steel or min. 2,500 psi | combination, min. 1.5-inch ge':'sg':i 'F:‘rci:]e Dekfast DF-#12-PH3 (steel only) or DF- | 1per4.0ft2 | APP-TA, SBS-TA (Tipggg_aT”AAPP APP-TA, SBS-TA | -30.0%
structural concrete total thickness, loose laid #14-PH3 with Dekfast PLT-R-3 ’
ACE #12 or ACE #15 with ACE 3” BE
Insulation Plate or ACE 3" WW
Min. 22 ga., type B, Grade | One or more layers, any Min. 0.25-inch '":”'Tml” P'atgFD:ﬂa:LgF'ilhz'PHg (Optional) APP
5-286. 40 steel or min. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- g‘eifa;”P{’Tf’;S Tremt #1“;'11 1per4.0ft | APP-TA,SBSTA | o Ap SBS.TA APP-TA, SBS-TA | -30.0*
structural concrete total thickness, loose laid Fiber Roof Board Fastener (steel ('m|y) or Tremco #1410 ’
Fastener with Tremco Disc 3 in. Steel
Stress Plate
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch ':lcf “15“:2?;35\%"% lrstl."latflnt (Optional) APP
5-287. | 40steel or min. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- | 220 o0 BERine o | 1perd.0ft | APP-TA,SBSTA | Ap SBS.TA APP-TA, SBS-TA | -30.0*
structural concrete total thickness, loose laid Fiber Roof Board 3" Metal Insulation Plate !
Min. 22 ga., type B, Grade | One or more layers, any Min. 0.5-inch ﬁlci #lsxvciéh;isjvﬂlBE 'ln‘c‘t‘_"ati;’lnt (Optional) APP-
S-288. 40 steel or min. 2,500 psi combination, min. 1.5-inch | SECUROCK Gypsum- Traer::;#m HD Faste:sel: jvilt(LnTr:mec,o 1 per 3.2 ft2 APP-TA, SBS-TA TApSBS—TA APP-TA, SBS-TA -45.0%*
structural concrete total thickness, loose laid Fiber Roof Board 3” Metal Insulation Plate !
Min. 22 ga., type B, Grade | One or more layers, any Min. 0.25-inch ;\Ici #lsp‘f"ciéh;isiv”lBE lr?latislnt (Optional) APP-
5-289. 40 steel or min. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- Trae n’“:C"o' 14 1D Faste:sel: jviltinTr:mec,o 1per20ft: | APP-TA SBSTA | Ap SBS.TA APP-TA, SBS-TA | -45.0%
structural concrete total thickness, loose laid Fiber Roof Board 3” Metal Insulation Plate ’
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TABLE 2e: STEEL or STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
Min. 22 ga., type B, Grade One or more layers, any gel:;g.esc-lln::me or (Optional) APP-
S-290. 33 steel or min. 2,500 psi combination, min. 1.5-inch Note 2 1 per 1.6 ft? APP-TA, SBS-TA P APP-TA, SBS-TA -60.0
. . SECUROCK Gypsum- - TA, SBS-TA
structural concrete total thickness, loose laid Fiber Roof Board
ACE #15 with ACE 3” BE Insulation
Min. 22 ga., type B, Grade One or more layers, any Min. 0.25-inch Plate or ACE 3” WW Insulation Plate,
S-291. 40 steel or min. 2,500 psi combination, min. 1.5-inch | SECUROCK Gypsum- Tremco #14 HD Fastener or Tremco 1 per 1.8 ft? SBS-TA (Optional) SBS-TA | SBS-TA -60.0
structural concrete total thickness, loose laid Fiber Roof Board #15 EHD Fastener with Tremco 3”
Metal Insulation Plate
12-inch o.c.
Min. 22 ga., type B, Grade One or more layers, any Min. 1-inch Roxul Tremco #15 EHD Fasteneifiith Trufast through bars
S-292. : v ’ combination, min. 1.5-inch ' Coiled Batten Bar-Deep Well (BB-20R- SBS-TA (Optional) SBS-TA | SBS-TA -67.5
40 steel . . MonoBoard Plus spaced 18-
total thickness, loose laid 3-DW) inch o.c
Min. 22 ga., type B, Grade Min. 0.5-inch IP\ICli “152<"Ciéh3’§(\:,53\;llBE 'I“i‘j'lati;l”t
S-293. 40 steel or min. 2,500 psi None SECUROCK Gypsum- Trzni:;#m HD Faste:sel: ;iﬁnﬁ:mec’o 1 per 1.3 ft2 SBS-TA (Optional) SBS-TA | SBS-TA -67.5
structural concrete Fiber Roof Board 3" Metal Insulation Plate
Min. 22 ga., type B, Grade | One or more layers, any Min. 0.25-inch ':lci MSK?;?;SVHFE 'lnstf'lati;l"t
S-294. 40 steel or min. 2,500 psi combination, min. 1.5-inch | SECUROCK Gypsum- T:Eni:;#m b Faste::: ;iﬁnﬁ:mec’o 1 per 1.3 ft? SBS-TA (Optional) SBS-TA | SBS-TA -75.0
structural concrete total thickness, loose laid Fiber Roof Board 3" Metal Insulation Plate
ACE #15 with ACE 3” BE Insulation
late or ACE 3” WW Insulation Plate
. One or more layers, any . . b ! :
Min. 22 ga., type B, Grade - : . Min. 0.5-inch Tremco #1510 XHD Fastener with ) (Optional) APP-
S-295. 80 steel comlblrr:?tllon, mlm. 1-5|_IhCh DensDeck Prime Tremco Disc Ribbed 3 in. Steel Stress 1 per 2.0 ft APP-TA, SBS-TA TA, SBS-TA APP-TA, SBS-TA -75.0
total thickness, loose laid Plate or Tremco #15 EHD with Tremco
3” Metal Insulation Plate
) One or more layers, any Min. 0.5-inch ACE #15 with ACE 3" BE Insulation )
5-296. Min. 22 ga., type B, Grade | i otion, min. 1.5-inch | SECUROCK Gypsum- Plate or ACE 3" WW Insulation Plate, 1per2.0f | APP-TA, ses-TA | (OPHOMaN APP- 1 oo 1h SBS-TA | -75.0
80 steel X N ) Tremco #15 EHD with Tremco 3 TA, SBS-TA
total thickness, loose laid Fiber Roof Board Metal Insulation Plate
Min. 22 ga., type B, Grade One or more layers, any . . .
) . . 0.5-inch i 1) APP-
$297. | 33 steel ormin. 2,500 psi | combination, min. 1.5-inch | M- 0->-inch Tremco #14 HD Fastener with Tremeo |y o 4 340 | app.ta sps-TA | (OPHONA) APP-TA, SBS-TA | -112.5
structural concrete total thickness, loose laid Rersbeck Prime 3" Metal Insulation Plate TA, SBS-TA
Min. 22 ga., type B, Grade One or more layers, any . . . .
5298, | 33 steel ormin. 2,500 psi | combination, min. 1.5-inch | M- 0->-inch Tremco #14 HD Fastener with Tremco |4 0 g oo | app.Ta, sps-TA | (OPHONANAPP- 1 \op 10 sBsTA | -157.5
structural concrete total thickness, loose laid DensDeck Prime 3" Metal Insulation Plate TA, SBS-TA
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch T #14 HD Fast thT (Optional) APP-
5-299. 33 steel or min. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- remco rastenerwith fremeo 1per1.3ft2 | APP-TA, SBS-TA P APP-TA, SBS-TA | -157.5
i N N 3” Metal Insulation Plate TA, SBS-TA
structural concrete total thickness, loose laid Fiber Roof Board
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NEmoO | etc.e
TABLE 2e: STEEL orR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) orR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

System Deck Base Insulation Layer Top Insulation Layer Roof Cover (Note 15) MDP
No. (Note 1) (Note 17, Note 13) Type Fastener (Note 11) Attach (Note 17) Base Ply Ply Cap Ply (psf)
Min. 22 ga., type B, Grade One or more layers, any Min. 0.5-inch ) .
5-300. 33 steel or min. 2,500 psi | combination, min. 1.5-inch | SECUROCK Gypsum- Tremco #14 HD Fastener with Tremco 1per1.0f2 | APP-TA,sBs-Ta | (OPtional) APP APP-TA, SBS-TA | -172.5
. . N 3” Metal Insulation Plate TA, SBS-TA
structural concrete total thickness, loose laid Fiber Roof Board
TABLE 2r: STEEL DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER
SysTEM TYPE D-2: INSULATED, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER
System Deck Insulation and/or Thermal Base Sheet Roof Cover (Note 15) MDP
No. (Note 1) Barrier (Note 17, Note 13) Type I Fastener (Note 11) | Spacing Base Ply | Cap Ply (psf)
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 22 ga., type B, One or more lavers. an BURmastic Composite Pl ACE #15 with ACE 3” BE Insulation Plate or | 6-inch o.c. at the min. 4-inch One or
5301 Grade 80 steel or combination myin i—in?:lh total HT or BURmastif ¥ ACE 3” WW Insulation Plate or Tremco wide laps and 6-inch o.c. at more BP- BP-CA6 or 1125
’ min. 2,500 psi ; ! 3 X . #1410 Fastener with Tremco Disc Ribbed 3 | two (2) equally spaced center CA6 or SBS- | SBS-CA6 '
thickness, loose-laid Composite Ply Premium .
structural concrete in. Steel Stress Plate rows CA6
ACE #15 with ACE 3” BE Insulation Plate or
Min. 22 ga., type B, One or more lavers. an BURmastic Composite Pl ACE 3” WW Insulation Plate or Dekfast DF- | 6-inch o.c. at the min. 4-inch One or
5302 Grade 80 steel or combination n?in é-inZh total HT or BURmasti? v #15-PH3 with Dekfast PLT-R-3 or Dekfast wide laps and 6-inch o.c. at more BP- BP-CA6 or 1200
’ min. 2,500 psi ) ! ¥ . ) PLT-H-2-7/8 or Tremco #1510 XHD two (2) equally spaced center CA6 or SBS- | SBS-CA6 '
thickness, loose-laid Composite Ply Premium N . .
structural concrete Fastener with Tremco Disc Ribbed 3 in. rows CA6
Steel Stress Plate
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NEmoO | etc.e
TABLE 2G: STEEL DECKS — NEW CONSTRUCTION, REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE D-2: INSULATED, MECHANICALLY ATTACHED POWERFAST, BONDED ROOF COVER

Insulation and/or PowerFAST (Note 15A) Roof Cover (Note 15)

System Deck . MDP
Thermal Barrier .
No. (Note 1) Type Fastener (Note 11) Spacing Base Ply Cap Ply (psf)

(Note 17, Note 13)

POWERPLY ENDURE 100 SMOOTH WITH FASTENERS/STRESS PLATES:

One or more layers, (Optional) POWERply Endure

Min. 22 ga., anv combination POWERply Tremco #15 EHD with 6-inch o.c. within the min. 5-inch wide, 100, 200, 300 or 320 Smooth POWERply Endure 100, 200,
S-303. type B, Grade .y . 7 Endure 100 Tremco 2.4” Barbed POWERply Endure BIO Adhesive TF sealed . 300 or 320 FR in POWERply -60.0
min. 2-inch thick, . in POWERply Endure BIO )
40 steel . Smooth Seam Plate side laps . Endure BIO Adhesive TF
prelim. attach Adhesive TF
POWERPLY ENDURE 200 SMOOTH WITH FASTENERS/STRESS PLATES:
. Tremco #15 EHD ” 24-inch o.c. within the min. 4-inch wide (for
Min. 22 ga., One or more layers, POWERply Fastener with Tremco 2 27 plate) or min. 5-inch wide (for 2.4” plate)
S-304. type B, Grade | any combination, Endure 200 Barbed Seam Plate or P : N — 4 (Optional) BP-CAS5 or SBS-CA5 | BP-CAS or SBS-CAS -30.0*
R ” POWERply Endure BIO Adhesive TF sealed
40 steel prelim. attach Smooth Tremco 2.4” Barbed -
sealed side laps
Seam Plate
6-inch o.c. within every-third 5-inch wide side
Min. 22 ga., One or more layers, POWERply Tremco #15 EHD lap. Fastened laps sealed with POWERply
S-305. type B, Grade | any combination, Endure 200 Fastener with Tremco Endure BIO Adhesive TF. 3-inch wide laps (Optional) BP-CAS5 or SBS-CA5 | BP-CAS or SBS-CAS -37.5
80 steel prelim. attach Smooth 2.4” Barbed Seam Plate between fastened laps sealed with POWERply
Endure BIO Adhesive TF.
POWERPLY ENDURE 200 SMOOTH WITH FASTENERS/BATTEN BARS:
Min. 22 ga., One or more layers, POWERply Tremco #15 EHD with 6-inch o.c. within the min. 4-inch wide
S-306. type B, Grade | any combination, Endure 200 Tremco Coil MB-R POWERply Endure BIO Adhesive TF sealed (Optional) BP-CAS or SBS-CA5 | BP-CA5 or SBS-CAS -75.0
80 steel prelim. attach Smooth Recessed Batten Bar side laps

POWERPLY HEAVY DUTY BASE SHEET WITH FASTENERS/STRESS PLATES:

Min. 22 ga., One or more layers, POWERply Tremco #14 HD Fastener (Optional) BP-CA1 (laps sealed BP-CA1 (laps sealed with

S-307. type B, Grade | any combination, Heavy Duty with Tremco 2.4” Barbed 12-incho.c. Wlth'.n the min. z}-mch wide with Tremco LF %‘dhes"ve) or SBS- | Tremco LFAdhefive) or SBS- -45.0
40 steel prelim. attach Base Sheet Seam Plate Tremco LF Adhesive sealed side laps CA1 (laps hot air welded or CA1 (laps hot air welded or
: sealed with Tremco LF Adhesive) sealed with Tremco LF Adhesive)
Min. 22 ga., One or more layers, POWERply Tremco #15 EHD . L o . (thlonal) BP-CAL ((aps sealed | BP-CA1 (laps Seqled with
- . 12-inch o.c. within the min. 4-inch wide with Tremco LF Adhesive) or SBS- | Tremco LF Adhesive) or SBS-
S-308. type B, Grade any combination, Heavy Duty Fastener with Tremco . X ] - -60.0
40 steel prelim. attach Base Sheet 2 4” Barbed Seam Plate Tremco LF Adhesive sealed side laps CA1 (laps hot air welded or CA1 (laps hot air welded or
! : sealed with Tremco LF Adhesive) sealed with Tremco LF Adhesive)
Min. 22 ga., One or more I.ayers, POWERply Tigmeo #1!? EHD 12-inch o.c. within the min. 4-inch wide (Optional) BP-AA, SBS-AA, BP- | BP-AA, SBS-AA, BP-SEBS,
S-309. type B, Grade | any combination, Heavy Duty Fastener with Tremco Tremco LF Adhesive sealed side laps SEBS, SBS-SEBS SBS-SEBS -82.5
40 steel prelim. attach Base Sheet 2.4” Barbed Seam Plate P !
Min. 22 ga., One or more layers, POWERply Tremco #15 EHD . L. . . .
S-310. type B, Grade | any combination, Heavy Duty Fastener with Tremco 12-inch o.c. Wlthl.n the min. 4 inch wide (Optional) SBS-TA SBS-TA -82.5
. ” Tremco LF Adhesive sealed side laps
40 steel prelim. attach Base Sheet 2.4” Barbed Seam Plate
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TABLE 2G: STEEL DECKS —NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE D-2: INSULATED, MECHANICALLY ATTACHED POWERFAST, BONDED ROOF COVER

NEmoO | etc.e

Gy Deck Insulation and./or PowerFAST (Note 15A) Roof Cover (Note 15) MDP
No. (Note 1) Thermal Barrier Type Fastener (Note 11) Spacing Base Ply Cap Ply (psf)
(Note 17, Note 13)
Min. 22 ga., ar:: (;r-i:];ri}:?cier:;y POWERply Tremco #15 EHD 6-inch o.c. within the min. 5-inch wide
S-311. type B, Grade o ! Heavy Duty Fastener with Tremco POWERply Endure BIO Adhesive TF sealed (Optional) BP-CAS5 or SBS-CA5 | BP-CAS or SBS-CAS -105.0
combination, loose- ” .
80 steel laid Base Sheet 2.4” Barbed Seam Plate side laps
Min. 22ga, | Oneormorelavers, 1 oo e | Tremco #15 EHD 6-inch o.c. within the min. S-inch wide Base Ply: SBS-CAS or SBS-TA
S-312. type B, Grade min. 2.-|nc.h thick, any Heavy Duty Fastener with Tremco POWERply Endure BIO Adhesive TF sealed Ply (Optional): SBS-CAS or SBS-CAS or SBS-TA -112.5
combination, loose- ” . R .
80 steel laid Base Sheet 2.4” Barbed Seam Plate side laps and 6-inch o.c. in one (1) center row SBS-TA
6-inch o.c. within the min. 5-inch wide
Min. 22 ga., :‘T: (;r_i:w;r(ter:?cie?‘ POWERply Tremco #15 EHD POWERply Endure BIO Adhesive TF sealed
S-313. type B, Grade L » any Heavy Duty Fastener with Tremco side laps and 6-inch o.c. in one (1) center row (Optional) SBS-CAS or SBS-TA | SBS-CAS5 or SBS-TA -112.5
combination, loose- Y . Y X .
80 steel laid Base Sheet 2.4” Barbed Seam Plate Center rows stripped-in with 6-inch wide
strips of SBS-CA5
Min. 22 ga., Or.1e c;r.mcar]rirllé\:(ers, POWERply Tremco #15 EHD 6-inch o.c. within the min. 5-inch wide Tremco Base Plv: SBS-TA
S-314. type B, Grade g:{bi;\l:tcion Ilgo'sae?y Heavy Duty Fastener with Tremco LF Adhesive sealed side laps and 6-inch o.c. in Plasfo \t/i.onal)' SBS-TA SBS-TA -217.5
40 steel laid ! Base Sheet 2.4” Barbed Seam Plate one (1) center row v{Sp .
6-inch o.c. within the min. 5-inch wideTremco
Min. 22 ga., 2:: (;r—ir:c(:wntehlfc\:(eiéy POWERply Tremco #15 EHD LF Adhesive sealed side laps and 6-inch o.c. in
S-315. type B, Grade com.bination Ioo’se— Heavy Duty Fastener with Tremco one (1) center row (Optional) SBS-TA SBS-TA -217.5
40 steel laid ! Base Sheet 2.4” Barbed Seam Plate Center rows stripped-in with 6-inch wide
strips of SBS-TA
Min. 22 ga., ::: Zti:‘;r:hl?c\:(er:;my POWERply Tremco #15 EHD 6-inch o.c. within the min. 5-inch wide Base Ply: SBS-TA
S-316. type B, Grade com.bination Ioo,se- Heavy Duty Fastener with Tremco Tremco LF Adhesive sealed side laps and 6- Ply (Optional): SBS-TA SBS-TA -247.5
80 steel laid ! Base Sheet 2.4” Barbed Seam Plate inch o.c. in one (1) center row :
6-inch o.c. within the min. 5-inch wide Tremco
Min. 22 ga., O'?e or more I?yers, POWERply Tremco #15 EHD LF Adhesive sealed side laps and 6-inch o.c. in
S-317. type B, Grade min. 2'-|nc'h thick, any Heavy Duty Fastener with Tremco one (1) center row (Optional) SBS-TA SBS-TA -247.5
80 steel combination, loose- Base Sheet 2.4” Barbed Seam Plate Center rows stripped-in with 6-inch wide

laid

strips of SBS-TA

© NEMO ETC, LLC

Certificate of Authorization #32455

P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC
Tremco Modified Bitumen Roof Systems; (800) 562-2728

TOP OF APPENDIX

PEER-TRM-006.A.R22 for FL20325-R22 (NON-HVHZ)
Revision 22: 08/12/2026
Appendix 1, Page 96 of 158




TABLE 3A: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO Note 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer(s) Top Insulation Layer Roof Cover (Note 15)
Sys. Deck pre—_s e MDP
No. (Note 1) T ac T ac Base Pl Pl PI (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly Y (DL
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional) | Additional
Min. 2.500 psi Min. 1-inch base insulation L_ayﬁ:(%}; :;RGF'A (Optional) O
- 2,500 Pl Min. 2-inch Trisotech G, Trisotech CGF, | LRFIA or Coverboard: Min. 1-inch MonoBoard or LRFIA(BG) | g5 CAT or SBS- prionalj ne or | gp_ca1 or SBS-
C-1 structural . . - . Coverboard: more BP-CA1 or -60.0*
Trisotech or H-Shield LRFIA(BG) Plus or Min. 2-inch TopRock DD Plus (no CAl CAl
concrete ) ) - LRFIA or SBS-CA1
extrapolation permitted for ribbon LRFIA(BG), 6-
attachment) inch o.c.
Min. 0.25-inch DensDeck Prime or
. . (Optional) Min. 0.5-inch Trisotech G, SECUROCK Gypsum-Fiber Roof Board or .
. :fr'zctzuf:lo psl Trisotech CGF, Trisotech, H-Shield, LRFIA or min. 0.5-inch SECUROCK Cement Roof | LRFIA or BP-CAL or SBS- igg:;ogsl)cg:ifr BP-CAL or SBS- €0.0
’ concrete Multi-Max FA3, Elevate ISOGARD CG or LRFIA(BG) Board or Structodek HD with Primed LRFIA(BG) CAl SBS-CA1 CAl '
Ultra-Max Red Coating or min. 7/16-inch DEXcell
Cement Roof Board
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
(Optional) Min. 0.5-inch Trisotech G, Min. 9.125-|nch PRBOITIE, min.
. . ) 0.25-inch DensDeck, DensDeck Prime or
Min. 2,500 psi Trisotech CGF, Trisotech, H-Shield, SECUROCK Gypsum-Fiber Roof Board or (Optional) One or
. p Multi-Max FA3, Elevate ISOGARD CG or LRFIA or . R P LRFIA or BP-CAG6 or SBS- P BP-CA1, SBS-
C-3 structural . . min. 0.5-inch SECUROCK Cement Roof more BP-CA1 or -60.0
Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) R . LRFIA(BG) CA6 CAl
concrete Brand Roofmate. Highload 60 or Board or Structodek HD with Primed SBS-CA1
» Hig Red Coating or min. 7/16-inch DEXcell
Plazamate
Cement Roof Board
(Optional) Min. 0.5-inch Trisotech G,
. . Trisotech CGF, Trisotech, H-Shield, . . . .
Min. 2,500 psi Multi-Max FA3, Elevate ISOGARD CG or LRFIA or Mln: 0.125-inch TremBoard AC or Min. LRFIA or BP-CA6 or SBS- (Optional) One or BP-CA6 or SBS-
C-4. structural . . 0.5-inch DensDeck or Structodek HD LRFIA(BG), 6- more BP-CA6 or -202.5
concrete Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) with Primed Red Coatin inch o.c CAG SBS-CA6 A6
Brand Roofmate, Highload 60 or g o
Plazamate
(Optional) Min. 0.5-inch Trisotech G,
. . Trisotech CGF, Trisotech, H-Shield, .
s 's\fr'zctzufflo PSL | Multi-Max FA3, Elevate ISOGARD CG or | LRFIA or Min. 0.25-inch DensDeck Prime LRFIA or BP-CA6 or SBS- fé’:fgs_')cggifr BP-CAG Or SBS- |
’ concrete Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) o LRFIA(BG) CA6 SBS-CAG CA6 '
Brand Roofmate, Highload 60 or
Plazamate
ce | o 25O0Rs | NN LRFIA or Min. 0.25-inch DensDeck Prime or LRFIA or BP-CAG or SBS- fgrtfé‘:_')cggifr BP-CAG Or SBS- | .
’ concrete ’ LRFIA(BG) SECUROCK Gypsum-Fiber Roof Board LRFIA(BG) CA6 SBS-CAG CA6 '
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TABLE 3A: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO Note 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer(s) Top Insulation Layer Roof Cover (Note 15)
Sys. Deck e e MDP
No. (Note 1) T ac T ac Base Pl Pl PI (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly v Cap Ply
Min. 0.25-inch DensDeck Prime, DEXcell
. . . . . FA Glass Mat Roof Board or SECUROCK .
oy | oim 2590msl | M ;’:;hT o rfsfofl:::zf:gon o | LRRAGr Gypsum-Fiber Roof Board or min. 0.5 | LRFIA or BP-CA6 or SBS- igg:fg;_'éggi:" BP-CAG OrSBS | oo
: vp LRFIA(BG) | inch SECUROCK Cement Roof Board or | LRFIA(BG) CA6 CA6 :
concrete unfaced Insulfoam Il EPS X . SBS-CA6
min. 7/16-inch DEXcell Cement Roof
Board
(Optional) Min. 0.5-inch Trisotech G,
Min. 2,500 psi Trisotech CGF, Trisotech, H-Shield, (Optional) One or
c-8 stru'ctL;raI P Multi-Max FA3, Elevate ISOGARD CG or LRFIA or Min. 0.25-inch SECUROCK Gypsum-Fiber | LRFIA or BP-CA6 or SBS- mc‘:re BP-CAG or BP-CA6 or SBS- 285.0
’ Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) Roof Board LRFIA(BG) CA6 CA6 '
concrete . SBS-CA6
Brand Roofmate, Highload 60 or
Plazamate
(Optional) Min. 0.5-inch Trisotech G, Min. 0.125-inch TremBoard AC or min.
. . Trisotech CGF, Trisotech, H-Shield, 0.5-inch DEXcell FA Glass Mat Roof .
o s 25905 | Multi-Miax FA3, Elevate ISOGARD CG or tgi:ﬁ&s) Board, SECUROCK Gypsum-Fiber Roof tﬁi:ﬁ(g;) o. | BP-CAG or sBs- fgrtfgs_')cggifr BP-CA6 OrSBS- |
concrete Ultra-Max or min. 1-inch Styrofoam 6einch o c’ Board or SECUROCK Cement Roof Board inch o.c ! CA6 SBS-CAG CA6 '
Brand Roofmate, Highload 60 or e or min. 7/16-inch DEXcell Cement Roof o
Plazamate Board
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Additional
Additional Insulation Layer(s): (Optional) | |ayer(s): LRFIA
i i Min. 1-inch base insulati i
Min. 2,500 psi Min. 2-inch Trisotech G, Trisotech CGF, LRFIA or h W as.e |ns%1 ation or LRFIA(BG) (Optional) One or BP-CA5 or SBS-
C-10. structural Trisotech or H-Shield LRFIA(BG) Coverboard: Min. 1-inch MonoBoard Coverboard: SBS-CAS more BP-CA5S or CAS -60.0*
concrete (no extrapolation permitted for ribbon LRFIA or SBS-CA5
attachment) LRFIA(BG), 6-
inch o.c.
Additional Insulation Layer(s): (Optional) | Additional
Min. 2.500 osi Min. 1-inch base insulation Layer(s): LRFIA (Optional) O
"N 2289 P81 Min, 2-inch Trisotech G, Trisotech CGF, | LRFIA or Coverboard: Min. 1-inch MonoBoard or LRFIABG) | pp cAS or SBS- ptional) Un€ or | Bp_cAs or SBs-
C-11. structural X R _— Coverboard: more BP-CA5 or -60.0*
concrete Trisotech or H-Shield LRFIA(BG) Plus or Min. 2-inch TopRock DD Plus (no LRFIA or CA5 SBS-CAS CA5
extrapolation permitted for ribbon LRFIA(BG), 6-
attachment) inch o.c.
(Optional) Min. 0.5-inch Trisotech G,
. . Trisotech CGF, Trisotech, H-Shield, . . . .
12 's\fr'zctzu‘:’:lo PSL | Multi-Max FA3, Elevate ISOGARD CG or | LRFIA or ?)A_If:';noc.liZsi;aniZdZEEgoviir?hicri:e?I;é 4 | LRRIAOr BP-CAS or SBS- fé’::'gs_')cg;ifr BP-CAS or SBS- | .
’ concrete Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) C;Jatin LRFIA(BG) CA5 SBS-CAS CA5 '
Brand Roofmate, Highload 60 or &
Plazamate
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TABLE 3A: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO Note 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer(s) Top Insulation Layer Roof Cover (Note 15)
Sys. Deck e e MDP
No. (Note 1) T ac T ac Base Pl PI Cap PI (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly v ap Fly
POWERply Endure | (Optional) POWERply POWERply Endure
Min. 2,500 psi . . . 100, 200, 300 or Endure 100, 200, 300 100, 200, 300 or
C-13. structural Min. 1.5-inch Trisotech or Trisotech G tii:i g; ’F\,/“n 0&5;”;2 Stryctodek HD with tgi:i (I;ES 320 Smooth in or 320 Smooth in 320FRin -217.5
concrete (BG) rimed Red Coating (BG) POWERply Endure | POWERply Endure BIO | POWERply Endure
BIO Adhesive TF Adhesive TF BIO Adhesive TF
1 :frlzctzufe?lo ps! Min. Linch Insulfoarm IX EPS LRFIA or Min. 0.25-inch DensDeck Prime or LRFIA or BP-CAS or SBS- Sé’::'é‘s_')cggifr BP-CAS or SBS- 2950
’ ’ LRFIA(BG) SECUROCK Gypsum-Fiber Roof Board LRFIA(BG) CAS5 CAS '
concrete SBS-CAS5
(O.ptlonal) Min. 0:5—|nch T”SOt?Ch G Min. 0.25-inch DensDeck Prime or
Min. 2,500 psi Trisotech CGF, Trisotech, H-Shield, SECUROCK Gypsum-Fiber Roof Board or (Optoinal) One or
e p Multi-Max FA3, Elevate ISOGARD CG or LRFIA or R . P LRFIA or BP-CA5 or SBS- P BP-CA5 or SBS-
C-15. structural . . min. 0.5-inch SECUROCK Cement Roof more BP-CA5 or -262.5
Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) . . LRFIA(BG) CAS CA5
concrete . Board or min. 7/16-inch DEXcell Cement SBS-CA5
Brand Roofmate, Highload 60 or
Roof Board
Plazamate
Min. 0.125-inch TremBoard AC or min POWERply Endure | (Optional) POWERply POWERply Endure
Min. 2,500 psi L ) ' 100, 200, 300 or Endure 100, 200,300 | 100, 200, 300 or
C-16. structural Min. 1.5-inch Trisotech or Trisotech G tﬁi:i oBr gEZ; IrI]ICEADéF Dech, D;“?T;Ck P(;|me, tﬁi:ﬁ gr 320 Smooth in or 320 Smooth in 320FRin -270.0
concrete (BG) ce 4. lat'Rgof Board or (BG) POWERply Endure | POWERply Endure BIO | POWERply Endure
SECUROCK Gypsum-Fiber Roof Board BIO Adhesive TF Adhesive TF BIO Adhesive TF
Min. 0.25-inch DensDeck Prime, DEXcell
FA Glass Mat Roof Board or SECUROCK
Min. 2 i Min. 1-inch, min. 1. f, unf;
in. 2,500 psi in. 1-inch, min. 1.35 pcf, unfaced LRFIA or Gypsum-Fiber Roof Board or min. 0.5- | LRFIA or BP-CA5, SBS- (Optional) BP-CAS, | BP-CAS, SBS-
C-17. structural Cellofoam Type Il EPS Roof Insulation or . -285.0
LRFIA(BG) inch SECUROCK Cement Roof Board or LRFIA(BG) CAS SBS-CA5 CA5
concrete unfaced Insulfoam Il EPS K R
min. 7/16-inch DEXcell Cement Roof
Board
o T
Min. 2,500 psi . ! ! , LRFIA or 0.25-inch DensDeck, DensDeck Prime or | LRFIA or (Optoinal) One or
c-18. | structural Multi-Max FA3, Elevate ISOGARD CG or | | oc\\(gG) | DEXcell FA Glass Mat Roof Board or min. | LRFIA(BG), 6- | Br A% O7SBS™ | 1 ore BP-CAS or BP-CASOrSBS- | 3575
Ultra-Max or min. 1-inch Styrofoam . R . . . CAS CA5
concrete . 6-inch o.c. 0.5-inch Structodek HD with Primed Red | inch o.c. SBS-CA5
Brand Roofmate, Highload 60 or .
Coating
Plazamate
(Optional) Min. 0.5-inch Trisotech G,
. . Trisotech CGF, Trisotech, H-Shield, Min. 0.25-inch SECUROCK Gypsum-Fiber .
.2 . L . . L
Min. 2,500 psi Multi-Max FA3, Elevate ISOGARD CG or | -RFIA Of Roof Board or min. 0.5-inch SECUROCK | -RFIA Of BP-CAS or sps- | (OPtoinallOneor 1 gy hc o cps.
C-19. structural . . LRFIA(BG), . . LRFIA(BG), 6- more BP-CAS5 or -465.0
concrete Ultra-Max or min. 1-inch Styrofoam 6-inch o.c Cement Roof Board or min. 7/16-inch inch o.c CAS SBS-CAS CA5
Brand Roofmate, Highload 60 or e DEXcell Cement Roof Board -
Plazamate
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TABLE 3A: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO Note 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer(s) Top Insulation Layer Roof Cover (Note 15)
Sys. Deck e e MDP
No. (Note 1) T ac T ac Base Pl Pl PI (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly v Cap Ply
. . Min. 0.25-inch SECUROCK Gypsum-Fiber .
Min. 2,500s | gy of Board or min. 0.5-inch SECUROCK | LRI~ OF BP-CAS orsps- | (OPtoinall Oneor i gp 0xq 1 gps.
C-20. structural . . LRFIA(BG), None N/A more BP-CAS or -1115.0
concrete Cement Roof Board or min. 7/16-inch 6-inch o.c CAS SBS-CAS CA5
DEXcell Cement Roof Board e
. . Min. 0.125-inch TremBoard AC or min.
Min. 2,500 psi 0.5-inch Structodek HD with Primed Red (Optoinal) One or
structural (Optional) Min. 1.5-inch Trisotech G or T . BP-CA5 or SBS- P BP-CAS or SBS-
C-21. concrete: ASTM Trisotech Hot asphalt | Coating, DensDeck Prime, DEXcell FA Hot asphalt CAS more BP-CAS or CAS -180.0
Da1 rimled Glass Mat Roof Board or SECUROCK SBS-CA5
P Gypsum-Fiber Roof Board
HOT-ASPHALT-APPLIED BASE PLY:
Min. 0.125-inch T B A in.
(Optional) Min. 0.5-inch Trisotech G, n 0 >-inch Treg .oard €, min
. . . 0.25-inch DensDeck Prime or SECUROCK
Min. 2,500 psi Trisotech CGF, Trisotech, H-Shield, Gypsum-Fiber Roof Board or min. 0.5- (Optional) One or
P &ot0Pp Multi-Max FA3, Elevate ISOGARD CG or | LRFIA or 2P o LRFIA or P BP-CAL, SBS-
C-22. structural . . inch SECUROCK Cement Roof Board or BP-AA, SBS-AA more BP-CA1 or -60.0
Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) Y . . LRFIA(BG) CAl
concrete Brand Roofmate. Highload 60 or Structodek HD with Primed Red Coating SBS-CA1
» Hig or min. 7/16-inch DEXcell Cement Roof
Plazamate
Board
Min. 2,500 psi . . . (Optional) One or
LRFIA or Min. 0.25-inch DensDeck Prime or LRFIA or BP-CA1, SBS-
-23. | Min. 1-inch | Ifi IX EP! . BP-AA, SBS-AA BP-CAl ! -60.
€23, | structura in. 1-inch Insulfoam IX EPS LRFIA(BG) | SECUROCK Gypsum-Fiber Roof Board | LRFIA(BG) °85 more BP-CALOr | e 000
concrete SBS-CA1
Additional Insulation Layer(s): (Optional) | Additional
Min. 2,500 psi Mirig-inch base insulation P (Optional) O BP-CAL, BP-AA
in. 2, pst Min. 2-inch Trisotech G, Trisotech CGF, LRFIA or Coverboard: Min. 1-inch MonoBoard or (BG) ptional) &ne or ! !
o stuctural Trisotech or H-Shield LRFIA(BG) | Plus or Min. 2-inch TopRock DD Plus ( Coverboard: BP-AA, SBS-AA | more BP-AA, SBS- | SBS-CAL, SBS- -60.0%
concrete us or Win. ZAneh Jopriock B USING 1 LrFIA or AA or APP-TA AA or APP-TA
extrapolation permitted for ribbon LRFIA(BG), 6-
attachment) inch o.c.
(Optional) Min. 0.5-inch Trisotech G,
. . Trisotech CGF, Trisotech, H-Shield, . . . (Optional) One BP- BP-CA1 SBS-
25 :f:ﬂazuf:lo pst Multi-Max FA3, Elevate ISOGARD CG or | LRFIA or (';msrj';n(::ﬁZsi;zjncctg;—erir:BDOV?/::jh/-:’ii:en;l;é 4 | LRFIAOr BpAA sgs.ap | CALOrSBS-CALor | CAL BP-AA, 1650
’ concrete Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) C.oatin LRFIA(BG) ! one or more BP-AA, | SBS-AA or APP- '
Brand Roofmate, Highload 60 or g SBS-AA or APP-TA TA
Plazamate
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TABLE 3A: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO Note 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer(s) Top Insulation Layer Roof Cover (Note 15)
Sys. Deck e e MDP
No. (Note 1) T ac T ac Base Pl Pl Cap Pl (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly v ap Fly
(Optional) Min. 0.5-inch Trisotech G,
Min. 2.500 psi Trisotech CGF, Trisotech, H-Shield, Min. 0.25-inch SECUROCK Gypsum-Fiber (Optional) One BP- BP-CA1 SBS-
c-26 stru;:tL;raI P Multi-Max FA3, Elevate ISOGARD CG or LRFIA or Roof Board or min. 0.5-inch SECUROCK LRFIA or BP-AA SBS-AA CA1l or SBS-CA1 or CA1l, BP-AA, 180.0
’ concrete Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) Cement Roof Board or min. 7/16-inch LRFIA(BG) ! one or more BP-AA, | SBS-AA or APP- '
Brand Roofmate, Highload 60 or DEXcell Cement Roof Board SBS-AA or APP-TA TA
Plazamate
Min. 2,500 psi Min. 0.125-inch TremBoard AC or min.
o ) ) ) ) 0.5-inch Structodek HD with Primed Red (Optional) One or
C-27. zz':cc::tr:.l ASTM '(I'?izztoence:) Min. 1.5-inch Trisotech G or Hot asphalt | Coating, DensDeck Prime, DEXcell FA Hot asphalt BP-AA, SBS-AA more BP-CA1 or 52-1CA1, SBS- -60.0
D41 rim’ed Glass Mat Roof Board or SECUROCK SBS-CA1
P Gypsum-Fiber Roof Board
Min. 2,500 psi Min. 0.125-inch Tre/RBoRggl> ORIy (Optional) One BP- | BP-CA1 SBS-
structural 0.5-inch Structodek HD with Primed Red CA1 or SBS-CAL or CAL BP-AA
C-28. (Optional) Min. 1.5-inch Trisotech G Hot asphalt Coating or min. 0.25-inch DensDeck Hot asphalt BP-AA, SBS-AA ! ‘ -180.0
concrete; ASTM . one or more BP-AA, | SBS-AA or APP-
D41 primed Prime, DEXcell FA Glass Mat Roof Board SBS-AA or APP-TA TA
P or SECUROCK Gypsum-Fiber Roof Board
Min. 2,500 psi POWERply Endure | (Optional) POWERply | POWERply Endure
c-29 structural (Optional) Min. 1.5-inch Trisotech or Hot asphalt Min. 0.5-inch Structodek HD with Hot asphalt 100, 200, 300 or Endure 100, 200, 300 100, 200, 300 or 2625
’ concrete; ASTM | Trisotech G P Primed Red Coating P 320 Smooth in or 320 Smooth in hot 320 FRin hot :
D41 primed hot asphalt asphalt asphalt
Min. 2,500 psi Min. 0.125-inch TremBoard AC or min. POWERply Endure | (Optional) POWERply POWERply Endure
€-30 structural (Optional) Min. 1.5-inch Trisotech or Hot asbhalt 0.25-inch DenDeck, DensDeck Prime, Hot asphalt 100, 200, 300 or Endure 100, 200, 300 100, 200, 300 or 2775
’ concrete; ASTM Trisotech G P DEXcell FA Glass Mat Roof Board or P 320 Smooth in or 320 Smooth in hot 320 FRin hot ’
D41 primed SECUROCK Gypsum-Fiber Roof Board hot asphalt asphalt asphalt
(Optional) Min. 0.5-inch Trisotech G,
Trisotech CGF, Trisotech, H-Shield
Min. 2,500 psi ) ! ! ’ Min. 0.125-inch TremBoard AC or min. .
! Multi-Max FA3, Elevate ISOGARD CG or LRFIA or X . . LRFIA or (Optional) One SBS-
-31. | ! . .5-inch k HD hP R - - - .
c31 z::cc::t': Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) 2:;?: Structodek HD with Primed Red | oy 5) SBS-AA AA, SBS-TA SBS-TA 165.0
Brand Roofmate, Highload 60 or g
Plazamate
(Optional) Min. 0.5-inch Trisotech G,
Min. 2,500 psi Trisotech CGF, Trisotech, H-Shield, Min. 0.25-inch SECUROCK Gypsum-Fiber
c-32 stru;:tl;ral P Multi-Max FA3, Elevate ISOGARD CG or LRFIA or Roof Board or min. 0.5-inch SECUROCK LRFIA or SBS-AA (Optional) One SBS- SBS-TA -180.0
’ concrete Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) Cement Roof Board or min. 7/16-inch LRFIA(BG) AA, SBS-TA '
Brand Roofmate, Highload 60 or DEXcell Cement Roof Board
Plazamate
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TABLE 3A: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO Note 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer(s) Top Insulation Layer Roof Cover (Note 15)
Sys. Deck e e MDP
No. (Note 1) T ac T ac Base Pl Pl PI (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly v Cap Ply
Min. 2,500 psi
strlzctL;ral pst (Optional) Min. 1.5-inch Trisotech G, Min. 0.125-inch TremBoard AC or min. (Optional) One SBS-
C-33. Trisotech, Elevate ISOGARD GL or Multi- Hot asphalt | 0.5-inch Structodek HD with Primed Red | Hot asphalt SBS-AA P SBS-TA -180.0
concrete; ASTM Max FA3 Coatin AA, SBS-TA
D41 primed g
SEBS-APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional) | Additional
Min. 2.500 osi Min. 1-inch base insulation Lavyer(s) LT;FTA: ;RGF'A
n. . . . . ;
can | e P | Min. 2-inch Trisotech G, Trisotech CGF, | LRFIA or Coverboard: Min. 1-inch MonoBoard orLAFIAB®) | Bp-seBs or sBs- | (Optional) BP-SEBS, | oo oo 0.0+
’ concrete Trisotech or H-Shield LRFIA(BG) Plus or Min. 2-inch TopRock DD Plus (no m' SEBS SBS-SEBS '
extrapolation permitted for ribbon LRFIA(BG), 6-
attachment) inch o.c.
(Optional) Min. 0.5-inch Trisotech G,
Trisotech CGF, Trisotech, H-Shield
Min. 2 i . ! ! g Min. 0.125-inch T B Al in. .
a5 s 259051 | Multi-Max FA3, Elevate ISOGARD CG or | LRFIAor | M O-125-nch d;ET'Doﬁfh ot | RFAor BP-SEBS, SBS- | (Optional) BP-SEBS, | (oo (o 1650
’ concrete Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) Cloatin LRFIA(BG) SEBS SBS-SEBS '
Brand Roofmate, Highload 60 or g
Plazamate
Min. 1-inch Trisotech G, Trisotech CGF,
Min. 2,500 psi Trisotech, EnergyGuard Polyiso
C-36 stru.ctL;raI P Insulation, H-Shield, Elevate ISOGARD LRFIA or Min. 0.625-inch SECUROCK Gypsum- LRFIA or BP-SEBS, SBS- (Optional) BP-SEBS, SBS-SEBS 195.0
i GL, Multi-Max FA-3, Elevate ISOGARD LRFIA(BG) Fiber Roof Board LRFIA(BG) SEBS SBS-SEBS '
concrete
CG, UltraMax or Styrofoam Brand
Roofmate, Highload 60 or Plazamate
Min. 2,500 psi . . . .
! . . LRFIA or Min. 0.25-inch DensDeck Prime or LRFIA or BP-SEBS, SBS- (Optional) BP-SEBS,
-37. tructural Min. 1-inch | If IX EP! . BS-SEB -225.
37 zc::ccr:tr: in. 1-inch Insulfoam IX EPS LRFIA(BG) | SECUROCK Gypsum-Fiber Roof Board LRFIA(BG) SEBS SBS-SEBS SBS-SEBS >0
(Optional) Min. 0.5-inch Trisotech G,
Min. 2,500 psi Trisotech CGF, Trisotech, H-Shield,
i Multi-Max FA3, Elevate ISOGARD CG or LRFIA or . . . LRFIA or BP-SEBS, SBS- (Optional) BP-SEBS
38 z::f::t':‘ Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) | Min-0-25-inch DensDeck Prime LRFIA(BG) SEBS SBS-SEBS SBS-SEBS 2625
Brand Roofmate, Highload 60 or
Plazamate
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TABLE 3A: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO Note 16 FOR VAPOR BARRIER OPTIONS

NEmoO | etc.e

Base Insulation Layer(s) Top Insulation Layer Roof Cover (Note 15)
Sys. Deck e e MDP
No. (Note 1) T ac T ac Base Pl Pl Cap Pl (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly v ap Fly
(Optional) Min. 0.5-inch Trisotech G,
Min. 2.500 psi Trisotech CGF, Trisotech, H-Shield, Min. 0.25-inch SECUROCK Gypsum-Fiber
-39 stru;:tL;raI P Multi-Max FA3, Elevate ISOGARD CG or LRFIA or Roof Board or 0.5-inch SECUROCK LRFIA or BP-SEBS, SBS- (Optional) BP-SEBS, SBS-SEBS 285.0
’ concrete Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) Cement Roof Board or min. 7/16-inch LRFIA(BG) SEBS SBS-SEBS '
Brand Roofmate, Highload 60 or DEXcell Cement Roof Board
Plazamate
Min. 2,500 psi . . . . . . .
! (Optional) Min. 1.5-inch Trisotech G, Min. 0.125-inch TremBoard AC or min. .
| BP-SEBS, SBS- 1) BP-SEB:!
C-40, | Structura Trisotech, Elevate ISOGARD GL or Multi- | Hot asphalt | 0.5-inch Structodek HD with Primed Red | Hot asphalt SEBS, SBS (Optional) BP-SEBS, | (o crpe -180.0
concrete; ASTM . SEBS SBS-SEBS
. Max FA3 Coating
D41 primed
Min. 2,500 psi POWERply Endure | (Optional) POWERply | POWERply Endure
structural (Optional) Min. 1.5-inch Trisotech or Min. 0.5-inch Structodek HD with 100, 200, 300 or Endure 100, 200, 300 100, 200, 300 or
G411 Concrete; ASTM | Trisotech G Hotasphalt | o i Red Coating Hotasphalt | 330 smoothin | or 320 Smoothin 320 FRin 2623
D41 primed THERMastic 80 THERMastic 80 THERMastic 80
Min. 2,500 psi Min. 0.125-inch TremBoard AC or min. POWERply Endure | (Optional) POWERply POWERply Endure
c-a2 structural (Optional) Min. 1.5-inch Trisotech or Hot asphalt 0.25-inch DenDeck, DensDeck Prime, Hot asphalt 100, 200, 300 or Endure 100, 200, 300 100, 200, 300 or 2775
’ concrete; ASTM Trisotech G P DEXcell FA Glass Mat Roof Board or P 320 Smooth in or 320 Smooth in 320FRin '
D41 primed SECUROCK Gypsum—Fiber Roof Board THERMastic 80 THERMastic 80 THERMastic 80
TORCH-APPLIED BASE PLY:
Additional Insulation Layer(s): (Optional) | Additional
Min. 2.500 osi Min. 1-inch base insulation Laver(s) L(:FTA:(II;ZF)M
in. 2, psi ) . . ) ) . or
Min. 2-inch Trisotech G, Trisotech CGF LRFIA or Coverboard: Min. 1-inch MonoBoard .
C-43. tructural ! ! TN C board: SBS-TA Opti 1) SBS-TA SBS-TA -60.0*
z;:ccr::: Trisotech or H-Shield LRFIA(BG) Plus or Min. 2-inch TopRock DD Plus (no ﬁ (Optional)
extrapolation permitted for ribbon LRFIA(BG), 6-
attachment) inch o.c.
(Optional) Min. 0.5-inch Trisotech G,
Min. 2,500 psi Trisotech CGF, Trisotech, H-Shield,
. Multi-Max FA3, Elevate ISOGARD CG or LRFIA or Min. 0.25-inch SECUROCK Gypsum-Fiber | LRFIA or (Optional) APP-TA,
-44. tructural . . APP-TA, SBS-TA ’ APP-TA, SBS-TA -180.
ca4 S Ultra-Max or min. L-inch Styrofoam LRFIA(BG) | Roof Board LRFIA(BG) 58S SBS-TA 585 80.0
Brand Roofmate, Highload 60 or
Plazamate
Min. 1-inch Trisotech G, Trisotech CGF,
Min. 2,500 psi Trisotech, EnergyGuard Polyiso
c Insulation, H-Shield, Elevate ISOGARD LRFIA or Min. 0.625-inch SECUROCK Gypsum- LRFIA or .
Cas zg:cc::::' GL, Multi-Max FA-3, Elevate ISOGARD LRFIA(BG) | Fiber Roof Board LRFIA(BG) SBS-TA (Optional) SBS-TA | SBS-TA -195.0
CG, UltraMax or Styrofoam Brand
Roofmate, Highload 60 or Plazamate
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Nemo | etc.e

TABLE 3A: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

REFER TO Note 16 FOR VAPOR BARRIER OPTIONS

Base Insulation Layer(s) Top Insulation Layer Roof Cover (Note 15)
Sys. Deck e e MDP
No. (Note 1) T ac T ac Base PI PI Pl (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly v Cap Ply
(Optional) Min. 0.5-inch Trisotech G,
Trisotech CGF, Trisotech, H-Shield
Min. 2,500 psi ) ! ! , Min. 0.5-inch SECUROCK Cement Roof .
’ Multi-Max FA3, Elevate ISOGARD CG or LRFIA or . X LRFIA or (Optional) APP-TA,
C-46. z:)r:;:::::l Ultra-Max or min. 1-inch Styrofoam LRFIA(BG) gzz;deg:zm. 7/16-inch DEXcell Cement LRFIA(BG) APP-TA, SBS-TA SBS-TA APP-TA, SBS-TA -262.5
Brand Roofmate, Highload 60 or
Plazamate

TABLE 38: STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE F: NON-INSULATED, BONDED ROOF COVER

System Deck . Roof Cover (Note 15) MDP
Primer

No. (Note 1) Base Ply Ply Cap Ply (psf)
C-47. Min. 2,500 psi structural concrete | None BP-CA1, SBS-CA-1 (Optional) One or more BP-CA1 or SBS-CA1 BP-CA1, SBS-CA1 -60.0
C-48. Min. 2,500 psi structural concrete | ASTM D41 POWERply Standard Smooth HW, torch-applied | (Optional) POWERply Standard Smooth HW, torch-applied SBS-TA -315.0
C-49. Min. 2,500 psi structural concrete | TREMprime WB Primer BP-CA6 or SBS-CA6 (Optional) One or more BP-CA6 or SBS-CA6 EZ_GCAG or SBS- -372.5
C-50. Min. 2,500 psi structural concrete | ASTM D41 APP-TA (Optional) APP-TA APP-TA -465.0
C-51. Min. 2,500 psi structural concrete | None BP-CA5, SBS-CA5 (Optional) BP-CA5, SBS-CA5 BP-CA5, SBS-CA5 -802.5
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TABLE 4A: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS - REROOF (TEAR-OFF)

SYSTEM TYPE A-1: LWC TO DECK, BONDED INSULATION, BONDED ROOF COVER

Syst Lightweight Concrete (Note 14) Base Insulation Layer Coverboard Roof Cover (Note 15) e
ystem
Deck (Note 1)
No. Type Surfacing Type N/-:tta:l; . Type N A:tta:l; . Base Ply Ply Cap Ply (psf)*
! otes 6,7/, [ ] otes 0,7/, )_
PRE-EXISTENT CELLULAR LWC (NoOTE 14A):
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
. Pre-existent (re-roof )
Min. 22 ga.:j only), min. 2-inch For reroof (tear- (O‘pt|0n.al) One; or more layers, .
type B, Gra e. thick cellular off), repair LWC M!n. 1-inch Trlsot‘ech G, Min. 0.25-inch BP-CA1 (Optional)
40 steel or min. . . . Trisotech CGF, Trisotech, LRFIA or LRFIA or One or more BP-CAl or
LWC-1. ) lightweight concrete | spalls with Celcore > ) SECUROCK Gypsum- or SBS- -52.5
2,500 psi C ive: 350 bsi | SBS (Sanded EnergyGuard Polyiso Insulation, LRFIA(BG) Fiber Roof Board LRFIA(BG) CA1 BP-CAl or SBS-CA1
structural ompressive: 55U psl (Sande H-Shield, Elevate ISOGARD GL, SBS-CAL
concrete Withdrawal, Trufast | Bonding Surface) Multi-Max FA3
Versa-Fast: 260 Ibf
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 22 Pre-existent (re-roof )
in. 22 ga., only), min. 2-inch For reroof (tear- (Optional) One or more layers, (Optional)
type B, Grade . . Min. 1-inch Trisotech G, . )
) thick cellular off), repair LWC Min. 0.25-inch BP-CA6 Oneormore | BP-CA1, BP-
40 steel or min. K . X Trisotech CGF, Trisotech, LRFIA or LRFIA or !
LWC-2. ) lightweight concrete | spalls with Celcore . ) SECUROCK Gypsum- or SBS- BP-CA1, BP- CA6, SBS-CA1 | -52.5
2,500 psi . . EnergyGuard Polyiso Insulation, LRFIA(BG) ) LRFIA(BG)
Compressive: 350 psi | SBS (Sanded - Fiber Roof Board CA6 CA6, SBS-CA1 or SBS-CA6
structural X H-Shield, Elevate ISOGARD GL,
concrete Withdrawal, Trufast Bonding Surface) Multi-Max FA3 or SBS-CA6
Versa-Fast: 260 Ibf
Pre-existent (re-roof
only), min. 2-inch . . Min. 0.5-inch DensDeck
. thick cellular (Optional) Re.palr p Prime, SECUROCK (Optional)
Min. 22 ga., lightweight concrete LWC spalls with (Optional) F)ne ?r morg LRFIA or Gypsum-Fiber Roof LRFIA or BP-CA6 One or more BP-CA6 or
LWC-3. | type BV, Grade Compressive: 500 psi Celcore SBS layer(s), min. 1-inch Trisotech LRFIA(BG), Board or SECUROCK LRFIA(BG), or SBS- BP-CAG or SBS-CAG -82.5
40 steel ) P : P (Sanded Bonding G, Trisotech CGF or Trisotech 6-inch o.c. Cement Roof Board or 6-inch o.c. CA6
Withdrawal, Trufast surface) min. 7/16-inch DEXcell SBS-CA6
FM-90 Base Sheet Cement Roof Board
Fastener: 170 Ibf
Pre-existent (re-roof
only), min. 2-inch (Opti )R . Min. 0.5-inch DensDeck
thick cellular REON=gRERlr ; Prime, SECUROCK )
Min. 2,500 psi | |, : LWC spalls with (Optional) One or more LRFIA or Gypsum-Fiber Roof LRFIA or gp-.cag | (Optional)
lightweight concrete layer(s), min. 0.5-inch One or more | BP-CA6 or
LWC-4. structural C ive: 500 osi Celcore SBS Trisotech G. Trisotech CGF LRFIA(BG), Board or SECUROCK LRFIA(BG), or SBS- BP-CAG SBS-CAG -277.5
concrete ompressive: psi (sanded Bonding r!so ech G, Trisotec| or 6-inch o.c. Cement Roof Board or 6-inch o.c. CAG E or -
Withdrawal, Trufast | ¢ e o) Trisotech min. 7/16-inch DEXcell SBS-CA6
FM-90 Base Sheet Cement Roof Board
Fastener: 170 Ibf
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
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NEmoO | etc.e
TABLE 4A: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS - REROOF (TEAR-OFF)

SYSTEM TYPE A-1: LWC TO DECK, BONDED INSULATION, BONDED ROOF COVER

Syst Lightweight Concrete (Note 14) Base Insulation Layer Coverboard Roof Cover (Note 15) e
ystem
Deck (Note 1)
No. Type Surfacing Type FHEED Type LBEED Base Ply Ply Cap Ply (psf)*
(Notes 6,7,8) (Notes 6,7,8)
. Pre-existent (re-roof )
L\/Im. ;ZGga.:j only), min. 2-inch For reroof (tear- (Optional) One or more layers,
e rade . in. 1-i i i
ype b, i thick cellular off), repair LWC M!n. 1-inch Trlsot.ech G, Min. 0.25-inch BP-CAS (Optional)
40 steel or min. . . . Trisotech CGF, Trisotech, LRFIA or LRFIA or One or more BP-CAS5 or
LWC-5. ) lightweight concrete | spalls with Celcore ’ . SECUROCK Gypsum- or SBS- -52.5
2,500 psi C ive: 350 psi SBS (Sanded EnergyGuard Polyiso Insulation, LRFIA(BG) Fiber Roof Board LRFIA(BG) CAS BP-CAS or SBS-CA5
structural OMPressive: 550 psl (Sande H-Shield, Elevate ISOGARD GL, SBS-CAS
concrete Withdrawal, Trufast Bonding Surface) Multi-Max FA3
Versa-Fast: 260 Ibf
Pre-existent (re-roof Min. 0.5-inch DensDeck
only), min. 2-inch . . Prime, DEXcell FA Glass
W thick cellular {(\ilp(t:mnalll) Re.pslr ootional] O ra Mat Roof Board, (Optional)
in. 22 ga., lightweight concrete spalls wit (Optional) ( ne 9r morf-‘: or SFCUROCK Gypsum- LRFIA, 6- BP-CA5 One or more BP-CAS or
LWC-6. | type BV, Grade Compressive: 500 psi Celcore SBS layer(s), min. 1-inch Trisotech LRFIA(BG), Fiber Roof Board or inch o.c or SBS- BP-CAS or SBS-CAS -82.5
40 steel ) P ) P (Sanded Bonding G, Trisotech CGF or Trisotech 6-inch o.c. SECUROCK Cement Roof - CA5 SBS-CAS
Withdrawal, Trufast Surface) Board or min. 7/16-inch A
FM-90 Base Sheet DEXcell Cement Roof
Fastener: 170 Ibf Board
Min. 0.125-inch
Pre-existent (re-roof TremBoard AC or min.
only), min. 2-inch (Optional) Repai 0.5-inch DensDeck
. tional) Repair ) ;
thick cellular p Prime, DEXcell FA Glass .
Min. 2,500 psi | . . LWC spalls with (Optional) One or more LRFIA or Mat Roof Board, gp.cas | (Optional)
lightweight concrete layer(s), min. 0.5-inch LRFIA, 6- One or more BP-CAS or
LWC-7. | structural . . | Celcore SBS ’ . LRFIA(BG), SECUROCK Gypsum- . or SBS- -277.5
Compressive: 500 psi . Trisotech G, Trisotech CGF or ) ) inch o.c. BP-CAS5 or SBS-CAS5
concrete ) (Sanded Bonding . 6-inch o.c. Fiber Roof Board or CA5 SBS-CAS
Withdrawal, Trufast surface) Trisotech SECUROCK Cement Roof -
FM-90 Base Sheet Board or min. 7/16-inch
Fastener: 170 Ibf DEXcell Cement Roof
Board
ASPHALT APPLIED BASE PLY:
— Pre-existent (re-roof )
l\/lln. : Gga.Zj only), min. 2-inch For reroof (tear- (Optional) One or more layers,
4\:)pseteé| Ofme;n thick cellular off), repair LWC x:?&tle::;cgggls;:'ti:;?ec; LRFIA or Min. 0.25-inch LRFIA or BP-AA (C?Ali)ltlggall-\)/-\BP ii CSAélS’ (Bilzl
y " | lightweight concrete i 4 ¢ - o P oY s 223705 -
LWC8. | 5 500 psi Cg g« 350 0ai ;';asns‘sw'zlh gelcore EnergyGuard Polyiso Insulation, | LRFIA(BG) ifbcel:':{(;gffgap;”m LRFIA(BG) SBS-AA | SBS-CAL, SBS- | SBS-AAor 52.5
structural ompressive: 350 psi (52 H-Shield, Elevate ISOGARD GL, AAor APP-TA | APP-TA
concrete Withdrawal, Trufast Bonding Surface) Multi-Max FA3
Versa-Fast: 260 Ibf
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TABLE 4A: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS - REROOF (TEAR-OFF)

SYSTEM TYPE A-1: LWC TO DECK, BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Syst Lightweight Concrete (Note 14) Base Insulation Layer Coverboard Roof Cover (Note 15) e
ystem
Deck (Note 1) Attach Attach
No. Type Surfacin Type Type Base PI Pl Cap Pl (psf)*
yp e yp (Notes 6,7,8) yp (Notes 6,7,8) Y v PFY
. Pre-existent (re-roof )
Min. 22 ga.:j only), min. 2-inch For reroof (tear- (O.ptlon.al) Om'e or more layers, )
%petB, IGra e. thick cellular off), repair LWC M!n. 1—|r}11c(}:1GTr|sot.ech GA Min. 0.25-inch A g)ptlonal)
LWC-9. steelormin. | jishtweight concrete | spalls with Celcore | | >0tech CGF, Trisotech, LRFIA or SECUROCK Gypsum- N SBS-AA neormore | cps.TA 525
2,500 psi C ive: 350 psi | SBS (Sanded EnergyGuard Polyiso Insulation, LRFIA(BG) Fiber Roof Board LRFIA(BG) SBS-AA, SBS-
structural ompressive: 350 psi (Sande H-Shield, Elevate ISOGARD GL, TA
concrete Withdrawal, Trufast Bonding Surface) Multi-Max FA3
Versa-Fast: 260 Ibf
Pre-existent (re-roof Min. 0.5-inch DensDeck
only), min. 2-inch . . Prime, DEXcell FA Glass .
Min. 22 thick cellular f.(\j\/p(tilonalll) Re'pslr Opti I)O LRFIA s, S i g)ptlonal) BP-CAL, BP-
in. 22 ga., lightweight concrete spalls wit (Optiona ). ne or more or chUROCK Gypsum- LRFIA, 6- BP-AA, ne or more AA, SBS-CAL,
LWC-10. | type BV, Grade Compressive: 500 psi Celcore SBS layer(s), min. 1-inch Trisotech LRFIA(BG), Fiber Roof Board or inch o.c SBS-AA BP-AA, SBS- SBS-AA or -82.5
40 steel ) P ) P (Sanded Bonding G, Trisotech CGF or Trisotech 6-inch o.c. SECUROCK Cement Roof - AA or APP-
Withdrawal, Trufast Surface) Board or min. 7/16-inch TA APP-TA
FM-90 Base Sheet DEXcell Cement Roof
Fastener: 170 Ibf Board
Min. 0.125-inch
Pre-existent (re-roof TremBoard AC or min.
only), min. 2-inch . . 0.5-inch DensDeck .
Min. 2.500 osi thick cellular f_(\)AS)(t:mnalll) Re.i)slr (Optional) One or more Prime, DEXcell FA Glass (OOptlonaI) BP-CA1, BP-
in. 2,500 psi | |opieiont concrete spalls wi G LRFIA or Mat Roof Board, ! i ne or more :
LWC-11. | structural gntweign | celcore sBs layer(s), min. 0.5-inch LRFIA(BG), | SECUROCK Gypsum- LRFIA, 6 BP-AA, | gpan, ses. | AAVSBSCAL oo
Compressive: 500 psi . Trisotech G, Trisotech CGF or ) ) inch o.c. SBS-AA SBS-AA, SBS-
concrete . (Sanded Bonding X 6-inch o.c. Fiber Roof Board or AA, SBS-TA
Withdrawal, Trufast Surface) Trisotech SECUROCK Cement Roof or APP-TA TA or APP-TA
FM-90 Base Sheet Board or min. 7/16-inch
Fastener: 170 Ibf DEXcell Cement Roof
Board
SEBS APPLIED BASE PLY:
— Pre-existent (re-roof )
l\/lln. : Gga.Zj only), min. 2-inch For reroof (tear- (Optnonal)hOne or mrc:re layers,
ype B, Grade : N Min. 1-inch Trisotech G . . .
- thick cellular off), repair LWC ) ; ’ Min. 0.25-inch (Optional) BP-
Lwe-12, | 40steetormin. | ot veight concrete | spalls with Celcore | 1s0tech CGF, Trisotech, LRFIA or SECUROCK Gypsum- LRFIA or BP-SEBS, | Segs, sBs- SBS-SEBS 525
2,500 psi C ive: 350 bsi | SBS (Sanded EnergyGuard Polyiso Insulation, LRFIA(BG) Fiber Roof Board LRFIA(BG) SBS-SEBS SEBS
structural ompressive: 350 psi (Sande H-Shield, Elevate ISOGARD GL,
concrete Withdrawal, Trufast Bonding Surface) Multi-Max FA3
Versa-Fast: 260 Ibf
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TABLE 4A: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS - REROOF (TEAR-OFF)

SYSTEM TYPE A-1: LWC TO DECK, BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Syst Lightweight Concrete (Note 14) Base Insulation Layer Coverboard Roof Cover (Note 15) e
ystem
Deck (Note 1) R
No. Type Surfacing Type FHEED Type LBEED Base Ply Ply Cap Ply (psf)*
(Notes 6,7,8) (Notes 6,7,8)
Pre-existent (re-roof Min. 0.5-inch DensDeck
only), min. 2-inch ) ) Prime, DEXcell FA Glass
thick cellular (Optional) Re.palr Mat Roof Board,
Min. 22 ga., lightweight concrete | -WC spalls with (Optional) One or more LRFIA or SECUROCK Gypsum- LRFIA, 6- Bp-seps, | (Optional) BP-
LWC-13. | type BV, Grade Compressive: 500 psi Celcore SBS layer(s), min. 1-inch Trisotech LRFIA(BG), Fiber Roof Board or inch o.c SBS-SEBS SEBS, SBS- SBS-SEBS -82.5
40 steel ) P : P (Sanded Bonding G, Trisotech CGF or Trisotech 6-inch o.c. SECUROCK Cement Roof o SEBS
Withdrawal, Trufast Surface) Board or min. 7/16-inch
FM-90 Base Sheet DEXcell Cement Roof
Fastener: 170 Ibf Board
Min. 0.125-inch
Pre-existent (re-roof TremBoard AC or min.
only), min. 2-inch . . 0.5-inch DensDeck
Min. 2,500 osi thick cellular f_e\%lonalll) Reg:lr (Optional) One or more Prime, DEXcell FA Glass |
n. ; ) ) )
- 2200PS | ightweight concrete spafls wi layer(s), min. 0.5-inch \§FiA g Maggoof Board, LRFIA, 6- gp-sgas, | (Optional) BP
LWC-14. | structural C ive: 500 psi Celcore SBS Trisotech G, Trisotech CGF or LRFIA(BG), SECUROCK Gypsum- inch o.c SBS-SEBS SEBS, SBS- SBS-SEBS -277.5
concrete o.mpresswe. pst (Sanded Bonding {so ech &, frisotec 0 6-inch o.c. Fiber Roof Board or - SEBS
Withdrawal, Trufast | ¢ ¢ o) Trisotech SECUROCK Cement Roof
FM-90 Base Sheet Board or min. 7/16-inch
Fastener: 170 Ibf DEXcell Cement Roof
Board
TORCH APPLIED BASE PLY:
. Pre-existent (re-roof )
:/Im. *-E’ZGga.:j only), min. 2-inch For reroof (tear- (Opt|onal)h0ne or m}(])l: layers,
ype B, Grade thick cellular . Min. 1-inch Trisotech G, . . .
; off), repair LWC ) s Min. 0.25-inch (Optional)
4 | or min. K . ! B B -
LWC-15. 0 stee 9 i lightweight concrete spalls with Celcore Trisotech CGF, Trl_f.otech, ) LRFIA or SECUROCK Gypsum- LRFIA or APP-TA APP-TA, SBS- APP-TA, SBS 525
2,500 psi C ive: 350 psi | SBS (Sanded EnergyGuard Polyiso Insulation, LRFIA(BG) Fiber Roof Board LRFIA(BG) or SBS-TA TA TA
structural ompressive: 35U psi >ande H-Shield, Elevate ISOGARD GL,
concrete Withdrawal, Trufast | Bonding Surface) Multi-Max FA3
Versa-Fast: 260 Ibf
Pre-existent (re-roof Min. 0.5-inch DensDeck
only), min. 2-inch . . Prime, DEXcell FA Glass
thick cellular (Optional) Repair Mat Roof Board,
Min. 22 ga. K . LWC spalls with (Optional) One or more LRFIA or SECUROCK Gypsum- (Optional)
’ lightweight concrete e . - X
LWC-16. | type BV, Grade Cim refsive' 500 psi Celcore SBS layer(s), min. 1-inch Trisotech LRFIA(BG), Fiber Roof Board or :'chFr:/':)’ S ﬁ:’:BTS/:\TA APP-TA or Q;SP_:: or -82.5
40 steel ; P : P (Sanded Bonding G, Trisotech CGF or Trisotech 6-inch o.c. SECUROCK Cement Roof - SBS-TA
Withdrawal, Trufast | ¢ e ) Board or min. 7/16-inch
FM-90 Base Sheet DEXcell Cement Roof
Fastener: 170 Ibf Board
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NEmoO | etc.e
TABLE 4A: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS - REROOF (TEAR-OFF)

SYSTEM TYPE A-1: LWC TO DECK, BONDED INSULATION, BONDED ROOF COVER

Syst Lightweight Concrete (Note 14) Base Insulation Layer Coverboard Roof Cover (Note 15) e
ystem
Deck (Note 1) Attach Attach
No. Type Surfacin Type Type Base Pl Pl Cap Pl (psf)*
yp e e (Notes 6,7,8) e (Notes 6,7,8) Y & SRy
Pre-existent (re-roof Min. 0.5-inch DensDeck
only), min. 2-inch Prime, DEXcell FA Glass

thick cellular (Optional) Repair (Optional) One or more Mat Roof Board,

Min. 2,500 psi lightweight concrete LWC spalls with layer(s), min. 0.5-inch LRFIA or SFCUROCK SRS LRFIA, 6- APP-TA (Optional) APP-TA or
LWC-17. | structural . . Celcore SBS ! . LRFIA(BG), Fiber Roof Board or \ Y APP-TA or -277.5
concrete Compressive: 500 psi (Sanded Bonding Tr!sotech G, Trisotech CGF or 6-inch o.c. SECUROCK Cement Roof inch o.c. or SBS-TA SBS-TA SBS-TA
Withdrawal, Trufast Surface) Trisotech Board or min. 7/16-inch
FM-90 Base Sheet DEXcell Cement Roof
Fastener: 170 Ibf Board

TABLE 4B: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

Lightweight Anchor Sheet Vapor Base Insulation Top Insulation Roof Cover (Note 15)
Sys Deck . MDP
No (Note 1) Concrete L Fasten Attach Barrier T Attach T Attach Base PI Pl Cap Pl f
. ote e ttacl e e ttacl ase a S
(Note 14) w (Note 11) (Note 15) o (Notes 6,7,8) o Y Y Ly
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
ELASTIZELL 7-inch o.c. at Min. 1-inch Trisotech G
T oon. BURmastic ! LRFIA or
FL4994): i S ; in. 0.25-i
Min. 22 ga., ( L A Composite Tremcq Twin 4 |nchAIaps Tr!sotech CGF, LRFIA(BG), Min. 0.25 |n§h (Optional)
type BV Min. 370 psi, Ply HT or Loc-Nail and 7-inch Trisotech, EnergyGuard ~10.5-inch o.c DensDeck Prime, One or
LWC-18 Gyr’;de 4'0 Min. 2-inch BURmastic Assembled o.c. at two Noneé Polyiso Insulation, H- (ribé)ons shal.l ! DEXcell FA Glass Mat LRFIA or BP-CA1lor more BP- BP-CA1lor 45.0
. thick, Elastizell R Fastener (2), equally Shield, Elevate ISOGARD Roof Board or LRFIA(BG) SBS-CA1 SBS-CA1 .
steel; 6 ft Composite i be over anchor CA1 or SBS-
span Range IlI Cellular Ply (min. 1.7- spaced, GL, Elevate ISOGARD sheet fastener SECUROCK Gypsum- CA1
P Concrete with . inch embed) staggered CG, Multi-Max FA3 or Fiber Roof Board
X Premium rows)
Zell-Crete Fibers center rows UltraMax
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Min. 1-inch Trisotech G, Min. 0.125-inch
ELASTIZELL ‘ Zsinch o.c. at Tr!sotech CGF, Trem.Board AC or min.
(FL4994): BURmastic Tremco Twin a-inch laps Trisotech, EnergyGuard LRFIA or 0.25-inch DensDeck
Min. 22 ga., M 370' . Composite Loc-Nail and 7-inch (Optional) Polyiso Insulation, H- LRFIA(BG), Prime, DEXcell FA Glass
type BV, M!n- i phS" Ply HT or As(s:embled . tvto BP’—)CAS or Shield, Elevate ISOGARD ~10.5-inch o.c. Mat Roof Board or LRFIA oF BP-CAS or (Optional)
LWC-19.| Grade 40 thfnl'( é:”ct, | BURmastic | > (2‘) s SBS-CAS GL, Elevate ISOGARD (ribbons shall | SECUROCK Gypsum- LRFIA(BG) <BS.CAS BP-CASor | SBS-CAS -45.0
steel; 6 ft Ick, Hlastize Composite i P CG, Multi-Max FA3, be over anchor | Fiber Roof Board or min. SBS-CAS
Range Il Cellular (min. 1.7- spaced, (smooth) R
span " Ply . UltraMax or Styrofoam sheet fastener 0.5-inch SECUROCK
Concrete with . inch embed) staggered
Zell-C Fib Premium R rows Brand Roofmate, rows) Cement Roof Board or
ell-Crete Fibers Highload 60 or min. 7/16-inch DEXcell
Plazamate Cement Roof Board
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TABLE 4B: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

. Bl Lightweight Anchor Sheet Vapor Base Insulation Top Insulation Roof Cover (Note 15) MDP
ys N
Concrete Fasten Barrier Attach
No. (Note 1) Type Attach Type Type Attach Base Pl Pl Cap Pl (psf)
Note 14/ 0 (Note 11) Note 15 w2 (Notes 6,7,8) o Y v PIAD
Min. 1-inch Trisotech G,
ELASTIZELL BURmastic 7-nch o.c. at 1:::322: CE(r;':elrgyGuard LRFIA or
(FL4994): i N 4
Min. 22 ga., Min. 430 psi Composite I:)ir_‘:\lca?;wm :r:;c;ifcprf (Optional) Polyiso Insulation, H- LRFIA(BG), ~8-
type BV, M!n. i phS" Ply HT or Assembled o.c. at three BPF—)CAS or Shield, Elevate ISOGARD inch o.c. Min. 0.125-inch LRFIA or BP-CAS or (Optional)
LWC-20.| Grade 80 in. Z-inch BURmastic . GL, Elevate ISOGARD (ribbons shall g LRFIA(BG), BP-CASor | SBS-CAS 525
thick, Elastizell R Fastener (3), equally SBS-CAS R TremBoard AC R SBS-CAS
steel; 6 ft Composite i CG, Multi-Max FA3, be over anchor 8-inch o.c. SBS-CAS
Range Ill Cellular (min. 1.7- spaced, (smooth)
span . Ply . UltraMax or Styrofoam sheet fastener
Concrete with Premi inch embed) staggered Brand Roofmat )
Zell-Crete Fibers remium center rows rand Roofmate, rows
Highload 60 or
Plazamate
M T e
ELASTIZELL BURmastic 7-inch o.c. at Trisotech Enelr Guard LRFIA or DensDeck Prime,
A (FL4994): ; Tremco Twin | 4-inch laps N "EW DEXcell FA Glass Mat
Min. 22 ga., - . Composite . R . Polyiso Insulation, H- LRFIA(BG), ~8-
Min. 430 psi, Loc-Nail and 7-inch (Optional) . . Roof Board or .
type BV, Min. 2-inch Ply HT or Assembled o.c. at three BP-CAS or Shield, Elevate ISOGARD inch o.c. SECUROCK Gypsum- LRFIA or BP-CAS or (Optional)
LWC-21.| Grade 80 in. £-inch BURmastic N GL, Elevate ISOGARD (ribbons shall ; vP | rRIABG), BP-CASor | SBS-CAS -60.0
thick, Elastizell i Fastener (3), equally SBS-CAS R Fiber Roof Board or min. R SBS-CAS
steel; 6 ft Composite i CG, Multi-Max FA3, be over anchor R 8-inch o.c. SBS-CAS
Range IlI Cellular (min. 1.7- spaced, (smooth) 0.5-inch SECUROCK
span i Ply . UltraMax or Styrofoam sheet fastener
Concrete with . inch embed) staggered Cement Roof Board or
X Premium Brand Roofmate, rows) . .
Zell-Crete Fibers center rows . min. 7/16-inch DEXcell
Highload 60 or
Cement Roof Board
Plazamate
ASPHALT APPLIED BASE PLY:
. Trufast Versa . Min. 0.125-inch
otent | Preemstent, | ZE0ERC | e PN optonal) TremBoard AC o min
steel or min. 2-inch ol H'?I' or Plate; 2 screws and 12—i:ch BPF—)AA Min. 1.5-inch Trisotech 0.25-inch DensDeck, (Optional)
thick, min. 360 v . per plate ’ G, Trisotech, Elevate DensDeck Prime, BP-AA, P BP-AA or
LWC-22.| structural . BURmastic installed 180° o.c. at four SBS-AA or . Hot asphalt Hot asphalt BP-AA or -75.0
psi cellular R into the hol ISOGARD GL or Multi- DEXcell FA Glass Mat SBS-AA SBS-AA
concrete, X R Composite into the holes (4), equally SBS-TA SBS-AA
acceptable lightweight Ply of the plate spaced (smooth) Max FA3 Roof Board or
0 AHI concrete Premium (Field W/D > 67 center rows SECUROCK Gypsum-
Ibf) Fiber Roof Board
. Trufast Versa . Min. 0.125-inch
oeny | Preessent, | ZE0ORS | pmteers | RS | (optiona) TremBoard AC of min
min. 2-inch P Plate; 2 screws P P Min. 1.5-inch Trisotech 0.25-inch DensDeck, (Optional)
steel or thick, min. 360 Ply HT or per plate agg Tigdh BP-AA, G, Trisotech, Elevate DensDeck Prime One or
LWC-23.| structural Y BURmastic installed 180° o.c. at four SBS-AA or ’ ! . Hot asphalt ! Hot asphalt | SBS-AA SBS-TA -75.0
psi cellular R into the hol ISOGARD GL or Multi- DEXcell FA Glass Mat more SBS-
concrete, X K Composite into the holes (4), equally SBS-TA
acceptable lightweight Pl of the plate spaced (smooth) Max FA3 Roof Board or AA, SBS-TA
to A:J concrete Pryemium (Field W/D > 67 cZnter rows SECUROCK Gypsum-
1bf) Fiber Roof Board
SEBS APPLIED BASE PLY:
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TABLE 4B: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Anchor Sheet Vapor Base Insulation Top Insulation Roof Cover (Note 15)
Sys Deck ) MDP
No (Note 1) Conrete T Fasten Attach Barrier T Attach T Attach Base Pl Pl Cap Pl (psf)
. ote e ttac e e ttac ase a| S
(Note 14) P (Note 11) (Note 15) YP (Notes 6,7,8) yp y y p Ply
Pre- ) BURmastic Trufast Versa 6-inch o.c. at Min. 0.125-inch .
existent Pre-existent, Composite Fastener & 4-inch laps (Optional) TremBoged AC or .
min. 2-inch P Plate; 2 screws ap P Min. 1.5-inch Trisotech 0.25-inch DensDeck, .
steel or thick, min. 360 Ply HT or per plate and 12-inch BP-AA, G, Trisotech, Elevate DensDeck Prime BP-SEBS, (Optional)
LWC-24.| structural Y ’ BURmastic installed 180° o.c. at four SBS-AA or ! ! . Hot asphalt ! Hot asphalt ., BP-SEBS, SBS-SEBS -75.0
psi cellular . . ISOGARD GL or Multi- DEXcell FA Glass Mat SBS-SEBS
concrete, - A Composite into the holes (4), equally SBS-TA SBS-SEBS
lightweight of the plate Max FA3 Roof Board or
acceptable Ply the p spaced (smooth)
0 AHI concrete Premium (Field W/D > 67 center rows SECUROCK Gypsum-
Ibf) Fiber Roof Board
TORCH-APPLIED BASE PLY:
¥'r i':c')tt;cgg:wt“h G Min. 0.25-inch
ELASTIZELL BURmastic 7-inch o.c. at Trisotech, EnergyGuard | LRFIA or DensDeck Prime,
. (FL4994): R Tremco Twin 4-inch laps . ! Agy DEXcell FA Glass Mat
Min. 22 ga., N . Composite . . . Polyiso Insulation, H- LRFIA(BG),
type BV Min. 370 psi, Ply HT or Loc-Nail and 7-inch (Optional) | ¢\ .o Flevate ISOGARD | ~10.5-inch o.c. | [oofBoardor (Optional)
VP g Min. 2-inch . Assembled o.c. at two BP-CAS or ! L 2 SECUROCK Gypsum- LRFIA or APP-TA, APP-TA,
LWC-25.| Grade 40 X X BURmastic GL, Elevate ISOGARD (ribbons shall X . APP-TA, -45.0
thick, Elastizell . Fastener (2), equally SBS-CAS R Fiber Roof Board or min. LRFIA(BG) SBS-TA SBS-TA
steel; 6 ft Composite i CG, Multi-Max FA3, be over anchor R SBS-TA
Range Il Cellular (min. 1.7- spaced, (smooth) 0.5-inch SECUROCK
span i Ply . UltraMax or Styrofoam sheet fastener
Concrete with . inch embed) staggered Cement Roof Board or
X Premium Brand Roofmate, rows) . .
Zell-Crete Fibers center rows . min. 7/16-inch DEXcell
Highload 60 or
Cement Roof Board
Plazamate
x i':c')ttézchTF"wteCh G Min. 0.25-inch
ELASTIZELL BURmastic 7-inch o.c. at Trisotech, EnergyGuard | LRFIA or Densbeck Prime,
. (FL4994): R Tremco Twin 4-inch laps ‘ ! Agy DEXcell FA Glass Mat
Min. 22 ga., ‘ . Composite . . . Polyiso Insulation, H- LRFIA(BG), ~8-
Min. 430 psi, Loc-Nail and 7-inch (Optional) X . Roof Board or .
type BV, X R Ply HT or Shield, Elevate ISOGARD inch o.c. LRFIA or (Optional)
Min. 2-inch . Assembled o.c. at three BP-CAS or Ry SECUROCK Gypsum- APP-TA, APP-TA,
LWC-26.| Grade 80 X X BURmastic GL, Elevate ISOGARD (ribbons shall . . LRFIA(BG), APP-TA, -60.0
thick, Elastizell . Fastener (3), equally SBS-CA5 . Fiber Roof Board or min. R SBS-TA SBS-TA
steel; 6 ft Composite i CG, Multi-Max FA3, be over anchor R 8-inch o.c. SBS-TA
Range Il Cellular (min. 1.7- spaced, (smooth) 0.5-inch SECUROCK
span i Ply : UltraMax or Styrofoam sheet fastener
Concrete with . inch embed) staggered Cement Roof Board or
X Premium Brand Roofmate, rows) . .
Zell-Crete Fibers center rows . min. 7/16-inch DEXcell
Highload 60 or
Cement Roof Board
Plazamate
. Trufast Versa .
Z;ies-tent Pre-existent, ggr:mjss;ctl: Fastenci i::i: Ic;-c-sat (Optional) Min. 0.25-inch
steel or min. 2-inch Ply H"JI' or Platei 2screws and 12 i:Ch BPpAA Min. 1.5-inch Trisotech DensDeck Prime, (Optional)
. . per plate = Eaat : A B
LWC-27.| structural th{Ck’ min. 360 BURmastic installed 180° o.c. at four SBS-AA or G, Trisotech, Elevate‘ Hot asphalt DEXcell FA Glass Mat Hot asphalt APP-TA, APP-TA, APP-TA, -75.0
psi cellular i . h ISOGARD GL or Multi- Roof Board or SBS-TA SBS-TA
concrete, . A Composite into the holes (4), equally SBS-TA SBS-TA
lightweight of the plate Max FA3 SECUROCK Gypsum-
acceptable Ply i spaced (smooth) .
concrete . (Field W/D > 67 Fiber Roof Board
to AHJ Premium Ibf) center rows
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) Type Surfacing Type ::t:nlir Top Layer Attach Base Ply Ply Cap Ply (psf)
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Pre-existent, Base Layer(s): (Optional) One or
Min. 22 ga., r.e eX|.s e ) ver(s) (. P ; ) ) Trufast Versa
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC
type B, Grade thick, min spalls with Approved polyisocyanurate or Fastener & Plate; (Optional) One or | g5 ca1, B-ca
40 steel or L P PP polyisocya . 2 screws per plate | 1 per 2.7 ft2 BP-CA6 or SBS- | more BP-CA1, BP- Rt
. .| 350 psi Celcore SBS mineral wool insulation, loose laid X .. SBS-CA1 or SBS- -45.0
min. 2,500 psi ) ) ) installed 180° into | (12 per 4x8 ft board) CA6 CA6, SBS-CA1 or
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch CA6
structural ) . . the holes of the SBS-CA6
lightweight Surface) SECUROCK Gypsum-Fiber Roof «
concrete plate
concrete Board
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top - 2
LWC-28. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
A S 2 < <
O o o
202 O o
-exi Base L : (Optional) O 1 1.8 ft?
Min. 22 ga., Pr'e eX|.stent, . ase Layer(s) (. p pna) he or Trufast Versa per
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (12 plates per 4x8 ft
type B, Grade . R R . Fastener & Plate; o (Optional) One or
thick, min. spalls with Approved polyisocyanurate or board in field of BP-CA1, BP-CA6,
40 steel or . . . . . 2 screws per plate . BP-CA6 or SBS- | more BP-CA1, BP-
) .| 350 psi Celcore SBS mineral wool insulation, loose laid : o board, plus 1 part in SBS-CA1 or SBS- -60.0
min. 2,500 psi . X R installed 180° into CA6 CA6, SBS-CA1 or
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch corner, 2 parts on CA6
structural ; . . the holes of the SBS-CA6
concrete lightweight Surface) SECUROCK Gypsum-Fiber Roof plate* short edge and 3 parts
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A 3 <
LWC-29. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 214 Ibf. v v W
2 g S g G g e
D
O Lo g O
<
O 80 2 20 2 O
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) i astener (psf)
Type Surfacing Type e Top Layer Attach Base Ply Ply Cap Ply
Pre-existent, .
in. . . ) ! ) Base Layer(s): (Optional) One or
Min. 22 ga., min. 2-inch Repair LWC ver(s) (. P . ) . Trufast Versa 1 per 1.3 ft2
type B, Grade . X R more layers, min. 1-inch thick FBC Fastener & Plate; .
thick, min. spalls with . (18 plates per 4x8 ft (Optional) One or BP-CA1, BP-CA6,
40 steel or . Approved polyisocyanurate or 2 screws per plate L
; .| 350 psi Celcore SBS . } ) . . o board in field of SBS-CA6 more BP-CA6 or SBS-CA1 or SBS- -67.5
min. 2,500 psi . mineral wool insulation, loose laid installed 180° into
cellular (Sanded Bonding i R board, plus 6 parts on SBS-CA6 CA6
structural lishtweight Surface) Top Layer: Min. 0.125-inch the holes of the | dge)
concrete g g TremBoard AC plate* ong edge
concrete
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top
coat. Field withdrawal resistance testing (Note 11) shall yield minimum 180 Ibf.
LWC-30.
. Pre-existent Base Layer(s): (Optional) One or 1 per 1.3 ft2
Min. 22 ga., r.e ex'.s ent, . ver(s) (. P B ) ; Trufast Versa P
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (18 plates per 4x8 ft
type B, Grade . R R . Fastener & Plate; o .
thick, min. spalls with Approved polyisocyanurate or board in field of (Optional) One or | BP-CA1, BP-CA6,
40 steel or X . K A . 2 screws per plate i BP-CAG6 or SBS-
; .| 350 psi Celcore SBS mineral wool insulation, loose laid - o board, plus 1 part in more BP-CA6 or SBS-CA1 or SBS- -97.5
min. 2,500 psi ) . R installed 180° into CA6
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch corner, 2 parts on SBS-CA6 CA6
structural . . . the holes of the
lightweight Surface) SECUROCK Gypsum-Fiber Roof « short edge and 3 parts
concrete plate
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A v 3
coat. Field withdrawal resistance testing (Note 11) shall yield minimum 259 Ibf. e : 4 ¥ v
LWC-31. Lo 2 <O O L0 2
O e O
o2 O O O
Lo L2 L0 2
282 < 282 22

POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) i astener (psf)
Type Surfacing Type e Top Layer Attach Base Ply Ply Cap Ply
-exi Base Layer(s): (Optional) One or
Min. 22 ga., Pr.e eX|.stent, . ver(s) (. P . ) ) Trufast Versa
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC
type B, Grade thick, min spalls with Approved polyisocyanurate or Fastener & Plate; (Optional) O
40 steel or T P ; . ) ) 2 screws per plate | 1 per2.7 ft2 BP-CAS5 or SBS- ptional) D€ or | gp cAs5 or sBS-
; .| 350 psi Celcore SBS mineral wool insulation, loose laid . 5. more BP-CA5 or -45.0
min. 2,500 psi . . K installed 180° into | (12 per 4x8 ft board) CA5 CAS
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch SBS-CA5
structural . . . the holes of the
lightweight Surface) SECUROCK Gypsum-Fiber Roof %
concrete plate
concrete Board
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top - 3
LWC-32. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
RS 2 < <
O L0 2 O
O O O
-exi Base Layer(s): (Optional) One or 1 per 1.8 ft?
Min. 22 ga., Pr'e eX|.stent, . ver(s) (. pHo ) Y Trufast Versa P
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (12 plates per 4x8 ft
type B, Grade thick, min spalls with Approved polyisocyanurate or Fastener & Plate; board in field of Optional) O
40 steel or o P . . ; ) 2 screws per plate oarcdin tield o . BP-CAS5 or SBS- (Optional) One or BP-CA5 or SBS-
; .| 350 psi Celcore SBS mineral wool insulation, loose laid : .. board, plus 1 part in more BP-CAS5 or -60.0
min. 2,500 psi . . R installed 180° into CA5 CA5
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch corner, 2 parts on SBS-CAS
structural . . . the holes of the
lightweight Surface) SECUROCK Gypsum-Fiber Roof « short edge and 3 parts
concrete plate
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A 7
LWC-33. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 214 Ibf. W v b P
O e < e
<
O o O O
<
O 80 2 20 2 O
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) i astener (psf)
Type Surfacing Type e Top Layer Attach Base Ply Ply Cap Ply
Pre-existent, .
in. . . ) ! ) Base Layer(s): (Optional) One or
Min. 22 ga., min. 2-inch Repair LWC ver(s) (. pHo ) : Trufast Versa 1per13ft
type B, Grade thick. min spalls with more layers, min. 1-inch thick FBC Fastener & Plate; 18 plat 458 ft Optional) O
40 steel or T P Approved polyisocyanurate or 2 screws per plate (18p a. es.per K BP-CAS5 or SBS- (Optional) One or BP-CAS5 or SBS-
A .| 350 psi Celcore SBS . . . . X .. board in field of more BP-CA5 or -67.5
min. 2,500 psi . mineral wool insulation, loose laid installed 180° into CA5 CAS
cellular (Sanded Bonding i R board, plus 6 parts on SBS-CAS5
structural lishtweight surface) Top Layer: Min. 0.125-inch the holes of the | dge)
concrete g g TremBoard AC plate* ong edge
concrete
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top
coat. Field withdrawal resistance testing (Note 11) shall yield minimum 180 Ibf.
LWC-34.
. Pre-existent Base Layer(s): (Optional) One or 1 per 1.3 ft2
Min. 22 ga., r.e ex'.s ent, . ver(s) (. P B ) ; Trufast Versa P
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (18 plates per 4x8 ft
type B, Grade thick, min spalls with Approved polyisocyanurate or Fastener & Plate; board in field of (Optional) O
40 steel or o P . X ) ) 2 screws per plate oardiin field o . BP-CAS or SBS- ptional) ne or BP-CAS or SBS-
; .| 350 psi Celcore SBS mineral wool insulation, loose laid - o board, plus 1 part in more BP-CAS5 or -97.5
min. 2,500 psi . . R installed 180° into CA5 CA5
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch corner, 2 parts on SBS-CAS
structural . . . the holes of the
lightweight Surface) SECUROCK Gypsum-Fiber Roof « short edge and 3 parts
concrete plate
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A v 3 <
coat. Field withdrawal resistance testing (Note 11) shall yield minimum 259 Ibf. - : 4 ¥ v S
LWC-35. Rl o o o
> o o ™
202 282 202 <O
O O O a0 o
< 2 2t 28 2

HOT-ASPHALT-APPLIED BASE PLY:
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) Type Surfacing Type ::t:nlir Top Layer Attach Base Ply Ply Cap Ply (psf)
Pre-existent, Base Layer(s): (Optional) One or
Min. 22 ga., r.e eX|.s ent, . ver(s) (. P . ) ) Trufast Versa
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC
type B, Grade . R R . Fastener & Plate; (Optional) One or
40 steel or thick, min. spalls with Approved polyisocyanurate or 5 screws per plate | 1 per 2.7 fe2 AL B BP-CAL, BP-AA,
. . 350 psi Celcore SBS mineral wool insulation, loose laid , P op. per 2. BP-AA, SBS-AA more g SBS-CA1, SBS-AA -45.0
min. 2,500 psi cellular (sanded Bondin Top Laver: Min. 0.5-inch installed 180° into | (12 per 4x8 ft board) AA, SBS-CAL SBS- | op A
structural . . & op Layer: Viin. U. -|n.c the holes of the AA or APP-TA
lightweight Surface) SECUROCK Gypsum-Fiber Roof %
concrete plate
concrete Board
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top - 3
LWC-36. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
RS 2 < <
O L0 2 O
O O O
-exi Base Layer(s): (Optional) One or 1 per 1.8 ft?
Min. 22 ga., Prg eX|.stent, . ver(s) (. pHo ) Y Trufast Versa P
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (12 plates per 4x8 ft )
type B, Grade . R R d polvi Fastener & Plate; L (Optional) One or
40 steel or thick, min. spalls with Approved polyisocyanurate or 2 serews per plate board in field of (Optional) One o | Be-ca1, Bp-an,
A . 350 psi Celcore SBS mineral wool insulation, loose laid X .. board, plus 1 part in BP-AA, SBS-AA ! SBS-CA1, SBS-AA -60.0
min. 2,500 psi . i R installed 180° into AA, SBS-CA1, SBS-
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch corner, 2 parts on or APP-TA
structural ; . . the holes of the AA or APP-TA
lightweight Surface) SECUROCK Gypsum-Fiber Roof « short edge and 3 parts
concrete plate
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A F <
LWC-37. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 214 Ibf. W v b
O < < e
5
O o O O
<
O 80 2 20 2 O
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. Note 1 i CELI? (psf)
( ) Type Surfacing Type e Top Layer Attach Base Ply Ply Cap Ply
Min. 22 ga., Pr.e—eX|.stent, . Base Layer(s): (Optional) One or Trufast Versa 5 BP-AA (except
min. 2-inch Repair LWC . . . 1per1.3ft i
type B, Grade ) A A more layers, min. 1-inch thick FBC Fastener & Plate; BURmastic
thick, min. spalls with . (18 plates per 4x8 ft . BP-CA1, BP-AA,
40 steel or 350 osi Celcore SBS Approved polyisocyanurate or 2 screws per plate board in field of Glass Ply, (Optional) BP-AA, SBS-CA1 SBS-AA 675
min. 2,500 psi p . mineral wool insulation, loose laid installed 180° into oard INPERY BURmastic SBS-AA or APP-TA ! ’
cellular (Sanded Bonding ) ) board, plus 6 parts on or APP-TA
structural lishtweight surface) Top Layer: Min. 0.125-inch the holes of the | dee) Glass Ply — 28
concrete g g TremBoard AC plate* ong edge Ib), SBS-AA
concrete
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top
LWC-38 coat. Field withdrawal resistance testing (Note 11) shall yield minimum 180 Ibf.
Min. 22 ga Pre-existent, Base Layer(s): (Optional) One or Trufast Versa 1 per 1.3 ft2
S min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (18 plates per 4x8 ft
type B, Grade . R R . Fastener & Plate; L
thick, min. spalls with Approved polyisocyanurate or board in field of . BP-CA1, BP-AA,
40 steel or . . . . . 2 screws per plate . (Optional) BP-AA,
. .| 350 psi Celcore SBS mineral wool insulation, loose laid - o board, plus 1 partin BP-AA, SBS-AA SBS-CA1, SBS-AA -97.5
min. 2,500 psi . . R installed 180° into SBS-AA or APP-TA
structural cellular (Sanded Bonding | Top Layer: Min. 0.5-inch the holes of the corner, 2 parts on or APP-TA
lightweight Surface) SECUROCK Gypsum-Fiber Roof « short edge and 3 parts
concrete plate
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A A <
LWC-39 coat. Field withdrawal resistance testing (Note 11) shall yield minimum 259 Ibf. Py Y T Y
' = 20 2 < 20 2 o
= o o o +
o o O <
O O o <
< < 2t S
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) Type Surfacing Type ::t:nlir Top Layer Attach Base Ply Ply Cap Ply (psf)
-exi Base Layer(s): (Optional) One or
Min. 22 ga., Pr.e eX|.stent, . ver(s) (. P . ) ) Trufast Versa
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC
type B, Grade . R R B Fastener & Plate; .
40 steel or thick, min. spalls with Approved polyisocyanurate or 5 screws per plate L ver 2.7 f2 (Optional) One or
_ | 350psi Celcore SBS mineral wool insulation, loose laid | perp perz. SBS-AA more SBS-AA, SBS-TA 45.0
min. 2,500 psi . . K installed 180° into | (12 per 4x8 ft board)
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch SBS-TA
structural . . . the holes of the
lightweight Surface) SECUROCK Gypsum-Fiber Roof %
concrete plate
concrete Board
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top - 3
LWC-40. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
RS 2 < <
O L0 2 O
O O O
-exi Base Layer(s): (Optional) One or 1 per 1.8 ft?
Min. 22 ga., Pr'e eX|.stent, . ver(s) (. pHo ) Y Trufast Versa P
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (12 plates per 4x8 ft
type B, Grade . R R d polvi Fastener & Plate; L .
40 steel or thick, min. spalls with Approved polyisocyanurate or 2 screws per plate board in field of (Optional) One or
; .| 350 psi Celcore SBS mineral wool insulation, loose laid : o board, plus 1 part in SBS-AA more SBS-AA, SBS-TA -60.0
min. 2,500 psi ) . ) installed 180° into
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch corner, 2 parts on SBS-TA
structural . . . the holes of the
lightweight Surface) SECUROCK Gypsum-Fiber Roof « short edge and 3 parts
concrete plate
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A 7 <
LWC-41. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 214 Ibf. W v b
O e < e
<
O o O O
<
O 80 2 20 2 O
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) i astener (psf)
Type Surfacing Type e Top Layer Attach Base Ply Ply Cap Ply
Pre-existent, .
in. . . ) ! ) Base Layer(s): (Optional) One or
Min. 22 ga., min. 2-inch Repair LWC ver(s) (. P . ) . Trufast Versa 1 per 1.3 ft2
type B, Grade . R R more layers, min. 1-inch thick FBC Fastener & Plate;
thick, min. spalls with . (18 plates per 4x8 ft (Optional) One or
40 steel or . Approved polyisocyanurate or 2 screws per plate L
. . 350 psi Celcore SBS . . . . . o board in field of SBS-AA more SBS-AA, SBS-TA -67.5
min. 2,500 psi . mineral wool insulation, loose laid installed 180° into
cellular (Sanded Bonding i R board, plus 6 parts on SBS-TA
structural lishtweight surface) Top Layer: Min. 0.125-inch the holes of the | p
concrete g g TremBoard AC plate* ong edge)
concrete
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top
coat. Field withdrawal resistance testing (Note 11) shall yield minimum 180 Ibf.
LWC-42.
. Pre-existent, Base Layer(s): (Optional) One or 1 per 1.3 ft?
Min. 22 ga., . . . . k . Trufast Versa
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (18 plates per 4x8 ft
type B, Grade . R R y Fastener & Plate; L .
20 steel or thick, min. spalls with Approved polyisocyanurate or 5 screws per plate board in field of (Optional) One or
. . 350 psi Celcore SBS mineral wool insulation, loose laid X P ,,p. board, plus 1 part in SBS-AA more SBS-AA, SBS-TA -97.5
min. 2,500 psi ) . R installed 180° into
structural cellular (Sanded Bonding | Top Layer: Min. 0.5-inch the holes of the corner, 2 parts on SBS-TA
lightweight Surface) SECUROCK Gypsum-Fiber Roof * short edge and 3 parts
concrete plate
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top e A A
coat. Field withdrawal resistance testing (Note 11) shall yield minimum 259 Ibf. i 4 e :
L
LWC-43. b O 28 2 O O
O O o O
O O O 202
o o o R
A < S A 2
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) Type Surfacing Type ::t:nlir Top Layer Attach Base Ply Ply Cap Ply (psf)
SEBS-APPLIED BASE PLY:
-exi Base Layer(s): (Optional) One or
Min. 22 ga., Pr.e eX|.stent, ) ver(s) (. P ; ) ) Trufast Versa
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC
type B, Grade thick, min spalls with Approved polyisocyanurate or Fastener & Plate;
40 steel or L P PP polyisocya . 2 screws per plate | 1 per 2.7 ft2 BP-SEBS, SBS- (Optional) BP-
; .| 350 psi Celcore SBS mineral wool insulation, loose laid ) 5. SBS-SEBS -45.0
min. 2,500 psi ) ) ) installed 180° into | (12 per 4x8 ft board) SEBS SEBS, SBS-SEBS
structural cellular (Sanded Bonding | Top Layer: Min. 0.5-inch the holes of the
lightweight Surface) SECUROCK Gypsum-Fiber Roof «
concrete plate
concrete Board
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top - 2
- coat. Field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
LWC-44.
A S 2 < <
O o o
202 O o
-exi Base Layer(s): (Optional) One or 1 per 1.8 ft?
Min. 22 ga., Prg eX|.stent, . ver(s) (. pHo ) B Trufast Versa P
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (12 plates per 4x8 ft
type B, Grade . R R . Fastener & Plate; o
thick, min. spalls with Approved polyisocyanurate or board in field of .
40 steel or . . . . . 2 screws per plate . BP-SEBS, SBS- (Optional) BP-
) .| 350 psi Celcore SBS mineral wool insulation, loose laid : o board, plus 1 part in SBS-SEBS -60.0
min. 2,500 psi . R R installed 180° into SEBS SEBS, SBS-SEBS
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch corner, 2 parts on
structural . . . the holes of the
concrete lightweight Surface) SECUROCK Gypsum-Fiber Roof plate* short edge and 3 parts
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A A <
IWCA5 coat. Field withdrawal resistance testing (Note 11) shall yield minimum 214 Ibf. W b 4 b 4
S 2Cg 2Cg
<O
O 204 O
<O
o 20 2 O
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) i astener (psf)
Type Surfacing Type e Top Layer Attach Base Ply Ply Cap Ply
Pre-existent, .
in. . . ) ! ) Base Layer(s): (Optional) One or
Min. 22 ga., min. 2-inch Repair LWC ver(s) (. P . ) . Trufast Versa 1 per 1.3 ft2
type B, Grade . R R more layers, min. 1-inch thick FBC Fastener & Plate;
thick, min. spalls with . (18 plates per 4x8 ft .
40 steel or 350 psi Celcore SBS Approved polyisocyanurate or 2 screws per plate board in field of BP-SEBS, SBS- (Optional) BP- SBS-SEBS 67.5
min. 2,500 psi p . mineral wool insulation, loose laid installed 180° into oarc INERY SEBS SEBS, SBS-SEBS ’
cellular (Sanded Bonding . - board, plus 6 parts on
structural lishtweight surface) Top Layer: Min. 0.125-inch the holes of the | p
concrete g g TremBoard AC plate* ong edge)
concrete
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top
coat. Field withdrawal resistance testing (Note 11) shall yield minimum 180 Ibf.
LWC-46.
. Pre-existent, Base Layer(s): (Optional) One or 1 per 1.3 ft?
Min. 22 ga., . . . . k . Trufast Versa
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (18 plates per 4x8 ft
type B, Grade . R R y Fastener & Plate; o
thick, min. spalls with Approved polyisocyanurate or board in field of .
40 steel or 350 psi Celcore SBS mineral wool insulation, loose laid | 2 STEWS PErPIate | i olus 1 parti BP SERS, SBs- | (Optional BP- SBS-SEBS 975
min. 2,500 psi P . ‘ on installed 180° into | O2r¢, Plus 1partin 1 ppg SEBS, SBS-SEBS :
structural cellular (Sanded Bonding | Top Layer: Min. 0.5-inch the holes of the corner, 2 parts on
lightweight Surface) SECUROCK Gypsum-Fiber Roof * short edge and 3 parts
concrete plate
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top e A A <
coat. Field withdrawal resistance testing (Note 11) shall yield minimum 259 Ibf. i 4 e
L
LWC-47. b O 28 2 O o
28 2 282 202 O
O O O D
R E e g 2t g 28 2
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) i astener (psf)
Type Surfacing Type e Top Layer Attach Base Ply Ply Cap Ply
TORCH-APPLIED BASE PLY:
Pre-existent, Base Layer(s): (Optional) One or
Min. 22 ga., r.e eX|.s e ) ver(s) (. P ; ) ) Trufast Versa
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC
type B, Grade . R R . Fastener & Plate;
20 steel or thick, min. spalls with Approved polyisocyanurate or 5 screws per plate | 1 per 2.7 ft2 (Optional) APP
. | 350psi Celcore SBS mineral wool insulation, loose laid | per p! per & APP-TA, SBS-TA | {0Ptiona APP-TA, SBS-TA 450
min. 2,500 psi ) ) ) installed 180° into | (12 per 4x8 ft board) TA, SBS-TA
structural cellular (Sanded Bonding | Top Layer: Min. 0.5-inch the holes of the
lightweight Surface) SECUROCK Gypsum-Fiber Roof «
concrete plate
concrete Board
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top - 2
LWC-48. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 240 Ibf.
A S 2 < <
O o o
202 O 202
-exi Base L : (Optional) O 1 1.8 ft?
Min. 22 ga., Pr'e eX|.stent, . ase Layer(s) (. p pna) he or Trufast Versa per
min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (12 plates per 4x8 ft
type B, Grade . R R . Fastener & Plate; o
40 steel or thick, min. spalls with Approved polyisocyanurate or 2 screws per plate board in field of (Optional) APP
_ | 350psi Celcore SBS mineral wool insulation, loose laid | * perp board, plus 1 part in APP-TA, SBS-TA | -PHOMBUATE- | App.TA SBS-TA | -60.0
min. 2,500 psi . R R installed 180° into ’ TA, SBS-TA
cellular (Sanded Bonding | Top Layer: Min. 0.5-inch corner, 2 parts on
structural . . . the holes of the
concrete lightweight Surface) SECUROCK Gypsum-Fiber Roof plate* short edge and 3 parts
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A 3 <
LWC-49. coat. Field withdrawal resistance testing (Note 11) shall yield minimum 214 Ibf. W b W
2 g S g G g e
D
O Lo g O
<
O 80 2 20 2 o
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TABLE 4c: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — REROOF (TEAR-OFF) oR RECOVER

SYSTEM TYPE C-1: MECHANICALLY ATTACHED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Insulation Layer Roof Cover (Note 15)
System Deck — MDP
No. (Note 1) i astener (psf)
Type Surfacing Type e Top Layer Attach Base Ply Ply Cap Ply
Pre-existent, .
in. . . ) ! ) Base Layer(s): (Optional) One or
Min. 22 ga., min. 2-inch Repair LWC ver(s) (. P . ) . Trufast Versa 1 per 1.3 ft2
type B, Grade . R R more layers, min. 1-inch thick FBC Fastener & Plate;
thick, min. spalls with . (18 plates per 4x8 ft POWERply APP .
40 steel or . Approved polyisocyanurate or 2 screws per plate L (Optional) APP-
; .| 350 psi Celcore SBS . . ) . . o board in field of Smooth, SBS- APP-TA, SBS-TA -67.5
min. 2,500 psi . mineral wool insulation, loose laid installed 180° into TA, SBS-TA
cellular (Sanded Bonding . . board, plus 6 parts on TA
structural lishtweight surface) Top Layer: Min. 0.125-inch the holes of the | p
concrete g g TremBoard AC plate* ong edge)
concrete
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top
LWC-50 coat. Field withdrawal resistance testing (Note 11) shall yield minimum 180 Ibf.
Min. 22 ga Pre-existent, Base Layer(s): (Optional) One or Trufast Versa 1 per 1.3 ft2
S min. 2-inch Repair LWC more layers, min. 1-inch thick FBC (18 plates per 4x8 ft
type B, Grade . R R . Fastener & Plate; L
40 steel or thick, min. spalls with Approved polyisocyanurate or 2 screws per plate board in field of (Optional) APP
; . 350 psi Celcore SBS mineral wool insulation, loose laid X P op‘ board, plus 1 part in APP-TA, SBS-TA P APP-TA, SBS-TA -97.5
min. 2,500 psi ) . . installed 180° into TA, SBS-TA
structural cellular (Sanded Bonding | Top Layer: Min. 0.5-inch the holes of the corner, 2 parts on
lightweight Surface) SECUROCK Gypsum-Fiber Roof « short edge and 3 parts
concrete plate
concrete Board on long edge)
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top A A A <
LWC-51 coat. Field withdrawal resistance testing (Note 11) shall yield minimum 259 Ibf. Py Y T: M
' = o2 < 20 2 o
= o o o +
2o e 202 O
O O o <
O e 2 S o O
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TABLE 4p: LIGHTWEIGHT CONCRETE OVER STEEL DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE E-2: LWC 10 DECK, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Syst Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15) e
ystem
Deck (Note 1) Fastener
No. Treatment T Seal Surfaci B Spaci Base Pl Cap Pl (psf)
reatmen ype ealer urfacing ase Note 11 pacing ase Ply(s) ap Ply
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
CELCORE (FL2037): 9-inch o.c. at the
22 ga., type Celcore S-1 Min. 440 psi, Min. 2-inch For reroof (tear- Tremco min. 3-inch laps
g3 typ !n. psl, Min. 2-inc Celcore off), repair LWC BURmastic Glass y 4 P One or more
BV, Grade 40 Deck thick, Celcore MF Cellular . . R FM-90 Base | and 12-inch o.c. at BP-CA1 or
LWC-52. . X PVA Curing | spalls with Celcore Ply or BURmastic BP-CA1 or SBS- -45.0
steel at max. 6 | Preparation Concrete with Celcore HS K Sheet two (2) equally SBS-CA1
o Compound SBS (Sanded Composite Ply HT CAl
ft span Slurry Rheology Modifying - Fastener spaced center
. Bonding Surface)
Admixture rows
CELCORE (FL2037): For reroof (tear 7-inch o.c. at the
22 ga., type Celcore S-1 M!n. 440 psi, Min. 2-inch Celcore off), repair LWC BURmastic Glass Tremco min. 3T|nch laps One or more
BV, Grade 40 Deck thick, Celcore MF Cellular . . . FM-90 Base | and 7-inch o.c. at BP-CA1l or
LWC-53. ) X PVA Curing | spalls with Celcore Ply or BURmastic BP-CA1 or SBS- -60.0
steel at max. 6 | Preparation Concrete with Celcore HS \ Sheet two (2) equally SBS-CA1
o Compound | SBS (Sanded Composite Ply HT CAl
ft span Slurry Rheology Modifying - Fastener spaced center
X Bonding Surface)
Admixture rows
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
CELCORE (FL2037): For reroof (tear 9-inch o.c. at the
LWC-54. | : Ick, eicore VT LU | pvACuring | spalls with Celcore | Ply or BURmastic - BP-CAG or SBS- | CA6, SBS-CAL | -45.0
steel at max. 6 | Preparation Concrete with Celcore HS ) Sheet two (2) equally
. Compound SBS (Sanded Composite Ply HT CA6 or SBS-CA6
ft span Slurry Rheology Modifying ; Fastener spaced center
. Bonding Surface)
Admixture rows
(Optional) CELCORE (FL2037): For reroof (tear 7-inch o.c. at the
i _
22 ga. B i i, Mi -i T in. 3-inch |
or g\a/ ’Gt\r/gje Celcore S-1 chmk 3(?()' psl, T/::-Cz I|In?h Celcore off), repair LWC BURmastic Glass Fﬁ-r;goBase 2::2 7%;::;] oacpsat One or more BP-CA1, BP-
LWC-55. ' Deck ek, Letcore VIF LeUAr | pya curing | spalls with Celcore | Ply or BURmastic ™ BP-CA6 or SBS- | CA6,SBS-CA1 | -60.0
33 steel at . Concrete with Celcore HS K Sheet two (2) equally
Preparation o Compound SBS (Sanded Composite Ply HT CA6 or SBS-CA6
max. 6 ft span Rheology Modifying . Fastener spaced center
Slurry R Bonding Surface)
Admixture rows
CELCORE (FL2037): 7-inch o.c. at the
22 ga., type Celcore S-1 Min. 440 psi, Min. 2-inch For reroof (tear- Tremco min. 3-inch laps
v gG.r,aJSAO Deck th!nl; C Ip5|, NII';C _Illml: Celcore off), repair LWC BURmastic Glass FM-90 Base and.7-inch o cp at One or more BP-CA1, BP-
LWC-56. | : ek, ~eicore M LEIUAT 1 'pyA curing | spalls with Celcore | Ply or BURmastic ~ BP-CA6 or SBS- | CA6,SBS-CAL | -67.5
steel at max. 6 | Preparation Concrete with Celcore HS K Sheet two (2) equally
Y Compound SBS (Sanded Composite Ply HT CA6 or SBS-CA6
ft span Slurry Rheology Modifying - Fastener spaced center
. Bonding Surface)
Admixture rows
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TABLE 4p: LIGHTWEIGHT CONCRETE OVER STEEL DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE E-2: LWC 10 DECK, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Syst Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15) e
ystem
Deck (Note 1) Fastener
No. Treatment T Seal Surfaci B Spaci Base Pl Cap Pl (psf)
reatmen ype ealer urfacing ase Note 11 pacing ase Ply(s) ap Ply
Trufast
Min. 22 ga., ) (Optional) Repair BURmastic ey 9-|nch o.c.at4-
Pre-existent (re-roof only), K R Fastener inch laps and 9-
type BV, min. 2-inch thick, 450 psi LWC spalls with Composite Ply HT (min. 2.25- inch o.c. at two One or more BP-CA6 or
Grade 40 N/A ceIIL.JIar lichtwei ’ht P N/A Celcore SBS or BURmastic inch)‘ &' 2), e .u.all BP-CAG6 or SBS- SBS-CAG -105.0
LWEo7. steel; 6 ft J & (Sanded Bonding Composite Ply » equatly CA6
concrete R Plate; 3 spaced, staggered
span Surface) Premium
screws per center rows
plate*
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
CELCORE (FL2037): 9-inch o.c. at the
22 ga., type Celcore S-1 Min. 440 psi, Min. 2-inch For reroof (tear- Tremco min. 3-inch laps
ga. typ !n. psi, Min. 2-inc Celcore off), repair LWC BURmastic Glass T P One or more
BV, Grade 40 Deck thick, Celcore MF Cellular . . . FM-90 Base | and 12-inch o.c. at BP-CAS or
LWC-58. . X PVA Curing spalls with Celcore Ply or BURmastic BP-CAS or SBS- -45.0
steel at max. 6 | Preparation Concrete with Celcore HS K Sheet two (2) equally SBS-CAS
o Compound SBS (Sanded Composite Ply HT CAS5
ft span Slurry Rheology Modifying - Fastener spaced center
. Bonding Surface)
Admixture rows
X CELCORE (FL2037): 7-inch o.c. at the
22 ga., type B (Optional) Min. 350 psi, Min. 2-inch Qo" reroorvgar- Tremco min. 3-inch laps
ga. typ Celcore -1 . pst, Min. 2-inc Celcore off), repair LWC BURmastic Glass L P One or more
or BV, Grade thick, Celcore MF Cellular . . . FM-90 Base | and 7-inch o.c. at BP-CA5 or
LWC-59. Deck . PVA Curing | spalls with Celcore Ply or BURmastic BP-CAS or SBS- -60.0
33 steel at . Concrete with Celcore HS K Sheet two (2) equally SBS-CAS
Preparation . Compound SBS (Sanded Composite Ply HT CA5
max. 6 ft span Rheology Modifying ; Fastener spaced center
Slurry R Bonding Surface)
Admixture rows
CELCORE (FL2037): For reroof (tear 7-inch o.c. at the
) _ . . . o ! - in. 3-inch |
22 ga., type Celcore $-1 M!n. 440 psi, Min. 2-inch Celcore off), repair LWC BURmastic Glass Tremco min 3.|nc aps One or more
BV, Grade 40 Deck thick, Celcore MF Cellular \ . . FM-90 Base | and 7-inch o.c. at BP-CA5 or
LWC-60. . X PVA Curing | spalls with Celcore Ply or BURmastic BP-CAS or SBS- -67.5
steel at max. 6 | Preparation Concrete with Celcore HS K Sheet two (2) equally SBS-CA5
. Compound SBS (Sanded Composite Ply HT CA5
ft span Slurry Rheology Modifying . Fastener spaced center
. Bonding Surface)
Admixture rows
Tremco 7-inch o.c. at 4-
Min. 22 ga., ELASTIZELL (FL4994): For reroof (tear- BURmastic Twin Loc- inch laps and 7-
type BV, Min. 370 psi, Min. 2-inch off), repair LWC Composite Ply HT Nail inch o ’Z at two One or more BP-CAS or
LWC-61. | Grade 40 None thick, Elastizell Range IlI None spalls with Celcore or BURmastic Assembled 2), e 'u:'all BP-CAS or SBS- SBS-CAS -45.0
steel; 6 ft Cellular Concrete with Zell- SBS (Sanded Composite Ply Fastener » equatly CA5
. K R . ” spaced, staggered
span Crete Fibers Bonding Surface) Premium (min. 1.7
center rows
embed)
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TABLE 4p: LIGHTWEIGHT CONCRETE OVER STEEL DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE E-2: LWC 10 DECK, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Syst Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15) e
ystem
Deck (Note 1) Fastener
No. Treatment T Seal Surfaci B Spaci Base Pl Cap Pl (psf)
reatmen ype ealer urfacing ase Note 11 pacing ase Ply(s) ap Ply
Tremco
Min. 22 ga., ELASTIZELL (FL4994): For reroof (tear- BURmastic TR, | JrciToc. ta-
: o : . . Nail inch laps and 7-
type BV, Min. 430 psi, Min. 2-inch off), repair LWC Composite Ply HT Assembled inch o.c. at three One or more BP-CAS or
LWC-62. | Grade 80 None thick, Elastizell Range IlI None spalls with Celcore or BURmastic - BP-CAS or SBS- -60.0
> . Fastener (3), equally SBS-CAS5
steel; 6 ft Cellular Concrete with Zell- SBS (Sanded Composite Ply > CAS
. . . (min. 1.7- spaced, staggered
span Crete Fibers Bonding Surface) Premium .
inch center rows
embed)
Trufast
Min. 22 ga., ) (Optional) Repair BURmastic s 9-|nch o.c.at4-
Pre-existent (re-roof only), K . Fastener inch laps and 9-
type BV, min. 2-inch thick, 450 psi LWC spalls with Composite Ply HT (min. 2.25- inch o.c. at two One or more BP-CA5 or
Grade 40 N/A ceIIl;Iar lichtwei ,ht P N/A Celcore SBS or BURmastic inch). &' 2), e 'u'a” BP-CAS or SBS- SBS-CAS -105.0
LWC-63. steel; 6 ft J & (Sanded Bonding Composite Ply » equatly CA5S
concrete R Plate; 3 spaced, staggered
span Surface) Premium
screws per center rows
plate*
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
HOT-ASPHALT-APPLIED OR TORCH-APPLIED BASE PLY:
CELCORE (FL2037): For reroof (tear 9-inch o.c. at the
22 ga., type Celcore S-1 M!n. 440 psi, Min. 2-inch Celcore off), repair LWC BURmastic Glass Tremco min. 3-|.nch laps BP-CA1 SBS-
BV, Grade 40 Deck thick, Celcore MF Cellular . \ . FM-90 Base | and 12-inch o.c. at CA1, BP-AA,
LWC-64. . X PVA Curing | spalls with Celcore Ply or BURmastic BP-AA, SBS-AA -45.0
steel at max. 6 | Preparation Concrete with Celcore HS K Sheet two (2) equally SBS-AA or
. Compound SBS (Sanded Composite Ply HT
ft span Slurry Rheology Modifying ; Fastener spaced center APP-TA
X Bonding Surface)
Admixture rows
(Optional) CELCORE [FL2037); For reroof (tear 7-inch o.c. at the
22ga., type B Celcore S-1 M!n. 350 psi, Min. 2-inch Celcore off), repair LWC BURmastic Glass Tremco min- 3?|nch laps BP-CAL 5BS-
or BV, Grade thick, Celcore MF Cellular ) ) ) FM-90 Base | and 7-inch o.c. at CA1, BP-AA,
LWC-65. Deck . PVA Curing | spalls with Celcore Ply or BURmastic BP-AA, SBS-AA -60.0
33 steel at . Concrete with Celcore HS - Sheet two (2) equally SBS-AA or
Preparation . Compound SBS (Sanded Composite Ply HT
max. 6 ft span Rheology Modifying - Fastener spaced center APP-TA
Slurry R Bonding Surface)
Admixture rows
CELCORE (FL2037): For reroof (tear 7-inch o.c. at the
22 ga., type Celcore S-1 M!n. 440 psi, Min. 2-inch Celcore off), repair LWC BURmastic Glass Tremco min. 3?|nch laps BP-CA1 SBS-
BV, Grade 40 Deck thick, Celcore MF Cellular . . . FM-90 Base | and 7-inch o.c. at CA1l, BP-AA,
LWC-66. . . PVA Curing spalls with Celcore Ply or BURmastic BP-AA, SBS-AA -67.5
steel at max. 6 | Preparation Concrete with Celcore HS K Sheet two (2) equally SBS-AA or
. Compound SBS (Sanded Composite Ply HT
ft span Slurry Rheology Modifying Fastener spaced center APP-TA

Admixture

Bonding Surface)

rows
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TABLE 4p: LIGHTWEIGHT CONCRETE OVER STEEL DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE E-2: LWC 10 DECK, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Syst Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15) e
ystem
Deck (Note 1) Fastener
No. Treatment T Seal Surfaci B Spaci Base Pl Cap Pl (psf)
reatmen ype ealer urfacing ase Note 11 pacing ase Ply(s) ap Ply
Trufast
Min. 22 ga., ) (Optional) Repair BURmastic ey 9-|nch o.c.at4-
tvpe BV Pre-existent (re-roof only), LWC spalls with Composite Plv HT Fastener inch laps and 9-
yp g min. 2-inch thick, 450 psi P P . v (min. 2.25- inch o.c. at two BP-AA or SBS- BP-AA or SBS-
Grade 40 N/A . R N/A Celcore SBS or BURmastic X -105.0
LWC-67. cellular lightweight . . inch) & (2), equally AA AA
steel; 6 ft (Sanded Bonding Composite Ply
concrete R Plate; 3 spaced, staggered
span Surface) Premium
screws per center rows
plate*
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
CELCORE (FL2037): 9-inch o.c. at the
22 ga., type Celcore S-1 Min. 440 psi, Min. 2-inch For reroof (tear- Tremco min. 3-inch laps
. - in. i, Min. 2-i . . . 3-
BV, Grade 40 | Deck thick, Celcore MF Cellular | Ceicor® | off), repair LWC BYgmastigGlass FM-90 Base | and 12-incho.c.at | SBS-AA or SBS-
LWC-68. ) X PVA Curing | spalls with Celcore Ply or BURmastic SBS-TA -45.0
steel at max. 6 | Preparation Concrete with Celcore HS K Sheet two (2) equally TA
. Compound SBS (Sanded Composite Ply HT
ft span Slurry Rheology Modifying - Fastener spaced center
. Bonding Surface)
Admixture rows
(Optional) CELCORE [FLZ037): For reroof (tear: 7-incho.c. at the
22 ga, type B Celcore S-1 M!n. 350 psi, Min. 2-inch Celcore off), repair LWC BURmastic Glass Tremco min. 3TmCh laps
or BV, Grade thick, Celcore MF Cellular . . . FM-90 Base | and 7-inch o.c. at SBS-AA or SBS-
LWC-69. Deck . PVA Curing | spalls with Celcore Ply or BURmastic SBS-TA -60.0
33 steel at . Concrete with Celcore HS K Sheet two (2) equally TA
Preparation o Compound | SBS (Sanded Composite Ply HT
max. 6 ft span Rheology Modifying N Fastener spaced center
Slurry R Bonding Surface)
Admixture rows
CELCORE (FL2037): For reroof (tear 7-inch o.c. at the
22 ga., type Celcore S-1 M!n. 440 psi, Min. 2-inch Celcore off), repair LWC BURmastic Glass Tremco min. 3?|nch laps
BV, Grade 40 Deck thick, Celcore MF Cellular . . . FM-90 Base | and 7-inch o.c. at SBS-AA or SBS-
LWC-70. . . PVA Curing | spalls with Celcore Ply or BURmastic SBS-TA -67.5
steel at max. 6 | Preparation Concrete with Celcore HS K Sheet two (2) equally TA
. Compound SBS (Sanded Composite Ply HT
ft span Slurry Rheology Modifying K Fastener spaced center
3 Bonding Surface)
Admixture rows
Trufast
Vi -inch o.c. at 4-
Min. 22 ga., . (Optional) Repair BURmastic ersa 9 inch o.c. at
type BV Pre-existent (re-roof only), LWC spalls with Composite Ply HT Fastener inch laps and 9-
! in. 2-i hick, 4 i in. 2.25- inch o.c. - -
Grade 40 N/A Z'I'l’ular'ﬂc:tthk'hts Opst | \/a Celcore SBS or BURmastic f:l';) Iy > '(’; e° Eaﬁt two iis AAOTSBS | spsTa -105.0
LWC-71. steel; 6 ft J e (Sanded Bonding Composite Ply » equatly
concrete R Plate; 3 spaced, staggered
span Surface) Premium
screws per center rows
plate*
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
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TABLE 4p: LIGHTWEIGHT CONCRETE OVER STEEL DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SySTEM TYPE E-2: LWC 10 DECK, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Syst Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15) e
ystem
Deck (Note 1) Fastener
No. Treatment T Seal Surfaci B Spaci Base Pl Cap Pl (psf)
reatmen ype ealer urfacing ase Note 11 pacing ase Ply(s) ap Ply
SEBS-APPLIED BASE PLY:
CELCORE (FL2037): 9-inch o.c. at the
22 ga., type Celcore S-1 Min. 440 psi, Min. 2-inch For reroof (tear- Tremco min. 3-inch laps
BV, Grade 40 | Deck thick, Celcore MF Cellular | Soicor® | Off) repair LWC BURmastic Glass - | tr1 g0 Base | and12-incho.c.at | BP-SEBS, SBS-
LWC-72. . . PVA Curing | spalls with Celcore Ply or BURmastic SBS-SEBS -45.0
steel at max. 6 | Preparation Concrete with Celcore HS - Sheet two (2) equally SEBS
. Compound SBS (Sanded Composite Ply HT
ft span Slurry Rheology Modifying - Fastener spaced center
. Bonding Surface)
Admixture rows
(Optional) CELCORE [FL2037); For reroof (tear 7-inch o.c. at the
22 ga., type B Celcore S-1 M!n. 350 psi, Min. 2-inch Celcore off), repair LWC BURmastic Glass Tremco min. 3T|nch laps
or BV, Grade thick, Celcore MF Cellular . . . FM-90 Base | and 7-inch o.c. at BP-SEBS, SBS-
LWC-73. Deck X PVA Curing | spalls with Celcore Ply or BURmastic SBS-SEBS -60.0
33 steel at ) Concrete with Celcore HS Y Sheet two (2) equally SEBS
Preparation o Compound | SBS (Sanded Composite Ply HT
max. 6 ft span Rheology Modifying K Fastener spaced center
Slurry R Bonding Surface)
Admixture rows
CELCORE (FL2037): For reroof (tear 7-inch o.c. at the
22 ga., type Celcore S-1 M!n. 440 psi, Min. 2-inch Celcore off), repair LWC BURmastic Glass Tremco min. 3?|nch laps
BV, Grade 40 Deck thick, Celcore MF Cellular . ) . FM-90 Base | and 7-inch o.c. at BP-SEBS, SBS-
LWC-74. . i PVA Curing spalls with Celcore Ply or BURmastic SBS-SEBS -67.5
steel at max. 6 | Preparation Concrete with Celcore HS K Sheet two (2) equally SEBS
. Compound | SBS (Sanded Composite Ply HT
ft span Slurry Rheology Modifying . Fastener spaced center
. Bonding Surface)
Admixture rows
Trufast
Y -inch o.c. at 4-
Min. 22 ga., . (Optional) Repair BURmastic ersa 9 Inch o.c. at
type BV Pre-existent (re-roof only), LWC spalls with Composite Ply HT Fastener inch laps and 9-
! in. 2-inch thick, 4 i in. 2.25- inch o.c. - -
Grade 40 N/A e 'hts 0Pt | n/a Celcore SBS or BURmastic f:l':) Iy > '(;j o oo SB:BSSEBS’ 8| sps-sems -105.0
LWC-75. steel; 6 ft g e (Sanded Bonding Composite Ply » equatly
concrete R Plate; 3 spaced, staggered
span Surface) Premium
screws per center rows
plate*
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
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TABLE 4e: LIGHTWEIGHT CONCRETE OVER STEEL DECKS —NEW CONSTRUCTION, REROOF (TEAR-OFF) OR RECOVER

SysTem TYPE E-2: LWC 10 DECK, MECHANICALLY ATTACHED POWERFAST, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) PowerFAST (Note 15A) Roof Cover (Note 15)
System Deck o MDP
No. (Note 1) q astener ., of
Treatment Type Sealer Surfacing Base Note 11 Spacing Base Ply(s) Cap Ply (psf)
CELCORE (FL2037): For reroof (tear- Trufast Versa
Min. 22 Celcore S-1 Min. 350 psi, Min. 2- Celcore off), repair LWC POWERDI Fastener (min. | 12-inch o.c. within (Optional) BP-CA1 (iaps BP-CAL1 (laps sealed
ga., Type Deck inch thick, Celcore MF PVA Curin spalls with Heav Dpu\t/ 2.25-inch) & the min. 5-inch wide, | sealed with Tremco LFAdh_es“’e) with Tremco LF Adhesive) 60.0
LWC-76. | BV, Grade | Preparation Cellular Concrete with € | celcore sBs YOUY | plate; 4 Tremco LF Adhesive Or SBS-CAL fiaps hot air or SBS-CA1 fiaps ot ’
Compound R Base Sheet \ welded or sealed with Tremco air welded or sealed with
40 steel Slurry Celcore HS Rheology (Sanded Bonding screws per sealed side laps LF Adhesive) Tremco LF Adhesive)
Modifying Admixture Surface) plate*
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 310 Ibf.
CELCORE (FL2037): For reroof (tear- Trufast Versa
Min. 22 Celcore S-1 M|n. 3!?0 psi, Min. 2- Celcore off), rep.alr LWC POWERply Faste.ner (min. 12-|nc.h o.c: WIthIt:] (Optional) BP-AA, SBS- BP-AA, SBS-AA, BP-
ga., Type Deck inch thick, Celcore MF . spalls with 2.25-inch) & the min. 5-inch wide,
. X PVA Curing Heavy Duty . AA, BP-SEBS, SBS-SEBS SEBS, SBS-SEBS or -60.0
LWC-77. | BV, Grade | Preparation Cellular Concrete with Compound Celcore SBS Base Sheet Plate; 4 Tremco LF Adhesive or SBS-TA SBS-TA
40 steel Slurry Celcore HS Rheology s (Sanded Bonding screws per sealed side laps
Modifying Admixture Surface) plate*
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 310 Ibf.
Pre-existent min. 350 For reroof (tear- Trufast Versa
Min. 22 Celcore S-1 psi, Min. 2-inch thick, Celcore off), rep.alr LWC POWERply Faste.ner (min. 10-|nc.h o.c: WIthIt:] (Optional) BP-AA, SBS- BP-AA, SBS-AA, BP-
ga., Type Deck Celcore MF Cellular . spalls with 2.25-inch) & the min. 5-inch wide,
) ) PVA Curing Heavy Duty ) AA, BP-SEBS, SBS-SEBS SEBS, SBS-SEBS or -82.5
LWC-78. | BV, Grade | Preparation Concrete with Celcore Compound Celcore SBS Base Sheet Plate; 4 Tremco LF Adhesive or SBS-TA SBS-TA
40 steel Slurry HS Rheology Modifying P (Sanded Bonding screws per sealed side laps
Admixture Surface) plate*
Note: | *Versa Fastener screws shall be of sufficient length for full-penetration through the LWC top coat. Field withdrawal resistance testing (Note 11) shall yield minimum 355 Ibf.
CELCORE (FL2037): For reroof (tear- Trufast Versa 10-inch o.c. within
Min. 22 | -1 i i, Mi - fi ir LW F in. h in. 5-inch wi
in Celcore S M|n. 35.0 psi, Min. 2 Celcore off), rep.anr C POWERply aste.ner (min the min. 5-incl vs{|de, BP-AA, SBS-AA, BP- BP-AA, SBS-AA, BP-
ga., Type Deck inch thick, Celcore MF . spalls with 2.25-inch) & Tremco LF Adhesive
) . PVA Curing Heavy Duty . SEBS, SBS-SEBS or SBS- SEBS, SBS-SEBS or -127.5
LWC-79. | BV, Grade | Preparation Cellular Concrete with Compound Celcore SBS Base Sheet Plate; 4 sealed side laps and TA SBS-TA
40 steel Slurry Celcore HS Rheology P (Sanded Bonding screws per 10-inch o.c. at one
Modifying Admixture Surface) plate* (1) center row
Note: | *For re-roof or recover construction, field withdrawal resistance testing (Note 11) shall yield minimum 275 Ibf.
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TABLE 4f: LIGHTWEIGHT CONCRETE OVER STRUCTURAL CONCRETE OR TECTUM DECKS — NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE E-2: VAPOR BARRIER TO DECK, LWC TO VAPOR BARRIER, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15)
System Deck Vapor Barrier g € o MDP
No. (Note 1) (Note 15) Type Sealer Surfacing Base Na: elr; Spacing Base Ply(s) Cap Ply (psf)
] ote [
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Min. 2,500 psi CELCORE (FL2037): For reroof (tear- BURmastic 9-inch o.c. at the min. 3- | One or
structural BP-CA4 Min. 440 psi, Min. 2-inch thick Celcore off), repair LWC Glass Ply or Tremco FM-90 ¢ - o
. psl, 4 . . . inch laps and 12-inch more BP- BP-CA1l or
LWC-80. | concrete, (ribbons 12” Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet o.c. at two (2) equall CA1 or SBS-CAL -45.0
TREMprime WB o.c.) with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener o qually
Primer Modifying Admixture Bonding Surface) HT spaced center rows SBS-CAL
. F f - BUR i
Min. 2,500 psi CELCORE (FL2037): ) Celcore 0?1:) rfgogir(ﬁ% GIL;s:]:IStL:r Tremco FM-g0 | 2inch o.c. at the min. 3- | One or
structural SBS-TA Min. 440 psi, Min. 2-inch thick, ) ) FEP: A inch laps and 12-inch more BP- | BP-CALor
LWC-81. Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet -45.0
concrete, ASTM (smooth) ) ) o.c. at two (2) equally CAlor SBS-CA1
. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener d
D41 primer Modifying Admixture Bonding Surface) uT spaced center rows SBS-CA1
CELCORE (FL2037): For reroof (tear- BURmastic _inch h . .
BP-CA4, Min. 440 psi, Min. 2-inch thick Celcore off), repair LWC Glass Ply or Tremco FM-90 9 inch o.c. att e.mlnA 3 One or
R . psl, 4 . . . inch laps and 12-inch more BP- BP-CA1 or
LWC-82. | Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet ttwo (2) I CAl SBS-CAL -45.0
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener 0.c.a ; wo (2) equally or -
Modifying Admixture Bonding Surface) uT spaced center rows SBS-CA1
Min. 2,500 psi CELCORE (FL2037): For reroof (tear- BURmastic 7-inch o.c. at the min. 3- | One or
structural BP-CA4 Min. 440 psi, Min. 2-inch thick Celcore off), repair LWC Glass Ply or Tremco FM-90 X - . ’
. psl, 4 . . . inch laps and 7-inch o.c. | more BP- BP-CA1 or
LWC-83. | concrete, (ribbons 12” Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at two (2) equall CAlor SBS-CAL -60.0
TREMprime WB o.c.) with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener qually
Primer Modifying Admixture Bonding Surface) HT spaced center rows SBS-CAL
Min. 2,500 psi w i i Celcore Z?fr) rf:):ifr(t\e;\?g EE':?F?ISU; Tremco FM-90 7-inch o.c. at the min. 3- | One or
structural SBS-TA Min. 440 psi, Min. 2-inch thick, ) 7Tep Ve inch laps and 7-inch o.c. | more BP- BP-CA1 or
LWC-84. Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet -60.0
concrete, ASTM (smooth) - . at two (2) equally CAlor SBS-CA1
) with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener
D41 primer Modifying Admixture Bonding Surface) HT spaced center rows SBS-CA1
CELCORE (FL2037): For reroof (tear- BURmastic - _—
BP-CA4, Min. 440 psi. Min. 2-inch thick Celcore off), repair LWC Glass Ply or Tremco FM-90 7 inch o.c. at th? min. 3 One or
psl, ’ inch laps and 7-inch o.c. | more BP- BP-CA1l or
LWC-85. | Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet ttwo (2) I CAL SBS-CAL -60.0
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener attwo (2) equally or -
Modifying Admixture Bonding Surface) HT spaced center rows SBS-CA1
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 2,500 psi BP-CA®6 (full CELCORE (FL2037): For reroof (tear- BURmastic . . BP-CAL,
structural coverage) or Min. 440 psi. Min. 2-inch thick Celcore off), repair LWC Glass Ply or Tremco FM-90 9 inch o.c. at the‘mln. 3- | Oneor BP-CA6,
psl, ’ . . . inch laps and 12-inch more BP-
LWC-86. | concrete, BP-CA4 Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet o.c. at two (2) equall CA6 or SBS-CA1 -45.0
TREMprime WB (ribbons 12” with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener . ) a'ced center rgws 4 SBS-CAG or SBS-
Primer o.c.) Modifying Admixture Bonding Surface) HT P CA6
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TABLE 4f: LIGHTWEIGHT CONCRETE OVER STRUCTURAL CONCRETE OR TECTUM DECKS — NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE E-2: VAPOR BARRIER TO DECK, LWC TO VAPOR BARRIER, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15)
System Deck Vapor Barrier g € o MDP
No. (Note 1) (Note 15) Type Sealer Surfacing Base Na: elrl Spacing Base Ply(s) Cap Ply (psf)
] ote [
Min. 2,500 psi CELCORE (FL2037): For reroof (tear- BURmastic 9-inch o.c. at the min. 3- | One or BP-CAL
Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 Y . BP-CA®6,
structural SBS-TA . R . inch laps and 12-inch more BP-
LWC-87. Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet SBS-CA1 -45.0
concrete, ASTM (smooth) : ) o.c. at two (2) equally CA6 or
D41 primer with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener spaced center rows SBS-CAG or SBS-
P Modifying Admixture Bonding Surface) HT P CA6
CELCORE (FL2037): For reroof (tear- BURmastic r _— BP-CA1,
BP-CA4, Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 i]lcr;‘cg os.ca.]:; tlf;e_lr:cls 3 S:::eOI;P— BP-CA®6,
LWC-88. | Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet oc at E:WO (2) equall CAG or SBS-CA1 -45.0
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener . ) a.ced center r(()]ws v SBS-CAG or SBS-
Modifying Admixture Bonding Surface) HT P CA6
Min. 2,500 psi BP-CAG6 (full CELCORE (FL2037): For reroof (tear- BURmastic . . BP-CAL,
: 7-inch o.c. at th .3-
structural coverage) or Min. 440 psi, Min. 2-inch thick, Celcore off), repair LWC Glass Ply or Tremco FM-90 inlcr;mcla osca:; g_?n:;:r; 3 Sqr;i:ép_ BP-CA®6,
LWC-89. | concrete, BP-CA4 Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at two‘zz) equall " CAG or SBS-CA1 -67.5
TREMprime WB (ribbons 12” with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener spaced cent(lr ro»\I/vs SBS-CAG or SBS-
Primer o.c.) Modifying Admixture Bonding Surface) HT P CA6
Min. 2,500 psi CELCORE (FL2037): Fog reroof (tear- BURmastic 7-inch o.c. at the min. 3- | One or BP-CAL
Min. 440 psi, Min. 2-inch thick Celcore off), repair LWC Glass Ply or Tremco FM-90 X . BP-CA®b,
structural SBS-TA 4 4 . . . inch laps and 7-inch o.c. | more BP-
LWC-90. Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet SBS-CA1 -67.5
concrete, ASTM (smooth) - . at two (2) equally CA6 or
D41 primer with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener spaced center rows SBS-CAG or SBS-
P Modifying Admixture Bonding Surface) HT P CA6
CELCORE (FL2037): For reroof (tear- BURmastic 7-inch he min. 3- BP-CA1,
BP-CA4, Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC GlassPlyor | TremcoFmgo | [NChOCatthemin. 31 Oneor | gp.cap,
LWC-91. | Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at two‘zz) equall o CAG or SBS-CA1 -67.5
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener spaced cent?er ro\\//vs SBS-CAG or SBS-
Modifying Admixture Bonding Surface) HT P CA6
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Min. 2,500 psi CELCORE (FL2037): For reroof (tear- BURmastic . .
: -inch o.c. at th .3-
structural BP-CA4 Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 i]lcrr‘mcla osca:; tlZe-ir:clr? 3 Sﬁ:ﬁ:;P_ BP-CAS or
LWC-92. | concrete, (ribbons 12” Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet o.c. at ‘t)wo (2) equall CAS or SBS-CAS -45.0
TREMprime WB o.c.) with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener o quatly
Primer Modifying Admixture Bonding Surface) HT spaced center rows SBS-CAS
CELCORE (FL2037): For reroof (tear- BURmastic 9-inch tthemin.3- | O
Min. 2,500 psi | BP-CAS or Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Plyor | TremcoFM-90 | P oC & SIS0 e O A o
LWC-93. | structural SBS-CAS5 Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet . [t)wo (2) equall CAS or SBS-CAS -45.0
concrete (smooth) with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener o qually
Modifying Admixture Bonding Surface) HT spaced center rows SBS-CA5
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TABLE 4f: LIGHTWEIGHT CONCRETE OVER STRUCTURAL CONCRETE OR TECTUM DECKS — NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE E-2: VAPOR BARRIER TO DECK, LWC TO VAPOR BARRIER, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15)
System Deck Vapor Barrier g € o MDP
No. (Note 1) (Note 15) Type Sealer Surfacing Base Na: elrl Spacing Base Ply(s) Cap Ply (psf)
] ote [
Min. 2,500 psi w . _ Celcore z?fr) rfgo::r(tajg lei'::]:ftlgr TremcGEM-90 9-inch o.c. at the min. 3- | One or
structural SBS-TA Min. 440 psi, Min. 2-inch thick, ) ) P Ve inch laps and 12-inch more BP- BP-CAS or
LWC-94. Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet -45.0
concrete, ASTM (smooth) : ) o.c. at two (2) equally CAS or SBS-CA5
. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener
D41 primer Modifying Admixture Bonding Surface) HT spaced center rows SBS-CAS
CELCORE (FL2037): For reroof (tear- BURmastic r . B
BP-CA4, Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 i]lcr;‘cg os.ca.]:; tlf;e_lr:cls 3 S:::eOI;P— BP-CAS or
LWC-95. | Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet t? 2) I CAS SBS-CAS -45.0
o.C. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener oc.a d wol2) equally or )
Modifying Admixture Bonding Surface) uT spaced center rows SBS-CA5
Min. 2,500 psi CELCORE (FL2037): For reroof (tear- BURmastic . .
: 7-inch o.c. at th .3-
structural BP-CA4 Min. 440 psi, Min. 2-inch thick, Celcore off), repair LWC Glass Ply or Tremco FM-90 inlcr;mcla osca:; g_?n:;:r; 3 Sqr;i:ép_ BP-CAS or
LWC-96. | concrete, (ribbons 12” Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at two‘zz) equall " CAS or SBS-CAS -67.5
TREMprime WB o.c.) with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener qually
Primer Modifying Admixture Bonding Surface) uT spaced center rows SBS-CA5
CELCORE (FL2037): For reroof (tear- BURmastic 7-inch he min. 3-
Min. 2,500 psi BP-CAS or Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 in'c'pfla °S°a:; gfn:;]”; z’ 2’;‘?:;% BP-CAS o
LWC-97. | structural SBS-CA5 Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at two‘zz) equall " CAS or SBS-CAS -67.5
concrete (smooth) with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener quatly
Modifying Admixture Bonding Surface) HT spaced center rows SBS-CA5
Min. 2,500 psi w i i Celcore Z?f; rftla’o:ifr(t\e;\j(r:_ EEE?F?ISt:r Tremco FM-90 7-inch o.c. at the min. 3- | One or
structural SBS-TA Min. 440 psi, Min. 2-inch thick, . ! p. y. inch laps and 7-inch o.c. | more BP- BP-CAS or
LWC-98. Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet -67.5
concrete, ASTM (smooth) - . at two (2) equally CAS or SBS-CA5
. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener
D41 primer Modifying Admixture Bonding Surface) HT spaced center rows SBS-CA5
CELCORE (FL2037): For reroof (tear- BURmastic 7-inch tthemin.3- | O
BP-CA4, Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 inlcr;\CIa Osl,ca;:d 7_;:;:2' c mr:i:lrap- BP-CAS or
LWC-99. | Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet t 72) I - CAS SBS-CAS -67.5
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener attwo (2) equally or -
Modifying Admixture Bonding Surface) HT spaced center rows SBS-CAS
HOT-ASPHALT-APPLIED OR TORCH-APPLIED BASE PLY:
Min. 2,500 psi BP-CA®6 (full CELCORE (FL2037): For reroof (tear- BURmastic 9-inch o.c. at the min. 3- BP-CA1
structural coverage) or Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 inch Ia s a.md 12—inch. BP-AA SBS-CAL,
LWC-100, concrete, BP-CA4 Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet o.c. at [t)wo (2) equall SBS AA BP-AA, -45.0
TREMprime WB | (ribbons 12” | with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener N, qually SBS-AA or
Primer o.c.) Modifying Admixture Bonding Surface) HT spaced center rows APP-TA
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TABLE 4f: LIGHTWEIGHT CONCRETE OVER STRUCTURAL CONCRETE OR TECTUM DECKS — NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE E-2: VAPOR BARRIER TO DECK, LWC TO VAPOR BARRIER, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15)
System Deck Vapor Barrier g € o MDP
No. (Note 1) (Note 15) Type Sealer Surfacing Base Na: elrl Spacing Base Ply(s) Cap Ply (psf)
] ote [
Min. 2,500 psi BP-CA®6 (full CELCORE (FL2037): For reroo?c (tear- BURmastic 9-inch o.c. at the min. 3-
structural coverage) or Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 inch labs and 12-inch SBS-AA or
LWC-101, concrete, BP-CA4 Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet "D ?wo (2) equall SBSTA SBS-TA -45.0
TREMprime WB (ribbons 12” with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener o d cent qually
Primer o.c.) Modifying Admixture Bonding Surface) HT spaced center rows
( ): F f - BUR i N
Min. 2,500 psi CELCORE (FL2037): or reroo. (tear URmastic 9-inch o.c. at the min. 3- BP-CA1
Min. 440 psi, Min. 2-inch thick, Celcore off), repair LWC Glass Ply or Tremco FM-90 X . SBS-CA1,
structural SBS-TA . . \ inch laps and 12-inch BP-AA,
LWC-102, te. ASTM th Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet ttwo (2) I SBS-AA BP-AA, -45.0
concrete, (smooth) with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener 0.c.attwo l2) equally ) SBS-AA or
D41 primer Modifying Admixture Bonding Surface) uT spaced center rows APP-TA
Min. 2,500 psi w i i Celcore 2?1:) rfgogifr(ta%_ ZIL;Z:]:IIQE Tremco FM-90 S-inch o.c. at the min. 3-
structural SBS-TA Min. 440 psi, Min. 2-inch thick, . ' p. y. inch laps and 12-inch SBS-AA or
LWC-103, te. ASTM th Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet ttwo (2) I SBS-TA SBS-TA -45.0
concrete, (smooth) with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener 0.c.attwo l2) equally )
D41 primer Modifying Admixture Bonding Surface) uT spaced center rows
CELCORE (FL2037): For reroof (tear- BURmastic -inch he min. 3- BP-CA1
BP-CA4, Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 ii'c';cla °S°a:; tlzel:’c'r': 3 8P AL SBS-CA1,
LWC-104| Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet o.c. at ‘t)wo (2) equall SBS-A/’A BP-AA, -45.0
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener o quatly SBS-AA or
Modifying Admixture Bonding Surface) HT spaced center rows APP-TA
CELCORE (FL2037): For reroof (tear- BURmastic -inch he min. 3-
BP-CA4, Min. 440 psi, Min. 2-inch thick, Celcore off), repair LWC Glass Ply or Tremco FM-90 i]lcr;cla os.ca;:; tlze_ir:clr?' 3 SBS-AA or
LWC-105| Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet o.c. at ‘t)wo (2) equall SBS-TA SBS-TA -45.0
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener - quatly
Modifying Admixture Bonding Surface) HT spaced center rows
Min. 2,500 psi BP-CA®6 (full CELCORE (FL2037): For reroof (tear- BURmastic 7-inch o.c. at the min. 3- BP-CAL
structural coverage) or Min. 440 psi, Min. 2-inch thick Celcore off), repair LWC Glass Ply or Tremco FM-90 X . 4
psl, ’ ) ) ) inch laps and 7-inch o.c. | BP-AA SBS-CA1
LWC-106| concrete, BP-CA4 Celcore MF Cellular Concrete PVA Curing spalls with Celcore BURmastic Base Sheet at two (2) equall SBS A/’A BP-AA 0; -67.5
TREMprime WB (ribbons 12” with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener quatly SBS-AA
Primer o.c.) Modifying Admixture Bonding Surface) HT spaced center rows
Min. 2,500 psi BP-CA®6 (full CELCORE (FL2037): For reroof (tear- BURmastic 7-inch o.c. at the min. 3-
structural coverage) or Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 inch la s a.md Z-inch 0' c SBS-AA oF
LWC-107/ concrete, BP-CA4 Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at tonZ) equall o SBS-TA SBS-TA -67.5
TREMprime WB | (ribbons 12” | with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener d tq v
Primer o.c.) Modifying Admixture Bonding Surface) HT spaced center rows
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TABLE 4f: LIGHTWEIGHT CONCRETE OVER STRUCTURAL CONCRETE OR TECTUM DECKS — NEW CONSTRUCTION orR REROOF (TEAR-OFF)

SYSTEM TYPE E-2: VAPOR BARRIER TO DECK, LWC TO VAPOR BARRIER, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15)
System Deck Vapor Barrier g € o MDP
No. (Note 1) (Note 15) Type Sealer Surfacing Base Na: elrl Spacing Base Ply(s) Cap Ply (psf)
] ote [
. F f (tear- BUR ti N
Min. 2,500 psi CELCORE (FL2037): or reroo. (tear mastic 7-inch o.c. at the min. 3- BP-CAL
Min. 440 psi, Min. 2-inch thick Celcore off), repair LWC Glass Ply or Tremco FM-90 Y ) SBS-CA1,
structural SBS-TA , 4 . R . inch laps and 7-inch o.c. | BP-AA,
LWC-108, concrete. ASTM (smooth) Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at two (2) equall SBS-AA BP-AA, -67.5
D41 ori ! with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener d tq v SBS-AA or
primer Modifying Admixture Bonding Surface) T spaced center rows APP-TA
. F f - BUR i
Min. 2,500 psi w i i Celcore 0?1:) rfgogir(ta% GIL;s:]:IStI(:r Tremco FM-90 7-inch o.c. at the min. 3-
structural SBS-TA Min. 440 psi, Min. 2-inch thick, . » FEp: A inch laps and 7-inch o.c. | SBS-AA or
LWC-109, Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet SBS-TA -67.5
concrete, ASTM (smooth) ) . at two (2) equally SBS-TA
. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener d
D41 primer Modifying Admixture Bonding Surface) uT spaced center rows
CELCORE (FL2037): For reroof (tear- BURmastic 2-inch he min. 3- BP-CA1
BP-CA4, Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 inlcr;mcla OS'CE;:; g.?n:;:t 3 BP-AA SBS-CA1,
LWC-110,| Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at two‘zz) equall o SBS—AA BP-AA, -67.5
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener qually SBS-AA or
Modifying Admixture Bonding Surface) HT spaced center rows APP-TA
CELCORE (FL2037): For reroof (tear- BURmastic 7-inch he min. 3-
BP-CA4, Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC GlassPlyor | TremcoFM-90 | 1 °S°a:; gfn:;]"; 3 SBSAA oF
LWC-111,| Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at two‘zz) equall " SBS-TA SBS-TA -67.5
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener quatly
Modifying Admixture Bonding Surface) HT spaced center rows
SEBS-APPLIED BASE PLY:
Min. 2,500 psi BP-CA®6 (full CELCORE (FL2037): For reroof (tear- BURmastic 9-inch o.c. at the min. 3-
structural coverage) or Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 inch la S a;nd 12-inch. BP-SEBS
LWC-112 concrete, BP-CA4 Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet o.c. at ‘t)wo (2) equall SBS-AA ’ SBS-SEBS -45.0
TREMprime WB (ribbons 12” with Celcore HS Rheology Compound SBS (Sanded Composite Ply | Fastener o qually
Primer o.c.) Modifying Admixture Bonding Surface) HT spaced center rows
Min. 2,500 psi CELCORE (FL2037): For reroof (tear- BURmastic 9-inch o.c. at the min. 3-
Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 X .
structural SBS-TA . . . inch laps and 12-inch BP-SEBS,
LWC-113, Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet SBS-SEBS -45.0
concrete, ASTM (smooth) - . o.c. at two (2) equally SBS-AA
. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener
D41 primer Modifying Admixture Bonding Surface) HT spaced center rows
CELCORE (FL2037): For reroof (tear- BURmastic 9-inch t the min. 3-
BP-CA4, Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 inlcr;mcla Osl,ca.]:d 1;:2: BP-SEBS
LWC-114| Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet o.c. at [t)wo (2) equall SBS-AA ! SBS-SEBS -45.0
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener o qually
Modifying Admixture Bonding Surface) HT spaced center rows
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NEmoO | etc.e
TABLE 4r: LIGHTWEIGHT CONCRETE OVER STRUCTURAL CONCRETE OR TECTUM DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SYSTEM TYPE E-2: VAPOR BARRIER TO DECK, LWC TO VAPOR BARRIER, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

Lightweight Concrete (Note 14) Base Sheet Roof Cover (Note 15)
System Deck Vapor Barrier g € o MDP
No. (Note 1) (Note 15) Type Sealer Surfacing Base Na: elrl Spacing Base Ply(s) Cap Ply (psf)
! ote [
Min. 2,500 psi BP-CA®6 (full CELCORE (FL2037): For reroof (tear- BURmastic ) .
structural coverage) or Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 I?::E os'ca']:; ;Tn:;:r; f— BP-SEBS
LWC-115/ concrete, BP-CA4 Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet . twoFZZ) equall - SBS-AA ’ SBS-SEBS -67.5
TREMprime WB (ribbons 12” with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener qually
Primer o.c.) Modifying Admixture Bonding Surface) HT spaced center rows
Min. 2,500 psi CELCORE (FL2037): For reroof (tear- BURmasti 7-inch o.c. at the min. 3-
i Min. 440 psi, Min. 2-inch thick Celcore off), repair LWC Glass Ply or Tremco FM-90 . - ) ’
structural SBS-TA ’ ’ . X \ inch laps and 7-inch o.c. | BP-SEBS,
LWC-116, Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet SBS-SEBS -67.5
concrete, ASTM (smooth) ) . at two (2) equally SBS-AA
. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener d
D41 primer Modifying Admixture Bonding Surface) uT spaced center rows
CELCORE (FL2037): For reroof (tear- BURmastic 7-inch he min. 3-
BP-CA4, Min. 440 psi, Min. 2-inch thick, | Celcore off), repair LWC Glass Ply or Tremco FM-90 inlcr;mcla os.ca.:; ;-?n:;]n;. 3 BP-SEBS
LWC-117 Tectum Plank ribbons 9-inch | Celcore MF Cellular Concrete PVA Curing | spalls with Celcore BURmastic Base Sheet at two‘zz) equall " SBS-AA ! SBS-SEBS -67.5
o.c. with Celcore HS Rheology Compound | SBS (Sanded Composite Ply | Fastener quatly
Modifying Admixture Bonding Surface) HT spaced center rows

TABLE 4G: LIGHTWEIGHT CONCRETE OVER STEEL OR STRUCTURAL CONCRETE DECKS — NEW CONSTRUCTION or REROOF (TEAR-OFF)

SysTem TypE F: LWC 10 DECK, BONDED ROOF COVER

System Lightweight Concrete (Note 14) Roof Cover (Note 15) MDP
Deck (Note 1) . (psf)
No. Deck Treatment Type Sealer Surfacing Base Ply Ply Cap Ply (psf)
i CELCORE (FL2037): . . i
22 ga., type BV, Grade 40 (Optional) Celcore S- - T ) . Celcore PVA Celcore SBS BP-CAA4, ribbons 9-inch (Optional) One BP-CA1, BP-CA6,
. Min. 370 psi, Min. 2-inch thick, Celcore MF . . R or more BP-CA1,
LWC-118. | steel at max. 6 ft span or 1 Deck Preparation i Curing (Sanded Bonding o.c. (laps sealed with SBS-CA1 or SBS- -60.0
structural concrete Slurry Cellular ConcreteWth Rglcore HiRheology Compound Surface) at 1 gal/sq. | Tremco LF Adhesive) BP-CA6, SBS-CAL CA6
Modifying Admixture or SBS-CA6
. CELCORE (FL2037): . . .
22 ga., type BV, Grade 40 (Optional) Celcore S- - T ) ) Celcore PVA Celcore SBS BP-CAA4, ribbons 9-inch (Optional) One
. Min. 370 psi, Min. 2-inch thick, Celcore MF . . R BP-CAS or SBS-
LWC-119. | steel at max. 6 ft span or 1 Deck Preparation Cellular C te with Cel HS Rheol Curing (Sanded Bonding o.c. (laps sealed with or more BP-CAS CAS -60.0
structural concrete Slurry € u.ar. oncre.e wi elcore eology Compound Surface) at 1 gal/sq. | Tremco LF Adhesive) or SBS-CA5
Modifying Admixture
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TABLE 4H: LIGHTWEIGHT CONCRETE OVER STRUCTURAL CONCRETE OR TECTUM DECKS — NEW CONSTRUCTION

SYSTEM TYPE F: VAPOR BARRIER TO DECK, LWC TO VAPOR BARRIER, BONDED ROOF COVER

System Deck Vapor Barrier Lightweight Concrete (Note 14) Roof Cover (Note 15) MDP
No. (Note 1) (Note 15) Surface Treatment Type Sealer Surfacing Base Ply Ply Cap Ply (psf)
Min. 2,500
psi BP-CAG (full CELCORE (FL2037): )
structural covera e)uor Bp- (Optional) Celcore Min. 370 psi, Min. 2-inch thick, Celcore PVA | Celcore SBS BFT-CA4, ribbons | (Optional) One or BP-CA1, BP-
LWC-120. | concrete, cAd (riibons 12 S-1 Deck Celcore MF Cellular Concrete Curing (Sanded Bonding 9-inch 0.C. (laps more BP-CA1, BP-CA6, | CA6, SBS-CAL -60.0
TREMprim | “* Preparation Slurry | with Celcore HS Rheology Compound | Surface) at 1gal/sq. | Seowe) - | SBS-CAI or SBS-CAG or SBS-CA6
e WB o Modifying Admixture
Primer
Min. 2.500 CELCORE (FL2037):
n. H
i ! BP-CAS or SBS- (Optional) Celcore Min. 370 psi, Min. 2-inch thick, Celcore PVA | Celcore SBS BP.'CA4/ ribbons | (optional) One or BP-CAS or
twe-121. | P S-1 Deck Celcore MF Cellular Concrete Curing (Sanded Bonding 9-inch o.c. iaps more BP-CA5 or SBS- -60.0
structural CAS (smooth) . K sealed with Tremco LF SBS-CA5
concrete Preparation Slurry with Celcore HS Rheology Compound Surface) at 1 gal/sq. Adhesive) CAS
Modifying Admixture
CELCORE (FL2037):
Tectum BP-CA4. ribbons (Optional) Celcore Min. 370 psi, Min. 2-inch thick, Celcore PVA | Celcore SBS BP.'CA4/ ribbons | (optional) One or BP-CA1, BP-
LWC-122. Plank 9uinch (; c S-1 Deck Celcore MF Cellular Concrete Curing (Sanded Bonding 9"/"2" _°h~c- (faps more BP-CA1, BP-CA6, | CA6, SBS-CA1 -60.0
o« Preparation Slurry | with Celcore HS Rheology Compound | Surface) at 1gal/sa. | fypeore) " | SBS-CALorSBS-CA6 | or SBS-CAG
Modifying Admixture
CELCORE (FL2037):
. (Optional) Celcore Min. 370 psi, Min. 2-inch thick Celcore PVA | Celcore SBS BP-CA4, ribbons | (optional) One or
Tect BP-CA4, ribb ! ’ i BP-CA5
twe-123. | oo™ AR TBRONS 5 1 Deck Celcore MF Cellular Concrete Curing (Sanded Bonding | 9-inch 0.c.flaps | more BP-CAS or SBS- or -60.0
Plank 9-inch o.c. . . sealed with Tremco LF SBS-CAS5
Preparation Slurry with Celcore HS Rheology Compound Surface) at 1 gal/sq. Adhesive) CAS
Modifying Admixture
'V:_”' 2,500 $B5-TA (smooth) CELCORE (FL2037):
i g )
Etructural or POWESI;n(I)oAPP (Optional) Celcore Min. 370 psi, Min. 2-inch thick, Celcore PVA Celcore SBS BFT'CA‘L ribbons (Optional) One or BP-CA1, BP-
LWC-124. concrete Base Sheef Zorch- S-1 Deck Celcore MF Cellular Concrete Curing (Sanded Bonding 9-Ilnch pf;c. (laps more BP-CA1, BP-CA®b, CA6, SBS-CA1 -60.0
ASTM D4'1 applied ! Preparation Slurry with Celcore HS Rheology Compound Surface) at 1 gal/sq. Zmz;xf TremeoLF | <BS CAL or SBS-CA6 or SBS-CA6
R PP Modifying Admixture
primer
N:i”' 2,500 SBS-TA (smooth) CELCORE (FL2037):
Etructural or POWERDlv APP (Optional) Celcore Min. 370 psi, Min. 2-inch thick, Celcore PVA | Celcore SBS BP.'CA‘L ribbons | (Optional) One or BP-CAS or
LWC-125. Py S-1 Deck Celcore MF Cellular Concrete Curing (Sanded Bonding 9-inch o.c. (iaps more BP-CAS or SBS- -60.0
concrete, Base Sheet, torch- Preparation Slurr ith Cel HS Rheol Compound Surface) at 1 gal/s sealed with Tremco LF CAS SBS-CA5
ASTM D41 | applied P v | with telcore R> Rheology P 8aSA- | Adhesive)
primer Modifying Admixture
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TABLE 5A: CEMENTITIOUS WOOD FIBER DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck - - Cap PI MDP
No. (Note 1) T B T 2C Base PI Pl Y (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly Y
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Optors) one
CWEF-1. Tectum | H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA(BG) Prime or S.ECUROCK LRFIA(BG) BP-CA1 or SBS-CA1 more BP-CA1 or SBS- BP-CA1 or SBS-CA1 -60.0
Plank FA-3 Gypsum-Fiber Roof Board CAl
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Min. 2-inch One or more layers, min. 1-inch Trisotech G,
e Trisotech, EnergyGuard Polyiso Insulation, LRFIA or Min. 0.25-inch SECUROCK LRFIA or (Optional) One or more
WF-2. | T [ ) . ; BP-CA6 or SBS-CA\ BP-CA6 or SBS-CA -82.
¢ Pfac:lim H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA(BG) | Gypsum-Fiber Roof Board | LRFIA(BG) b or SBS-CAG BP-CAG or SBS-CAG CAG or SBS-CAG 825
FA-3
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Min. 2-inch One or more layers, min. 1-inch Trisotech G,
e Trisotech, EnergyGuard Polyiso Insulation, LRFIA or Min. 0.25-inch SECUROCK LRFIA or (Optional) One or more
3. | T [ ) . X - - BP-CAS5 or SBS-CAS -82.
CWF-3 Pfacr:Em H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA(BG) Gypsum-Fiber Roof Board LRFIA(BG) BP-CAS or SBS-CAS BP-CAS or SBS-CAS or 82.5
FA-3
HOT-ASPHALT-APPLIED BASE PLY:
Min. 0.125-inch
TremBoard AC or min.
Min. 2-inch 0.25-inch DensDeck
Min. 1.5-inch Trisotech G, Trisotech, Elevate LRFIA or X ! (Optional) BP-AA or
CWF-4. Tectum | ISOGARD GL or Multi-Max FA3 LRFIA(BG) DensDeck Prime, DEXcell Hot asphalt | BP-AA, SBS-AA SBS-AA BP-AA or SBS-AA -75.0
Plank FA Glass Mat Roof Board
or SECUROCK Gypsum-
Fiber Roof Board
Min. 0.125-inch
TremBoard AC or min.
Min. 2-inch 0.25-inch DensDeck,
Min. 1.5-inch Trisotech G, Trisotech, Elevate LRFIA or . ! (Optional) One or
CWEF-5. Tectum | ISOGARD GL or Multi-Max FA3 LRFIA(BG) DensDeck Prime, DEXcell Hot asphalt | SBS-AA more SBS-AA, SBS-TA SBS-TA 75.0
Plank FA Glass Mat Roof Board
or SECUROCK Gypsum-
Fiber Roof Board
Min. 2-inch One or more layers, min. 1-inch Trisotech G, Optionall O BP-CAL BP-AA SBS
s Tect.um | Trisotech, EnergyGuard Polyiso Insulation, LRFIA or Min. 0.25-inch SECUROCK LRFIA or SBSAA faP’-)AIXn:;S—:: g:;r:;r_e CA-1 SB,S-A,—A or,APP—- 825
’ Plank H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA(BG) Gypsum-Fiber Roof Board LRFIA(BG) TA i TA ! '
FA-3
Min. 2-inch One or more layers, min. 1-inch Trisotech G,
CWE-7 Tect.um | Trisotech, EnergyGuard Polyiso Insulation, LRFIA or Min. 0.25-inch SECUROCK LRFIA or SBS-AA (Optional) One or more SBS-TA 825
’ Plank H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA(BG) Gypsum-Fiber Roof Board LRFIA(BG) SBS-AA, SBS-TA ’
FA-3
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TABLE 5A: CEMENTITIOUS WOOD FIBER DECKS - NEW CONSTRUCTION or REROOF (TEAR-OFF)
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck p— p— Cap PI MDP
No. (Note 1) T 3¢ T 3¢ Base PI Pl Y (psf)
ype (Notes 6,7,8) ype (Notes 6,7,8) ase Fly Y
SEBS-APPLIED BASE PLY:
Min. 0.125-inch
TremBoard AC or min.
Min. 2-inch 0.25-inch DensDeck
Min. 1.5-inch Trisotech G, Trisotech, Elevate LRFIA or X ! (Optional) BP-SEBS,
CWEF-8. Tectum | ISOGARD GL or Multi-Max FA3 LRFIA(BG) DensDeck Prime, DEXcell Hot asphalt | BP-SEBS, SBS-SEBS SBS-SEBS SBS-SEBS -75.0
Plank FA Glass Mat Roof Board
or SECUROCK Gypsum-
Fiber Roof Board
Min. 2-inch Or.1e or more layers, min. 1-ir.1ch Trisoter'ch G, BP-SEBS (except
CWE-9 Tectum | Trisotech, EnergyGuard Polyiso Insulation, LRFIA or Min. 0.25-inch SECUROCK LRFIA or BURmastic Glass Ply, (Optional) BP-SEBS, SBS- SBS-SEBS 825
’ lank H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA(BG) Gypsum-Fiber Roof Board LRFIA(BG) BURmastic Glass Ply =28 1b | SEBS ’
Plan FA-3 or THERMglas), SBS-SEBS
TORCH-APPLIED BASE PLY:
Min. 2-inch One or more layers, min. 1-inch Trisotech G,
e Trisotech, EnergyGuard Polyiso Insulation, LRFIA or Min. 0.25-inch SECUROCK LRFIA or .
WF-10. | T [ ) . ; SBS-TA Optional) SBS-TA SBS-TA -82.
CWF-10 ch:lim H-Shield, Elevate ISOGARD GL, Multi-Max LRFIA(BG) | Gypsum-Fiber Roof Board | LRFIA(BG) (Optional) 825
FA-3
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Certificate of Authorization #32455 Tremco Modified Bitumen Roof Systems; (800) 562-2728 Revision 22: 08/12/2026

TOP OF APPENDIX Appendix 1, Page 138 of 158



TABLE 58: CEMENTITIOUS WOOD FIBER DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Anchor Sheet Base Insulation Top Insulation Roof Cover (Note 15)
System Deck — Vapor e e MDP
No. (Note 1) Type asten Attach Barrier Type ac Type ac Base PI Pl Cap PI (psf)
L (Note 11) L (Notes 6,7,8) P (Notes 6,7,8) v v PEY
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Tremco
Twin Loc- 6-inch o.c. at 4- .
i Optional
Min. 2- BURmas-tlc Nail inch laps and 12- (Optional) Min. 1.5- Min. 0.5-inch (Op )
X Composite Ply HT . . ) LRFIA or . LRFIA or One or
CWE-11 inch or BURmastic Assembled | inch o.c. at four None inch Trisotech G, LRFIA(BG) DensDeck Prime or LRFIA(BG) BP-CA1 or more BP- BP-CA1 or 600
: Tectum | Composite PI Fastener (4), equally Trisotech CGF or 6-inch o c' SECUROCK Gypsum- 6-inch o c’ SBS-CA1 CAL SBS-CA1 '
Plank Prempium v (min. 1.8- spaced center Trisotech - Fiber Roof Board " or
inch rows SBS-CA1
embed)
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Tremco
BURmastic Twin Loc- 6-inch o.c. at 4-
M|n. 2- Composite Ply HT Nail !nch laps and 12- .(Opt|or?al) Min. 1.5- LRFIA or Min. O.S-mch LRFIA or (Optional) BP-CA1,
inch . Assembled | inch o.c. at four inch Trisotech G, DensDeck Prime or BP-CA6 or BP-CAS6,
CWF-12. or BURmastic None ) LRFIA(BG), LRFIA(BG), BP-CA6 or -75.0
Tectum | Composite PI Fastener (4), equally Trisotech CGF or 6-inch o.c SECUROCK Gypsum- 6-inch o.c SBS-CA6 SBS-CAG SBS-CA1 or
Plank p v (min. 1.8- spaced center Trisotech o Fiber Roof Board o SBS-CA6
Premium .
inch rows
embed)
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Tremco
BURmastic Twin Loc- 6-inch o.c. at 4-
!\/Im. 2 Composite Ply HT Nail !nch laps and 12- (Optional) .(Opt|or?al) pin. 1.5- LRFIA or Min. O'S-mCh. LRFIA or (Optional)
inch . Assembled inch o.c. at four inch Trisotech G, DensDeck Prime or BP-CAS or BP-CAS or
CWF-13. or BURmastic BP-CAS or ) LRFIA(BG), LRFIA(BG), BP-CAS or -75.0
Tectum | . Fastener (4), equally Trisotech CGF or . SECUROCK Gypsum- . SBS-CA5 SBS-CA5
Composite Ply . SBS-CAS . 6-inch o.c. . 6-inch o.c. SBS-CAS5
Plank . (min. 1.8- spaced center Trisotech Fiber Roof Board
Premium N
inch rows
embed)
HOT-ASPHALT-APPLIED BASE PLY:
Tremco
BURmastic Twin Loc- 6-inch o.c. at 4-
Min. 2- Nail inch 12- ional) Min. 1.5- Min. 0.5-inch BP-CAL
vin Composite Ply HT | & ANV | (Optional) Min. 1.5 LRFIA or in. 0.5-inch LRFIA or (Optional) CAL
inch ) Assembled | inch o.c. at four inch Trisotech G, DensDeck Prime or BP-AA, BP-AA,
CWF-14. or BURmastic None . LRFIA(BG), LRFIA(BG), BP-AA or -75.0
Tectum | Composite Pl Fastener (4), equally Trisotech CGF or 6-inch o.c SECUROCK Gypsum- 6-inch o.c SBS-AA SBS-AA SBS-CA1 or
Plank p v (min. 1.8- spaced center Trisotech . Fiber Roof Board . SBS-AA
Premium :
inch rows
embed)
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TABLE 58: CEMENTITIOUS WOOD FIBER DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) orR RECOVER

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

Anchor Sheet Base Insulation Top Insulation Roof Cover (Note 15)
System Deck — Vapor e e MDP
No. (Note 1) Type asten Attach Barrier Type ac Type ac Base PI Pl Cap PI (psf)
L (Note 11) L (Notes 6,7,8) P (Notes 6,7,8) v v PEY
Tremco Min. 0.125-inch
. . TremBoard AC or
BURmastic Twin Loc- 6-inch o.c. at 4- min. 0.25-inch (Optional)
Min. 2- Composite Pl HT Nail inch laps and 12- | (Optional) Min. 1.5-inch Trisotech Den.sD.eck DensDeck Onz or
CWE-15 inch or BSRmasticy Assembled inch o.c. at four BP-AA, SBS- G, Trisotech, Elevate Hot asphalt Prime DE;(ceII FA Hot asphalt BP-AA, more BP- BP-CA1, -60.0
* | Tectuml _ Fastener (), equally AAOrSBS- | ISOGARD GL or Multi- P ' P SBS-AA SBS-CA1 :
Plank Composite Ply (min. 1.8- spaced center TA (smooth) | MaxFA3 Glass Mat Regf CALor
Premium N P Board or SECUROCK SBS-CA1
inch rows Gypsum-Fiber Roof
embed) vp
Board
Tremco Min. 0.125-inch
. . TremBoard AC or
BURmastic Twin Loc- 6-inch o.c. at 4- min. 0.25-inch
Min. 2- ) Nail inch laps and 12- | (Optional) Min. 1.5-inch Trisotech s .
. Composite Ply HT . ) DensDeck, DensDeck (Optional)
CWE-16 inch or BURmastic Assembled inch o.c. at four BP-AA, SBS- G, Trisotech, Elevate Hot asphalt Prime. DEXcell FA Hot asphalt BP-AA, BP-AA or BP-AA or 75.0
| Tectum] . Fastener (4), equally AAOrSBS- | ISOGARD GL or Multi- P ’ P SBS-AA SBS-AA :
Plank Composite Ply (min. 1.8- spaced center TA (smooth) | MaxFA3 Glass Mat Roof SBS-AA
Premium N P Board or SECUROCK
inch rows Gypsum-Fiber Roof
embed) YP
Board
Tremco Min. 0.125-inch
BURmastic Twin Loc- 6-inch o.c. at 4- :;mgzzt?nﬁﬁ >
Min. 2- ) Nail inch laps and 12- | (Optional) Min. 1.5-inch Trisotech . (Optional)
inch Composite Ply HT Assembled | inch o.c. at four BP-AA, SBS- G, Trisotech, Elevate DensDeck, DensDeck One or
CWF-17. or BURmastic o . \ ! . Hot asphalt Prime, DEXcell FA Hot asphalt SBS-AA SBS-TA -75.0
Tectum | Composite Ply Fastener (4), equally AA or SBS- ISOGARD GL or Multi- Glass Mat Roof more SBS-
Plank Premium .(mm. 1.8- spaced center TA (smooth) | Max FA3 Board or SECUROCK AA, SBS-TA
inch rows Gypsum-Fiber Roof
embed) P
Board
SEBS-APPLIED BASE PLY:
Tremco
BURmastic Twin Loc- 6-inch o.c. at 4-
:\:!; % | Composite ly HT Zssllembled ::E: Ic? ?:tnfdojf ; ffc’:frna:;)tx'hn'el's' LRFIA or ’I;)Ael:.sg:;n;:me or | LRFIAOY BP-SEBS (Optional)
CWE-18. or BURmastic N4 None . ! LRFIA(BG), LRFIA(BG), ! BP-SEBS, SBS-SEBS -75.0
Tectum | . Fastener (4), equally Trisotech CGF or ) SECUROCK Gypsum- ) SBS-SEBS
Composite Ply B . 6-inch o.c. . 6-inch o.c. SBS-SEBS
Plank . (min. 1.8- spaced center Trisotech Fiber Roof Board
Premium :
inch rows
embed)
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TABLE 58: CEMENTITIOUS WOOD FIBER DECKS — NEW CONSTRUCTION, REROOF (TeAR-OFF) oR RECOVER

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

Anchor Sheet Base Insulation Top Insulation Roof Cover (Note 15)
System Deck — Vapor e e MDP
No. (Note 1) Type asten Attach Barrier Type ac Type ac Base PI Pl Cap PI (psf)
bE (Note 11) Ve (Notes 6,7,8) B (Notes 6,7,8) v v DL
Tremco Min. 0.125-inch
BURmastic Twin Loc- 6-inch o.c. at 4- :ﬁ-.m(‘)g(;,t?ni\}f &
Min. 2- ) Nail inch laps and 12- | (Optional) Min. 1.5-inch Trisotech s .
inch Composite Ply HT Assembled | inch o.c. at four BP-AA, SBS- G, Trisotech, Elevate DensBagg DRRsDecR BP-SEBS, (Optional)
CWEF-19. or BURmastic - ! ! ! . Hot asphalt Prime, DEXcell FA Hot asphalt ! BP-SEBS, SBS-SEBS -75.0
Tectum | . Fastener (4), equally AA or SBS- ISOGARD GL or Multi- SBS-SEBS
Plank Composite Ply (min. 1.8- spaced center TA (smooth) | Max FA3 Glass Mat RRgf SBS-SEBS
Premium N P Board or SECUROCK
inch rows Gypsum-Fiber Roof
embed) vp
Board
TORCH-APPLIED BASE PLY:
Tremco
BURmastic Twin Loc- 6-inch o.c. at 4-
M|n. 2 Composite Ply HT Nail !nch laps and 12- (Optional) -(Opt|or?al) Min. 1.5- LRFIA or jiin- 0.5—|nch LRFIA or (Optional)
inch . Assembled inch o.c. at four inch Trisotech G, DensDeck Prime or APP-TA, APP-TA,
CWEF-20. or BURmastic BP-CAS5 or X LRFIA(BG), LRFIA(BG), APP-TA, -75.0
Tectum | . Fastener (4), equally Trisotech CGF or ) SECUROCK Gypsum- ) SBS-TA SBS-TA
Composite Ply R SBS-CA5 . 6-inch o.c. . 6-inch o.c. SBS-TA
Plank . (min. 1.8- spaced center Trisotech Fiber Roof Board
Premium X
inch rows
embed)
Tremco
BURmastic Twin Loc- 6-inch o.c. at 4- Min. 0.25-inch
Min. 2- Composite Ply HT Nail inch laps and 12- | (Optional) Min. 1.5-inch Trisotech DensDeck Prime, (Optional)
CWE21 inch or BL'JaRmasticy Assembled inch o.c. at four BP-AA, SBS- G, Trisotech, Elevate Hot asphalt DEXcell FA Glass Mat Hot asphalt APP-TA, AP’:’-TA APP-TA, 75.0
: Tectum | Composite Pl Fastener (4), equally AA or SBS- ISOGARD GL or Multi- P Roof Board or P SBS-TA SBS-TA, SBS-TA !
Plank p 4 (min. 1.8- spaced center TA (smooth) | MaxFA3 SECUROCK Gypsum-
Premium N .
inch rows Fiber Roof Board
embed)

© NEMO ETC, LLC
Certificate of Authorization #32455

P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC
Tremco Modified Bitumen Roof Systems; (800) 562-2728

TOP OF APPENDIX

PEER-TRM-006.A.R22 for FL20325-R22 (NON-HVHZ)
Revision 22: 08/12/2026
Appendix 1, Page 141 of 158




NEmoO | etc.e

TABLE 6A: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck J— R Cap Ply MDP
ac| ac|
No. Note 1, Note 12 sf
( ) Type (Notes 6,7,8) Type (Notes 6,7,8) TR Ply Ply (P_)
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Min. 0.25-inch DensDeck Prime or SECUROCK
. Min. 0.5-inch Trisotech G, Gypsum-Fiber Roof Board or min. 0.5-inch (Optional) One or
G-1. stltmg BYPSUM | 1 risotech CGF, Trisotech, Elevate tﬁi:ﬁ g:s SECUROCK Cement Roof Board or Structodek HD tgm ‘;25 SB;:Q Al 1°r more BP-CA1 or SBS- | BP-CAL or SBS-CAL | -60.0
ec ISOGARD CG (BG) | With Primed Red Coating or min. 7/16-inch (BG) CA1
DEXcell Cement Roof Board
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
. . . Optional) One BP-CA1
Min. 0.5-inch Trisotech ( - -
G2 Existing gypsum Tr;zot(li’h":::EF 'rI'I:iZ:;Zcf’Elevate LRFIA or Min. 0.5-inch Structodek HD with Primed Red LRFIA or BP-CA6 or or SBS-CAL1 or one or ?BPS(_:?Al’l ?; 5‘;\36_’ -165.0
’ deck ! ! LRFIA(BG) Coating LRFIA(BG) SBS-CA6 more BP-CA6 or SBS- ’
ISOGARD CG CA6 CA6
i Min. 0.5-inch Trisotech G, ) ) . (Optional) One or
G-3. szlcsltmg gypsum Trisotech CGF, Trisotech, Elevate tg:z:i(g;) g/lmsgris';:gzr Fl{)::fsBDs::(dane " tﬁi:ﬁ(g;) SB;;(_:?:;r more BP-CA6 or SBS- BP-CA6 or SBS-CA6 -202.5
ISOGARD CG vP CA6
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
i Min. 0.5-inch Trisotech G, ) ) \ (Optional) One or
G (I-;):Csltlng gypsum Trisotech CGF, Trisotech, Elevate tg:z:i(g;) ll;/lc)l;(;).zs-lnch SECUROCK Gypsum-Fiber Roof tﬁi:ﬁ(g;) SB;;(_:é:Sor more BP-CAS or SBS- BP-CAS or SBS-CAS 1575
ISOGARD CG CA5
. Min. 0.5-inch Trisotech G, . . . . (Optional) One or
G-5. Z’;’i’”g BYPSUM | Trisotech CGF, Trisotech, Elevate tgi:ﬁ(‘;) ?A;tgs QLY rodek TID with Primed Red tgi:ﬁ(g;) creenl | moreBP-CASorsBS- | BP-CAS or SBS-CAS | -165.0
ISOGARD CG g cAS
L Min. 0.5-inch Trisotech G, (Optional) One or
G-6. (Ej):;:mg gypsum Trisotech CGF, Trisotech, Elevate tgi:ﬁ(g;) Min. 0.25-inch DensDeck Prime tﬁi:ﬁ(g;) SB;:—:CAASSN more BP-CAS5 or SBS- BP-CAS or SBS-CAS -202.5
ISOGARD CG CA5
HOT-ASPHALT-APPLIED BASE PLY:
. . . Optional) One BP-
Min. 0.5-inch Trisotech (
G Existing gypsum Tr;:ot?eihl?icGF ?:iz:)i;chG,Elevate LRFIA or Min. 0.5-inch Structodek HD with Primed Red LRFIA or BP-AA, SBS- CA1 or SBS-CAl orone | BP-CA1, SBS-CA1, 165.0
deck ISOGARD CG ! ! LRFIA(BG) Coating LRFIA(BG) AA or more BP-AA, SBS- BP-AA or SBS-AA ’
AA or APP-TA
. . . Min. 0.25-inch SECUROCK Gypsum-Fiber Roof (Optional) One BP-
G8 Existing gypsum ',F/rl;:(')tOe.ShIr(]ZEEhFTrrI:iZ:)igc]flElevate LRFIA or Board or min. 0.5-inch SECUROCK Cement LRFIA or BP-AA, SBS- CA1 or SBS-CA1 or one Sg:iﬁlss::-f:i’r -180.0
' deck ISOGARD CG ’ ’ LRFIA(BG) Roof Board or min. 7/16-inch DEXcell Cement | LRFIA(BG) AA or more BP-AA, SBS- APP»TA ’
Roof Board AA or APP-TA
Min. 0.5-inch Trisotech G
Existing gypsum X . ! LRFIA or Min. 0.5-inch Structodek HD with Primed Red LRFIA or (Optional) One or
G-9. Trisotech CGF, Trisotech, Elevate SBS-AA SBS-TA -165.0
! ! Coati - -
deck ISOGARD CG LRFIA(BG) oating LRFIA(BG) more SBS-AA, SBS-TA
© NEMO ETC, LLC P.E. EVALUATION REPORT: 9™ EDITION (2026) FBC NON-HVHZ & 2024 IBC PEER-TRM-006.A.R22 for FL20325-R22 (NON-HVHZ)
Certificate of Authorization #32455 Tremco Modified Bitumen Roof Systems; (800) 562-2728 Revision 22: 08/12/2026

TOP OF APPENDIX Appendix 1, Page 142 of 158



TABLE 6A: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

SySTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

NEmoO | etc.e

ISOGARD CG

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Deck Attach [ Cap Ply MDP
No. Note 1, Note 12 ac ac sf
(Note ote 12) Type (Notes 6,7,8) Type (Notes 6,7,8) TR PIy Ply (Ll
) . . Min. 0.25-inch SECUROCK Gypsum-Fiber Roof
Min. 0.5-inch Trisotech G . X
Existing gypsum . . ! LRFIA or Board or min. 0.5-inch SECUROCK Cement LRFIA or (Optional) One or
o101 geck Trisotech CGF, Trisotech, Elevate | | peA(8G) | Roof Board or min. 7/16-inch DEXcell Cement | LRFIA(BG) | S0 A4 more SBS-AA, SBS-TA | >0 T 180.0
ISOGARD CG
Roof Board
SEBS-APPLIED BASE PLY:
Min. 0.5-inch Trisotech G
Existing gypsum . R ! LRFIA or Min. 0.5-inch Structodek HD with Primed Red LRFIA or BP-SEBS, (Optional) BP-SEBS,
G-11. Trisotech CGF, Trisotech, Elevate . SBS-SEBS -165.0
’ ’ Coat - -
deck ISOGARD CG LRFIA(BG) oating LRFIA(BG) SBS-SEBS SBS-SEBS
. . . Min. 0.25-inch DensDeck Prime or SECUROCK
Min. 0.5-inch T h
o1 Existing gypsum Trilzol?e fh"(":cGF ;':izzetch'ﬂeva o | LRFIAOr Gypsum-Fiber Roof Board or 0.5-inch SECUROCK | LRFIA or BP-SEBS, (Optional) BP-SEBS, | (oo o 2025
’ deck ISOGARD CG ! ! LRFIA(BG) Cement Roof Board or min. 7/16-inch DEXcell LRFIA(BG) SBS-SEBS SBS-SEBS )
Cement Roof Board
TORCH-APPLIED BASE PLY:
- Min. 0.5-inch Trisotech G, ) ) , h
G-13. (Ijmsltlng gypsum Trisotech CGF, Trisotech, Elevate tg:z:i(g;) g/l;;:.zs-lnch SECUROCK Gypsum-Fiber Roof tﬁi:ﬁ(g;) ?;P-TA, SBS- (S(nglTTal) APP-TA, APP-TA, SBS-TA -180.0
ec ISOGARD CG
Min. 0.5-inch Trisotech G
Existing gypsum . R ! LRFIA or Min. 0.5-inch SECUROCK Cement Roof Board or LRFIA or APP-TA, SBS- (Optional) APP-TA,
G181 deck Trisotech CGF, Trisotech, Elevate |\ oer5G) | min. 7/16-inch DEXcell Cement Roof Board LRFIA(BG) A SBS-TA APP-TA, SBS-TA 2025
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NEmoO | etc.e

TABLE 68: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)
SYSTEM TYPE A-1A: BONDED VAPOR BARRIER, BONDED INSULATION, BONDED ROOF COVER

Base Insulation Top Insulation Roof Cover (Note 15)
System Deck ;’:r':i‘:r pres pres o MDP
No. Note 1, Note 12 T B T ac Base PI PI ap Fly (psf)
‘ ) (Note 15) ype (Notes 6,7,8) ype (Notes 6,7,8) ase Py &
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Min. 0.25-inch DensDeck Prime or
SECUROCK Gypsum-Fiber Roof Board Optionall O
G-15 Existing gypsum BP-CAG Min. 0.5-inch Trisotech G, Trisotech LRFIA or or min. 0.5-inch SECUROCK Cement LRFIA or BP-CAl or (mgr:aogs )(:A;]i:)gBS BP-CAl or 60.0
’ deck CGF, Trisotech, Elevate ISOGARD CG LRFIA(BG) Roof Board or Structodek HD with LRFIA(BG) SBS-CA1 AL SBS-CA1 ’
Primed Red Coating or min. 7/16-inch
DEXcell Cement Roof Board
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
(Optional) One BP- BP-CA1 BP-
616 Existing gypsum BP-CA6 Min. 0.5-inch Trisotech G, Trisotech LRFIA or Min. 0.5-inch Structodek HD with LRFIA or BP-CA6 or CA1 or SBS-CA1 or ch6 SB’S-CAl -165.0
’ deck CGF, Trisotech, Elevate ISOGARD CG LRFIA(BG) Primed Red Coating LRFIA(BG) SBS-CA6 one or more BP-CA6 , ’
or SBS-CA6
or SBS-CA6
G-17 Existing gypsum BP-CAG Min. 0.5-inch Trisotech G, Trisotech LRFIA or Min. 0.25-inch DensDeck Prime or LRFIA or BP-CA6 or (Optlogsl)c(zge OSrBS BP-CA6 or 182.5
© | deck CGF, Trisotech, Elevate ISOGARD CG | LRFIA(BG) SECUROCK Gypsum-Fiber Roof Board | LRFIA(BG) | SBS-CA6 E"A‘;re “LABOTSBES 1 ops.ca6 :
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
618 Existing gypsum SB;;(_Iéisor Min. 0.5-inch Trisotech G, Trisotech LRFIA or Min. 0.5-inch Structodek HD with LRFIA or BP-CAS or (r:g::gi”cige :);BS BP-CAS or -165.0
’ deck CGF, Trisotech, Elevate ISOGARD CG LRFIA(BG) Primed Red Coating LRFIA(BG) SBS-CAS5 ° SBS-CA5 ’
(smooth) CA5
Min. 1-inch Trisotech G, Trisotech
CGF, Trisotech, EnergyGuard Polyiso
BP-CA | lati H-Shield, El i
Existing gypsum CAS or nsulation, H-Shie (.j’ evate LRFIA or Min. 0.625-inch SECUROCK Gypsum- LRFIA or BP-CAS or (Optional) One or BP-CAS5 or
&1 | geck SBS-CAS | ISOGARD GL, Multi-Max FA3, LRFIA(BG) | Fiber Roof Board LRFIA(BG) | SBS-CAs | MOreBP-CASOrSES: | qaqcas 11950
(smooth) Elevate ISOGARD CG, UltraMax or CAS
Styrofoam Brand Roofmate,
Highload 60 or Plazamate
. BP-CAS or . . ) . (Optional) One or
Existing gypsum Min. 0.5-inch Trisotech G, Trisotech LRFIA or . . . LRFIA or BP-CAS or BP-CAS or
-20. SBS-CA5 . Min. 0.25-inch DensDeck P - - -262.
620 deck CGF, Trisotech, Elevate ISOGARD CG | LRFIA(BG) in- 0.25-inch DensDeck Prime LRFIA(BG) | SBs-Cas | MOreBP-CASOrSBS- | qpq cag 625
(smooth) CA5
HOT-ASPHALT-APPLIED BASE PLY:
(Optional) One BP- BP-CA1 SBS-
G-21 Existing gypsum BP-CAG Min. 0.5-inch Trisotech G, Trisotech LRFIA or Min. 0.5-inch Structodek HD with LRFIA or BP-AA, CA1 or SBS-CA1 or CA1, BP-AA, 165.0
’ deck CGF, Trisotech, Elevate ISOGARD CG LRFIA(BG) Primed Red Coating LRFIA(BG) SBS-AA one or more BP-AA, | SBS-AA or '
SBS-AA or APP-TA APP-TA
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NEmoO | etc.e

TABLE 68: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)
SYSTEM TYPE A-1A: BONDED VAPOR BARRIER, BONDED INSULATION, BONDED ROOF COVER

Base Insulation Top Insulation Roof Cover (Note 15)
System Deck ;I:r':i‘:r Attach Attach Cap PI P
No. Note 1, Note 12 g Ed Y sf
‘ St (Note 15) Type (Notes 6,7,8) Type (Notes 6,7,8) Base Ply Ply esf)
622 Existing gypsum BP-CAG Min. 0.5-inch Trisotech G, Trisotech LRFIA or SECUROCK Cement Roof. B<.)ard or LRFIA or BP-AA, CA1 or SBS-CA1 or CA1, BP-AA, -180.0
' deck CGF, Trisotech, Elevate ISOGARD CG LRFIA(BG) min. 7/16-inch DEXcell Cement Roof LRFIA(BG) SBS-AA one or more BP-AA, | SBS-AA or '
) SBS-AA or APP-TA | APP-TA
Board
i ) ) . . ) . . (Optional) One or
Existing gypsum Min. 0.5-inch Trisotech G, Trisotech LRFIA or Min. 0.5-inch Structodek HD with LRFIA or
G231 deck BP-CAG CGF, Trisotech, Elevate ISOGARD CG | LRFIA(BG) Primed Red Coating LRFIABG) | SBAA ;qure SBS-AA, SBS- | SBS-TA 165.0
Min. 0.25-inch SECUROCK Gypsum-
L . ) . . Fiber Roof Board or min. 0.5-inch (Optional) One or
G-24. (Ej’:;:'"g 8YPSUM | B a6 2’22 grfs(';z:; ”Esl‘e’\t:t:: g’OT(_‘::EtDeZZ tﬁi:ﬁ(‘;}) SECUROCK Cement Roof Board or tﬁm (‘;rG) SBS-AA more SBS-AA, SBS- | SBS-TA -180.0
! ! min. 7/16-inch DEXcell Cement Roof TA
Board
SEBS-APPLIED BASE PLY:
625 Existing gypsum BP-CA6 Min. 0.5-inch Trisotech G, Trisotech LRFIA or Min. 0.5-inch Structodek HD with LRFIA or BP-SEBS, (Optional) BP-SEBS, SBS-SEBS 165.0
’ deck CGF, Trisotech, Elevate ISOGARD CG LRFIA(BG) Primed Red Coating LRFIA(BG) SBS-SEBS SBS-SEBS '
Min. 0.25-inch DensDeck Prime or
626 Existing gypsum BP-CA6 Min. 0.5-inch Trisotech G, Trisotech LRFIA or 2E%U5F§$(C:E gggsléggib:gnx:: Egz;d LRFIA or BP-SEBS, (Optional) BP-SEBS, SBS-SEBS 1825
’ deck CGF, Trisotech, Elevate ISOGARD CG LRFIA(BG) ’ ; . LRFIA(BG) SBS-SEBS SBS-SEBS '
Board or min. 7/16-inch DEXcell
Cement Roof Board
TORCH-APPLIED BASE PLY:
G-27 Existing gypsum BP-CAG Min. 0.5-inch Trisotech G, Trisotech LRFIA or Min. 0.25-inch SECUROCK Gypsum- LRFIA or APP-TA, (Optional) APP-TA, APP-TA, SBS- -180.0
’ deck CGF, Trisotech, Elevate ISOGARD CG LRFIA(BG) Fiber Roof Board LRFIA(BG) SBS-TA SBS-TA TA ’
628 Existing gypsum BP-CA6 Min. 0.5-inch Trisotech G, Trisotech LRFIA or 'F\{/Iolgf g-osz;:'r(;c:rsri(i::F;(/jlc(li(-i(r:i:eD?Xcell LRFIA or APP-TA, (Optional) APP-TA, APP-TA, SBS- 1825
' deck CGF, Trisotech, Elevate ISOGARD CG LRFIA(BG) Cement Roof Boara LRFIA(BG) SBS-TA SBS-TA TA '
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TABLE 6¢c: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

Anchor Sheet Primer or Base Insulation Top Insulation Roof Cover (Note 15)
System Deck - Vapor . J— MDP
asten : ac| ac|
No. (Note 1) Type Attach Barrier Type Type Base Ply Ply Cap Ply (psf)
(Note 11) (Note 15) (Notes 6,7,8) (Notes 6,7,8)
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
BURmastic GI‘ass 9-inch o.c. at 4- an. 1.5-inch Trisotech G, Min. 0.25-inch
Ply, BURmastic . . X Trisotech CGF, EnergyGuard .
Twin Loc-Nail inch lap and 18- . . . DensDeck Prime or
Existin Glass Ply - 28 1b, Assembled inch o.c. at two Polyiso Insulation, Trisotech, SECUROCK Gypsum- (Optional)
.29 Suri BURmastic . ), ool TREMprime | H-Shield, Elevate ISOGARD LRFIA or ® bor Roc) Bgaprd . LRFIA or BP-CAL or BPF—)CAl o | eecator |
: Eyp Composite Ply HT ” » equally WB primer | GL, Multi-Max FA3, Elevate LRFIA(BG) ; : LRFIA(BG) SBS-CA1 SBS-CA1 :
deck . (Field W/D > spaced, Min. 0.5-inch Structodek SBS-CA1
or BURmastic ISOGARD CG, UltraMax or . .
. 90 Ibf) staggered HD with Primed Red
Composite Ply center rows Styrofoam Brand Roofmate, Coatin
Premium Highload 60 or Plazamate g
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Py, Bunmasle ginch o.c.at4- Tisotech CaF, EvergyGuard Min. 0.25-inch (Optonal)
Vs Twin Loc-Nail | inch lap and 18- i i gy DensDeck Prime or P BP-CA1,
Existin Glass Ply - 28 Ib, Assembled inch o.c. at two Polyiso Insulation, Trisotech, SECUROCK Gypsum- BP-CA1, BP-CAG
6-30 sung1 BURmastic Fastener @), e -u.aII TREMprime H-Shield, Elevate ISOGARD LRFIA or Fiber Roof Bgaprdu or LRFIA or BP-CA6 or BP-CA6, SBS—CA;L 45,0
: gyp Composite Ply HT ! » equally WB primer | GL, Multi-Max FA3, Elevate LRFIA(BG) X ) LRFIA(BG) SBS-CA6 | SBS-CAL ’
deck . (Field W/D > spaced, Min. 0.5-inch Structodek or SBS-
or BURmastic ISOGARD CG, UltraMax or X . or SBS-
. 90 Ibf) staggered HD with Primed Red CA6
Composite Ply center rows Styrofoam Brand Roofmate, Coatin CA6
Premium Highload 60 or Plazamate 8
. Tremco Twin 6-inch o.c. at 4-
BURmastic Loc-Nail inch laps and Min. 0.5-inch DensDeck
Existing Composite Ply HT . P (Optional) Min. 1.5-inch LRFIA or T LRFIA or (Optional)
. Assembled 12-inch o.c. at . 4 Prime or SECUROCK BP-CA6 or BP-CA6 or
G-31. gypsum or BURmastic None Trisotech G, Trisotech CGF or LRFIA(BG), 6- . LRFIA(BG), 6- BP-CA6 or -75.0
. Fastener four (4), equally . . Gypsum-Fiber Roof X SBS-CA6 SBS-CA6
deck Composite Ply R Trisotech inch o.c. inch o.c. SBS-CA6
Premium (Field W/D > spaced center Board
67 Ibf) rows
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
BURmastic Gléss A 9-inch o.c. at 4- M!n. 1.5-inch Trisotech G, Min. 0.25-inch
Ply, BURmastic Tremco Twin X Trisotech CGF, EnergyGuard .
. inch lap and 18- . . . DensDeck Prime or
Existin Glass Ply — 28 Ib, Loc-Nail inch o.c. at two Polyiso Insulation, Trisotech, SECUROCK Gypsum- (Optional)
o3 Suri BURmastic Assembled A TREMprime | H-Shield, Elevate ISOGARD LRFIA or ibor Root Bgaprd i LRFIA or BP-CAS or BPF—)CAS o | Becasor | L
: Eyp Composite Ply HT Fastener »equag WB primer | GL, Multi-Max FA3, Elevate LRFIA(BG) X y LRFIA(BG) SBS-CAS SBS-CAS :
deck . . spaced, Min. 0.5-inch Structodek SBS-CA5
or BURmastic (Field W/D > &R ISOGARD CG, UltraMax or HD with Primed Red
Composite Ply 90 Ibf) cengtir A Styrofoam Brand Roofmate, Coatin
Premium Highload 60 or Plazamate g
. 9-inch o.c. at 4- M_m' L.5-inch Trisotech G, Min. 0.25-inch
. Tremco Twin . Trisotech CGF, EnergyGuard .
BURmastic Loc-Nail inch lap and 18- Polyiso Insulation, Trisotech DensDeck Prime or
.33 EX'S::Jnri ﬁf’;ﬁ;ﬂiﬂ'} HT | Assembled '(gih:‘j'aﬁt WO | Bp.cASor | H-Shield, Elevate ISOGARD | LRFIAor iiEbiL:i?)ngsgap;“g LRFIA or BP-CAS or g?)’_’éf;ill BP-CASOr | .
: Eyp i Fastener » equaly SBS-CAS GL, Multi-Max FA3, Elevate LRFIA(BG) X ) LRFIA(BG) SBS-CAS SBS-CAS ’
deck Composite Ply X spaced, Min. 0.5-inch Structodek SBS-CAS
P X (Field W/D > staggered ISOGARD CG, UltraMax or HD with Primed Red
remium 90 Ibf) €8 Styrofoam Brand Roofmate,

center rows

Highload 60 or Plazamate

Coating
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TABLE 6¢c: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

Anchor Sheet Primer or Base Insulation Top Insulation Roof Cover (Note 15)
System Deck - Vapor . J— MDP
asten : ac| ac|
No. (Note 1) Type Attach Barrier Type Type Base Ply Ply Cap Ply (psf)
(Note 11) (Note 15) (Notes 6,7,8) (Notes 6,7,8)
BURmastic Tremco Twin 6-inch o.c. at 4-
Existing Composite Ply HT Loc-Nail |nch laps and (Optional) (Optional) Min. 1.5-inch LRFIA or M!n. 0.5 gpsDec LRFIA or (Optional)
. Assembled 12-inch o.c. at . . Prime or SECUROCK BP-CAS or BP-CAS or
G-34. gypsum or BURmastic BP-CAS or Trisotech G, Trisotech CGF or | LRFIA(BG), 6- y LRFIA(BG), 6- BP-CAS5 or -75.0
X Fastener four (4), equally . . Gypsum-Fiber Roof 4 SBS-CAS SBS-CAS
deck Composite Ply R SBS-CAS Trisotech inch o.c. inch o.c. SBS-CAS
i (Field W/D > spaced center Board
Premium
67 Ibf) rows
HOT-ASPHALT-APPLIED BASE PLY:
BURmastic GI.ass A 9uinch o.c. at 4- M!n. 1.5-inch Trisotech G, Min. 0.25-inch -
Ply, BURmastic Tremco Twin : Trisotech CGF, EnergyGuard . (Optional)
. inch lap and 18- . . . DensDeck Prime or BP-CA1,
Existin Glass Ply - 28 Ib, Loc-Nail inch o.c. at two Polyiso Insulation, Trisotech, SECUROCK Gypsumm- BP-CA1, BP-AA
G-35 sung1 BURmastic Assembled @) e Au.all TREMprime H-Shield, Elevate ISOGARD LRFIA or Fiber Roof B(Zaprd or LRFIA or BP-AA, BP-AA, SBS—C,&l _45.0*
: gyp Composite Ply HT Fastener » equally WB primer | GL, Multi-Max FA3, Elevate LRFIA(BG) X ' LRFIA(BG) SBS-AA SBS-CAL, ' :
deck . R spaced, Min. 0.5-inch Structodek SBS-AA or
or BURmastic (Field W/D > stageered ISOGARD CG, UltraMax or HD with Primed Red SBS-AA or APP-TA
Composite Ply 90 Ibf) cengtir rows Styrofoam Brand Roofmate, Coatin APP-TA }
Premium Highload 60 or Plazamate 8
BURmastic Tremco Twin 6-inch o.c. at 4-
Existing | Composite Ply HT Loc-Nail inch laps and (Optional) Min. 1.5-inch LRFIA or Min. 0.5-inch DensDeck | | g, o (Optional) | BPCAL
. Assembled 12-inch o.c. at . . Prime or SECUROCK BP-AA, BP-AA,
G-36. gypsum or BURmastic None Trisotech G, Trisotech CGF or LRFIA(BG), 6- . LRFIA(BG), 6- BP-AA or -75.0
deck Composite Pl Fastener four (4), equally Trisotech inch o.c Gypsum-Fiber Roof inch o.c SBS-AA SBS-AA SBS-CA1
p. v (Field W/D > spaced center o Board - or SBS-AA
Premium
67 Ibf) rows
Min. 0.125-inch
BURmastic Glass ) Trem?oard AC or min.
. . 9-inch o.c. at 4- 0.25-inch DensDeck,
Ply, BURmastic Tremco Twin . . .
Glass Ply— 28 Ib Loc-Nail inch lap and 18- (Optional) DensDeck Prime,
Existing y‘ ! inch o.c. at two BP-AA, SBS- Min. 1.5-inch Trisotech G, DEXcell FA Glass Mat (Optional)
BURmastic Assembled . BP-AA, BP-AA or
G-37. gypsum R (2), equally AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt Roof Board or Hot asphalt BP-AA or -45.0*
Composite Ply HT Fastener . SBS-AA SBS-AA
deck . R spaced, TA GL or Multi-Max FA3 SECUROCK Gypsum- SBS-AA
or BURmastic (Field W/D > . .
Composite Pl 90 Ibf) staggered (smooth) Fiber Roof Board or min.
Prempium v center rows 0.5-inch Structodek HD
with Primed Red
Coating
Min. 0.125-inch
e | Tema™in | S0ASC | opiona
Existing Composite Ply HT X P BP-AA, SBS- | Min. 1.5-inch Trisotech G, ' . ’ (Optional)
. Assembled 12-inch o.c. at . DensDeck Prime, BP-AA, BP-AA or
G-38. gypsum or BURmastic AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt Hot asphalt BP-AA or -75.0
. Fastener four (4), equally X DEXcell FA Glass Mat SBS-AA SBS-AA
deck Composite Ply R TA GL or Multi-Max FA3 SBS-AA
Premi (Field W/D > spaced center ( th) Roof Board or
remium 67 Ibf) rows smoo SECUROCK Gypsum-
Fiber Roof Board
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TABLE 6¢c: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

Anchor Sheet Primer or Base Insulation Top Insulation Roof Cover (Note 15)
System Deck - Vapor . J— MDP
asten : ac| ac|
No. (Note 1) Type Attach Barrier Type Type Base Ply Ply Cap Ply (psf)
(Note 11) (Note 15) (Notes 6,7,8) (Notes 6,7,8)
Trufast Versa Min. 0.125-inch
Fastener & 6-inch o.c. at 4- TremBoard AC or min.
BURmastic Plate; 2 screws . (Optional) -
Existing Composite Ply HT per plate inch laps and BP-AA, SBS- | Min. 1.5-inch Trisotech G, 0.23-inchi@ensDegly (Optional)
. ; N 12-inch o.c. at . DensDeck Prime, BP-AA, BP-AA or
G-39. gypsum or BURmastic installed 180! four (4), equall AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt DEXcell FA Glass Mat Hot asphalt SBS-AA BP-AA or SBS-AA -75.0
deck Composite Ply into the holes s equally | rp GL or Multi-Max FA3 SBS-AA
R of the plate spaced center Roof Board or
Premium P (smooth)
(Field W/D > 67 rows SECUROCK Gypsum-
1bf) Fiber Roof Board
BURmastic GI.ass ' 9-inch o.c. at 4- M!n. 1.5-inch Trisotech G, Min. 0.25-inch
Ply, BURmastic Tremco Twin X Trisotech CGF, EnergyGuard . .
. inch lap and 18- . . : DensDeck Prime or (Optional)
Existin Glass Ply — 28 Ib, Loc-Nail inch o.c. at two Polyiso Insulation, Trisotech, SECUROCK Gypsum- One or
g BURmastic Assembled - TREMprime H-Shield, Elevate ISOGARD LRFIA or . P LRFIA or
G-40. gypsum R (2), equally ) . Fiber Roof Board or SBS-AA more SBS- | SBS-TA -45.0*
Composite Ply HT Fastener WB primer GL, Multi-Max FA3, Elevate LRFIA(BG) K . LRFIA(BG)
deck . R spaced, Min. 0.5-inch Structodek AA, SBS-
or BURmastic (Field W/D > ISOGARD CG, UltraMax or X .
. staggered HD with Primed Red TA
Composite Ply 90 Ibf) center rows Styrofoam Brand Roofmate, Coatin
Premium Highload 60 or Plazamate g
BURmastic I;i?;ca?ITWIn |6n_lcr;1clha 05-2;('; " Min. 0.5-inch DensDeck (Optional)
Existing Composite Ply HT Assembled 12»inc:o c at (Optional) Min. 1.5-inch LRFIA or Prin;e ;3r SECUROCK LRFIA or One or
G-41. gypsum or BURmastic o None Trisotech G, Trisotech CGF or LRFIA(BG), 6- . LRFIA(BG), 6- SBS-AA more SBS- | SBS-TA -75.0
. Fastener four (4), equally . . Gypsum-Fiber Roof .
deck Composite Ply R Trisotech inch o.c. inch o.c. AA, SBS-
. (Field W/D > spaced center Board
Premium TA
67 Ibf) rows
Min. 0.125-inch
BURmastic Glass ! Trem?oard AC or min.
. . 9-inch o.c. at 4- 0.25-inch DensDeck,
Ply, BURmastic Tremco Twin X . . .
Glass Plv — 28 Ib Loc-Nail inch lap and 18- (Optional) DensDeck Prime, (Optional)
Existing BURma:tic ! Assembled inch o.c. at two BP-AA, SBS- Min. 1.5-inch Trisotech G, DEXcell FA Glass Mat One or
G-42. gypsum Composite Ply HT Fastener (2), equally AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt Roof Board or Hot asphalt SBS-AA more SBS- | SBS-TA -45.0*
deck P . v . spaced, TA GL or Multi-Max FA3 SECUROCK Gypsum- AA, SBS-
or BURmastic (Field W/D > . .
Composite Pl 90 Ibf) staggered (smooth) Fiber Roof Board or min. TA
Prempium v center rows 0.5-inch Structodek HD
with Primed Red
Coating
Min. 0.125-inch
wnmastc | Tt | 65 o€ 5| opona opton
Existing Composite Ply HT Assembled 12—inc:o A BP-AA, SBS- Min. 1.5-inch Trisotech G, D.ensDeck Prime ’ One or
G-43. gypsum or BURmastic - AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt ! Hot asphalt SBS-AA more SBS- | SBS-TA -75.0
. Fastener four (4), equally . DEXcell FA Glass Mat
deck Composite Ply X TA GL or Multi-Max FA3 AA, SBS-
Premium (Field W/D > spaced center (smooth) Roof Board or TA
67 Ibf) rows SECUROCK Gypsum-
Fiber Roof Board
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TABLE 6¢c: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

Anchor Sheet Primer or Base Insulation Top Insulation Roof Cover (Note 15)
System Deck - Vapor . J— MDP
asten : ac| ac|
No. (Note 1) Type Attach Barrier Type Type Base Ply Ply Cap Ply (psf)
(Note 11) (Note 15) (Notes 6,7,8) (Notes 6,7,8)
Trufast Versa Min. 0.125-inch
Fastener & i - i
BURmastic P?:t:;n;;crews ﬁ]'cr;]c:; os.ce.z:(; 4 (Optional) ;r‘;gf\iirg:;;regm' (Optional)
Existing Composite Ply HT per plate 12—inc:o  at BP-AA, SBS- Min. 1.5-inch Trisotech G, DénsDeck Bime 2 One or
G-44. gypsum or BURmastic installed 180° four (4) e: .uaII AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt DEXcell FA Glass’Mat Hot asphalt SBS-AA more SBS- | SBS-TA -75.0
deck Composite Ply into the holes s equally | rp GL or Multi-Max FA3 AA, SBS-
Premium of the plate spaced center (smooth) Roof Board or TA
(Field W/D > 67 rows SECUROCK Gypsum-
1bf) Fiber Roof Board
SEBS-APPLIED BASE PLY:
BURmastic Glass . Min. 1.5-inch Trisotech G, R .
Ply, BURmastic Tremco Twin 9—|nch o.c.at4- Trisotech CGF, EnergyGuard iy O'ZS_mC.h
. inch lap and 18- . . . DensDeck Prime or
Existin Glass Ply - 28 Ib, Loc-Nail inch o.c. at two Polyiso Insulation, Trisotech, SECUROCK Gypsum- (Optional)
645 ) ri BURmastic Assembled (2), ecpusl TREMprime | H-Shield, Elevate ISOGARD LRFIA or Fiber Roof Bgaprd i LRFIA or BP-SEBS, BPF_’SEBS SBS.SEBS 25.0*
: gypsu Composite Ply HT Fastener » equally WB primer GL, Multi-Max FA3, Elevate LRFIA(BG) K R LRFIA(BG) SBS-SEBS , : -
deck . R spaced, Min. 0.5-inch Structodek SBS-SEBS
or BURmastic (Field W/D > ISOGARD CG, UltraMax or X .
X staggered HD with Primed Red
Composite Ply 90 Ibf) center rows Styrofoam Brand Roofmate, Coatin
Premium Highload 60 or Plazamate 8
BURmastic Tremco Twin 6-inch o.c. at 4-
Existing Composite Ply HT ;C;:é’\r:?l;lled T;?nlfﬁzacnit (Optional) Min. 1.5-inch LRFIA or m:;:f;&cgul?{?égew LRFIA or BP-SEBS (Optional)
G-46. gypsum or BURmastic . None Trisotech G, Trisotech CGFor | LRFIA(BG), 6- . LRFIA(BG), 6- g BP-SEBS, SBS-SEBS -75.0
R Fastener four (4), equally . . Gypsum-Fiber Roof . SBS-SEBS
deck Composite Ply X Trisotech inch o.c. inch o.c. SBS-SEBS
Premium (Field W/D > spaced center Board
67 Ibf) rows
Min. 0.125-inch
. TremBoard AC or min.
I?IUR;SI::a(Sstliiss Tremco Twin 9-inch o.c. at 4- 0.25-inch DensDeck,
GIVa,ss Plv— 28 b Loc-Nail inch lap and 18- (Optional) DensDeck Prime,
Existing BURmaZtic ! Assembled inch o.c. at two BP-AA, SBS- | Min. 1.5-inch Trisotech G, DEXcell FA Glass Mat BP-SEBS (Optional)
G-47. gypsum Composite Ply HT Fastener (2), equally AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt Roof Board or Hot asphalt SBS—SEBIS BP-SEBS, SBS-SEBS -45.0*
deck or BL’JJRmasticy (Field W/D > spaced, TA GL or Multi-Max FA3 SECUROCK Gypsum- SBS-SEBS
Composite Pl 90 Ibf) staggered (smooth) Fiber Roof Board or min.
Prempium v center rows 0.5-inch Structodek HD
with Primed Red
Coating
Min. 0.125-inch
. Tremco Twin 6-inch o.c. at 4- . TremBoard AC or min.
BURmasjﬂc Loc-Nail inch laps and (Optional) 0.25-inch DensDeck
Existing Composite Ply HT Assembled 12-inch o.c. at BP-AA, SBS- Min. 1.5-inch Trisotech G, DensDeck Prime ’ BP-SEBS (Optional)
G-48. gypsum or BURmastic - AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt ! Hot asphalt ! BP-SEBS, SBS-SEBS -75.0
X Fastener four (4), equally . DEXcell FA Glass Mat SBS-SEBS
deck Composite Ply X TA GL or Multi-Max FA3 SBS-SEBS
Premi (Field W/D > spaced center ( th) Roof Board or
remium 67 Ibf) rows smoo SECUROCK Gypsum-
Fiber Roof Board
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TABLE 6¢c: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

NEmoO | etc.e

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

Anchor Sheet Primer or Base Insulation Top Insulation Roof Cover (Note 15)
System Deck - Vapor . J— MDP
asten : ac| ac|
No. (Note 1) Type Attach Barrier Type Type Base Ply Ply Cap Ply (psf)
(Note 11) (Note 15) (Notes 6,7,8) (Notes 6,7,8)
Trufast Versa Min. 0.125-inch
Fastener & 6-inch o.c. at 4- TremBoard AC or min.
BURmastic Plate; 2 screws . (Optional) -
Existing Composite Ply HT per plate Tzc_?n'::zac”‘:t BP-AA, SBS- | Min. 1.5-inch Trisotech G, g::sg‘:?k?,fi"ni“k' Bp.SEBS (Optional)
G-49. gypsum or BURmastic installed 180° four (4) e: .uaII AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt DEXcell FA Glass’Mat Hot asphalt SBS»SEB,S BP-SEBS, SBS-SEBS -75.0
deck Composite Ply into the holes s equally | rp GL or Multi-Max FA3 SBS-SEBS
Premium of the plate spaced center (smooth) Roof Board or
(Field W/D > 67 rows SECUROCK Gypsum-
1bf) Fiber Roof Board
TORCH-APPLIED BASE PLY:
BURmastic Glass 9uinch o.c. at 4- Min. 1.5-inch Trisotech G,
Ply, BURmastic Tremco Twin inch la .ar.1d 18- Trisotech CGF, EnergyGuard
Existin Glass Ply — 28 Ib, Loc-Nail inch 0’2 at two Polyiso Insulation, Trisotech, Min. 0.25-inch (Optional)
6-50 sung1 BURmastic Assembled ), e Au.aII TREMprime H-Shield, Elevate ISOGARD LRFIA or DensDeck Prime or LRFIA or APP-TA, APT’-TA APP-TA, _45.0%
: izr;k Composite Ply HT Fastener s z;ceqd v WB primer GL, Multi-Max FA3, Elevate LRFIA(BG) SECUROCK Gypsum- LRFIA(BG) SBS-TA SBS-TA’ SBS-TA :
or BURmastic (Field W/D > s"c)a er,ed ISOGARD CG, UltraMax or Fiber Roof Board
Composite Ply 90 Ibf) cengtir rows Styrofoam Brand Roofmate,
Premium Highload 60 or Plazamate
. Tremco Twin 6-inch o.c. at 4-
BURmastic Loc-Nail inch laps and Min. 0.5-inch DensDeck
Existing Composite Ply HT Assembled 12-inc:o c at (Optional) (Optional) Min. 1.5-inch LRFIA or Prir’r;e .or SECUROCK LRFIA or APP-TA (Optional) APP_TA
G-51. gypsum or BURmastic . BP-CAS5 or Trisotech G, Trisotech CGF or | LRFIA(BG), 6- ) LRFIA(BG), 6- ! APP-TA, ! -75.0
. Fastener four (4), equally . . Gypsum-Fiber Roof . SBS-TA SBS-TA
deck Composite Ply X SBS-CAS Trisotech inch o.c. inch o.c. SBS-TA
Premium (Field W/D > spaced center Board
emiu 67 Ibf) rows
BURmastic Glass .
Ply, BURmastic Tremco Twin ?_mCh o.c. at 4- . Min. 0.25-inch
Glass Ply — 28 Ib, Loc-Nail inch lap and 18- (Optional) DensDeck Prime
Existing BURmastic Assembled inch o.c. at two BP-AA, SBS- M!n. 1.5-inch Trisotech G, DEXcell FA Glass Mat APP-TA, (Optional) APP-TA,
G-52. gypsum . (2), equally AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt Hot asphalt APP-TA, -45.0*
deck Composite Ply HT Fastener spaced TA GL or Multi-Max FA3 Roof Board or SBS-TA SBS-TA SBS-TA
&c or BURmastic (Field W/D > Sfa "y Nt orMu SECUROCK Gypsum-
Composite Ply 90 Ibf) E8 Fiber Roof Board
. center rows
Premium
wormaste | TemaTin [€00 56 £ opton e
Existing Composite Ply HT X P BP-AA, SBS- Min. 1.5-inch Trisotech G, ! (Optional)
. Assembled 12-inch o.c. at . DEXcell FA Glass Mat APP-TA, APP-TA,
G-53. gypsum or BURmastic AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt Hot asphalt APP-TA, -75.0
deck Composite Pl Fastener four (4), equally A 6L or Multi-Max FA3 Roof Board or SBS-TA SBS-TA SBS-TA
Prempium v (Field W/D > spaced center (smooth) SECUROCK Gypsum-
67 Ibf) rows Fiber Roof Board
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NEmoO | etc.e
TABLE 6¢: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

SYSTEM TYPE B-3: MECHANICALLY ATTACHED ANCHOR SHEET, BONDED INSULATION, BONDED ROOF COVER

Anchor Sheet Primer or Base Insulation Top Insulation Roof Cover (Note 15)
System Deck - Vapor . J— MDP
No. (Note 1) asten Barrier ac ac (psf)
ote Type A Attach o Type N Type N Base Ply Ply Cap Ply
Trufast Versa
Fastener & 6-inch o.c. at 4- Min. 0.25-inch
BURmastic Plate; 2 screws . (Optional) .
Existing Composite Ply HT per plate Tzc_?n'::iac”:t BP-AA, SBS- | Min. 1.5-inch Trisotech G, g:;z:lfiiz:g’mt APPTA (Optional) | oo
G-54. gypsum or BURmastic installed 180° four (4) e: AuaII AA or SBS- Trisotech, Elevate ISOGARD Hot asphalt Roof Board or Hot asphalt SBS»TA, APP-TA, SBS-TA, -75.0
deck Composite Ply into the holes s equally | rp GL or Multi-Max FA3 SBS-TA
k of the plate spaced center SECUROCK Gypsum-
Premium P (smooth)
(Field W/D > 67 rows Fiber Roof Board
bf)
TABLE 6p: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)
SYSTEM TYPE E-2: NON-INSULATED, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER
Base Sheet Roof Cover (Note 15)
System Deck - S€ MDP (psf)
No. (Note 1) Type Fastener (Note 11) I Spacing Base Ply Cap Ply
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
L BURmastic Glass Ply, BURmastic Glass Ply —28 |b, | Twin Loc-Nail 9-inch o.c. at 4-inch lap and 18-inch o.c. at
Existing . . . One or two BP-CA1
G-55. surm deck BURmastic Composite Ply HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center or SBS-CA1 BP-CA1 or SBS-CA1 -45.0*
Eyp Composite Ply Premium (Field W/D > 90 Ibf) rows
BURMASIC ADHESIVE MC APPLIED BASE PLY:
Existing BURmast!c Glass Ply, BURmastic Glass PIy.— 281b, | Twin Loc-Nail 9-inch o.c. at 4-inch lap and 18-inch o.c. at One or two BP-CA6 | BP-CAL, BP-CA6, SBS-
G-56. sum deck BURmastic Composite Ply HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center oF SBS-CAG CA1 or SBS-CAG -45.0*
gyp Composite Ply Premium (Field W/D > 90 Ibf) rows
- Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
E BP-CA BP-CA1, BP-CA6, SBS-
G-57. XIS:Lnri deck BURmastic Glass Ply, BURmastic Glass Ply—28 b | Assembled Fastener two (2), equally spaced, staggered center S:\SeBc;(t:vA/g CAG CAlcor ,SBS—EA:, SBS -60.0
Eyp (Field W/D > 80 Ibf) rows
- . . ) Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
G-58. EXIS:Lnni deck (B;grimjssit;: glor:fs;:'ifnily HT or BURmaztic Assembled Fastener two (2), equally spaced, staggered center S::Bosr g:g BP-CAG BP-CA6 or SBS-CA6 -75.0
gyp P v (Field W/D > 100 Ibf) | rows
Trufast Versa Fastener
L . . . . ; 9-inch o.c. at 4-inch laps and 9-inch o.c. at
Existing BURmastic Composite Ply HT or BURmastic (min. 2.25-inch) & One or more BP-
G-59. gypsum deck Composite Ply Premium Plate; 3 screws per :\3’\25(2)' equally spaced, staggered center CA6 or SBS-CA6 BP-CA6 or SB5-CA6 105.0
plate*
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
. BURmastic Glass Ply, BURmastic Glass Ply —28 Ib, | Twin Loc-Nail 9-inch o.c. at 4-inch lap and 18-inch o.c. at
Existing . . . One or two BP-CA5
G-60. sum deck BURmastic Composite Ply HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center or SBS-CAS BP-CA5 or SBS-CA5 -45.0%*
Evp Composite Ply Premium (Field W/D > 90 Ibf) rows
Existin Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at One or two BP-CAS
G-61. s BURmastic Glass Ply, BURmastic Glass Ply—28 Ib | Assembled Fastener two (2), equally spaced, staggered center BP-CAS5 or SBS-CA5 -60.0
gypsum deck R or SBS-CA5
(Field W/D > 80 Ibf) rows
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TABLE 6D: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

SYSTEM TYPE E-2: NON-INSULATED, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

t Base Sheet Roof Cover (Note 15)
System Deck - 22 MDP (psf)
No. (Note 1) Type Fastener (Note 11) Spacing Base Ply Cap Ply
Existin BURmastic Composite Ply HT or BURmastic Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at One or two BP-CAS
G-62. sung1 deck Composite Pl PFr)emium v Assembled Fastener two (2), equally spaced, staggered center or SBS-CAS BP-CAS5 or SBS-CAS -75.0
Eyp P v (Field W/D > 100 Ibf) rows
Trufast Versa Fastener
- . . . . X 9-inch o.c. at 4-inch laps and 9-inch o.c. at
Existing BURmastic Composite Ply HT or BURmastic (min. 2.25-inch) & One or more BP-
t 2 Il d, st d - - -105.0
G-63. gypsum deck Composite Ply Premium Plate; 3 screws per r\g\zs( ), equally spaced, staggered center CAS or SBS-CAS BP-CAS or SBS-CAS
plate*
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
HOT-ASPHALT-APPLIED BASE PLY:
L BURmastic Glass Ply, BURmastic Glass Ply —28 |b, | Twin Loc-Nail 9-inch o.c. at 4-inch lap and 18-inch o.c. at
G-64. Ems:Lnng] deck BURmastic Composite Ply HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center BP-AA, SBS-AA EQ;CAAAl zfi-;:?#’ABP-AA’ -45.0*
Eyp Composite Ply Premium (Field W/D > 90 Ibf) rows
s Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
E BP-CA1 SBS-CA1, BP-AA
G-65. xisting BURmastic Glass Ply, BURmastic Glass Ply —28 Ib | Assembled Fastener two (2), equally spaced, staggered center BP-AA, SBS-AA CALSBS-CAL ’ -60.0
gypsum deck R SBS-AA or APP-TA
(Field W/D > 80 Ibf) rows
- . . ) Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
E BUR Ply HT or BUR BP-CA1 SBS-CA1, BP-AA
G-66. XIS:Lnri deck Cgmmgssittlec grn;?eo::jm y HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center BP-AA, SBS-AA SBS?AA zriPcP—T’A ! -75.0
Eyp P v (Field W/D > 100 Ibf) rows
Trufast Versa Fastener
. . . . . X 9-inch o.c. at 4-inch laps and 9-inch o.c. at
Existing BURmas't|c Composr.ce Ply HT or BURmastic (min. 225-InCR%: two (2), equally spaced, staggered center BP-AA or SBS-AA BP-AA or SBS-AA -105.0
G-67. gypsum deck Composite Ply Premium Plate; 3 screws per
rows
plate*
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
Existin BURmastic Glass Ply, BURmastic Glass Ply —28 Ib, | Twin Loc-Nail 9-inch o.c. at 4-inch lap and 18-inch o.c. at
G-68. Sungq deck BURmastic Composite Ply HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center SBS-AA SBS-TA -45.0*
Eyp Composite Ply Premium (Field W/D > 90 Ibf) rows
Existin Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
G-69. sung1 deck BURmastic Glass Ply, BURmastic Glass Ply —28 Ib | Assembled Fastener two (2), equally spaced, staggered center SBS-AA SBS-TA -60.0
gyp (Field W/D > 80 Ibf) rows
- . . ) Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
G-70. EXIS:Lnni deck Eg:wmjssittl: glon:’f;;?;enily ior T Assembled Fastener two (2), equally spaced, staggered center SBS-AA SBS-TA -75.0
Eyp P v (Field W/D > 100 Ibf) | rows
Trufast Versa Fastener
. . | . . . 9-inch o.c. at 4-inch laps and 9-inch o.c. at
E B B . 2.25-
xisting URmas'tlc Compos@e Ply HT or BURmastic (min 5-inch) & two (2), equally spaced, staggered center SBS-AA SBS-TA 105.0
G-71. gypsum deck Composite Ply Premium Plate; 3 screws per
rows
plate*
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
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TABLE 6D: EXISTING GYPSUM DECKS — REROOF (TEAR-OFF)

SYSTEM TYPE E-2: NON-INSULATED, MECHANICALLY ATTACHED BASE SHEET, BONDED ROOF COVER

NEmoO | etc.e

System Deck Base Sheet Roof Cover (Note 15) Y
(psf)
No. (Note 1) Type Fastener (Note 11) Spacing Base Ply | Cap Ply
SEBS-APPLIED BASE PLY:
Existin BURmastic Glass Ply, BURmastic Glass Ply —28 Ib, | Twin Loc-Nail 9-inch o.c. at 4-inch lap and 18-inch o.c. at
G-72. sung1 deck BURmastic Composite Ply HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center BP-SEBS, SBS-SEBS | SBS-SEBS -45.0*
Eyp Composite Ply Premium (Field W/D > 90 Ibf) rows
Existin Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
G-73. g BURmastic Glass Ply, BURmastic Glass Ply—28 b | Assembled Fastener two (2), equally spaced, staggered center BP-SEBS, SBS-SEBS | SBS-SEBS -60.0
gypsum deck R
(Field W/D > 80 Ibf) rows
_— . . ) Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
E BUR Ply HT or BUR
G-74. XIS:Lnri deck Cgmmc?:ittlz gfn;?eo:::jm y HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center BP-SEBS, SBS-SEBS | SBS-SEBS -75.0
Eyp P v (Field W/D > 100 Ibf) | rows
Trufast Versa Fastener
. ) . . ) : 9-inch o.c. at 4-inch laps and 9-inch o.c. at
Existing BURmas.tlc Comp05|Fe PIy HT or BURmastic (min. 2.25-inch) & two (2), equally spaced, staggered center BP-SEBS, SBS-SEBS | SBS-SEBS -105.0
G-75. gypsum deck Composite Ply Premium Plate; 3 screws per
plate* rows
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
TORCH-APPLIED BASE PLY:
Existin BURmastic Glass Ply, BURmastic Glass Ply — 28 Ib, | Twin Loc-Nail 9-inch o.c. at 4-inch lap and 18-inch o.c. at
G-76. surrg1 deck BURmastic Composite Ply HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center APP-TA, SBS-TA APP-TA, SBS-TA -45.0*
Eyp Composite Ply Premium (Field W/D > 90 Ibf) rows
Existin Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
G-77. g BURmastic Glass Ply, BURmastic Glass Ply —28 Ib | Assembled Fastener two (2), equally spaced, staggered center APP-TA, SBS-TA APP-TA, SBS-TA -60.0
gypsum deck R
(Field W/D > 80 Ibf) rows
. . . . Twin Loc-Nail 9-inch o.c. at 4-inch lap and 9-inch o.c. at
E BUR Ply HT or BUR
G-78. XIS:Lnri deck Cgmmc?:ittlz gfn;fg:ﬁjm y HT or BURmastic Assembled Fastener two (2), equally spaced, staggered center APP-TA, SBS-TA APP-TA, SBS-TA -75.0
gyp p v (Field W/D > 100 Ibf) rows
Trufast Versa Fastener
- . . . . X 9-inch o.c. at 4-inch laps and 9-inch o.c. at
Existing BURmas.tlc Comp05|'Fe Ply HT or BURmastic (min. 2.25-inch) & two (2), equally spaced, staggered center SBS-TA SBS-TA 105.0
G-79. gypsum deck Composite Ply Premium Plate; 3 screws per
plate* rows
Note: | *Field withdrawal resistance testing (Note 11) shall yield minimum 140 Ibf.
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TABLE 7a: RECOVER APPLICATIONS
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the
substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Substrate Attach [ Cap PI MDP
No. Note 1, Note 12 BB ac Y sf)A
(Note 1, Note 12) Type (Notes 6,7,8) Type (Notes 6,7,8) Base Ply 117
BURMASTIC ADHESIVE OR POWERPLY STANDARD COLD ADHESIVE APPLIED BASE PLY:
Existing smooth-surface or . . .
granule-surface BUR, SB5 (Optional) Min. 0.5-inch Gypaum-Fier Roof Board of min D5-nch (0ptional) One or
et modified bitumen or gravel- Trisotech G, Trisotech CGF, | LRFIA or o CUROCK o o o e e | LRFIAOY BP-CALor | P BP-CAL or 600
: surfaced BUR, brushed/spudded Trisotech, Elevate ISOGARD LRFIA(BG) . ’ - . . LRFIA(BG) SBS-CA1 SBS-CA1 ’
and vacuumed to remove loose HD with Primed Red Coating or min. 7/16-inch SBS-CA1
G DEXcell Cement Roof Board
gravel
BURMASTIC ADHESIVE MC APPLIED BASE PLY:
Optional) Min. 0.5-inch i -
Gravel-surfaced BUR, (Optional) Min. 0.5-i Min. 0.25-inch DensDeck Prime or SECUROCK (Optional) One BP BP-CAL, BP-
Trisotech G, Trisotech CGF, . . . LRFIA or BP-CA6 or CA1 or SBS-CAl or
R-2. brushed/spudded and vacuumed X LRFIA Gypsum-Fiber Roof Board or Min. 0.5-inch CA6, SBS-CA1 -142.5
Trisotech, Elevate ISOGARD 1 \ ’ LRFIA(BG) SBS-CA6 one or more BP-CA6
to remove loose gravel Structodek HD with Primed Red Coating or SBS-CA6
cG or SBS-CA6
(Optional) Min. 0.5-inch (Optional) One BP-
o g:j;’:;j;‘srfifjezi:d vacuumed | TriSotech G, Trisotech CGF, |\ oo o | Min.0.5inch Structodek HD with Primed Red | LRFIA or BP-CA6or | CAL or SBS-CAL or g:},céé';;; 2 | 1eso
’ P Trisotech, Elevate ISOGARD Coating LRFIA(BG) SBS-CA6 one or more BP-CA6 . ’
to remove loose gravel or SBS-CA6
CG or SBS-CA6
L (Optional) Min. 0.5-inch (Optional) One BP-
ca E::;H;gi:}?;’gg;ﬂga;fsgs Trisotech G, Trisotech CGF, | LRFIA or Min. 0.5-inch Structodek HD with Primed Red | LRFIA or BP-CAGor | CAL or SBS-CAL or 22;’;13':&1 1650
’ granu'e-sur Trisotech, Elevate ISOGARD LRFIA(BG) Coating LRFIA(BG) SBS-CA6 one or more BP-CA6 ! ’
modified bitumen or SBS-CA6
CG or SBS-CA6
G Isurfaced BUR (Optional) Min. 0.5-inch (Optional) O
ravel-surface . h : . ) . ptional) One or
Trisotech G, Trisotech CGF, Min. 0.25-inch DensDeck Prime or SECUROCK LRFIA or BP-CA6 or BP-CA6 or
R-5. brushed/spudded and vacuumed | . 0 o ate 150GARD | SRTABG) 1 G ocum-Fiber Roof Board LRFIA(BG) SBS-CA6 more BP-CA6 or SBS- | ¢p¢ a6 -187.5
to remove loose gravel CA6
CG
Existi th-surf (Optional) Min. 0.5-inch (Optional) O
xisting smooth-surface or h . ptional) One or
Trisotech G, Trisotech CGF LRFIA or LRFIA or BP-CA6 or BP-CA6 or
R-6. le-surf BUR or SBS ! ! Min. 0.25-inch DensDeck Pri BP-CAG6 or SBS- - .
° gram e s race PR or Trisotech, Elevate ISOGARD | LRFIA(BG) in- 0-25-inch Bensbeck Prime LRFIA(BG) | SBS-CA6 | " o° o SBS-CAG 2625
modified bitumen CA6
CG
Existi th-surf (Optional) Min. 0.5-inch (Optional) O
. ?;SnLTSZTr?:ceEE;a;fs%; Trisotech G, Trisotech CGF, LRFIA or Min. 0.25-inch SECUROCK Gypsum-Fiber Roof | LRFIA or BP-CA6 or mc’)’rfg’f_ A gir";Bs_ BP-CA6 or 2850
’ granuie-sur Trisotech, Elevate ISOGARD LRFIA(BG) Board LRFIA(BG) SBS-CA6 SBS-CA6 '
modified bitumen co CA6
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substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

TABLE 7A: RECOVER APPLICATIONS
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Substrate Attach [ Cap PI MDP
No. Note 1, Note 12 BB ac Y sf)A
(Note 1, Note 12) Type S Type Notes 6.7.8 Base Ply Ply
POWERPLY ENDURE BIO ADHESIVE TF APPLIED BASE PLY:
Gravel-surfaced BUR, (Optional) Min. 0.5-inch Min. 0.25-inch Dens Deck Prime, DEXcell (Optional) One or
R8 brushed/spudded and Trisotech G, Trisotech CGF, LRFIA FA Glass Mat Roof Board or SECUROCK LRFIA or BP-CAS5, m:re BP-CAS or BP-CA5 or 1425
’ vacuumed to remove loose Trisotech, Elevate ISOGARD Gypsum-Fiber Roof Board or Min. 0.5-inch LRFIA(BG) SBS-CA5 SBS-CAS SBS-CA5 ’
gravel CG Structodek HD with Primed Red Coating
Gravel-surfaced BUR,
brushed/spudded and vacuumed | (Optional) Min. 0.5-inch (Optional) One or
R0 to remove loose gravel or Trisotech G, Trisotech CGF, LRFIA(BG) Min. 0.25-inch SECUROCK Gypsum-Fiber Roof | LRFIA or BP-CAS, more BP-CAS or BP-CAS or 1575
’ smooth-surface or granule- Trisotech, Elevate ISOGARD Board LRFIA(BG) SBS-CA5 SBS-CAS SBS-CA5 ’
surface BUR or SBS modified CcG B
bitumen
Gravel-surfaced BUR, (Optional) Min. 0.5-inch . ) .
R-10 brushed/spudded and Trisotech G, Trisotech CGF, LRFIA(BG) ngIZ;c?.oer;?;hoD:_)i(s:: gﬁ'f::oije::ls(\:v?:h LRFIA or BP-CAS5, ﬁ?g:g:;%g:i?r BP-CAS or -165.0
’ vacuumed to remove loose Trisotech, Elevate ISOGARD R . LRFIA(BG) SBS-CA5 SBS-CAS :
Primed Red Coating SBS-CAS5
gravel CG
L (Optional) Min. 0.5-inch . . .
v | Dmsmeatarties | o Timencor, | o | M 0200 stk gnor | s, | O | gposar |
’ granu’e-sur Trisotech, Elevate ISOGARD LRFIA(BG) g o LRFIA(BG) SBS-CAS SBS-CAS ’
modified bitumen G Primed Red Coating SBS-CA5
(Optional) Min. 0.5-inch .
Gravel-surfaced BUR . . (Optional) One or
! Trisotech G, Trisotech CGF LRFIA or BP-CAS BP-CAS or
R-12. brushed dded and d ! ! in. 0.25-inch DensDeck Pri ! BP-CA -187.
rushed/spudded and vacuume Trisotech, Elevate ISOGARD LRFIA(BG) Min. 0.25-inch DensDeck Prime LRFIA(BG) SBS-CAS more BP-CAS or SBS-CAS 187.5
to remove loose gravel G SBS-CA5
- (Optional) Min. 0.5-inch .
Existing smooth-surface or . . (Optional) One or
Trisotech G, Trisotech CGF LRFIA or LRFIA or BP-CAS BP-CAS or
R-13. le-surf BUR or SBS ! ! Min. 0.25-inch DensDeck Pri ! - - .
3 granu’e-suriace BLR or Trisotech, Elevate ISOGARD | LRFIA(BG) in. 0.25-inch DensDeck Prime LRFIA(BG) sBs-cas | Mmore BP-CASor SBS-CAS 262:5
modified bitumen G SBS-CA5
HOT-ASPHALT-APPLIED BASE PLY:
Gravel-surfaced BUR (Optional) Min. 0.5-inch ,C\-imn. OIZ?F_‘ISChII:enfSBDEdepczlrmr:’i:E((J:L;-RigEhK (Optional) One BP- BP-CA1 5B5-
vel-su ’ Trisotech G, Trisotech CGF, ypsum-riber Root Boar (O LRFIA or BP-AA, CA1 or SBS-CA1 or CA1, BP-AA,
R-14. brushed/spudded and vacuumed \ LRFIA Structodek HD with Primed Red Coating or -142.5
Trisotech, Elevate ISOGARD . LRFIA(BG) SBS-AA one or more BP-AA, SBS-AA or
to remove loose gravel G SECUROCK Cement Roof Board or min. 7/16- SBS-AA or APP-TA APP_TA
inch DEXcell Cement Roof Board
(Optional) Min. 0.5-inch (Optional) One BP- BP-CA1 SBS-
Gravel-surfaced BUR, A . . . . .
R-15 brushed/spudded and vacuumed Trisotech G, Trisotech CGF, LRFIA(BG) Min. 0.5-inch Structodek HD with Primed Red LRFIA or BP-AA, CA1 or SBS-CA1 or CA1, BP-AA, 165.0
: to remove loose aravel Trisotech, Elevate ISOGARD Coating LRFIA(BG) SBS-AA one or more BP-AA, SBS-AA or ’
& CG SBS-AA or APP-TA APP-TA
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substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

TABLE 7A: RECOVER APPLICATIONS
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER
AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Substrate Attach [ Cap PI MDP
No. Note 1, Note 12 BB ac Y sf)A
(Note 1, Note 12) Type (Notes 6,7,8) Type (Notes 6,7,8) Base Ply 117
Existing smooth-surface or (Optional) Min. 0.5-inch (Optional) One BP- BP-CA1 SBS-
4@ ranulg—surface BUR or SBS Trisotech G, Trisotech CGF, LRFIA or Min. 0.5-inch Structodek HD with Primed Red LRFIA or BP-AA, CA1l or SBS-CAl or CAl, BP-AA, 165.0
’ fnodified bitumen Trisotech, Elevate ISOGARD LRFIA(BG) Coating LRFIA(BG) SBS-AA one or more BP-AA, SBS-AA or ’
¢ SBS-AA or APP-TA APP-TA
G l-surfaced BUR (Optional) Min. 0.5-inch Min. 0.25-inch DensDeck Prime, SECUROCK (Optional) One BP- BP-CA1 SBS-
Rl brrj:ﬁe;z ?J(;Ieded an’d vacuumed Trisotech G, Trisotech CGF, LRFIA(BG) Gypsum-Fiber Roof Board or min. 0.5-inch LRFIA or BP-AA, CA1 or SBS-CA1 or CA1, BP-AA, -180.0
’ to removeploose ravel Trisotech, Elevate ISOGARD SECUROCK Cement Roof Board or min. LRFIA(BG) SBS-AA one or more BP-AA, SBS-AA or '
& CG 7/16-inch DEXcell Cement Roof Board SBS-AA or APP-TA APP-TA
Existi th-surf (Optional) Min. 0.5-inch Min. 0.25-inch DensDeck Prime, SECUROCK (Optional) One BP- BP-CA1 SBS-
R1s e e BUR or 585 Trisotech G, Trisotech CGF, | LRFIA or Gypsum-Fiber Roof Board or min. 0.5-inch | LRFIA or BP-AA, CAlorSBS-CALor | CALBP-AA, | o0 o
’ ?nodified bitumen Trisotech, Elevate ISOGARD LRFIA(BG) SECUROCK Cement Roof Board or min. LRFIA(BG) SBS-AA one or more BP-AA, SBS-AA or '
CG 7/16-inch DEXcell Cement Roof Board SBS-AA or APP-TA APP-TA
(Optional) Min. 0.5-inch Min. 0.25-'|nch DensDeck Prlmet SECUR.OCK )
Gravel-surfaced BUR, Trisotech G. Trisotech CGF Gypsum-Fiber Roof Board or min. 0.5-inch LRFIA or (Optional) One or
R-19. brushed/spudded and vacuumed Trisotech E,Ievate ISOGARI’D LRFIA Structodek HD with Primed Red Coating or LRFIA(BG) SBS-AA more SBS-AA, SBS- SBS-TA -142.5
to remove loose gravel G ’ SECUROCK Cement Roof Board or min. 7/16- TA
inch DEXcell Cement Roof Board
(Optional) Min. 0.5-inch .
Gravel-surfaced BUR h . } . . ) (Optional) One or
! Trisotech G, Trisotech CGF Min. 0.5-inch Structodek HD with Primed Red LRFIA or
R-20. brushed dded and d ! ! - - - BS-TA -165.
0 rushed/spudded and vacuume: Trisotech, Elevate ISOGARD LRFIA(BG) Coating LRFIA(BG) SBS-AA more SBS-AA, SBS SBS 65.0
to remove loose gravel TA
CG
- (Optional) Min. 0.5-inch .
Existing smooth-surface or . . . : . . (Optional) One or
Trisotech G, Trisotech CGF LRFIA or Min. 0.5-inch Structodek HD with Primed Red LRFIA or
R-21. le-surf BUR B ! ! - - - BS-TA -165.
granule-surface BUR or SB3 Trisotech, Elevate ISOGARD | LRFIA(BG) | Coating LRFIA(BG) SBS-AA more SBS-AA, SBS- | SBS 630
modified bitumen TA
CG
G -surfaced BUR (Optional) Min. 0.5-inch Min. 0.25-inch DensDeck Prime, SECUROCK (Optional) One or
ravel-surface h ) ) : .
’ Trisotech G, Trisotech CGF, Gypsum-Fiber Roof Board or min. 0.5-inch LRFIA or
R-22 brushed/spudded and vacuumed Trisotech, Elevate ISOGARD LRFIA(BG) SECUROCK Cement Roof Board or min. LRFIA(BG) SBS-AA more SBS-AA, SBS SBS-TA 180.0
to remove loose gravel i TA
CcG 7/16-inch DEXcell Cement Roof Board
Existi th-surf (Optional) Min. 0.5-inch Min. 0.25-inch DensDeck Prime, SECUROCK (Optional) One or
op ::nmg_zrl?r?aoce_;E;a;resgrs Trisotech G, Trisotech CGF, LRFIA or Gypsum-Fiber Roof Board or min. 0.5-inch LRFIA or SBS-AA moF:'e SBS-AA. SBS- SBS-TA 180.0
’ granu'e-sur Trisotech, Elevate ISOGARD LRFIA(BG) SECUROCK Cement Roof Board or min. LRFIA(BG) ! '
modified bitumen . TA
CG 7/16-inch DEXcell Cement Roof Board
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TABLE 7a: RECOVER APPLICATIONS
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the
substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Substrate Attach [ Cap PI MDP
No. Note 1, Note 12 BB ac Y sf)A
( ) Type (Notes 6,7,8) Type (Notes 6,7,8) 28 Ply Ply
SEBS-APPLIED BASE PLY:
. curfaced BUR (Optional) Min. 0.5-inch ‘l:\;/hn. 0.25F—-|lr)1chFI{)enfsBDecdenmet SEgl;R.OCE
ravel-surface . h . ypsum-Fiber Roof Board or min. 0.5-inc g . g
R-24. brushed/spudded and vacuumed Tr!sotech G, Trisotech CGF, LRFIA Structodek HD with Primed Red Coating or LRglA of BP-SEBS, (Optional) BP-SEBS, SBS-SEBS -142.5
Trisotech, Elevate ISOGARD . LRFIA(BG) SBS-SEBS SBS-SEBS
to remove loose gravel SECUROCK Cement Roof Board or min. 7/16-
G inch DEXcell Cement Roof Board
Gravel-surfaced BUR (Optional) Min. 0.5-inch
ravel-surface h ) .
’ Trisotech G, Trisotech CGF, Min. 0.5-inch Structodek HD with Primed Red LRFIA or BP-SEBS, (Optional) BP-SEBS,
R-25. brushed dded and d - -165.0
rushed/spudded and vacuumed | 1 b Flevate 150GARD | SRPABS) | Coating LRFIA(BG) SBS-SEBS | SBS-SEBS SBS-SEBS
to remove loose gravel
CG
Existi thsurf (Optional) Min. 0.5-inch
- e UR o o Trisotech G, Trisotech CGF, | LRFIA o Min. 0.5-inch Structodek HD with Primed Red | LRFIA or BP-SEBS, | (Optional) BP-SEBS, | (oo oo 1650
’ granut ) Trisotech, Elevate ISOGARD LRFIA(BG) Coating LRFIA(BG) SBS-SEBS SBS-SEBS '
modified bitumen
CG
(Optional) Min. 0.5-inch Min. 0.25-inch DensDeck Prime or SECUROCK
Gravel-surfaced BUR, Trisotech G, Trisotech CGF Gypsum-Fiber Roof Board or 0.5-inch LRFIA or BP-SEBS, | (Optional) BP-SEBS
R-27. | brushed/spudded and vacuumed | il Elovate 1s06ARD | SRPABS) | SECUROCK Cement Roof Board or min. 7/16- | LRFIA(BG) | SBS-SEBS | SBS-SEBS SBS-SEBS 1875
to remove loose gravel .
cG inch DEXcell Cement Roof Board
Existi th-surf (Optional) Min. 0.5-inch
xisting smooth-surface or h . .
Trisotech G, Trisotech CGF, LRFIA or . ) . LRFIA or BP-SEBS, (Optional) BP-SEBS,

R-28. le-surf BUR or SBS Min. 0.25-inch DensDeck P! BS-SEB -262.
granuie-surtace SR of Trisotech, Elevate ISOGARD | LRFIA(BG) 1@*-2o-inch LensUeck Frime LRFIA(BG) SBS-SEBS | SBS-SEBS SBS-SEBS 625
modified bitumen

CG
Existing smooth-surface or (Optional) Min. 0.5-inch Min. 0.25-inch SECUROCK Gypsum-Fiber Roof
29 ranuls-surface BER or SBS Trisotech G, Trisotech CGF, LRFIA or Board or 0.5-inch SECUROCK Cement Roof LRFIA or BP-SEBS, (Optional) BP-SEBS, SBS-SEBS 285.0
’ granu! . Trisotech, Elevate ISOGARD LRFIA(BG) Board or min. 7/16-inch DEXcell Cement Roof | LRFIA(BG) SBS-SEBS SBS-SEBS '
modified bitumen
CG Board
TORCH-APPLIED BASE PLY:
Gravel-surfaced BUR (Optional) Min. 0.5-inch Min. 0.25-inch SECUROCK Gypsum-Fiber Roof
! Trisotech G, Trisotech CGF, Board or Min. 0.5-inch SECUROCK Cement LRFIA or APP-TA, (Optional) APP-TA, APP-TA, SBS-
R-30. brushed/spudded and vacuumed N LRFIA K . -142.5
Trisotech, Elevate ISOGARD Roof Board or min. 7/16-inch DEXcell Cement | LRFIA(BG) SBS-TA SBS-TA TA
to remove loose gravel
CG Roof Board
G Isurfaced BUR (Optional) Min. 0.5-inch
ravel-surface h :
! Trisotech G, Trisotech CGF, Min. 0.25-inch SECUROCK Gypsum-Fiber Roof LRFIA or APP-TA, (Optional) APP-TA, APP-TA, SBS-

R-31. brushed/spudded and vacuumed Trisotech, Elevate ISOGARD LRFIA(BG) Board LRFIA(BG) SBS-TA SBS-TA TA -180.0

to remove loose gravel co
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TABLE 7a: RECOVER APPLICATIONS
SYSTEM TYPE A-1: BONDED INSULATION, BONDED ROOF COVER

AThe reported MDP documents the allowable maximum design pressure of the new insulation, coverboard and roof cover when adhered to the substrate, irrespective of the deck type (See Note 1) or performance of the
substrate (See Note 12). The deck and substrate shall be capable of resisting the project design pressure requirements, not to exceed the noted MDP, to the satisfaction of the Authority Having Jurisdiction.

NEmoO | etc.e

Base Insulation Layer Top Insulation Layer Roof Cover (Note 15)
System Substrate J— R Cap Ply MDP
No. Note 1, Note 12 ac ac sf)A
(Noted Beredd Type (Notes 6,7,8) Type (Notes 6,7,8) Easelly 47
Existi th-surf (Optional) Min. 0.5-inch
R32 e UR o o Trisotech G, Trisotech CGF, | LRFIA or Min. 0.25-inch SECUROCK Gypsum-Fiber Roof | LRFIA or APP-TA, | (Optional) APP-TA, | APP-TA,SBS- | .o
’ granu’e-sur Trisotech, Elevate ISOGARD LRFIA(BG) Board LRFIA(BG) SBS-TA SBS-TA TA '
modified bitumen
CG
G Isurfaced BUR (Optional) Min. 0.5-inch
f33 brrj;’ﬁe;z ic; ed amd vacuumeq | TTisotech G, Trisotech CGF, LRFIA(BG) Min. 0.5-inch SECUROCK Cement Roof Board | LRFIA or APP-TA, (Optional) APP-TA, APPTA, SBS- | oo ¢
’ P Trisotech, Elevate ISOGARD or min. 7/16-inch DEXcell Cement Roof Board | LRFIA(BG) SBS-TA SBS-TA TA ’
to remove loose gravel
CG
Existi th-surf (Optional) Min. 0.5-inch
R34 ’r‘;snL’EZTr?:cegﬂrRa;f;gs Trisotech G, Trisotech CGF, LRFIA or Min. 0.5-inch SECUROCK Cement Roof Board | LRFIA or APP-TA, (Optional) APP-TA, APPTA, SBS- | o ¢
’ granue-sur Trisotech, Elevate ISOGARD LRFIA(BG) or min. 7/16-inch DEXcell Cement Roof Board | LRFIA(BG) SBS-TA SBS-TA TA ’
modified bitumen G
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